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A nonlinear magnetoelectric (ME) response has been investigated in a Metglas/piezofiber

laminate by applying a bipolar AC magnetic field (Hac) without a DC magnetic bias. The ME

voltage (VME) was measured for various amplitudes of Hac of up to 9Oe over the frequency (f)
range 0.1< f< 40 kHz. Compared to the linear ME behavior, an anomalous response to f and Hac

was observed, which is believed to be associated with the Eddy-current loss in the Metglas layers.

A frequency multiplication effect was also observed for VME, which was understood by Fourier

analysis of the nonlinearity in the magnetostriction.VC 2013 American Institute of Physics.
[http://dx.doi.org/10.1063/1.4795307]

Magnetoelectric (ME) composites, which consist of mag-

netostrictive and piezoelectric components, are very attractive

in comparison with single-phase ME materials owing to their

technologically viable ME coefficient.1,2 In such composites,

the ME effect is a product property of the magnetostrictive

and piezoelectric effects of the corresponding phases and

their coupling. In previous reports, motivated by passive mag-

netic sensor applications, a linear response of ME composites

to a weak AC magnetic field Hac was theoretically and experi-

mentally developed for various composite constitutions, con-

figurations, and operation modalities.3–5 A milestone in the

development of ME composites was the appearance of ones

operated in multi-push-pull mode, consisting of magnetostric-

tive Metglas foils and piezoelectric Pb(Mg1/3Nb2/3)O3-

PbTiO3 (PMN-PT) crystal or Pb(ZrxTi1�x)O3 (PZT) ceramic

fibers with interdigitated (ID)-electrodes.6 The ME character-

ization for passive detection in such laminate composites

involves a measurement of an induced ME voltage (VME)

across the ID-electrodes in response to a harmonic incident

field of amplitude 0<Hac< 0.1Oe and of frequency

0< f< 100 kHz under various DC magnetic biases of

�30<Hdc< 30 Oe.6,7

Recently, ME laminate composites have also been

employed as active detection elements to sense a small

DC magnetic field8,9 or weak AC magnetic field, via a

modulation-demodulation technique.10 A bipolar Hac with a

relative high amplitude of several Oersted is needed to drive

the ME laminate. An induced signal VME represents the am-

plitude of a small DC magnetic field or a weak AC magnetic

field that is to be detected. However, there have only been a

few investigations of the nonlinear ME effect of laminate

composites in response to a bipolar magnetic excitation to

date.11

Here, the ME effect in a heterostructure consisting of

magnetostrictive Metglas layers, piezoelectric single crystal

fibers, and a pair of ID-electrodes was investigated by subject-

ing the laminate to a time varying bipolar AC magnetic field

Hac. In particular, a nonlinear response to Hac was observed

at various frequencies, which was caused by corresponding

nonlinearities in the magnetostriction. A frequency multiplica-

tion effect was also observed for VME, which was related to a

Fourier analysis of the nonlinear magnetostriction.

A multi-pull-pull configuration laminate comprised of

Metglas foils, Mn-doped PMN-PT crystal fibers, and a pair of

ID-electrodes with a center-to-center spacing of 1.5mm was

employed for this investigation. The fabrication details for

this type of sensor can be found in previous reports.6,12,13

First, the magnetostriction was characterized using a strain-

gauge method [see Figure 1(a)], the linear ME coefficient as a

function of Hdc at constant amplitude of Hac¼ 0.5Oe at

f¼ 1 kHz [see Figure 1(b)], and the linear ME coefficient as a

function of frequency at Hdc¼ 8 Oe and Hac¼ 0.05Oe. The

piezomagnetic coefficient (dk/dH), calculated directly from

the slope of the k-Hdc curves, is also presented in Fig. 1(a),

which shows a peak value of �2.2 ppm Oe�1 at Hdc¼ 8Oe.

In addition, the magnetostriction was well fit by a five-order

Fourier polynomial over the measurement range of H, as will
be discussed later. The variation of the ME coefficient aV
with Hdc was functionally similar to that of the effective lin-

ear piezomagnetic coefficient: this is because aV is directly

proportional to the piezomagnetic coefficient.6 Figure 1(c)

shows the dependence of aV on frequency over the range of

0.1< f< 40 kHz under the optimal Hdc. No significant disper-

sion of aV was observed, apart from the variations associated

with the longitudinal-extensional electromechanical reso-

nance (EMR), where a giant ME coefficient of over 115V/Oe

was obtained.

The nonlinear ME voltage coefficient was then measured

as a function of frequency over the range of 0.1< f< 40kHz

at various amplitude of Hac under zero bias field, as shown in

Figure 2(a). The bipolar Hac was provided by a lab-built

Helmholtz coil serially combining with a 10 kX resistor, which

was driven by a lock-in amplifier (SR785) coupled with a

power amplifier (Trek Model 609D-6). It can be seen that VME

increased with increase of Hac in both the sub-resonance and

resonance ranges, as more clearly shown in the inset of this fig-

ure. It can also be seen that VME notably decreased with

increase of f away from the resonance frequency. Figure 2(b)

shows VME as a function of Hac at frequencies of fac¼ 1kHz,

10 kHz, 20 kHz, and EMR. A nonlinear response to Hac isa)Electronic mail: yaojin@vt.edu.
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obvious. Unlike the linear effect, the nonlinear VME at 1 kHz

was notably higher than that at 20 kHz; an enhancement factor

of about 5 can be seen near resonance. This anomalous charac-

teristic may be associated with a dynamic magnetization pro-

cess, such as domain wall motion.

In soft magnetic materials, such as Metglas foils, Eddy-

current induced losses dominate the total energy dissipation:

i.e., the hysteresis losses of the domain wall motion are neg-

ligible. The Kelvin ber and bei functions can be used to pre-

dict the frequency dependence of the real and imaginary

portions of the permeability,14 given as

ltheory<e
lzero

¼ 2

h
ber h bei0 h� bei h ber0 h

ber2 hþ bei2 h
; (1)

ltheory=m
lzero

¼ 2

h
ber h bei0 hþ bei h ber0 h

ber2 hþ bei2 h
; (2)

where

h ¼ 2Slzero

qR
f

� �1=2

; (3)

and where lzero is the dynamic permeability extrapolated to

zero frequency, and qR and S are the resistivity and cross-

sectional area of the Metglas foils. The Eddy-current loss

(Wec) can then be given by15

Wec � pH2
pkl0l

zero ltheory=m
lzero

 !
¼ pSðl0lzeroHpkÞ2f

4qR
; (4)

where Hpk is the peak value of the applied bipolar magnetic

field. From Eq. (4), it can be seen as the frequency increases

that the Eddy-current induced energy loss becomes larger.

This leads to a reduced dynamic magnetostriction, in turn

resulting in a decrease in VME with increase of fac over the
sub-resonance frequency range, as shown in Fig. 2.

Figures 3(a)–3(c) show time domain waveforms of the

induced VME in response to Hac for f¼ 1 kHz. The amplitude

of Hac was varied from 0.1Oe to 5Oe, and the data for VME

were recorded by an oscilloscope (Agilent 54624A). A time

domain waveform was observed that was atypical of that of

linear ME effect:12,16 this is because a bipolar Hac, even at a

low amplitude of 0.1Oe, results in a departure of VME from a

FIG. 1. The DC magnetic bias Hdc dependence of (a) the longitudinal mag-

netostriction k and effective linear piezomagnetic coefficient, and (b) the lin-

ear ME voltage coefficient of a Metglas/piezofiber laminate sensor. A

Fourier polynomial was used to fit the k-Hdc curve. (c) The ME coefficient

as a function of frequency over the range of 0.1< f< 40 kHz under the opti-

mal Hdc¼ 8Oe.

FIG. 2. (a) The induced ME voltage VME as a function of frequency over the

range of 0.1< f< 40kHz under various amplitudes of Hac. The inset shows an

enlarged view near the EMR condition. (b) The dependence of VME on the am-

plitude of Hac at frequencies of fac¼ 1, 10, 20 kHz, and the EMR condition.
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pure sinusoidal variation. Furthermore, for Hac� 5Oe, a fur-

ther distortion of the VME profile can be seen that resulted in

frequency-doubling. In order to more accurately characterize

these atypical responses, a FFT frequency spectral pattern for

VME was measured using a Dynamic Signal Analyzer

(SR850), as shown in Figs. 3(d)–3(f). In addition to a peak

response to Hac at fac¼ 1 kHz, several harmonic peaks were

observed at f¼ 2, 3, 4, and 5 kHz over the frequency range of

0.9< f< 5.5 kHz, which coincided with previous reports.11,17

Please note that the relative amplitude of the harmonic peaks

increased with the increase of Hac.

This harmonic ME effect can be explained by a nonli-

nearity in magnetostriction (see Fig. 1(a)). The magnetostric-

tion k of the ME laminate can be given as a five-order

Fourier expansion series, given as

k ¼ a0 þ a1H þ a2H
2 þ a3H

3 þ a4H
4 þ a5H

5; (5)

where H ¼ Hac cosð2pfactÞ is the applied magnetic field,

and ai (i¼ 0, 1, 2…) are ith Fourier coefficients. The

value of ai was independent of Hac and could simply be deter-

mined by fitting Eq. (5) to the k-H data of Fig. 1(a): where

a0¼�6.4� 10�7, a1¼ 3.7� 10�8/Oe, a2¼ 2.6� 10�7/Oe2,

a3¼�1.4� 10�9/Oe3, a4¼�8.9� 10�10/Oe4, and a5¼ 7.4

� 10�12/Oe5. Then, Eq. (5) can be rewritten as

k ¼ A0 þ A1 cosð2pfactÞ þ A2 cosð4pfactÞ
þ A3 cosð6pfactÞ þ A4 cosð8pfactÞ þ A5 cosð10pfactÞ;

(6)

where A0 ¼ a0 þ 1
2
a2H

2
ac þ 3

8
a4H

2
ac, A1 ¼ a1Hac þ 3

4
a3H

3
ac

þ 5
8
a5H

5
ac, A2 ¼ 1

2
a2H

2
ac þ 1

2
a4H

4
ac, A3 ¼ 1

4
a3H

3
ac þ 5

16
a5H

5
ac,

A4 ¼ 1
8
a4H

4
ac and A5 ¼ 5

16
a5H

5
ac.

The rearranged Fourier coefficients of Eq. (6) are deter-

mined not only by the initial Fourier coefficients ai, but are
also dependent on Hac. This accounts for the change in the

relative amplitude of the harmonic peaks with Hac (see Figs.

3(d)–3(f)). It is worth noting that in addition to the harmonic

peaks in Fig. 3(a), a voltage peak at fac¼ 0 was found that

was due to a DC strain component related to A0.
11,17

Figure 4 shows the measured VME and the calculated

Fourier coefficient Ai (or predicted VME) for the different

orders of harmonics. The measured values were directly

obtained from Fig. 3(b), and the predicted ones from Ai at

various amplitudes of Hac. In Fig. 4, it can be seen that for all

cases the variations in harmonics of the induced VME were

similar to those in the Fourier coefficients Ai. This gives

strong support to the conjecture that the nonlinear ME

response of the laminates is directly proportional to the mag-

netostriction of the Metglas foils. It also can be seen that the

measured VME and calculated Fourier Ai at the 1st-order har-

monic were both notably higher than that at higher-order har-

monics at a low amplitude of Hac¼ 0.1; whereas, under

higher excitations of Hac¼ 1 and 5Oe, the 2nd-order har-

monic was the strongest.

FIG. 3. The measured VME as a time do-

main waveform for (a) Hac¼ 0.1Oe, (b)

Hac¼ 1Oe, (c) Hac¼ 5Oe and as a FFT

spectral pattern for (d) Hac¼ 0.1Oe, (e)

Hac¼ 1Oe, and (f) Hac¼ 5Oe.

FIG. 4. Measured VME and calculated Fourier coefficients Ai for various har-

monics at (a) Hac¼ 0.1Oe, (b) Hac¼ 1Oe, and (c) Hac¼ 5Oe.
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In summary, the nonlinear ME effect in Metglas/piezo-

fiber heterostructures has been investigated. Measurements

were performed over wide frequency (0.1–40 kHz) and drive

(0.1–9Oe) ranges. It was found that the nonlinear VME coef-

ficient increased with increase of Hac and decreased with

increase of f except at EMR. A nonlinearity in the magneto-

striction of the Metglas layers results in frequency multipli-

cation and strong higher-order harmonics.

This work was sponsored by the Office of Naval

Research (N00014-3-1-0128).
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