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ABSTRACT: 

Coumarin and cinnamate derivatives were positioned as either polymer chain 

ends or side groups to synthesize photoactive macromolecules and gain the 

ability to reversibly control molecular weight and crosslink density using UV light.  

The cinnamates and coumarins were reacted onto the polymers via multiple 

reaction pathways.  Polymers were functionalized with coumarin or cinnamate 

groups via an esterification reaction between hydroxyl functionalities and an acid 

chloride derivatized coumarin group.  In addition to the esterification reaction, 

cinnamates were also coupled to polymers via a ring opening reaction between a 

hydroxyl functionalized cinnamate derivative and a maleic anhydride repeat unit 

copolymerized into the polymer.  Both functional groups undergo a [2π + 2π] 

photodimerization reaction (coumarin groups in the UVA and cinnamate groups 

in the UVB), which was utilized to crosslink and chain-extend macromolecules.  

Coumarin dimers possess the additional ability to photocleave and thus reverse 

when irradiated at 254 nm.   

The coumarin reversible photodimerization reaction was utilized to reversibly 

increase the molecular weight and molecular weight distribution of coumarin-

functionalized PEG monols and diols.  For example, the number average 

molecular weight of the coumarin-functionalized PEG diol doubled and the 



molecular weight distribution increased from 1.08 to 2.75 when exposed to 110 J 

cm-2 of UVA irradiation.  Subsequent photocleavage (UVC irradiation, 2 J cm-2) of 

the chain-extended PEGs, cleaved coumarin dimers decreasing the molecular 

weight and molecular weight distribution to their original values.   

A number of poly(alkyl acrylate) and poly(methyl acrylate) systems were 

functionalized with coumarin groups to study the effect of the glass transition 

temperature and alkyl ester side group composition on the photodimerization 

reaction and subsequent crosslinking.  The glass transition temperature (Tg) 

acted as an on/off switch for the photodimerization reaction.  While the absolute 

difference between Tg and irradiance temperature did not affect the rate or extent 

of photodimerization reaction, polymers with a Tg greater than the irradiance 

temperature displayed less reaction than those with a Tg lower than the 

irradiance temperature.  The final extent of conversion was controlled by a 

complex combination of factors including alkyl ester side chain steric bulkiness.  

Coumarin-functionalized alkyl acrylates based on ethylhexyl acrylate were tested 

as detachable PSAs.  A 98% decrease in the adhesive peel strength was 

observed after exposure to UVA irradiation. 

Cinnamate groups were utilized in the design and synthesis of UV-curable hot 

melt pressure sensitive adhesives (PSAs).  The cinnamate groups were attached 

to the PSAs to provide a method to increase molecular weight and add a small 

amount of crosslinking leading to an increase the adhesive strength of the PSAs.  

Broadband UV irradiation from a laboratory scale industrial lamp increased the 

peel strength of the adhesives.  Postcure of the irradiated cinnamate-

 iii



functionalized UV-curable hot melt PSAs was reduced compared to 

photoinitiated free-radical photocurable UV-curable hot melt PSAs. 
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CHAPTER 1 INTRODUCTION AND RESEARCH 

SIGNIFICANCE 

The primary focus of this work involves the use of coumarins and cinnamates 

in polymers as a method to modulate the crosslink density or molecular weight of 

the photoreactive polymers.  7-Hydroxycoumarin (Figure 1-1(a)), and some 

derivatives undergo a (2π + 2π) photodimerization reaction when irradiated in the 

Ultraviolet-A (UVA) region of the electromagnetic spectrum.  The newly formed 

dimer, linked by a cyclobutane ring, can be later cleaved when irradiated at 

wavelengths less than 290 nm.  Similarly, various derivatives of trans-cinnaminic 

acid (Figure 1-1(b)) also undergo a (2π + 2π) photodimerization and a competing 

trans to cis or cis to trans isomerization when irradiated in the Ultraviolet-B (UVB) 

region of the electromagnetic spectrum.  As with the coumarin dimers, some of 

the cinnamate dimers are cleavable when irradiated in the Ultraviolet-C (UVC), 

although the photocleavage reaction is less efficient than the coumarin dimer.  

An additional drawback to cinnamate dimer photocleavage is the asymmetric 

cyclobutane cleavage reaction. 

Reversible crosslink points can be added to polymers by incorporating 

coumarin or cinnamate groups through the 7-hydroxy position or the ester 

linkage of the coumarin and cinnamate groups, respectively.  Upon irradiation in 

the UVA region, the photoactive groups dimerize, and a crosslink or branch point 

is incorporated into the photoactive polymer.  Similarly, irradiation of the  
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Figure 1-1.  The chemical structure of 7-hydroxycoumarin (a) and trans-
cinnaminic acid. 
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crosslinked/branched polymer below 290 nm cleaves the crosslink or branch 

point formed by the cyclobutane ring, and reverts the polymer structure to its 

initial structure.   

This photodimerization/photocleavage is manipulated in a number of systems 

to achieve different goals (Figure 1-2).  For example, changing the crosslink 

density in a pressure sensitive adhesive affords changes in the peel strength of 

the adhesive.  Depending on the concentration of the photoactive groups, 

polymer composition, and polymer molecular weight, irradiation can increase, 

decrease or decrease then subsequently increase the adhesive peel strength.  

This work will result in a better understanding of the photophysics of tailored 

polymer architectures containing coumarin or cinnamate groups incorporated as 

side chains within the polymer backbone or as chain ends.  Error! Reference 

source not found.Figure 1-2 shows a summary of the work presented in this 

dissertation.  Starting with 2π + 2π photodimerization as the core technology, 

reversible and nonreversible systems were designed using coumarin and 

cinnamate derivatives, respectively.  Following the coumarin path (chapters four 

through seven), the photoreversible chain extension of PEG is studied, and 

subsequently the effect of chain- extension on its crystallization kinetics.  The 

photocrosslinking of alkyl acrylates and alkyl methacrylates was also studied to 

determine the effect of chain mobility and glass transition temperature (Tg) on the 

extent of the photodimerization reaction.  This understanding of coumarin 

dimerization reaction rates allowed for the use of either cinnamate or coumarin 

groups in a number of novel systems. 
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Figure 1-2.  Roadmap of original scientific contributions.  Dashed lines indicate 

 

 

 

 

 

 

 

2π + 2π photodimerization

Reversible Nonreversible

Coumarin Cinnamate

Tg  < 25 °CTg > 25 °C

UV-curable
electrospinning

Chain extension Crosslinking

UV-curable
hot melt PSAs

PEG Acrylates &
methacrylates

Crystallization
kinetics

Deactivatible
PSAs

Reaction
kinetics

Tg < 25 °C

2π + 2π photodimerization

Reversible Nonreversible

Coumarin Cinnamate

Tg  < 25 °CTg > 25 °C

UV-curable
electrospinning

Chain extension Crosslinking

UV-curable
hot melt PSAs

PEG Acrylates &
methacrylates

Crystallization
kinetics

Deactivatible
PSAs

Reaction
kinetics

Tg < 25 °C

transfer of results to a new system. 

 4



 The low Tg acrylates were subsequently employed as deactivatable and 

reactivatable pressure sensitive adhesives.  Following the cinnamate route 

(chapters eight through ten), two very different systems were studied.  Both 

systems were designed utilizing what was learned from the coumarin-

functionalized poly(alkyl acrylates) and poly (alkyl methacrylates).  The first 

combines the photodimerization reaction of the cinnamate groups, with the 

electrospinning processing technique.  Crosslinked, nonwoven fibers were made 

via the in situ UV-curing of electrospun fibers.  The second system is a 

cinnamate functionalized multicomponent alkyl acrylate polymer for use as UV-

curable acrylic hot melt adhesives.   
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CHAPTER 2 LITERATURE REVIEW 

2.1 PRESSURE SENSITIVE ADHESIVES 

2.1.1 Introduction.   

Pressure sensitive adhesives (PSA) represent a major class of adhesive 

materials currently of industrial and scientific interest.  The Pressure Sensitive 

Tape Council defines a PSA as a material that possesses the following five 

material properties:1 

1. Aggressive and permanently tacky 

2. Adheres without the need of more than finger or hand pressure 

3. Requires no activation by water, heat or solvent 

4. Exerts a strong holding force 

5. Has sufficient cohesiveness and elasticity that it can be removed from 

smooth surfaces without leaving a residue. 

These five requirements seem simple enough to achieve, although in 

practice, they are comprised of contradictory properties.  For example, for a PSA 

to adhere with the application of a small amount of pressure, it must possess a 

low enough viscosity (liquid-like) to flow over the time scale of the application.1-6  

However, in order to exert a strong holding force, there must be sufficient 

resistance to flow (entanglements and crosslinks) to provide the desired 

mechanical strength.  While the following sections will provide some insight into 

the factors influencing bond formation, rupture and the mechanical properties of 

PSAs, it is important to note that the processes governing the behavior of PSAs 

are far from understood.7 
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2.1.2 Bond F

There are two major aspects governing the formation of a bond between a 

PSA and a substrate.  The first is the surface chemistry of the substrate and the 

adhesive, and the second is the rheological properties of the adhesive in the 

bonding time scale.  The work required to peel (Equation 2-1) is a combination of 

the thermodynamic factors (interaction between the substrate and the adhesive, 

WA) and a term which describes the energy dissipated during peeling (f(ν,T)).1 

ormation.   

Equation 2-1.  Work ),( TfWA ν×=  
 

The thermodynamic work of adhesion (Dupré equation, Equation 2-2) plays 

an important role in the formation of an adhesive bond.  WA describes the work  

per unit area required to separate the interface between the substrate (solid, S) 

and the adhesive (liquid, L) in a fluid medium (m, typically assumed to be air).  

Thus, in Equation 2-2, γL
m is the surface tension of the adhesive, γS

m interfacial 

free energy of the adherend and γSL is the interfacial free energy of the 

adhesive/substrate interface.  Therefore, W  is the free energy of the newly 

created surfaces minus the free energy of the surfaces destroyed during the 

bonding event.7,8   

 

γ  

 leads to a relationship between the free energies of 

A

Equation 2-2.  SLLSAW γγγ −+=  

While L term in the Dupré equation is easily measurable, the other terms are 

not directly measurable.  However, measurement of the contact angle of the 

adhesive on the substrate

mm
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the interfaces (Equation 2-3).  Substitution of Equation 2-3 into Equation 2-2 

gives the Young-Dupré equation (Equation 2-4), which allows one to calculate 

the thermodynamic work of adhesion from experimentally available quantities.   

Equation 2-3.   γ
γγ −

 

 

)cos1( θγ +=W

L

SLSθ =cos

Equation 2-4.    
 

hile the use of the Young-Dupré equation provides some insight regarding 

the

ive formation.  The degree of wetting (measured from the 

contact angle) should be as high as possible (i.e., the contact angle should be as 

low as possible) to maximize bond strength.  The equation indicates that if the 

adh

1

LA

W

 bonding mechanism, it assumes only molecular interactions.  In reality, other 

mechanism may greatly influence the formation of an adhesive bond including: 

adsorption of the adhesive across the interface, diffusion of the adhesive across 

the interphase, mechanical interlocking of the adhesive onto a “rough” surface, 

and electrostatic interactions across the interface.7  Although the interactions do 

not occur with every adhesive bond, the interactions can individually increase the 

bond strength. 

According to the Young-Dupré equation, it is apparent that wetting is 

important to adhes

esive does not wet a surface, then formation of an adhesive bond is not 

possible.  This is an obvious shortcoming of the equation, since PSAs that do not 

wet Teflon substrates have been employed as adhesives for Teflon.    
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This contradiction leads into the other prerequisite for adhesive bond 

formation: rheological properties of the adhesive.  Dahlquist first studied the 

adhesive creep compliance necessary for adhesive bond formation in the late 

1960s.3,9,10  He determined that a 1 s creep compliance greater than 10-5 Pa-1 (at 

the use temperature) was necessary for an adhesive to conform to the substrate.  

As the compliance increases above that value, the adhesive is less viscous and 

can flow and properly wet the substrate.  On the other hand, if the compressive 

modulus is too low, the adhesive can flow out of the bond region and no bond is 

for

the values of the G’ and G’’, as measured from the rheological 

ma

med.  A time scale of 1 s was chosen since it was the typical application time 

for PSAs.  However, an adhesive with a compressive modulus > 105 Pa can still 

be used if the time scale is lengthened or the temperature is changed. 

Chang and coworkers further developed this relationship with the viscoelastic 

windows (VW) concept.4-6  The VW relationship describes various ranges of 

material properties such as the dynamic storage and loss moduli (G’ and G’’, 

respectively) appropriate for a typical range of applications (Figure 2-1).  The 

combination of 

ster curves of the PSA, are divided into four regions plus a general purpose 

region each describing the PSA properties.4  For example, an adhesive with 

8x104 Pa < G’ < 1x106 Pa and 7x103 Pa < G” < 1x106 Pa (at the use 

temperature) is classified as a general purpose PSA because the viscoelastic 

properties of the adhesive place it in the transition flow region (medium modulus 

and medium energy dissipation during peel).  If the desire was to produce a high 
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Figure 2-1.  Chang’s concept of viscoelastic windows of PSAs related to the 
rheological characteristics of the adhesive.  Reprinted from 4 with permission of 

Taylor & Francis, Inc. 
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shear strength PSA, the desired G’ and G’’ values would be higher, leading to an 

dhesive that dissipates larger amounts of energy. 

Chang later combined the effect of bond formation with the debonding 

rocess (180° peel test) into a single simplified correlation (Equation 2-5):6,10 

Equation 2-5.   

a

p

)('
)("

2

1

ω
ω

G
GIP ×∝  

 

Where P is the peel strength, I is related to the intrinsic surface energy, G’ is 

measured at the bonding frequency (1 rad sec-1) and G” at the debonding 

frequency (435 rad sec-1).  Chang’s relationship used the debond frequency 

mathematically derived by Tse under the assumptions that a 37 µm adhesive 

was peeled at an angle of 180° at a rate of 30.48 cm min-1.11  Whereas, the 

b

Tobing and Klein recently e and rheological properties 

of poly(EHA-co-AA) and poly(nBA-co-AA) to study Chang’s relationship 

(Equation 2-5).10  The authors discovered that the relationship did in fact hold 

true for the poly(EHA-co-AA) and poly(nBA-co-AA) systems.  Although the 

polymers had equivalent molecular weights, the ratio of G”:G’ an order of 

magnitude higher in the poly(EHA-co-AA) than the poly(nBA -co-AA) and 

consequently exhibited significantly higher peel strength. 

2.1.3 Effect of Polymer Parameters on PSA Mechanical Properties. 

2.1.3.1   Chemical Composition.  The adhesive composition plays an important 

role in the peel strength of the adhesive.  nBA and EHA make up the highest 

onding frequency was chosen as the approximate time for bond formation. 

 compared the adhesiv
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volume of monomers used in acrylic PSAs.  While nBA and EHA both form 

polymers with Tgs less than -30 °C, the resulting adhesives have strikingly 

diff

es.  

The difference in properties results from the entanglement molecular weight (Me) 

of each polyme HA)  37,400 and Me for poly(nBA) = 20,700 as 

calculated from rubbery plateau measurements).10,12     Tobing and Klein studied 

o

nd thus have a higher 

ssed in 

erent properties.  For example, if all other parameters are held constant, EHA 

based adhesives display higher peel strengths than the nBA based adhesiv

r (Me for poly(E =

the difference in PSA properties between nBA and EHA based adhesives (each 

polymer had 2.5 wt% acrylic acid).10  Since the Me f poly(EHA) is approximately 

twice that of poly(nBA), the EHA adhesive dissipates a higher amount of 

viscoelastic energy during the peel test, thus increasing the peel strength relative 

to the poly(nBA).  However, selecting the poly(EHA) adhesive reduces the shear 

strength of the adhesive, which is inversely proportional to Me.   

Zosel and coworkers studied the possible causes of fibrilation (elongation of 

cavities during tack testing) and its effect on tack strength.13  Since the storage 

modulus is inversely proportional to Me, it was proposed that adhesives with high 

Me will separate by fibrilation and thus have higher tack energy.  Zosel tested the 

hypothesis; of the polymers tested in the study, those with high Me failed with the 

formation of fibrils and had higher tack energies.  If Zosel’s results were applied 

to Tobing’s polymers, the poly(EHA) would form fibrils a

tack than the poly(nBA).  While the failure mechanisms were not discu

Tobing’s report, the poly(EHA) adhesives did have higher tack strengths than the 

poly(nBA).10   
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Many of the factors that affect peel strength of a PSA also influence the shear 

strength. Tobing’s study included acrylic acid in order to increase the cohesive 

strength of the adhesives; this in turn increases shear strength.1-3,10,14-16  Shull 

and coworkers studied the effect of adding small amounts of methyl acrylate or 

acrylic acid into poly(nBA) on PSA tack.  While both comonomers increased tack 

and the cohesive strength of adhesives, the acrylic acid also has the ability to 

hydrogen bond either to other acrylic acid groups in the polymer or to hydrophilic 

substrates, further increasing the peel strength of the adhesive.1-3,10,15  Shull 

reported that when polymers of equal molecular weight were compared, the 

polymer with a small fraction of methyl groups disentangled 10,000 times faster 

than the polymer with a small fraction of acrylic acid groups.16-19  While the 

authors found this fact surprising because the relaxation time of the acrylic acid 

containing polymers was only 8 times lower, Shull may not have considered 

pot

hts are necessary for bonding and shear strength.  Increasing an 

ential hydrogen bonding by the acrylic acid groups.  Essentially, these 

researchers had unknowingly added hydrogen bonding to their system, which 

further increased the cohesive strength. 

2.1.3.2  Adhesive Molecular Weights and Molecular Weight Distributions.  Since 

the Me of an adhesive is so important, it follows that molecular weights and 

molecular weight distributions also play an important role in adhesives.20  PSAs 

typically exhibit a broad molecular weight distribution.  In fact, a delicate balance 

of high and low molecular weights is necessary to achieve the desired properties: 

low molecular weights allow for short-term mobility (Dahlquist criteria) and high 

molecular weig
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adh

     

nvestigated the influence of “molecular 

esive’s molecular weight can either increase or decrease the polymer peel 

strength.  Since increasing molecular weight increases the modulus of elasticity, 

the peel will force increase, in the case of cohesive failure but will decrease if the 

adhesive fails adhesively.8,15,20  Increases in molecular weight also decrease 

chain mobility, which can reduce the volume of adhesive deformed during the 

peel test, further reducing the peel force.         

Although a PSA must to conform to the Dahlquist criteria to form the bond, 

adherence to the Dahlquist criteria is no longer necessary once the bond is 

formed.  At this point, the Me and gel fraction partially dictate the viscoelastic 

properties of the peel strength.10,15,21  As with tack, the higher the Me the easier 

the adhesive forms fibrils during peeling, thus increasing the peel strength 

(assuming the Mn of the polymer is significantly above Me) until the high 

molecular weights decrease the mobility and tack begins to decrease.  Figure 2-2 

illustrates this behavior with an increase and subsequent decrease in the loop 

tack of an uncrosslinked acrylic based PSA as the ratio of Mw to Me increases.10     

Shull and coworkers have recently i

features” on the tack of acrylic polymers.16  In order to have good tack strength 

an adhesive needs to be viscous enough to flow around the substrate in 

compression, but also have enough entanglements (whether physical or 

chemical) to restrict chains and force them to slide past one another when pulled  

apart.  Shull studied six polymers based on nBA with different acrylic acid 

contents and narrow molecular weight distributions.  Even though the glass 
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Reprinted from ref. 10 with permission of John Wiley & Sons, Inc. 

 

Figure 2-2.  The effect of M /M  on the loop tack strength of an acrylic PSA. 
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tra

in

nsition temperatures of the six polymers ranged from -47 to -57 °C, the range 

 molecular weights provided a larger range in relaxation times from 6.2 s to 

3,100 s at 20 °C.  Their findings indicate that cavitation is an elastic process and 

ontrolled by higher molecular weight molecules (longer relaxation times).  A 

ombination of the viscous and elastic properties of the adhesive dictated the 

final cavity size with a decrease in average size of the cavities with increasing 

molecular weight.16    The final extension and adhesive bond breakage was not 

separable in the narrow molecular weight polymers but was determined to be 

governed by chain disentanglement from studies conducted on other PSAs.16,19  

Shull’s research also concluded that due to the wide range of viscoelastic 

properties needed to provide the desired peel, shear, and tack properties, 

monodisperse polymer does not perform well as PSAs.16  While short relaxation 

times are necessary for flow of the adhesive around the substrate, the longer 

relaxation times are necessary to increase the tack, peel and shear strength.  

Other researchers have reported similar results to Shull’s work.1-3,15,22 

2.1.3.3  Crosslinking.  While a small amount of crosslinking is desirable in acrylic 

PSAs, extensive amounts of crosslinking PSAs typically increases the s ear 

strength, while decreasing peel and tack strength.2,3,8,15,22  Zosel reported that the 

UV-cros These 

results are partly due to the difference between the Me and molecular weight 

between crosslinks (Mc) of the PSA.  When Me < Mc, the PSA can entangle into 

the gel.  However, when Me > Mc, the gel fraction acts as a filler in the PSA since 

the crosslinks are too close together for the loose chains to entangle.10  Webster 

c

c

h

slinking of model PSAs with high Mes decreased its tack.13,23  
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and coworkers used what is typically a detrimental reaction, extensive 

crosslinking leading to a decrease in peel strength as an advantage.24-26  

Webster’s group utilized photoinitiated polymerization of pendant acrylate groups 

to crosslink a medical grade pressure sensitive adhesive.  The increase in the 

crosslink density decreased chain mobility and decreased the PSA peel strength.   

While crosslinking is detrimental to peel and tack, it is advantageous to PSA 

shear strength.  Shear strength is directly proportional to the zero-shear viscosity 

(whereas peel strength is not), which is influenced by the entanglement and 

crosslinking.  Thus, decreasing the Me (which increases entanglements) or 

increasing the crosslink density of the PSA increases the shear holding power 

while decreasing the peel strength.1,2,9,21   

2.1.4 Effect of Sample Preparation and Testing Parameters.   

While there are too many individual testing parameters influencing PSA 

properties to list them all, this section will describe a few of the more common 

effects.  The first of these effects is the adhesive thickness.   Similar to a number 

of the polymer parameters, adhesive thickness has opposite effects for peel and 

shear strengths.  Gent and Kinloch have reported that peel strength increases 

with increasing adhesive thickness, reaching a maxima before decreasing.  The 

position of the maxima relative to thickness depends on the contribution of plastic 

yielding in the backing material.27,28  As for shear strength, Charmeau and others 

have reported that the shear holding time is inversely proportional to the bond 

thickness.3,10,15,29    
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The choice of backing materials, backing material thickness and peel angle all 

affect the peel strength.  For example, increasing the thickness of the backing 

material increases the peel strength since the peel strength is directly 

proportional to the amount of adhesive under deformation and energy required to 

deform the backing material.15,27  As the backing material becomes thicker, more 

ene

tape. hat while the peel 

ene/aluminum 

lam

omes prominent and the peel strength begins to decrease.8,15,17,19,31   

 

rgy is required to deform the backing and more PSA is deformed at the crack 

tip leading to higher peel strengths, with a maxima occurring at a specific 

thickness depending on the substrates.27,30  The peel strength is also dependent 

on the peel angle and differs depending on the backing material.  Kaelble 

reported peel strength displaying two maxima, the first between 60 - 70° and the 

second near 180° for glass cloth 15  Kinloch reported t

strength increases with increasing peel angle for polyethyl

inates, the adhesive fracture energy remained constant.30  Gent reported that 

180° peel testing gave higher peel strengths than 90° peels for Mylar-backed 

adhesives(Figure 2-3).27  This was due a combination of increased plastic 

deformation in the backing material and causing a larger deformation in the 

adhesive resulting in greater energy losses.  The testing rate also influences the 

measures peel strength and tack.  As the testing rate increases, the material acts 

more elastic and a transition from cohesive to adhesive failure occurs 

corresponding to the transition from rubbery to flow behavior.  Once adhesive 

failure occurs, the peel strength increases with increasing peel rate until stick/slip 

failure bec
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Figure 2-3.  Effect of peel angle and peel rate on the work of adhesion for a 

device to remove effect of plastic deformation of the backing material.  Reprinted 

 

Mylar-backed adhesive.  The samples designated “with roller” employed a rolling 

from ref. 27 with permission of John Wiley & Sons, Inc. 
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2.1.5 Development of Hot Melt PSAs.   

here are currently three predominant classes of PSAs available today: 

solvent based acrylics, emulsions (aqueous based) and hot melt adhesives (SIS 

and SBS materials).1,2,32-40  Since the reduction in the use of solvents is 

environmentally desirable, emulsion and particularly hot melt adhesives are 

growing in popularity.  Hot melt adhesives have experienced particular growth 

compared to emulsion systems because of increased water absorption of the 

emulsion polymers due to the surfactants incorporated during polymerization and 

lower shear holding power due to a heterogeneous network morphology.10,21     

Hot melt adhesives are quite attractive due to their ease of use, high 

production speeds and lack of solvents.  Since tackifiers and plasticizers are 

necessary to make the hot melts usable as PSAs, a single hot melt base polymer 

can be formulated to provide an almost limitless range properties.  For these 

reasons, hot melt PSAs constitute that largest volume of the PSA market.1  That 

said, traditional hot melts do have a few drawbacks.  For example, unless the 

isoprene or butadiene blocks are hydrogenated, residual unsaturations in the 

po d 

The introd essed some 

of these difficulties.  For example, Kraton G-6919 is a four-armed star with two 

styrene-ethylene/butylenes arms and two isoprene arms.  The isoprene arms 

plasticize the system while the unsaturated ethylene/butylene arms increase the 

oxidative stability.  A second possible disadvantage to hot melts is inherently built 

T

lymer backbone are susceptible to oxidation that can lead to discoloration an

embrittlement.   

uction of radial polymers into the PSA market has addr
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into the polymer system, poor high temperature resistance is more difficult to 

ove

e 

req

ular weight) and the application of the adhesive to form a bond.  

Wit

rcome.  Since the adhesives are melt processed, high temperature could 

soften the poly(styrene) hard segments thus reducing the cohesive strength of 

the PSA.32,34,41  Researchers have crosslinked the block copolymers to increase 

the high temperature shear, but the crosslinking decreased the peel strength of 

the PSAs.33,42-44 

Acrylate-based polymers are also utilized in a number of PSA applications 

and are the only PSAs that are inherently possess high tack (due to their low 

Tgs), but low mechanical strength.1,2,10,21,45  Since high molecular weights ar

uired of acrylic-based PSAs in order to achieve good adhesive properties, 

these materials typically have high viscosities in the processing temperature 

regime.  As a result, acrylic PSAs are usually applied from an organic solvent 

rather than from the melt, which adds the additional processing step of solvent 

removal, and decreases line speed.  In order to reduce the use of solvents, a 

recent goal in the PSA field is to synthesize acrylic-based adhesives that are 

applicable as a hot melt adhesive.  In order to reach this goal, some type of 

molecular weight increase must occur between the processing of the acrylic 

PSA, (low molec

h development of UV curable hot melt PSAs and warm melt PSAs, 

researchers are attempting to formulate a melt processable acrylic adhesive.  

While there are few references of UV curable adhesives in the technical 

literature, there are a number of publications in the trade and patent literature. 

Various companies are developing two types of UV curable acrylic PSAs: hot 
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melt and warm melt PSAs.  Warm melt PSAs typically consist of a low molecular 

weight polyurethane acrylate, a mixture on acrylic monomers, tackifiers, 

antioxidants and a photoinitiator.35,37,46,47  The mixtures are coated near or 

slightly above room temperature, then photopolymerized/crosslinked with UV 

irradiation.  While these system show some promise, they have a number of 

shortcomings including high material costs, residual monomer after curing, low 

heat resistance, and low shear resistance.32-41  Researchers have attempted to 

increase the shear resistance via increasing the UV dose, however those 

attempts led to decreased peel strengths. 

One of the more promising UV-curable acrylic PSA was developed by 

Schumacher and coworkers at BASF.32-34,41,48-53  The line of PSAs (acResin) 

have melt viscosities as low as 10 Pa s at 140 °C, however use at over 150 °C is 

not recommended.54  Schumacher incorporated vinyl derivatives of a common 

photoinitiator (benzophenone) into the polymer composition.  When irradiated in 

between 220 and 280 nm, the benzophenone decomposes, forming a radical 

which then reacts with a tertiary carbon in the polymer to form a 

crosslink.34,53,55,56    This reaction increases molecular weight of the adhesive and 

begins to form a lightly crosslinked gel.  These researchers reported an increase 

in the gel fraction and cohesive strength with increasing UV dose, while the 

adhesive and tack decrease with UV dose.41   

Mehnert and coworkers further studied the photocrosslinking of the 

Schumacher UV-curable PSA with real-time FTIR.55,56  The authors found that 

while the reaction stopped as soon as the light was removed, the system was 
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easily overcured.  Figure 2-4 illustrates the effect of UV dose on the peel strength 

and shear failure temperature of the adhesive.  As the adhesive is irradiated, the 

peel strength increases to a maximum of ~13 N cm-1 (65 g m-2 at 200 mJ cm-2), 

before decreasing to less than 6 N cm-1 with continued irradiation due to 

increased crosslink density.  Conversely, the increased crosslink density 

increases the shear failure temperature of the PSA (inset of Figure 2-4).  In 

addition, the reaction rate and extent of reaction was significantly dependent on 

temperature.   

2.2 CURRENT TOPICS IN POLYMER PHOTOCHEMISTRY 

2.2

nitiated p

 free-radical species through the 

abs

.1 Photopolymerization 

The formation of polymers by photoi olymerization is the basis for the 

majority of the commercial applications of photopolymer technology.57  

Photoinitiated polymerization can result in a number of different reaction 

schemes including free radical, cationic, and living polymerizations.  Reiser and 

Fouassier have published comprehensive reviews of photopolymerization.58,59 

2.2.1.1 Photoinitiated Free Radical Polymerizations.  The most common type of 

photoinitiated polymerization is free radical polymerization.  The basic 

components of this reaction usually include acrylate or methacrylic monomers or 

oligomers, along with a free-radical generating photoinitiator.58,59  The 

polymerization begins with the formation of a

orption of light by the photoinitiators, then proceeds by a typical chain-growth 

mechanism or crosslinking.59-61 
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and shear failure temperature of the Schumacher UV-curable PSA.  Circles are a 

with permission of Federation of Societies for Coatings Technology. 

Figure 2-4.  The effect of adhesive thickness and UV dose on the peel strength 

coat weight of 65 g m-2 and triangles represent 130 g m-2.  Reprinted from ref. 56 
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A combination of laser induced photoacoustic calorimetry and molecular 

modeling has allowed Fouassier et al. to characterize the photocleavage reaction 

of eight acetophenone derivatives.62  Laser induced photoacoustic calorimetry 

uses a piezoelectric crystal to measure the acoustic wave formed after laser 

excitation of a sample.63  Fouassier was able to measure then compare the 

quantum yield of dissociation to the computed bond dissociation energy.  The 

authors reported that there was no correlation between quantum yield of 

dissociation to the photoinitiators bond dissociation energy.  Another interesting 

finding was that while the photoinitiators studied were known to be highly 

efficient, the quantum yields of dissociation Fouassier’s group measured were 

notably less than unity. 

Due to the speed of these reactions, much work has gone into discovering 

methods to better understand and characterize them.  Purvis and coworkers 

utilized differential scanning photocalorimetry (DPC) to study the photoinitiated 

polymerization of vinyl acetate and the phenomena of “stumbling 

polymerization.”64  The “stumbling” was observed as a splitting in the DPC curves 

and was thought to be indicative of a temporary cessation in the reaction.  Other 

DPC and solid state C13 NMR, the heat of polymerization and the number or 

remaining double bonds were determined for the 2,2-dimethoxy-2-phenyl-

acetophenone photoinitiated polymerization of 1,1,1-trimethylolpropane 

triacrylate.66  Decker has developed a novel RTIR method which allows for the 

new methods utilized for reaction characterization include real-time infrared 

spectroscopy (RTIR) and nuclear magnetic resonance (NMR).65,66  Combining 
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sim

photopolymerization of a model dental material to the 

cur

ultaneous measurement of both conversion and temperature changes during 

the photopolymerization of hexanediol diacrylate and a polyurethane-diacrylate 

photoinitiated with bis-acylphosphine oxide.65  In this work, the monomers and 

photoinitiator were sandwiched between two polypropylene films, which 

permitted for the measurement of temperature due to an increase in its 

absorbance at 842 cm-1 with increasing temperature.  Decker’s work showed that 

increasing the light intensity increased the reaction rate and temperature of this 

system; the higher temperature subsequently allowed for a faster conversion and 

a higher ultimate degree of conversion. 

Lovell et al. also utilized near-IR spectroscopy to correlate the double bond 

conversion during the 

ed adhesive’s flexural strength.67  Lovell et al. measured the near-IR spectra 

of the formulation immediately before and after the irradiation as well as 5 days 

after the irradiation to determine the extent of postcure in the system.  The 

conversion of the double bonds continued to occur after irradiation had ceased.  

On average, the final conversion (5 days after irradiation) was 5% higher than the 

conversion measured immediately following the irradiation of the adhesives.  The 

flexural strength of the adhesives tracked well with the double bond conversion 

and displayed a similar increase with time following the initial light exposure.  

Over 75% conversion of the double bonds was needed to provide a sample with 

a flexural strength over 80 MPa. 

In order to gain a better understanding of the effect of chain-length-dependent 

termination and chain transfer agents in photoinitiated polymerizations, Bowman 
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and coworkers have studied the photoinitiated polymerizations of 2-hydroxyethyl 

methacrylate (HEMA) lightly crosslinked with diethylene glycol dimethacrylate 

(DEGDMA).68  Bowman monitored the kinetics of the polymerization at various 

concentrations of chain transfer agents and initiation rates, i.e. different 

 concentrations of initiator.  Bowman’s group discovered a deviation from the 

accepted relationship (proposed by Pravednikov in the 1950’s) between the 

polymerization (Rp) and initiation rates (Ri), finding that the initiation rate had less 

of an effect on the polymerization rate than predicted.  Figure 2-5 shows a plot of  

 Bowman’s data.  The conversion is shown as a function of polymerization time  

mu

 the hydrogen bonding in the monomer.69  

Co

ltiplied by the initiation rate to the 0.38 power, a power function that is 

considerably less than the classically predicted value of 0.5 (Rp α Ri
0.5).  The 

addition of the chain transfer agent lessened the deviation from the predicted 

power function (0.5 power) and delayed the onset of diffusion-controlled 

termination.  The deviation indicated that it may not be desirable to use high 

intensity irradiations in an attempt to minimize processing times, especially in 

biomedical applications.  The use of high intensity irradiation can cause the 

formation of low molecular weight species that could be soluble and thus diffuse 

out of the construct, plasticize the system or affect the swelling behavior of the 

construct.68 

Coussens et al. recently reported an increase in the reactivity of acrylic 

monomers with an increase in

ussens et al. synthesized an array of monomers capable of hydrogen bonding  
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Figure 2-5.  Conversion versus time data for the photoinitiated polymerization of 
α 0.38 68HEMA and DEDGMA (99:1) with 1 wt% photoinitiator, scaled using Rp  Ri .  
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along with their non-hydrogen bonding controls.  In all cases, the monomers 

capable of hydrogen bonding displayed a higher Rp than those without the 

hydrogen-bonding capability.  The length of the alkyl ester spacer between the 

unreacted double bond and the hydrogen-bonding group also affected the 

polymerization rate, with longer spacing leading to decreases in Rp. 

 A number of new systems have also been recently synthesized.  In an 

attempt to reduce polymer photodegradation, Decker and coworkers combined a 

photopolymerized polyurethane-acrylate telechelic oligomer with a HALS radical 

scavenger and a phenyltriazine UV absorber to produce additives as UV-

resistant coatings.70  Once the coating was cured by 3 seconds of UV-radiation 

(80 W/cm2), it greatly increased the weathering resistance of a number of 

polymeric materials.  The coating was also used to recover photodegraded 

polymer and made the recovered polymer resistant to weathering.70  In another 

study on the formation of a different protective coating, Decker used sunlight to 

cure a mixture of acrylate monomers and an acyl-phosphine oxide photoinitiator  

in a PMMA (Mw = 126,000) or a styrene-butadiene matrix.71,72  Due to the 

consumption of free radicals by O2, sunlight induced free radical polymerizations 

a

styrene-butadiene matrix reduced the effect of oxygen inhibition and allowed for 

the formation of polymer films. 

Free-radical photopolymerizations have also allowed for the use of adhesives 

in harsh environments such as cold seawater.  With a slight modification to a 

traditional dental composite restorative formulation, Love and coworkers 

re typically inefficient.  In Decker’s study, the addition of the PMMA and the 
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prepared an underwater adhesive suitable for use at temperatures as low as 

1°C.73,74  Lap shear adhesive bond strengths as high as 2.5 MPa were measured 

with 30 seconds of irradiation (2.5 mW/cm2 at λ = 470 nm) on PMMA substrates 

at 1°C.  Lap shear strengths increased to a maximum of 4.5 MPa at 40°C and 10 

minutes of irradiation.  A modified version of the underwater adhesive was 

stu ed

hobicity of the core of the material and the rapid 

cle

di  for use as bone cement for total hip arthroplasties.75  

Photoinitiated polymerizations have also found a use in manufacturing 

microfluidic devices.  Fréchet and coworkers have successfully used the 

photoinitiated polymerization to make monolithic porous polymers.76,77  While 

porous polymers are typically produced by suspension polymerization, 

photoinitiated polymerization affords the preparation of the porous polymers 

within capillaries or channels of the device.  This advance allows for the 

preparation of monolithic materials with a wide variety of chemistries and 

porosities in a single step. 

Photoinitiated polymerizations have found acceptance in medical applications 

due to their rapid polymerization rates, spatial and temporal control, chemical 

versatility and solvent-free processing.78-81  Anseth and coworkers have studied 

photopolymerized methacrylated anhydrides (shown in Figure 2-6) for uses as 

degradable orthopedic materials.  The degradation of the orthopedic materials 

was controlled with the hydrop

avage of the anhydride linkages.  Since water cannot diffuse into the 

hydrophobic, highly crosslinked core, only the surface degrades and the  
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materials retain greater than 70% of their tensile modulus with more than 50% 

mass degradation.82  These polyanhydrides have also shown no adverse effect 

to local tissue when photopolymerized in 3 mm holes drilled into rat tibias and 

analyzed three days postimplantation.79 

 another biomaterial application, photoinitiated free-radical polymerization 

was used to create an adhesive and an insulating material for autonomic nerve 

activity recording.83  Currently, liquid paraffins and mineral oil are used to attach 

and insulate the metallic electrodes to nerve bundles.  However, the paraffins do 

not provide strong adhesion between the electrodes and the nerves, and 

therefore detachment of the electrodes can occur.  Electrodes were bonded with 

a photopolymerized 1,12-dodecanediol diacrylate with camphorquinone in 

 Vaseline® (utilized as a  mod ortic depressor nerve of a 

rabbit and nerve activity was measured.  The major advantage to a 

photop aterial 

can be photocured in small amounts and does not require the formation of a 

cavity around the recording site.  

2.2.1.2 Photoinitiated Cationic Polymerizations.  As previously mentioned, 

airborne free radical polymerizations can be inhibited by the presence of oxygen.  

The use of cationic mechanisms circumvent this problem since cationic 

photopolymerizations are insensitive to oxygen.71  Crivello and coworkers have 

sunlight cured fiberglass-epoxy matrices up to 2 mm thick in 25 min.84  This was 

accomplished by cationic photopolymerization of epoxidized vegetable oils and 

synthetic epoxy resins, which were initiated with diaryliodonium and 

In

viscosity ifier), onto the a

olymerized adhesive over the currently used methods is that the m
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triarylsulfonium salts.  More recently, Crivello has reduced diaryliodonium and 

triarylsulfonium salts by free radicals produced by the hydrogen abstraction 

reaction of photoexcited ketones to photopolymerize vinyl and epoxide 

monomers with long-wavelength and visible light.85 

2.2

done by photografting benzophenone on the 

.1.3 Photoinitiated “Living” Polymerizations.  Bowman and coworkers have 

experimented with the living photopolymerization of methacrylates.86-88  By using 

an iniferter such as 2,2-dimethoxy-2-phenylacetophonone in combination with 

tetraethylthiuram disulfide, this group synthesized polymers with narrow 

molecular weight distributions and no trapped radicals.  An iniferter is a 

compound that can initiate, chain transfer and terminate radical polymerizations.  

The polymerization proceeds in a stepwise fashion with reversible radical 

termination by tetraethylthiuram disulfide.  Bowman has photopolymerized 2-

hydroxyethyl methacrylate (HEMA), diethylene glycol dimethacrylate, and 

triethyleneglycol dimethacrylate using this or a similar method.  Bowman’s group 

has also performed living polymerizations to graft acrylic acid onto polypropylene 

(PP) membranes.89  This was 

surface of PP films, after which the monomer solution was added and the system 

was polymerized using UV irradiation.  Using this two-step method, the grafting 

density and the graft chain length can be controlled independently since the 

initiator formation and graft polymerization occur independently.  Figure 2-7 

illustrates the growth of the graft chains as a function of irradiation time. 
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Figure 2-7.  Average graft chain length versus irradiation 

permission from 89.  Copyright 2000 American Chemical Society. 
 at: o = 5 wt%, x = 10 wt% and ∆= 10 wt% acrylic acid.  Reprinted with 
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2.2.2 Photocrosslinking.   

Photocrosslinking causes the formation of insoluble and infusible polymer 

networks and offers a number of advantages over thermal crosslinking such as 

speed, low cost of materials and energy, the ability to selectively cure systems as 

well as solvent-free formulations.59,90-102  Photocrosslinked materials have found 

uses in photoresists, printing plates, inks, coatings, adhesives, biological and 

biomedical applications. 

2.2.2.1 Photoresists.  In reducing the environmental impact of current 

photoresists, researchers have studied water-soluble resists.  Fréchet has 

studied the photocrosslinking of sugar containing PMMA in an attempt to make 

environmentally friendly or “green” photoresists.99  The polymer crosslinks 

through the formation of glycosidic linkages and is able to resolve features on the 

order of 0.200 µm.  While these materials appear promising, they exhibit 

pooretch resistance with etch rates of 2,519 Å min-1 compared to 702 Å min-1 for 

commercial ped based 

on with 

hexamethoxymethylmelamine.100,103  This system had the same difficulties with a 

high etch rate, as did the sugar functionalized PMMA. 

2.2.2.2 Adhesives.  Photocrosslinking is also utilized in the adhesives industry, 

both for hot melt and pressure sensitive adhesives (PSAs).  In one study, a hot 

melt adhesive based on Kraton D (poly(styrene-b-butadiene-b-styrene)) was 

crosslinked using Irgacure 651 (2,2-dimethoxy-1,2-diphenylethan-1-one).43  The 

systems.  Another water-soluble photoresist was develo

the photocrosslinking of poly(vinyl alcohol) 
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crosslinking of the poly(butadiene) phase resulted in reduced peel strength and 

ydride, 2-ethylhexyl acrylate and n-butyl acrylate.  The 

eering and drug delivery.  

tack while having little effect on the surface energy of the system.   

A desirable property for a medical grade PSA is to adhere strongly when 

desired and release when desired with little or no trauma to the user 104.  

Webster and coworkers have developed a methacrylate functionalized PSA 

which can photocrosslink.24-26,105-107  This adhesive was synthesized by 

polymerizing itaconic anh

resulting terpolymer was then further reacted with HEMA to provide the 

functionalized PSA, and the photoinitiator, Irgacure 784, was added.  The 

chemical structure of the resulting PSA is shown in Figure 2-8.  Peel strength 

reduction was achieved via photoinitiated crosslinking of the pendent acrylate 

groups using irradiation with a halogen lamp and using sunlight.  The crosslinking 

decreased the energy dissipation during peel testing and thus reduced the peel 

strength.  Peel strengths were reduced by as much as 79% with 2 min of 

irradiation with higher light intensities having a greater effect on peel strength 

reductions as a function of time. 

2.2.2.3 Biomedical Applications.  Another new area of research for 

photocrosslinking includes the fields of tissue engin

Researchers have recognized that hydrogels possess the desired structure and 

mechanical properties of tissue engineered scaffolds.78  By combining 

poly(ethylene oxide) with a number average molecular weight (Mn) of 100,000 

g/mole, poly(ethylene oxide)-dimethacrylate with Mn = 3,400 g/mole,  a  
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L

otoinitiator and chondrocytes harvested from a calf femoropatellar groove, 

anger and coworkers have produced an injectable tissue engineered cartilage 

system.108  A schematic for the procedure of harvesting the cells, injecting the 

hydrogel into the mouse subcutaneously and transdermal photopolymerizing is 

shown in Figure 2-9.  By exposing the skin to 20 mW/cm2 of UV light (broadband 

source), the effective intensity of the light available to initiate the photoreaction is 

approximately 0.3 mW/cm2, an intensity sufficient for crosslinking in three 

minutes.79  At six weeks post-implantation, the hydrogels were removed and the 

construct’s glycosaminoglycan and collagen content were similar to other tissue 

engineered cartilage constructs.   

A photoreactive tissue engineered drug delivery system was produced by 

Anseth and coworkers based on triblock copolymers of poly(lactide)-b-

poly(ethylene glycol)-b-poly(lactide) and a graft copolymer of poly(lactide)-g-

poly(vinyl alcohol), both of which were endcapped with methacrylate moieties.109  

Pho ors at 36  nm.  The 

degradation of the networks and the release of bovine serum albumin were 

monitored as a function of time in phosphate buffered saline solution.  

Experimental results found that the compressive modulus of the networks 

decreased exponentially, while the swelling ratio increased exponentially with 

time during the degradation studies, indicative of network degradation. 

Trudel and Massia have recently studied the photocrosslinking of dextran and 

hyaluronan based hydrogels with the aim of using the hydrogels to aid in the  

tocrosslinking was initiated with a number of photoinitiat 5
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Figure 2-9. Schematic of the procedure for transdermal photopolymerization. 

Reprinted from ref. 108 with permission of Lippincott Williams & Wilkins. 
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ac

po

ceptance of cardiovascular implants. 110  Hyaluronan is an extracellular matrix 

lysaccharide consisting of repeat units of D-glucuronate and N-acetyl-D- 

 glucosamine with a molecular weight on the order of several million grams per 

mole.  Hydrogels were fabricated by dextran and/or hyaluronan derivatized with 

glycidyl methacrylate and mixed with a photoinitiating package of 2,2-dimethoxy-

2-phenylacetophenone and 1-vinyl-2-pyrrolidinone and crosslinked with UV light.  

The hydrogels were tested for cytotoxicity using vascular smooth muscle cells.  

Hyaluronan based hydrogels were found to be cytotoxic and caused cell 

migration from the hydrogels.  However, the hydrogels made from dextran or 

mixtures of dextran and hyaluronan were highly compatible with the smooth 

muscle cells in vitro and thus are possible candidates for cardiovascular drug 

delivery appliances. 

In a study undertaken to create a photocurable drug delivering tissue 

adhesive, Matsuda and coworkers first functionalized gelatin with styrenic groups 

containing pendent double bond moieties.111,112  The double bonds were 

ph e 

phot and 

in vivo drug delivery systems using a dye-conjugated protein as a deliverable.  

Figure 2-10 shows: (a) the fixation of the gel onto rat liver tissue, (b) the 

crosslinked gel three days post-implantation, (c) the stained cross-section of the 

liver showing drug penetration, and (d) drug delivery profile from the gel into 

phosphate buffered saline.  This study successfully produced an in situ 

photocrosslinkable tissue-adhesive that can provide localized drug delivery. 

otopolymerized with visible light using carboxylated camphorquinone as th

oinitiator.  The gelatin-based hydrog ls were tested as both transdermal e
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(a) (b) 

 
 

(c) (d) 

Figure 2-10.  (a) Visible light irradiation for hydrogel fixation to rat liver (b) the 

dye penetration into the tissue and (d) drug release profile from gel to PBS 

  

cured gel three days post-implantation (c) liver specimen cross-section showing 

solution. Reprinted from ref 111 with permission of John Wiley & Sons, Inc. 
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Matsuda and coworkers have also studied a number of other systems for use 

as tissue engineering scaffolds.113-116  In one such study, Matsuda used 

carboxylated camphorquinone as the photoinitiator to investigate the 

photocrosslinking of styrene-derivatized heparin and albumin.  The styrene-

derivatized heparin and albumin were photocrosslinked into an acrylic acid matrix 

grafted onto a polyurethane substrate.  Matsuda and coworkers found reduced 

platelet adhesion and an increased endothelial cell adhesion and proliferation to 

the constructs  with the albumin and heparin layers versus the bulk polyurethane.   

The increased adhesion of the endothelial cells may allow for better incorporation 

of the construct into the body if implanted and thus a more successful scaffold.116 

By attaching acrylic and styrenic groups to low molecular weight poly(ε-

caprolactone-co-trimethylene carbonate) (Mn=2,200 g/mol; also see 2.4.4.1) or 

polysaccharides, Matsuda has photofabricated constructs in various 

geometries.113-115  Figure 2-11 shows SEM micrographs of the tubular constructs 

prepared by irradiating polysaccharide mixtures containing 30 wt% styrene- 

derivatized gelatin and 5 wt% methacrylated heparin.  Stereolithography was 

us d 

pol er 

camphorquinone or benzophenone and visible or UV irradiation (50 mW/cm2) as 

shown in Figure 2-12.  The geometries formed include microbanks (Figure 

2-12a), microwells (Figure 2-12b), tubes (Figure 2-12c) and microneedles (Figure 

2-12d).114,115 

ed to produce various geometrical constructs using acrylated-endcappe

y(ε-caprolactone-co-trimethylene carbonate) in the presence of eith
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(a) (b) 

Figure 2-11.  SEM micrographs of the cross sections ((a) top view and (b) side 

Reprinted in part with permission from ref 113.  Copyright 2002 American 

 

view) of photofabricated tubular constructs fabricated by Matsuda and coworkers. 

Chemical Society. 
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(a) (b) (c) (d) 

mic d 
tereolithographic irradiation of -co-trimethylene carbonate) at 

h permission of John Wiley & Sons, 
Inc. 

 
 

Figure 2-12.  (a) microbanks, (b) microwells, (c) microcylinder and (d) 
roneedles photofabricated by Matsuda and coworkers using computer-aide

 poly(ε-caprolactones
488 nm. Reproduced from refs. 114,115  wit
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In another study, Anseth’s group increased cell attachment for tissue 

engineered heart valves using a photocrosslinkable mixture of poly(lactide)-g-

poly(vinyl alcohol) endcapped with methacrylate groups and heart valve 

interstitial cells.79,117  The mixture was crosslinked at 365nm for 10 min (5.0 

mW/cm2). Varying the number of lactide repeat units per side chain, macromer 

concentration and crosslink density controlled in situ degradation times.  

John and Morita have recently photocrosslinked terpolymers of poly(L-lactic 

acid-co-glycolic acid-co-L-serine) to produce biodegradable polymer scaffolds for  

 tissue engineering.  The terpolymer was first acrylated (structure is shown in 

Figure 2-13a) then photocrosslinked by three different methods.   

Photocrosslinking using solution and bulk methods resulted in a crosslinked 

network and a hydrophilic crosslinked network, respectively.  Morita also 

photocrosslinked the terpolymer in suspension with ethylene glycol 

dimethacrylate, which formed crosslinked beads.  An optical micrograph of the 

beads swollen in DMSO is shown in Figure 2-13b.    

2

a

egraded at reasonable temperatures (T < 200°C).119,120  In order to crosslink the 

polymer, the polymers included epoxy units, which can photocrosslink when 

initiated by photochemically generated acids.  The desired degradation occurs 

through tertiary epoxy linkages, which break down into carboxylic acids and 

alkenes upon heating above 180°C. The polymer 

  

118

.2.2.4 Reversible Structures.  Taking photocrosslinking a step further, Shirai et 

l. have designed a photocrosslinkable polymer, which can be thermally 

d
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serine) and (b) optical micrograph of the crosslinked beads swollen in DMSO, 

Copyright 1999 American Chemical Society. 

 

Figure 2-13.  (a) acrylated terpolymer poly(L-lactic acid-co-glycolic acid-co-L-

magnification approximately 50x.  Reprinted in part with permission from ref. 118.  
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Figure 2-14.  (a) Structure of a photocrosslinkable and thermally degradable 
polymer, (b) the crosslinked polymer, (c) the degradation products of polymer 

shown in (b)  and (d) degradation of film (b) with heating at (∆) 140°C, (o) 160°C 
and ( ) 180°C after development in methanol. Reprinted in part with permission 

from ref. 119.  Copyright 2002 American Chemical Society. 
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 (Figure 2-14(a)) was photocrosslinked (structure shown in Figure 2-14(b)) in the 

presence of 3.6 mol% of the photoacid generator 9-fluorenilideneimino p-

toluenesulfonate and was insoluble in tetrahydrofuran (THF).  The crosslinked 

polymer was then heated to between 140 and 180°C, the crosslinked polymer 

degraded resulting in the polymer shown in Figure 2-14(c).  Figure 2-14(d) shows 

the resulting crosslinked film thickness after baking the film and removing the 

soluble fraction in methanol. 

In a similar study, the same group synthesized photocrosslinkable, thermally 

degradable polymers from the repeat unit shown in Figure 2-14(a) and various 

sulfonated styrene derivatives.  Shirai et al. were able to photocrosslink the 

polymer with UV light and a photoacid generator.  The crosslinked polymers then 

degraded to water-soluble polymers after baking between 120 and 200 °C, 

depending on the structure of the sulfonate styrene monomer used. 

Recently, synthetic methods that enable the reversible tuning of molecular 

weights and crosslink densities of polymers via multiple hydrogen bonding have 

ge  

d  

synthesized a multiple hydrogen bonding oligomers, which grow linearly via the 

2-ureido-4-pyrimidone chain ends.  A sterically hindered chain stopper, i.e. a 

small molecule that hydrogen bonds to the chain ends, was then added to the 

chain-extended polymer.  Photocleavage of the o-nitrobenzyl ether protecting 

group, allowed for the formation of the neat chain stopper and resulted in the 

nerated significant interest.121-128  Meijer has also reported photo-induced

epolymerization of multiple hydrogen bonding polymers.124  Meijer first
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endcapping of the hydrogen bonded polymer and a reduction in apparent 

molecular weight.  

2.2.3 Radical Termination in Photoinitiated Free Radical Polymerizations.  

 Bowman’s groups has thoroughly studied postcure, specifically the 

termination mechanisms which affects postcure for highly crosslinked systems 

over the last 15 years.67,68,86,129-136  For highly-crosslinked photoinitiated 

polymerization reactions, there are typically three mechanisms of termination.  

The

 systems.136-

138 

 first is the traditional diffusion controlled termination method, while the 

second method is the unimolecular trapping of radicals.  However, the third 

method, bimolecular termination through reaction diffusion, is the dominant 

mechanism.136  In this case, the radical propagates through unreacted double 

bonds.   Bowman’s group applied Russell’s theory based on termination of 

poly(methyl methacrylate) at high conversions to highly crosslinked

 Russell proposed that the termination kinetics follow Equation 2-6: 

Equation 2-6.   apt
2

3
4π

 

t

a

a min

 

where, k (res) is the reaction diffusion controlled termination constant, p is the 

probability for two radical to come in close enough proximity to react, a is the 

root-mean-square end-to-end distance per square root of the number of 

monomer units and r  is the radical radius of interaction.136-138  The size of the 

radius of interaction (r ) was further defined to be limited by two extremes (R , 

Equation 2-7 and Rmax, Equation 2-8).137,138  The minimum value of ra occurs 

when the chain end cannot move on the same time scale as propagation due to 

raMpkresk ][)( =
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chain rigidity.  For this case, the ra is limited to the half-life of the Lennard-Jones 

diameter of the monomer (σ/2), which leads to the Rmin (Equation 2-7) value.  In 

wh

the second case (Equation 2-8), that of a flexible chain, ra depends on the a(jc)½, 

ere a (defined above) and jc is the distance between entanglements.  This 

Rmax value is used due to the increased mobility of the radical at the chain-as the 

last entanglement point of the polymer chains is its only limitation. 

Equation 2-7.   
π

min 3
2

 

 

2
13

3
4 jpaR π

=

68,136 -1

σ2paR =

max c  Equation 2-8.   

 

Bowman’s group has reported that the experimentally measured termination 

constant typically falls between the two calculated kt values using Rmax and 

Rmin.   Typical values for R are 2 L mol  for methacrylates and 3-5 L mol-1 for 

acrylates as methacrylates typically have stiffer chains.  These models only 

pertain to heavily crosslinked systems, not to polymers with low levels of 

136

crosslinking.  For lightly crosslinked systems, there is sufficient mobility for the for 

R to reach or exceed Rmax especially for crosslinking reactions performed above 

the polymer Tg.   Thus, the degree of postcure reported in the literature, is 

dependent on a number of factors including those cited above. 

2.2.4 Hydrogen Bonding and Photoreactions 

Recently, synthetic methods that enable the reversible tuning of molecular 

weights and crosslink densities of polymers have generated significant interest.  
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For example, the research groups of Meijer, Whitesides, Rotello, Long and 

others have pioneered the use of multiple-hydrogen bonding moieties and the 

introduction of the various moieties into polymers providing for reversible 

apparent molecular weights.122,124-126,139-142  In addition, Long and coworkers 

have recently studied thermally reversible multiple hydrogen bonding in telechelic 

poly(styrene), poly(isoprene), poly(styrene)-b-poly(isoprene), and randomly 

functionalized poly(acrylates).121,127,128 Although multiple hydrogen bonding in a 

telechelic and random fashion offers great promise, these supramolecular 

structures are typically exposed to higher application temperatures, which result 

in hydrogen bond dissociation and subsequent loss in apparent molecular weight 

and/or mechanical strength.   

Meijer reported photo-induced depolymerization of multiple hydrogen bonding 

polymers (Scheme 2-1).  Photodegradation of a sterically hindered multiple 

hydrogen bonding additive resulted in the endcapping of the hydrogen bonded 

polymer and a reduction in apparent molecular weight.124  Another interesting 

possibility is to combine the effects of hydrogen bonding and photoreactions to 

possibly construct a desired structure via hydrogen bonging and use 

photoreactions to lock the structure.  For example, Jeon et al. recently described 

the synthesis and photostabilization of self-assembled dendrimers.143  Meijer first 

synthesized the diacetylene-endcapped amide-urethane dendrons via the 

convergent methodology.  The dendrimers self-assembled in water forming 

lamellar or columnar structures depending on the dendrimer generation.   
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Scheme 2-1.  The photo-induced depolymerization of multiple hydrogen bonding 
polymers via the photocleavage of the o-nitrobenzyl ether group.   
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UV irradiation of the structures crosslinked and stabilized the structures so they 

ere no longer soluble in chloroform.  Similarly, Cao and coworkers utilized a 

layer-by-layer technique to construct self-assembled ultra-thin films of 

hydroxyphenol-containing polymers with diazoresin-containing polymers.144,145  

Films, as thick as 50 bilayers, were assembled via alternating layers of the 

hydroxyphenol-containing polymers (proton donor) with diazoresin-containing 

polymers (proton acceptor) in nonpolar solvents.  The films quickly dissociated in 

polar solvents.  However, the films crosslinked and thus became insoluble in the 

polar solvents upon irradiation with UV light or X-ray energy.  The proposed 

mechanism is shown in (Figure 2-15).  While the self-assembled films were 

initially insoluble in polar solvents, the photoreaction stabilized the films. 

2.2.5 Photoactive Groups.   

Matsuda and coworkers have studied the use of photoactive groups to 

crosslink liquid polymers to make 3-dimensional biopolymer constructs.111,112,146-

153  While their earlier work has focused on the use of coumarins, they have 

recently studied the use of phenylazides to crosslink ε-caprolactone and 

trimethylene linear, tri- and tetra-armed star copolymers.149  The reactions that 

phenylazides undergo, when irradiated with UV radiation, are shown in Figure 

-16(a).  After endcapping the copolymers with phenylazide groups, the authors 

surface p  of a 

honeycomb structure built by surface layering and photocuring individual layers  

  

w

2

tested the photocuring characteristics, prepared 3-D constructs and tested the 

 wettability and cell attachment and proliferation.  SEM microgra hs
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Figure 2-15.  Crosslinking mechanism leading to the crosslinking of the layer-by-
layer self-assembled films.145 
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(a) 

(b) 

 

 
 

Figure 2-16.  (a) the chain extension, crosslinking and surface fixation 
photoreactions of phenylazide when irradiated with UV irradiation and (b) SEM 
micrographs of photocured honeycomb patterned layered surfaces.  Reprinted 

with permission from ref. 149.  Copyright 2002 American Chemical Society. 
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of the 4-armed star and polylactide films are shown in Figure 2-16(b).  

Photocuring the constructs proved beneficial to the water wettability  and the 

adherence and growth of cells.  This is attributed to the increase in the ratio of 

nitrogen:carbon at the surface of the construct as demonstrated utilizing X-ray 

photoelectron spectroscopy.  When compared to coumarin endcapped 

copolymers, the phenylazide endcapped copolymers were less dependent on 

crosslinking rate as a function of light intensity and reacted faster than the 

coumarins.  Both advantages are afforded by the free-radical nature of the 

crosslinking with the phenylazide groups versus the [2π+2π] cycloaddition 

reaction utilized by the coumarin groups. 

Minsk and coworkers first reported polymer crosslinking through the 

photodimerization of cinnamate groups of poly(vinyl cinnamate) in the 1950’s.154-

158  Since then, photocrosslinking via photodimerization has been well studied for 

imides,159 furans,160-162 cinnamates,58,91,92,158,163-187 chalcones,188-190 

anthracene,58,180,191,192 acridizinium,58,193 stilbazolium salts,93,94 and coumarins 

58,146-148,150,170,171,194-236.  With the exception of the anthracene groups that 

dimerize via a [4π+4π] cycloaddition, the photodimerization of the other 

photodimerizable groups listed proceed by a [2π+2π] cycloaddition of ethylenic 

groups above 300nm.58,180  While this discussion only focuses on current 

photo and 

s  

tex

male

work on maleimides, furans, chalcones, anthracene, acridizinium, 

tilbazolium salts93,94, cinnamate and coumarins will be described later in this

t. 
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One unique photoactive system, that does not dimerize, has contributed to 

the development of optomechanical machines.  This group has utilized 

azobenzene chromophores in the backbone of a polymer to develop a polymer 

that can reversibly contract and expand upon irradiation at 365 and 420 nm, 

respectively.237  The contraction and expansion of the polymer is due to the 

cis/trans isomerization that azobenzene undergoes with irradiation.  The 

configurational change of a single polymer chain was shown to exert up to 500 

pN of force on AFM tips.  

Photoreversible hydrogels were recently synthesized in the form of a random 

terpolymer composed of n-isopropyl acrylamide, acrylic acid and acridizinium 

fun

238

n.  When the protein-polymer conjugate was irradiated with visible light, the  

 

ctionalized acrylic acid.193  The acridizinium group was chosen over the 

stilbazolium salts used in the same group’s previous hydrogel formulations due to 

increased dimerization speed and better photoreversibility.93,94,193  The authors 

were able to slightly, but reversibly, change the cloud point temperature and the 

lower critical solution temperature of a solution containing the terpolymer and 

water, which is important for microsystems that cannot be thermostated. 

Shimoboji and coworkers have recently synthesized novel photoresponsive 

Streptavidin proteins.   The photoactivity was added to the proteins via a thiol 

coupling reaction with the addition of azobenzene-containing polymers near the 

Streptavidin’s recognition site.  Figure 2-17 shows the photoactive polymer along 

with a schematic of how the photoresponsive polymer modulates the activity of a 

protei
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(a) 

(b) 

 

Figure 2-17.  (a) the photoresponsive polymer used to modify the Streptavidin 

the Streptavidin.  Reprinted with permission from ref 238.  Copyright 2002 
American Chemical Society. 

protein and (b) a schematic showing the use of light to modulate the activity of 
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photoactive azobenzene group caused the polymer to collapse, thus sterically 

hindering the binding of free biotin.  When the protein-polymer conjugate was 

irradiated with UV light, the polymer relaxed, allowing the binding of the free 

biotin. 

Gandini’s group has focused on the use of furans in polymers and have 

penned a recent review on the topic.160-162  In their most recent study, they 

attached a number of furan derivatives to poly(vinyl alcohol) via a terminal 

aldehyde functionality on the furan derivatives.  They were able to photodimerize 

up to 46% of the pendant furan groups polymers with 25 h of exposure from a 

500 W medium-pressure mercury lamp filtered to remove wavelengths below 300 

nm.  It is important to note that the furans (like the cinnamates) undergo a trans-

cis isomerization, which competes with the dimerization reaction during 

irradiation.173,239-241 

In addition to photoinitiated reactions previously mentioned, Decker et al. has 

 studied polymer photocrosslinking via the dimerization and free radical 

methodologies utilizing maleimides functionalized poly(methyl methacrylate).159 

Maleimides can undergo three different types of photoreactions when irradiated.  

The first of which is the [2π+2π] cycloaddition leading to the formation of a 

cy  

whe  a 

perfectly alternating copolymer when they are irradiated in the presence of a 

electron donating monomers such as vinyl ethers.  Decker concluded that the 

type of reaction that resulted greatly depended on the system.  For a copolymer 

also

clobutane ring.  They also can homopolymerize via a free radical mechanism

n exposed to UV irradiation in the presence of a photoinitiator or form
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of methyl methacrylate and maleimides, UV irradiation led only to inter and 

intramolecular cyclodimerization.  This was realized since the addition of a 

photoinitiator had no effect on the reaction rate.  In the case of mixtures of the 

maleimides and divinyl ether, UV irradiation formed a crosslinked alternating 

cop

ES IN

n crossl king through cinnamate dimerization, synthesizing reversible 

pol

olymer of the two monomers.    

2.3 CINNAMAT  POLYMERS 

As previously mentioned, Minsk and coworkers reported the first synthetic 

photoreactive polymers via the photodimerization of poly(vinyl 

cinnamate).158,163,165-167  Since the initial studies, cinnamates many researchers 

have studied the use of cinnamates in 

polymers.91,152,153,168,169,172,176,181,182,184,185,242-258 

Andreopoulos and coworkers have reported most of the recent published 

research o in

y(ethylene glycol) (PEG) hydrogels.92,177-179,181,211  The hydrogels are 

synthesized by the reaction of cinnamylidene acetyl chloride and the termini of 4-

armed PEG (MW=20,000) results in hydrogel formation.  The structure of the 

product along with a schematic of the reversible photodimerization is shown in 

Figure 2-18.  The reversible degree of swelling of the hydrogel caused by the 

reversible photodimerization/crosslinking in water is shown in Figure 2-19.  The 

data show that alternating the wavelength of irradiation can reversibly change the 

degree of swelling exhibited by the hydrogel.   

Andreopoulos has also studied the biocompatibility of these hydrogels and 

the photoimmobilization of organophosphorus hydrolase, an enzyme that 
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Figure 2-18.  (a) the cinnamate modified PEG hydrogel and  
(b) schematic of the reversible dimerization.  

 
92,177,178
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Figure 2-19.  Degree of swelling of cinnamate PEG hydrogels as a function 
 of irradiation wavelength; (a) 2 h of >300 nm irradiation; (b) 2 h of >300 nm +  

2 min of 254 nm irradiation; (c) 1 h of >300 nm + 2 min of 254 nm + 1 h of >300 
nm;  (d) sample “c” + 2 min of 254 nm. (e) sample ”d” + 1 h of >300 nm. 

Reprinted from ref. 177 with permission from John Wiley & Sons.  
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degrades pesticides.92,178  In similar studies, Andreopoulos used nitrocinnamate 

or anthracene groups attached to an eight-arm PEG hydrogel in an attempt to 

increase the sensitivity of the reversible hotoreaction.  Environmental scanning 

electron microscopy (ESEM) of the hyd  

optically demonstrated changes in the surface of the hydrogels upon irradiating 

the system.181  Figure 2-20 contains the ESEM micrographs of the PEG 

hydrogel.  Examination of the micrographs reveals that the surface of the as 

prepared hydrogel is rough (Figure 2-20(a)) then becomes smooth with large 

pores upon photodimerization of the cinnamate groups.  Finally, the hydrogel 

reverts to its initial rough topology upon photocleavage of the cinnamate groups.  

Both of the materials demonstrated photosensitivity slightly better than the 

cinnamate modified PEG hydrogel as measured using UV-Vis 

spectroscopy.180,181 

Nanjundan et al. studied the synthesis and photocrosslinking of polymers 

containing bromo-substituted cinnamate derivatives.255  They synthesized a 

me lly 

y  

yields o lvents 

to test their applicability as negative photoresists. 

 an effort to synthesize thermosetting polymers from renewable resources, 

Esen et al. reacted epoxidized soybean oil with cinnamic acid yielding 

photocrosslinkable soy-based polymers.256  The reaction between the epoxidized 

 

 p

rogels containing nitrocinnamate groups

thacrylated cinnamate monomer which was then polymerized free radica

ielding polymers of high molecular weights (Mn = 20,800 and Mw = 40,300) and

f up to 45%.  The polymers were en crosslinked in a variety of so th

In
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(a) 

 

(b) 

 

(c) 

Figure 2-20.  ESEM micrographs of nitro innamate modified PEG hydrogels (a) c
as cast, (b) after photodimerization and (c) after photocleavage. Reprinted from 

ref. 181  with permission from John Wiley & Sons.  
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soybean oil and cinnamic acid was highly successful; averaging over three 

cinnamate groups per triglyceride molecule.  The macromer was then reacted via 

a number of methodologies including and UV crosslinking via photodimerization 

and free radical homopolymerization or copolymerization initiated with an 

epoxide initiator.  Esen successfully copolymerized the macromer with vinyl 

acetate, styrene and methyl methacrylate.  The styrene-containing copolymer (25 

wt% styrene) was the most promising displaying two Tg at 54 °C and a small 

shoulder from the triglyceride at 0 °C (DSC).  The insoluble and infusible polymer 

had good mechanical properties with a storage modulus of 3 x109 Pa at room 

temperature.  

Mashiko et al. recently used direct irradiation and triplet energy transfer to 

crosslink cinnamate endcapped dendrimers.252  They synthesized first, third and 

fifth generation poly(propylene imine) dendrimers, which were subsequently 

endcapped with cinnamoyl chloride.  Irradiation of the dendrimers at 313 nm 

predominately isomerized the cinnamates (trans to cis) on the first generation 

dendrimer, while it promoted photodimerization of the cinnamates on the third 

and fifth generations.  Steric hindrance of the cinnamate groups was the 

proposed explanation of this effect.  The addition of Michler’s ketone to the 3rd 

and 5th generation allowed for dimerization of the cinnamate groups with 

irradiation at 365 nm.  The Michler’s ketone absorbs the 365 nm energy and 

transfers the energy through the dendrimer via a double electron exchange of 

b  

(cinnamate). 

oth the HOMO and LUMO from the donor (Michler’s ketone) to the acceptor
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Scanning tunneling microscopy (STM) is an important tool to study a number 

of different self-assembled monolayers at the graphite/liquid interface.182,259-261  A 

self-assembled monolayer of oligomeric cinnamates (see Figure 2-21(a) for 

structure) and its [2+2] photodimerization were studied by STM.  An STM image 

of the dimerized cinnamate, irradiated for at least 10 min. (λ=300 nm), is shown 

in Figure 2-21(b).  Although cinnamate dimerization was not expected to occur 

due to the theoretical packing structure, the cinnamates dimerized due to 

fluctuations in the packing of the molecules.182 

 

2.4 COUMARINS IN POLYMERS: FROM LIGHT HARVESTING TO 

71,208,262

158,163,165-167

free-radical polymerization of acrylates.263 

 

PHOTOCROSSLINKABLE TISSUE ENGINEERING SCAFFOLDS 

Scott R. Trenor, Allan R. Shultz, Brian J. Love, and Timothy E. Long 
 

Reproduced with permission from Chemical Reviews, in press.  Unpublished 

work copyright [2004] American Chemical Society. 

 
2.4.1 Introduction.   

The use of polymer photoreactions dates back some 4,000 years to when 

ancient Egyptians and Babylonians used sunlight to photocrosslink linens during 

mummification and to waterproof papyrus boats via the photopolymerization of 

an asphalt oil.   The first synthetic photoreactive polymers resulted from 

work done by Minsk and coworkers on the photodimerization of poly(vinyl 

cinnamate).   Soon afterwards, Plambeck developed and patented the 

photoinitiated 
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(a) 

(b) 

 

Figure 2-21.  (a) Structure of the oligomeric cinnamate studied and 
 (b) STM image (10.7 x 10.7 nm2) of the dimmer.  Yellow lines are  

alkyl chains and red arrows point towards the dimer core.  Reprinted with 
permission from ref. 182.  Copyright 2001 American Chemical Society. 
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The uses for coumarins are as diverse as the structures of the 800 different 

derivatives in the coumarin family.  Coumarins are used in the fields of biology, 

medicine and polymer science.  They are also present or used in perfumes, 

sunscreens, sweeteners, cigarettes, alcoholic beverages, laser dyes and were 

linked to a number of cases of homicide and suicide in Korea.207,264-283   

This review will focus on the use of coumarin and coumarin derivatives in 

polymers.  First, an overview of coumarin and coumarin derivatives is presented, 

followed by a discussion of the use of coumarin containing polymers in electro-

optical studies, the development of photoreversible polymer systems, the use of 

coumarin in biopolymer studies, and the use of coumarins in other systems. 

2.4.1.1 Coumarin, Coumarin Derivatives, and Properties.   Coumarin (Figure 

2-22a), was first reported and isolated in the 1820’s, recognized as the hay-like 

sweet aroma of the tonka bean.264,269  Since then, more than 1000 derivatives 

have been investigated with naturally occurring coumarin derivatives isolated 

from over 800 species of plant life.  Most of the coumarin derivatives have at 

least one additional oxygen atom at one or more of the six other available 

positions (i.e. positions 3 - 8 in Figure 2-22(a)), with all except for approximately 

35 deriv on, 7-

hydro ften 

considered the “parent” of the more complex coumarins.  For earlier reviews on 

individual coumarin derivatives, their biological action, and occurrences, the 

reader is referred to reviews by Murray et al., Nielsen, and O’Kennedy et 

al.266,268,269,284  

atives being oxygenated at the seventh position.   For this reas269,284

xycoumarin, shown in Figure 2-22(b), also known as umbelliferone, is o
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hydroxycoumarin. 
Figure 2-22.  Structure and numbering scheme of (a) coumarin  and (b) 7-
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di

m

he uses for coumarins are as diverse as the structures of the over 1000 

fferent derivatives in the coumarin family.  In addition to the previously 

entioned uses, coumarins are well documented as therapeutic agents and have 

been used as medicines in ancient Egypt and in aboriginal cultures.266,267,284-292  

One example, warfarin, is the most prescribed anticoagulant on the market.293-295   

Recent medicinal research has focused on the use of coumarin derivatives as 

Anti-HIV agents.  A recent review by Yu and coworkers described the study of 

over 150 coumarin derivatives and their efficacy in fighting HIV.  Some of the 

derivatives have effective concentrations (EC50) 180,000 times less than that of 

AZT, though poor water solubilities have hampered further testing and 

development.296 

The ability of coumarin to reversibly photodimerize and subsequently 

photocleave (to be described in section 2.4.1.4) was studied as a possible 

controlled drug release mechanism.297,298  Tanaka and coworkers synthesized 

mesoporous silica substrates with coumarin groups attached to the pores.  A 

model drug, cholestane, was impregnated into the coumarin functionalized silica 

substrates and was released when the silica substrates were washed without 

irradiation.  If the impregnated s diated above 300 nm and then 

washed, the substrate failed to release the cholestane since the photodimerized 

coumarin now blocked the pores. With subsequent re-irradiation at 250 nm, the 

coumarin dimers were photocleaved and the cholestane was released with 

washing.  This model system worked well, but other systems may fail if the drug, 

pore, and coumarin dimer size are not matched. 

ubstrates were irra
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2.4

nones to synthesize 4-methylcoumarin derivatives.301,302   

.1.2 Synthesis of Coumarin and Coumarin Derivatives.      Simple coumarin 

derivatives are naturally derived as a derivative of cinnamic acid via the 

shikimate-chorismate biosynthetic pathway.284  Briefly, trans-cinnamic acid is 

hydroxylated, glucosylated and isomerized to the cis-2’-glucosyloxycinnamic 

acid, resulting in the bound form of coumarin (coumarinyl glucoside).  Coumarin 

derivatives were first synthesized via the Perkin reaction in 1868 and many 

simple coumarins are still derived from this method.  In the early 1900’s, the 

Knoevenagel reaction emerged as an important synthetic method to synthesize 

coumarin derivatives with carboxylic acids at the 3 position.299,300  Later, 

researchers condensed ethyl cyanoacetate and various o-

hydroxyacetophe

Recently, the Pechmann reaction was utilized in conjunction with 

Nafion®/silica nanocomposites as catalysts to synthesize 7-hydroxycoumarin 

derivatives.303  Via a reaction of resorcinol and ethyl acetoacetate, 7-hydroxy-4-

methylcoumarin was synthesized at yields of 81-96% with high recyclability of the 

Nafion®/silica nanocomposite catalysts.  A more recent scheme that was utilized 

to synthesize coumarin derivatives is ring-closing metathesis using the Grubb’s 

catalyst.304  De Kimpe and coworkers synthesized six coumarin derivatives 

starting with phenolic compounds which then underwent O-allylation followed by 

an o-Claisen rearrangement, base-induced isomerization, acylation with acryloyl 

chloride and finally ring-closing metathesis. The yields of the five-step reaction 

ranged from 70 to 90%.    
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While coumarin derivatives are readily synthesized by the aforementioned 

reactions, most require harsh reaction conditions and non-environmentally 

friendly solvents.  Sartori et al. have reported “greener” reaction schemes utilizing 

recyclable catalysts and water as the solvent.305-307  Sartori modified the 

Knoevenagel reaction, using montmorillonite clays as catalysts, to synthesize 

coumarin-3-carboxylic acids with yields ranging from 50 to over 90%.  Their 

research indicated that the clays serve as a ditopic catalyst with both acidic and 

basic sites.  They proposed that the basic sites activated the Knoevenagel 

reaction, while the acidic sites promoted α-pyrone ring formation via 

transesterification.  Sartori’s group has also studied the use of water as a solvent 

to synthesize 3-carboxy coumarins via a reaction between Meldrum’s acid and 

sal

ce.207,274-276,279-282,309-317   

 

icylaldehydes.  The reactants were refluxed in water for 10 h with yields above 

78%.  Their proposed mechanism included nucleophilic attack of the active 

methylene (on Meldrum’s acid) to the carbonyl group of the salicylaldehyde 

followed with dehydration leading to the coumarin derivative.   

2.4.1.3 Photophysics and Fluorescence.  Coumarin and its derivatives show 

sufficient fluorescence in the visible light range to be used in laser dyes and 

organic LEDs.271,274-278,280,308  Figure 2-23(a) shows the fluorescence, 

phosphorescence, and polarized phosphorescence spectra of coumarin in 

ethanol when irradiated at 320 nm.  Researchers have studied the photophysics 

of coumarin compounds since the 1940s due in part to the tunability of their 

absorbance and fluorescen
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(a) 

(b) 

 

 

nm)  and polarized phosphorescence (inset) of coumarin in ethanol when excited 
with irradiation at 320 nm.  Reprinted with permission from .  Copyright 1973 
American Chemical Society.   (b) the effect of pH on the fluorescence spectra of  

Figure 2-23. (a) the phosphorescence (left of 450 nm), fluorescence (right of 450 

311

7-hydroxy-4-methylcoumar ion with KCl and HCl as pH  
) to 10.5 (curve (d)). Reprinted from ref. 282 with 

permission from Elsevier. 
   

in in MeOH-H2O solut
increases from 1 (curve (a)
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In the late 1950s, Wheelock showed substitutions on the coumarin structure 

shifted the fluorescence band.310  For instance, adding a methyl group to the 4-

position of 7-hydroxy- or 7-methoxycoumarin red shifts (i.e., shifts to longer 

wavelengths) the fluorescence spectra.  Wheelock’s results showed that the 

addition of electron-repelling groups in the 4, 6, or 7 position or electron-

attracting groups in the 3 position all shift the fluorescence band to longer 

wavelengths.  When the carbonyl is substituted with a thione, the absorbance 

was red shifted and the fluorescence was quenched.207,281   

Changing the solvent or the solution pH also affected the fluorescence 

spectra.  The effect of solution pH on 7-hydroxy-4-methylcoumarin is shown in 

Figure 2-23(b), illustrating that increasing the solution pH raised the fluorescence 

intensity.282  As for the solvent, Jones and coworkers studied the effect of 

changing the solvent polarity on 13 coumarin derivatives.  They found that 

increasing solvent polarity red-shifted the absorbance as well as red-shifted and 

broadened the emission of the coumarins due to increased hydrogen bonding.275  

In a similar study, Sharma et al. studied the excited-state properties of 4- and 7-

substituted coumarin derivatives.  They also observed that solvent polarity shifts 

both the emission and absorption peaks, with a greater shift observed in the 

emission spectra.  This indicated that the excited state dipole moment of the 

2

co  

sunlight to irradiate couma or over 2 years.195  The 

solute molecule was greater than the ground state dipole moment.318 

.4.1.4 Photodimerization and Photocleavage.  The photodimerization of 

umarin was discovered by Ciamician and Silber in 1902, when they used

rin dissolved in alcohol f 
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dim

four possible dimers 

form

 c umarin and 

erized product exhibited a melting point of 262 °C, much higher than the 

original coumarin melting temperature of 68 – 70 °C.195,220  In 1904, Ström 

reported a dimer with a melting point above 320 °C.220,319  Since the first two 

studies reported two different melting points, it was not resolved until Schenck 

and coworkers observed that both structures were in fact dimers of coumarin.220  

Schenck used 1H NMR spectroscopy to determine the structure of the four 

possible dimers that were produced from the irradiation of coumarin at different 

reaction conditions.  Figure 2-24 shows the structure of the 

ed from the UV irradiation of coumarin.  

The actual coumarin dimer formed on irradiation depends on the combination 

of dose, solvent, and coumarin concentration.  The structure of the dimer 

resulting from irradiation was contested in the late 1960s and early 1970s by the 

research groups of Schenck, Morrison Anet, and Hammond.212,214,220,224,320,321  

They concluded that the dimer formed via the [2πs+2πs] cycloaddition formation 

of a cyclobutane ring.  The combined results of their studies indicated that 

coumarin irradiation yielded mainly three products: the syn head-to-head dimer 

(Figure 2-24(a)), the anti head-to-head dimer (Figure 2-24(b)), and the syn head-

to-tail dimer (Figure 2-24(c)).  At high concentrations, the coumarin singlet reacts 

with a ground-state coumarin and forms the syn head-to-head dimer, while at low 

concentrations, inefficient intersystem crossing produces the triplet o

the anti head-to-head dimer is formed.221   
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Figure 2-24.  The four isomers resulting from the photodimerization of coumarins 

head-to-head dimer, (b) anti head-to-head dimer, (c) syn head-to-tail dimer and 

 

 

 

 

 

 

 

(d) 

(coumarin top and 7-hydroxycoumarin below) using different conditions. (a) syn 

(d) anti head-to-tail dimer.212,214,220,221,224,322 
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The reaction scheme in Figure 2-25 summarizes the UV radiation induced 

formation of the coumarin photodimers.  In polar solvents, the singlet state is 

favored, resulting in the formation of mostly syn photodimers, while nonpolar 

solvents or the addition of photosensitizers such as benzophenone lead to mostly 

anti photodimers.200,212,214,219,221,224,322,323  The heavy-atom effect becomes 

important with chlorinated solvents.  It reduces the concentration of the excited 

singlet state coumarins by reducing the lifetime of the excited singlet.  The 

shorter lifetime is due to a shift in the equilibrium of molecular spin and orbital 

motions, making the spin change more desirable and thus reducing the lifetime of 

the singlet excited states.  The smaller singlet concentration increases the 

relative concentration of excited triplet state coumarins, thus pushing the dimer 

equilibrium toward the anti products.200,214,224  Belfield and coworkers have 

recently studied the two- ton dimerization of 5,7 ethoxycoumarin as 

324

f  

with the traditional . 

esearchers have also studied the solid-state dimerization of coumarin 

compounds both in the bulk and in inclusion complexes. 218,222,223,322  In one such 

study, Brett and coworkers studied the photodimerization of 7-hydroxy-4-

methylcoumarin in a β-cyclodextrin complex.  The host β-cyclodextrin materials 

allowed for the positioning of the reactive double bonds on the coumarin to be  

 

pho -di-m a 

model for psoralen enone photochemistry.   They found that ratios of the dimer 

ormed, via two-photon excitation at 650 nm, were similar to the ratios achieved

single-photon UV exposure 

R
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Figure 2-25.  Reaction scheme leading to the dimerization of 

 
coumarin.200,212,214,221,224 
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3.5-3.7 Å apart and aligned parallel to adjacent coumarin groups.  Upon UV 

irradiation for 7 days, the coumarins dimerized forming the anti-head to tail dimer 

as observed using X-ray crystallography.322 

amamurthy et al. studied the solid-state dimerization of 28 coumarin 

derivatives.218  Figure 2-26 shows their results in the form of dimer yield as a 

function of irradiation time.  Of the 28 coumarin deriv tives stu 2 formed 

dimers in the solid state.  From their measurement using 1H NMR spectroscopy, 

thin-layer chromatography, and X-ray analysis, they resolved several conditions 

for promoting solid-state dimerization, such as close proximity of the double 

bonds.  Ramamurthy found that a double-bond separation of less than 4.2 Å was 

necessary for most coumarin The exception p -

chlorocoum loro and 

acetoxy groups also enhanced dimer formation by “steering” the double bonds 

into the correct position, but no explanation on how this is accomplished was 

provided.218   

Delzenne and Laridon first studied the photodimerization of coumarin groups 

attached to polymers in the mid 1960s.208  This group studied copolymers of ethyl 

acrylate and 7-acryloxycoumarin, poly(hydroxyethers) with coumarin derivatives, 

and partially hydrolyzed poly(vinylbutyral) modified with 6-coumarin sulfonyl.  

They were able to photocrosslink the polymers through the coumarin moiety to 

form insoluble networks where the light sensitivity of the polymer was directly 

proportional to the degree of coumarin substitution. 

R

a died, 1

 derivatives.  roved to be 7

arin, which dimerized with separations up to 4.5 Å.  Ch
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F
using a 450 W medium pressure Hg arc lamp, as measured using 1H NMR.  

Society. 

igure 2-26.  Dimer yield for various coumarins as a function of irradiation time 

Reprinted with permission from ref. 218.  Copyright 1985 American Chemical 
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di

chenck and coworkers first discovered the photocleavage of a coumarin 

mer during their research on the dimerization of coumarin.198,202,220  However, 

the photoscission reaction has not been studied as extensively as the 

dimerization reaction.  Most of the references in the literature on the 

photocleavage of cyclobutane dimers points toward work by Lamola on the 

photocleavage of thymine dimers.235,325   

Cyclobutane photocleavage has been studied to some extent by Hasegawa 

and coworkers.235,326,327  The generic photocleavage reaction scheme is shown in 

Figure 2-27.  Cyclobutane rings that are formed from coumarin dimerization 

undergo symmetric cleavage.  Several interesting trends emerged from their 

studies.  All of the compounds that have stable 5- or 6- membered rings attached 

to the cyclobutane ring cleaved, preserving the more stable ring.  For the dimers 

without stable rings, the symmetric or asymmetric cleavage that resulted was due 

to either steric repulsions or other repulsions between neighboring groups.235  

Coumarin photodimers have also been cleaved via a two-photon excitation to

c  

co a 

Nd:YAG laser at 532 nm to cleave the coumarin dimers.  While they were able to 

quantitatively cleave the dimers, the dose necessary for the reaction was 

approximately 9.0 kJ at 532 nm, whereas for the same unit area less than 500 

mJ was necessary to cleave the dimer at 266 nm.328 

  

 

 

ircumvent difficulties encountered when attempting to irradiate at 254 nm, i.e.,

mposite layers with high UV absorptions.  Kim and coworkers utilized 
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Figure 2-27.  Symmetric and asymmetric cleavage of cyclobutane compounds 

 

 

formed via photodimerization.235,326,327 

+
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2.4.2  Coumarins in Electro-optical Studies. 

2.4.2.1 Liquid Crystalline Polymers.    A number of researchers have reviewed 

polymeric liquid crystals, and the liquid crystals have recently attracted 

considerable attention due to the combination of polymer-specific properties and 

the unique anisotropic behavior of liquid crystalline (LC) molecules.131,329-336  The 

introduction of polymers into LC systems can increase the mechanical strength 

and may considerably change the LC phase behavior.  Photoinduced alignment 

control has also been the fo tivity due to the ability to 

induce structural and orientational alterations of the macromolecules that are 

localized at the surface of the construct.225   

 

mechanical rubbing/buffing to induce the desired orientation and thus LC 

alignment.  The use of photoalignment techniques eliminates the need for the 

mechanical buffing of the films used as LC substrates, which can damage the 

construct.217  Photocrosslinkable  liquid crystalline polymers (LCP) have the 

added advantage of containing both photoactive groups and mesogens in their 

structures.336   In particular, photocrosslinkable side chain liquid crystalline 

polymers (SCLCP) are useful in manufacturing information storage devices, 

nonlinear optical devices, aligned membranes for permeation of drugs and 

gases, and flat television and computer displays.336,337   

Work on coumarin SCLCPs began with the work of Schadt and coworkers 

who studied LC alignment patterns with bias tilt angles.337  Using the polymer 

and photoalignment reaction shown in Figure 2-28, they bypassed the abrasion 

cus of recent research ac

Most of the polyimide films currently used as LC substrates necessitate
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process and produced a film, which was optically and thermally stable to 200 °C.  

of other coumarin SCLCPs studies. 

171,

omogeneous alignment.  

The

When coumarin side chains were used, the tilt angle changed from perpendicular 

to the electric field vector (Ê), as with the use of cinnamate side groups, to n 

(shown in Figure 2-28) which is a function of Ê and k, the angle of the incident 

UV radiation.337-339  The tilt angle of the coumarin SCLCP was adjustable from 0° 

to 90° by changing the polarization of the light.  Coumarin SCLCPs performed 

better than cinnamate SCLCPs as the cinnamate SCLCPs undergo a competing 

cis/trans isomerization in addition to the [2+2] photodimerization, which leads to 

added complications.171,225,242   

Schadt’s publication spawned a number 

216,217,225,233,242 Obi and coworkers studied the factors that affected the 

alignment of coumarin SCLCPs using a polymer similar to the one used by 

Schadt.225  Obi’s study defined the R group in the side chain as (CH2)n with n = 0, 

2, or 6.  The results of their study on the polymer with n = 2 is shown in Figure 

2-29.  Figure 2-29(a) is a plot of UV absorption versus wavelength, and shows 

the decrease in absorbance at 320 nm resulting from the dimerization of the 

coumarin group.  As the coumarin dimerizes, the level of unsaturation decreased 

due to the formation of crosslinks between cyclobutane rings.  Figure 2-29(b) 

illustrates the influence of irradiation on the azimuthal orientation of a LC cell.  

With an irradiation of 10 mJ/cm2, the LC cell shows h

 results from this study indicated that the coumarins photodimerized without 

any side reaction (such as the isomerization observed with the use of  
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Figure 2-28.  Side chain LCP used by Schadt and coworkers where n = director 
direction and R = unspecified side chain spacer.  
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(a) 

 

(b) 

(c) 

 

  

 

irra iation at 3 di tion time).  (b) 
Percent transmittance of linearly polarized light as a function of LC cell rotation 
angle after exposure doses of (ο) 5 mJ/cm2 and (•) 10 mJ/cm2.  (c)  The circular 
diagram absorbance of a dichroic dye in an LC cell (coumarin SCLCP with n=0) 

after exposure doses of (ο) 1 J/cm2 and (•) 10 J/cm2.  Reprinted in part with 
permission from ref. 225.  Copyright 1999 American Chemical Society. 

 
Figure 2-29.  Coumarin SCLCP (n=2).  (a) UV absorbance change with 

13 nm (arrows indicate trends with increasing irra ad
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cinnamates).  Additionally, an increase in dimerization speed was observed with 

increasing spacer length, a result attributed to increased molecular mobility.    

Obi’s study revealed that the alignment direction of the coumarin SCLCP 

without a methylene spacer (n = 0) changed on prolonged polarized irradiation.  

With short irradiation times, the film’s orientational alignment was parallel to the 

polarization direction (P).  With further irradiation, the alignment degraded prior to 

adopting an alignment perpendicular to P.  Figure 2-29(c) shows the circular 

diagram of absorbances of a dichroic dye in a LC cell fabricated from the SCLCP 

polymer with n = 0 and the direction of the electric vector of the incident light.  

The change in the shape of the plot indicated a reorientation of the LC from one 

that was parallel to the vector to one that was perpendicular.  The polymers 

which were synthesized with two and six methylene spacers, displayed no 

change in orientation and remained aligned parallel to P.217,225 

Jackson and coworkers further studied orientation changes using the 

coumarin SCLCP shown in Figure 2-30(a).216,217,244,340  These researchers found 

that the  alignment direction of the polymer was aligned parallel to P at small 

exposure doses (<0.72 J/cm2), while the alignment switched to one perpendicular 

to P at a higher dose of 0.72 J/cm2.   This jump from parallel to perpendicular is 

plotted Figure 2-30(b) as the change in Φ, the angle between the LC alignment 

direction at the photoaligned surface and the polarization direction of the incident 

o  

  

beam.  Based on birefringence, FTIR spectra, and anchoring data as a function 

f UV exposure, Jackson hypothesized that the parallel alignment was due to the 
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Figure 2-30.  (a) Polymer and reaction studied by Jackson and coworkers and 

irradiation at λ = 300.5nm.  Reprinted with permission from ref. 217.  Copyright 

 

 

 (b) LC alignment direction measured with respect to P as a function of UV 

2001 American Chemical Society. 
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initial photocrosslinking of the dimers.  Changes in the FTIR spectra coupled with 

the low birefringence of the system led to the conclusion that photocrosslinking 

saturated after approximately 40% of the side chains had dimerized.  As the 

polymer was exposed to more energy, the birefringence and anchoring energy 

increased.  In addition, the alignment switched to one perpendicular to P, due to 

possible photodegradation of the nondimerized and photodimerized side chains. 

The photodegradation of the dimerized side chains entails the breaking of the 

cyclobutane rings, which lead to a decrease in the LC dispersive interaction 

parallel to P.  

Degradation of the polymers was further studied using grazing angle X-ray 

reflectivity.216  X-ray data showed an increase in the surface roughness of 

irradiated coumarin SCLCPs spun-cast on silicon wafers, confirming polymer 

degradation.  While degradation is usually undesirable in LC systems, Jackson 

and coworkers noticed no deterioration in the performance of their coumarin 

SCLCP after 2 years, once the alignment switched to perpendicular alignment to 

P.217 

Using the same acrylate backbone, Tian and coworkers also studied the 

liqu nd 

coumarin-containing bl 1 shows examples of 

each polymer series studied and optical micrographs of the smectic A phase of 

the polymers at 190 °C.  This group found that the chemical composition of the 

side groups at the 3 and 4 positions of the coumarin ring (Figure 2-22(a) for  

  

id crystalline properties of two series of coumarin side chain polymers a

ock copolymers.233,341  Figure 2-3
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permission of John Wiley & Sons, Inc.  
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the numbering scheme) greatly affected the LC phase.  For example, when a 

polymer had a substituent in the third position such as the polymer shown in 

Figure 2-31(a), the polymer exhibited a mesophase.  When the fourth position 

had a substituent, the polymer had no mesophase.  As for crystallinity, polymers 

in series 1 (Figure 2-31(a)) were amorphous, while the polymers in series 2 

(Figure 2-31(c)) exhibited a crystalline state. 

Tian’s group also synthesized di- and tri-block copolymers of both the 

polymer in Figure 2-31(a) and polystyrene by atom transfer radical 

polymerization from a polystyrene macroinitiator.341 GPC traces showed a 

distinct shift in the peak, which indicated quantitative initiation from the 

polystyrene macroinitiator.  Irradiation of the homopolymers and copolymers led 

to coumarin dimerization and insolubility of the polymers.  One difficulty with the 

study was encountered when the DSC curves were compared to the TEM 

micrographs of the diblock copolymers.  The DSC thermograms showed only a 

single T  (between 20 and 24 °C), which indicated phase mixing, and a high-

te e 

separation, which sh ratures; one for the 

coumarin (between 10 and 20 °C) containing block and one for the polystyrene 

block (near 100 °C).  This contradiction was not described in their report.  One 

interesting finding was the disappearance of the isotropic transition upon 

photocrosslinking of the coumarin blocks.   

 

  

g

mperature isotropic transition.  The TEM micrographs indicated microphas

ould lead to two glass transition tempe
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Ree and coworkers have recently studied the alignment behavior of 

photosensitive polyimides with coumarin and cinnamoyl side groups.227  The 

polymer, shown in Figure 2-32, has an absorption maximum at 306 nm.  An 

exposure dose of 7.5 J/cm2 was sufficient to complete the coumarin groups in the 

polymer.  As with the other coumarin SCLCPs, the photosensitive groups that 

aligned with the electric vector of the incident polarized light dimerized sooner 

than those with other alignments. 216,217,225,227,244,337,340  Dimerization of the 

coumarin groups reoriented the polymers with the new preferred alignment at the 

polymer surface.227  

2.4.2.2 Photoactive Surfaces.  Coumarins, in oligomeric as well as polymeric 

form, have been the focus of recent research.  Oligomeric coumarins have been 

studied for possible photomemory and photoactive surface applications.210,342,343  

s group studied the photodimerization of 7-(10-mercaptodecyloxy)coumarin) 

monolayers on gold using grazing angle FTIR, contact angle measurements, and 

surface fluorescence measurements.  The structure of the coumarin molecule 

an

he FTIR spectra tracked the dimerization reaction through changes in the 

peaks at 1745 and 1626 cm-1 due to the C=O stretch and the C=C ring stretch, 

respectively.  As the dimerization reaction proceeded, the carbonyl stretch splits 

into two peaks due to the emergence of the new nonconjugated carbonyl.  

Simultaneously, the peak at 1626 cm-1 decreased in size and the peaks due to 

the C=C bond (1200, 1161, and 1129 cm-1) decreased in size and shifted as the  

Fox’

d the FTIR data are shown in Figure 2-33.   

T
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(a) 

OHS(CH2)10 OO

 

(b) 

 

Figure 2-33.  Structure of 7-(10-mercaptodecyloxy)coumarin and grazing angle 
FTIR spectra of a monolayer of 7-(10-mercaptodecyloxy)coumarin: (a) before 

dimerization, (b) after photodimerization, (c) after photocleavage and (d) after a 
second dimerization.  Reprinted with permission from ref. .  Copyright 1997 

American Chemical Society. 
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do

tw

uble bond was broken to form the cyclobutane ring.  With photocleavage, the 

o C=O peaks merge and the double bond peaks increase in size and shift back 

to their original positions.  The authors found quantitative recovery of the 

monomer upon photocleavage of the dimer.  The water contact angle on the 

monomer was also reversibly changed from 58 to 63° for the monomer and 

dimer, respectively.343  In a similar study, Fang examined the photodimerization 

of self-assembled monolayers of 7-(8-trimethoxysilyoctyloxy)coumarin on silicon 

and quartz.  Their research also demonstrated that the coumarin dimerization 

induced homogeneous alignment of the liquid crystal coumarin monomers.210 

Tian and coworkers have also studied oligomeric coumarin derivatives by 

attaching coumarins to cyclic tetramethyltetrasiloxanes.342  The attachment was 

accomplished via the hydrosilylation of vinyl-terminated coumarin derivatives with 

2,4,6,8-tetramethylcyclotetrasiloxane.  Each of the cyclic coumarin containing 

molecules with substitution at the 3 position of the coumarin group displayed 

mesomorphic properties.  The length of the tail group (substituted at the 3 

position) influenced the crystallizability of the molecules, i.e., longer tail groups 

displayed no melting transition, while those with shorter tails melted.  UVA 

irradiation of the films crosslinked the molecules, although high-temperature 

ir  

b

2. m  

have distinct advantages over their inorganic counterparts, including ease of film 

preparation and color tunability throughout the visible spectrum.344  Polymers 

radiations were not performed to determine if the liquid crystalline phases could

e locked in. 

4.2.3 Electroluminescence Studies.  Polymeric electrolu inescent materials
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garnering their electroluminescent properties from coumarin moieties have 

received some interest in both published and patent literature. 211,344-351  Uchida 

and coworkers have patented a series of acrylate-based polymers consisting of a 

coumarin derivative and N-vinylcarbazole used in the production of an 

electroluminescent device.346  They fabricated electroluminescent devices with 

colors ranging from red to violet by changing the coumarin derivative and the 

ratio of the number of coumarin groups to the number of  N-vinylcarbazole 

groups in the polymer. 

Fomine and coworkers have studied the use of coumarin-containing polymers 

for 

nto polymers in an attempt to harvest and transfer solar radiation 

electroluminescent devices and have synthesized a wide range of polymers.  

By employing techniques such as ring-opening metathesis polymerization, free 

radical polymerization, and step-growth polymerization, they synthesized 

polyamides, polyesters, hyperbranched, comblike and fully aromatic polymers 

containing coumarin groups.344,345,347,348,350  Examples of some of the polymers 

synthesized are shown in Figure 2-34.  All of their formulations displayed 

electroluminescence in the blue-green range.  These polymers exhibited turn-on 

voltages of 3-6 V, which depended on the specific polymer structure. 

2.4.2.4 Light and Energy Harvesting.  The harvesting of solar energy has been a 

topic of interest for quite some time.  Recently, coumarins have been 

incorporated i

energy.102,352-355  These studies began in the early 1990s with the work of Lang 

and Drickamer on the energy transfer between cyclopenta[c][1]benzopyran- 
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Figure 2-34.  Examples of electroluminescent polymers synthesized by Fomine 
and coworkers.344,345,348 
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Figure 2-35.  The structure of coumarin 138.  
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4(1H)-one, 7-(dimethylamino)-2,3-dihydro- (9CI)  (coumarin 138, Figure 2-35) 

and rhodamine B in a poly(acrylic acid) matrix.352  The work on energy harvesting 

using coumarin groups was continued by Palmans and coworkers when they 

attached coumarin side groups to a poly(p-phenylene ethynylene) backbone 

resulting in the polymer shown in Figure 2-36.353  The existence of energy 

transfer in the polymer was evidenced by the absence of donor emission (i.e., the 

emission of the coumarin group) and a large increase in the emission of the 

polymer when the polymer was irradiated at the excitation wavelength of the 

coumarin (λex = 320 nm).  Palmans and coworkers measured energy-transfer 

efficiencies of approximately 80%.   

Fréchet and coworkers have also studied energy transfer in coumarin-

containing polymers.101,102,354-357  Their first effort was the synthesis of coumarin-

labeled poly(aryl  envisioned as 

antennae with coumarin 2 (H-1-benzopyran-2-one, 7-(ethylamino)-4,6-dimethyl- 

(9CI)) groups at the periphery and a coumarin 343 (1H,5H,11H-

[1]benzopyrano[6,7,8-ij]quinolizine-10-carboxylic acid, 2,3,6,7-tetrahydro-11-oxo- 

(9CI)) moiety as the core.  The structure of the coumarins used and the fourth-

generation (G-4) dendrimer are shown in Figure 2-37.101,354   

The dendrimers were synthesized using a typical convergent strategy with the 

exception that the terminal and focal functionalities were reversed.  Coumarin 2 

(donor molecule) has an absorption in the range of 310 – 380 nm and emits 

between 400 and 480 nm in the range of absorption for coumarin 343 (acceptor  

  

ether) dendrimers.  The dendrimers were
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molecule).  Thus, coumarin 343 absorbs the emission from the coumarin 2 

antennas and emits light with a maximum near 480 nm.  As the dendrimer 

increases in generation, the number of coumarin 2 groups present in the 

dendrimer doubles, and the dendrimer is able to absorb more light.  The intensity 

of the emission of the dendrimer’s core (the coumarin 3 lso nearly 

doubles with each increase in generation, which indicated that the energy 

transfer from the antenna to the core was extremely efficient.   

Also notable was a signific nt blue-shifting of the photoluminescence spectra 

as the generation increased from G1 to G4.  The blue-shift indicated film 

inhomogeneities in the lower generation polymers, which were later detected 

utilizing photoluminescence near-field scanning optical microscopy.357  Utilizing 

steady-state and time-resolved fluorescence spectroscopy, Fréchet measured 

the energy-transfer efficiency of each generation of the dendrimers, which 

ranged from a low of 92.0 to a high of 98.9%.101,354  

Although Fréchet’s dendrimers harvested and transferred energy, they proved 

to be difficult to synthesize.355  To circumvent the difficult synthetic methods, 

linear polymers with chemical compositions mimicking the first five generations of 

the 102,355 3-

functionalized m the res ective coumarin 

with vinyl benzyl chloride.  Coumarin 2- and coumarin 343-functionalized 

polymers were synthesized by polymerizing the vinyl benzyl-functionalized 

coumarins with styrene.  The general structure and emission spectra of the 

resulting polymers are shown in Figure 2-38.  The coumarin-labeled polymers 

43 molecule) a

a

 dendrimers were synthesized.   Coumarin 2- and coumarin 34

onomers were synthesized by reacting p
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had comparable energy-transfer efficiencies to the model dendrimers.  

Unfortunately, the coumarin-labeled polymers also had some undesirable 

properties not present in the dendrimers such as low fluorescent quantum yields 

and low solubilities in nonchlorinated and nonpolar solvents.     

Fréchet and coworkers also studied the vinyl benzyl coumarin 2 and 

ruthenium complexes shown in Figure 2-38.102  The metallopolymer shown in 

Figure 2-39(a) exhibited an energy-transfer efficiency of 70%.  It also exhibited a 

5-fo

f the metallopolymers were 

imp

ld increase in the fluorescence of the ruthenium complex when irradiated at 

wavelengths that excite the coumarin groups, versus irradiation at the 

wavelength, which excites the ruthenium complex.  Similarly, the polymer shown 

in Figure 2-39(b) had an energy-transfer efficiency of 95% and a 3.6-fold 

increase in the fluorescence of the ruthenium complex.  When a second 

coumarin chromophore was added (coumarin 343), a terpolymer was formed, 

and the absorption and luminescence properties o

roved compared to the single-coumarin-containing polymer.  The 

metallopolymers are under continuing research for use in photonic and 

photovoltaic devices. 

2.4.3 Polymer Photoreversibility.   

The ultraviolet light-triggered photodimerization of cinnamates,58,91,92,158,163-

179,181-183,185,186,358 chalcones,188,189 anthracenes,58,180,191 acridiziniums,58,193 

stilbazolium salts,93,94 and coumarins 58,146-148,150,170,171,194-235,359 has been well 

studied since it was first utilized in the photocrosslinking of poly(vinyl cinnamate)  
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F  emission 
spectra and energy-transfer efficiencies of the polymers with 3 = no acceptor 

G-5 mimic.  Reprinted from ref. 102 with permission of John Wiley & Sons, Inc. 

igure 2-38.  (a) Structure of the coumarin-labeled polymers and (b)

moieties, 5 =  G-1 mimic, 6 = G-2 mimic, 7 = G-3 mimic, 8 = G-4 mimic and, 9 = 
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by Minsk and coworkers in the 1950s.  With the exception of the anthracene 

groups that dimerize via a [4+4] cycloaddition, the photodimerization proceeds by 

the [2+2] cycloaddition of the ethylenic groups above 300 nm.58,180  In addition to 

the cycloaddition reaction, photocleavage allows some dimers to revert to their 

original structure.196-202,206,359,360  For example, cyclobutane rings that are derived 

from α-truxxilate, β- or δ- truxinates, and the coumarin and thymine dimers 

reverse upon irradiation near 250 nm.164  When the cyclobutane rings formed by 

coumarin dimers are used as crosslinks or branch points in polymers, the 

crosslink is breakable, thus reducing the crosslink density of the light-modified 

polymer.   

Reversible Photocrosslinking and Photocleavage.  While coumarin groups 

were first incorporated into polymers in the mid 1960s, they were not utilized for 

their reversibility until the late 1980s.208,359,360  Saegusa and coworkers studied 

the gelation and reversible gelation of polyoxazolines.  Saegusa synthesized 

polyoxazolines via the ring-opening polymerization of 2-methyl-2-oxazoline, and 

then modified the polymer by hydrolyzing the pendent methyl group and reacting 

it with 7-coumaryloxy acetic acid (shown in Scheme 2-2).  The resulting polymer 

had degrees of coumarin substitution between 1.2% and 30.4%. The 

photodimerization of the polymer was performed with a 450 W high-pressure Hg 

lamp for up to 3 h, while the photocleavage reaction was accomplished with 253 

nm irradiation for 2 h (reaction shown schematically in Figure 2-40). After 30 min 

of irradiation, an insoluble gel with a swelling ratio of 14:1 (w/w H2O/gel) formed.  
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Scheme 2-2.  Synthesis of Saegusa’s coumarin modified polyoxazoline.  
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Figure 2-40.  Reversible photocrosslinking of the coumarin modified 
polyoxazoline.359  
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Further irradiation increased both the gel yield (to 69%) and the crosslink density. 

UV–vis spectroscopy indicated that 95% of the coumarin groups had dimerized 

with 350 min of irradiation. 

V-Vis spectroscopy and swelling experiments verified the photocleavage of 

the coumarin polymer showing that 55-60% of the dimer reverted to the starting 

material.  Crosslinked polymer films irradiated for long times were not soluble 

after irradiation at 253 nm.  Films that were photocrosslinked for shorter times 

and rendered insoluble in methanol, however, dissolved after irradiation at 253 

nm (Figure 2-40).  This study was the first to demonstrate the photoreversibility of 

crosslinks using coumarin groups. 

Little work utilizing the reversib  of coumarin in polymers was 

published until Chen and coworkers studied the reversible photodimerization of 

coumarin derivatives in poly(vinyl acetate) (PVAc).197  Previous studies from 

Chen’s ieties 

will e described in Section 2.4.5.2.  In their photoreversible polymer studies, 

Chen attached alkyl chains to 7-hydroxycoumarin and 7-hydroxy-4-

methylcoumarin resulting in the structures shown in Figure 2-41.  The 

photodimerization (at 300 and 350 nm) and photoscission reactions of the 

coumarin derivatives were followed using UV-Vis spectroscopy.  They 

demonstrated that their coumarin derivatives underwent dimerization at 300 and 

350 nm, with the dimerization occurring more rapidly for the derivatives with the 

longer alkyl chains.  Chen’s work also found that the coumarin derivatives with 

  

U

le dimerization

 group dealing with optically active polymers containing coumarin mo
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the methyl group at the 4 position dimerized at a rate 200 times quicker at 350 

nm and two times faster at 300 nm than those without the methyl group. 

uilding on their work with coumarin derivatives in PVAc, Chen and 

coworkers synthesized a number of polymers containing coumarin derivatives.  

They studied the photocrosslinking and photoscission of polyacrylates and 

polyamides as well as the chain extension of polyethers, polyurethanes, and 

polyesters.196,198-202,206  Chen copolymerized various acrylates with 7-acryloyloxy-

4-methylcoumarin, resulting in rs shown in Figure 2-42 and the 

corresponding to the crosslinked polymer structure. Photocrosslinking was 

performed in chloroform with irradiation at 300 nm, and the photoscission of the 

acrylate was conducted at 25 otoreactions were monitored using 

UV-Vis spectroscopy (shown in Figure 2-43).  Figure 2-43(a) shows the reduction 

in the absorbance of the acrylate polymer at 310 nm on cross ing.  As the 

cy  

n  

photoscission reactions is shown in Figure 2-43(b).  The increase in the 

absorbance at 310 nm is indicative of scission of the cyclobutane ring and 

reversion to the starting material.  The amount of photoscission at 254 nm was 

found to be the result of a dynamic equilibrium, with both crosslinking and 

scission occurring at 254 nm.  These researchers performed a similar study with 

copolymers synthesized from n-(1-phenylethyl)acrylamide and 7-acryloyloxy-4-

methylcoumarin.206  Similar to the acrylate study, polymers that were reversibly 

crosslinkable in solution were also obtained. 

B

 the polyme

4 nm.  The ph

link

clobutane crosslinks form, the coumarin double bond, which absorbs at 310

m, disappears.  The change in absorbance due to the photocrosslinking and
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(a) 

(b) 

 

function of irradiation time and (b) change in absorbance due to irradiation at 300 

from ref. 199 with permissi

Figure 2-43. (a) Absorbance of polymer shown in Figure 2-42(a) at 310 nm as a 

nm (decrease in absorbance) and 254 nm (increase in absorbance).  Reprinted 
on from Elsevier. 
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2.4.3.1 Reversible Photoextension and Photocleavage.  In our labs, we have 

studied the reversible chain extension of coumarin functionalized poly(ethylene 

glycol) methyl ether and telechelic PEG oligomers.361  PEG monols were 

quantitatively functionalized with 7-hydroxycoumarin acid chlorides (Scheme 2-3) 

then solvent cast from chloroform onto glass microscope slides.  UVA irradiation 

of the films dimerized and chain-extended the PEG molecules as observed with 

UV-Vis spectroscopy (Figure 2-44(a)).  Subsequent irradiation at 254 nm cleaved 

and reverted the dimers to their initial state (Figure 2-44(b)). 

Chen and coworkers also studied the reversible chain extension of a series of 

polymers in solution, including polyesters (Figure 2-45(a)), polyethers 

 (Figure 2-45(b)) and polyurethanes (Figure 2-45(c)) endcapped with coumarin 

groups.196,200-202  The reversible photoextension and photocleavage reactions of 

the polyurethanes and polyethers were monitored using UV-Vis spectroscopy.  

The results of the absorbance measurements as a function of irradiation time and 

wavelength resemble those shown in Figure 2-43(a) and Figure 2-43(b), which 

indicated the dimerization and cleavage of the coumarin group.  They also 

studied the effect of the presence of a methyl group at the coumarin 4 position.  

While the major photoproduct of the chain extended polymers without the methyl 

group was the head-to-head form of the dimer, the presence of the methyl 

groups produced the head-to-tail form of the dimer (see Section 2.4.1.4 for 

description of head-to-head versus head-to-tail).   
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coumarin-modified PEG with 254 nm irradiation. 

av
 

(b) 

 116



  

 

 

 

(
O

R1

O

O

O

R1

O

O
O

CH2

O

n
 

 

O

R1

O

O

O

R1

O

OCH2 n
 

 

CH2 6O

O

O
O

RN N

O

O

O
O

R1 R1

CH2

a) 
R1 = H or CH3 

n = 4, 7, 10 or 12 

(b) 
R1 = H or CH3 

n = 6, 8, 10 or 12 

R1 = H or CH3 

R = 

 

(c) 

 
 

Figure 2-45.  Coumarin endcapped (a) polyesters, (b) polyethers and (c) 
polyurethanes studied by Chen and coworkers.196,200-202 
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Chen and coworkers also discovered differences in the photocleavage 

reaction between the methyl-substituted coumarin and the non-methyl 

substituted coumarin; the methyl-substituted polymer was more reversible than 

the other polymer.  In both studies, the photodimerization reaction proceeded 

more rapidly when irradiated at 300 nm versus 350 nm, due to a better match of 

the coumarin absorbance using the 300 nm light.  Photocleavage at 254 nm 

proceeded more rapidly than the photodimerization at both 350 and 300 nm.  In 

addition to the effect of wavelength on photodimerization rate, the addition of 

benzophenone (which is a triplet photosensitizer, see section 2.4.1.4) also 

increased the dimerization rate without changing the photocleavage rate.196,201,202 

Chen’s utilized fluorescence spectroscopy, solutio bsorbance 

measurements to characterize the photoreactions of coumarin endcapped 

polyesters (Figure 2-45(a)).200  The results indicated similar trends to those 

established in their studies on polyethers and polyurethanes with regard to 4-

methyl substitution, polarity of the solvent and the addition of benzophenone.  

Fluo  in 

DMSO after 2 hours of irradiation at 350 nm revealed a second broad peak 

centered at 510 nm.  This peak was indicative of the emission of the singlet 

excimer.  The second peak was not present when either the polyester was 

dissolved in dichloromethane or when the 4-methyl-substituted polyester was 

studied.  The lack of the second emission band in dichloromethane was due to 

the heavy-atom effect described in Section 2.4.1.4.   

n viscosity and a

rescence spectroscopy results of the unsubstituted polyester dissolved
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Chen and coworkers concluded that the polymers (when dissolved in DMSO) 

undergo the same singlet reaction scheme as monomeric coumarin (shown in 

Figure 2-25).  In dichloromethane, alternatively, dimerization proceeded through 

the triplet state (also shown in Figure 2-25).  The reversibility of the 

photodimerization was observed with absorbance and viscosity measurements 

shown in Figure 2-46.  The measured absorbance increased at 312 nm that was 

due to the formation of the double bonds (Figure 2-46(a)).  The intrinsic viscosity 

decreased from 0.42 to 0.008 dL/g with 4 hours of irradiation, which is also 

indicative of a decrease in molecular weight (Figure 2-46(b)).  

2.4.4 Coumarins in Biomaterials. 

2.4

y the ratio of coumarinated  

 

.4.1 Biomaterials.  Photoreactive biopolymers have recently received 

increased attention in biological materials and processes. 226,234  Since the early 

1980s, Yamamoto and coworkers have studied photoresponsive peptides and 

polypeptides, initially focusing on the optical activities of phenylazobenzyl 

modified poly(L-lysine).226,234,362-372  Recent work has shifted to the 

photocrosslinking of polypeptides containing coumarins for the preparation of 

biodegradable crosslinked materials.  The two polypeptides studied were based 

on L-ornithine (Orn, C5H12N2O2) and L-lysine (lys, C6H14N2O2) and coumarinated 

versions of the peptides as shown in Figure 2-47.  Both polymers were 

synthesized containing 0 - 100 mol% of the coumarinated peptide.  Both studies 

found that the rate of biodegradation of both polymers by enzymes (trypsin or 

protease type XXIII) or by soil fungi was controlled b
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(a) 

 

(b) 

 

    Figure 2-46.  The change in (a) absorbance and (b) intrinsic viscosity of the 

Reprinted from ref. 200 with permission from John Wiley & Sons, Inc. 
polymer shown in Figure 5-6(a) (n = 10) as a function of irradiation time. 
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Figure 2-47.  General structure and photocrosslinked structure of (a) ornithine 
and (b) lysine polymers. 226,234 
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to native protein and by the crosslink density of the polypeptides.226,234 

atsuda and coworkers synthesized 4-arm stars based on random 

copolymers of ε-caprolactone (CL) and trimethylene carbonate (TMC), and 

subsequently endcapped the arms at the hydroxyl terminus with coumarin groups 

(poly(CL/TMC)).146-148,150,373  The chemical structure of the stars is shown in 

Figure 2-48. The goal of these studies was to design liquid photocurable 

precursors that were amenable to photocrosslinking into desired geometries for 

the microfabrication of medical devices and drug encapsulation.   The authors 

utilized stereolithography to photocrosslink the stars, build three-dimensional 

structures, and study the degradation of the crosslinked stars both in vitro and in 

vivo (subcutaneously).    Scanning electron photomicrographs of the three-

dimensional photocrosslinked (60 min at 10 mW/cm2) constructs are shown in 

Figure 2-49.  The labels on the images refer to the chemical composition of the 

construct. Sample “e” was prepared from b-PEG with a ratio of 0.49 CL : 0.51 

T f 

0.49 CL : 0.51 TMC and 0.00 CL : 1.00 TMC, respectively.  As implantation time 

increased, the disappearance of the materials due to surface erosion was evident 

(with the sample “b” degrading at the slowest rate).  They were able to 

manufacture tailor-made and precision-shaped templates, in vitro degradation 

tests of the films were good indicators for the in vivo degradation, and surface 

erosion proceeded without causing any significant tissue damage.146 

 

 

M

MC.  Samples “b” and “d” were prepared from the pentaerithritol with ratios o
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Figure 2-49.  Scanning electron photomicrographs of films (A) before 
implantation, (B) after 1 month of implantation, (C) after 3 months of implantation, 

(D) after 5 months of implantation.  Reprinted from ref. 146 with permission of 
John Wiley & Sons, Inc. 
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Scheme 2-4.  Synthesis of poly(3-substituted coumarin ethylene) under Witting 
reaction conditions.194 
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 The biological activity of poly(coumarin ethylene)s has been recently studied by 

Patel and coworkers.  The authors synthesized poly(3-substituted coumarin 

ethylene) by reacting salicylaldehyde-1,2-dichloroethane resin (Mn = 1530 g/mol) 

with various carbethoxytriphenyl alkylidine phosphoranes under Wittig, 

Knoevenagel, and Perkin reaction conditions, as shown in Scheme 2-4.194 They 

also reacted a polymer synthesized from salicylaldehyde and 1,2-dichloroethane 

with carbethoxytriphenyl alkylidine phosphoranes under Perkin and Knoevenagel  

reaction conditions with N-acetyl glycine and ethyl acetoacetate, respectively.  

The polymers were tested for their toxicity using fungal growth measurements.  

All of the polymers exhibited less than 50% inhibition on the growth of Aspergillus 

Niger and insignificant inhibition on the growth of Antrodiella leading to the 

c  

rowth. 

2.4.5 Coumarins in Other Studies. 

2.4.5.1 Fluorescent Tags and Fluoroprobes.  As previously mentioned in section 

2.4.1.3, coumarins exhibit fluorescence, and this feature was exploited to monitor 

the kinetics of activation/deactivation in the living free-radical polymerization of a 

TEMPO-capped polystyrene.191,374  The nitroxide switch, shown in Figure 2-50, 

fluoresces when it traps macroradicals.  When the coumarin-modified nitroxide is 

added in excess to a TEMPO mediated reaction, the trapping of the macroradical 

by the modified nitroxide is favored over trapping by TEMPO.  The propensity of 

the modified nitroxide to trap the radical allowed the authors to determine the  

 

onclusion that the polymers display no considerable toxic effect on fungal

g
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Figure 2-50.  Coumarin modified nitroxide switch.374 
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rates of radical formation by measuring fluorescence, and, in turn, to determine 

bond dissociation energy (30.2 kcal/mol) for the C-O bond cleavage in the 

polystyrene-TEMPO system. 

oumarin fluoroprobes have also been studied for use in fluorescent ligand 

displacement assays for herbicide detection, in domain forming polymers, and as 

an aid in measuring diffusion.375-377  By binding 7-carboxymethoxy-4-

methylcoumarin to a molecularly imprinted crosslinked polymer of 4-vinylpyridine 

and ethylene glycol dimethacrylate, researchers have manufactured a  

competitive assay.  As the herbicide enters the polymer and the imprinted 

regions, the coumarin probe is displaced and the fluorescence of the imprinted 

polymer decreases.  The sensitivity of the system was determined to be 

approximately 100 nM.376,378  A review of the utility of imprinted polymers for 

immunoassays is provided by Bruggemann et al.379  

Similarly, coupling coumarin 343 to poly(organosiloxane)  microgels (radius ≈ 

10 nm), the particles can be used as tracers in diffusion studies using 

fluorescence correlation spectroscopy.377  Schmidt and coworkers attached the 

coumarin to the core of the particle, which prevented it from interfering with the 

diffusion behavior of the particle under investigation.  Although there have been 

further studies on the formation of poly(organosiloxane) microgels for use as 

MSO cocatalysts, no further work has been published on the coumarin-

derivatized  microgels.379-383  

The fluorescent properties of the 7-aminocoumarins (coumarin 7, coumarin 

30 and coumarin 6) have also been utilized as probes to study domain-forming 

C
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polymers and to study polysaccharides.274,375,384  As a result of solubilizing the 

dyes in the polyelectrolyte poly(methacrylic acid), researchers correlated 

changes in the fluorescence wavelength, quantum yields, lifetimes, and 

pol

 material for HPLC columns, 

Ha

ven-odd discrimination: polyamides with an even 

me

arization of the coumarins in water to changes in the identity of the bound dye 

due to pH and the conformational details of the macromolecule.  These changes 

led to the production of a monitoring system for macromolecular properties in 

solution by fluorescence measurements.  Similarly, initial research by Carré and 

coworkers indicated that coumarin-functionalized dextrans were suitable for use 

as fluoroprobes to characterize the cell-carbohydrate interactions.384 

2.4.5.2 Chiral Stationary Phases for HPLC.  Because many drug and 

pharmaceutical compounds show different activities between their optical 

isomers, optical resolution of enantiomers has become an important research 

topic.205  To design a chiral stationary phase packing

segawa and coworkers have synthesized optically active polymers containing 

coumarin dimer components.203-205,213,229-231,235  The reaction scheme used for 

the synthesis of the optically active polymers is based on ring-opening step-

growth polymerization and is shown in Scheme 2-5. 

From this scheme, the authors synthesized a number of chiral stationary 

phases by varying the methylene spacer (m = 2-10) and tested the effectiveness 

on over 20 different racemates with varying degrees of success.  The polymer in 

Scheme 2-5 displayed an e

thylene number (m is even) showed chiral recognition ability, whereas those 
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with an odd methylene number showed no chiral recognition.228,230  Chen, who 

s Hasegawa’s coworker, continued the work on optically active polymers with 

the synthesis of optically active polyurethanes by a polyaddition reaction of the 

ring-opened dicoumarin and 4,4’-diphenylmethane isocyanate.203,205  The 

polyurethanes displayed satisfactory resolution ability to some of the aromatic 

racemates tested. 

2.4.5.3 Polymerizations.  Coumarin derivatives have recently been utilized as 

initiators in free radical and two-photon polymerizati 59,385-388  Mixtures of 

various coumarin derivatives were used as sensitizers in photoinitiating systems 

for acrylic monomers.385  The coumarins were chosen due partially to their 

absorbance in the UV and visible regions, as shown in Figure 2-51(a), which 

allows for the initiation of polymerization using visible light.  Figure 2-51(b) 

illustrates that the presence of coumarin derivatives enabled an increase in 

conversion and polymerization rate for photopolymerization initiated at 405 nm. 

   Singh and coworkers investigated the use of 4-hydroxycoumarin in the 

enzyme-mediated free radical polymerization of styrene with the aim of finding a 

more environmentally friendly method to produce polystyrene.387  The reaction 

mixture included styrene, horseradish peroxidase, hydrogen peroxide, and the 

initi 4-

hydroxycoumarin generated polystyrene at a 14.5% yield with a molecular weight 

of 57 200 g/mole and a polydispersity of 1.64, the lowest polydispersity of the 

initiators studied. 

 

wa

ons.

ator dissolved in a 7:3 mixture of water and THF.  Of the initiators used, 
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(a) 

 

(b) 

Figure 2-51.  (a) Absorbance of the coumarin derivatives used as 
photosensitizers in the photopolymerization of styrene and (b) conversion as a 

chlorohexaaryl-bisimidazole radical initiator.  Reprinted from ref.  with 
permission from Elsevier. 

 

function of irradiation time at 405 nm.  No sens. = no sensitizer, No BI = no 
385
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Two-photon polymerization affords the ability to achieve higher spatial 

resolution than conventional photoinitiated polymerizations.388  Qihuang 

copolymerized 2-hydroxyethyl acrylate and dipentaerythrital using a three-part 

initiating system consisting of N-phenylglycine, titanocene, and 7-diethylamino-3-

(2’-benzimidazyl) coumarin.  It was proposed that the coumarin derivative 

absorbed light from an 800 nm laser and excited the coumarin derivative to the 

triplet state.  The excited coumarin then transferred an electron to the N-

phenylglycine, which initiated the copolymerization.  Using this method, 

Qihuang’s group was able to cure lines as narrow as 1.8 µm.  

Walshe et al. utilized 7-hydoxycoumarin during the copolymerization of 

methacrylic acid and ethylene glycol dimethacrylate to form a molecularly 

imprinted polymer for solid-phase extraction.389  Once the crosslinked polymer 

was isolated and pulverized, the 7-hydoxycoumarin was extracted, yielding the 

molecularly imprinted polymer. A column prepared with the polymer was utilized 

to selectively retain 7-hydoxycoumarin from various urine samples with 90% 

recovery. 
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CHAPTER 3 DESCRIPTION AND DESIGN OF UV 

3.1 SUMMARY 

Polymer photoreactions have recently garnered significant attention due to 

the environmentally benign nature of the process and the ability these reactions 

afford in manipulating both the molecular and mechanical properties of many 

polymer systems.  This chapter provides a brief review of som

PHOTOREACTOR SYSTEMS 

 

e of the important 

fac

0 investment, research groups can purchase UV lamps from various 

ommercial sources.  Wide spread use has often lead to sloppy reporting of the 

type and specifications of the UV lamps utilized in published studies; often these 

facts are overlooked or just reported as a “mercury lamp”.  Due to the different 

spectral distribution and intensities of the individual lamps from individual 

manufacturers, the proper specifications are imperative to reproduce cited work.  

To properly cite UV research, researchers should list a number of specifications 

including: the make and model of the lamp, the intensity of the lamp at the 

tors in UV studies and a description of the UV equipment used in the open 

literature and in our laboratories. 

3.2 INTRODUCTION 

Photoreactions on polymers and small molecules are published throughout 

the current literature.  Factors influencing their popularity include the overall ease 

of experimentation and the overall low cost of the equipment.  In fact, for less 

than a $10

c
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desir a  to 

measure the lamp intensities.  Specifying the radiometer used is important since 

radiometers from various manufacturers utilize different wavelengths ranges and 

have varied sensitivities to the individual wavelength ranges measured.  The 

three spectral bands are known 90 nm), UVB (280 – 320 nm), 

UV

literature use some type of pressured mercury 

gas arc lamp.  As the pressur , both the light intensity and 

the

ed wavelength(s) nd the make and model of the radiometer utilized

 as UVA (320 – 3

C (250 –260 nm).  While most lamps are broadband sources, some have built 

in filters and are available with a spectral output in one of the aforementioned 

spectral bands.  Typical intensities are also grouped into ranges with “low” = 5 – 

10, “high” 100 – 1000 and “very high” > 1000 mW cm-2 and differ from the 

indicated wattage for the bulbs used.390    

Most of the UV studies in the 

e in the bulb increases

 irradiation wavelengths increase.  The transition for low to medium pressure 

lamps occurs at a pressure of approximately seven atmospheres of pressure. 

The spectral emission for low pressure bulbs includes the UVC range and 

intensity spikes in the following wavelength ranges: 360 - 370, 400 - 410, 430 - 

440, 540 - 550, and 570 - 580 nm.  Further increases in pressure increases the 

intensity of the individual spikes and fills in the wavelengths between the 

individual spikes.  Since most lamps emit over the multiple bands listed, 

individual research groups sometimes utilize various filters to isolate smaller 

wavelength regions.  This work will provide a short review on current irradiation 

equipment as well as a description of the equipment in our laboratories.   
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3.3 UV SOURCES IN SMALL MOLECULE STUDIES 

Lasers are more commonly employed in small molecule photochemistry than 

in polymer photochemistry.  For example, Fouassier used Nd:Yag 

(neodymium:yttrium aluminum garnet) lasers to study photoinitiators 

decomposition.59,62,385  Fouassier’s pulsed lasers provide a dose of 15 mJ cm-2 (9 

ns pulse) at various wavelengths chosen to coincide with the absorbance of the 

each photoinitiator.  Similarly, Wolff et al. utilized a Nd:Yag laser at 354 nm and 

an eximer laser (wavelengths of 308 and 248) to study coumarin dimerization.391  

Hampp et al.coupled a Nd:Yag laser with a Shimadzu spectrofluorimeter to study 

two-photon absorption of coumarin ph todo imers.328  

3.4.1 High, Medium and Low Pressure Hg Lamps.   

Since most of the current published studies utilize tabletop or hand-held Hg 

lamps, this section will cover some of the current literature before discussing the 

state-of-the-art systems.   The use of non-descript light sources is more the rule 

than the exception in the open literature.  For example, Fréchet used a VWR 

In addition to the Nd:Yag laser, Wolff’s groups utilized 100 W Hg lamps 

coupled to a high pass filter to remove wavelengths below 305 nm when they 

studied the effect of photodimerization on the viscosity of 6-alkylcoumarin (alkyl 

group length varying from C1 to C16) micellar solutions. 392,393  DeSchryver 

employed a small tabletop UV lamp with two 8 W bulbs emitting at 300 nm to 

study photodimerization of cinnamate derivatives with scanning tunneling 

microscopy.182 

3.4 POLYMER CURING 
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lamp with two lymerization 

with 76

p

78

159

s emitting between 400 and 

500

-2

-2

s of selected wavelengths that surround a sample chamber.  The 

interior of the reactor can r magnetic stir plates to 

homogenize dose.  Chen and coworkers used a Rayonet RPR-100 with 16 bulbs 

emitting at 350 nm providing a total intensity of 400 W in their studies on 

photocrosslinking of coumarin-containing polymers.196-202,206,394   Esen et al. also 

used a Rayonet photochemical reactor with 16 bulbs emitting at 250 nm to 

photocrosslink cinnamate functionalized epoxidized soybean oil.256 

 365 nm 8 W UV bulbs for photoinitiated in situ po

in a microfluidic device.   Benson reviewed the use of radiation in 

biomaterials science, reporting that authors of individual studies used various 

nonspecified UV and vacuum UV lam s to alter surface properties of 

biocompatible materials.   Decker also uses a variety of light sources, most 

recently a 200 W medium pressure Hg lamp to study photoreactions in 

methacrylates and maleimides.    

Bowman et al. utilized lamps originally manufactured for the dental industry 

to study the effect of light intensity and spectral distribution on various dental 

materials.67  This group used two broadband source

 nm (actually in the visible spectrum): a VIP light (Variable Intensity Polarizer) 

by Bisco Inc. with varied intensity from 100 - 600 mW cm  at increments of 100 

mW cm-2 and an Apollo 95E PAC light source from Dental/Medical Diagnostics 

with an intensity of 2,000 mW cm .  

The Southern New England Ultraviolet company makes one of the more 

popular UV irradiation systems, the Rayonet line of reactors.  These consist of a 

ring of UV lamp

 include a rotating disk o
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While manufacturers and specifications are not specifically mentioned, most 

of the literature from industrial sources references a UV lamp (or series of lamps) 

positioned above a conveyor belt system.32,34-38,41,51-53  Decker recently utilized a 

Fusion UV Minicure IST system coupled to a conveyor.  Similarly, Mehnert and 

coworkers used a medium pressure Hg arc lamp with a conveyor system to study 

the curing of a UV-curable pressure sensitive adhesive.55,56 

3.4.2 Filtered and Polarized Hg Lamp Systems.   

B

 utilized to selectively remove light waves 

witho

olarized light 

ecause most illumination systems described use broadband sources, filters 

are sometimes needed to isolate or remove specific wavelengths.  A variety of 

band pass, long pass and short pass filters are available commercially through 

companies such as ThermoOriel, Reynard, Edmund Optics, etc.  The most 

common filter is a glass or Pyrex filter.  Glass filters absorb majority of 

wavelengths below 300 nm, without filtering light in the UVA or visible spectrum.  

Similarly, polarizers are sometimes

ut the preferred orientation for the individual study.    

Obi and coworkers used a high-pressure Hg lamp combined with a glass filter 

and solution filter to isolate 313 nm.  They also used a Glan-Taylor type polarizer 

to yield linearly polarized light when they studied photoalignment in liquid crystals 

with coumarin side chains.225,242  For their study on photocrosslinkable coumarin-

endcapped poly(lactides), Matsuda used a 250 W Hg-Xe lamp filtered through a 

Pyrex filter.113-115,149-151,373 

Some studies employ polarizers to selectively utilize the preferred orientation 

of light.  Jackson and coworkers used an Ar laser with linearly p
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(300

 have a UV lamp or laser 

cou

hotoinitiated cationic 

pol

r passing through a with a water filter to block IR, the 

ligh

.5 nm) to study photoalignment of side-chain coumarin polymer liquid 

crystals.216,217,244,340,395  Ree also used a polarizer and an optical filter, in series, 

to yield linearly polarized light at various wavelengths from a high-pressure Hg 

lamp when they studied cinnamate functionalized polyimide liquid 

crytals.143,227,243,250,254,304,396 

3.4.3 Lamps Coupled to Other Equipment.   

Some of the most innovative irradiation systems

pled to other analytical equipment.  One well-known combination of light and 

analytical equipment is the photoDSC.  Purvis utilized a DSC coupled to an 

Osram 200 W Hg lamp which had the capability to vary the light intensity from 1 - 

55 mW cm-2 to study photopolymerization of vinyl acrylate.64      

One of the most popular combinations of irradiation equipment and 

spectroscopy is the combination of irradiation and IR spectroscopy.  Crivello 

typically uses a Hg arc lamp connected to a flexible liquid light guide which is fed 

into a Midac M-1300 FTIR spectrometer to study p

ymerization.84,85,397  Similarly, Catalina and coworkers couple a 400 W Hg 

lamp to a Nicolet 520 IR spectrometer to study the real-time photocuring of 

acrylics.398-401   

Mehnert and coworkers have assembled novel systems to study photocuring 

consisting of an Osram HBO 103 W Hg arc lamp attached to an Biorad FTS 6000 

ATR-IR spectrometer.  Afte

t intensity on the ATR crystal is 1300 mW cm-2.  An electronic shutter 

controlled by the spectrometer computer enables synchronization between the 
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UV irradiation and spectra recording.  The shutter allows for continuous, multiple 

or flash-like irradiations simultaneously taking IR measurements.55,56 

3.5 PHOTOREACTOR CAPABILITIES IN OUR LABORATORIES 

3.5.1 254 nm Lamp.   

The UVC irradiations in our laboratories are performed with a UV Products 

 consists of a dual-band source 

tha

3.5

roug a filter housing, which can hold various 2 inch diameter filters 

dep

UVGL-55 handheld lamp (Figure 3-1).  The lamp

t emits at 254 and 365 nm and is manufactured for use in  fluorescence and 

chemical analysis and anti-germicidal applications.  The undesired wavelength is 

blocked with a metal faceplate.  The lamp intensity at 254 nm is ~ 1 mW cm-2 and 

is typically used for thin layer chromatography and photocleavage studies in our 

laboratories.  

.2 Oriel Lamp System.   

The Oriel lamp system is a custom assembled broadband lamp system 

(Figure 3-2) equipped with a 350 W Hg Arc lamp.  The emission spectrum of the 

lamp is shown in Figure 3-3.  The light from the lamp is focused and directed 

through a light condenser and water-cooled housing before reaching a remote 

controlled shutter.  When the shutter opens, the light exits the light guide and 

travels th h 

ending on the specific wavelength(s) desired.  An optional liquid light guide is 

attachable to the filter holder for spot irradiation experiments.  The typical UVA 

intensity with a short wave UV filter is ~ 75 mW cm-2, which decreases to 10 – 20 

mW cm-2  as the bulb ages.  Light intensity and wavelengths are controlled via a 

number or filters.  Varying the irradiation time controls the total dose. 

 140



  

 

 

 

 

 

 

Figure 3-1.  UVGL-55 UV lamp. 
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Figure 3-2.  Oriel lamp system housing. 
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Figure 3-3.  UV spectrum of the 350 W Hg arc lamp in the Oriel lamp system. 
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3.5.3 Fusion UV System.   

The lamp system most often used in our laboratories is the Fusion UV conveyor 

system (Figure 3-4), which is a laboratory scale version of a typical industrial 

conveyor irradiation system.34,37,51,53,56,159  A Fusion P300MT power supply 

provides power to the 118 W cm-1 (300 watt inch-1) microwave powered 

electrodeless lamp.  The 15.2 cm (6 inch) electrodeless lamp provides constant 

power throughout the estimated 8,000 hour lifetime.  The light from the lamp is 

focused on the sample with an elliptical mirror, which also absorbs infrared 

energy to minimize sample heating.  The lamp is positioned on a turntable that 

increases the distance from the lamp to the sample approximately 2.5 cm (1 

inch) per rotation, thus controlling the intensity of the light to the sample.  Dose is 

controlled with the conveyor system, which varies in speed from 3 – 150 cm s-1 (6 

- 290 feet min-1), resulting in irradiation time ranging from 0.33 to 6.8x10-3 s.   

In contrast to the Oriel system, the wavelengths are controlled with 

interchangeable bulbs (H, D and V bulbs) that represent the typical wavelengths 

used in industrial processes.  The spectrum for the H bulb is shown in Figure 3-5 

an r 

the D bulb is shown in  

Figure 3-6.   The output of the D bulb is shifted more towards the UVA region 

than the H bulb with maximum intensities between 350 and 390 nm.  Finally, the 

spectrum for the V bulb is shown in Figure 3-7.  The output of the V bulb is 

shifted more towards the visible wavelengths than the H or D bulbs with  

 

d is similar to that of a typical high pressure Hg arc lamp.  The spectrum fo
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Figure 3-4.  The Fusion UV lamp system. 
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Figure 3-5.  Spectral output of the H bulb. 
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Figure 3-6.  Spectral output of the D bulb. 
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maximum intensities between 400 and 430 nm.  Fusion UV also offers various 

other bulbs with different spectral outputs.  In addition to varying the bulb, filters 

are also utilized as masks to select the wavelength(s) during sample irradiation.  

3.5.4 Neutral Density Filters.   

Our laboratories make use of neutral density filters (NDF) to control the 

intensity of light reaching the samples.  The filters (shown in Figure 3-8) are used 

as masks during sample irradiation.  Figure 3-8(a) is a picture of the fused silica 

stepped NDF (Edmund Industrial Optics) employed in our labs.  The linear step 

filter varies in transmission from an optical density of 0 (100% transmittance) to 

an optical density of 2 (1% transmittance) in 11 steps.  Figure 3-9 shows the filter 

transmission at 325 nm as a function of filter step.  This allows us to  examine the 

effect of light intensity on the extent of conversion for up to 11 different intensities 

with a single irradiation.   

The fused silica circular variable NDF (Figure 3-8(b), Reynard Optics Inc.) is 

similar to one used in Zumbrum’s graduate work studying the effect of light 

intensity on epoxy curing at Virginia Tech.402  As with the neutral density step 

filter, the circular variable NDF also blocks light from reaching the sample.  

However, the filter varies from an optical density of 0 to 3 (0.1% transmittance) 

as the filter is rotate sly variable filter 

provides a nearly infinite number of transmittances, it is considerably more 

difficult to use than the step filter since the change in transmittance is continuous. 

 

 

d about its center.  While the continuou
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Figure 3-7.  Spectral output of the V bulb. 
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Figure 3-8.  (a) Neutral density step filter and (b) circular variable neutral density 

filter. 
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Figure 3-9.  Percent transmission versus filter step for the neutral density linear 
step filter. 
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CHAPTER 4 PHOTOREVERSIBLE CHAIN EXTENSION 

OF POLY(ETHYLENE GLYCOL) 

 
Scott R. Trenor, Timothy E. Long 1* and Brian J. Love 2 

1 Department of Chemistry 
2 Department of Materials Science and Engineering 
Virginia Polytechnic Institute and State University 

Blacksburg, VA  24061 
 
 

Reprinted from:  Trenor, S. R.; Long, T. E.; Love, B. J. Macromolecular 

Chemistry and Physics 2004, 205, 715. 

 
4.1 SUMMARY 

 Coumarin containing poly(ethylene glycol) monols and diols were 

prepared in a telechelic fashion using quantitative end group esterification.  The 

coumarin modified poly(ethylene glycol) monols and diols were solution cast into 

films (1 to 15 µm) and chain extended via the dimerization of the coumarin 

derivatives with UVA (> 300 nm) light irradiation.  The coumarin-modified PEG 

diol doubled in molecular weight, and the molecular weight distribution increased 

from 1.17 to 2.75 upon exposure to 110 J cm-2 of UVA light.  The chain extended 

p  

eight via the photocleavage react umarin dimer at 254 nm with less 

than 2 J cm-2.  The photoreversible chain length modulation was monitored 

utilizing GPC, DSC and UV-Vis spectroscopy. 

Keywords: photochemistry, coumarin, telechelics, reversible chain-extension 

oly(ethylene glycol)s were subsequently converted to their original molecular

ion of the cow
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4.2 INTRODUCTION  

thetic methods that enable the reversible tunin Recently, syn g of molecular 

weights and crosslink densities of polymers have generated significant interest.  

For example, quadruple-

hydrogen bondin ious tailored 

hydrogen bonding sites and r cular weights.122,124-126,139-

142  Meijer also reported photo-induced depolymerization of multiple hydrogen 

bonding polymers.  Photodegradation of a sterically hindered multiple hydrogen 

bonding additive resulted in the endcapping of the hydrogen bonded polymer and 

a reduction in apparent molecu addition, Long and coworkers 

hav

121,127,128

(2π+2π cycloaddition) when irradiated in the ultraviolet-A (UVA) region of the 

Meijer and coworkers have pioneered the use of 

g and others have advanced the introduction of var

eversible apparent mole

lar weight.124 In 

e recently studied thermally reversible multiple hydrogen bonding in telechelic 

poly(styrene), poly(isoprene), poly(styrene)-b-poly(isoprene), and randomly 

functionalized poly(acrylates).  Although multiple hydrogen bonding in a 

telechelic and random fashion offers great promise, these supramolecular 

structures are typically exposed to higher application temperatures, which result 

in hydrogen bond dissociation and subsequent loss in apparent molecular weight 

and/or mechanical strength.  An attractive alternative to a thermoreversible 

system is a tunable photoreversible system.  Moreover, if a photoreversible 

system is designed such that the photocleavage wavelength is not commonly 

observed at ambient conditions, the undesired dissociation reactions are 

avoided.  

 7-Hydroxycoumarin (Figure 4-1), and various derivatives photodimere 
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electromagnetic spectrum.   dimer is cleaved when 

irra ia

l was partially solubilized with subsequent irradiation at 254 nm.359,360  

Ch  

The cyclobutane ring

d ted at wavelengths shorter than 290 nm (Figure 4-1).  The dimers are 

thermally stable and exhibit melting temperatures as high as 320 °C, although 

most coumarin dimers melt between 170 and 200 °C depending on 

configuration.195,214,220,224,319  Although Ciamician and Silber first discovered 

photodimerization reactions involving coumarin in 1902, the photocleavage 

reaction was not discovered until the 1960’s when Schenck and coworkers 

further studied the photodimerization reaction.195,220  It is important to note that 

neither the photodimerization nor the photocleavage reactions are thermally 

allowed.  Delzenne and Laridon first utilized coumarin groups to photocrosslink 

polymers in the mid-1960’s, approximately 10 years after cinnamate dimerization 

was initially demonstrated to photocrosslink poly(vinyl cinnamate).157,167,403  

Delzenne and Laridon photocrosslinked coumarin-functionalized 

polyhydroxyethers and hydrolyzed poly(vinyl butyral) to form insoluble networks.  

Moreover, it was demonstrated that the light sensitivity of the polymer was 

directly proportional to the degree of coumarin substitution.   

 Recent efforts have demonstrated the photoreversible crosslinking and 

chain extension of oligomers using coumarin and various other photoactive 

groups.  For example, Saegusa et al. studied the photoreversible crosslinking of  

polyoxazolines, and insoluble gels were formed upon irradiation above 300 nm, 

and the ge

en and coworkers have studied the reversible photocrosslinking of randomly  
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Figure 4-1.  The photoreversible dimerization reaction of 7-hydroxycoumarin. 
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substituted coumarin-containing acrylates and the chain extension of low 

molecular weight (MW < 500) telechelic polyesters, polyethers, and 

polyurethanes; however, the polymer precursors were often synthesized in low 

yields and exhibited poor yields (< 60%) of reversibility.196,198-202  These earlier 

investigations have clearly demonstrated that reversible photoreactions are 

properly characterized using both UV-Vis spectroscopy and gel fraction 

measurements.  Chen and Jean also utilized dilute solution viscosity 

measurements to monitor the photoreversible chain extension of 

polyethers.201,202  Irradiation at 350 nm (56 h) of various telechelic polyethers in 

CH2Cl2 increased the reduced viscosity from 0.022 dL g-1 to a maximum of 

approximately 0.21 dL g-1.  Ngai and Wu recently used laser light scattering to 

study the molecular dynamics of coumarin-containing acrylates that were 

crosslinked in solution.404  It was ob radiation in concentrated 

solutions (> 5 wt% polymer) led to the formation of homogenous gels, whereas 

only finite clusters of crosslinked polymer were formed in more dilute systems. 

 Andreopoulos and coworkers have described telechelic crosslinking using 

cinnamate photodimerization, leading to reversible poly(ethylene glycol) (PEG) 

hydrogels for use as drug delivery vehicles.92,177-179,181  The crosslinked 

hydrogels were synthesized via a reaction between either cinnamylidene acetyl 

chloride or 9-anthracenecarbonyl chloride and the terminal hydroxyl units of a 4-

armed PEG (MW = 20 000 g mol-1) star-shaped polymer.  Andreopoulos and 

coworkers reversibly controlled the degree of swelling (between 10 and 20%) of 

the hydrogels in water.  This was accomplished via the reversible 

served that ir
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photodimerization/crosslinking of either the telechelic cinnamate or anthracene 

groups, and alternating the wavelength of irradiation reversibly changed the 

degree of swelling.  The reversible dimerization of the cinnamate containing star-

shaped PEGs was also monitored via environmental scanning electron 

microscopy.  The hydrogel films initially displayed a rough surface, which 

became smooth with irradiation above 300 nm (crosslinking) and rough again 

following the photoscission reaction.181,249  The authors attribute the change in 

the surface roughness to thermal effects and non-uniform crosslinking leading to 

a process similar to soft annealing. 

 One of the obvious shortcomings of the previous photoreversible systems 

is the inherent difficulty with the analysis of crosslinked systems. Both 

photodimerization and photocleavage in the solid state and photoreversible chain 

extension of coumarin-modified poly(ethylene glycol) (PEG) are described 

herein.    Coumarin groups were quantitatively coupled to PEG monols and diols 

via the terminal hydroxyl functionality.  The modified PEGs were photodimerized 

upo  irn radiation in the UVA region and were photocleaved upon irradiation at 254 

nm (UVC).  UV-Vis spectroscopy, FTIR spectroscopy, and gel permeation 

chromatography were employed to monitor changes in the chemical structure 

and molecular weight of the soluble coumarin-modified PEGs. 

4.3 EXPERIMENTAL SECTION 

4.3.1 Reagents.   

7-Hydroxycoumarin, PEG monol and diol (Table 1), ethyl bromoacetate, and 

thionyl chloride were purchased from Sigma Aldrich Chemical Co. and used as 
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received unless otherwise noted.  All other solvents and reagents were 

purchased from commercial sources and were used without any further 

purification unless otherwise noted.  THF was distilled from 

sodium/benzophenone under a nitrogen atmosphere prior to PEG/acid chloride 

reactions.    

4.3.2 Instrumentation.    

1H NMR spectra were recorded using either a Varian Unity 400 MHz or a 

Varian Inova 400 MHz spectrometer at 25 °C in CDCl3 at ambient temperature.  

UV-Vis spectroscopy was performed using an Analytical Instrument Systems Inc. 

spe tro

from 25 °C to 600 

°C at 10 °C min-1 under al scanning calorimetry 

d with a Perkin Elmer Pyris 1 at a heating rate of 20 °C min-1 

after quenching from 120 C at 80 C min  under nitrogen.  UVA irradiation was 

accomplished using an Oriel UV reactor equipped with a glass filter, which 

c meter equipped with fiber optic light guides, a DT1000CE light source, 

and an Ocean Optics USB2000 UV-Vis detector.    FTIR-ATR spectroscopy was 

accomplished with an Olympus Bx51 microscope modified with a SensIR 

IlluminatIR ATR objective and stage.  Molecular weights were determined at 40 

°C in chloroform or THF (HPLC grade) at 1 mL min-1 using polystyrene standards 

on a Waters GPC equipped with 3 in-line PLgel 5 µm MIXED-C columns with an 

autosampler, and a 410 RI detector.  DRI peak deconvolution was performed 

using Origin 7.0 SR2 software.  The data was represented as a series of 

Gaussian distributions.405  Thermal gravimetric analysis was performed using a 

TA Instruments Hi-RES TGA 2950, with a temperature ramp 

a nitrogen atmosphere.  Differenti

(DSC) was performe

° ° -1
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efficiently blocked wavelengths below 300 nm.  Irradiation at 254 nm (UVC 

irradiation) was accomplished using a UVP model UVGL lamp.  Irradiance and 

effective energy density were measured at time intervals no longer than 5 

minutes with an EIT UV Power Puck radiometer.  PEG films were solvent cast 

from chloroform or THF onto quartz or glass microscope slides and drawn in a 

doctor blade.  Film thickness was measured using 

mic

chloroform/methanol mixture and recrystallized from ethanol with an isolated 

 

controlled manner using a 

rocalipers and confirmed with UV-Vis spectroscopy utilizing the molar 

absorptivity of coumarin groups and the Beer-Lambert Law.  Homogenous films 

of less than 3 µm thickness were prepared for UV-Vis spectroscopy and 10 – 15 

µm thick films were prepared for GPC sample preparation.   

4.3.3 Synthesis of Coumarin Precursors.   

The related synthesis of the 7-hydroxycoumarin derivatives is published 

elsewhere, however, Scheme 4-2 summarizes the synthetic methodology.147,148  

Briefly, 7-hydroxycoumarin (10.0 g, 61.6 mmol) was combined with ethyl 

bromoacetate (12.4 g, 73.9 mmol), potassium carbonate (12.5 g, 90 mmol), and 

acetone (450 mL) and refluxed for three hours.  After salt filtration, the product 

was recrystallized from ethanol with an isolated yield of 90%.  The product (7-

ethoxycarbonylmethoxycoumarin) (7.05 g, 28.2 mmol) was subsequently 

hydrolyzed for 18 hours in a mixture of 1,4-dioxane (280 mL), water (400 mL) 

and sodium hydroxide (15.8 g, 395 mmol).  

The resulting product (7-carboxymethoxycoumarin) was extracted with a 3:1 
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Scheme 4-1.  Synthetic methodology for the synthesis of coumarin acid-chloride 
derivative. 
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yield of 85%.  The 7-carboxymethoxycoumarin (2.44 g, 11 mmol) was refluxed 

for three hours in thionyl chloride (20.0 mL 277 mmol) providing 7-

chlorocarbonylmethoxycoumarin at a yield greater than 98%.  Unreacted thionyl 

hloride was quantitatively removed under reduced pressure.  1H NMR (400 

MHz, CDCl3, ppm): 7.65 (d, 1H, CH), 7.43 (d, 1H, Ar H), 6.86 (d, 1H, Ar H), 6.80 

(s, 1H, Ar H), 6.31 (d, 1H, CH), 5.02 (s, 2H, CH2). 

4.3.4 Poly(ethylene glycol) Diol Modification with 7-

Chlorocarbonylmethoxycoumarin (COU-PEG-COU).   

PEG diol (1H NMR Mn = 2020, GPC RI Mn  = 3370, Mw/ Mn = 1.04 versus 

polystyrene standards) was dried overnight under vacuum at 80 °C.  PEG (5.0 g, 

2.5 mmol) was dissolved in 50 mL distilled THF then combined with triethylamine 

(1.18 g, 11.7 mmol) and stirred in a nitrogen atmosphere.  7-

Chlorocarbonylmethoxycoumarin  (2.63 g, 11.0 mmol) was dissolved in 20 mL 

distilled THF and added dropwise to the PEG and triethylamine mixture.  The 

reaction mixture was stirred at 0 °C overnight under a nitrogen blanket.  After 

filtration of the salt, the resulting polymer was purified with a silica column and 

the solvent was removed under re ure.  The purified yield was 74%.  

1H NMR (400 MHz, CDCl3, δ): 7.64 (d, 1H, CH), 7.39 (d, 1H, Ar H), 6.88 (d, 1H, 

Ar H), 6.78 (s, 1H,Ar H), 6.27 (d, 1H, CH), 4.72 (s, 2H, CH2), 4.37 (m, 2H, CH2), 

3.63 (br, m, 120H, O-CH2-CH2-O).  GPC RI (versus polystyrene standards) 

bimodal, 1st Mn  = 3750, Mw/ Mn = 1.03, 2nd peak Mn  = 8300, Mw/ Mn = 1.03 

(Table 4-1 and Figure 4-2(a)).   

c

duced press
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Molecular Weights (g mol-1) 
 

GPC (DRI Vs. PS) Oligomer 1H NMR Mn Mw 
PEG Monol 2010 3205 3350 

PEG-COU 2210 3650 4030 

Table 4-1.  Molecular weights of the PEG oligomers before and after 
functionalization. 

PEG Diol 2020 3370 3500 

COU-PEG-COU 2420 4110 4810 
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Figure 4-2. (a) GPC traces of PEG diol and coumarin functionalized PEG diol 
and (b) GPC traces of PEG monol and coumarin functionalized PEG monol. 
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4.3.5 Poly(ethylene glycol) Monol Modification with 7-

Chlorocarbonylmethoxycoumarin (PEG-COU).   

Poly(ethylene glycol) monol (1H NMR Mn = 2010, GPC RI Mn  = 3205,  Mw/ Mn 

= 1.04 versus polystyrene standards) was dried overnight under vacuum at 80 

°C.  PEG (5.0 g, 2.5 mmol) was dissolved in 50 mL distilled THF and then 

combined with triethylamine (0.557 g, 5.50 mmol) and stirred under nitrogen.  7-

Chlorocarbonylmethoxycoumarin (1.31 g, 5.49 mmol) was dissolved in 20 mL 

distilled THF and added dropwise to the PEG and triethylamine mixture.  The 

reaction mixture was stirred at 0 °C overnight under a nitrogen blanket.  After 

filtration of the salt, the resulting polymer was purified with a silica column and 

the solvent was removed under reduced pressure.  The purified yield was 87%.  

1H NMR (400 MHz, CDCl3, δ): 7.64 (d, 1H, CH), 7.39 (d, 1H, Ar H), 6.88 (d, 1H, 

Ar H), 6.78 (s, 1H, Ar H), 6.27 (d, 1H, CH), 4.72 (s, 2H, CH2), 4.37 (m, 2H, CH2), 

3.63 (br, m, 176H, O-CH2-CH2-O), 3.36 (s, 3H, CH3).  GPC RI (versus 

polystyrene standards) bimodal, 1st Mn  = 3440, Mw/ Mn = 1.03, 2nd peak Mn  = 

7390, Mw/ Mn = 1.01 (Table 4-1 and Figure 4-2(b)). 

4.4 RESULTS AND DISCUSSION 

4.4.1 Coumarin modified PEG diol (COU-PEG-COU).    

PEG diols were functionalized with the 7-hydroxycoumarin acid chloride 

derivative (Table 4-1 and Scheme 4-2).  1H NMR spectroscopy analysis indicated 

that greater than 97% of the hydroxyl terminal groups were converted to 

oumarin groups.  The resulting polymer product exhibited a slight shift to higher 

mo in 

c

lecular weight (GPC), which was proportional to the addition of the coumar
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unit, and a small (less than 3 mol%) peak due to premature dimerization from 

t light (Figure 4-2(a)).  The thermal stability of Cambien OU-PEG-COU under 

nitr

t

ypical of 7-hydroxycoumarin 

containing polymers (F  in the intensity of the 

sure the extent 

of 

ogen exhibited a slight decrease (within experimental error) in the 5 wt% loss 

temperature from 333 to 320 °C (Figure 4-3).  The addition of the coumarin end 

groups disrupted the thermal transitions of the PEG oligomers as depicted in 

Figure 4-4.  Figure 4-4 shows the DSC traces of unmodified PEG, COU-PEG-

COU, and COU-PEG-COU irradiated with 110 J cm-2 of UVA light.  Both the 

COU-PEG-COU and the irradiated COU-PEG-COU samples exhibit Tg values at 

-48 and -49 °C, respectively, while the unmodified PEG does not exhibit a Tg.  

The maximum in the melting endotherm (Tm) for both the COU-PEG-COU and 

the irradiated samples was shifted down approximately 15 °C from the melting 

emperature of the unmodified PEG (Tm = 52 °C).  The decrease in the melt 

temperature was attributed to steric hindrance of the coumarin end groups, which 

act as defects in the PEG crystal structure.   

UVA light chain-extended the COU-PEG-COU oligomers in bulk.  The λMax 

absorbance near 325 nm of COU-PEG-COU is t

igure 4-5).147,148,201,202  The decrease

coumarin double bond absorbance at 325 nm was utilized to mea

dimerization.  As the double bond was converted to the cyclobutane dimer 

(Figure 4-1), the extent of conjugation of the coumarin endgroup was decreased, 

resulting in a lower absorbance at 325 nm and an increase at 248 

nm.196,197,199,202,212 
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Figure 4-3.  TGA trace of percent weight loss versus temperature for the PEG 

diol and COU-PEG-COU. 
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Figure 4-4.  DSC traces of unmodified PEG, COU-PEG-COU, and irradiated 

-2COU-PEG-COU (110 J cm ). 
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Figure 4-5.  Decrease in imerization of coumarin 
endgroups in COU-PEG-COU upon irradiation above 300 nm. 

absorbance at 325 nm due to d
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The intensity decrease was proportional to umption of the 3,4-olefin in 

the coumarin derivative, while an increase in the absorbance is indicative of 

eavage of the cyclobutane rings and reversal to the original lactone structure.  

Figure 4-5 shows the typical decrease in absorbance (chain extension of COU-

PEG-COU) upon irradiation above 300 nm (UVA intensity ~ 2.2 J cm-2 min-1).  

The subsequent change in absorbance due to photocleavage upon irradiation at 

254 nm was observed as an increase in the absorbance at 325 nm.  Figure 4-6 

shows the reversibility of the photodimerization/photocleavage of the COU-PEG-

COU utilizing UV-Vis spectroscopy.  The squares correspond to the 

dimerization/chain extension reaction due to UVA irradiation, and the circles 

represent the photocleavage reaction (UVC irradiation) and reversal to the 

original COU-PEG-COU.  The photodimerization/photocleavage cycle was 

repeated three times with approximately 90% reversion and comparable changes 

in absorbance with each cycle.  The absorbance did not revert quantitatively due 

to a well-documented equilibrium between the dimer and cleaved coumarin at 

254 nm.199,206   

the semi-crystalline COU-PEG-COU films during UVC irradiation.  Thus, an 

analysis of the melting behavior of the coumarin modified PEGs (Figure 4-4) was 

performed.  The melting and redistribution during UVC irradiation of the COU-

PEG-COU and chain-extended COU-PEG-COU and PEG-COU films was due to 

the significantly lower Tm onset (near 27 °C) compared to the unmodified PEG 

(near 40 °C). 

 the cons

cl

It was also observed that heat from the light source melted and redistributed 
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Figure 4-6.  Cyclic chain extension (UVA irradiation, squares) and reversion 
 

(UVC irradiation, circles) of COU-PEG-COU. 
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The dimerization reaction was also monitored using both 1H NMR spectroscopy 

and FTIR-ATR spectroscopy (Figure 4-7(a) and (b)).  The top 1H NMR spectrum 

represents the COU-PEG-COU, and the lower spectrum represents an irradiated 

COU-PEG-COU (approximately 110 J cm ).  The new resonances at 3.8 - 4.8 

and 6.1 – 7.0 ppm, were attributed to the newly formed cyclobutane protons as 

well as a shift in the original resonances for the dimerized coumarin moiety as 

described   earlier.201,202  Figure 4-7(b) shows the change in the FTIR-ATR 

spectra upon COU-PEG-COU irradiation.  After UVA irradiation, the absorbance 

at 1616 cm-1 (C=C ring stretch) decreased and the C=O stretch shifted from 1730 

to 1757 cm-1 as a new carbonyl (α to a cyclobutane ring) formed.343  Figure 4-8 

shows the correlation between the 1H NMR data ( ) and the UV-Vis data ( ) for 

a single dimerization/cleavage cycle.  An average of the change in the peak 

integrals at 7.7, 7.4, 6.8, 6.7 and 6.3 ppm was used to determine the extent of 

reaction.  1H NMR spectroscopy indicated approximately 90% reversion of the 

coumarin dimers (Figure 4-8).  

Figure 4-9 shows the changes in the molecular weight of the COU-PEG-COU 

samples upon UVA (squares) and UVC (circles) irradiation.  Thicker samples (10 

– 15 µm films) were utilized for the molecular weight study in order to obtain 

sufficient sample (2 – 3 µm films) 

were utilized for the UV-Vis experiments to adhere to the Beer-Lambert Law.  

The efficacy of the photodimerization was not affected over this range of sample 

thicknesses.  The Mn (versus polystyrene standards) of the irradiated COU-PEG- 

-2

for GPC analysis, whereas thinner samples 
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Figure 4-8.  Comparison of absorbance changes of irradiated COU-PEG-COU as 

measured with 1H NMR peak integration and UV-Vis absorbance maxima. 
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Figure 4-9.  Increase and subsequent decrease in M  of COU-PEG-COU upon of n
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COU increased from 4100 g mol-1 (Mn of the non-irradiated COU-PEG-COU 

versus polystyrene standards) to over 8500 g mol-1 with 110 J cm-2 of UVA light, 

then decreased to 4400 g mol-1 with 1.1 J cm-2 of UVC light.  As expected, the 

polydispersity increased from 1.17 to 2.75 then decreased to 1.24 with UVA and 

UVC irradiation, respectively.  The increase in molecular weight and broadening 

of the polydispersity were indicative of the chain-extension of the COU-PEG-

COU oligomers when irradiated above 300 nm.  The decrease in molecular 

weight and narrowing of the polydispersity were indicative of the photocleavage 

of the chain-extended COU-PEG-COU oligomers with UVC irradiation.  

Unfunctionalized PEG monols and diols were also exposed to UVA and UVC 

irradiation and exhibited no change in molecular weight or molecular weight 

distribution, indicating that the changes in molecular weight measured were due 

to the photoreversible dimerization of the telechelic coumarin groups.   

The DRI GPC data was further deconvoluted to illustrate the concentration of 

unreacted COU-PEG-COU, dimers, trimers, tetramers, pentamers, and 

hexamers that were present in the UVA irradiated samples (Figure 4-10).  As 

COU-PEG-COU was initially irradiated above 300 nm, the concentration of 

PEG-COU decreased.  At higher doses (longer irradiation times), the 

concentration of dimers and trimers decreased as the dimers and trimers were 

converted to tetramers, pentamers, and hexamers.  Photocleavage upon UVC 

irradiation was evident from the decrease in the concentration of longer units, an 

 

dimers and longer units increased while the concentration of un-reacted COU-
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increase in the concentration of COU-PEG-COU oligomer, and a decrease in Mn 

(Figure 4-9).  This increase and subsequent decrease in the molecular weight 

provides the clearest evidence of photoreversible chain extension reactions 

observed to date. 

4.4.2 Coumarin modified PEG monol (PEG-COU).   

PEG monols were also quantitatively functionalized with the 7-

hydroxycoumarin acid chloride similar to the functionalized diols (Scheme 4-2).  

1H NMR spectroscopy analysis indicated that 98% of the hydroxyl terminal 

groups were converted to coumarin groups.  GPC analysis indicated a slight shift 

to higher molecular weight, which was consistent with the addition of the 

coumarin unit, and a small (less than 1.5 mol%) peak due to premature 

dimerization from ambient light (Table 4-1 and Figure 4-2(b)).   The UV-Vis 

absorbance spectrum of PEG-COU was nearly identical to COU-PEG-COU as 

shown in Figure 4-5.   

The cyclic photoreversibility of the PEG-COU was also monitored using UV-

Vis spectroscopy (Figure 4-11).  The squares correspond to the 

dimerization/chain extension due to UVA irradiation, and the circles represent the 

photocleavage reaction (UVC irradiation) back to the original PEG-COU 

ol s 

with a similar extent of reversion as the COU-PEG- 

COU.  UV-Vis spectroscopy indicated incomplete reversal due to the equilibrium 

between the dimer and the cleaved coumarin at 254 nm and the melting and  

  

igomer.  The photodimerization/photocleavage cycle was repeated three time
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Figure 4-11.  Cyclic chain extension (UVA irradiation, squares) and chain 

 

 

cleavage (UVC irradiation, circles) of PEG-COU. 
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redistribution of the PEG crystallites during the UVC irradiation process, as 

discussed before for COU-PEG-COU.  

The changes in absorbance also correlated well with an increase in the 

molecular weight and concentration of dimers (4K chains) as measured using 

GPC (Figure 4-12 and Figure 4-13(a), respectively).  As PEG-COU was 

irradiated above 300 nm (squares in Figure 14), the Mn (versus  polystyrene  

standards)  increased from approximately 3400 g mol-1 to 5300 g mol-1, while the 

polydispersity broadened from 1.06 to 1.31.  The concentration of dimers 

increased from 3.0 to nearly 60 mol% with 220 J cm-2 of exposure.  The decrease 

in both the Mn and the dimer concentration upon irradiation at 254 nm (circles in 

Figure 4-12 and Figure 4-13(b)) was indicative of photocleavage.  The Mn 

decreased to 4300 g mol-1 and the mol% dimer decreased to approximately 25% 

with 1.1 J cm-2 of UVC irradiation.  When the PEG-COU dimers with Mn = 4300 g 

mol-1 were redissolved, recast, and irradiated with an additional 1.1 J cm-2 of  

UVC irradiation, the Mn decreased to 3500 g mol-1 and the mol% dimer 

decreased to near 10 %.  This limitation was due to the UVC absorbance of the 

PEG G-

COU dimers, and further dimer cleavage in the thicker (10 –15 µm) GPC 

samples.   

4.5 CONCLUSIONS 

 Photoreversible PEG oligomers were prepared from a quantitative 

reaction of PEG monols or PEG diols and an acid chloride derivatized 7- 

 repeating unit, which prohibited sufficient UVC light from reaching the PE
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hydroxycoumarin.  The coumarin-modified PEGs chain extended upon irradiation 

above 300 nm and reverted to their original Mn upon irradiation at 254 nm.  The 

photoreactions were monitored using GPC, UV-Vis, FTIR, and 1H NMR 

spectroscopy.  Photo-chain extension doubled the Mn of the COU-PEG-COU 

samples and broadened their polydispersity from 1.17 to 2.75.  UVC irradiation of 

the chain-extended COU-PEG-COU decreased the Mn to within 200 g mol-1 of 

the starting material.  Similarly, the molecular weight of the coumarin 

functionalized monols increased with UVA irradiation, then decreased to near the 

Mn of the unirradiated polymer.  The major difference in the two systems is that 

irradiation of the PEG monols only leads to dimer formation due to 

monofunctionality, however, the irradiation of diols leads to the formation of a 

distribution of higher molecular weight.  GPC analysis of the chain-extended PEG 

oligomers provided new insight into the photoreactions of coumarin 

functionalized polymers.  Earlier published photocrosslinked systems and Chen’s 

chain-extension study did not provide soluble products or a demonstration of 

reversibility.201,202  The photoreversibility was quantitative and was not affected 

by excess irradiation as shown in earlier literature for other polymers containing 

coumarin functionality.199,201,202   
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5.1 SUMMARY 

The crystallization of the coumarin-functionalized PEG oligomers synthesized 

and characterized in the previous chapter was studied.  The coumarin-

functionalized PEG monols and diols were isothermally crystallized before and 

after exposure to approximately 110 J cm-2 of UVA irradiation.  Irradiation 

dimerized the coumarin groups and chain-extended the coumarin-functionalized 

PEG oligomers.  The higher molecular weights crystallized slower than the non-

irradiated coumarin-functionalized PEG oligomers.  Hoffman’s kinetic nucleation 

theory was utilized to evaluate the types of nucleation that occurred for the 

coumarin-functionalized PEG diols (COU-PEG-COU).  Crystallization regimes II 

and III were observed for the coumarin-modified PEG oligomers before and after 

exposure to UVA light.  

5.2 INTRODUCTION 

Many research groups have thoroughly studied the crystallization of PEG 

and PEO via a number of methodologies including optical microscopy, DSC, in 

situ AFM and small angle X-ray scattering.406-414  In the late 1970’s and early 

1980’s Kovacs and coworkers published a number of reports on the melting and 
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cry or t 

the crystallization rate of low molecular weight PEO (<10,000 g mol-1) decreased 

with increasing molecular weight due to in part to increased melt viscosity.406  

Cheng and co d 7,000 g 

mol-1 PEG.409,410  decreased 

with increasing endgroup size 3 and –OC6H5).  However, 

since the endgroups are a lower  the 7,000 g mol-1 polymer, the 

endgroups had no pronounced effect on the crystallization rate.  Goh and Huang 

also reported a similar endgroup effect during their study of C  endcapped PEO 

(M  = 3,000 g mol-1).412  The addition of a single C  chain end only depressed 

the T  from 54.6 °C (as received PEO) to 53.0 °C, while the second C  chain 

214,406,408,412,414-418

e substrate is completely covered by the crystallization 

growth layer from the single nuclei.  Multiple nucleations occur at larger 

undercoolings where crystal growth and additional nucleation are competing 

factors (regime II).  At even larger undercoolings (regime III), nucleation occurs 

at such a high rate that the distance between nucleation sites is approximately 

the same size as the width of a single chain (reptation tube) as it is incorporated 

stallization behavi  of low molecular weight PEO films.  They reported tha

workers studied the effects of chain ends on 3,000 an

  For the 3,000 g mol  polymer, crystallization rate-1

(-OH, -OCH3, -OC(CH3)

 weight fraction of

60

w 60

m 60

end further depressed the Tm to 43.4 °C.  A similar trend was observed for the 

crystallization rates with the bulky C60 chain ends greatly decreasing the rate of 

crystallization.     

There are three growth regimes observed in the crystal growth rate of PEG 

and other polymers; each regime displays a distinct growth curve and nucleation 

constants.   In regime I, at small undercoolings, a single 

nucleation occurs and th
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into the crystal.412,414,415,417,419  Hoffman first reported and others have verified 

that the nucleation constants for regimes I and III are similar and are 

theoretically (and experimentally verified) twice that of regime II.412,414,415,417,419   

The crystallization rates of coumarin-functionalized PEG monols and diols 

with and without exposure to UV light are described herein.  Isothermal 

crystalline growth rates of the coumarin-functionalized PEGs were measured with 

optical microscopy.  Kinetic data was calculated from the crystallization 

measurements and compared to those in the literature.  The second and third 

crystallization regimes were separable by a transition region where more data 

would be needed to determine an exact transition point.    

5.3 EXPERIMENTAL SECTION 

5.3.1 Reagents.   

7-Hydroxycoumarin, PEG monol and diol, ethyl bromoacetate, and thionyl 

chloride were purchased from Sigma Aldrich Chemical Co. and used as received 

unless otherwise noted.  All other solvents and reagents were purchased from 

commercial sources and were used without any further purification unless 

otherwise noted.  THF was distilled from sodium/benzophenone under a nitrogen 

atmosphere prior to PEG/acid chloride reactions.    

5.3.2 Instrumentation.    

1H NMR spectra were recorded using either a Varian Unity 400 MHz or a 

Varian Inova 400 MHz spectrometer at 25 °C in CDCl3 at ambient temperature.  

UV-Vis spectroscopy was performed using an Analytical Instrument Systems Inc. 

spectrometer equipped with fiber optic light guides, a DT1000CE light source, 
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and an Ocean Optics USB2000 UV-Vis detector.    FTIR-ATR spectroscopy was 

accomplished with an Olympus Bx51 microscope modified with a SensIR 

IlluminatIR ATR objective and stage.  Molecular weights were determined at 40 

°C in

 and effective energy 

density were measured inutes with an EIT UV 

eter.  PEG films were solvent cast from chloroform or THF 

ont

and diols (COU-PEG-COU) 

on molecular weight is described in Chapter 4. 

5.3.

 chloroform or THF (HPLC grade) at 1 mL min-1 using polystyrene standards 

on a Waters GPC equipped with 3 in-line PLgel 5 µm MIXED-C columns with an 

autosampler, and a 410 RI detector.  Differential scanning calorimetry (DSC) was 

performed with a Perkin Elmer Pyris 1 at a heating rate of 20 °C min-1 after 

quenching from 120 °C at 80 °C min-1 under nitrogen.  UVA irradiation was 

accomplished using an Oriel UV reactor equipped with a glass filter, which 

efficiently blocked wavelengths below 300 nm.  Irradiance

at time intervals no longer than 5 m

Power Puck radiom

o quartz and drawn in a controlled manner using a doctor blade.  Film 

thickness was measured using.  Homogenous films of less than 3 µm thickness 

were prepared for optical microscopy.   

5.3.3 Synthesis and Characterization of Coumarin-Functionalized PEGs.   

The related synthesis of the coumarin derivatives, functionalization of the 

coumarin-functionalized PEG monols (PEG-COU) 

and the effect of irradiation 

4 Isothermal Crystallization.   

Isothermal crystallization was monitored using an Olympus BX51 microscope 

equipped with polarizing filters and an Olympus CD12 camera linked to computer 

via Olympus MicroSuite software.  A Linkam THMS 600 temperature controllable 
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stage and the corresponding Linkam TMS 94 temperature controller were used 

to modulate the crystallization temperature.  Dry ice-cooled IPA was utilized to 

cool the temperature stage.  All samples were heated to 70 °C and held for 5 

minutes before cooling to the desired temperature at 30 °C min-1.  Images were 

recorded with the MicroSuite software at set time intervals.  The crystal radii were 

measured with the MicroSuite software.  All reported growth rates are the 

average of at least two experiments. 

5.4 RESULTS AND DISCUSSION 

5.4.1 Effect of Coumarin Endgroups on Isothermal Crystallization. 

The effect of coumarin end groups on the crystallization at Tm – 15 °C is 

shown in Figure 5-1.  The addition of the single coumarin group on the PEG-

COU sample decreased the radial growth rate from 3.8 µm s-1 to 3.4 µm s-1.  The 

double coumarin substitution further decreased the growth rate to 0.45 µm s-1.  

This decrease was expected as others have reported that the addition of bulky 

endgroups retards PEG crystallization rate.409,410,412  Table 5-1 summarizes the 

 

cou

nctionalized PEG oligomers chain-extended 

the

changes in the thermal transitions and the growth rates of the PEGs due to the

marin end groups.  Crystallization exotherm and glass transitions were not 

observed for the PEG and PEG-COU samples as the polymers fully crystallized 

during quenching. 

UVA irradiation of the coumarin-fu

 macromolecules via coumarin cycloaddition.  For example, exposure to 110 J 

cm-2 increased the Mn of the PEG-COU and the COU-PEG-COU to 5,300 and 
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Figure 5-1.  The effect of coumarin endgroups on the crystal growth of the PEG 
olecules (isothermal crystallization at Tm – 15 °C). 
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Sample Tg (°C) Tc (°C) Tm (°C) Tm (°C)a Radial growth rate    
at Tm - 15 °C (µm s-1) 

PEG N/D N/D 52 55 3.8 
PEG-COU N/D N/D 50 47 3.4 

COU-PEG-COU -48 -31 36 40 0.45 
Table 5-1.  Summary of the thermal transitions (DSC) and the crystalline radial 
growth rates (optical microscopy). a = measured via optical microscopy, N/D = 

not detected. 
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8,500 g mol-1 (versus polystyrene standards), respectively.  The increase in the 

molecular weight, caused a 28% decrease the radial growth rate of PEG-COU 

and a 49% decrease in the radial growth rate of COU-PEG-COU (Figure 5-2).  

Kovacs and coworkers reported similar decreases in the growth rates of PEG 

and PEO with increasing molecular weights.406-411  

5.4.2 Effect of Temperature on the Crystallization of COU-PEG-COU Before 

and After Exposure to UV Irradiation. 

he effect of temperature on the growth rates of the COU-PEG-COU and the 

chain-extended COU-PEG-COU (110 J cm-2 of UVA irradiation) was also studied 

insight mole nam s  cry a n pr

nd Figure 5-4 show the effects of tallization temperature on crystal 

 and out UV adiation, pectively. s the tempera s 

d

igure 5-5 shows the Hoffman-Lauritzen plots for COU-PEG-COU before 

irradiation and after exposure to approximately 110 J cm-2 of UVA light.  The lines 

on the graph are linear fits (R2 > 0.985) for two regimes for each sample.  The 

plot is based on the crystal growth rate for each regime (G(i), Equation 5-1):  

 

Equation 5-1.        

T

to gain into the cular dy ic  of the st llizatio ocess.  Figure 

5-3 a crys
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Figure 5-2.  The effect of UVA irradiation exposure (110 J cm-2) on the 
crystallization radial growth rates.  
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Figure 5-3.  The effect of temperature on crystal radius as a function of time for 
the nonirradiated COU-PEG-COU. 
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Figure 5-4.  The effect of temperature on crystal radius as a function of time for 
the photo chain-extended COU-PEG-COU. 
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Figure 5-5.  The H  irradiated COU-
PEG-COU. 
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where i represents the crystallization regime, R is the gas constant, ∆T is the 

degree of supercooling (Tm – T), Tc is the crystallization temperature, U* is the 

activation energy required for chain movement through its melt reptation tube, T4 

is the temperature at which reptation ceases and f is a temperature correction 

factor (Table 5-2 lists literature values of the constants used in this analysis).  

Taking the log of both sides provides (Equation 5-2): 

Equation 5-2.      TfT
K

G
TTR

UTG
c

g
o

c ∆
−=

−
+∆−

∞

ln
)(

*lnln  

 

Once plotted, the data shows two crystallization regimes with a transition 

zone separating the regimes typical of PEO crystallization studies.  A linear 

regression of the data provided insight to the nucleation rate and the surface and 

fold energies of the COU-PEG-COU.  The nucleation constant for each 

crystallization regime is Kg(i) (Equation 5-3): 

Equation 5-3.    kH
TnaiK

f

me
g ∆

=
0

0)( σσ
 

where σ is the lateral surface energy, σe is the fold surface energy, k is 

Boltzmann’s constant, n is a constant for each regime of crystallization (n = 4 for 

regime I and III and n = 2 for regime II), Tm
0 is the equilibrium melt temperature, 

a t 

volume.214,414  It is important to note that the equilibrium melting temperature 

used in this analysis was measured via optical microscopy (40 °C).  While this is 

 

0 is the molecular width, and ∆Hf is the heat of fusion per crystal uni
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Constant Value 
U* 29.3 kJ mol-1 
T4 Tg - 30 
∆Hf 2.13x108 J m-3 
A 1.72x10-19 m2 
a  4.55 D 0

le 5-2.  Values for constants used in crystallization growth rate analysis.412,414 

 

Tab
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not an equilibrium measurement, variations of +/- 5 °C had little effect on the 

sults.  The values for Kg, σσe, q (the work of chain folding) and the ratio of Kg in 

e 3rd regime to Kg in the 2nd regime are listed in Table 5-3.  The fold surface 

ee energy (σe) was calculated by first solving for σ, where σ = 0.1*a0∆Hf then 

ubstituting the value for σ into Equation 5-3.412,414  The energy per fold (q) was 

etermined from σe = q/2A where A is the cross-sectional area of the chain.    

The calculated values o meters, listed in Table 5-3, 

are similar to those published e lite ,412,415,419  This was somewhat 

surprising as the published research was conducted on ideal PEO or PEG 

radiated sample had a small amount of chain-extended chains (Mw/Mn = 1.17), 

while the irradiated sample had a molecular weight distribution of 2.75.  In 

addition, the coumarin dimers that link the chain-extended chains together were 

thought to greatly influence the  molecular mobility of the chains as they pack into 

the crystals.  These factors probably led to the ratios Kg (III): Kg (II) listed in 

Table 5-3, which vary from the theoretical and experimentally verified value of 

2.0.409,410,412,414,419  Another observation of note was the variation in the values of 

q.  While, the values for q in regime III are greater than those for regime II, as is 

noted in the literature, the difference in the  values for the irradiated and 

nonirradiated samples illustrated an interesting trend.  The values of q for the 

irradiated samples are less than those for the nonirradiated samples.  As q is a 

measure of the amount of energy required to fold a chain, the data suggests that 

the irradiated chains are easier to fold than the nonirradiated chains.  

re

th

fr

s

d

of th herme t dynamic para

in th rature.409,410

fractions, i.e., narrow molecular weight distributions.  In this study, even the non-

ir
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Irradiation (J  m ) (J fold ) Kg(I

 

 

UVA Regime Kg (K-2) σσe  
2 -4 σe (J m-2) q  

-1
Kg(III)/ 

I) 
III 26,000 1.4 x 10-4 1.5 x 10-2 5.3 x 10-21 None -4 -2 -21 2.4 II 11,000 1.1 x 10 1.3 x 10 4.4 x 10  
III 23,000 1.2 x 10-4 1.4 x 10-2 4.7 x 10-21 
II 8,700 9.0 x 10 5 1.0 x 10-2 3.5 x 10  

Table 5-3.  Kinetic data for COU-PEG-COU before and after exposure to 110 J 
cm  UVA irradiation. 

 

-2

 

 

110 J cm-2 - -21 2.7 
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5.5  CONCLUSIONS 

Optical microscopy was used to measure the growth of coumarin-

functionalized PEG crystals.  The addition of a single coumarin endgroup to the 

end of a PEG monol greatly affected the crystallization kinetics resulting in a 

reduction in the crystallization rate, with a second coumarin endgroup further 

the rate.  Irradiation sequent cha n  

coumarin-functionalized P o d alli te compared 

-irrad ed co fun d -Lau n 

treatment was performed on alized PEG diols before and 

after exposure to UVA light.  Both, the irradiated and non-irradiated PEGs 

displayed two of the three crystallization regimes (regimes II and III).  No 

crystallization was observed to occur in regime I; this was an expected result as 

researchers typically seed the nucleation experiments in order to observe regime 

I crystallization.  The values of the kinetic data were similar to those published in 

the literature, with only the ratios of the nucleation constants varying greatly from 

the theoretical and published values.  This was surprising as coumarin-

functionalized PEG diol used in this study had a much broader molecular weight 

distribution than those used in other studies. 
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6.1 SUMMARY 

Coumarin-containing poly(alkyl acrylates) and poly(alkyl methacrylates) 

were prepared via quantitative side group esterification of hydroxyl-containing 

acrylic copolymers.  The coumarin-modified poly(alkyl acrylates) and poly(alkyl 

methacrylates) were solution cast into films (1 - 2 µm) and photocrosslinked via 

the dimerization of the coumarin derivatives with UVA (> 300 nm) light irradiation.  

The coumarin-modified poly(alkyl acrylates) and poly(alkyl methacrylates) 

crosslinked upon exposure to UVA light and exhibited a gel fraction between 74 

and 99%.  The effect of polymer glass transition temperature (Tg) on the 

photocrosslinking reaction was studied for coumarin-modified poly(alkyl 

acrylates) and poly(alkyl methacrylates).  Although the absolute difference 
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betwee nt of 

photodimerization reaction, polymers with a T  greater than the irradiance 

temperature displayed less reaction than those with a Tg lower than the 

irradiance tem  extent of 

conve   

Coumarin-functionalized poly(2-ethylhexyl methacrylate- -2-hydroxyethyl 

acrylate) was further examined to study the effect of light intensity and irradiation 

tim ng 

polymers.  For th sen-Roscoe 

reciprocity law. 

Keywords: opy, glass 

transition, reciprocity 

6.  

7-H

n Tg and irradiance temperature did not affect the rate or exte

g

perature.  The alkyl ester side groups dictated the final

rsion for polymers with a Tg lower than the irradiation temperature.

co

e (reciprocity law) on the photodimerization of the coumarin-containi

e intensities studied, the polymers followed the Bun

photoreactive effects, coumarin, UV-Vis spectrosc

2 INTRODUCTION

ydroxycoumarin (Figure 4-1) and various derivatives are known to 

undergo a photodimerization (2π+2π cycloaddition) reaction when irradiated in 

the ultraviolet-A (UVA) region of the electromagnetic spectrum.195,212,320,321,420  

The resulting photodimerized coumarin is cleavable when subsequently 

irradiated at wavelengths below 290 nm (Figure 4-1), but neither reaction is 

thermally allowed.  The photodimerized entities are thermally stable above 300 

°C, and have reported melting temperatures between 170 and 200 °C depending 

on their configuration.195,214,220,224,319   

A number of researchers have studied the use of coumarin moieties in 

polymers, including the early efforts of Delzenne and Laridon, who first utilized 

 204



coumarin groups to photocrosslink polymers in the mid-1960’s.208,420  The 

photocrosslinking of coumarin-functionalized poly(hydroxyethers) and hydrolyzed 

poly(vinyl butyral) was evaluated for the formation of insoluble networks.  Later, 

Ramamurthy et al. studied the dimerization of many coumarin derivatives and 

less than 0.5 nm separation of the 3,4-olefin in the coumarin derivative was 

necessary for two coumarin moieties to dimerize.421  Thus, efficient coumarin 

dimerization required sufficient molecular mobility. 

Since these initial studies, researchers have confirmed the use of coumarin 

groups to photoreversibly crosslink or chain extend a variety of 

polymers.147,199,200,202,359,360  In addition to the photodimerization reaction, 

res

degradable polyamides.326,327  Recent efforts have 

demonstrated the efficacy er photoactive groups to 

pho

361

-2

extended PEG diols uently converted to the original molecular 

we

-2

earchers have also utilized the photocleavage of coumarin dimers in the 

synthesis of photo

of coumarin and oth

toreversibly crosslink and chain extend oligomers.  For example, the 

photoreversible chain extension of coumarin-endcapped PEG monols and diols 

were recently investigated in our laboratories.   The coumarin modified 

poly(ethylene glycol) monols and diols were chain extended via the dimerization 

of the coumarin derivatives with UVA light irradiation.  The coumarin-endcapped 

PEG diols doubled in molecular weight, and the molecular weight distribution 

increased from 1.17 to 2.75 upon exposure to UVA light at 110 J cm .  The chain 

 were subseq

ight via the photocleavage reaction of the coumarin dimer upon exposure to 

less than 2 J cm  of irradiation at 254 nm. 

 205



Ngai and Wu recently used laser light scattering to study the molecular 

dynamics of poly(methyl methacrylate-co-7-acryloyloxy-4-methylcoumarin) , 

which was crosslinked in solution.404  Irradiation in concentrated solutions (> 5 

wt% polymer) led to the formation of homogenous gels, whereas only finite 

clusters of crosslinked polymer were formed in more dilute systems.  

Furthermore, the molecular dynamics of the polymer in solution revealed that 

slow relaxation modes became slower during the transition from the semidilute 

regime to the fully crosslinked polymer.422  This study was the first to suggest that 

the slow mode relaxation was attributed to thermally agitated density fluctuations. 

A number of factors influence successful polymer modification reaction 

including polymer concentration in solution, steric effects, and others.96  For 

example, bulkier alkyl ester side chains sterically hinder nucleophilic attack of the 

pendent esters on a polymer chain.  Another critical factor is polymer 

concentration in solution and solvent choice.  In poor solvents, the concentration 

of reactive centers is higher in the collapsed polymer coils compared to the bulk 

polymer solution.96  Since there is a decreased concentration of polymer outside 

the collapsed coils, the reaction rate outside the coils is zero, leading to a slower 

than average reaction rate.  Finally, since the compositional distribution is 

random, all chains are not compositionally equivalent.  Therefore, individual 

polymer chains may lack the desired reactive groups prior to functionalization, 

and the functionalization reaction may not occur on a particular chain.  Thus, 

after the attempted functionalization, both circumstances lead to polymer chains 
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tha

dat

t lack the desired functional group and are inseparable from the bulk of the 

functionalized polymer.    

In the early 1860s, Bunsen and Roscoe concluded that the extent of a 

photochemical reaction is only dependent on the total energy absorbed and not 

the individual components, irradiation time and intensity (Bunsen-Roscoe 

Reciprocity Law).423-427  Ideally, the specific combination of energy intensity and 

time used to produce the required number of photons necessary to form an 

image (or cause a photochemical reaction) should not affect the resulting 

image.402  Halm later developed a graphical method for presenting reciprocity 

a which includes an example of reciprocity law failure (Figure 6-1).424,427  The 

abscissa in Figure 6-1 is commonly referred to as image density, since the origin 

of the reciprocity law is based on the development of photographic and 

radiographic films.  However, since its conception, the law has been applied to a 

number of systems ranging from erythema to polymer photodegradation.424  

Adherence to the reciprocity law (dependence on total energy absorbed only) is 

plotted as an ideal horizontal line, whereas failure is depicted as non-linearity.  

The degree of failure is determined as the deviation in the slope from the 

horizontal line.   

When applied to photoinitiated polymerization, the polymerization kinetics 

greatly influence adherence to the reciprocity law.  Zumbrum studied 

photopolymerization of multifunctional acrylates and methacrylates via FTIR and 

reported deviation from the reciprocity law for these systems.402  The failure, in  
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Figure 6-1.  Halm’s graphical method for determination of reciprocity law 
adherence.424,427 
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th

th

is case, was due in part to the photopolymerization reaction kinetics, as the 

eoretical photoinitated polymerization rate depends on intensity to the ½ 

power.96,97,402  Experimentally, the reciprocity plot for Zumbrum’s systems 

produced a sigmoidal curve, with combinations of low intensity and long 

irradiation times leading to low convers ns.  Conversely, combinations of high 

intensity short irradiation times lead to high conversions.  Nevertheless, the 

reciprocity law is typically followed in the reported literature.  In fact, in a recent 

review of the literature involving the reciprocity law, 62% of the 262 materials 

studied followed the reciprocity law.424 

This report describes the effect of molecular mobility in terms of the polymer 

glass transition temperature (Tg) on the ability to crosslink coumarin-

functionalized poly(alkyl acrylates) and poly(alkyl methacrylates).  The effect of 

Tg and alkyl ester side chain composition on the dimerization of coumarin side 

chains is described.  Coumarin groups were coupled with acrylic and methacrylic 

base copolymers via esterification of 2-hydroxyethyl acrylate side chains.  The 

coumarin-modified poly(alkyl acrylates) and poly(alkyl methacrylates) were 

phot  in 

the UVA region.  UV-Vis spectroscopy, differential scanning calorimetry (DSC), 

and gel fraction measurements were employed to monitor changes in the 

chemical structure of the coumarin-modified polymers.   

 

 

 

io

ocrosslinked via the coumarin photodimerization reaction upon irradiation
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6.3 EXPERIMENTAL SECTION 

6.3.1 Materials.   

7-Hydroxycoumarin, ethyl bromoacetate, 2,2’-azobisisobutyronitrile (AIBN) 

and thionyl chloride were purchased from Sigma Aldrich Chemical Company and 

used as received.  Avery Dennison Chemical Company kindly provided the n-

butyl acrylate (n-BA), 2-hydroxyethyl acrylate (HEA), methyl acrylate (MA), and 

2-ethylhexyl acrylate (EHA), which were passed through a neutral alumina 

column to remove radical inhibitors.  n-Butyl methacrylate (n-BMA), methyl 

methacrylate (MMA), 2-ethylhexyl m the acrylate (EHMA), and t-butyl acrylate (t-

BA

ere determined at 40 °C 

in chloroform or THF (HPLC grade) at 1 mL min-1 using polystyrene standards on 

a Waters 707 Autosampler equipped with 3 in-line PLgel 5 µm MIXED-C 

columns, a Waters 410 refractive index detector and an in-line Wyatt Technology 

) were purchased from Aldrich and passed through a neutral alumina column 

to remove radical inhibitors. All other solvents and reagents were purchased from 

commercial sources and were used without any further purification unless 

otherwise noted.  THF was distilled from sodium/benzophenone under a nitrogen 

atmosphere prior to esterification.    

6.3.2 Instrumentation.    

1H NMR spectra were recorded using either a Varian Unity 400 MHz or a 

Varian Inova 400 MHz spectrometer at 25 °C in CDCl3.  UV-Vis spectroscopy 

was performed using an Analytical Instrument Systems Inc. spectrometer 

equipped with fiber optic light guides, a DT1000CE light source, and an Ocean 

Optics USB2000 UV-Vis detector.    Molecular weights w
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Corp. miniDAWN mult ALLS) detector.  DSC 

 Perkin Elmer Pyris 1 at a heating rate of 20 °C min-1 under 

nitr

density filter (Edmund Optics) was used as 

n ight intensity during UVA irradiation of the polymers.  

The

iple angle laser light scattering (M

was performed with a

ogen.  The Tg was measured during the second heat using the midpoint of 

the transition.  Irradiation temperature was measured with a Raytek Thermalert 

TX optical pyrometer.  Homogenous films of 1 to 2 µm thickness were solvent 

cast from chloroform onto quartz microscope slides and drawn in a controlled 

manner using a doctor blade.  Film thickness was measured using microcalipers.  

6.3.3 UV Irradiation.   

UVA irradiation was accomplished using a F300s series microwave powered 

electrodeless lamp source coupled with a LC-6B bench top conveyer 

manufactured by Fusion UV Systems, Inc.  A “D” bulb (linear power output of 80 

W  cm-1) was used with a glass filter, efficiently blocking wavelengths below 300 

nm.  The belt speed was set at 3 m min-1 unless otherwise noted.  A fused silica, 

Tech Spec™ linear stepped neutral 

an inli e mask controlling l

 filter ranged from an optical density of 0 (100% transmission) to 2.0 (1% 

transmission) in 11 discrete steps and provided a combinatorial methodology to 

study reciprocity effects.  UVA irradiance and effective energy density were 

measured before and after each sample set with an EIT UV Power Puck 

radiometer.  Extent of photoreaction was monitored using UV-Vis spectroscopy.  

The temperature of the polymer samples in the Fusion system during the 

irradiation treatment ranged from 30 to 40 °C.   
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6.3.4 Synthesis of Coumarin Precursors.   

The related synthesis of the 7-hydroxycoumarin derivatives is published 

elsewhere.147,148  Briefly, 7-hydroxycoumarin (10.0 g, 61.6 mmol) was combined 

with ethyl bromoacetate (12.4 g, 73.9 mmol), potassium carbonate (12.5 g, 90 

mmol), and acetone (450 mL) and refluxed for three hours.  After salt filtration, 

the product was recrystallized from ethanol with an isolated yield of 90%.  The 

product (7-ethoxycarbonylmethoxycoumarin) (7.05 g, 28.2 mmol) was 

sub

1

  The reaction mixture was then 

diluted with ethyl acetate (49 mL, 80 vol%).  Finally, the initiator, AIBN (22.3 mg, 

sequently hydrolyzed for 18 hours in a mixture of 1,4-dioxane (280 mL), water 

(400 mL) and sodium hydroxide (15.8 g, 395 mmol).  The resulting product (7-

carboxymethoxycoumarin) was extracted with a 3:1 chloroform/methanol mixture 

and recrystallized from ethanol with an isolated yield of 85%.  The 7-

carboxymethoxycoumarin (2.44 g, 11 mmol) was refluxed for three hours in 

thionyl chloride (20.0 mL 277 mmol) providing 7-chlorocarbonylmethoxycoumarin 

at a yield greater than 98%.  Unreacted thionyl chloride was quantitatively 

removed under reduced pressure.  H NMR (400 MHz, CDCl3, ppm): 7.65 (d, 1H, 

CH), 7.43 (d, 1H, Ar H), 6.86 (d, 1H, Ar H), 6.80 (s, 1H, Ar H), 6.31 (d, 1H, CH), 

5.02 (s, 2H, CH2). 

6.3.5 Synthesis of 10 mol% 2-Hydroxyethyl Acrylate Copolymers.   

The synthesis of a typical acrylate copolymer is described.  The n-BA (10.0 g, 

78.0 mmol) and 2-HEA (1.0 g, 8.61 mmol) monomers were added to a 100 mL 

round-bottomed flask with a magnetic stir bar.
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0.2 wt%), was added to the reaction vessel.  The reaction mixture equipped with 

0 minutes, then placed in a 70 °C 

oil 

lting polymer was precipitated into approximately 600 mL 4:1 

tle, and 

drie

a water condenser, sparged with nitrogen for 1

bath with a magnetic stirrer and allowed to polymerize for 24 h. The polymer 

was precipitated into approximately 600 mL 4:1 methanol:water solution.  The 

isolated polymer product was dried in the vacuum oven at 65 °C for 24 h.  A 

similar method was utilized to synthesize the series of copolymers (Table 6-1). 

6.3.6 Copolymer Modification with 7-Chlorocarbonylmethoxycoumarin.   

A typical coumarin modification of acrylic copolymers is described. Poly(n-BA-

co-HEA) (3.60 g) was dissolved in 35 mL distilled THF then combined with 

triethylamine (0.625 g, 6.18 mmol) and stirred under nitrogen in a 100 mL round-

bottomed flask.  Triethylamine was added at a 25 mol% excess compared to the 

7-chlorocarbonylmethoxycoumarin.  7-Chlorocarbonylmethoxycoumarin (1.19 g, 

5.0 mmol) was dissolved in 12 mL distilled THF and added dropwise via an 

addition funnel to the poly(n-BA-co-HEA) and triethylamine mixture.  The addition 

funnel was then rinsed with an additional 10 mL distilled THF. The reaction 

mixture was stirred at 0 °C overnight under a nitrogen blanket with the reaction 

vessel covered in aluminum foil to avoid ambient photoreactions.  After filtration 

of the salt, the resu

methanol:water solution, stored in an aluminum foil covered 60 mL bot

d in the vacuum over at 65 °C for 24 h.  The purified yield was 74%.  
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Monomer mol% Mw (g mol-1) Mw/Mn 
Charged 1H NMR mol% 

Monomer:HEA Monomer:HEA

n-BMA 90:10 89:11 163,000 1.82 

MA 90:10 90:10 390,000 2.50 

EHA 90:10 88:12 248,000 3.73 

 

Table 6-1.  Precursor alkyl acrylate and alkyl methacrylate copolymer 

 
compositions and molecular weights. 

n-BA 90:10 89:11 273,000 3.65 

t-BA 90:10 89:11 221,000 2.47 

MMA 90:10 90:10 138,000 1.63 

EHMA 90:10 87:13 176,000 2.06 
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6.4 RESULTS AND DISCUSSION 

6.4.1 Synthesis and Functionalization of Poly(alkyl acrylates) and 

Poly(alkyl methacrylates).   

olymerization of all seven acrylic or methacrylic monomers afforded the 

desired high molecular weights and molecular weight distributions typical of free 

radical polymerization (Table 6-1). Monomers were chosen to cover a wide range 

of glass transition res mer T  values after coumarin 

functionalization 54 °C to 105 °C. Each polymerization reaction 

was d with 1  HEA an MR spe  was u  to 

confi he copolym mposition  6-1). mpositio ere 

determined utilizing t MR reson due to th  group at the end 

of the aliphatic side chain of the monomer (1.0 ppm for n-BA) and the protons 

α to th

As expected, functionalization of the acrylic copolymers using the coumarin 

acid chloride derivative depended on the selection of the monomer side group 

due to steric hindrance (Table 6-2). For example, a greater molar excess of 

coumarin acid chloride was required at identical reaction conditions to 

functionalize 5 mol% of the HEA when using monomers with the bulkier side 

groups. The poly(EHA) and poly(EHMA) copolymers required more than a 10-

fold molar excess of coumarin acid chloride whereas the copolymers with smaller 

side groups such as poly(MA) and poly(MMA) required only 3-fold molar excess. 

The acid chloride was synthesized less than three days prior to the 

functionalization reaction to ensure that the reagents were fresh and dry.  

P

temperatu (Tg), with copoly g

 ranging from -

 charge 0 mol% d 1H N ctroscopy tilized

rm t er co (Table Molar co ns w

he 1H N ances e methyl

e hydroxyl group on the HEA (3.8 ppm).  
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molar ratio 
Final Conc. 

%) 

Final 

functionality 

 

Base Polymer HEA:Coumarin HEA 
(mol

coumarin 

(mol%) 
Tg (°C) 

n-BA 1:3.5 7.0 4.0 -33 

MA 1:3 5.0 5.0 25 

t-BA 1:5 6.0 4.0 51 

 

EHA 1:10 8.0 4.0 -54 

EHMA 1:12 6.0 7.0 3 

n-BMA 1:5 6.0 5.0 32 

MMA 1:3 5.0 5.0 105 

Ta
and poly(alkyl methacrylates) and the final compositions and Tgs of the coumarin-

 

ble 6-2.  HEA:Coumarin ratios utilized to functionalize the poly(alkyl acrylates) 

functionalized copolymers. 
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The extent of copolymer coumarin modification was determined using 1H 

MR spectroscopy and resulted in 5.0 - 7.0 mol% coumarin functionality (Table 

6-2). The Tg of each of the functionalized polymers is also shown in Table 6-2.  

The photodimerization of the coumarin-functionalized copolymers was expected 

to depend on the Tg; the higher Tg polymers (i.e., poly(MMA) and poly(t-BA)) 

were expected to be more difficult to crosslink than the lower Tg polymers due to 

the restricted chain mobility. 

6.4.2 

Polymer films were solvent cast o rtz s  the irradiation 

experiments.  Three samples for each co rin-functi e 

irradiated a veraged to c m UV-Vis ducibility.  The λMax absorbance 

near 325 nm in the UV-Vis absorbance spectrum of the coumarin-functionalized 

n-BA polymer is typical of 7-hydroxycoumarin containing polymers (Figure 

201,202,361,420

at 325 nm was used to me tion.  As the unsaturated 

coumarin moieties were converted to cyclobutane dimers (Figure 4-1), the extent 

of coumarin side group conjugation decreased, resulting in a decrease in 

absorbance at 325 nm and an increase at 248 nm.  The intensity decrease was 

proportional to the consumption of the 3,4-olefin in the coumarin derivative.  

Figure 6-2 shows the typical decrease in absorbance (photocrosslinking of the 

coumarin functionalized poly(EHMA)) upon irradiation above 300 nm (UVA 

intensity ~ 2.2 J cm-2 min-1).   

N

UV Irradiation of Coumarin-Modified Copoly

nto qua

mers.   

lides for

uma onalized polymer wer

nd a onfir repro

6-2).   The reduced intensity of the coumarin double bond absorbance 

asure the extent of dimeriza
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case, poly(EHMA)).  Arrows indicate the change in absorbance due to coumarin 
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The UV-Vis absorbance profiles for the coumarin-functionalized polymers 

studied are shown in Figure 6-3.  As samples were irradiated, the absorbance at 

λMax initially decreased and then reached a plateau as the maximum coumarin 

consumption was approached. The sample temperature reached 30-40 °C in the 

Fusion system due to infrared heating during sample irradiation, and the 

absorbance profiles showed two distinct groups of data, polymers with a Tg 

below the irradiation temperature and polymers with a Tg above the irradiation 

temperature.  The high Tg polymers (Tg = 51 and 105 °C) were irradiated at a 

temperature below their Tg and therefore consumed much less coumarin in the 

formation of the cyclobutane ring in the photoreaction due to the limited mobility 

of the coumarin side groups.  The lower Tg functionalized polymers (Tg = -54 to 

32 °C) were irradiated at a temperature above Tg, which allowed for increased 

chain mobility.  The increased mobility allowed coumarin moieties to interact 

more frequently and consequently allowed for increased coumarin photoreaction. 

Figure 6-4 shows the final percentage of coumarin groups consumed after 

ex s 

exhibited a 47 to 59% d  to approximately 17% 

for the higher Tg polymers.  The greatest scatter measured in coumarin 

consumption occurred for the coumarin-functionalized poly(n-BMA), the Tg of 

which (32 °C) falls in the temperature range of the irradiation treatment (30 to 40 

°C).  This increased scatter in percent coumarin consumption was due to the 

presence of polymer chains with decreased mobility when the sample 

 

posure to approximately 22 J cm-2 of UVA light.  The lower Tg polymer

ecrease in absorbance compared
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Figure 6-3.  Consumption of coumarin groups as a function of irradiation dose 
and T  for the coumarin-functionalized poly(alkyl acrylates) and  poly(alkyl g

methacrylates).
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Figure 6-4.  Percentage of coumarin consumed after coumarin-functionalized 
p  

 

 

oly(alkyl acrylates) and poly(alkyl methacrylates) of various Tg were exposed to
approximately 22 J cm-2 of UVA irradiation. 
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 temperature did not uniformly exceed Tg during irradiation.  As expected, 

photocrosslinking of the coumarin-functionalized polymers had an insignificant 

effect on polymer Tg.  Table 6-3 shows the Tgs of the polymer series before and 

after irradiation with approximately 22 J cm-2 of UVA light. 

In addition to chain mobility, alkyl ester side group composition was also 

considered as a possible factor restricting coumarin consumption during 

photoreaction. The composition of the alkyl ester side group played an important 

role in the photodimerization of the coumarin molecules (Figure 6-5).  The MA 

based polymer had the highest coumarin consumption at 59%.  The poly(2-EHA) 

and poly(2-EHMA) consumed approximately 54% followed by the poly(n-BA) and 

poly(n-BMA) with around 47%.  The poly(MMA) and poly(t-BA) exhibited the 

lowest consumption at approximately 16%.  The low percentage of coumarin 

consumption of the poly(MMA) and poly(t-BA) are attributed to the low mobility of 

the high Tg chains, several factors may contribute to the coumarin consumption 

for the other five polymers.   

Pendant group bulkiness was expected to influence the coumarin 

consumption on irradiation.  Indeed, poly(MA) has the pendant group chain and 

as anticipated, consumed the highest percentage of coumarin.  The 2-ethylhexyl 

pe r 

c

although studies have shown that the 2-ethylhexyl side chain has a larger molar 

olume than the n-butyl side chains.428,429  It was also evident that the α-methyl  

 

ndant group polymers  (poly(EHA) and poly(EHMA)), however, showed greate

onsumption than the n-butyl side chain polymers (poly(n-BA) and poly(n-BMA)) 

v
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Base polymer Tg (°C) before Tg (°C) after 
irradiation irradiation 

EHA -54 -53 

EHMA 3 9 

n-BMA 32 31 
t-BA 51 49 
MMA 105 101 

 

Table 6-3.  Glass transition temperatures of coumarin-functionalized poly(alkyl 
acrylates) and poly(alkyl methacrylates) before and after approximately 22 J cm-2 

of UVA irradiation.

n-BA -33 -36 

MA 25 27 
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Figure 6-5.  Percentage of coumarin consumed after approximately 22 J cm-2 of 
UVA irradiation based on copolymer side group composition. 

 

10

 224



on the backbone of the methacrylate polymer chains had no effect on the 

efficiency of the photoreaction as the poly(2-EHA) and poly(2-EHMA) as well as 

the poly(n-BA) and poly(n-BMA) consumed comparable percentages of coumarin 

even though the molar volumes of the poly(alkyl methacrylates) are significantly 

larger than those of the poly(alkyl acrylates).428,429  The exception to this trend 

was the poly(MA) and poly(MMA).  In this case, the α-methyl on poly(MMA) 

copolymer increased the Tg 70 °C, making the difference in coumarin 

consumption between poly(MA) and poly(MMA) attributable to Tg effects rather 

than the steric effect of the α-methyl group.  Another interesting point in Figure 6 

was the final coumarin consumption of poly(t-BA). The bulky t-butyl group was 

expected to have the greatest steric effect of all the side groups examined.  

While the data supported this hypothesis, the high Tg of the poly(t-BA) actually 

dictated the final coumarin consumption, as with the poly(MMA).   

Solubility parameters were also investigated as a possible explanation to the 

observed trend in photoreaction efficiency, as the larger hydrophilic alkyl side 

chains may repel the more hydrophilic coumarin groups, limiting 

photodimerization.  However, the polymer solubility parameters reported in the 

terature for polymers studied did not follow the observed trend.428,430  While the 

s

it was not taken into consideration in this study.   

The effect of side group composition was also studied using gel fraction 

measurements (Figure 6-6).  A photocrosslinked polymer becomes insoluble  

  

li

pecific gravity of the individual may also affect the rate and extent of conversion, 
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Figure 6-6.  Gel fraction after approximately 22 J cm  of UVA irradiation based 
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after irradiation, forming a mixture of an insoluble gel and any remaining 

uncrosslinked product.  Since only a few photoreactions per chain are necessary 

to form a crosslinked product, high gel fractions were expected.95,159  Regardless 

of Tg, all seven of the coumarin-functionalized poly(alkyl acrylates) and poly(alkyl 

methacrylates) contained more than 75% gel after exposure to approximately 22 

J cm-2 of UVA irradiation. 

6.5 RECIPROCITY OF COUMARIN-FUNCTIONALIZED EHMA POLYMERS 

The coumarin-functionalized 2-EHMA polymer was further evaluated to 

determine the effect of light intensity and irradiation time on the consumption of 

the coumarin groups.  Figure 6-7 shows the effect of irradiation time on coumarin 

dimerization.  The samples were placed on the conveyor and repeatedly passed 

under the UV lamp at approximately 3, 6, and 12 m s-1, corresponding to doses 

of 2.2, 1.1, and 0.55 J cm-2  pass-1, respectively.  At a total dose of 2.2 J cm-2 (1 

pass at 3 m s-1, 2 passes at 6 m s-1, and 4 passes at 12 m s-1) the film that 

received 1.1 J cm-2 pass-1 displayed a slightly higher percent of coumarin 

consumed than the other two samples.  However, at a total dose of 11 and 22 J 

cm-2, approximately 52 and 55% of the coumarin, respectively, was consumed in 

a  

independent of the in 5 J cm-2 pass-1) and 

suggests reciprocity law adherence. 

A neutral density linear step filter was utilized to determine the effect of light 

intensity on the coumarin dimerization reaction of the functionalized poly(EHMA).  

The first eight steps of the linear step filter were utilized, affording seven steps of 

ll of the films.  This indicates that the extent of coumarin dimerization was

dividual doses studied (2.2, 1.1, and 0.5
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Figure 6-8.  Waterfall-type plot of coumarin conversion versus dose utilizing the 
step filter. 

 
 

 229



filter transmission ranging from 6 to 100% (optical density between 1.4 and 0).  

The waterfall-type plot of coumarin con

seven steps of the filter is shown in Figure 6-8.  Each sample displayed a similar 

reaction profile and thus similar conversions at the same dose (equal doses were 

achieved with additional passes under the UV lamp).  Figure 6-9 shows the  

reciprocity plot for the coumarin-functionalized poly(EHMA) utilizing Halm’s 

method at three doses (2, 8, and 15 J cm-2).424,426,427  The plot shows coumarin 

conversion (plotted on a log scale) versus the log of the exposure intensity.  A flat 

line represents reciprocity law agreement, i.e. conversion is dependent only on 

the total energy absorbed (dose) and independent of the individual components 

of dose (intensity and irradiation time).  Over the range studied, the polymer was 

in agreement with the reciprocity law with the exception of the high intensity 

(100% transmission) 2 J cm-2 sample.  This deviation from the reciprocity law 

was attributed to Webb’s intermittency effect at high irradiance.426,431  Webb’s 

intermittency effect is a result of the difference between constant irradiance and a 

pulsed light source (similar to the method of irradiation utilized in this study). 

6.6 CONCLUSIONS 

 

synthesized.  UVA irradiation was util ed to crosslink the polymers via the 

dimerization of the coumarin groups.  While the specific Tg was not an important 

factor in the dimerization of the coumarin groups, the polymer Tg relative to the 

irradiation temperature dictated the coumarin consumption.  Polymers with a Tg  

 

version versus dose for each of the first 

Coumarin-containing polymers with Tgs ranging from –54 to 105 °C were

iz
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Figure 6-9.  Halm-type plot of conversion versus exposure intensity showing 
 

reciprocity law agreement at doses of 15 and 8 J cm-2. 
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above the irradiation temperature dimerized to a lesser extent than polymers with 

 Tg below the irradiation temperature.  Alkyl ester side chain composition 

ffected in coumarin dimerization, with the observed trend a result of a complex 

combination of factors possibly including molar volume, solubility parameters, 

etc.  The α-methyl on the backbone of the poly(alkyl methacrylates) did not affect 

dimerization as there was no difference in the coumarin consumption efficiency 

between the poly(alkyl acrylates) and the poly(alkyl methacrylates) with identical 

alkyl ester side groups.  The coumarin-functionalized acrylates obeyed the 

Bunsen-Roscoe reciprocity law indicating that the photodimerization of the 

coumarin groups depends only on the total energy absorbed (total irradiation 

dose) and is independent on the individual components of dose (irradiation time 

and intensity).  This is an important advantage over photoinitiated crosslinking 

since low irradiation intensities are overcome with longer irradiation times, unlike 

photoinitiated reactions since the polymerization rate is dependent on irradiation 

intensity to the ½ power. 
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7.1 ABSTRACT 

Model photoreactive PSAs were developed to create a photodeactivatable 

PSA system. Coumarin-functionalized poly(2-ethylhexyl acrylate-co-hydroxyethyl 

acrylate) was prepared via traditional free radical polymerization followed with 

quantitative hydroxyl group esterification and studied as a model photoactive 

pressure sensitive adhesives (PSAs).  The polymers were solution cast into films 

(1 - 2 µm thick for UV-Vis

DEACTIVATABLE PSA VIA PHOTODIMERIZATION 

Scott R. Trenor, Timothy E. Long1, and  Brian J. Love2* 

2 Department of Materials Science and Engineering  

Blacksburg, VA  24061 

 spectroscopy and 18 µm thick for gel fraction and peel 

strength studies) and p ation of the coumarin 

der

 reduction in the crosslink density led 

to a 200% increase in the peel strength compared to the photocrosslinked 

hotocrosslinked via dimeriz

ivatives with ultraviolet-A (UVA light irradiation (> 300 nm).  UV-Vis 

spectroscopy indicated that approximately 60% of the coumarin groups 

photodimerized when exposed to 22 J cm-2 of UVA irradiation.  The formation of 

reversible coumarin crosslinks gelled the model PSA and a 97% reduction in peel 

strength was measured.  UVC irradiation was used to photocleave the coumarin 

dimers, reducing the crosslink density.  This
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adhes lit uent 

peel strength modulation may provide a mechanism for the repeated use of these 

model adhesives. 

Key words: UV crosslinking, marin 

 

Crosslinked materials are us ral materials and hydrogels.  

Conventional methods for achieving crosslinking are often difficult to control and 

typically employ chain-like reac e species such as radicals or 

cat 43,432-435

436

24-26,104,437

24-26,105-107

ive.  This reversibi y of the coumarin photodimerization and conseq

PSA, photodimerization, cou

7.2 INTRODUCTION 

ed as structu

tions using reactiv

ions.   While these reactions often require the use of an initiator and 

the addition of thermal energy initiate crosslinking, alternative crosslinking 

methods, most notably photoactive crosslinking developed by Plambeck in the 

1950’s,  have sought to eliminate the need for special initiators and the use of 

the heat. 

Webster and coworkers recently crosslinked acrylic based adhesive systems 

to create releasable PSA bandages.   The methacrylic functional sites 

were photocrosslinked using halogen lamps and sunlight as irradiation sources 

with Irgacure 784 as the photoinitiator.  Peel strengths were reduced as much as 

79% with 2 min of irradiation, and higher light intensities were found to achieve a 

greater reduction in peel strength as a function of time.   While this 

system was considered a breakthrough in medical grade PSAs, it does exhibit 

several drawbacks: diffusion of the photoinitiator may potentially lead to 
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nonhomogenous crosslinking and premature photocrosslinking may occur due to 

ambient lighting, causing the PSA to lose peel strength and fail prematurely.   

Ebe and coworkers developed a releasable pressure-sensitive tape based on 

lic acid.438  Their 

dhesive mixtures leading to a 97% reduction in the peel strength upon UV 

exposure.  The reduction in attributed to a 2% volume 

con

points via non-radical radiative pathways negating the need for 

pho

incorporation of photocrosslinking coumarin functionalities via a side group 

a precursor adhesive synthesized from n-butyl acrylate and acry

a

 peel strength was 

traction and an increase in the storage modulus at room temperature, which 

also led to a shift in the tan δ maximum from below 0 to over 60 °C.  A change in 

fracture mechanism during peel testing from adhesive failure to mostly cohesive 

failure with UV irradiation was also reported. 

Novel functional groups such as coumarin, cinnamate, and maleimides are 

also used as photocrosslinkers.94,157-159,188,190,193,232,361,420  These small molecules 

undergo a 2π + 2π cycloaddition when exposed to UV irradiation and form 

crosslink 

toinitiators.  7-Hydroxycoumarin (Figure 1) and various derivatives undergo 

photodimerization reaction when irradiated in the ultraviolet-A (UVA) region of the 

electromagnetic spectrum (> 300 nm).195,212,320,321,420  The dimer, which is 

composed of a cyclobutane ring, is subsequently cleaved when irradiated at 

wavelengths shorter than 290 nm (Figure 4-1).  One distinct advantage of 

photocrosslinking via 2π + 2π cycloaddition is that these reactions do not suffer 

from oxygen inhibition, as do many photoinitated polymerizations.59,85 

Here, we describe the synthesis of functional acrylic copolymers and the 
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esterification reaction.  The performance of these photocrosslinkable polymers as 

an adhesive was evaluated before and after irradiation.  The effects of light 

inte

sed from Sigma Aldrich

ise noted. 

 MHz or a 

Var

nsity and irradiation time were not included as part of this work as these 

materials were shown to follow the reciprocity law, i.e., the extent of 

photoreaction is dependent only on the total dose of irradiation and not the 

individual components of dose (irradiation intensity and time).439 The 

photodimerization reaction was monitored the effects of irradiation on coumarin 

consumption, gel fraction and 90° peel strength were examined.  

7.3 EXPERIMENTAL 

7.3.1 Materials.   

7-Hydroxycoumarin, ethyl bromoacetate, 2,2’-azobisisobutyronitrile (AIBN) 

and thionyl chloride were purcha  Chemical Company and 

used as received.  2-Hydroxyethyl acrylate (HEA), 2-hydroxyethyl methacrylate 

(HEMA) and 2-ethylhexyl acrylate (EHA) were purchased from Aldrich and 

passed through a neutral alumina column to remove radical inhibitors.  All other 

solvents and reagents were purchased from commercial sources and used 

without further purification unless otherw  THF was distilled from 

sodium/benzophenone under a nitrogen atmosphere prior to polymer 

esterification reactions.    

7.3.2 Instrumentation.   

1H NMR spectra were recorded using either a Varian Unity 400

ian Inova 400 MHz spectrometer at 25 °C in CDCl3.  UV-Vis spectroscopy 

was performed using an Analytical Instrument Systems Inc. spectrometer 

 236



equipped with fiber optic light guides, a DT1000CE light source, and an Ocean 

Optics USB2000 UV-Vis detector.    Molecular weights were determined at 40 °C 

in chloroform or THF (HPLC grade) at 1 mL min-1 using polystyrene standards on 

a Waters 707 Autosampler equipped with 3 in-line PLgel 5 µm MIXED-C 

columns, a Waters 410 refractive index detector and an in-line Wyatt Technology 

Corp. miniDAWN multiple angle laser light scattering (MALLS) detector.  

Differential scanning calorimetry (DSC) was performed with a Perkin Elmer Pyris 

1 at a heating rate of 10 °C min-1 under nitrogen.  The glass transition 

temperature (Tg) was measur at using the midpoint of the 

 temperature was measured with a Raytek Thermalert TX 

opt

complished using a F300s series microwave powered 

e coupled with a LC-6B bench top conveyer 

ma

ed during the second he

transition.  Irradiation

ical pyrometer.  Film thickness was measured using microcalipers or 

estimated from film coating weight.  Two sets of peel samples were prepared for 

this study.  The first set was measured with a TA.XT2i Texture Analyzer (Texture 

Technologies Corp., Scarsdale, NY/Stable Micro Systems, Godalming, Surrey, 

UK) utilizing a 90º peel wheel (aluminum) and PET backing materials.  The 

second set of peel samples were tested on an Instron utilizing a 180º peel 

apparatus.  

7.3.3 UV Irradiation.   

UVA irradiation was ac

electrodeless lamp sourc

nufactured by Fusion UV Systems, Inc or an Hg arc lamp manufactured by 

ThermoOriel.  In the Fusion system, “D” bulb (linear power output of 80 W cm-1) 

was utilized in conjunction with a glass filter, which efficiently blocked 
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wavelengths below 300 nm.  The belt speed was set at 6.1 m min-1, providing a 

dose of approximately 1.1 J cm-2.  UVA irradiance and effective energy density 

were measured before and after each sample set with an EIT UV Power Puck 

radiometer.  The UVA intensity of the Oriel system was 35 mW cm-2.  Exposure 

time controlled the sample dose. Extent of photoreaction was monitored using 

UV-Vis spectroscopy.  The average of four samples was used to develop the 

conversion profiles. The temperature in the Fusion system during the irradiation 

treatment ranged from 30 to 40 °C.   

7.3.4 Synthesis of Coumarin Poly(EHA-co-HEA) Precursors.   

The related synthetic methodology of the 7-hydroxycoumarin derivatives is 

published elsewhere.   Briefly, 7-hydroxycoumarin (10.0 g, 61.6 mmol) was 

combined with ethyl bromoacetate (12.4 g, 73.9 mmol), potassium carbonate 

(12.5 g, 90 mmol), and acetone (450 mL) and refluxed for three hours.  After salt 

filtration, the product was recrystallized from ethanol with an isolated yield of 

90%.  The product (7-ethoxycarbonylmethoxycoumarin) (7.05 g, 28.2 mmol) was 

subsequently hydrolyzed for 18 hours in a mixture of 1,4-dioxane (280 mL), water 

(400 mL) an

147,148

d sodium hydroxide (15.8 g, 395 mmol).  The resulting product (7-

) was extracted with a 3:1 chloroform/methanol mixture 

and

1

carboxymethoxycoumarin

 recrystallized from ethanol with an isolated yield of 85%.  The 7-

carboxymethoxycoumarin (2.44 g, 11 mmol) was refluxed for three hours in 

thionyl chloride (20.0 mL 277 mmol) providing 7-chlorocarbonylmethoxycoumarin 

at a yield greater than 98%.  Unreacted thionyl chloride was quantitatively 

removed under reduced pressure.  H NMR (400 MHz, CDCl3, ppm): 7.65 (d, 1H, 
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CH), 7.43 (d, 1H, Ar H), 6.86 (d, 1H, Ar H), 6.80 (s, 1H, Ar H), 6.31 (d, 1H, CH), 

5.02 (s, 2H, CH2). 

7.3.5 Synthesis of Precursor Copolymer.   

The EHA (20.0 g, 104 mmol) and 2-HEA (3.54 g, 30.4 mmol) monomers were 

combined and diluted with ethyl acetate (95 mL, 75 vol%) and mixed under 

constant stirring in a 250 mL round-bottomed flask.  Finally, the initiator, AIBN 

(47.2 mg, 0.2 wt%), was added to the reaction vessel.  The reaction mixture was 

sparged with nitrogen for 10 minutes, then placed in a 65 °C oil bath and allowed 

ately 600 mL 

4:1

to polymerize for 24 h. The polymer was precipitated into approxim

 methanol:water solution.  The isolated polymer product was dried under 

vacuum at 65 °C for 24 h.  

7.3.6 Copolymer Modification with 7-Chlorocarbonylmethoxycoumarin.   

A typical coumarin modification of acrylic copolymers is described (Scheme 

7-1). Poly(EHA-co-HEA) (5.00 g) was dissolved in 50 mL distilled THF then 

combined with triethylamine (0.913 g, 9.0 mmol) and stirred under nitrogen in a 

100 mL round-bottomed flask.  Triethylamine was added at a 20 mol% excess 

compared to the coumarin moiety.  7-Chlorocarbonylmethoxycoumarin (1.79 g, 

7.52 mmol) was dissolved in 20 mL distilled THF and added dropwise via an 

addition funnel to the poly(EHA-co-HEA) and triethylamine mixture.  The addition 

funnel was then rinsed with an additional 5 mL distilled THF. The reaction 

mixture was stirred at 0 °C overnight under a nitrogen blanket with a foil-covered 

reaction vessel.  After filtration of the salt, the resulting polymer was precipitated 
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the photoactive model PSA. 

 

Scheme 7-1.  Coumarin functionalization of EHA-co-HEA base polymer affording 
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in

fo

to approximately 300 mL 3:1 methanol:water solution, stored in an aluminum 

il covered 60 mL bottle, and dried in the vacuum over at 65 °C for 24 h.  The 

purified yield was 74%.  

7.3.7 UV-Vis Spectroscopy, Gel Fraction and Peel Strength Sample 

Preparation.  

omogenous films (1 to 2 µm thick) were solvent cast from chloroform onto 

quartz microscope slides and drawn using a doctor blade for the UV-Vis studies.  

Homogenous films of approximately 18 µm thickness were solvent cast from 

chloroform onto Mylar backing material and drawn using a doctor blade for the 

90° peel tests.  The solvent was removed under vacuum at 75 °C, and then a 

silicone release liner was applied to the adhesive layer forming a sandwich 

structure.  The adhesive was exposed to the UV light through the Mylar film.  

Strips ~2.5 x 15 cm in size were cut from the sandwich structure and the 

dhesive tape was applied to the Texture Analyzer peel wheel attachment 

substrate was performed at 2 mm sec .  The second set of peel samples were 

applied to borosilicate glass microscope slides and irradiated through the glass, 

then peeled (180° peel test) at a rate of 5 mm sec-1 after a 10 min dwell time.  

The average force was recorded as the peel strength for both sample sets.  The 

gel fraction samples were solvent cast directly onto a silicone release liner and 

drawn using a doctor blade.   

H

a

following removal of the release liner.  After a 2 minute dwell, the 90° peel of the 

-1
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7.4 RESULTS AND DISCUSSION 

7.4.1 Synthesis and Modification of Poly(EHA-co-HEA) Random 

Copolymer. 

The precursor poly(EHA-co-HEA) copolymer was synthesized via 

conventional free radical solution polymerization in ethyl acetate.  AIBN initiated 

the

1

igure 7-1).  A reduction in the peak area of the 

methylene adjacent to the hydroxyl at 3.75 ppm was observed along with the  

 

 polymerization and was added at 0.2 wt% compared to the total monomer 

weight.  The resulting macromolecule exhibited a Mn of 75,300 g mol-1 with a 

molecular weight distribution of 3.74.  The composition of the copolymer was 

examined using 1H NMR spectroscopy and corresponded well with the feed 

ratios of 75 mol% EHA and 25 mol% HEA. 

Modification of these EHA-co-HEA copolymers proceeded via an 

esterification reaction between the hydroxyl group of the HEA and the coumarin 

acid chloride derivative (Scheme 7-1).  Manipulation of the molar ratio of hydroxyl 

functionality and coumarin derivative controlled the level of functionalization.  

Triethylamine was employed as an acid trap and was added in a 20% molar 

excess compared to the acid chloride to promote full conversion. Two coumarin-

functionalized EHA-co-HEA copolymers were synthesized with coumarin 

concentrations of 6 and 10 mol% (Table 7-2).  H NMR of the modified EHA-co-

HEA copolymers confirmed the synthesis of the two different levels of the 

coumarin functionality.  The coumarin resonances were observed at 7.64, 7.44, 

6.93, 6.30, and 4.84 ppm (F
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EHA HEA Coumarin-functionalized Tg 

 

 

 

 

 

 

 

(mol%) (mol%) HEA (mol%) (°C) 

75 19 6.0 -36 

 

Table 7-1.  Composition and glass transition temperature of the coumarin 

 

 

functionalized model PSAs. 

75 15 10 -26 
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Figure 7-1.  1H NMR spectra of the precursor poly(EHA-co-HEA) (upper) and a 
coumarin-functionalized poly(EHA-co-HEA) (lower). 
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Figure 7-2.  UV-Vis absorbance of 10 mol% coumarin functionalized poly(EHA-
co-HEA) model PSA. 
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corresponding appearance of the methylene resonance adjacent to an ester 

linkage at approximately 4.42 ppm.  Moreover, a new signal was observed in the 

UV-Vis spectrum of the polymer, characteristic of the double bond absorbance 

associated with the coumarin functionality at 319 nm (Figure 7-2).148,201,420 

7.4.2 Irradiation and Evaluation of the Photocrosslinking Process.   

UVA light photocrosslinked the coumarin-functionalized model PSAs in the 

bulk.  The λMax absorbance at 319 nm in the UV-Vis absorbance spectrum is 

typical of 7-hydroxycoumarin containing polymers (Figure 7-2 and Figure 7-3). 

The intensity drop of the coumarin absorbance at 319 nm tracked the extent of 

dimerization.  As the double bond was converted to the cyclobutane dimer 

(Figure 4-1), the extent of conjugation of the coumarin moiety was decreased, 

reducing the absorbance at 319 nm and an increase at 239 nm.199,202,212,361,420  

The intensity decrease was proportional to the consumption of the 3,4-olefin in 

the coumarin derivative, while an increase in the absorbance is indicative of 

cleavage of the cyclobutane rings and reversion to the original lactone 

structure.361,420  Figure 7-3 shows the typical decrease in absorbance 

(photocrosslinking of 10 mol% coumarin-functionalized PSA) upon irradiation 

above 300 nm (UVA intensity ~ 1.1 J cm-2 pass-1).    

Figure 7-4 shows the normalized UV-Vis absorbance profiles at 319 nm for 

both coumarin-functionalized of dose.  As samples were 

irradiated, the absorbance at λMax initially decreased and then plateaued as the 

maximum coumarin consumption was approached.  This maximum was   

 

PSAs as a function 
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Figure 7-3.  Decrease in the absorbance at 319 nm and increase in the 
absorbance at 239 nm as function of increasing UVA radiation dose. 
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Figure 7-4.  Comparison of coumarin consumption as a function of dose for the 6 
and 10 mol% coumarin-functionalized model PSAs. 
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controlled by a combination of factors including chain mobility and coumarin 

concentration.  The 10 mol% coumarin containing PSA had faster coumarin 

conversion than the 6 mol% coumarin PSA.  This was expected, as the 

probability of photodimerization reaction depends on coumarin group proximity, 

nd the 10 mol% sample had 65% more coumarin than the 6 mol% sample.  The 

increased contact of coumarin groups in the 10 mol% sample led to a higher 

coumarin consumption rate.  Likewise, the 10 mol% sample displayed a higher 

extent of reaction, as there were more coumarin groups to react before the 

crosslinking reaction hindered the chain mobility to the extent that unreacted 

coumarin groups could not “find” other coumarin moieties with which to react.  

Previous studies indicated that the Tg of these polymers was insensitive to 

photocrosslinking.439  

A distinct advantage to this coumarin-functionalized acrylate system is its 

stability in ambient light.  The methacrylate-functionalized PSAs developed by 

Webster and coworkers crosslinked on exposure to low doses of ambient light.24-

26  Figure 7-5 shows the effect of ambient light exposure on the 6 mol% 

coumarin-functionalized model PSA.  The laboratory is illuminated with 

fluorescent lighting at a UVA intensity of 0.15 µW cm-2, which corresponds to a 

dose of 540 mJ cm-2 h-1.  Over seven days, less than 2 mol% of the coumarin 

was consumed spectrometer.  

This ambient light stability allows for everyday use of the adhesive without a light  

shield or special lighting. In Webster’s work, however, the photoactive adhesive  

 

a

, which is within the day to day precision of the 
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Figure 7-5.  Coumarin consumption as a function of irradiation time on exposure 
to ambient light (6 mol% coumarin-functionalized model PSA). 
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lost 82% of its peel strength (thus extensively crosslinked) with 10 minutes of 

radiation with a 60 W incandescent bulb.26 

The evolution of gelled polymer was measured via soxhlet extraction in THF.  

A photocrosslinked polymer becomes significantly insoluble in THF after 

irradiation, forming a mixture of an insoluble gel and any remaining uncrosslinked 

product.  Since only a few photoreactions per chain are necessary to form a 

crosslinked product, high gel fractions were expected.95,159  Figure 7-6 shows the 

generation of gel as a function of UVA dose.  Gel development was inversely 

proportional to the consumption of coumarin groups.   The gel fraction quickly 

increased then plateaued after exposure to approximately 11 J cm-2 of UVA light 

(10 passes under the UV lamp).  Polymer gel fraction increased to a maximum of 

86 and 89% for the 5 and 10 mol% polymers, respectively.     

7.4.3 Effect of Irradiation on Peel Strength. 

7.4.3.1  Irradiated-then-bonded.  In this first set of peel strength data, the 

adhesive was irradiated before forming the bond with the substrate.  As the PSAs 

were crosslinked with UVA irradiation, the peel strengths decreased from their 

respectively.  The dose-dependent peel strength data was normalized in Figure 

7-7 to the nonirradiated peel strength to ease comparison of the two sets of data 

since initial peel strengths differed between the two PSAs.  All samples failed via 

an apparent adhesive mechanism with the exception of the nonirradiated 6 mol% 

sample, which failed cohesively.  With less than 2 J cm-2 of UVA irradiation, the 

ir

initial values of 2.58 and 1.61 N per cm-width for the 10 and 6 mol% PSAs, 
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Figure 7-6.  Evolution of gel fraction of the 6 and 10 mol% coumarin-

 

0

20

100

G
e

 

functionalized model PSAs as a function of UVA irradiation.  
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Figure 7-7.  Decrease in the normalized average peel strength of the 6 and 10 

m . ol% coumarin-functionalized model PSAs as a function of UVA dose
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peel strengths of the 10 and 6 mol% samples decreased 90 and 70%, 

respectively.  As in the case of the UV-Vis data and the gel fraction 

measurements, subsequent irradiation offered little change in the peel strengths.  

After approximately 22 J cm-2 of UVA light, the peel strengths decreased greater 

than 97% of the initial values.  Figure 7-8 summarizes the effect of UVA 

irradiation on the 10 mol% coumarin-functionalized model PSA.  As the PSA was 

irradiated, the coumarin groups photodimerized.  Since the irradiation was 

performed before the model adhesives were applied to the test substrate, the 

reduced peel strength was attributed to reduced viscous flow of the already 

crosslinked adhesives and thus an inability to properly wet the substrate and 

form an adhesive bond.10 

7.4.3.2  Bonded-then-irradiated.  A second set of peel samples was irradiated 

following the formation of the adhesive bond with glass microscope slides.  The 

composition of this set of model PSAs varied slightly from the adhesives used 

throughout this rest of this report (Table 7-2).  Irradiation of the adhesive through 

the bond substrate was performed with the ThermoOriel irradiation system.  The 

UVA intensity was 35 mJ cm-2).  The effect of irradiation time on the gel fraction 

a

the g 4%, 

while the adhesive peel strength decreased from 2.5 to 0.70 N per cm-width.  

The failure mechanism also changed with dose.   The non-irradiated peel 

samples failed cohesively, while the irradiated samples failed adhesively.  In 

nd peel strength is shown in Figure 7-9.  As the adhesive was irradiated through

lass slide, the gel fraction of the adhesive increased to a maximum of 6
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Figure 7-8.  Effects of UVA irradiation on coumarin consumption, gel fraction, and 

 

 

 

90° peel strength for the 10 mol% coumarin-functionalized model PSA. 
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Mn Mw/Mn EHA (mol%) HEMA (mol%)
Coumarin-

functionalized HEMA 
(mol%) 

 

 

 

53,000 3.30 80 10 10 
Table 7-2.  Composition of the model PSA used for the glass substrate 180° peel 

tests. 
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Figure 7-9.  The increase in gel fraction and the decrease in peel strength for the 
bonded-then-irradiated samples.     
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addition, fibrillation was observed in the non-irradiated sample whereas no 

fibrillation was observed following irradiation.  While the reduced peel strength of 

the irradiated-then-bonded samples was attributed to a lack of wetting, this 

adhesive had wetted the substrate before UV exposure. 

Thus, the lower peel strength in the bonded-then-irradiated sample was 

attributed to a decrease in the chain mobility resulting in a decrease in the ability 

of the adhesive to dissipate energy during peel testing.10 

One additional advantage for coumarin photodimerization crosslinking of 

PSAs is the ability to reverse the cyclobutane ring that forms the polymer 

crosslink point with UVC irradiation (< 290 nm).  This feature may lead to the 

ability to reuse the PSA.  Initial data (Figure 7-10) from the 5 mol% functionalized 

PSA shows a 200% increase in the peel strength of the UVA irradiated adhesive 

following subsequent UVC irradiation.  Further tuning of the PSA system could 

afford higher initial peel strengths and optimize reversibility. 

7.5 CONCLUSIONS 

This studied demonstrated the ability to utilize coumarin photodimerization to 

reduce the peel strengths of model PSAs.  Photocrosslinkable model PSAs were 

prepared from a quantitative esterification reaction of poly(2-ethylhexyl acrylate-

co-hydroxyethyl acrylate) and an acid chloride derivatized 7-hydroxycoumarin.  

ified PSAs increased with increasing UV irradiation.  The increase 

in the gel fraction contributed to as much as a 97% decrease in the peel strength  

  

The coumarin groups in the polymer dimerized and the gel fraction of the 

coumarin-mod
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Figure 7-10.  The effect of irradiation of the 6 mol% coumarin-functionalized 
model PSA affording a possible route for repeated use. 
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w

u

hen exposed to 22 J cm-2 of UVA irradiation.  The decrease in peel strength 

pon irradiation of the two sets of model PSAs (irradiated-then-bonded and  

bonded-then-irradiated) was attributed to two different mechanisms.  The 

decrease peel strength of the irradiated-then-bonded samples was attributed to a 

lack of wetting, while the decrease in the bonded-then-irradiated samples was 

attributed to a decrease in the energy dissipation of the model PSA.  

Photocrosslinkable polymers synthesized with coumarin functionalities are stable 

on exposure to ambient light, a trait not achieved in previously published studies 

involving photocrosslinkable PSAs.   If optimized for adhesive applications (with 

the addition of higher Tg monomers), this system may have increased initial peel 

strengths and similar decreases in peel strength with irradiation.  In addition, 

systems utilizing coumarin photodimerization possess a significant advantage 

over other photoreversible systems due to the ability to reverse the loss of 

adhesive strength on demand via the photocleavage of the coumarin dimers with 

UVC irradiation. 

7.6 ACKNOWLEDGMENTS 

 The authors gratefully acknowledge financial support from the Center for 

Adhesive and Sealant Science (CASS) at Virginia Tech, and the Adhesive and 

Se rk 

supported in part by the U.S. Army Research Laboratory and the U.S. Army 

Research Office under grant number DAAD19-02-1-0275 Macromolecular 

Architecture for Performance (MAP) MURI.  

 

alant Council Education Foundation.  This material is based upon wo

 260



CHAPTER 8 DESIGN AND SYNTHESIS OF UV-
CURABLE ACRYLIC HOT MELT ADHESIVES VIA A 

FUNCTIONALITY 

Scott R. Trenor, Jeremy R. Lizotte, Brian J. Love, 

Virginia Tech 
Department of Materials Science and Engineering  

Department of Chemistry 

 

8.1 ABSTRACT 

PHOTOCROSSLINKABLE CINNAMATE 

 

and Timothy E. Long 

Blacksburg, VA 24061-0212 

Multicomponent acrylic random copolymers were synthesized via 

conventional free radical polymerization to incorporate maleic anhydride or 2-

hydroxyethyl acrylate units into the polymer backbone.  The anhydride and 

hydroxyl functionality were subsequently reacted with photoactive cinnamate 

derivatives possessing an appropriate functional group.  The ring opening 

reaction associated with maleic anhydride modification attached the photoactive 

cinnamate functionality to the polymer backbone and provided an adjacent 

carboxylic acid functional roup characteristic of 2-

hyd x

ity.  The pendant hydroxyl g

ro yethyl acrylate was reacted with cinnamoyl chloride to attach the 

photoactive cinnamate group.  Both 1H NMR analysis and UV Vis spectroscopy 

indicated cinnamate functionalization.  

Key words: UV crosslinkable, free radical polymerization, photodimerization, 

polymer modification   
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8.2 INTRODUCTION 

rylate based copolymers are utilized in a number of pressure sensitiv

2,10,21,45  Because high 

Ac e 

adhesive (PSA) applications. molecular weights are 

required in orde sed PSAs, 

these materials typically have hig  the processing temperature 

regime.  As a result, acrylic rom an organic solvent 

rather than from the melt.  In reducing sol in the field is to 

synthesize acrylic-based PSA t melts.  Schumacher and 

cow

32,34,41,48-53

34,53

41

re also examined.94,188,190,193,232,361,420 

imerization of poly(vinyl cinnamate).154,157,403  The 

photocrosslinking route for the coumarin and cinnamate molecules involves the 

formation of a cyclobutane ring via a [2π+2π] cycloaddition (Figure 8-1).58,358  

r to achieve good adhesive properties with acrylic-ba

h viscosities in

 PSAs are usually applied f

vent use, a recent goal 

s applied as ho

orkers have recently developed a photoreactive acrylic hot-melt 

adhesive.   They incorporated vinyl derivatives of a common 

photoinitiator (benzophenone) into the polymer composition.  When irradiated 

between 220 and 280 nm, the benzophenone decomposes, forming radicals 

which react with tertiary carbons in the polymer to form crosslinks.     This 

reaction increases the adhesive molecular weight and forms a lightly crosslinked 

gel.  These researchers reported that as UV dose was increased, the gel fraction 

and cohesive strength increased, while the adhesion and tack decreased.  

In addition to the aforementioned photoinitiated radical crosslinking reactions, 

reactions involving novel functional groups that efficiently crosslink polymers via 

non-radical radiation pathways we

Crosslinking via non-radical pathways afforded the first synthetic photoreactive 

polymers via photod
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Cinnamate derivatives were osslink a number of acrylic 

liqu 169,172,176,242-244,247,250,251

ollow 

will

recently utilized to cr

id crystalline polymers with good success.   The 

advantage to the cycloaddition crosslinking process is reduction of postcure 

events induced via addition of reactive elements.  In addition, the cycloaddition 

pathway is not thermally allowed. 

This report describes the synthesis of functional acrylate multicomponent 

copolymers and subsequent modification to incorporate a photoactive 

crosslinking cinnamate functionality.  The goal was to synthesize acrylic systems 

that are applicable as hot melt adhesives.  The incorporation of the photoactive 

cinnamate group at low concentrations allows for chain extension and possibly 

low levels of crosslinking affording the high molecular weights necessary for use 

as pressure sensitive adhesives.  The photoactive groups were introduced via 

two reaction pathways: an esterification reaction involving an acid chloride 

reaction and the ring opening of a cyclic anhydride.  The ring opening pathway 

was utilized to monitor and optimize model reactions for the addition of the 

photoactive group via the maleic anhydride pathway.  A second chapter to f

 describe the UV curing and the adhesive characterization of acrylic hot melt 

adhesives.   
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polymer chain. 
Figure 8-1.  Photoinduced dimerization of cinnamate functionality attached to a 
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8.3 EXPERIMENTAL 

.3.1 Materials.   

Avery Dennison Chemical Company provided the n-Butyl acrylate (nBA), 2-

hydroxyethyl acrylate (HEA), methyl acrylate (MA), and 2-ethylhexyl acrylate 

(EHA) which were passed through a neutral alumina column to remove radical 

inhibitors.  Maleic anhydride (MAH), succinic anhydride (SAH), and 2,2’-

azobisisobutyronitrile (AIBN) were purchased from Aldrich and used as received.  

Ethylene glycol, triethyl amine, cinnamoyl chloride, and all other solvents were 

purchased from Acros.  All of the solvents were used as received with the 

exception of the ethylene glycol.  The ethylene glycol was dried in a vacuum 

oven for 24 h at 80 °C prior to use.   

8.3.2 Instrumentation.   

1H NMR spectra were recorded using either a Varian Unity 400 MHz or a 

Varian Inova 400 MHz spectrometer at 25 °C in CDCl3.  UV-Vis spectroscopy 

was performed using an Analytical Instrument Systems Inc. spectrometer 

equipped with fiber optic light guides, a DT1000CE light source, and an Ocean 

Optics USB2000 UV-Vis detector ights were determined at 40 °C 

in chloroform or THF (HPLC grade) at 1 mL min-1 using polystyrene standards on 

a Waters 707 Autosampler equipped with 3 in-line PLgel 5 µm MIXED-C 

columns, a Waters 410 refractive index detector and an in-line Wyatt Technology 

Corp. miniDAWN multiple angle laser light scattering (MALLS) detector.  In situ 

FTIR monitoring was performed with an ASI Mettler-Toledo ReactIR 4000 

apparatus with a stainless steel dicomp insertion probe.  DSC was performed 

8

.    Molecular we
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with a Perkin Elmer Pyris 1 a -1 under nitrogen.  The 

s uring the second heat using the midpoint of the transition.  

Par

 round bottom flask equipped with a water 

 inlet/outlet was attached to the ASI Mettler-Toledo 

Re

-1

t a heating rate of 20 °C min

Tg wa  measured d

allel plate (25 mm, 2% strain, 10 Hz) rheology was performed using a TA 

Instruments AR 1000.  The viscosity was measured during a temperature ramp 

from 20 to 180 °C at 2 °C min-1.  Homogenous films (1 to 2 µm thick) were 

solvent cast from chloroform onto quartz microscope slides and drawn using a 

doctor blade.  Film thickness was measured using microcalipers.  

8.3.3 Succinic Anhydride Model System Study.   

The ring opening reaction of succinic anhydride with n-butanol was utilized as 

a model system to optimize reaction the conditions for the maleic anhydride ring 

opening reaction.  A 100 mL 3-neck

condenser and a nitrogen

actIR 4000 apparatus with a stainless steel dicomp insertion probe and 

purged with nitrogen.  The third neck of the round bottom flask was equipped 

with a thermocouple to monitor reaction temperature.  A background of the empty 

round bottom flask was taken, then succinic anhydride (8.00 g, 79.9 mmol), n-

butanol (5.92 g, 79.9 mmol), 72.0 g of toluene and the appropriate catalyst (either 

p-toluene sulfonic acid or titanium isopropoxide at 0.5 mol% of succinic 

anhydride) were added to the flask.  The solution was heated to 100 °C in an oil 

bath and stirred with a magnetic stir bar.  The FTIR was started when the 

reaction mixture reached 90 °C, and a spectrum was taken at intervals of either 

five or ten minutes for 24 h.  The IR absorbances at 1790 and 1742 cm  
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corresponding to the succinic anhydride ring and monobutyl ester of butanedioic 

acid (product), respectively, were utilized to determine conversion. 

8.3.4 Synthesis of Maleic Anhydride Containing Acrylic Copolymer.   

The synthesis of a typical MAH mulit-component copolymer is described.  The 

MA (4.82 g, 56.0 mmol), nBA (22.6 g, 176 mmol), and EHA (13.6 g, 73.8 mmol) 

monomers were added to a 250 mL round-bottomed flask with a magnetic stir 

bar.  Maleic anhydride (3.28 g, 33.4 mmol) was then added to the reaction flask.  

cetate (34 mL) to 45 wt% 

sol

wt% compared to monomer), was added to the reaction vessel.  The reaction 

The reaction mixture was then diluted with ethyl a

ids.  Finally, the initiator, AIBN (442 mg, 1 wt% compared to monomer), was 

added to the reaction vessel.  The reaction mixture was sparged with nitrogen for 

15 minutes.  The polymerization vessel was subsequently equipped with a water 

condenser and a nitrogen inlet/outlet.  The flask was placed in an 85 °C oil bath 

with a magnetic stirrer and allowed to polymerize for 24 h under a nitrogen 

blanket.  The polymer was diluted with ethyl acetate (25 mL) and precipitated into 

methanol.  The isolated polymer product was dried in the vacuum oven at 65 °C 

for 24 h.  The purified yield was 93%.   

8.3.5 Synthesis of HEA Containing Acrylic Copolymer.   

The synthesis of a typical HEA mulit-component copolymer is described.  The 

MA (4.59 g, 53.3 mmol), nBA (22.2 g, 173 mmol), EHA (13.52 g, 73.4 mmol), and 

HEA (4.00 g, 34.4 mmol) monomers were added to a 250 mL round-bottomed 

flask with a magnetic stir bar.  The reaction mixture was then diluted with ethyl 

acetate (34 mL) to afford 45 wt% solids.  Finally, the initiator, AIBN (444 mg, 1 

 267



mixture was sparged with nitrogen for 15 minutes.  The polymerization vessel 

was subsequently equipped with a water condenser and a nitrogen inlet/outlet.  

ed to 

pol

ropwise via an addition funnel to the 

egan to turn a light 

yel

The flask was placed in an 85 °C oil bath with a magnetic stirrer and allow

ymerize for 24 h under a nitrogen blanket.  The polymer was diluted with ethyl 

acetate (25 mL) and precipitated into methanol.  The isolated polymer product 

was dried in the vacuum oven at 65 °C for 24 h.  The purified yield was 94%. 

8.3.6 Synthesis of Aliphatic Hydroxyl Cinnamate Derivative.   

The detailed synthesis of the ethylene glycol based cinnamate derivative is 

described in the literature.247  Triethyl amine (22.9 g, 226 mmol) was added to 

freshly distilled acetone (50 mL) in a 250 mL 2-neck round-bottomed flask with a 

magnetic stir bar.  Ethylene glycol (44.5 g, 717 mmol) was added to the 

triethylamine solution.  One neck was fitted with a nitrogen outlet and the other 

neck was fitted with a 250 mL addition funnel sealed with a rubber septum.  The 

flask was placed in an ice cooled 0 °C water bath.  An acetone (75 mL) solution 

of cinnamoyl chloride (27.1 g, 113 mmol) was also prepared in a separate flask.  

The cinnamoyl chloride was added d

ethylene glycol over 30 min under nitrogen.  The reaction b

low color and precipitation of the triethylamine salt was observed.  After 16 h, 

the reaction mixture was filtered through filter paper and the residual acetone 

solvent was removed in vacuo.  The reaction mixture was redissolved in 

dichloromethane and washed with water five times to extract the residual salt.  

The dichloromethane solution was dried with magnesium sulfate and the 
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dichloromethane was removed in vacuo.  The product was collected as an 

orange-yellow oil in 92% yield.   

8.3.7 Modification of the Maleic Anhydride Containing Copolymers.   

The maleic anhydride-containing polymer in (9.21 g) was transferred to a 100 

mL round-bottomed flask with a magnetic stir bar.  The purified ethylene glycol 

cinnamate derivative (2.07 g, 10.8 mmol) was added to the reaction flask and 

was equipped 

with

nitrogen blanket with the reaction vessel covered in aluminum foil to avoid 

diluted with toluene to produce a 30 wt% solids solution.  The flask 

 a water condenser and nitrogen atmosphere.  The toluene reaction mixture 

was heated in a 105 °C oil bath and stirred for 18 h.  The modified polymer 

product was precipitated into hexanes and dried in a vacuum oven at 65 °C for 

24 h.  The catalyzed functionalization reactions were prepared similarly with the 

catalysts (p-toluene sulfonic acid or titanium isopropoxide) added at 1:3 molar 

ratio compared to the maleic anhydride concentration of the polymer. 

8.3.8 Modification of the HEA Containing Copolymers.   

A typical coumarin modification of HEA containing copolymers is described.  

The polymer (5.40 g) was dissolved in 43 mL distilled THF then combined with 

triethylamine (0.389 g, 3.84 mmol) and stirred under nitrogen in a 100 mL round-

bottomed flask.  Triethylamine was added at a 20 mol% excess compared to the 

cinnamoyl chloride.  Cinnamoyl chloride (387 mg, 2.33 mmol) was dissolved in 3 

mL distilled THF and added dropwise via an addition funnel to the polymer and 

triethylamine mixture.  The addition funnel was then rinsed with an additional 1 

mL distilled THF. The reaction mixture was stirred at 0 °C overnight under a 

 269



ambient photoreactions.  The modified polymer product was filtered to remove 

the triethylamine salt, precipitated into methanol, and dried in the vacuum oven at 

8.3

ol-1 with a 

he copolymers was 

exa

65 °C for 24 h.   

.9 UV-Vis Spectroscopy Sample Preparation.   

Homogenous films (1 - 2 µm thick) were solvent cast from chloroform onto 

quartz microscope slides and drawn using a doctor blade for the UV-Vis studies.  

Film thickness was measured using microcalipers.   

8.4 RESULTS AND DISCUSSION 

8.4.1 Synthesis and Modification of HEA Containing Random Copolymers. 

The HEA copolymers were synthesized via a conventional free radical 

solution polymerization in ethyl acetate.  AIBN initiated the polymerization and 

was added at 1.0 wt% compared to the total monomer weight.  The resulting 

macromolecule had a weight average molecular weight of 342,00 g m

molecular weight distribution of 4.06.  The composition of t

mined using 1H NMR spectroscopy and corresponded well with the feed 

ratios.  The copolymers possessed 20 mol% EHA, 53 mol% nBA, 16 mol% MA 

and 11 mol% HEA. 

Modification of these copolymers proceeded via quantitative esterification 

between the hydroxyl group of the HEA and the cinnamoyl chloride (Scheme 

8-1(a)).  Manipulation of the molar ratio of hydroxyl functionality and cinnamoyl 

chloride was utilized to control the level of functionalization.  Triethylamine was  
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Scheme 8-1. Post-polymerization introduction of photoactive cinnamate 
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employed as an acid trap and was added  a 20% excess compared to the acid 

chloride to promote full conversion. 1H NMR of the modified polymers confirmed 

the presence of different levels of the cinnamate functionality.  The resonances 

associated with the cinnamate group are apparent at 6.5 ppm and from 7.3-7.6 

ppm.  The disappearance of the methylene adjacent to the hydroxyl at 3.75 ppm 

was observed along with the corresponding appearance of the methylene 

resonance adjacent to an ester linkage at approximately 4.3 ppm.  Moreover, a 

new signal was observed in the UV-Vis spectrum of the polymer characteristic of 

the double bond absorbance at 278 nm associated with the cinnnamate 

functionality (Figure 8-2). 

8.4.2 Synthesis and Modification of MAH Containing Random Copolymers.   

The MAH multicomponent copolymers were synthesized similar to the HEA 

copolymers via free radical solution polymerization in ethyl acetate using AIBN 

initiator at 1.0 wt% compared to the monomer weight.  The resulting 

macromolecules had a Mw = 167,800 g mol-1 with a molecular weight distribution 

of 3.27, typical of free radical polymerizations.  The composition of the copolymer 

was investigated using 1H NMR and corresponded well with the initial monomer 

feed ratios.  The copolymers possessed 53 mol% nBA, 17 mol% EHA, 20 mol% 

MA and 10 mol%

comonomers indicate that the the MAH groups may at the 

beginning of the reaction.440,441  Figure 8-3 shows the viscosity of the 

 

 

 in

 MAH.  The reactivity ratios of MAH and the acrylates utilized as 

 incorporation of 
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Figure 8-3.  Viscosity of the MAH-containing polymer as a function of 
temperature. 
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MAH-containing copolymer as a function of temperature.  The viscosity at 150 °C 

is similar to the viscosity of BASF’s commercially available UV-curable PSA (10 

Pa s at 140 °C).54 

In addition to the copolymer, a cinnamate derivative possessing an aliphatic 

hydroxyl functionality was synthesized.  Cinnamate functionalized molecules 

were synthesized via an esterification reaction of cinnamoyl chloride and the 

ethylene glycol (Scheme 8-2).  The molar excess of the diol was maintained at a 

high level to ensure that both hydroxyl groups were not significantly 

functionalized, the reaction products were isolated in greater than 90% yield.  

The ethylene glycol cinnamate derivative (EG-Cinn) tended to difunctionalize.  

Molar ratios from 1.5:1 up to 6:1 were investigated and the percentage of 

difunctionalized diol steadily decreased with the increase in molar ratio (Table 

8-1).  Consequently, a molar ratio of 6:1 was employed to obtain a product that 

was only 9.5% difunctionalized (peak at 4.4 ppm).  The 1H NMR of the purified 

product is shown in Figure 8-4b.  The percentage of doubly substituted 

cinnamate molecules was accounted for in the functionalization reactions.   

The synthesized cinnamate derivatives were subsequently employed in the 

ring opening reaction of the ma  unit in the polymer backbone 

Scheme 8-1(b).  The modification reaction resulted in the attachment of a 

cinnamate functionality to the polymer backbone via an aliphatic spacer 

consisting of two methylene units.  Moreover, a carboxylic acid group was formed 

directly adjacent to the cinnamate group.  The carboxylic acid group is known to 

increase the cohesive strength of adhesives and may aid in the photoreaction by 

leic anhydride
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Molar Ratio 

 

 

 

 

 

 

Cinnamoyl Chloride Ethylene Glycol 
mol% 

difunctionalized 
1 1.5 35 
1 4 14 
1 6 9.5 

Table 8-1.  The effect of the molar ratio of acid chloride to ethylene glycol on the 
level of difuctionalization.  
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Figure 8-4.  1H NMR spectra of the synthesized cinnamate derivatives 
possessing an aliphatic hydroxyl functionality. 
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directing adjacent cinnamate groups into close proximity.2,15  After 

functionalization, a new absorbance at λMax = 278 nm was observed (Figure 8-5) 

similar to that of the cinnamate-functionalized HEA polymers. 

The effect of polymer composition on the modification reaction was 

investigated using copolymers of maleic anhydride and a single additional  

acrylate monomer.  It is well known that steric hindrance affects the ability to 

functionalize polymers.96  Copolymers of maleic anhydride (10 mol%) with MA, 

nBA, and EHA were prepared in a manner identical to the multicomponent 

copolymer systems.  The number average molecular weights of the resulting 

copolymers ranged from 70,000 g mol-1 to 300,000 g mol-1 with molecular weight 

distributions typical of free radical polymerizations (1.93 - 3.03).  The 

bicomponent copolymers were functionalized in a 10 wt% ethyl acetate solution 

at 85 °C using a 1.5:1.0 molar ratio of cinnamate derivative to anhydride 

functionality.  1H NMR was employed to determine the level of functionalization 

for the copolymers, and resonances characteristic of the cinnamate functionality 

were new 

methylene resonance was observed at 4.3 ppm corresponding to the methylene 

adjacent to the newly formed ester linkage.  Table 8-2 highlights the percent 

MAH conversion corresponding to polymer modification.  The nBA and EHA 

copolymers exhibited only slight degrees of modification, while the methyl 

acrylate copolymer possessed a high level of cinnamate functionalization.  As 

expected, this result suggested that steric crowding from the larger alkyl ester 

chains of nBA and EHA inhibit the modification reaction. 

observed at 6.5 ppm and at 7.3-7.6 ppm.  The appearance of a 
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Figure 8-5.  UV absorbance of the EG-Cinn functionalized MAH containing 
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alkyl acrylate mol% cinnamate MAH conversion 

 

 

methyl acrylate 4.0a 40 % 
n-butyl acrylate <1.0 <10 % 

2-ethylhexyl 
acrylate <1.0 <10 % 

Table 8-2. Levels of cinnamate functionalization in bicomponent copolymers of 
alkyl acrylate and maleic anhydride.  

a methyl acrylate copolymer modification resulted in a slightly gelled system and 
the calculated mol% cinnamate is based on the soluble fraction. 
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The effect of a molar excess of EG-Cinn relative to the maleic anhydride 

concentration was also studied.  The maleic anhydride containing polymers were 

functionalized in a 50 wt% ethyl acetate solution at 85 °C using various 

molarratios of cinnamate derivative to maleic anhydride functionality.  1H NMR 

was employed to study the different levels of functionalization for the copolymers.  

Table 8-3 highlights the percent MAH conversion corresponding to polymer 

modification.  As expected, increasing the EG-Cinn:MAH molar ratio, increased 

the conversion of maleic anhydri

8.4.3 Succ Model System.   

Further investigation of the polymer modification reaction involved use of in 

situ FTIR spectroscop dride and n-butanol 

was utili fall plot 

of the reaction in Figure 8-6 shows the disappearance of the succinic anhydride 

peak and the appearance of two carbonyl two peaks corresponding to the 

formation of the monobutyl ester of butanedioc acid.  p-Toluene sulfonic acid and 

titanium isopropoxide were investigated as possible reaction catalysts (both 

added at 0.5 mol% compared to the succinic anhydride).    Figure 8-7(a) shows 

the disappearance of the succinic anhydride and Figure 8-7(b) shows the 

formation of the monobutyl ester of butanedioc acid.  Both catalysts studied 

increased the model reaction rate, with the p-TSA having a higher catalytic effect.  

This is evident from Figure 8-7(b), which shows the growth of the peak at 1738 

cm-1.  The first data point (t = 0) from the formation of the monobutyl ester of 

 

de.     

inic Anhydride 

y.  A model system of succinic anhy

zed to the optimize polymer reaction conditions.  A typical water
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EG-Cinn:MAH mol% cinnamate MAH conversion 
1.5:1.0 2.5 25 % 
3.0:1.0 3.8 38 % 
4.5:1.0 5.6 56 % 

Table 8-3.  Effect of EG-Cinn concentration on final maleic anhydride conversion. 
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Figure 8-7.  Real-time FTIR profiles of (a) disappearance of SAH (1790 cm-1) and  
(b) formation of the monobutyl ester of butanedioc acid (1738 cm-1). 
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butanedioc acid was at 0.63, indicating that 63% of the reaction had completed 

before the first spectrum was taken.  The results from the model system 

indicated that the p-TSA catalyst would provide the best reaction conditions with 

which to ring open the maleic anhydride linkage. 

8.4.4 Transfer of the Model System Results to the Polymer Modification 

Reactions.   

Since the addition of the Ti isopropoxide and p-TSA increased the reaction 

rate of the model system, the polymer functionalization reactions were also 

performed with the individual catalysts.  Each catalyst was added at a 1:3 molar 

ratio relative to the MAH in the polymer (i.e., 5 wt% of the p-TSA relative to the 

polymer mass) and the reactions were performed in toluene at 100 °C for 18 h.  

1H NMR was utilized to confirm the attachment of the photoactive group and 

determine the level of functionalization (Table 8-4).   

As in the model system, both catalysts greatly increased the extent of maleic 

anhydride ring-opening reaction.  Unfortunately, the polymers functionalized in 

the presence of catalyst were highly gelled following the modification reaction 

due to transesterification reactions.  A second functionalization reaction in the 

presence of the Ti isopropoxide catalyst was performed at ½ the catalyst 

concentration (i.e., at a 1:6 molar ratio relative to the MAH in the polymer).  The 

reaction also resulted in a gelled polymer with 100% maleic anhydride 

conversion. 
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Catalyst mol% cinnamate MAH conversion 
None 2.2 22% 
p-TSA ~10a ~ 100%a 

Table 8-4.  The effect of catalyst on the level of polymer functionalization.        

 
 a soluble fraction. 

Ti isopropoxide ~10a ~ 100%a 
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8.5 CONCLUSIONS 

The copolymer compositions containing 2-hydroxyethyl acrylate and maleic 

anhydride represent viable precursor polymers for introducing photoactive 

cinnamate groups via an acid chloride reaction and an anhydride ring opening 

reaction, respectively.  The maleic anhydride based polymers were more difficult 

to functionalize  HEA e egree of 

functionalization for both systems depe on the steri he alkyl ester 

side

difficult to functionalize due to the proximity of the reaction site to the polymer 

backbone.   The level of functionalization for both reactions was controlled by 

varying the molar ratio of the cinnamate derivative relative to either the HEA or 

the maleic anhydride in the polymer.  The low level of functionalization in both 

systems was desired to promote chain-extension rather than crosslinking during 

irradiation.  The model system provided valuable insights into possible 

methodologies to increase the degree of functionalization in the maleic anhydride 

copolymers.  Unfortunately, initial experiments utilizing the chosen catalysts 

resulted in already crosslinked polymers.  Since the desired polymer should 

contain approximately 2 mol% of cinnamate groups, future research will focus on 

achieving the desired level of cinnamate functionality, while reducing the amount 

of cinnamate charged into the reaction.  
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CHAPTER 9 IRRADIATION AND ADHESIVE 

HOT MELT ADHESIVES VIA A 

CHARACTERIZATION OF UV-CURABLE ACRYLIC 

PHOTOCROSSLINKABLE CINNAMATE 

FUNCTIONALITY 

Scott R. Trenor, Jeremy R. Lizotte, Brian J. Love, and Timothy E. Long 
Virginia Tech 

Department of Materials Science and the Department of Chemistry 
Blacksburg, VA 24061-0212 

 

9.1 SUMMARY 

Multicomponent acrylate random copolymers were synthesized via 

conventional free radical polymerization methodologies to incorporate maleic 

anhydride or 2-hydroxyethyl acrylate units into the polymer backbone.257  The 

anhydride and hydroxyl functionality were subsequently reacted with a 

photoactive cinnamate derivative possessing an appropriate functional group.  

The ring opening reaction associated with maleic anhydride modification resulted 

in attachment of the photoactive cinnamate functionality to the polymer backbone 

and the production of an adjacent carboxylic acid functionality.  The photoactive 

macromolecules were subjected to irradiation (>300 nm) resulting in crosslinked 

polymeric materials.  UV-Vis data indicated that the majority of the curing 

occurred during the first irradiation step with little additional curing during the 

postcure irradiations.  Similarly, the peel strength and gel fraction increased with 
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the initia T ith the 

postcure irradiation, while the peel strength increased for the cinnamate-

functionalized MAH PSA and decreased (cinnamate-functionalized EHA PSA). 

Key words: UV cr zation,  

There are currently three m nsitive adhesives (PSA) 

available: solvent based acrylics, emulsions (aqueous based) and hot melt 

adhesives (SIS and SBS material elts and emulsion adhesives 

are growing in popularity d ues associated 

with solvent-based adhesives, and the zero-emission hot melts are showing the 

highest growth rates.  Hot melt adhesives are quite attractive because they 

pos

l irradiation step.  he gel fraction continued to either increase w

osslinkable, hot melt adhesives, photodimeri

9.2 INTRODUCTION 

ajor types of pressure se

s).1,2,32-38  Hot m

ue to the significant environmental iss

sess high tack and a wide range of possible formulations with the addition of 

tackifiers and plasticizers.  However, they have only moderate heat resistance 

and may be susceptible to oxidation of the residual double bonds.   

Acrylic-based polymers are utilized in a number of PSA applications, but have 

the draw-back of solvent emission.2,10,21,45  Since high molecular weights are 

required to achieve good adhesive properties with acrylic PSAs, these materials 

typically have high melt viscosities in the processing temperature regime and are 

applied from an organic solvent rather than from the melt.  In order to develop 

acrylic-based PSAs that are applicable as hot melt adhesives, an increase in  the 

polymer molecular weight must occur between the processing step (low 

molecular weight for facile processing) and the application or bonding step 

(higher molecular weight for adequate adhesion).  UV curable hot melt and warm 
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melt PSAs are under development as potential melt processable, zero-emission 

acrylic adhesives.  

Warm melt PSAs typically consist of a low molecular weight polyurethane  or 

pol , and a 

photoinitiator.35,37,46,47  The coated at or above room 

tem

32-34,41,48-53

34,53,55,56 ncreases the 

mo

41

55,56

yester acrylate, a mixture of acrylic monomers, tackifiers, antioxidants

mixtures are typically 

perature, then photopolymerized/crosslinked with UV irradiation.  While these 

systems show some promise, they have a number of shortcomings including high 

material costs, residual monomer after curing and low heat resistance, among 

others. 

Schumacher and coworkers recently developed a photoreactive acrylic hot-

melt adhesive, incorporating vinyl derivatives of a common photoinitiator 

(benzophenone).     When irradiated between 220 and 280 nm, the 

benzophenone decomposes, forming a radical which then reacts with a tertiary 

carbon in the polymer to form a crosslink.     This reaction i

lecular weight of the adhesive and begins to form a lightly crosslinked gel.  As 

the UV dose was increased, the gel fraction and cohesive strength increased, 

and the adhesion and tack decreased.   Mehnert and coworkers studied the 

photocrosslinking of  Schumacher’s UV-curable PSA with real-time FTIR.   

While the reaction stopped as soon as the light was removed, the system was 

easily over-cured, and the reaction rate and extent of reaction was significantly 

dependent on temperature.  An additional shortfall of Schumacher’s adhesive is 

the ease with which it crosslinks upon subsequent irradiation.  Subsequent 

irradiation (for example during the ink curing process in label making) can further 
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crosslink the system, leading to reduced peel strengths similar to the releasable 

adhesives synthesized by Webster et al.24-26,55,56   

te derivatives were recently used to crosslink a number of acrylic liquid 

cry

ther. 

An additional route to photocrosslinking polymers involves photoactive groups 

that react via non-radical radiation pathways.94,188,190,193,232,361,420 Crosslinking via 

non-radical pathways afforded the first synthetic photoreactive polymers via 

photodimerization of poly(vinyl cinnamate).154,157,403  UV irradiation of coumarin 

and cinnamate molecules provides a photocrosslinking route involving the 

formation of a cyclobutane ring via a [2π+2π] cycloaddition (Figure 8-1).58,358  

Cinnama

stalline polymers with good success.169,172,176,242-244,247,250,251  There are a 

number of advantages to the cycloaddition crosslinking reaction over free radical 

methodologies.  For example, cinnamate photodimerization reactions need two 

unreacted molecules to form a crosslink, so irradiation will only cause a reaction 

if two cinnamate groups “find” each o  This is in contrast to the 

benzophenone pathway, in which irradiation forms a radical that can react with 

any tertiary carbon to form a crosslink.  In addition, the cycloaddition pathway is 

not thermally allowed and is not affected by fluctuations in the cure temperature 

as were the Schumacher adhesives.91,184,243,420,439 

This report describes the characterization and curing behavior of UV-curable 

acrylic PSAs.  UV irradiation was utilized to photo-chain-extend and 

photocrosslink the PSAs.  Two polymers containing cinnamate functionalities 

were synthesized using different methods for cinnamate functionalization.  The 

first polymer was functionalized via an esterification reaction between 
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hydroxyethyl acrylate and cinnamoyl chloride, while the second was 

functionalized via a ring opening reaction of maleic anhydride and an ethylene 

gly

ed from Acros and used as received. 

9.3

col derivatized cinnamate.  The maleic anhydride pathway positions an acid 

functionality alpha to the cinnamate group on the polymer backbone.  In addition 

to increasing peel strength, the acid groups may help position cinnamate groups 

closer to each other and increase the photodimerization reaction rate and 

extent.15,185  The subsequent photocuring and adhesive properties (peel strength) 

are the two UV-curable acrylic PSAs are described.      

9.3 EXPERIMENTAL 

9.3.1 Materials.   

Avery Dennison Chemical Company provided the n-Butyl (nBA), 2-

hydroxyethyl (HEA), methyl (MA), and 2-ethylhexyl acrylate (EHA), which were 

passed through a neutral alumina column to remove radical inhibitors prior to 

use.  Maleic anhydride (MAH), succinic anhydride (SAH), and 2,2’-

azobisisobutyronitrile (AIBN) were purchased from Aldrich and used as received.  

Ethylene glycol, triethylamine and cinnamoyl chloride were purchased from 

Acros.  The ethylene glycol was dried in a vacuum oven for 24 h at 80 °C prior to 

use.  All other solvents were purchas

.2 Instrumentation.   

1H NMR spectra were recorded using either a Varian Unity 400 MHz or a 

Varian Inova 400 MHz spectrometer at 25 °C in CDCl3 at ambient temperature.  

UV-Vis spectroscopy was performed using an Analytical Instrument Systems Inc. 

spectrometer equipped with fiber optic light guides, a DT1000CE light source, 
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and an Ocean Optics USB2000 UV-Vis detector.    Molecular weights were 

determined at 40 °C in chloroform or THF (HPLC grade) at 1 mL min-1 using 

polystyrene standards on a Waters 707 equipped with 3 in-line PLgel 5 µm 

MIXED-C columns, a Waters 410 refractive index detector and an in-line Wyatt 

Technology Corp. miniDAWN multiple angle laser light scattering (MALLS) 

detector.   

9.3.3 Sy thesis of Maleic Anhydride Containing Acrylic Copolymer.   

The synthesis of a typical MAH mulit-component cop

n

olymer is described.  The 

MA (4.82 g, 56.0 mmol), nBA (22.6 g, 176 mmol), and EHA (13.6 g, 73.8 mmol) 

ded to a 250 mL round-bottomed flask with a magnetic stir 

bar

d into 

lymer product was dried in the vacuum oven at 65 °C 

for 

monomers were ad

.  Maleic anhydride (3.28 g, 33.4 mmol) was then added to the reaction flask, 

and the reaction mixture was diluted with ethyl acetate (34 mL) to 45 wt% solids.  

Finally, the initiator, AIBN (442 mg, 1 wt% compared to monomer), was added to 

the reaction vessel.  The reaction mixture was sparged with nitrogen for 15 

minutes.  The polymerization vessel was subsequently equipped with a water 

condenser and a nitrogen inlet/outlet.  The flask was placed in an 85 °C oil bath 

with a magnetic stirrer and allowed to polymerize for 24 h under a nitrogen 

blanket.  The polymer was diluted with ethyl acetate (25 mL) and precipitate

methanol.  The isolated po

24 h.  The purified yield was 93%.  The HEA containing copolymer was 

synthesized similar to the MAH-containing copolymer with HEA substituted for 

MAH.  The purified yield was 94%.  

9.3.4 Modification of the Maleic Anhydride Containing Copolymers.   
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The maleic anhydride-containing polymer (9.21 g) was transferred to a 100 

mL round-bottomed flask with a magnetic stir bar.  The purified ethylene glycol 

cinnamate derivative (2.07 g, 10.8 mmol) was added to the reaction flask.  The 

reaction mixture was diluted with toluene to produce a 30 wt% solids solution.  

The flask was equipped with a water condenser and nitrogen atmosphere, and 

the toluene reaction mixture was heated in a 105 °C oil bath and stirred for 18 h.  

in the 

vac

vessel covered in aluminum foil to avoid 

move 

The modified polymer product was precipitated into hexanes and dried 

uum oven at 65 °C for 24 h.  The catalyzed functionalization reactions were 

prepared in a similar manner with the catalysts (p-toluene sulfonic acid or 

titanium isopropoxide) added at 1:3 molar ratio compared to the maleic anhydride 

concentration of the polymer. 

 

9.3.5 Modification of the HEA Containing Copolymers.  

A typical coumarin modification of HEA containing copolymers is described.  

The polymer (5.40 g) was dissolved in 43 mL distilled THF then combined with 

triethylamine (0.389 g, 3.84 mmol) and stirred under nitrogen in a 100 mL round-

bottomed flask.  Triethylamine was added at a 20 mol% excess compared to the 

cinnamoyl chloride.  Cinnamoyl chloride (387 mg, 2.33 mmol) was dissolved in 3 

mL distilled THF and added dropwise via an addition funnel to the polymer and 

triethylamine mixture.  The addition funnel was then rinsed with an additional 1 

mL distilled THF. The reaction mixture was stirred at 0 °C overnight under a 

nitrogen blanket with the reaction 

ambient photoreactions.  The modified polymer product was filtered to re

 296



the

were measured before and after each sample set 

with  EIT UV Power Puck radiometer.  Test samples were irradiated with the H 

es with the D bulb 

(po

 triethylamine salt, precipitated into methanol, and dried in the vacuum oven at 

65 °C for 24 h.    

9.3.6 Irradiation System.   

A Fusion UV Systems, Inc.  F300s series microwave powered electrodeless lamp 

source coupled with a LC-6B bench top conveyer was utilized for the irradiation 

studies.  An “H” or “D” bulb (linear power output of 80 W  cm-1) was utilized in the 

lamp depending on the cure step.  Table 9-1 lists the typical output of the lamp in 

the UVA (320 – 390 nm), UVB (280 - 320 nm) and UVC (250 - 260 nm) regions 

of the electromagnetic spectrum as measured with the Power Puck.  The belt 

speed was set at 18.3 m min-1 for all irradiations unless otherwise noted.  UVA 

irradiance and effective dose 

 an

bulb for the first pass (cure step), then irradiated six tim

stcure).  

9.3.7 UV-Vis Spectroscopy and Gel Fraction Sample Preparation. 

Homogenous films of 1 - 2 µm thickness were solvent cast from chloroform 

onto quartz microscope slides and drawn using a doctor blade for the UV-Vis 

studies.  Film thickness was measured using microcalipers.  Homogenous films 

(25 to 30 µm thick) were solvent cast from chloroform onto a silicone release liner 

and drawn using a doctor blade for the gel fraction studies.  Both sets of samples 

were placed onto the conveyor and exposed to UV at 18.3 m min-1.  Gel fractions 

were determined using soxhlet extraction in refluxing THF for a minimum of 4 

hours. 
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UVA 
(W cm ) 

UVB 
(W cm ) 

UVC 
(mW cm ) 

D 3.50 1.14 30 

Bulb -2 -2 -2

H 1.58 1.43 54 

  Table 9-1.  Typical lamp output. 
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9.3.8  Peel Strength Sample Preparation.   

omogenous films of 28 to 30 g m-2 film weight were solvent cast from 

hloroform onto Mylar backing material and drawn using a doctor blade.  After 

asting, the peel samples were dried in a preheated 65 °C oven for 4 hours.  The 

eel samples were then irradiated with the H bulb with the adhesive facing the 

radiation source.  Following H bulb irradiation, a silicone release liner was 

placed on top of the adhesiv ing a sandwich structure (Figure 9-1).  The 

sandwich was then irradiated with the D bulb six times, with the radiation passing 

through the Mylar backing m al.  For the 

removed and the adhesive was applied to a stainless steel coupon (from 

ChemInstruments) and passed over (back and forth one time) with a 2.0 kg (4.5 

lb) roller.  The 90° peel test were performed at 305 mm min-1 (12 inches min-1) 

following a 10 min. dwell time.   

9.4 RESULTS AND DISCUSSION 

9.4.1 Polymer Synthesis and Characterization.   

The synthesis, functionalization and characterization of the polymers in this 

study were described in the previous chapter (Chapter 8).  Two precursor 

polymer compositions were synthesized.  The first consisted of nBA, EHA, MA 

and MAH (referred to as the MAH polymer) while the second consisted of nBA, 

EHA, MA and HEA (referred to as the HEA polymer).  Each polymer was 

subsequently functionalized via one of two pathways (Scheme 8-1).  The MAH 

polymer was reacted with an ethylene glycol cinnamate derivative via a ring  

 

H

c

c

p

ir

e form

ateri peel testing, the release liner was 
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in the cur

 

Figure 9-1.  Peel testing sample preparation showing irradiation of the adhesive 
e and the postcure steps. 
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opening reaction of the maleic anhydride repeat unit.  The HEA polymer was 

functionalized via an esterification reaction between cinnamoyl chloride and the 

hydroxyl functionality of the HEA.  While both reactions result in cinnamate 

functionalized polymers with the photoreactive cinnamate double bond at an 

equivalent distance from the polymer backbone, the cinnamate in the MAH 

polymer is adjacent to an acrylic acid functionality.  This acrylic acid group was 

thought to aid in the photodimerization reactions by possibly bringing multiple 

cinnamate groups into close proximity via hydrogen bonding interactions.  Since 

the dimerization reaction necessitates the presence of two cinnamate groups, the 

hydrogen bonding of the acid groups may aid the extent of reaction.  Table 9-2 

summarizes the characterization data of the two cinnamate-functionalized PSAs. 

9.4.2 Irradiation and Evaluation of the Photocrosslinking Process. 

The polymeric mate thick) from chloroform 

onto quartz substrates.  The cast films were exposed to UV irradiation via a 

conveyor system that carried the sample under the microwave UV source.  The 

irradiation process involved exposure to two different UV microwave bulbs.  The 

first pass was exposure to an H bulb that emits radiation more heavily focused in 

the UVC and UVB region of the spectrum.  The next six passes under the D bulb 

exposed the sample to longer wavelengths and is referred to as the “postcure 

step”.  These conditions mimicked the initial curing step of an adhesive (H bulb 

exposure) and the irradiation in subsequent ink curing steps in a typical 

commercial adhesive label-making process (D bulb exposure). 

rials were cast as films (1 - 2 µm 
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UV-Vis spectroscopy was used to monitor the disappearance of the double 

bond involved in the photodimerization reaction.  A λmax for the double bond 

absorbance was observed at 278 nm (Figure 8-2).   

Figure 9-2 shows the typical change in absorbance as a function of cure step 

(first H bulb cure then the 6  subsequent postcure passes with the D bulb).  The 

cinnamate dimerization conversion profiles are shown in Figure 9-3 for the 

cinnamate-containing polymers functionalized via the maleic anhydride and the 

HEA methodologies.  The shapes of the curves in Figure 9-3 provide interesting 

insight into the polymer photoreactions.   

As the polymers were irradiated with the H bulb, approximately 31% of the 

cinnamate was consumed via the 2π + 2π photodimerization reaction.  On 

postcure with the D bulb, less than 6% of the cinnamate groups continue to react.  

Thi

phenone excited  

  

s phenomenon was attributed to two factors.  First, the H bulb provides a 

higher intensity in the shorter wavelengths (<300 nm) than the D bulb (Table 

9-1).  This shift in intensity is significant since the peak absorbance of the 

cinnamate groups is at 278 nm.  Thus, less light is absorbed from the D bulb, 

resulting in fewer photoreactions.  Second, crosslinking via the photodimerization 

reaction is self-limiting.  As the polymer crosslinks or chain-extends, the viscosity 

of the system increases and it becomes increasingly difficult for two cinnamate 

groups to come in close enough proximity to dimerize.  This is a distinct 

advantage over the other UV curable acrylic methodologies such as the 

benzophenone photoinitiated reactions, in that once the benzo
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Composition (mol %) PSA nBA EHA MA MAH HEA Cinn Mn Mw/Mn 

MAH 53 17 20 8.8 N/A 2.2 51,300 3.27 

Table 9-2.  Composition and molecular weight of cinnamate-functionalized acrylic 
PSAs. 

HEA 53 20 16 N/A 8.9 2.1 84,300 4.06 
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Figure 9-2.  Typical UV absorbance of the cinnamate containing polymers (No 

UV) and subsequent decrease in absorbance as a function of cure step. 
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Figure 9-3: Typical double bond consumption profile for cinnamate modified 
random copolymers (H = H bulb cure and D# = D bulb postcure step number).   
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triplet is formed, the radical needs only to find a tertiary carbon with which to 

act and further increase the crosslinking density.  Therefore, the possibility of 

ver curing the adhesive and subsequent decrease in the peel strength is greatly 

duced.   

The comparison of the reaction profiles of the cinnamate groups in both PSAs 

indicates the role that the acrylic acid groups play in the photodimerization 

reaction.  The ring opening of the maleic anhydride with the EG-Cinn derivative 

forms an acrylic acid group adjacent to the cinnamate side group.  The acrylic 

acid functionality was thought to aid in the photoreaction via hydrogen bonding 

and thus bring the cinnamate groups closer together.184,185  Within the scatter of 

the measurements, there was no difference in the photodimerization reaction of 

the two polymers.  Therefore, the adjacent acrylic acid groups did not influence 

the extent or rate of photodimerization.  

9.4.3 The Effect of Irradiation on the Gel Fraction.     

The effect of irradiation from the cure step (H bulb) and the postcure steps (D 

bulb) on the gel fraction is shown in Figure 9-4 for the cinnamate-functionalized 

EHA and MAH PSAs.  As the MAH and HEA PSAs were irradiated with the H 

bu e 

cinnamate groups.  The postcure irradiation (6 passes under the D bulb) 

increased the gel fraction of both polymers.  Post curing of the cinnamate-

functionalized HEA polymer increased the percent gel to 60%, while the 

cinnamate-functionalized MAH polymer increased to 17%.  Since the HEA PSAs 

had higher initial molecular weights, each chain had more repeat units and thus 

re

o

re

lb, 20 and 5 wt% gel was formed, respectively, via the crosslinking of th
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more cinnamate groups than the MAH based PSAs.  Thus, higher gel fractions 

2,15,22 

9.4

the adhesive was low.  This result was 

ives typically increases 

the

formed more readily with the HEA polymers.  Once again, it was not desirable to 

further increase the gel fraction due to potential decreases in the adhesive peel 

strengths.1,

.4 The Effect of Irradiation on Adhesive Peel Strengths.   

The effect of irradiation on the average peel strength of the cinnamate-

functionalized HEA copolymer is shown in Figure 9-5.  As the adhesive was 

cured via irradiation with the H bulb, chain-extension and crosslinking increased 

the peel strength of the adhesive from 4.9 to 5.6 N per cm-width.  Further 

irradiation (postcuring with the D bulb) slightly decreased the peel strength to 5.1 

N per cm-width.  This was expected as higher gel content typically leads to lower 

peel strengths.1,2,15,22  The failure mechanism in all cases was cohesive, 

indicating that the cohesive strength of 

not expected as increasing the gel fraction of an adhes

 cohesive strength of the adhesive.1-3,22 

Figure 9-6 illustrates the effect of irradiation on the average peel strength of 

the cinnamate-functionalized MAH copolymers.  The peel strength of the non- 

irradiated adhesive (4.8 N per cm-width) was similar to that of the non-irradiated 

HEA based sample (4.9 N per cm-width) even though the Mw of the MAH based 

polymer was significantly lower (Table 9-2).  The higher molecular weight 

polymer should have higher peel strengths due to the increased number of 

entanglements per chain.10  The similar peel strengths were attributed to the  
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Figure 9-4.  Gel fraction for the cinnamate-functionalized HEA and MAH 

 
copolymers after cure and postcure steps. 
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igure 9-5.  The effect of irradiation on the peel strength on the cinnamate-
functionalized HEA copolymer. 
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Figure 9-6.  The effect of irradiation on the peel strength on the cinnamate-
functionalized MAH copolymer. 
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presence of acrylic acid in the cinnamate-functionalized MAH PSA.  Cure of the 

MAH PSAs (H bulb) led to a slight increase in the peel strength from 4.8 to 5.3 N 

per cm-width.  The postcure step further increased the peel strength to 6.2 N per 

cm-width.  The peel strengths of the cinnamate-functionalized MAH PSAs did not 

decrease with postcure irradiation as was the case for the cinnamate-

functionalized HEA PSAs.  This was attributed to the relatively low amounts of 

gel in the cinnamate-functionalized MAH PSAs after postcure (17%) versus that 

of the cinnamate-functionalized HEA PSAs (60%). 

Another difference between the cinnamate-functionalized HEA adhesive and 

the cinnamate functionalized MAH adhesive was the mode of failure.  As 

previously mentioned, all of the cinnamate-functionalized HEA adhesives 

(nonirradiated, H bulb cure and D bulb postcured) failed cohesively in all tests.  

However, the nonirradiated cinnamate-functionalized MAH adhesive failed 

predominantly via an adhesive mechanism (> 90% adhesive failure from visual 

inspection).  This was expected as the presence of acrylic acid has been shown 

to increase the cohesive strength of adhesives and thus promote adhesive 

failure.1,10,15  As the adhesive was irradiated, the failure mechanism became 

more adhesive and a stick-slip failure became prominent leading to the large 

scatter in the measurements.2,15   

Static shear testing was performed on the cinnamate-functionalized HEA and 

MAH PSAs before and after curing using stainless steal substrates an a 12.7 x 

12.7 mm (0.5 x 0.5 inch The time to failure at a 

loading of 500 g is shown in Figure 9-7.  The HEA based PSA displayed little 

) Mylar-backed adhesive tape.  
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change in the shear holding time with irradiation failing at 2.3 and 2.2 min for the 

uncured and cured adhesives, respectively.  However, the MAH based PSA 

showed a substantial change upon curing.  The shear holding time increased 

from 30 s for the uncured sample to nearly 2 min for the cured sample.  UV 

irradiation induced chain-extension and light crosslinking of the lower molecular 

weight MAH-based PSA (compared to the HEA-based PSA) had a pronounced 

effect on the MAH based PSA shear holding time. 

9.5 CONCLUSIONS 

aliz

s increased from 0 to 5 and 17% for the cure and 

pos

 The copolymer compositions containing HEA and MAH represent viable 

precursor polymers for the introduction of a photoactive cinnamate group.  

Irradiation of the adhesives with the H bulb (cure step) consumed ~31% of the 

cinnamate groups regardless of the polymer structure.  The consumption of the 

cinnamate groups increased the molecular weight and gel fraction of the 

adhesive.  Postcuring of the adhesives with the D bulb in a manner that 

simulated the ink-curing step in an industrial label making procedure minimally 

affected the extent of dimerization.  The gel fractions of the cinnamate-

function ed HEA adhesives increased from 0 to 20 and 60% for the cure and 

postcure steps, respectively.  Similarly, the gel fractions of the cinnamate- 

functionalized MAH adhesive

tcure steps, respectively.  The increase in the adhesive molecular weight and 

gel fraction led to slight increases in the average peel strengths of the adhesives 

and a decrease in the peel strength of the postcured cinnamate-functionalized 
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Figure 9-7.  The effect of irradiation on the shear holding time of the cinnamate-
functionalized HEA and MAH based PSAs. 
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HEA PSA.  While the presence of acrylic acid groups adjacent to the cinnamate 

groups did not aid in the rate or extent of the photoreactions, they did increase 

the cohesive strength of the adhesive and promote a predominately adhesive 

failure mechanism.  The results of this work indicate that both systems are 

candidates as UV-curable hot melt adhesives. 
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CHAPTER 10 ELECTROSPINNING AND 

FUNCTIONALIZED POLY(METHYL METHACRYLATE-

CO-2-HYDROXYETHY

PHOTOCROSSLINKING OF CINNAMATE-

L ACRYLATE)  

Scott R. Trenor, Pankaj Gupta, Timothy E. Long, and Garth L. Wilkes 

and 

Virginia Polytechnic Institute and State University 

 

polymerization and subsequently functionalized with 

cinnamoyl chloride via a side group esterification reaction with varying degrees of 

cinnamate functionality.  The cinnamate-functionalized polymers were 

photocrosslinked in situ during the electrospinning of the fibers.  

Photocrosslinking via 2π + 2π photodimerization of cinnamate derivatives led to 

insoluble non-woven fiber mats without the need for photoinitiators.  The 

cinnamate-functionalized terpolymers were also irradiated in the film state.  While 

similar percentages of cinnamates were consumed during both photocrosslinking 

processes, the films were still soluble after the irradiation. 

Keywords: electrospinning, photocrosslinking, cinnamate 

 

Department of Chemical Engineering 

Department of Chemistry 

Blacksburg, VA  24061 

10.1 SUMMARY   

Photocrosslinked electrospun fibers were made in a single step process.  

Random copolymers of methyl methacrylate and hydroxyethyl acrylate were 

synthesized via free radical 
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10.2 INTRODUCTION 

lly, polymer fibers are spun using pressure-driven flow thr

uses an electrostatic potential to charge a polymer 

Traditiona ough an 

extruder, which yield fibers on the order of 10-100 µm in diameter.442 However, 

fibers on the order of 100 nm in diameter are achievable with electrospinning.  

Electrospinning solution or 

melt.  The charged solution is emitted from a syringe forming a charged fluid jet 

in the presence of an ossesses sufficient 

molecular entanglements.442- s a chaotic trajectory of 

stretching and splaying until it reaches its grounded target, thus completing the 

circuit.  

If sufficient entanglements are not present, the jet breaks up into small 

dro

yielding bicomponent 

component and the 

electric field, providing the polymer p

446 The charged jet follow

plets leading to the well-known phenomenon, electrospraying.  However, if 

the polymer solution possess sufficient chain overlap and entanglements, it does 

not break up and undergoes a bending instability that causes a whip-like motion 

between the capillary tip and the grounded target.447  This bending instability 

accounts for the high degree of single fiber drawing, which results in submicron 

size fibers.442  The small fiber size and disordered deposition onto the grounded 

target yield nonwoven, three-dimensional, fiber mats with a high specific surface 

area.  The unique fibers are suitable as filtration devices, membranes, vascular 

grafts, protective clothing, and tissue scaffolding applications.442,444-446,448-452   

Recent efforts have targeted the synthesis of functional fibers via 

simultaneous electrospinning of two polymer solutions 

submicron fibers with properties of each polymer 
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incorporation of acrylic functi t photocrosslinking.450,453,454  

Gre

453,454

91,156,157,167,181,247,403,420

s afforded the first synthetic photoreactive polymers via 

pho

the 

ele

onalities for subsequen

iner and  coworkers recently synthesized and subsequently electrospun 

poly(vinyl alcohol) containing either thienyl acrylate groups or incorporated 

tetraethyleneglycol diacrylate and ammonium persulfate.  Subsequent UV 

irradiation of the electrospun fibers produced crosslinked fiber mats, insoluble in 

both water and steam.    

Derivatives of cinnaminic acid (Figure 10-1) photodimerize (2π+2π 

cycloaddition) when irradiated in the ultraviolet-B (UVB) region of the 

electromagnetic spectrum.   Crosslinking via non-radical 

pathway

todimerization of poly(vinyl cinnamate) and the crosslinked fiber mat (thienyl 

acrylate route) in Greiner’s study.154,157,403,453,454  The photocrosslinking route for 

cinnamate molecules involves the formation of a cyclobutane ring via a [2π+2π] 

cycloaddition (Figure 10-1).58,358  Cinnamate derivatives were recently utilized to 

crosslink a number of acrylic liquid crystalline.169,172,176,242-244,247,250,251   

This work describes the use of cinnamate groups to photocrosslink fibers 

during electrospinning.  Poly(methyl methacrylate-co-hydroxyethyl acrylate) was 

synthesized and subsequently functionalized with cinnamoyl chloride via a side 

group esterification reaction.  The cinnamate-functionalized polymers were 

irradiated with UV light during electrospinning, thus forming and crosslinking 

ctrospun fibers in a single processing step.  The extent of the 
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Figure 10-1.  Photodimerization of cinnamate derivatives. 
 

 

 318



photoreactions was monitored with FTIR and gel fraction measurements.  The 

results from electrospinning were compared to irradiated films with the same 

polymer composition.  

10.3 EXPERIMENTAL SECTION 

10.3.1 Materials.   

Cinnamonyl chloride, ethyl acetate, and 2,2’-azobisisobutyronitrile (AIBN) and 

dimethyl formamide (DMF) were purchased from Sigma Aldrich.  2-hydroxyethyl 

acrylate (HEA) and methyl methacrylate (MMA) were purchased from Aldrich and 

passed through a neutral alumina column to remove radical inhibitors. All other 

solvents and reagents were purchased from commercial sources and were used 

without any further purification unless otherwise noted.  THF was distilled from 

sodium/benzophenone under a nitrogen atmosphere prior to polymer/acid 

chloride reactions.   

10.3.2 Instrumentation.   

1H NMR spectra were recorded using either a Varian Unity 400 MHz or a 

Varian Inova 400 MHz spectrometer at 25 °C in CDCl3.  UV-Vis spectroscopy 

was performed using an Analytical Instrument Systems Inc. spectrometer 

equipped with fiber optic light guides, a DT1000CE light source, and an Ocean 

Optics USB2000 UV-Vis detector.    Molecular weights were determined at 40 °C 

in THF (HPLC grade) at 1 mL min-1 using polystyrene standards on a Waters 707 

Autosampler equipped with 3 in-line PLgel 5 µm MIXED-C columns, a Waters 

410 refractive index detector and an in-line Wyatt Technology Corp. miniDAWN 
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multiple angle laser light scattering (MALLS) detector.  Solution rheology was 



performed with a VOR Bohlin strain-controlled solution rheometer at 25 ± 0.2 °C 

using a concentric cylinder geometry.  Differential scanning calorimetry (DSC) 

was performed with a Perkin Elmer Pyris 1 at a heating rate of 10 °C min-1 under 

nitrogen.  The glass tran ured during the second 

idpoint of the transition.  Electrospun fiber diameter and 

mo

the precursor copolymer is described.  The MMA (40.0 g, 

 g, 81.9 mmol) monomers were added to a 250 mL 

rou

1

sition temperature (Tg) was meas

heat using the m

rphology were analyzed using a Leo 1550 field emission scanning electron 

microscope (FESEM). Fibers were mounted onto an SEM disk, and sputter-

coated with a Pt/Au layer.  IR spectroscopy of the thin films was performed with 

an Olympus Bx51 microscope modified with a SensIR IlluminatIR all reflecting 

objective and stage.  IR spectroscopy of the electrospun fibers was performed 

with a Nicolet 510 FTIR Spectrometer. 

10.3.3 Synthesis of 85:15 mol% MMA:HEA Precursor Copolymers.   

The synthesis of 

465 mmol) and HEA (9.52

nd-bottomed flask with a magnetic stir bar.  The reaction mixture was then 

diluted with ethyl acetate (205 mL, 80 vol%).  Finally, the initiator, AIBN (40.3 mg, 

0.1 wt%), was added to the reaction vessel, then equipped with a water 

condenser.  The reaction mixture was sparged with nitrogen for 10 minutes, then 

placed in a 75 °C oil bath with a magnetic stirrer and polymerized for 24 h. The 

polymer was precipitated into methanol, then dried in the vacuum oven at 65 °C 

for 24 h.  H NMR analysis indicated 13 mol% HEA was incorporated into the 

copolymer.  The poly(methyl methacrylate-co-hydroxyethyl acrylate) (poly(MMA-

 320



co-HEA) copolymer weight average molecular weight (measured with MALLS) 

was 334,000 g mol-1 with a molecular weight distribution of 1.96. 

10.3.4 Copolymer Modification with Cinnamonyl Chloride.   

A typical cinnamate modification of MMA/HEA copolymers is described. 

Poly(MMA-co-HEA) (5.00 g) was dissolved in 40 mL freshly distilled THF then 

combined with triethylamine (0.644 g, 6.37 mmol) and stirred under nitrogen in a 

50 mL round-bottomed flask.  Cinnamonyl chloride (1.06 g, 6.37 mmol) was 

dissolved in 5 mL distilled THF and added dropwise via an addition funnel to the 

poly(MMA-co-HEA) and triethylamine solution.  The addition funnel was then 

rinsed with an additional 5 mL distilled THF. The reaction mixture was stirred at 0 

°C overnight under nitrogen with the reaction vessel covered in aluminum foil to 

polymer 

wa

avoid ambient photoreactions.  After filtration of the salt, the resulting 

s precipitated into approximately 300 mL 4:1 methanol:water solution, stored 

in an aluminum foil covered 60 mL bottle, and dried in the vacuum over at 65 °C 

for 24 h.  The purified yield was 90%.  Table 10-1 lists the compositions of the 

three cinnamate-functionalized terpolymers synthesized for this study.  

10.3.5 In situ UV Irradiation of Electrospun Fibers 

The three terpolymers were dissolved separately in DMF at a concentration of 

20 wt%. These solutions were later electrospinning. The schematic of the 

electrospinning apparatus along with the UV source is shown in Figure 10-2. 

Electrospinning was performed in a vertical configuration  
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molar ratio g

 

 

 

 

Cinn:HEA mol% MMA mol% HEA mol% Cinn T   (°C) 
3:1 87 0 13 91 

0.5:1 86 10 4.0 99 

composition. 

1:1 86 5 9.0 94 

Table 10-1.  Cinnamate reaction conditions and  functionalized polymer 
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where the fibers were electrostatically conveyed in the upward direction to the 

rounded target. This approached minimized the effect of IR heating from the 

mp.  A quartz tube protected the fibers from the cooling air outlet from the lamp.  

he terpolymer solution was filled in the syringe that was connected to a Teflon 

eedle (0.7 mm internal diameter).  The free-end of the Teflon needle was placed 

t the entrance of a 15 cm long quartz tube (15 cm internal diameter).  A 

rounded steel wire mesh (collector/target) was positioned 5 cm away from the 

pposite end of the quartz tube, thereby making the total distance between the 

T  tip 0 cm  el d in th r 

solution was connected to a high voltage DC power supply of positive polarity.  

The polymer flow rat s controlled th a syringe p connected to the 

syringe.  

For each of the three terpolymer solutions, electrospinning was performed at 

a voltage of 15kV, a flow rate of 3ml/h, a tip to target distance of 20 cm and a 

concentration of 20wt% in DMF.  At the tip of the needle, the solution was 

observed to elongate into a conical shape, also referred to as the Taylor cone in 

the literature.442-444,450  A jet was observed to emanate from the surface of the 

Taylor cone that traveled through the quartz tube to the grounded target.  During 

its travel through the quartz tube, the jet was exposed to UVB irradiation (13.5 

mJ cm-2 at an intensity of 0.135 W cm-2 as measured with the Power Puck) to 

cure the cinnamate groups. Samples collected for 10 min with and without UV 

curing were dried under reduced pressure at 40oC for 8h before 
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Figure 10-2.  Schematic of electrospinning apparatus. 
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 being investigated for morphological changes, if any, in addition to the infrared 

characterization and solvent extraction. 

10.3.6 UV Irradiation of Polymer Films.   

UVA irradiation was accomplished using a F300s series microwave powered 

electrodeless lamp source coupled with a LC-6B bench top conveyer 

manufactured by Fusion UV Systems, Inc.  A “V” bulb (linear power output of 80 

W  cm-1) was utilized to minimize the intensity in the UVB region.  The belt speed 

was set at 87 m min-1 for all irradiations.  This speed was selected to mimic the 

irradiation conditions of the electrospun fibers (13.5 mJ cm-2).  The UVB 

exposure for the films at 87 m min-1 was 14.6 mJ cm-2.  UVB irradiance and 

effective energy density were measured before and after each sample set with 

an EIT UV Power Puck radiometer.  Extent of photoreaction was monitored using 

FTIR spectroscopy.  Homogenous films (less than 1 µm thick) were solvent cast 

from chloroform onto low e-glass microscope slides and drawn using a doctor 

blade for FTIR spectroscopy.  The extent of crosslinking was measured using 

soxhlet extractions of irradiated 20-25 µm thick.   

10.4 RESULTS AND DISCUSSION 

10.4.1 Synthesis and Modification of Poly(MMA-co-HEA).   

he precursor poly(MMA-co-HEA) copolymer was synthesized via an AIBN 

initiated conv cetate.  The 

resulting copolymer exhibited a weight average molecular weight of 333,000 g 

mol-1 with a molecular weight distribution of 1.96.  The composition of the 

T

entional free radical solution polymerization in ethyl a
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copolymer was examined using 1H NMR spectroscopy and corresponded well 

with the feed ratios of 87 mol% MMA and 13 mol% HEA. 

 copolymers proceeded via an 

est

a) and (b).  The arrow in Figure 

10-3(b) highlights the a h associated with the 

etch were used to 

det

absorbance associated with the cinnamate functionality at 278 nm (Figure 

152,169,181

 

Modification of these MMA-co-HEA

erification reaction between the hydroxyl group of the HEA and the cinnamate 

acid chloride derivative (Scheme 10-1).  Manipulation of the molar ratio of 

cinnamoyl chloride to the hydroxyl functionality was utilized to control the level of 

functionalization. Three cinnamate-functionalized MMA-co-HEA copolymers were 

synthesized with cinnamate concentrations of 4.0, 9.0 and 13 mol% (Table 10-1).  

1H NMR of the modified MMA-co-HEA copolymers confirmed functionalization of 

the copolymers with three different levels of the cinnamate functionality.  The 

resonances associated with the cinnamate group were apparent at 7.73, 7.52, 

7.38, and 6.49 ppm.  A reduction in the peak area of the methylene adjacent to 

the hydroxyl at 3.75 ppm was observed along with the corresponding 

appearance of the methylene resonance adjacent to an ester linkage at 

approximately 4.42 ppm.  The IR spectra of the 10 mol% cinnamate-

functionalized copolymer is shown in Figure 10-3(

bsorbance of the C=C bond stretc

cinnamate group.  Decreases in the absorbance of this C=C str

ermine the extent of photodimerization.  Moreover, a new signal was 

observed in the UV-Vis spectrum of the polymer characteristic of the double bond 

10-4).       
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Scheme 10-1.  Cinnamate functionalization of poly(MMA-co-HEA). 
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Figure 10-3.  (a) and (b) FTIR spectra of cinnamate-functionalized poly(MMA-co-
HEA).  Arrow in (b) indicates C=C in cinnamate group. 
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Figure 10-4.  Typical UV absorbance on the cinnamate-functionalized poly(MMA-
co-HEA). 
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10.4.2 In situ UV Irradiation of the Electrospun Fibers. 

The cinnamate-functionalized terpolymers were irradiated during 

electrospinning.  The SEM micrographs corresponding to the uncured and cured 

fibrous mats for the 4, 9 and 13 mol% cinnamate functionalized terpolymers are 

shown in Figure 10-5, Figure 10-6, and Figure 10-7, respectively.   No distinct 

morphological change was observed between the non-irradiated and irradiated 

fibers.  Fibers of the terpolymer containing the least amount of cinnamate (4 

mol%) had a relatively larger diameter (2 - 4 µm) compared to the fibers of the 

other two terpolymers (200 - 600 nm).  The fibers from the 4 mol% cinnamate 

functionalized terpolymers were also free of bead defects, unlike the other two 

compositions that displayed a beaded fiber morphology.  This was expected as 

the viscosity of the 4 mol% cinnamate-containing polymer solution was 2,800 cP, 

while that of 9 mol% cinnamate-containing polymer was 670 cP (the viscosity of 

the 13 mol% polymer was not measured, but visually had a similar viscosity to 

the 9 mol% sample).  It is speculated that this might account for the differences in 

the fiber diameter.  

Absorbance of the uncured and cured electrospun mats in the infrared region  

of the electromagnetic spectrum was measured on a Nicolet 510 FTIR 

 

thickness variations in the fibrous mats, all the peak intensities were normalized 

with that corresponding to the C-CH3 bending observed at 1388 cm-1.   

  

Spectrometer. The C=C peak was observed at 1637 cm-1.  To account for the
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(a) 

igure 10-5.  4 mol% cinnamate-functionalized terpolymer fibers (a) without and 
(b) with exposure to UV irradiation.  

(b) 

F
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(a) 

(

Figure 10-6.  9 mol% c ibers (a) without and 
(b) with exposure to UV irradiation. 

b) 

innamate-functionalized terpolymer f
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(a) 

(b) 

ure 10-7. 13 mol% cinnamate-functionalized terpolymer fibers (a) without and 

 

 

Fig
(b) with exposure to UV irradiation.  
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A typical FTIR spectrum of the crosslinked and noncrosslinked fibers is shown in 

Figure 10-8.   It can be seen that the peak intensity at 1637 cm-1 decreases after 

UV curing in this sample as well as in the other two terpolymers investigated.  It 

is noted that the crosslinking of the cinnamate functionality occurs between the 

chains present in a given fiber and not between the fibers themselves.  As the 

peak intensity at 1637 cm-1 is directly proportional to the concentration of the 

double bonds in the cinnamate group (Beer’s Law), an estimate of the relative 

degree of crosslinking of the polymeric chains can be obtained by calculating the 

mathematical quantity 1-I/Io, where, I is the normalized peak intensity of the cured 

fibrous mat and Io corresponds to the normalized peak intensity of the uncured 

us mat.  These results are plotted in Figure 10-9 along with the average gel 

fraction (obtained from the solvent extraction experiments) for each photocured 

fibrous mat.  The extent of crosslinking, as measured by these two techniques, 

distinctly increases with increasing cinnamate concentration.  

10.4.3 UV Irradiation of the Polymer in the Film State.  

The 4, 9 and 13 mol% cinnamate-functionalized polymers were solution cast 

onto quartz low e-glass slides (IR study) or silicone release paper (gel fraction 

measurements) and irradiated in the Fusion UV conveyor system.  The belt 

speed was set at the systems maximum of 87 m min-1 affording a UVB dose of 

14.6 mJ cm-2.    The extent of photodimerization was measured with FTIR-ATR 

using the C=C stretch at 1638 cm-1 (Figure 10-3(b)).  Figure 10-10 shows the 

-2

 

fibro

percent of cinnamate consumed after exposure to 14.6 mJ cm  of UVB 
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Figure 10-8.  Typical normalized IR absorbance of the cinnamate-functionalized 

 

 

 

terpolymer fibers (in this case, 13 mol% cinnamate). 
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Figure 10-9 on and gel 
fraction as a function of cinnamate concentration after exposure to approximately 

13.5 mL cm-2 UVB irradiation. 
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Figure 10-10.  Percent of cinnamate groups dimerized as a function of mol% of 
cinnamate in the cinnamate-functionalized poly(MMA-co-HEA) after exposure 

to14.6 mJ cm-2 of UVB irradiation. 
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irradiation.  The 14.6 mJ cm-2 of UVB irradiation consumed ~13% of the 

cinnamate groups in the 4 and 9 mol% samples, whereas 19% of the cinnamate 

groups were consumed in the 13% sample.  The increased consumption in the 

13% sample was attributed to the higher cinnamate concentration in the polymer.  

Soxhlet extraction of the 20 – 25 µm thick films indicated that the films were not 

crosslinked as 0% gel was measured for all samples.  However, GPC 

measurements indicated increased molecular weight with the UV irradiation 

(Table 10-2).  Thus, while there was insufficient cinnamate dimerization for 

crosslinking, cinnamate dimerization occured leading to molecular weight 

increases.  Irradiation of thinner films and higher dose will provide further insight 

into these results. 

10.5 CONCLUSIONS 

Three terpolymers containing MMA and various concentrations of HEA and 

cinnamate-functionalized HEA were synthesized.  The terpolymers were 

subsequently irradiated during electrospinning forming crosslinked fibrous mats 

in a single step.  The in situ photocrosslinking of the 0.2 - 4 nm diameter fibers 

was highly efficient forming up to 100% gel.    The terpolymers were also cast 

in  

observed for the irradia  with the exception of 

the 4 mol% cinnamate-functionalized terpolymer (Table 10-3).  However, the 

molecular weights of the irradiated fibers and films varied greatly.  Irradiation of 

the electrospun fibers led to gel formations between 56 and 100%  

to films and subsequently irradiated.  Similar cinnamate consumption was

ted cast films and irradiated fibers 
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Sample Mn (g mol-1) Mw (g mol-1) 
MMA-co-HEA Precursor 170,000 334,000 

4.0 mol% Cinnamate + UV 781,000 350,000 
9.0 mol% Cinnamate + UV 412,000 879,000 
13 mol% Cinnamate + UV 450,000 924,000 

poly(MMA-co-HEA). 

 

Table 10-2.  Molecular weights of the irradiated cinnamate-functionalized 
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Cinnamate 
concentration 

(mol%) Fiber Film 
4 0.8 13 ± 1.4 
9 12 13 ± 1.3 

13 18 20 ± 2.0 
 

Table 10-3.  Comparison of cinnamat ption via the pho tion for 
the electrospun fibers and solution cast films. 

  

 

e consum todimeriza

 340



depending on cinnamate concentration, whereas the irradiated films were 

completely soluble in organic solvents.  GPC analysis of the irradiated films 

indicated that the irradiation and subsequent photodimerization of the cinnamate  

groups led primarily to chain-extension as the molecular weight of the irradiated 

fibers increased from the non-cured molecular weights with higher cinnamate 

concentrations leading to higher final molecular weights.  This difference was 

attributed, in part, to the difference in the thickness of the fibers (up to 4 µm thick) 

and the films (20 – 25  µm thick) and the mobility of the cinnamate groups during 

irradiation.  D spinn ility versus 

the film state.  F rk will study the total dose necessary for gelation of the 

films and the effect of polymer branchin  the photocro fficiency. 
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CHAPTER 11 FUTURE WORK 

11.1  INVESTIGATION OF CRYSTALLIZATION RATE OF COUMARIN DIMER-

LINKED PEG. 

Many researchers have studied the effects of various molecular parameters 

on the crystallization rate and crystal structure of PEG and PEO including 

molecular weight, chain endgroup size and endgroup polarity, among others.406-

412  Chain-extension via coumarin dimerization forms a polymer with a coumarin 

dimer in the middle of the chain.  The effect of the mid-chain “defect” on the 

crystallization kinetics could be studied.  Since the defects are in the middle of 

the chain (for dimer) or spaced at a pre-determined spacing (dependent on the 

degree of chain-extension and PEG starting molecular weight), the mobility and 

formation of the crystals may be affected more so than in the chain end situation.  

Various spacings (MW between coumarin dimers) as well as multiple molecular 

weights (function of irradiation dose) could be synthesized and studied. 

11.2 THE EFFECT OF CROSSLINK/CHAIN EXTENSION POINT PLACEMENT IN 

POLYMER BACKBONE.     

Utilizing stable free radical polymerization one could synthesize block 

copolymers such as, poly((HEA-co-nBA)-b-nBA) where the HEA containing block 

is short (<5K) and the pure nBA block is large (>50K).  The block copolymers 

could be subsequently modified via the hydroxyl group with a cinnamate or 

coumarin group.  Irradiation of the photoactive polymer could result in a star 

shaped copolymer that is reversible depending on the wavelength of light 
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irradiation.  Changing the monomer size poly(nBA-b-

(HEA-co-nBA)-b-nBA) where the HEA containing block is short and with larger 

nBA blocks will provide a polymer with functionalizable groups in the middle of 

the chain.  Thus, subsequent functionalization will afford a macromolecule with 

the photoactive groups in the middle of the chain.  Irradiation of this polymer 

would lead to a crosslinked center block with dangling arms (nBA blocks). 

11.3 REVERSIBLE/RELEASABLE SURFACES.   

A surface that can release molecules or macromolecules could be prepared 

by grafting coumarin dimers on the surface of a substrate.  This is achievable by 

attaching a polymer to one side of a coumarin dimer and the substrate to the 

second side (Figure 11-1).  UVC irradiation of the functionalized surface would 

cleave the coumarin dimer and release the polymer (or whatever is attached to 

the coumarin dimer).   

11.4 ADHESION STUDIES.   

There are a number of research possibilities in the field of adhesives.  The 

irradiation of incorporated cinnamate or coumarin groups in PSAs allows for the 

study of controlled amounts of chain-extension/crosslinking on adhesive 

properties.  Varying the dose would provide an easier methodology to control the 

crosslink density than thermally or photoinitiated crosslinking.  DMA and 

rheological studies coupled with peel and shear testing could help determine the 

cross-over point where increased gel content adversely affects the peel strength.  

This study would be greatly aided by the use of the neutral density step filter. 
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Figure 11-1.  Schematic of releasable surfaces. 
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Utilizing the filter as a mask would provide up to 11 samples with different 

 degrees of dimerization.  The 11 samples could individually be tested using 

dynamic mechanical analysis while the peel testing could be done in a 

combinatorial manner using the gradient peel methodologies developed by 

Stafford and coworkers NIST.455   

11.5 REVERSIBLE COUPLING.   

There are also a number of possibilities to be explored regarding reversible 

coupling.  One example would be to attach a photoreactive group via a spacer to 

the center of a star or hyperbranched polymer.  Irradiation could lead to star and 

hyperbranch polymer dimers, which could later be cleaved.  Similar 

methodologies could be utilized to synthesize stars polymers with releasable 

arms.  An additional possibility is the synthesis of reversible block copolymers.  

They could be synthesized by functionalizing polymer chain ends with the 

photoactive groups, then mixing two or more of the functionalized polymers and 

irradiating the mixture.  If a hydrophobic polymer is chosen (for example 

ethylene/propylene) and mixed with another incompatible hydrophobic polymer 

the coumarin functionalities of the two polymers should be present at the 

interface of the two polymers.  Thus, irradiation of the mixture could lead to 

formation of a mixture of block copolymers with incompatible blocks.  The 

copolymers could later be cleaved via 254 nm irradiation. 
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11.6 PHOTO-RHEOLOGICAL CONTROL.   

Utilizing light to control polymer molecular weight in mixtures with solvents 

could allow for the use of light to control the viscosity of solutions via the 

coumarin dimerization reaction. 

11.7 COMBINING HYD OR GEN-BONDING AND PHOTOACTIVITY.   

A few research group t to lock-in hydrogen-

bon

s have begun to study utilizing ligh

ded structures processes utilizing complex chemistries (Section 2.2.4).  

However, combining self complementary multiple hydrogen bonding and a 

photoactive group could provide interesting systems.  One could use the 

hydrogen bonding groups to self assemble or form a desired molecular topology.  

Subsequent irradiation of the polymer would lock in the structure permanently or 

until irradiation cleave the coumarin photodimers.  The combination of self 

complementary multiple hydrogen bonding groups and photodimerizable groups 

into a single polymer would provide for two methodologies to manipulate the 

crosslink density.  Thermal control is accomplished by heating and dissociating 

the hydrogen bonding groups and light would dimerize the photoactive groups. 

 346



CHAP NS 

nto the polymers via one of two pathways.  

Polymer ction 

bet

G 

monols and diols (approximately 2,000 g mol-1) were endcapped with coumarin 

functionalities via the aforementioned esterification reaction.  UVA irradiation 

(110 J cm-2) of the coumarin-functionalized PEGs diols doubled the number 

average molecular weight of the oligomers and broadened the molecular weight 

distribution from 1.04 to 2.75.  Both increases indicated that the UVA irradiation 

caused the photodimerization of the coumarin endgroups, which in turn, 

increased the size of the molecules.  Subsequent UVC irradiation (2 J cm-2) 

TER 12 OVERALL CONCLUSIO

Coumarin and cinnamate derivatives were positioned as polymer chain ends 

and side groups to synthesize photoactive macromolecules.  The cinnamates 

and coumarins were reacted o

s were functionalized with coumarin groups via an esterification rea

ween hydroxyl functionalities and an acid chloride derivatized coumarin group.  

In addition to the esterification reaction, cinnamates were also coupled to 

polymers via a ring opening reaction between a hydroxyl functionalized 

cinnamate derivative and a maleic anhydride repeat unit copolymerized into the 

polymer.  While both functional groups undergo a [2π + 2π] photodimerization 

reaction (coumarin groups in the UVA and cinnamate groups in the UVB), the 

coumarin dimers are subsequently photocleaved when irradiated below 254 nm.  

The photodimerization reaction was used to chain extend or crosslink the 

polymers in this study, while the coumarin photocleavage was utilized to 

depolymerize chain-extended macromolecules. 

Coumarin groups were initially used to chain extend PEG oligomers.  PE
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photocleave s to their 

original M  and decreasing the polydispersity to 1.08.  

The coumarin groups were then incorporated into poly(alkyl acrylates) and 

poly(alkyl methacrylates) via the esterification reaction to determine the effects of 

polymer T  and composition on the photodimerization reaction and subsequent 

crosslinking.  Varying the composition of the individual polymers, the coumarin-

°

greater than the irradiance temperature displayed less reaction than those with a 

T  lower than the irradiance temperature.  Furthermore, the alkyl ester side 

groups dictated the final extent of conversion for polymers with a T  lower than 

the irradiation temperature.  Steric crowding of the coumarin groups from the 

larger alkyl ester side groups was not the only factor which controlled the extent 

of reaction, however.  Irradiation of the coumarin-functionalized poly(HEMA-co-

HEA) using a neutral density linear step filter provided some insight into the 

system reciprocity.  For the intensities studied, the coumarin-functionalized 

polymers obeyed the reciprocity law in that the extent of photodimerization was 

only dependent on the total UVA dose and not the individual components of dose 

(power and irradiation time). 

Coumarin-functionalized poly(EHA-co-HEA) was subsequently utilized as a a 

model PSA.  Photodimerization of the coumarin groups crosslinked the model 

d the coumarin groups, reverting the chain-extended PEG

n

g

functionalized polymers possessed Tgs between –54 and 105 C.  The UV-Vis 

data monitoring the conversion of the coumarin groups revealed an interesting 

trend.  While the absolute difference between Tg and irradiance temperature did 

not affect the rate or extent of photodimerization reaction, polymers with a Tg 

g

g
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PSAs and decreased the PSA peel strength as much as 97%.  Two different 

types of strength decreases were observed.  For the first, the PSAs were 

irradiated before they were bonded to the substrate.  The decrease in peel 

strength was attributed to a decrease in the ability of the adhesive to wet the 

substrate.  The second type of peel strength decrease was observed for samples 

that were bonded before irradiation.   The decrease in peel strength in the 

second case was attributed to a decrease in the chain mobility, which resulted in 

a subsequent decrease in the ability of the adhesive to dissipate energy during 

peel testing.  The reversibility on the coumarin photodimerization reaction was 

utilized to uncrosslink the model PSA and resulted in increased peel strengths 

compared to the fully crosslinked PSA.   

Cinnamate groups were utilized in the design of an UV-curable acrylic PSA.  

The cinnamate groups were placed onto the polymer via two methodologies.  

The first was the side group esterification reaction between a hydroxyl group on 

the polymer and cinnamoyl chloride.  The second method involved the ring 

opening of a maleic anhydride on the polymer backbone and a hydroxyl 

derivatized cinnamate.  This reaction positioned an acrylic acid group adjacent to 

the cinnamate group.  Photodimerization of the cinnamate groups increased the 

polymer molecular weight and slightly crosslinked the PSA, both leading to 

increases in the peel strength, although extensive crosslinking led to a decrease 

in the peel strength.   

Cinnamate groups were also utilized to photocrosslink fibers during 

electrospinning.  Cinnamate-functionalized poly(MMA-co-HEA) were irradiated 
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during the electrospinning process forming highly crosslinked fibers between 200 

and 4000 nm in diameter.  Higher cinnamate concentrations produced higher gel 

fractions when photocrosslinked during electrospinning. 
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