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We report the magnetic field sensitivity results on five layer structure given as Metglas/Terfenol-D/
PMN–PZT/Terfenol-D/Metglas, where PMN and PZT correspond to Pb�Mg1/3Nb2/3�O3 and
Pb�Zr,Ti�O3, respectively. The piezoelectric constant �d33� of poled PMN–PZT was found to be
1600 pC/N with dielectric constant of 5380 at 1 kHz. The sensitivity measurements were conducted
after attaching individual layers in the laminate clearly delineating the effect occurring in the
response. The magnetoelectric response for this five layer structure at 1 kHz was found to be 5
V/cm Oe at dc bias field of 1000 Oe under an ac drive of 1 Oe. At 1 kHz frequency, the sensor was
able to deterministically measure step changes of 500 nT while at 10 Hz we can clearly identify the
sensitivity of 1 �T. These results are very promising for the cheap room-temperature magnetic field
sensing technology. © 2010 American Institute of Physics. �doi:10.1063/1.3406142�

Dielectric polarization of a material under a magnetic
field or induced magnetization under an electric field re-
quires the simultaneous presence of long-range ordering of
magnetic moments and electric dipoles. Investigations have
revealed the presence of both ferroelectricity and magnetism
in number of materials such as perovskite type BiFeO3,
BiMnO3, the boracite family, BaMF4 compounds �M, diva-
lent transition metal ions�, hexagonal RMnO3 �R, rare
earths�, and the rare earth molybdates but none seem to pro-
vide large coupling between them. Recently, rare earth man-
ganates such as TbMnO3, DyMnO3, and TbMn2O5 have
been reported to exhibit reproducible electric polarization
under magnetic fields, however, the magnitude of the mag-
netoelectric �ME� coefficient �unit of volt per centimeter per
oersted� is quite small.1–3 Single phase materials suffer from
the drawback that the ME effect is considerably weak even at
low temperatures. Better alternatives to single phase materi-
als are ME composites. The composites exploit the product
property of the materials �the ME effect is not present in
individual phases�.

In our early work, we reported the results on ME
laminate composites �MLCs� made from the giant magneto-
strictive material, Terfenol-D, and relaxor-based piezo-
crystals Pb�Mg1/3Nb2/3�O3–PbTiO3 �PMN–PT�.4 ME behav-
ior in laminate composites has now been reported for
various material combinations including Pb�Zr,Ti�O3

�PZT� or Pb�Mg1/3Nb2/3O3–PbTiO3� �PMN–PT� layers
laminated with magnetostrictive Tb1−xDyxFe2−y, Permendur,
Ni1−xCoxFe2O4, or Co1−xZnxFe2O4.5–7 Both epoxy-glued and
cofired laminates have been reported in literature. The
epoxy-glued laminates are generally fabricated by sandwich-
ing and bonding piezoelectric plate/disk/fibers between two
layers of magnetostrictive plates/disks/foils. The best sensi-
tivity data on epoxy-glued composites has been reported by

Dong et al., where piezofiber was laminated between the
high-permeability magnetostrictive FeBSiC alloy �Metglas�
resulting in a large response of 22 V/cm Oe at 1 Hz.8 The
lower operating frequency is result of the foil-like structure
which produces bending modes.

The design of epoxy-glued laminate composites relies on
maximizing the elastic coupling through the selection of high
magnetostrictive constant material and high piezoelectric
voltage constant �g� ceramic. Srinivasan et al.9 have derived
the transverse ME coefficient for the layered composite as
following:

�E3
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=
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where d31
p is the piezoelectric coefficient, vm and vp are the

volume of magnetic and piezoelectric phase, s11
p ,s12

p are the
elastic compliances for piezoelectric phase, s11

m ,s12
m are the

elastic compliances for magnetostrictive phase, q11
m is the pi-

ezomagnetic coefficient of the magnetic phase, and �33
T,P is

the permittivity of the piezoelectric phase. This equation in-
dicates that high piezoelectric strain constant and piezomag-
netic constant with matching elastic compliances will lead to
higher magnitude of ME coefficient. However, results on pi-
ezofiber laminated with Metglas have shown that permeabil-
ity and flexibility in the structure is important for achieving
the giant ME coefficient and reducing the operating fre-
quency.

Table I shows the magnitude of relevant magnetostric-
tive material parameters involved in design of magnetic field
sensor based on ME effect. It can be seen from this table that
Terfenol-D has giant magnitude of magnetostriction but low
permeability while Metglas has giant magnitude of perme-
ability but low magnetostriction. Thus, it is natural to con-
ceive of a material which can provide both high magneto-
striction and permeability. We adopted the path of 2–2
composite with alternate layer of Terfenol-D and Metglas to

a�Author to whom correspondence should be addressed. Electronic mail:
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combine high permeability and magnetostriction. In a sym-
metrical laminate, one would bond radially magnetized
Terfenol-D on either side of piezoelectric layer to achieve
radial mode deformation.

Piezoelectric single crystal with the composition
Pb�Mg1/3Nb2/3�y�ZrxTi1−x�1−yO3 �PMN–PZT� �commercially
available from CeraComp, Korea� was selected as the piezo-
electric phase. The single crystal �X-tal� had the square shape
with dimension of 10�10 mm2 and thickness of 1 mm.
Electroding was done by depositing gold electrodes on either
side. The piezoelectric constant �d33� of poled PMN–PZT
was found to be 1600 pC/N with dielectric constant of 5380
at 1 kHz. Thus, the piezoelectric voltage constant �g33� was

of the order of 33.5�10−3 Vm /N. The laminate composite
was fabricated in sequential steps as shown in Figs.
1�a�–1�c�, where after each step we measured the ME re-
sponse to quantify the effect of each layer.

In the first step, Terfenol-D with diameter of 13 mm and
thickness of 2 mm was attached on one side of PMN–PZT

FIG. 1. �Color online� �a� PMN–PZT single crystal/Terfenol-D/Metglas
laminate, �b� Terfenol-D/PMN–PZT single crystal/Terfenol-D/Metglas lami-
nate, and �c� Metglas/Terfenol-D/PMN–PZT single crystal/Terfenol-D/
Metglas laminate.

FIG. 2. �Color online� ME properties depending on attaching layers: �a�
PMN–PZT single crystal/Terfenol-D, ��b� and �c�� PMN–PZT single crystal/
Terfenol-D/Metglas laminate.

TABLE I. List of relevant magnetostrictive material parameters.

Material
Magnetostriction

�ppm� Relative permeability
Electrical resistivity

��� cm�

Terfenol-D 800–1200 3–10 58
Metglas 2605SA1 27 45 000 �as cast� 600 000 �annealed� 130
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single X-tal using epoxy �West System, USA� with curing
temperature of 80 °C. Figure 2�a� shows the ME response of
this two-layer laminate exhibiting high value of 1.8 V/cm Oe
at 710 Oe dc bias magnetic field. The peak position is reflec-
tive of the maximum slope in �� /�H, where � is magneto-
striction and H is static magnetic field. The shape of the
curve in Fig. 2�a� follows the variation in �� /�H, vanishing
at low and high magnetic fields where � disappears or goes
to saturation, respectively. ME measurements were done in
L-T mode configuration using an electromagnet. The
samples were placed in the center of the Helmholtz coil un-
der an ac magnetic field �Hac� which was located at the cen-
ter of electromagnet. The voltage induced on the laminate
was monitored using a lock-in amplifier.

In the second step, four layers of Metglas �2605SA1,
Metglas Inc., USA� sheets with a total thickness of 100 �m
and area of 15�15 mm2 were attached on top of the
Terfenol-D/PMN–PZT laminate as shown in Fig. 1�a�. The
number of Metglas layers were selected based on previous
studies conducted for PZT–Metglas laminates.10 Figures 2�b�
and 2�c� shows the effect of Metglas layers on the ME re-
sponse which increased to 2.78 V/cm Oe. The peak position
of ME coefficient also shifted higher to 812 Oe. At low mag-
nitude of dc bias, this structure shows hysteretic behavior
similar in nature to that observed for Fe–PZT–Fe structure
by Laletin et al.11 We expect that this hysteretic behavior is
related to the interaction between Terfenol-D and Metglas

mainly due to the presence of ferromagnetic metal Fe. The
shift in the ME peak position is indicative of this interaction
resulting from the change in the slope of magnetostriction
and increase in the amplitude of the ME coefficient indicates
change in the magnitude of effective piezomagnetic coeffi-
cient. If we neglect the contributions from the exchange field
and interface effects, the biaxial stress due to the Metglas
layer exerted onto the Terfenol-D can be calculated to be:

�� =
− 2EMetglasETerfenoltMetglas��

�1 − 	��2EMetglastMetglas + ETerfenoltTerfenol�
,

where E is the elastic modulus, �� is the strain, t is the
thickness, and 	=0.3 is the Poisson’s ratio. Taking the values

FIG. 3. Sensitivity limit of small dc magnetic field for the PMN–PZT single
crystal/Terfenol-D/Metglas laminate under a constant Hac=1 Oe: �a� at
f =1 kHz and at �b� f =10 Hz.

FIG. 4. Sensitivity limit of small dc magnetic field for the Metglas/Terfenol-
D/PMN–PZT single crystal/Terfenol-D/Metglas laminate under a constant
Hac=1 Oe: �a� and �b� at f =1 kHz, and �c� at f =10 Hz.

094109-3 Park et al. J. Appl. Phys. 107, 094109 �2010�
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for tensile modulus as EMetglas=100 GPa, ETerfenol=25 GPa,
tTerfenol=2 mm, tMetglas=100 �m, and ��=27 ppm, the
magnitude of biaxial stress can be found to be 5.51
�ⅹ106 N /m2. This additional stress can induce a mechani-
cal strain of about 220.4 ppm in Terfenol-D, resulting in
increase in effective piezomagnetic coefficient of Terfenol-D
and contributing to the ME coefficient as:

�E3

�H1
= �q11

m,eff

q11
m ��
m,eff


m � . �2�

In the third step, we attached Terfenol-D on other side of
PMN–PZT layer as shown in Fig. 1�b�. The effect of this
layer on ME response is shown in Figs. 2�b� and 2�c� indi-
cating that ME coefficient increases to 5.15 V/cm Oe at dc
bias field of 1011 Oe. This is approximately 78% increase in
the ME coefficient compared to the second step. By sum-
ming the magnitude of ME coefficient in the first and second
step, one can arrive at the value of 4.58 mV/cm Oe which is
smaller than that obtained in the third step. Thus, this asym-
metric structure results in effective stress transfer on the pi-
ezoelectric layer. The low field hysteretic behavior observed
in earlier step was found to disappear which could be ex-
plained based on cancellation of any fringing fields due to
ferromagnetic Fe. In the last step, four layers of Metglas
were attached on the Terfenol-D to achieve the symmetrical
structure Metglas/Terfenol-D/PMN–PZT/Terfenol-D/
Metglas as shown in Fig. 1�c�. The ME response decreased
slightly to 4.97 V/cm Oe at dc bias field of 1000 Oe as
shown in Fig. 2�b�. Further, the hysteresis between the for-
ward and backward drive can be again seen for the sym-
metrical structure as shown in Fig. 2�c�. We expect that this
slight decrease in ME coefficient is related to the out of
phase stress contribution from the two opposing Metglas lay-
ers. Overall, these results are very exciting showing a giant
ME response at low frequency of 1 kHz.

Next, we quantified the magnetic field sensitivity of
these laminate structures. Figures 3�a� and 3�b� shows the
variation in output voltage for a step-change in dc magnetic
field at specific frequency. The three layer structure was
found to have sensitivity of 1 �T at 1 kHz. At 10 Hz, we can
identify the step changes in 1 �T but there is drift in the
signal indicating the limit of this topology. Figures 4�a�–4�c�
shows the magnetic field sensitivity of five layer structure at
various frequencies. At 1 kHz frequency, the sensor was able
to deterministically measure step changes of 500 nT as

shown in Fig. 4�b� while at 10 Hz we can clearly identify the
sensitivity of 1 �T. This improvement is correlated with the
increase in ME coefficient but we think that the effective
permeability of the system also plays an important role.
Hashin and Shtrikman12 have shown that for a multiphase
material in an embedded configuration the effective perme-
ability is given as:

�eff = �Terfenol +

Metglas

1

�Metglas − �Terfenol
+


Terfenol

3�Terfenol

. �3�

Using the �Terfenol=5, and �Metglas=45000, it can be shown
that �eff=6.268 for the two layer laminate of Metglas and
Terfenol-D as shown in Fig. 1�a�. This approximate calcula-
tion shows that there is an increase in about 25% in the
magnitude of permeability. These results are highly encour-
aging and show that this simple technology can provide ef-
fective room temperature magnetic field sensors.

In summary, we describe the fabrication of MLC using
the highest piezoelectric constant, highest magnetostriction,
and highest permeability materials. The results show that this
sensor can distinguish small dc magnetic fields of 500 nT at
1 kHz under applied ac field of 1 Oe.

The authors gratefully acknowledge the financial support
from DARPA and AFOSR �Grant No. FA8650-09-1-7945.

1T. Kimura, T. Goto, H. Shintani, K. Ishizaka, T. Arima, and Y. Tokura,
Nature �London� 426, 55 �2003�.

2M. Fiebig, J. Phys. D 38, R123 �2005�.
3C. Ederer and N. A. Spaldin, Nature Mater. 3, 849 �2004�.
4J. Ryu, S. Priya, K. Uchino, D. Viehland, and H. Kim, J. Korean Ceram.
Soc. 39, 813 �2002�.

5S. Narendra Babu, T. Bhimasankaram, and S. V. Suryanarayana, Bull.
Mater. Sci. 28, 419 �2005�.

6C.-W. Nan, L. Liu, N. Cai, J. Zhai, Y. Ye, Y. H. Lin, L. J. Dong, and C. X.
Xiong, Appl. Phys. Lett. 81, 3831 �2002�.

7S. Dong, J.-F. Li, and D. Viehland, IEEE Trans. Ultrason. Ferroelectr.
Freq. Control 50, 1236 �2003�.

8S. Dong, J. Zhai, J. Li, and D. Viehland, Appl. Phys. Lett. 89, 252904
�2006�.

9G. Srinivasan, E. Rasmussen, J. Gallegos, R. Srinivasan, Y. I. Bokhan, and
V. M. Laletin, Phys. Rev. B 64, 214408 �2001�.

10C.-S. Park, C.-W. Ahn, J. Ryu, W.-H. Yoon, D.-S. Park, H.-E. Kim, and S.
Priya, J. Appl. Phys. 105, 094111 �2009�.

11V. M. Laletin, N. Paddubnaya, G. Srinivasan, C. P. De Vreugd, M. I.
Bichurin, V. M. Petrov, and D. A. Filippov, Appl. Phys. Lett. 87, 222507
�2005�.

12Z. Hashin and S. Shtrikman, J. Appl. Phys. 33, 3125 �1962�.

094109-4 Park et al. J. Appl. Phys. 107, 094109 �2010�

 [This article is copyrighted as indicated in the article. Reuse of AIP content is subject to the terms at: http://scitation.aip.org/termsconditions. Downloaded to ] IP:

128.173.126.47 On: Thu, 07 May 2015 14:58:09

http://dx.doi.org/10.1038/nature02018
http://dx.doi.org/10.1088/0022-3727/38/8/R01
http://dx.doi.org/10.1038/nmat1265
http://dx.doi.org/10.1007/BF02711230
http://dx.doi.org/10.1007/BF02711230
http://dx.doi.org/10.1063/1.1521247
http://dx.doi.org/10.1109/TUFFC.2003.1244738
http://dx.doi.org/10.1109/TUFFC.2003.1244738
http://dx.doi.org/10.1063/1.2420772
http://dx.doi.org/10.1103/PhysRevB.64.214408
http://dx.doi.org/10.1063/1.3117484
http://dx.doi.org/10.1063/1.2137450
http://dx.doi.org/10.1063/1.1728579

