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A magnetic flux distraction effect caused by a nearby metallic material was investigated for

Metglas/Pb(Mg1/3Nb2/3)O3–PbTiO3 laminated magnetoelectric (ME) sensors. Using flux distraction,

a ME sensor can perform an accurate search for metallic targets of different dimensions at various

distances. Detection results and simulations were in good agreement. The findings demonstrate an

effective means to employ stationary ME sensors and gradiometers for magnetic search

applications. VC 2013 AIP Publishing LLC. [http://dx.doi.org/10.1063/1.4824184]

The magnetoelectric (ME) effect is the induction of

polarization by an applied magnetic field or vice versa.1 ME

laminated heterostructures have generally been comprised of

two phases: magnetostrictive and piezoelectric ones, where

the two different ferroic degrees of freedom interact with

each other by elastic forces resulting in a product ME tensor

effect.2 For ME sensors, Metglas is a desirable candidate for

the magnetostrictive phase, due to its large effective piezo-

magnetic coefficient and low required DC magnetic bias.

Metglas/Pb(Mg1/3Nb2/3)O3–PbTiO3 ME laminate sensors

with pico-Tesla (pT) noise floors at 1 Hz have been reported,

demonstrating an alternative magnetometer technology that

is passive and that operates at room-temperature.3 However,

in case of moving ME sensors, vibration noise might be

introduced. This might undermine the high sensitivity of its

normal stationary state and could be an important issue with

regards to applications.4

Due to a high relative permeability of lr> 40 000,

Metglas results in a significant magnetic flux concentration

effect into the ME laminates.5 Indeed, by optimizing the

geometry and volume ratio of Metglas, an increased flux con-

centration effect has been exploited for enhancing the effec-

tive ME coefficient and sensitivity of ME laminates.5,6

Alternatively, a flux distraction effect in Metglas-based ME

sensors could be used to effectively address limitations in

detecting unmoved magnetic targets over a specific survey

area, while at the same time allowing the ME sensor to

remain stationary. Magnetic flux concentration effects in

Metglas can be notably changed by adjacent high-mu objects,

in particular when they are located in the vicinity of a mag-

netic field. A certain amount of the flux that was originally

captured by the Metglas would then be shunted to the other

high permeability material, producing the flux distraction,

and in-turn, an apparent reduced ME response. This finding

properly presents a means to enable ME sensors in different

applications, such as non-destructive testing of constructions,

intelligent transportation systems,7 archeological prospecting,

and underground natural resources extraction.8 However,

there has been little previous work in this field of study.

Here, such magnetic flux distraction effect has been

investigated. Two essential parameters (the object volume,

and the distance between sensor and object) that affect flux

distraction have also been analyzed. To reject environmental

noises, two identical sensors were used to form a gradiome-

ter pair whose differential output was able to effectively

mitigate the environmental noise. Two separately placed

sensors with a particular baseline should have the same level

of response to a far-field environmental noise, but they will

have notably different magnetic field amplitudes, as the

magnetic anomaly field drops in intensity as the cube of the

distance.4 Thus, a ME gradiometer with a vertical gradient

dBx/dx was developed which was capable of a high detection

sensitivity of 60 pT/�Hz at quasi-static frequencies, espe-

cially in an open environment.

A magnetostatic simulation was performed using a finite

element model via a Comsol 4.2 AC/DC Module for a coil,

ME sensor, and a metal plate object. An AC magnetic field

HAC was simulated using a solenoid coil driven along the

horizontal x-y plane. Assuming a static current density

denoted as J, the magnetic vector potential A must satisfy the

vector Poisson equation

r2A ¼ �lJ; (1)

where the relative permeability of air is lr;air ¼ 1 and that of

the Metglas-based sensor is lr;sensor ¼ 40 000. Equation (1)

can be decomposed into three scalar Poisson equations

r2Ax ¼ �lJx

r2Ay ¼ �lJy

r2Az ¼ �lJz:

8><
>:

(2)

The relation between fields and potentials is then given by

B ¼ r� A: (3)

Figure 1(a) shows a simulation schematic diagram for

the magnetic flux density of the ME sensor to a magnetic

induction field, via 147 000 mesh points within a controlled

sphere volume. One can see that the flux is relatively intense

close to the edges of the coil and decays rapidly with increas-

ing distance from the coil. It can be also seen that the flux

concentration effect is quite significant in the ME sensor due

to the high permeability of the Metglas layers. The simulated
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averaged magnetic flux density of the ME sensor was 100.34

nano-Tesla. Figure 1(b) illustrates the magnetic flux distrac-

tion effect caused by the introduction of an adjacent high-mu

metal with permeability lr;metal ¼ 200. One can see that the

metal extracts flux density due to its relatively high

permeability, leaving the sensor capturing less flux than

before (i.e., compare to Fig. 1(a)). Figure 1(c) shows a sum-

mary of the volume averaged magnetic flux density of the

ME sensor in the presence of a thin metal plate as a function

of distance (h) between them for metal plates of different

lengths (L) (i.e., fixed width of 4 cm and thickness of

0.3 cm). From this figure, it can be seen for L¼ 4 cm that the

magnetic field response was nearly unchanged at a value of

around 100 nT for h� 10 cm; initially slowly decreased as h

decreased; and then decreased more rapidly as h was further

decreased to 1 cm. Clearly, the magnetic field response

decreased with increasing length of the metal plate from

L¼ 4 cm, 8 cm to 16 cm.

An experiment was then conducted with ME laminates

composed of six layers of magnetostrictive Metglas laminated

onto a core piezoelectric PMN-PT layer. An incident mag-

netic field induced the Metglas to produce a strain through

magnetostriction, which in turn generated a mechanical-

strain-induced electric signal in the composite core via

piezoelectricity.9 The core composites were two Kapton inter-

digitated copper electrode layers with 500 lm wide digits

spaced at 1.5 mm center-to-center (Smart materials, USA)

fixed to both top and bottom surfaces of five 40� 2� 0.2 mm3

PMN-PT fibers (Ceracomp, Korean) using epoxy resin

(Stycast 1264, USA) to obtain a push-pull geometry. The

25 lm Metglas foils (Vacuumscheltze GmbH & Co. KG,

Germany) with a saturation magnetostriction of about 27 ppm

were cut to a surface area of 80� 10 mm2 in order to match

the total width of the five PMN-PT fibers.10 A length of

80 mm was chosen as a trade-off between maximum flux con-

centration and practical sensor size.11 Three layers of such

Metglas pieces were stacked one on top of each other using

the epoxy resin (West system 206, USA) and then two

three-layer Metglas stacks were symmetrically attached to the

top and bottom sides of the electrode-(PMN-PT)-electrode

core using the same epoxy. The laminates were pressed by a

vacuum bag method to minimize the epoxy thickness

in-between the layers and cured for more than 24 h at room

temperature to form the ME laminates.

The ME laminates and charge amplifiers (CAs) circuits

were then assembled into a plastic housing enclosure to

form ME sensor units. The CAs were designed with a uni-

form gain transfer function of around 1 V/pico-Coulomb

(pC) over a frequency bandwidth of 0.6–10 Hz.12 Two per-

manent magnets were placed at either end of the ME lami-

nates along the longitudinal axis in order to achieve the

maximum ME coefficient as well as the highest sensitivity

to minute magnetic field variations. Figure 2(a) shows the

measured and estimated equivalent magnetic noise floor of

the ME laminates for 1< f< 100 Hz in a zero-Gauss, vibra-

tion isolation chamber. (The gain factor between 10–100 Hz

has been normalized) A very low equivalent magnetic noise

of 7.8 pT/�Hz was found at f¼ 1 Hz that was close to the

predicted value of 7.2 pT/�Hz. The prediction method was

according to that precisely reported.13 It should be noted

that the noise floor was about 1 pT/�Hz at higher frequen-

cies. The very low equivalent magnetic noise makes the ME

laminate sensor promising for use in ultralow magnetic field

applications.

FIG. 1. (a) Finite element modeling simulation schematic diagram for mag-

netic flux density of the ME sensor to an induction magnetic field in the ab-

sence of a metal object. (b) Simulation diagram for magnetic flux distraction

effect caused by the introduction of an adjacent high-mu metal object.

(c) Estimated magnetic field response of a ME sensor as a function of dis-

tance h for different length L of close metal plates.
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Figure 2(b) illustrates the configuration of a signal gen-

erator (a solenoid coil), ME sensor unit, and a target metal

plate of the same dimension and relative permeability as the

module. The sensor and the metal plate were placed parallel

to each other with their core points aligned along the trans-

verse axes. The distance between the sensor and the metal

plate was defined as h, and the length of the metal plate was

represented by L. A coil located 40 cm away from the sensor

was driven at a frequency of 7 Hz by a current density of

J¼ 230 A/m2, generating a constant sinusoid output. A data

logger (Campbell Scientific, Inc., USA) with a 100 Hz

sampling rate was employed to collect the signal from the

CAs, and the output signal was then processed by Matlab.

Experiments were performed in an open laboratory environ-

ment which can be considered as having high magnetic and

vibration disturbances.

Figure 3(a) shows a sequence of magnetic field

responses as a function of h for different lengths (L) of the

metal plate. From this figure, it can be seen for L¼ 4 cm that

the magnetic field response was nearly unchanged at

101.4 nT at distance of h� 10 cm; initially decreased slowly

as h was decreased; and then subsequently decreased more

rapidly as h was further decreased to 1 cm. It can also be

seen that the magnetic field response decreased with increas-

ing length of the metal plate for 4�L� 16 cm in a manner

nearly equal to the simulated results (i.e., compare with

Fig. 1(c)). Figure 3(b) shows the magnetic field decrement

ratio. Results from experiment and simulation can be seen to

agree well with each other. The metal object diverts flux den-

sity from the ME sensor. This effect was found to decrease

as the distance increased between the sensor and object, until

the distance was sufficiently high that mutual inductance did

not occur. It was also found that the flux distraction was

more significant for larger masses. These variances in the

observed B field using highly sensitive ME sensors offer a

new magnetometer technology that is promising for use in

precise magnetic anomaly field detection to discriminate

targets over a specific survey area that have different dimen-

sions (masses) and scopes.

Two ME sensors S1 and S2 were then arranged with

a baseline of 20 cm. A sinusoid wave signal at 1 Hz was

generated by a solenoid coil located 40 cm away to the

central point of the two sensors. Next, a metal plate of size

8� 4� 0.3 cm3 was used to study the differential output

(S1-S2) of the gradiometer as a function of distance. The

metal was located close to S1 at a distance¼ 2 cm. The dis-

tance was then gradually increased until a weak magnetic

field disturbance could not be detected by the gradiometer.

Figure 4(a) shows that the value of (S1-S2) was a maximum

of 11 nT/�Hz (f¼ 1 Hz) when the target was in close vicinity.

The value of (S1-S2) then decreased rapidly to 60 pT/�Hz as

FIG. 2. (a) Measured and estimated equivalent magnetic noise floor of the

ME laminates in the frequency range of 1< f< 100 Hz taken in a zero-

Gauss, vibration isolation chamber. (b) Schematic representation of a signal

generator (solenoid coil), ME sensor device, and a thin metal plate of length

L. The sensor and metal are separated by a distance h.
FIG. 3. (a) The magnetic field response of a ME sensor as a function of dis-

tance h for different lengths (L) for nearby metal plates under a constant

incident AC magnetic field background produced by a solenoid coil.

(b) Magnetic field decrement ratio caused by the magnetic flux distraction

effect for experimental and simulated data.
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the distance was increased to 20 cm, where a differential

output could not be discriminated from the background

noise. The maximum distance that such a ME gradiometer

can detect an object is directly dependent on the sensor’s

sensitivity and the background noise. Our findings show

that a ME gradiometer can be exploited for efficient metal

detection for distances of up to 20 cm (i.e., for a small

8� 4 � 0.3 cm3 plate) with a limiting detection sensitivity of

60 pT/�Hz. This represents a remarkable two orders of mag-

nitude enhancement of detection sensitivity over previous

Anisotropic magnetoresistance (AMR) gradiometers at low

frequency.14

The gradiometer did not result in the complete rejection

of environmental noise. To identify the factor limiting the

gradiometer’s detection sensitivity for practical use, we

then performed a noise test in an open environment and per-

formed a coherence analysis of the results. The gradiometer

was placed with the same original baseline, but without a

drive signal. Figure 4(b) shows a representative power spec-

tral density (PSD) plot for both sensors of the gradiometer

pair, which reveals an equivalent background noise level of

0.2 nT/�Hz for 1< f< 10 Hz. The peaks at 1–3 Hz may result

from a building vibration noise. The differential noise

(S1-S2) of the gradiometer was around 10� lower than that

of the individual sensors, as the pair can reject environmental

noises that are coherently shared between them. It should be

noted that the differential noise (S1-S2) was only 50 pT/�Hz

at f¼ 1 Hz, which infers a fair coherence between the two

gradiometer outputs S1 and S2.

Finally, Figure 4(c) shows a coherence analysis between

the S1 and S2 outputs in terms of their amplitude ratio

(S1/S2) and phase discrepancy (S1-S2). The coherence C12

gives information about the fraction of the power spectrum

of signal S1 that also appears in the power spectrum of signal

S2. From the top graph in Fig. 4(c), one can clearly see that

C12 remains constant at one for 1< f< 5 Hz, indicating a

good coherent relation between S1 and S2 which is also

certified by an efficient noise rejection over this frequency

range (see Figure 4). However, at higher frequencies of

5< f< 10 Hz, C12 decreased some which can be attributed to

a decreased amplitude ratio (middle graph of Fig. 4(c)) and

phase difference (bottom graph of Fig. 4(c)). The amplitude

ratio (S1/S2) refers to the relative strengths of the two out-

puts, which remained nearly unity for f< 5 Hz and decreased

slightly to 0.9 for f> 5 Hz. The phase difference represents

the time lag between the two signals, which can be seen to

be about 2�–6� over the entire frequency bandwidth in

Figure 4(c). These results together indicate that the sensor

pair did not reach their optimum performance. A small dis-

crepancy in amplitude and phase resulted in reduced capabil-

ity of the gradiometer pair to effectively reject common

environment noise.

In summary, by utilizing the high permeability of

Metglas, a magnetic flux distraction effect was found in ME

laminate sensors in response to the presence of metallic

objects. This flux distraction effect was dependent on dis-

tance between sensor and object, and the volume of the

object. The principle can be employed for stable ferromag-

netic dipole detection using Metglas-based ME sensors, and

is free of any unwanted motion over a survey area that could

introduce vibration noises sources that degrade sensor

performance. It has been found both theoretically and experi-

mentally that ME sensors have precise magnetic field varian-

ces with respect to minute flux distraction effects resulting

from changing target dimensions and distances. After reject-

ing common environmental noise, ME gradiometers can

achieve a high detection sensitivity of 60 pT/�Hz at quasi-

static frequencies, which offers a viable solution for mag-

netic anomaly detection in a stationary operating mode.

FIG. 4. (a) Gradiometer differential output (S1-S2) as a function of target

distance for a 8� 4� 0.3 mm3 metal target. The amplitude (S1-S2) was a

maximum of 11 nT/�Hz at f¼ 1 Hz when the target was close. The strength

of (S1-S2) then dropped rapidly to about 60 pT/�Hz as the distance was

increased to 20 cm, above which point the differential output could not be

detected from the noise. (b) Power spectra density (PSD) of individual ME

sensors that have an equivalent background noise level of 0.2 nT/�Hz for

1< f< 10 Hz. (c) Coherence between S1 and S2 outputs (top graph) in terms

of their amplitude ratio (S1/S2) (middle graph) and phase discrepancy

(S1-S2) (bottom graph).
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