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Geometrically Nonlinear Stress Recovery in Composite Laminates

Timothy B. Hartman

(ABSTRACT)

Composite laminates are increasingly being used as primary load bearing members in struc-
tures. However, because of the directional dependence of the properties of composite mate-
rials, additional failure modes appear that are absent in homogeneous, isotropic materials.
Therefore, a stress analysis of a composite laminate is not complete without an accurate

representation of the transverse (out-of-plane) stresses.

Stress recovery is a common method to estimate the transverse stresses from a plate or
shell analysis. This dissertation extends stress recovery to problems in which geometric
nonlinearities, in the sense of von Karman, are important. The current work presents a less
complex formulation for the stress recovery procedure for plate geometries, compared with
other implementations, and results in a post-processing procedure which can be applied to
data from any plate analyses; analytical or numerical methods, resulting in continuous or

discretized data.

Recovered transverse stress results are presented for a variety of geometrically nonlinear
example problems: a semi-infinite plate subjected to quasi-static transverse and shear load-
ing, and a finite plate subjected to both quasi-static and dynamic transverse loading. For
all cases, the corresponding results from a fully three-dimensional stress analysis are shown
alongside the distributions from the stress recovery procedure. Good agreement is observed
between the stresses obtained from each method for the cases considered. Discussion is in-
cluded regarding the applicability and accuracy of the technique to varying plate geometries
and varying degrees of nonlinearity, as well as the viability of the procedure in replacing a

three-dimensional analysis in regard to the time required to obtain a solution.

The proposed geometrically nonlinear stress recovery procedure results in estimations for
transverse stresses which show good correlation to the three-dimensional finite element so-
lutions. The procedure is accurate for quasi-static and dynamic loading cases and proves to

be a viable replacement for more computationally expensive analyses.
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Chapter 1

Introduction

Composite materials, those materials composed of two or more constituents, are being
used more frequently as primary structural members in products ranging from those in
the aerospace and automotive industries to civil and recreational applications. As primary
members, structures made of composite materials must undergo a thorough stress analysis
as part of the design process to ensure their reliability in service.

High-strength and high-stiffness fibers embedded in a matrix form a common composite
material system. If the fibers are oriented in a preferred plane or direction, the bulk mate-
rial will tend to have some degree of anisotropy. For example, the mechanical strength in
the preferred plane or direction will differ, perhaps substantially, from the strength on other
planes or in other directions. Additionally, structures made from these fibrous composites are
commonly manufactured by stacking layers to form a laminate. In such structures, the layer
interfaces are a common failure location, as normal and shear strengths transverse to the
interface are generally much lower than the in-plane strengths of the laminate. Thus, when
performing a stress analysis on a laminated composite structure, determining the stresses
transverse to the layers is necessary. However, laminated composites are often used in plate-
or shell-type structures, so analyses using plate or shell theories are often used. Classical

plate or shell theories grossly miscalculate the transverse stresses. Even the commonly used
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CHAPTER 1. INTRODUCTION T.B. Hartman

shear-deformable theories, which represent an attempt to predict the transverse stresses,
misrepresent the distribution and magnitude of these stresses. Fully three-dimensional anal-
yses of these structures, while more accurate than a plate or shell analysis, may either be
intractable (in the case of analytical solutions) or more expensive computationally (in the
case of numerical solutions). Hence, while it is desirable to use the plate or shell analyses
for simplicity, some method is needed to at least estimate the transverse stresses.

The work herein presents the development of a technique to provide such an estimate.
The technique is based on integrating the equilibrium equations from the theory of elasticity
through the thickness of the laminate, using the stresses as computed by a plate or shell
analysis. The technique is known as stress recovery, and it is applied to several example
problems wherein geometric nonlinearities, in the sense of von Karmén, and dynamic effects
are important.

Several authors have previously considered the ability of the stress recovery technique
to estimate the transverse stresses in both geometrically linear and geometrically nonlinear
problems. Their contributions are described in Chapter 2. The work described herein extends

what is found in the literature by way of the following objectives:

1. Developing a formulation for the geometrically nonlinear stress recovery procedure that

is less complex than other implementations presented in the literature.

2. Evaluating which terms of the geometrically nonlinear equilibrium equations are nec-

essary for accurate stress recovery, as previous works present various simplifications.

3. Comparing results from the developed stress recovery procedure, for both quasi-static
and dynamic example problems, to results obtained by a benchmark three-dimensional

finite element analysis.

Chapter 3 presents the current formulation of the geometrically nonlinear stress recovery
procedure for application to flat plates. Its application to solutions, such as a finite element

solution, in which discretized data are obtained is discussed in Section 3.4.

2 /151



CHAPTER 1. INTRODUCTION T.B. Hartman

In Chapter 4, the developed geometrically nonlinear stress recovery procedure is first
applied to the case of a semi-infinite plate under quasi-static transverse and shear loading.
The semi-infinite extent of the plate provides simplifications which reduce the complexity of
the stress recovery procedure, thereby providing example problems containing the necessary
components to test the ability of the geometrically nonlinear stress recovery procedure to
estimate transverse stresses without the algebraic overhead of the full equilibrium equations.

With the knowledge gained from the semi-infinite example problems, plates of finite
dimensions under the influence of a quasi-static distributed pressure load are considered
in Chapter 5. In addition to presenting the results of the transverse stress distribution
at various locations within the finite plate, Section 5.2.2 also contains a discussion of the
contribution of various algebraic terms in the geometrically nonlinear equilibrium equations
to the distribution of the recovered transverse stresses. Finally, the convergence and accuracy
of the stress recovery procedure are examined in Sections 5.2.3 and 5.2.4, respectively.

The effect of inertia on the geometrically nonlinear stress recovery procedure is considered
in Chapter 6. The quasi-static pressure load of Chapter 5 is replaced with a time-varying
pressure load. The comparison of the recovered transverse stresses and those obtained by a
benchmark three-dimensional finite element analysis is reported in Section 6.4. The chapter
includes, in Section 6.5, a discussion of the computation time required to apply an imple-
mentation of the developed geometrically nonlinear stress recovery procedure compared to
the time required to obtain results from the fully three-dimensional analysis.

The work concludes in Chapter 7 with a summary of the findings in Chapters 4 to 6 and

an analysis of the fulfillment of the objectives listed earlier in this chapter.
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Chapter 2

Background

2.1 The History of Plate Theory of Composites

2.1.1 Anisotropic Plate Theory

To the Western world, Lekhnitskii is often considered the first author who sys-

tematically introduced anisotropy into the study of solid mechanics.

So begin Tsai and Cheron in the preface to their translation of S.G. Lekhnitskii’s second
edition of Anisotropic Plates [1]. Tt is in Lekhnitskii’s presentation of the theory of bending'
of anisotropic plates where a first mention of determining transverse stresses in a plate by
integrating the equilibrium equations is found [1]. Lekhnitskii omits the transverse normal
stress in the case of small deflections (“in any event, the deflections do not exceed the
thickness” of the plate [1]). In the consideration of plates undergoing large deflections, a
discussion of transverse stresses is altogether absent.

Lekhnitskii credits von Kdrman? with introducing the governing equations of isotropic
plates undergoing finite rotations. The difficulty in solving such problems is the interaction

between the in-plane forces and bending moments. If either one or the other exists, the

Lekhnitskii credits M.T. Huber [2] as the main developer of the approximate theory of bending of
anisotropic plates.
2yon Kérmén, Th., Encyclopedia of Mathematical Sciences, V. IV, 1910, p. 349
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CHAPTER 2. BACKGROUND T.B. Hartman

governing equations for small deflections still hold; if both exist, the problem “is considerably
more complicated,” as the integration of the governing equation involves nonlinear terms.
Lekhnitskii notes that the exact solution for even a simple problem involving large deflections

is yet unknown®.

2.1.2 Classical Laminated Plate Theory

The plates studied by Lekhnitskii, though anisotropic, were homogeneous. The development
of the mechanics of inhomogeneous, anisotropic materials was introduced” by Dong et al. [4]
in 1962, although Reissner and Stavsky [5] and Stavsky [6] developed the theory for laminated
orthotropic plates in 1961.

Pagano developed® exact (in the context of linear elasticity) solutions for simply-supported
semi-infinite [9] and finite [10] plates and compared these solutions to those given by the
CLPT (classical laminated plate theory). = The work concludes that CLPT “leads to a
very poor description of laminate response” for small span-ratios, but converges to the exact
solution for higher span-ratios. Thus, CLPT is an adequate analysis for “thin” laminates,
although the concept of thickness for orthotropic materials depends not only on geometric
ratios of the plate, but on differences in elastic properties of the laminae [10]. Evidence is
given from Pagano [10], as shown in Figure 2.1; for a plate span-ratio of 10, the central plate
deflection as given by classical plate theory (“CPT”) is within approximately 12% of that
given by an exact elasticity solution. Likewise, for a [0°/90°/0°]r laminate (“3-LAYER COM-
POSITE (a=b)”) with the same span-ratio of 10, the central plate deflection from classical

plate theory is within 55% of that given by an exact elasticity solution. (The third line,

3 Anisotropic plates was published in 1968.

4Dong et al. note: “Since the completion of this manuscript, a recent book by Ambartsumyan [3] has
appeared. The general theory of anisotropic laminated shells, derived in a slightly different manner, is
contained in Chapter I1.”

®Srinivas and Rao [7] developed solutions for a similar problem at approximately the same time as Pagano,
though published later the same year. Some authors have additionally cited Vlasov [8] as solving the problem
13 years early, though an English translation of this publication could not be found. Unlike Srinivas and
Rao, Pagano’s work includes a comparison of the calculated transverse stresses from the elasticity solution
to those found by applying the geometrically linear stress recovery procedure to results from a plate analysis.
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CHAPTER 2. BACKGROUND T.B. Hartman

marked “SW PLATE” references a sandwich plate; though not of interest here, it serves to
reinforce the preceding argument.)

Pagano’s work [9, 10] is also important in that it is one of the first to compare the results
of the transverse stresses obtained directly by the theory of elasticity to those obtained by
integrating the equilibrium equations using the in-plane stresses from plate theory. It is
interesting to note that Pagano does not show a comparison between the transverse normal
stress as predicted by the exact and CLPT solutions, merely stating that CLPT (and using
the equations of equilibrium) predicts this stress quite accurately [10]. Also noteworthy is
the fact that both in-plane and transverse stresses given by CLPT converge more rapidly
to the exact solution than the plate deflections [9-11], as errors for stresses are within 10%
for laminates with span-to-thickness ratios as low as 20, while errors in displacements are

greater than 10% for span-to-thickness ratios of at least 30.

We
30+

2o SW PLATE

3-LAYER COMPOSITE (a=b)

2-LAYER COMPOSITE

’ ==l-cpT
0 20 30 40 50 60 7O 80 90 100 g

Figure 2.1: Central plate deflection given by classical plate theory (“CPT”) and an exact
elasticity solution with varying span-ratios. (From Pagano [10], Figure 2; used by permission;
see Appendix D.1.)

6/ 151



CHAPTER 2. BACKGROUND T.B. Hartman

2.1.3 Shear-Deformable Plate Theory

Indeed, central to CLPT is the Kirchhoff hypothesis®, which results in the transverse strains
being zero. In order to improve upon this assumption, Reissner [13], in 1945, developed a
plate theory which accounted for the transverse shear effects through variational principles.
Reissner’s work was extended by Hildebrand, Reissner, and Thomas [14] in 1949 to curved
shells. In 1951, Mindlin [15] derived the results of Reissner [13] through directly integrat-
ing the equations of equilibrium (rather than through variational methods). Additionally,
Mindlin identified the relationship between the shear correction factor and Poisson’s ratio
of the material. Girkmann and Beer [16] subsequently extended Reissner’s theory to or-
thotropic plates. According to Jones [11], the generalization to a laminated structure in
which the principal material directions of the laminae align with the plate axes was made
by Ambartsumyan [3]. Whitney [17] modified, then generalized, Ambartsumyan’s work to
symmetric laminates whose orthotropic layers have arbitrary orientations. Yang et al. [18§]
developed a Mindlin-type theory for laminated anisotropic plates including inertia terms,
which Whitney and Pagano [19] modified.

Ashton and Whitney [20] compare the distribution of transverse shear stress as calcu-
lated by Whitney’s shear-deformable theory to that given by the theory of elasticity [9].
Additionally, they calculate the transverse shear stress using the equilibrium equations of
elasticity (with in-plane results from the shear-deformable theory). The three solutions (via
the theory of elasticity, via Whitney’s shear-deformable theory” and that obtained by inte-
grating equilibrium equations using in-plane data from Whitney’s shear-deformable theory)
are superimposed by Jones [11], as shown in Figure 2.2. The shear stress as given by the

theory of elasticity (via Pagano [9]) is labeled “ELASTICITY SOLUTION,” that given by Whit-

6Several authors use the term “Kirchhoff-Love hypothesis” or “Love-Kirchhoff hypothesis.” Here the
hypothesis of normals remaining straight, normal to the deformed mid-surface, and inextensible is simply
referred to as the “Kirchhoff” hypothesis, though Love’s [12] contribution is recognized.

"Whitney’s shear-deformable solution, labeled as “SHEAR-DEFORMATION THEORY,” is found by applying
the transverse shear stress results from Whitney’s shear-deformable plate theory and assuming a piecewise
parabolic distribution through the plate thickness.
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ney’s shear-deformable theory (via constitutive relations) is marked “SHEAR-DEFORMATION
THEORY,” and that resulting from use of the equilibrium equations is “MODIFIED SHEAR-
DEFORMATION THEORY.” Jones notes the excellent agreement between results from the

“MODIFIED-SHEAR DEFORMATION THEORY’ and “ELASTICITY SOLUTION.”

2.1.4 Higher-Order Theories

The shear-deformable theories mentioned above are often referred to as first-order shear
deformation theories; the in-plane displacements are first-order functions of the laminate
thickness coordinate and, therefore, the transverse shear strains are constant through the
laminate thickness. Thus, these theories do not allow for transverse shear stresses to vanish
on the bounding surfaces of the plate, and require a shear-correction factor to account for

the discrepancy [21, 22]. Third-order theories allow a parabolic distribution of transverse

ELASTICITY
SOLUTION

SHEAR-DEFORMATION

-2 THEORY
-3 \ MODIFIED
—4 SHEAR-DEFORMATION
THEORY
__5 L 1 2
0 2 4 6 8

Figure 2.2: Transverse shear stress distribution along edge of semi-infinite strip.
(From Jones [11], Figure 6-23; used by permission; see Appendix D.2.)

8/ 151



CHAPTER 2. BACKGROUND T.B. Hartman

shear stresses through the laminate thickness. Reddy [21] reviewed many third-order plate
theories and concluded that all variationally derived theories are special cases of his 1984
publication [23]. Reddy [22] also noted that theories higher than third-order are generally
not used, as they give little additional accuracy, particularly considering the disproportionate
increase in computational effort.

The laminated plate theories discussed thus far may all be termed equivalent single layer
ESL theories [22]. That is, a layered inhomogeneous plate is represented by an equivalent
homogeneous plate; equivalent in the sense that the force and moment resultants at a cross
section obtained by the integration of tractions through the thickness are identical. The as-
sumption of a perfect bond between layers is then a necessity to these theories. Additionally,
the kinematics of the equivalent homogeneous plate are defined such that transverse strains
are continuous through the thickness. Because the material properties are discontinuous in
the laminate, transverse stresses will not be continuous through the thickness, a result which

does not satisfy Newton’s third law.

2.1.5 Layerwise Theories

To account for the discrepancy of discontinuous transverse stresses, layerwise (LW) theo-
ries [24] describe the kinematics of individual laminae within a laminate. The continuous
(through-the-thickness) piecewise assumed displacement functions may result in discontinu-
ous strains which, because of the discontinuous layer properties, may result in continuous in-
terlaminar stresses. Reddy has demonstrated the accuracy of such methods and presents [24]
stress distributions through the thickness of a [0°/90°/0°]r laminate subjected to a sinu-
soidally distributed transverse load. For in-plane and transverse stresses, the stresses given
by Reddy’s layerwise finite-element method virtually overlay Pagano’s [10] elasticity solution
for a thick plate (span-to-thickness ratio of 4).

However, because the LW methods employ nearly full three-dimensional kinematics, the

efficiency of such methods may be on the order of that of a conventional three-dimensional
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finite-element solution. Additionally, LW finite elements are susceptible to hourglassing-type
phenomena, particularly when modeling thin laminates. [24]

Carrera [25] considers layer-wise mixed theories to calculate interlaminar stresses. An
overview of the state of equivalent single-layer (ESL) and layer-wise (LW) models is given.
The author then proposes a layerwise approach using a mixed variational formulation based
on Reissner’s variational principle. Results are given for thick (span-to-thickness ratios
greater than 4), square, cross-ply plates and compared with elasticity solutions (by Pagano),
and other ESL and LW solutions. Mixed formulations in Carrera’s work (with assumed
parabolic forms of in-plane displacement variation through the thickness) give results in
close agreement to the elasticity solution and better than work by references using other
equivalent single-layer or layerwise solutions. In particular, the interlaminar stresses given
by Carrera appear much closer to elasticity solutions than those of previous works. Carrera
interestingly notes that the transverse shear stresses may be evaluated through integration
of the equilibrium equations, but that results are inaccurate, particularly in thick plates.
Furthermore, Carrera asserts that the procedure cannot be implemented in the general case

of asymmetric laminates or nonlinear analyses.

2.2 Determination of Interlaminar Stresses

Many authors agree that the determination of interlaminar stresses in a composite laminate is
an important part of laminate analysis; Pagano [9, 26|, Jones [11], Hyer [27], and Puppo and
Evensen [28] all note the importance of determining interlaminar stresses. Not only are the
transverse strengths of composites typically much less than the in-plane strengths [27], but
the interfaces of a laminate tend to be matrix-rich as well, adding to the inherent weakness
of the interface. Consequently, much effort has been placed on accurately determining the
distribution of interlaminar stresses in composite laminates. Indeed, a motivation for the

higher-order plate theories discussed previously is a need for more accurate representations
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of interlaminar stresses than those given by CLPT, as the plane-stress assumption of CLPT

precludes accurate calculation of these stresses. [9]

2.2.1 Constitutive Equations

The most direct method of determining the transverse stresses, for both analytical and nu-
merical methods, is to apply the constitutive equations to the solution for the displacement
field, solving directly for the stresses. However, except for three-dimensional or quasi-three-
dimensional theories, the stress field given by this method is far from accurate. This is not
surprising, as the displacements through the thickness in reduced theories are approxima-
tions and not truly valid. For example, the transverse shear and normal strains within the
framework of the classical plate theory are zero through the entire plate thickness. Using
the constitutive law to calculate the transverse stresses from these strains yields transverse
stresses that are identically zero. The cost of this inaccuracy is offset by the computational
efficiency of the model. This is not implying that the constitutive law is flawed. Rather,
calculating the stress field using the strain field and a constitutive law yields poor results for
the transverse stresses, with the error being in the assumptions of the theory.

Similar to the classical plate theory, the first-order shear deformation theory yields, via
constitutive equations, constant transverse shear stresses and zero transverse normal stress
through the thickness. Not until the third-order are plate theories capable of predicting rea-
sonable representations of the transverse stresses from constitutive equations. Yet even these
are unable to represent laminates, in which the material properties may change drastically
from layer to layer. The layerwise theories are able to account for the piecewise properties
through a laminate thickness, though these are seen to be nearly as computationally onerous

as full three-dimensional models.
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2.2.2 Equilibrium Considerations—Stress Recovery

The shortcomings of calculating the transverse stress field directly from constitutive equa-
tions may be overcome by use of the equations of equilibrium. Given an accurate repre-
sentation of the in-plane stress state, the three equilibrium equations may be integrated
through the plate thickness to determine the remaining three (transverse) stresses. Ad-
vantages include a fairly accurate representation of the distribution of transverse stresses,
even for low-order plate theories, and fulfillment of the continuity requirement in tractions
between layers (which cannot be realized using constitutive equations with any equivalent
single layer theory). The accuracy of the equilibrium method depends on the accuracy of

the given in-plane stresses and, in particular, their spatial gradients.

2.2.2.1 Stress Recovery for Geometrically Linear Problems

In the context of infinitesimal deformations, the stress recovery procedure uses the equations
of motion for infinitesimal deformations. In a Cartesian coordinate system z-y-z, in the
absence of body forces and ignoring inertial effects, the equilibrium equations for infinitesimal

deformations are given as

004  OTyy  OTy
+ 22

= 2.1
ox dy 0z 0 (2.12)
OTpy  Ooyy 07y,

= 2.1b
ox + dy + 0z 0 ( )
0Ty n 07y n 00, —0 (2.1¢)

ox oy 0z

in which the stresses 0., 0yy, 0.z, Tyz, Taz, and 7., are the Cauchy stresses oriented in
the reference coordinate system and differentiation is performed in the reference coordinate
system. These three equations, while formally constituting a set of linear first-order partial
differential equations involving the stresses, can be considered as three linear algebraic equa-

tions in the stress gradients. Indeed, the gradient of one stress in a particular coordinate
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direction causes there to be gradients in the other directions involving other stresses. The
above three equations can be integrated through the thickness (z-direction) of the plate so

the transverse stresses (7., T2, 0,) are functions of the in-plane stresses (044, yy, Tay):

Toy = — /ZO ((9;;35 + a;;’) dz + 70 (2,y) (2.2a)
(01, do
(01, OTy. 0
_ OTyz 2.2
o /20(33’7 + ay)dz—irazz(w,y) (2.2¢)

in which a superscript naught indicates the value of a stress at a reference position, typically
the upper or lower plate surface. In this way, the transverse stresses (7., 7z, 0:,), though
initially perhaps neglected, are recovered from the known in-plane stresses (0uq, Oyy, Tuy)-
This is the basis for the procedure being commonly termed stress recovery.

Pagano [9, 10] compared transverse stresses calculated from Eq. (2.2) to exact solutions
from the linear theory of elasticity and found good agreement, providing the plate span-
to-thickness ratio (referred to simply as span-ratio from here forward) is sufficiently large
(i.e., the Kirchhoff hypothesis is sufficiently valid). Nearly every equivalent single layer plate
theory uses the equilibrium method to determine the transverse stresses.

Pryor and Barker [29] implement Whitney’s [17] shear-deformable theory in a finite ele-
ment formulation, integrating equilibrium equations to calculate the transverse shear stresses.
Transverse normal stress is not mentioned. According to Pryor and Barker [29], “the thick-
ness concept, as it is known for isotropic plates, is different for heterogeneous anisotropic
plates. For such plates, the distortion of the deformed normal due to transverse shear is
dependent, not only on the laminate thickness, but also on the orientation and degree of
orthotropy of the individual layers [29].” Engblom and Ochoa [30] integrate the equation of
equilibrium in the transverse direction to find the transverse normal stress.

Bhaskar and Varadan [31] use a shear-deformable theory to find a closed-form (but ap-

proximate) solution to the intralaminar stresses for an infinitely long, simply-supported,
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cylindrical shell. Interlaminar stresses are then found by integrating the linear, dynamic
equations of equilibrium through the thickness of the shell. Their goal is to determine the
dynamic magnification factors (the ratio of the maximum dynamic response to the corre-
sponding static response) in cylindrical shells under sinusoidal loading. Results are compared
to the exact solution by Varadan and Bhaskar [32]. The authors apply their formulation to
the cases of a sinusoidal load and a centrally located uniform load, both loads considering a

step and rectangular pulse function in the time domain.

2.2.2.2 Stress Recovery for Geometrically Nonlinear Problems

For problems in which the strain-displacement relations are nonlinear, the equilibrium equa-
tions of Eq. (2.1) cease to apply. If strains are small compared to unity and rotations of
body elements are small (though finite) compared to unity, the equilibrium equations are

given instead by

9 0
B ( Opw — WeTay + WyTas) + ay ( Tay — WOy + Wy Tyz)
0
+ % ( Tz — WeTyz + wyo_zz) + F)*( =0 (2.3&)
0 0
I ( W0 g + Txy - WwaZ) + — ( sz:ry =+ O'yy — wayz>
Y
0
+ a_ ( WyToz + Tyz — w:vo'zz) + F;; =0 (23b)
z
o (—wyOus + WaTuy + 7o) + a_y (—wyTay + wWeoyy + 7y2)
0
5 (FwyTes F Ty +022) =0 (2.3¢)

in which w,, w,, and w, represent the rotations about the axes of the undeformed global
coordinate system, and F%, Fy, and F, represent body force effects, including inertial effects
in the sense of D’Alembert, aligning with the axes of the undeformed global coordinate
system. Because the rotations w,, wy, and w, are small but finite, rather than infinitesimal,

they are commonly termed moderate rotations.
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Reddy [24] notes that the partial differential equations that govern the behavior of lam-
inated composite plates cannot, in general, be solved exactly. While some exact elasticity
solutions considering simple geometries and boundary and loading conditions are available,
those including geometric nonlinearities do not yet exist. Indeed, the governing equations
that must be solved become complicated quickly, as evidenced by the progression from
Eq. (2.1) to Eq. (2.3).

Barbero and Reddy [33] employ a geometrically nonlinear finite element formulation
which includes the von Kérmén nonlinearity (moderate rotations) in the kinematics. Re-
sults are presented in the nonlinear regime, but the transverse normal stress is not shown
and transverse shear stresses are not compared to those from a three-dimensional solution.
Further, the equilibrium equations which are integrated to find the transverse stresses neglect
the nonlinear terms.

Byun and Kapania [34] formulate a post-processing procedure which retains some of the
geometrically nonlinear terms of the equilibrium equations for the transverse normal stress.
Rotations about the transverse plate axis, w,, are neglected. Terms in which transverse
stresses are multiplied by rotations are neglected as well. Thus, using the authors’ notation,

equilibrium equations, for the k' layer, are stated as

a];,x + Tgfy,y + Tfm =0 (2.4a)
k k k _
Txy,x + Uy,y + 7—yz,z =0 (24b)
Ta’cczw + Tgfz,y + Uf,z + U’;wymf + QTﬁyw,xy + O'I;w,yy =0 (24C)

in which a comma in the subscript denotes differentiation, and the last three terms of
Eq. (2.4¢) (those containing the transverse deflection w) are the nonlinear terms. Only
numerical results for small-deflection (i.e. geometrically linear) solutions are presented by
Byun and Kapania [34] (albeit for rather thick plates with span-to-thickness ratios of 4).

Park et al. [35] mentioned Reissner [36] and Al-Qarra [37] as authors noting the impor-
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tance of geometric nonlinearities in the analysis of laminated composites. They indicated
that few papers they had seen account for geometric nonlinearities. Park et al. proceed in
describing their procedure, which is based upon their work in predictor-corrector methods
(Park and Kim [38, 39]), but incorporates the effects of geometrical nonlinearities. The base
finite element model contains two unknowns, displacements and strains which have indepen-

dently assumed forms. The post-processing procedure consists of the following steps:
1. Obtained data from a mixed plate finite element formulation.
2. Calculate transverse stresses from linear equilibrium equations.

3. Calculate transverse strains from initial transverse stresses through constitutive rela-

tions.
4. Calculate displacements from strains.

5. Correct displacements through matching averages and slopes with those from the initial

finite element analysis from Step 1.
6. Recalculate displacements.
7. Calculate transverse strains through strain-displacement relations.
8. Iterate steps 4-7 until convergence criterion is satisfied.
9. Integrate nonlinear equilibrium equations with updated displacements and stresses.

Results are shown for a composite panel (span-ratio of 100) and sandwich plate (span-ratio
of 20) and compared to results from a three-dimensional finite element analysis. Transverse
stress distributions compare well to distributions from their benchmark three-dimensional

finite element solution.
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2.2.3 Numerical Methods

Several authors have published methods to determine interlaminar stresses from reduced-
order models that are similar to the stress recovery procedure. Those cited here employ the
finite element method either as a post-processing routine to recover the transverse stresses,
or by developing custom finite element formulations.

Chaudhuri and Seide [40] use a previously developed triangular finite element [41] and
recover interlaminar shear stresses by forcing the transverse shear stresses to vanish at the
bounding surfaces and satisfying continuity of the transverse stresses at the interfaces. They
use a layerwise constant shear angle theory and match interface stresses through the linear
equilibrium equations. They emphasize the ability of their method to find accurate transverse
stresses for asymmetrically laminated plates.

Lee and Lee [42] formulated a post-processing procedure for determining transverse
stresses in composite and sandwich structures undergoing finite rotations. The approach
uses displacements and stresses as calculated by a plate finite element analysis. A point
of interest is considered in the plate (at an element centroid) and an additional finite ele-
ment analysis is performed at that location through the thickness of the plate using one-
dimensional elements. The formulation for these elements uses the geometrically nonlinear
equilibrium equations. Thus, the equations of equilibrium are not directly integrated, but
are used in the formulation of a finite element through the thickness of the plate.

To obtain the necessary gradients of stresses, the authors fit polynomials to stress values
at several points in the z- and y-directions. They note that other methods (in particular
the super-convergent recovery technique [43]) can be used, inputting the results into their
post-processing finite element analysis.

Lee and Lee [42] compare solutions of several examples problems using their technique
to analytical or three-dimensional finite element solutions of these problems: a cantilever

beam, a clamped composite plate, and a clamped sandwich plate. For geometrically linear
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solutions, good agreement is shown for the transverse shear stresses, but their model and
the results from a three-dimensional finite element solution differ in the transverse normal
stress. For geometrically nonlinear solutions, no three-dimensional analysis is presented for
comparison.

Lee et al. [44] extended the work of Lee and Lee [42] to include inertia effects. Panels
with span-ratios of 64 and 128 are evaluated under the influence of sinusoidal and triangular
time-varying pressure loads. No comparison is made to a three-dimensional solution.

Dakshina Moorthy and Reddy [45] use a layerwise displacement finite element with en-
hanced strains to determine deflections of a thick laminated composite plate. They add an
interface model using the penalty method to determine the interlaminar stresses, strains, and
strain energy release rates at a delamination. These methods, they note, work well for thick
plates, but tend to behave erratically for thinner plates (span-to-thickness ratios above 40).
The layerwise finite elements are used for each sub-laminate, that is, a location for delami-
nation is chosen a priori, the resulting separate layers (sub-laminates) are then modeled with
the layer-wise elements. The sub-laminates are joined through adhesive contact, modeled
with the penalty method. From these contact forces, the tractions at the delamination are
calculated.

Fagiano et al. [46] follow Dakshina Moorthy and Reddy [45] by modeling each lamina of
a laminate as a discrete body of three-dimensional finite elements. They then extend that
work by enforcing compatibility between layers using Lagrange multipliers (cf. the penalty
method [45]), and the resulting traction on the interlaminar boundary is interpolated over
the entire surface (cf. per element group [45]). The authors then obtain more accurate
interlaminar stresses from a three-dimensional analysis, as they note that “three-dimensional
stress states cannot, in general, be accurately analysed” with plate theory. Stresses are found
around the free-edge of a central hole in a three-layer cross-ply rectangular laminate (the
[0°/90°/0°]r used by Pagano [9, 10]). The authors build upon the work in a second paper [47]

by automating the stress recovery routine to:

18 / 151



CHAPTER 2. BACKGROUND T.B. Hartman

1. Perform a three-dimensional analysis using Abaqus.

2. Extract model stress and displacement data using Abaqus’ Python API.

3. Do stress recovery in MATLAB.

4. Insert recovered stresses in Abaqus database file using Abaqus’ Python API.
5. View results in Abaqus CAE.

They validate the routine on the same rectangular plate as in their first paper, then use
the implementation to solve for interlaminar stresses in a simply-supported cylindrical shell,

comparing results to the exact solution by Varadan and Bhaskar [32].

2.3 Summary of Considerations for
Geometric Nonlinearities

Few authors have considered the accurate estimation of transverse stresses of laminates un-
dergoing large deflections. Chia [48] notes the importance of including rotation terms in
calculating stresses and strains, especially for thin plates. The influence of rotations about
in-plane axes overwhelm those of rotations about a perpendicular axis, and Chia neglects
the latter for kinematic relations and equilibrium equations. Libai and Simmonds [49] men-
tion, briefly, that one may estimate transverse shear stresses by “integrating the differential
equations of equilibrium in the thickness direction” but do not show it and no discussion is
presented as to whether the nonlinear equations must be used or the linear equations would
suffice.

Papers by Barbero and Reddy [33], Engelstad et al. [50], Byun and Kapania [34], Park
et al. [35], Lee and Lee [42], and Lee et al. [44] have included geometrically nonlinear effects
to some extent, although the procedures can become complex and, perhaps, difficult to

implement. Furthermore, these are all carried out in the finite element method. Of those
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mentioned, Byun and Kapania [34] included some nonlinear terms, but not others, in the
equilibrium equation for the transverse direction. No mention is made as to why some are
omitted. Park et al. [35] apply the integration of simplified nonlinear equilibrium equations as
a last step in a predictor-corrector method, after the displacement distributions have been
corrected from a plate finite element analysis. Lee et al. [44] employ an additional finite
element analysis (after the finite element analysis used to find the in-plane response) to
solve the nonlinear equations of equilibrium, including inertial effects. Results of transverse
stresses are presented (though only as time-histories), but are not compared to any other

solution (such as a three-dimensional finite element solution).
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Geometrically Nonlinear

Stress Recovery

The geometrically nonlinear stress recovery procedure is now developed for application to
flat plates. The application of the procedure to recover stresses from a discretized solution,
such as a finite element solution, is discussed. The method by which the accuracy of the

procedure will be evaluated in subsequent chapters is also developed.

3.1 Geometrically Nonlinear Equilibrium Equations

Consider the undeformed flat plate shown in Figure 3.1a. A global coordinate system X-Y-Z
is positioned at the geometric center of the plate, with the X-Y plane coincident with the
plate geometric midsurface, generally taken as the plate reference surface. Additionally, a
body-centered coordinate system x-y-z coincides with the global coordinate system in the
undeformed configuration. The deformed configuration of the plate is shown in Figure 3.1b.
The global coordinate system is unchanged, but the body-centered coordinate system, orig-
inally Cartesian, is now curvilinear.

From Novozhilov [51], the equilibrium equations for a geometrically nonlinear analysis

considering small strains and moderate (in the sense of von Karmén) rotations are given by
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(b) Deformed configuration.

Figure 3.1: Coordinate system definitions.

0 0
% ( Ogy — (.Uszy + wyTng) + a_y ( sz — CUZO'yy —+ wyTyz)
0
+ &( Tzz — wZTyz + wyo-zz) + F)*( =0 (31&)
B ( WeOpp + Toy — WaTpz) + a ( WeTay + Oyy — WaTy2)
+ g (W £ 7y — wp0ss) + Fy =0 (3.1b)
0
— (—wWyOps + WeTay + Tuz) + — (—WyTay + Wa0yy + 7y2)
ox " v gy« vl vy T Ty
0
+ & (_wysz + Wy Tyz + Ozz) + Fg =0 (31(3)

where the stress components are given in the body-centered x-y-z coordinate system, and
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the terms w;, wy, and w, are given by

1 (0w Ov
1 (Ou Ow
1 /0v Ou

which, for moderate rotations, can be considered the rotations about the global X, Y, and
7 axes, respectively [51]. For the derivation of Eq. (3.1) from the equations of equilibrium
from the nonlinear theory of elasticity, the reader is directed to Appendix A, where Eq. (3.1)
is given by Eq. (A.13).

If the only body forces that exist are those arising due to non-zero accelerations in the

inertial terms, then, by D’Alembert’s principle,

F% = —pax (3.3a)
Fy = —pay (3.3b)
F, = —pay (3.3¢)

However, to keep the general applicability of the stress recovery procedure, the body force
terms will retain the notation found in Eq. (3.1). The relations of Eq. (3.3) may then be

applied at any point in the outline that follows.

3.2 The Stress Recovery Procedure

With the equilibrium equations of Eq. (3.1), the geometrically nonlinear stress recovery pro-

cedure begins by integrating each equation with respect to z. For Eq. (3.1a), this integration
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gives

(Tzz — WzTyz + wyazz)‘zo =

— /0 (% (Crwz — Wy Tgy + WyTwz) + a_y (Ta:y — Wy0yy + wyTyZ) + F;() dz (348‘)

where the terminology f|7, indicates the expression f evaluated at zy is to be subtracted
from the expression f evaluated at an arbitrary location z within the thickness of the plate.
Likewise, the remaining equilibrium equations Eqs. (3.1b) and (3.1c) are integrated:

(szmz + Tyz — on'zz)‘zo -

z a a
— /0 (% (sz'xI + Tey — w:psz) =+ a_y (szxy + Oyy — wayZ) + F{;) dz (34b)

(_wyTa}z + WeTyz + 0zz)|§0 -

- / (% (_wyaxx + Wa Ty + Tmz) + 8_y (_WyTwy + WaOyy + TZ/Z) + FE) dz (34C)

0

The terms on the right hand sides of Eq. (3.4) are functions of the values and gradients
of the rotations, the in-plane stress components, and the transverse shear stress components.
Let the expressions on the right hand sides of Eq. (3.4) be given by functions f,., f,., and
f-». Because the transverse stress components (namely 7,, and 7,,) appear on both sides
of Eq. (3.4), an iterative scheme is introduced whereby initial values of the transverse stress
components 7., and 7,, are used to calculate a first iteration of the left hand side transverse
stress components. Let the iteration step be denoted by a parenthetic superscript such that
the initial value of the transverse shear stress 7, is given by ngg), while the first iteration of
that stress is given by Y. With this notation, the i*® iteration of the right hand sides of
Eq. (3.4) are written as

; (0 , 0 .
£ = _/ (0_x ( Owe — weTay +w,7Y) + By ( Tay — w0y +wy ) + Fix ) dz (3.5a)

0
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0

fg,((z) = _/ (a_(L‘ ( W0 + Tey — WzT‘,EZ)) + a_y ( Wz Try + Oyy — mezgz)) + Fy > dz (35b)

, =00 , 0 .
fz(;) - _/ (8_90 (_wyo-;tz + WeTry + Tx(Z)) + a_y (_wyTxy + WeOyy + 7'?512)) + F; > dz (35C)

0

For plate solutions in which the rotations are independent of the thickness coordinate, z,

Eq. (3.4) now be rewritten as

(sz - TSZ) — Wy (Tyz - T£z> + Wy (UZZ - ng) = fIBZ (36&)
Wy (e — Tow) + (7y2 — ng) —wy (02— 02,) = fye (3.6b)
—Wy (Tzz - T;gz) + Wy (Tyz - 7'52) + (UZZ - ng) = fZZ (36C)

with the superscript zero indicating the value of that transverse stress component evaluated
at the reference location z = z.

Equation (3.6) may be written more compactly in matrix form:

1 —W, Wy Tez — ng f$z
W, I —we |y 7= ¢ =4 foe (3.7)
—Wy Wy 1 Ooy — 022 foz

Solving Eq. (3.7) for the transverse stresses 7,,, 7., and 0, and adding notation to indicate

the iteration step, the i*" iteration of the recovered transverse stress components is given as

-1

ngiz) 1 —w, wy gﬁi‘” 790
=1 w 1 -w FED 4T (3.8)
ot —wy wp 1 e a2,
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The inverse of the rotation matrix is given by
-1
1 - 1+w§ Wy Wy +wyz —WytWawz
Wz Wy Ttw2+wi+w?  T+w4w2tw?  T+wdwitw?
— 1+w? +wyw
_ = Wa Wy —Wz y Wa TWyWz i
W 1 Wz THw2+wi+w?  T+w4wZ+w?  T+wi4witw? (3 9)
—w W 1 Wy +wr Wz —Wrtwywy 1+w§
Y z Ttwitwi+w?  HwZdwidw? 1Hwitwtw?

With rotations considered small compared to unity, Eq. (3.9) may be simplified as

-1

I —w, wy 1 W, —Wy
w2 1 o—w| Alew 1w, (3.10)
so that Eq. (3.8) becomes
) 1w, —wy, (D) 79
8= 1w, R (3.11)
ol wy —wy; 1 @) ol

3.3 Application to Laminated Plates

Consider a plate, laminated through the thickness, as depicted in Figure 3.2, such that the
outermost layer in the +z-direction is the first layer', Layer #1. The outermost location
of Layer #1 is the bottom of the laminated plate, located at z = zy, and the thickness of
that layer is given by ¢;. This continues through to the outermost layer in the —z-direction,
Layer # N, whose outermost location is the top of the laminated plate, located at z = 2.

The recovered transverse stresses of Eq. (3.11) are calculated on a layer-by-layer basis

!The notation of the order of layers in the laminate of Figure 3.2 is reverse that of classical lamination
theory. This is intentional, so that the recovery process starts from j = 1 at the +z-surface, which is
traction-free in the example problems, and proceeds to the j = N at the —z-surface, where tractions are
applied in the example problems. This arrangement is merely convenient for the example problems studied.
Layer numbers and the integration process could just as easily start from the —z-surface.
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Figure 3.2: Notation of layer numbering and locations through the thickness of a laminated
plate.

through the thickness of the laminate so that, for the j' layer, the reference stresses 7°

xz)

ng, and ¢, are the recovered transverse stresses from the (j — 1)™ layer calculated at the

interface of the two layers. For Layer #1, the values of 72, ng, and ¢?, are the traction
boundary conditions at the bottom surface. Note that the traction boundary condition for
the top surface is not used in this method. Using a prefixed superscript to identify the layer

number, Eq. (3.11) is rewritten as

‘77—552) 1 Wy _wy ]ffgz_l) j_lT:l(S)z z=zj-1
iy =1-w, 1  w, A =10, e (3.12)
io!! w, —w, 1) [TV ol

zZz Z=Zj-1

With the rotations w,, w,, and w, given from the solution of a plate analysis, the intensive
portion of the calculation of Eq. (3.12) is in determining the values of the integrals of Eq. (3.5)
(? fezy I fy=, and 7 f,,) in each layer. Recall again the integral functions of Eq. (3.5), repeated

here (omitting the iteration notation), are

z a a
fzz = - /0 <8_x ( Ogg — WzTry + wyTIZ> + a_y ( Tay — WzOyy + wyTyz> + F;; ) dz (35d>
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0

z a 8
Jyz = _/ <3_:L‘ ( W04 + Tay — Wy Tez) + a_y ( WeTay + Oyy — wl?TyZ) + Fy ) dz  (3.5b)

(0 0
for = _/ (% (—WyOrz + WaTay + Toz) + Ay (—WyTay + WaOyy + 72) + Fy

0

Expanding the differentiation of Eq. (3.5) within the integrals gives

z
fxz = - / ( Ozzx — WexToy — WeTryx + Wy,a Tz + Wy Tz,
0
z
*
T Tayy = WeyOyy — WeOyyy T WyyTyz + WyTyzy +FX) dz (3.14a)
z
fyz = - / ( wz,xamc + wzamc,x + sz,x - wx,xsz - waxz,x
0
z
*
T WayTay + WeTayy T Oyyy — WayTys — WaTyzy +FY) dz (3.14b)

z
fZZ - / ( B wy,xamm - wyawx’m + wm’msz + wITxy7$ + sz,a:
z

*
— WyyTey — WyTayy + WeyOyy T WaOyyy + Tyzy +FZ) dz (3.14c)

in which a comma denotes differentiation with respect to the coordinates that follow. It
is worth repeating that the integration of Eq. (3.14) is performed only within the layer of
interest. Each expansion of the integrands of Fq. (3.14) consists of eleven terms. These
terms are tabulated in Table 3.1

For solutions in which the in-plane stresses are known in analytical form, evaluating each
of the terms of Table 3.1, and thus Eq. (3.14), is straight-forward. For solutions in which
these stresses are only known at discrete positions within the body, such as a finite element

solution, the process of evaluating Eq. (3.14) deserves additional attention.

3.4 Application to Discretized Solutions

Consider a discretized solution such as that from a plate finite element solution. Suppose

the elements are constant strain, four-noded, reduced integration elements. Each element
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Table 3.1: Listing of Terms in Integrands of Eq. (3.14)

# fxz fyz fzz

1 Ozz.x Wz 20z _wy,:vo-ww

2 _wz,:cTa:y W O-xx,ac _wy Ua:a:,z
3 —W; T:cy,x T:cy,x wx,z‘Txy

4 wy,xsz _wz,xTxZ Wy Ta:y,z
5 wy T:rz,x —Wy Tmz,:v T:rz,x

6 Tay,y WzyTay Wy Tay

T —WayOyy Wz Tzyy  —Wy Tayy
8 —Ww: Oyyy Tyy,y W,y Tyy

9 Wy,y Ty —WeyTyz Wz Oyy,y
10wy Tyzy  —We Tyey Tyzy

11 —pax —pay —paz

contains one integration point for each sub-region through the thickness, say a region in the
range z* < z < z**, each integration point located at the element centroid. A sub-region
could be an entire single layer of material, e.g. zy < z < zy_1 in Figure 3.2, in which case
the layer would have one integration point through the thickness. Or, the sub-region could
be a region within a layer, in which case the layer would have more than one integration
point through the thickness. The former layer will be referred to as a physical layer, while
the latter will be referred to as a numerical layer.

A cross-section of such a scheme is presented in Figure 3.3, where the finite elements lie
on a reference surface z = 0, and the thickness of the element is depicted as eight discrete

layers, each with a single integration point. Although these layers are shown with equal

L Ty, 1 _3311 Ty, _fﬂz L+ 1 i$i+1 Z_A:z_
R e E; ffffffffffffffffff AR e & Node
e Int. Point
o) —  ET) SR RG> S— [ T < Node k
® o @ (i1 Element i
—_—— 2 (] 2 _——
vz ' '

Figure 3.3: Example locations of known values from finite element solution, shown as a
cross-section view of three shell elements.
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thicknesses, this need not be the case in general. As mentioned, a physical layer may be
modeled with more than one numerical layer. Regardless, for a given finite element, the
numerical values of a particular response within a numerical layer is constant within the
plane and thickness of that layer, namely the value computed at the integration point.
Finally, with a displacement-based solution with a finite element formulation based on the
classical or first-order shear deformable plate theory, the displacements and rotations are
given only at the element nodes, meaning they are constant through the thickness of the

plate.

3.4.1 Calculation of Terms of the Integrands

When intralaminar stresses found by a numerical solution such as a finite element model are
to be used in the stress recovery procedure, partial derivatives of these stresses, and other
quantities of interest, are typically unavailable. Rather, values of stresses, displacements,
and rotations are known only at discrete locations. Therefore, partial derivatives must be
approximated by use of a finite-difference method.

Consider a finite element solution for which plate response is given at the nodal and
integration point locations depicted in Figure 3.3. The x-z plane of an eight-layer laminated
plate is illustrated, along with discretization by way of three finite elements, ¢ — 1, 2, and
1+1, outlined with bold lines. The finite element nodes, identified by solid diamonds k—1, k,
k+1, and k£ + 2, are on the plate reference plane, z = 0, while three sets of eight integration
points, one integration point per layer and identified by solid circles, are distributed through
the thickness at known z-locations. The z-locations of the three sets of integration points,
which are element centroidal locations, are identified by the element numbers, namely, x;_1,
x;, and x; 1. Stresses are given at the integration points, while displacements and rotations
are given at the nodal locations.

With each integral of Eq. (3.14), stresses, rotations, gradients of each, and accelerations

must be determined. Values of stresses may be taken directly from the integration point
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data of the element of interest. Values of rotations and accelerations, which are located at
the nodes of the element, are averaged from each node. In the case of the discretization of

Figure 3.3, w, is found by

(k) (k+1)
Wy = % (3.15)

The gradients of rotations are found using the central difference method, such that w, , is

given by
Ow, wf,kﬂ) — wg(/k)
= (3.16)
Ox Tp+1 — Tk

Values of gradients of stresses are found by the central difference method, using elements on

either side of the element of interest. For example, 0, , is found by

aawx Uéi::rl) - O':S:ixil)
= (3.17)
X Tit1 — Ti—1

3.4.2 Calculation of Rotations

If a discretized solution provides all three rotations (w,, wy, and w,, for moderate rotations) at
nodal locations as described by Figure 3.3, values of rotations may be used directly from the
solution, and the calculation of gradients of rotations proceeds as discussed in Section 3.4.1.
However, if rotations are not provided, the definitions of w,, wy,, and w, in Eq. (3.2) may be

used, with partial derivatives found by the finite difference method outlined in Section 3.4.1.

3.4.3 Calculations Using Piecewise Constant Stresses

Suppose data from a plate analysis are given for a laminate made of three physical layers,
each of a different material. The three physical layers are modeled with four, one, and four

numerical layers, respectively, so that there are nine integration points through the laminate.
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Stress data are given at each of those integration points. As shown in Figure 3.4, where the
three layers are illustrated, a conservative assumption is that the stress values are constant
within each layer, following the data computed at each of the nine integration points. For
a classical plate analysis the shear and normal stresses are zero, and for a first-order shear
deformation analysis the shear stresses are constant within a physical layer and the normal
stress is zero. Either way, then, considering the integration of the first equilibrium equation

(Eq. (3.1a)) given by f,. of Eq. (3.5a), all of the terms of the integrand are independent of

Material #1

Normalized Thickness Coordinate (z/H)
Material #2
4

Material #3

€  Discretized Data
—— Distrubution

1 2 3
Data Value

Figure 3.4: Example of Constant Data Distribution through Layers

32 / 151



CHAPTER 3. GEOMETRICALLY NONLINEAR STRESS RECOVERY T.B. Hartman

z within each layer, and the integration can progress as follows:

z K 0
fxz = _/ (% ( Opy — WzTyy + wmi) + 8_3/ ( Tay — Wz0yy + wyTyz) + F;{ > dz

0
z

0 0 *
_ <%( O — WsTay + WyTas) + (9_y( Ty — WyOyy + wWyTyz) + Fy ) /zo dz

0 9]
= — (% ( Opw — WaTuy + WyTas) + ay ( Tuy — Wo0yy + wyTy:) + F > (z — 20)
—C

xz (Z - ZO) (318)

in which C,, is simply the sum of terms in the f,. column of Table 3.1:

sz = ( U:m:,m - wz,szy - szzy,x + wy,mez + wysz,x

*
T Tayy — WeyOyy — WaOyyy + Wy yTyz + WyTyzy +FX) (3.19)

Analogous values of C, and C, are found in the same manner so that the recovered trans-

verse stresses of Eiq. (3.11) may be rewritten as

Txz 1 Wy —Wy _CIEZ (Z - ZO) T;Sz
Ty (= | —w: 1w, —Cye (2= 20) ¢ T4 7). (3.20)
lo Wy —wy 1 —C,. (z — 29) ol

3.4.4 Calculations Using Piecewise Linear’ Stresses

Consider the same three-layer, three-material laminate discussed in Section 3.4.3 regarding
a constant distribution of data through each layer. Instead of the assumption of a constant
distribution through each layer, suppose that a piecewise linear distribution of the stress

data through the thickness of the laminate is assumed. This assumed distribution is valid if

2The term linear here is used to describe a variation that may be represented by an equation in the
form of y = m -z + b. This is not to imply that such a variation has the property of linearity such that

fla-z) = a- f(z).
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the following criteria are met for each iteration:

e A linear distribution through the layer is interpolated between consecutive integration

points if the material and fiber orientation at each integration point are identical.

e A linear distribution is extrapolated to interfaces between integration points whose

material or fiber orientation differ.

e A constant distribution is assumed if an integration point does not neighbor another

integration point with the same material and fiber orientation.

An example of such a distribution is shown in Figure 3.5, with identical discretized data
to that of Figure 3.4. In such a distribution, stresses and stress gradients follow a linear

distribution in each half of each numerical layer. For each half of the numerical layers, the

Material #1
T

Normalized Thickness Coordinate (z/H)
Material #2

Material #3
T

@  Discretized Data
T LT TR —— Distribution (interpolated)
----Distribution (extrapolated)

e | L | L | L | L | L
=3 -2 -1 0 1 2 3
Data Value

Figure 3.5: Example of Linear Data Distribution through Layers
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distribution of, for example, o,, may then be given by

Opw = Mg, 2+ b (3.21)

Ozx

where m,,, is the slope and b,,, is the intercept of a line describing the distribution of o,

within the half numerical-layer. Let M,. be the sum of the slopes of the distributions of
each term in the f,, column of Table 3.1. Likewise, let B,, be the sum of the intercepts

of the distributions of each term in the f,, column of Table 3.1. With that notation, the

integration of f,, of Eq. (3.5a) proceeds as

0

- _/ (M,.2)dz — / (Bs2) dz

:—Mm/ zdz—Bm/ dz
20 20

= —M,. (22 - Zg) — By (2 — 2) (3.22)

2

Similar notation may be made for the remaining equilibrium equations so that the recovered
transverse stresses in each half numerical-layer in the assumed piecewise linear distribution

are given by

22722
Tus 1 W,  —wy —M,. < 5 °> — B, (2 — 20) 72,
Tye (= | —w: 1 Wy —M,. (#) —By. (z—2) ¢ T Tz?z (3.23)
(o wy —Wy 1 _Mzz (22;23> - Bzz (Z - ZO) O-gz

It should be noted that when using stresses from a classical plate analysis in the recovery
procedure, the transverse stresses are zero. Thus, in the first iteration, the constants m and b
for the interlaminar stresses are zero. When using a plate analysis based on first-order shear
deformation theory, the constant m for the transverse shear stresses is zero. In subsequent

iterations, however, the coefficients m and b for the interlaminar stresses are not generally
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Zero.

3.5 Contribution of Individual Terms

Recall the integral functions of Eq. (3.14), and the terms which make up the integrands,
listed in Table 3.1. As each integrand is simply a sum of the terms listed in Table 3.1,
each term may be integrated individually through the thickness of the given layer. Thus,
the contribution of each of those terms to the resulting recovered transverse stress may be
determined. If this type of calculation is made for each term of the integrand, the total
distribution may be found by simply summing the resulting distribution of each term. This,
in fact, describes the implementation of the stress recovery procedure which is used for the
results conveyed in the subsequent chapters. However, the explicit contribution of each term

of the coefficients is discussed in-depth in Chapter 5.

3.6 Measurement of Procedure Accuracy

For each recovered transverse stress based on the procedure developed here, the correspond-
ing traction at the lower plate surface must be known (see Figure 3.2). However, the
tractions at the upper surface are not included in the formulation; thus, the values of the
recovered stresses at the upper surface compared to their actual known values may be used
as an indication of the accuracy of the recovery process. This will be done in subsequent

discussions.

3 Again, the recovery procedure presented here could just as easily have used the upper plate surface as
the reference surface. In that case, the tractions at the upper surface would be used in the recovery of the
transverse stresses, while the tractions at the lower surface may be used to compare to the recovered stresses
at that surface.
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Chapter 4

Stress Recovery in a

Semi-Infinite Domain

The results of this section have been published [52] as:

T. B. Hartman, M. W. Hyer, and S. W. Case (May 2012a). Geometrically Nonlinear
Stress Recovery in Composite Laminates. ATAA Journal (50)5: 1156-1168
and presented [53] as:

T. B. Hartman, M. W. Hyer, and S. W. Case (Apr. 2011). Stress Recovery in
Composite Laminates. In: 52nd AIAA/ASME/ASCE/AHS/ASC Structures, Structural Dy-

namics, and Materials Conference. Denver, CO

As a first step to applying the geometrically nonlinear stress recovery procedure, an
example problem of a semi-infinite plate is examined. This allows simplification of the
stress recovery procedure by reducing the algebraic overhead required, while retaining the
necessary components to examine the applicability of the geometrically nonlinear stress
recovery procedure. The procedure will be applied to each a plate-type analytical solution
as well as a plate-type finite element solution. The former provides functions of the stresses

which may be differentiated analytically, while the latter provides plate response only at
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discrete locations such that the finite difference scheme of Section 3.4 must be employed to
calculate the necessary derivatives. Recovered stresses from both solutions are compared to

results from a benchmark finite element solution.

4.1 Description of Example Problems

The example problems to which the stress recovery procedure will be applied are based on
the plate geometry shown in Figure 4.1. The plate considered is symmetrically-laminated,
infinite in extent in the y-direction, of span a in the x-direction, of thickness H, and centrally
loaded over part of its span. The xyz coordinate system is located at the plate’s mid-surface,
the reference surface of the analysis. The displacements in the x-, y-, and z-directions are
denoted as u, v, and w. As shown in Figure 4.2, the plate is partially loaded with either
a uniformly-distributed transverse load ¢y, which remains oriented in the z-direction, or a
uniformly-distributed shear load t;, which follows the deformations of the plate, that is, a
follower load. In either case, the loads are applied in a quasi-static manner so that inertial
effects may be ignored. These two loading conditions offer a variety of plate responses; in
particular, interlaminar stress states. The span of the partial load is - a, 0 < a < 1.
The plate is pinned at x = +a/2 so motion in the z- and z-direction is constrained. These
restraints lead to nonlinear geometric effects in the form of membrane forces within the plate

when the plate deflects out of plane. Here the out-of-plane deflections will be limited to the

loaded
section

Figure 4.1: View of semi-infinite plate.
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extent that the rotations associated with the plate deformations can be considered moderate.
The plate is assumed to behave elastically, and because of the plate’s infinite extent in

the y-direction, it will be assumed that

) (4.1)

where () represents any component of the plate’s response. To further simplify the problem,

it will be assumed that the displacement in the y-direction is everywhere restrained, that is,

v(x,y,z) =0 (4.2)

Because of the orientation of the xyz analysis coordinate system, the in-plane stress compo-
nents 0., 0y, and 7., will be referred to as the intralaminar stresses, while the out-of-plane
stress components 7., 7,., and 0., will be referred to as the interlaminar stresses, where
standard notation for the stress components is used. Of the three interlaminar stress com-

ponents, the discussion here will focus on the two primary components for the example

do

lH

() > x
& T / | locationsof ___| é;

y discussed results
a2

“1

a/2

z

(a) Plate with transverse load.

/2 |
o a t,

'z locations of
discussed results

(b) Plate with shear load.

Figure 4.2: Cross section of semi-infinite plate.
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problems, namely, the shear stress 7., and the normal stress o,,. Results for these stresses
will discussed for the span-wise locations shown in Figure 4.2, specifically, within the loaded
portion of the plate at x/a = 0.05, and near the supports at z/a = 0.45. These locations are
selected because they offer a variety of boundary conditions for the interlaminar stresses on
the top and bottom plate surfaces and a variety of interlaminar stress responses. Overall,
these problems, though simplified, have the features necessary to verify that the iterative
stress recovery procedure presented is accurate and the extension to more complex problems

is simply a matter of keeping track of more algebra.

4.2 Simplification of Stress Recovery Procedure

Because of the infinite extent of the plate in the y-direction, the rotations (c.f. Eq. (3.2))

about the z- and z-axes are zero,
Wy =w, =0 (4.3)

as are any gradients in Y. With these simplifications, the integrated geometrically nonlinear
equilibrium equations, Eq. (3.4), for 7., and o,, for the quasi-static semi-infinite example
problems become

(0
(Tmz + wyazz)io - _/ (% (O';rx + wyTa:z)) dz (44&)

0

0

(—wyTos + 022) |00 = —/ (a2 (—wy0us + sz)) dz (4.4b)
R T

Applying the recovery procedure described in Section 3.2 results in the system of equations

) 1 —w, {0 70

b= T (4.5)
oY wy 1 fz(i_l) o?
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with the terms of the integrands f,. and f,, listed in Table 4.1. The stress recovery procedure
for the semi-infinite example problems is then identical to that described by Section 3.2,

albeit with reduced algebraic overhead.

4.3 Results

4.3.1 Problem Parameters

Results are obtained for three different plates: an isotropic plate made of a single layer of
steel and two laminated composite plates made of eight layers of graphite-epoxy, one with a
stacking sequence of [0°/90°]55, the other with a stacking sequence of [+30°/0°/90°]s. These
plates will be referred to as isotropic, cross-ply, and angle-ply plates, respectively. All plates
are of width a = 1.0 m and the partial uniform load covers 20% of the plate width, that is, «
of Figures 4.1 and 4.2 is 0.2. The total thickness of the steel plate is 0.010 m. The graphite-
epoxy layers are 150 um thick, so that the thickness of each laminated composite plate is
0.0012 m. The material properties are given in Table 4.2, while the remaining parameters are
listed in Table 4.3. For the composite plate the fiber orientation in the layers is measured
relative to the +x-direction, where a positive fiber orientation corresponds to a positive

rotation about the +z-axis, the usual convention.

Table 4.1: Listing of Terms in Integrands of Eq. (4.4)

1 Oxx,x _wy,xazx
2 —Wy Oz
3 Wy,aTrz

4 wy Terg  Taza
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Table 4.2: Material properties.

Material Name Elastic Property Value Unit

E 210.0 GPa
Steel By 0.3
FE 155.0 GPa
B, 12.1 GPa
Es 12.1 GPa
Vo3 0.458
. V13 0.248
Graphite-epoxy Vo 0.248
Ggg 3.20 GPa
Gi3 4.40 GPa
G2 4.40 GPa

Table 4.3: Plate parameters.

Plate Name a « H qo to

Isotropic 1.0m 0.2 0.0100 m 250 kPa 2.5 MPa
Cross-ply 1.0m 0.2 0.0012m 25Pa 25kPa
Angle-ply 1.0m 0.2 0.0012m 25Pa 2.5 kPa

4.3.1.1 Details of Plate Finite Element Model

To investigate the developed stress recovery procedure when using intralaminar stresses
computed by a numerical approach, the example problems are modeled as plates using
the commercial code LS-DYNA [54]. The model consists of 50 Belytschko-Tsay four-node
shell elements spanning the width of the plate, with a single element in the infinite-length
direction. To simulate the infinite extent of the plate in the y-direction, nodes with the
same initial z-coordinate are constrained to have equal displacements in the z-direction,
equal displacements in the z-direction, and equal rotations about the y-axis. Additionally,
all nodes are constrained from motion in the y-direction, as well as from rotation about the
x and z axes. These restraints satisfy the conditions required by Eqs. (4.1) and (4.2). To

satisfy the pinned boundary conditions at the plate edges, nodes at x = +a/2 are constrained
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from motion in the z- and z-directions. Each element is 0.02m along the z-direction, and
0.04m along the y-direction.

The transverse loading is modeled with non-follower forces acting in the +z-direction on
the appropriate nodes within the loaded portion of the plate. To aid in the application of the
follower shear load within the loaded portion of the plate, four-node rigid shell elements are
attached normal to the reference surface of the plate, extending in the —z-direction. These
rigid elements remain normal to the reference surface of the plate. Point loads, initially
in the a-direction, act on the rigid elements a distance of H/2 from the plate reference to
simulate the shear force acting on the top surface of the plate.

The isotropic plate is modeled with eight integration points through the thickness, all
located at the centroid of each plate element. The composite plates are modeled by speci-
fying the thickness and fiber orientation of each layer. There is one integration point at the
center of each layer, for a total of eight integration points through the thickness, again at
the centroid of each plate element. All calculations are made using the LS-DYNA implicit
solver. Geometrically linear solutions, considered for comparison, are obtained by apply-
ing a load six orders of magnitude less than the desired load, then increasing the resulting
displacements and stresses by six orders of magnitude. For the geometrically linear stress re-
covery procedure, the rotation w,, is set to zero in Eq. (3.1) and subsequent related equations.

[teration is not necessary.

4.3.1.2 Details of Benchmark Three-Dimensional Finite Element Model

The benchmark three-dimensional finite element solution uses eight-node generalized plane
strain elements from the Abaqus [55] library (Abaqus element ID: CPEGS) to model the z-z
plane of the plate (see Figure 4.2). The element uses nine integration points, including a
single point at the centroid of the element, at which all six stress components are reported.
The single reference node required to model generalized plane strain is constrained from all

motion. Nodes at x = +a/2, z = 0 (see Figure 4.2) are constrained from motion in the
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z- and z-directions. Loads are applied to nodes within the loaded portion of the plate at
z = —H/2 as either non-following nodal forces in the +z-direction or follower nodal forces
in the +z-direction. The isotropic plate is modeled with 3,010 elements of equal dimension
in the span-wise direction of the plate and with sixteen elements of equal dimension in the
thickness direction, resulting in approximately square elements. The composite plates are
modeled using orthotropic engineering properties for the 0° and 90° layers and anisotropic
stiffness components for the £30° layers, all specified in the zyz coordinate frame. The
composite plates have 30,010 elements of equal dimension in the span-wise direction of the
plate and sixteen elements of equal dimension in the thickness direction (two elements per
composite layer). The composite plate are composed of more elements along the width of
the plate to keep the element aspect ratio approximately equal to that of the mesh for the
isotropic plate. All calculations are made using the implicit solver. The geometrically linear
benchmark solutions are obtained by not invoking the geometrically nonlinear option in
Abaqus. The finite-element code Abaqus was used to obtain the benchmark results simply
because of familiarity with the generalized plane deformation elements in that code and their

representation of off-axis layers.

4.3.1.3 Details of Closed-Form Plate Solutions

The closed-form plate response due to the z-direction transverse loading is developed by inte-
grating the governing differential equilibrium equations and applying the associated bound-
ary conditions. The result is an exact solution, in closed form, for the plate stresses and
deformations within the context of classical laminated plate theory. The closed-form solution
for the shear loading is an approximate solution based on the Rayleigh-Ritz technique. De-
tails of these two closed-form solutions are given in Appendix B. Interlaminar stress results
based on using these closed-form solutions in the integrands of Eq. (4.4), and the ensuing
iteration scheme, are illustrated in the figures to follow, along with the interlaminar stresses

computed using plate finite element results in the developed procedure, and results from the
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benchmark finite element model.

4.3.2 Stress Recovery Results

The nomenclature shown in Table 4.4 will be used to refer to the results from each of
the previously described models of the example problems. Results of the stress recovery
procedure based on the intralaminar stresses computed with plate elements in the finite
element code LS-DYNA will be referred to simply as the “numerical” results. Interlaminar
stress results computed by the benchmark three-dimensional solution based on solid elements
in the finite element code Abaqus will be referred to as the “benchmark” results. Finally,
results of the stress recovery procedure based on the intralaminar stresses computed by the
closed-form solutions will each be referred to as “closed-form” results.

As an introduction to the results, but to also illustrate the influence of geometrically
nonlinear effects on the problems being discussed, the closed-form solutions for the out-of-
plane plate deflections across the span of the isotropic plate are shown in Figure 4.3 for
both the transverse and shear loading cases. In Figure 4.3 the horizontal axes are the span-
wise positions across the plate normalized by the span dimension a, and the vertical axes
are the out-of-plane deflections normalized by the plate thickness H. Note that positive
deflections are plotted downward to match the analysis coordinate system of Figures 4.1
and 4.2. Dashed lines represent results from the geometrically linear solutions, while solid
lines represent results from the geometrically nonlinear solutions. The load levels for the

linear and nonlinear solutions are the same and are given in Table 4.3. The plots in Figure 4.3

Table 4.4: Solution nomenclature.

. : Plot Name Plot Style
Solution Type Written Name Linear  Nonlinear Linear Nonlinear
Finite elements, plate theory numerical Num. Num. NL (m] [ |
Benchmark, 3D finite elements benchmark Bench. Bench. NL A A
Exact and Rayleigh-Ritz closed-form CF CF NL . -
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typify the results of the composite plates as well. It is worth noting the effect of the geometric
nonlinearities. In the transverse loading case, Figure 4.3a, the deflections predicted by the
nonlinear solution are substantially less than those of the linear solution. This result is
due to the addition of membrane stresses, which provide geometric stiffening. The forms
of the deflected shapes, however, are similar. In the shear loading case, Figure 4.3b, the
deflections predicted by the nonlinear solution are greater than those of the linear solution.
Additionally, the forms of the deflections are vastly different, as the follower loading rotates
with the plate so that a component of the loading acts in the z-direction to contribute to the
out-of-plane displacement of the plate. For the cases illustrated in Figure 4.3 the deflections
for the nonlinear solutions are of the order of one plate thickness. The interlaminar stresses
for these deformed configurations are discussed next. The deflections and rotations from

Figure 4.3 are summarized in Table 4.5, as are results from subsequent figures.

4.3.2.1 Transverse Loading Case (qy # 0, ty = 0)

Results of the various calculations for the interlaminar shear and normal stresses for the
isotropic, cross-ply, and angle-ply plates for the transverse load case are illustrated in Fig-
ures 4.4a to 4.4c, respectively. The through-thickness stress distributions are shown for the

location under the load, at /a = 0.05 (see Figure 4.2a). This span-wise location corresponds

Op— ‘ ‘ ‘ ‘ ‘ ‘ ‘ -0.1

0.0

0.1F
0.2
0.3

0.4

-------- == CF == CF
— CFNL — CFNL
; ; ; ; ; T 05 ; :

i i i i i i i i
-0.5 0 0.5 -0.5 0 0.5

Nondimensionalized Deflection, w/H
Nondimensionalized Deflection, w/H

Nondimensionalized Position, z/a Nondimensionalized Position, z/a
(a) Transverse loading. (b) Shear loading.

Figure 4.3: Deflection of isotropic plate.
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Table 4.5: Example problems solution kinematics.

. . . Center Deflection Wy
Loading Nonlinearity Plate w/H t/a=005 z/a=0.45
isotropic 5.314
linear cross-ply 0.533 -
normal angle-ply 0.601
isotropic 1.154 -7.818E-3 -3.151E-2
nonlinear  cross-ply 0.397 -2.675E-4  -1.407E-3
angle-ply 0.416 -2.824E-4  -1.468E-3
isotropic 0
linear cross-ply 0 -
shear angle-ply 0
isotropic 0.348 6.160E-3 -1.662E-2
nonlinear  cross-ply 0.469 8.959E-4 -2.623E-3
angle-ply 0.501 9.879E-4 -2.822E-3

to the location of an element centroid in both the plate and benchmark finite element models.
The stresses have been normalized by the distributed load ¢,, and the through-thickness loca-
tions have been normalized by the plate thickness, H. A positive through-thickness location
is plotted downward to match the analysis coordinate system of Figures 4.1 and 4.2. In the
figures, the solid and open square symbols represent results obtained by using the intralami-
nar stresses from the numerical plate model in the geometrically nonlinear and geometrically
linear stress recovery procedures, respectively. The solid and open triangular symbols repre-
sent results obtained from the benchmark three-dimensional Abaqus finite element solution
for geometrically nonlinear and geometrically linear analyses, respectively. The solid lines
represent results obtained by using the intralaminar stresses from the closed-form plate so-
lution in the stress recovery procedure, with consideration of geometric nonlinearities. The
dashed lines represent results obtained when geometric nonlinearities are ignored.

There are several overall comments to be made regarding results shown in these figures.
First, there is excellent agreement among the three stress calculations for any particular

interlaminar stress component for any particular plate. The interlaminar shear and nor-
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Figure 4.4: Interlaminar stresses at = 0.05 - a due to transverse loading.
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mal stresses obtained by using the numerical plate model intralaminar stresses in the stress
recovery procedure, as discussed in Section 3.4, agree well with results obtained from the
benchmark three-dimensional finite element model, and by using the closed-form plate solu-
tion intralaminar stresses in the stress recovery procedure. It can thus be concluded that for
the specific loading and boundary conditions considered here, the stress recovery procedure
works well when intralaminar stresses from the numerical plate model are used, the focus
of this paper. Second, there are noticeable differences between the results when including
geometrically nonlinear effects and when they are not included. It can thus also be concluded
that for the specific loading and boundary conditions, geometric nonlinearities should not
be ignored. This reinforces the observations made in relation to Figure 4.3. Recall, the
thickest plate considered (isotropic) is 1 m wide and 10 mm thick. The deflections of each
of the plates, as mentioned, are on the order of one plate thickness, not large, yet geometric
nonlinearities have an influence. Third, it is important to be aware of the difference in the
normalized values of the stress components. In Figure 4.4, the normalized shear stresses 7.
are larger than the normalized normal stresses o,,. Fourth, the boundary conditions at the
top surfaces of the various plates as computed by the stress recovery procedure using either
the numerical plate element stresses or the closed-form solution match well with the actual
boundary conditions on those surfaces. Recall, with the developed stress recovery procedure
the boundary conditions on the top surface do not enter into the calculations and thus are
not explicitly enforced.

Considering the details for the isotropic plate in Figure 4.4a, the zero shear stress bound-
ary condition is enforced on the bottom surface as part of the stress recovery procedure, and
the shear stress is correctly calculated to be zero on the top surface. The normal stress is
smaller than the shear stress and is correctly predicted. The zero normal stress boundary
condition is enforced on the bottom surface and the normal stress is correctly calculated to
match a compressive value equal to the distributed transverse load on the top surface, that

is, 0,./q, = —1. It is interesting to note that when geometric nonlinearities are considered,
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the maximum compressive normal stress does not occur at the top surface, rather it occurs
just below the top surface.

For the cross-ply plate, Figure 4.4b, the stress recovery procedure results in stresses that
correlate very well with the benchmark solutions in regard to through-thickness rates of
change. The normal stress is similar to the isotropic plate case, including the fact that
the maximum stress occurs just below the top surface. For the cross-ply plate the normal
stress is considerably smaller than the shear stress, more so than for the isotropic plate in
Figure 4.4a due to the composite plate being thinner than the isotropic plate for the numerical
examples considered here. For the geometrically nonlinear case and for the low stress levels
near the bottom surface of the plate, there is a lack of smoothness in the through-thickness
distribution due to the change of material properties from one layer to the next. The stress
recovery procedure predicts the lack of smoothness quite well. Both computed shear and
normal stresses match the boundary conditions on the top surface.

For the angle-ply plate (Figure 4.4c) the comments regarding normal stress for the cross-
ply plate apply except for the fact that the results obtained from the benchmark three-
dimensional finite element model are shifted slightly to the left. As a result, the boundary
conditions are not satisfied with the three-dimensional model.

In Figure 4.5, attention for the transverse loading case now turns to the through-thickness
stress distributions near the plate support, x/a = 0.45. This location also corresponds to the
location of element centroids in the finite element models. At this location the shear stress
is twice as large as at the under-load location considered in Figure 4.4. Furthermore, the
boundary conditions at the top and bottom surface for both the shear and normal stresses
are zero. Considering the normal stress component, since the boundary values of this stress
are zero at both plate surfaces, the normal stress within the thickness is not expected to be
large. As seen, this is indeed the case. For the geometrically linear cases the normal stresses
are zero for all three plates, and for the geometrically nonlinear cases the magnitudes of

the normal stresses are many times smaller than the magnitudes of the shear stresses. The
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two geometrically nonlinear finite element results reflect the S-shaped distribution for the
isotropic plate, but neither satisfies the boundary conditions on both the top and bottom
plate surfaces. For the cross-ply and angle-ply plates, where the normal stress component
is even smaller in relation to the shear stress, the two geometrically nonlinear finite element
calculations are not accurate. In fact, so as to not distort the scale of the normal stress plots
for the cross- and angle-ply plates, the benchmark solution for the geometrically nonlinear
case is not shown. For the cross-ply plate the normal stress distribution as computed by the
benchmark solution for the geometrically nonlinear case is slightly S-shaped and centered
around a normalized value of ¢,,/qo = 0.4. For the angle-ply plate the normal stress dis-
tribution is also slightly S-shaped and centered around a normalized value of o,,/qo = 2.5.
Given the magnitude of the normal stress in relation to the shear stress, these errors are not

considered a significant problem.

4.3.2.2 Shear Loading Case (qy =0, tg # 0)

The through-thickness shear and normal stress distributions for the isotropic, cross-ply, and
angle-ply plates are illustrated in Figures 4.6a to 4.6¢ for the shear loading cases and for the
location under the shear load. The format of the figures is the same as for the transverse
loading except the stresses are normalized by the shear load t,. It is important to note that
the solid and dashed lines in these figures represent the results of using the Rayleigh-Ritz
approximate solution to the plate problem. The Rayleigh-Ritz solution is still in closed
form, but because it is approximate, some disagreement between the results based on this
solution and the results from the benchmark solution might be expected, whereas this was
not generally the case for the transverse loading results in Figures 4.4 and 4.5.

Considering the shear stress distributions in Figure 4.6, since the shear load is applied
at the top surface of the plate, the normalized shear stress should be unity at that through-
thickness location. An inspection of Figure 4.6 shows that this is indeed the case. Recall,

as applied here, it is the zero shear stress boundary condition on the bottom surface that is
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Figure 4.6: Interlaminar stresses at = 0.05 - a due to shear loading.
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enforced, so the accurate matching of the shear stress boundary condition on the top plate
surface is an indication of the accuracy of the developed stress recovery procedure. As seen,
for all three plates, using the intralaminar stress results from numerical data in the stress
recovery procedure to compute the shear stress distribution matches the distribution from
the benchmark three-dimensional finite element results, and also when using the closed-form
solution for the intralaminar stresses in the stress recovery procedure. Unlike the transverse
load case, the shear stress changes sign within the plate thickness.

Considering the normal stresses in Figure 4.6, which are smaller than the counterpart
shear stresses for each particular plate, the unenforced zero stress boundary condition on the
top surface is satisfied in each case. For the geometrically linear cases, the normal stresses
are identically zero for all three plates. Geometric nonlinearities result in nonzero values for
the normal stress within the plate. The small normal stresses for the geometrically nonlinear
case exhibit some scatter among the three solutions. For all plates, using the intralaminar
stresses from the numerical model in the stress recovery procedure results in stresses that
are somewhat different that those of the other two predictions. For the angle-ply case, the
benchmark solution does not match the boundary conditions on the top and bottom surfaces.
Using the closed-form solution for the intralaminar stresses in the stress recovery procedure
agrees with the benchmark solution for the isotropic and cross-ply plates, while differing for
the angle-ply plate.

Finally, for the shear loading case, the through-thickness stress distributions for the lo-
cation near the plate support are illustrated in Figure 4.7. At that location the shear and
normal stresses are known to be zero on both the top and bottom surfaces of the plate.
Within the scale of the plots, this would appear to be the case for the shear stresses for
each of the three plates, but this is not exactly the case for the closed-form solution for
the normal stress. For the normal stresses the use of the closed-form solution results in
a noticeable error at the top surface of the plate. It should be observed, however, that

the normal stresses within the plates are much smaller than the shear stresses, and for the
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Figure 4.7: Interlaminar stresses at = 0.45 - a due to shear loading.

55 / 151



CHAPTER 4. STRESS RECOVERY IN A SEMI-INFINITE DOMAIN T.B. Hartman

geometrically linear case are identically zero, so the error is of minimal consequence. Con-
sidering the details of the shear stresses, use of the intralaminar stresses from the numerical
plate model results in interlaminar stresses that compare well with the stresses from the
benchmark three-dimensional finite element model and from the closed-form solution. The
influence of geometric nonlinearities is correctly represented using intralaminar stresses from
the numerical plate model. For the normal stresses, the results from the benchmark model
do not match the boundary conditions at the top and bottom surfaces, and there is a shift
of those predictions as compared to those of using intralaminar stresses from numerical data
in the stress recovery procedure. Again, the normal stresses are so small compared to the
shear stresses that comparisons may not be meaningful, as the errors appear to be problem
dependent and do not reflect on the generally good results obtained by using intralaminar

stresses computed by the numerical plate model in the stress recovery procedure.

4.4 Discussion and Concluding Remarks

In this chapter, a straightforward stress recovery procedure was developed by which interlam-
inar stresses are found by direct use of the intralaminar stresses and cross-section rotations
from a plate analysis. The procedure accounts for geometric nonlinearities, and the source
of the stress and rotation data may come from any plate solution, though, as stated in the
introduction, it is believed that the most important aspect of this paper is the application
of the stress recovery procedure to numerical data. Thus, it is important to note that the
calculation of the interlaminar stresses is separate from the calculation of the intralaminar
stresses and cross-section rotations, so the technique may be applied to any numerical data,
including those from a custom or commercial finite element analysis code.

Because the stress recovery procedure involves iteration, numerical integration, finite-
difference approximations, and a reliance on finite element data, it is necessary to address

the issue of convergence of the results. The iteration procedure converged to within much
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less than one percent by the second iteration (i = 2 in Eq. (4.5)). Apart from the iteration
procedure, convergence of the stress recovery results depends on the accuracy of the rotations
and in-plane stresses from the finite element solution, and, in the case of o,,, the accuracy
of the results of 7,.. Increasing the number of elements across the width of the plate results
in more accurate results from the finite element analysis as well as better approximations for
gradients using finite-differences. Increasing the number of integration points through the
thickness of an element allows for a better representation of 7., and may result in a more
accurate finite element solution. The convergence metric employed was based on how well
the interlaminar normal stress matched the known traction on the top surface of the plate.
As the interlaminar normal stress calculation depends upon finite-difference approximations
in and numerical integration of two equilibrium equations, as well as the calculated value of
the interlaminar shear stress from the first integration, using the normal stress as a metric
is appropriate. Considering the isotropic, transversely loaded plate, using eight through-
thickness integration points and 10 elements across the width resulted in o,, at the top
surface that was 32.3% less than the known boundary condition. Increasing the number of
elements across the width to 30 gave a result 6.67% less. Increasing to 50 elements (the
number used for the results shown) gave a 0,, 1.25% less. Similarly, using 50 elements but
decreasing the number of through-thickness integration points to six increased the error to
a value 1.96% less than the known stress. Further reducing to four integration points gave
a result 4.23% less than the known traction boundary condition.

From the results presented, it is clear that the objective of developing a stress recovery
procedure based on a finite element plate model and the geometrically nonlinear equilibrium
equations of the theory of elasticity was accomplished. The procedure was applied to two ex-
ample plate problems with consideration of isotropic and composite materials. One example
problem, the transverse loading case, exhibited geometrically nonlinear effects in the form
of membrane forces, while the other example problem, the shear loading case, exhibited ge-

ometrically nonlinear effects because the shear loading was considered to be a follower force,
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and membrane effects were also present. In each case the loading acted on only a portion of
the plate. With two different loading cases, isotropic and composite materials, and the load-
ing on only a portion of the plate, a variety of stress responses was examined. Additionally,
there was a variety of traction conditions on the top surface of the plate. Except when one
interlaminar stress component was very small compared to the other, the results from the
developed stress recovery procedure were quite accurate. This statement of accuracy is sup-
ported by the good correlation with results obtained from the benchmark three-dimensional
finite-element model, and from using closed-form plate solutions in the stress recovery pro-
cedure. This good correlation included both the distribution of the interlaminar stresses
through the plate thickness, and the matching of traction boundary conditions on the top
surface of the plate. Cases in which a recovered stress was orders of magnitude less than the
other recovered stresses and lacked correlation to the known traction boundary condition
are considered an issue.

From the discussion of the stress recovery procedure it is clear how the procedure can be
extended to finite plates. The necessary stresses and rotations in the equilibrium equations
dependent on the y-direction are available from a plate finite element analysis. The iteration

procedure would then include these additional data.
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Chapter 5

Stress Recovery in a Finite Domain

Results from this section were presented [56] as:
T. B. Hartman, M. W. Hyer, and S. W. Case (Oct. 2012b). Geometrically Nonlinear
Stress Recover in Composite Laminates Considering Inertial Effects. In: American Society

for Composites 27th Technical Conference. Arlington, TX

The example problem of Chapter 4 involving a semi-infinite plate is now extended to a
finite plate, where all three transverse stresses are to be found. Thus, rather than examining
only a cross-section of a plate, the entire two-dimensional domain of the plate is available
for analysis. No closed-form or semi-closed form solutions are used in the stress recovery
procedure, rather only plate finite element stress and rotation data are used. A three-
dimensional finite element solution is again used as a benchmark.

To limit the scope of the problem, only the [0°/90°]ss cross-ply plate of Section 4.3.1 is
examined. Properties of this plate remain unchanged, as given in Tables 4.2 and 4.3. Recall
that the thickness of the eight-layer plate is 1.2 mm.

Consider a square plate of the [0°/90°]5g cross-ply laminate, simply supported along all
four edges, as shown in Figure 5.1. The simple supports restrict translation in all three

directions, but allow rotation about the edges of the plate. The boundary conditions at the
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Figure 5.1: Simply supported plate.

+x-edges for the finite element plate analysis are given by

Wlpmtay =0 Vet =0 0y =0 (5.1)

wx|z:ia/2 =0 M?J|x:ia/2 =0 wz'z:ﬂ:a/Q =0
where u°, v°, and w® are the x-, y-, and z-displacements, respectively, at the plate reference
surface. Those at the +y-edges are given by
°|

U°|y=ib/2 =0 v y=£b/2 — 0 wo‘yzibﬂ =0

(5.2)
My|y:ib/2 =0 Wy|y=ib/2 =0 Wz|y:ib/2 =0

The plate is loaded with a distributed load ¢(z,y), shown in Figure 5.1, on the top surface.
Unless otherwise stated, the distributed load will be a uniformly distributed live load such
that the load follows the rotations of the plate (a change from the transverse dead load of

Chapter 4).

a(z,y) = qo (5.3)

As such, the tractions at the top surface (z = —H/2) of the plate will be everywhere given
by

Tz = 0 Tyz = 0 0..= qo (54>
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5.1 Description of Solution Methods

As mentioned, the response of the square plate to a distributed pressure load is predicted
using two methods. A plate finite element solution provides discretized data for use in the
geometrically nonlinear stress recovery procedure, which is used to obtain estimations of the
three transverse stresses. A three-dimensional finite element solution is also obtained and
used as the benchmark to which the recovered stresses will be compared. Both finite element
solutions are implemented in the commercial finite element code LS-DYNA [54], and share
several common features.

Symmetry boundary conditions are employed in each model so that only a quarter of the
plate (0 < z < a/2, 0 < y < b/2) is modeled. The symmetry boundary condition on the
x = 0 edge is applied by restricting displacement in the z-direction and, for the plate model,
rotations about the y- and z-axes. The symmetry boundary condition on the y = 0 edge
is applied by restricting displacement in the y-direction and, for the plate model, rotations
about the z- and z-axes.

Material properties from Table 4.2 are input to the linear elastic orthotropic material
model (*MAT,DRTHOTROPIC,ELASTIC or *MAT_002). LS-DYNA'’s implicit solver is used, as
the example problem is quasi-static, and automatic timestep control is employed, which
allows as many solution steps to be used as are needed for convergence of the solution.
Both the plate and three-dimensional finite element solutions are geometrically nonlinear,

the LS-DYNA default solution technique.

5.1.1 Finite Element Plate Solution

A uniform mesh of four-noded constant-strain shell elements (LS-DYNA type 2; Belytschko-
Tsay) models the 0 < x < a/2, 0 < y < b/2 quarter domain of the plate. All elements are
square and initially aligned with the X-Y-Z global coordinate system. The Belytschko-Tsay

element is a shear deformable element, with the default shear correction factor of 1.0 used
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for all analyses. The load is applied as a pressure load to each element, the value of which
is q(z,y) of Eq. (5.3) evaluated at the element centroid.

The simply supported edges at x = +a/2 and y = +b/2 are constrained from displace-
ment and rotation according to Eqs. (5.1) and (5.2).

Unless otherwise specified, a mesh of 55 elements by 55 elements (total: 3025) is used
with two integration points per physical layer for a total of 16 integration points through the
thickness located at the centroid of each element. The effect of mesh density and number of

integration points on the solutions will be discussed.

5.1.2 Finite Element Benchmark 3D Solution

The benchmark solution, to which the recovered transverse stresses will be compared, consists
of a uniform mesh of eight-noded constant-strain solid elements (LS-DYNA type 1), with a
single integration point located at the centroid of each element. The mesh is a discretization
of the 0 <z <a/2,0<y<b/2, —H/2 <z < H/2 quarter domain of the plate.

Nodes on the z = 0 plane of symmetry are constrained from translation in the z-direction,
while nodes on the y = 0 plane are constrained from translation in the y-direction. Because
each node only has translational degrees of freedom, no constraints are imposed on the
rotations. All elements are equally-sized right rectangular prisms with square faces initially
parallel to the X-Y-Z global coordinate system so that the numbers of elements along the x
and y edges are equal. To model the eight-layered laminate, a minimum of one element per
physical layer is required. To refine the mesh in the thickness dimension, an equal number
of elements is used per each physical layer so that element size through the thickness is one
of H/8, H/16, H/24, etc. The effect of mesh density both in the z-y plane and through the
thickness will be discussed.

A difficulty in comparing the plate solution to the benchmark three-dimensional solution
is in the application of boundary conditions at the simply supported edges in the three-

dimensional solution. Application of the zero-displacement boundary condition to the nodes
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at the reference surface (z = 0) alone creates severe force discontinuities which not only
cause an overly compliant response, but also cause difficulties in convergence near the simply
supported edges. In seeking to avoid the problems associated with the force discontinuities,
and to realistically model the type of response that is indicated by a simply-supported edge,
the following method of constraint application is applied to the simply-supported edges of
the solid model.

For an eight-layered solid model with two numerical layers per physical layer, consider
the set of nodes located at x = a/2, y = 0, as shown in Figure 5.2a. In modeling this
simply-supported edge, the node located at the reference surface (labeled n = 0) is fixed
from translation in all directions. To distribute the resultant force at this node as a result
of these translation constraints, the other nodes are constrained as well. Using the notation
described in Figure 5.2a, with the second node away from the reference surface node in the
—z-direction labeled as Node n = —2, the following constraints are applied via LS-DYNA’s

*CONSTRAINT LINEAR GLOBAL keyword:

=u"+u" (5.5a)
O=o"+ov ™" (5.5b)
O=w"+w" (5.5¢)

with n ranging from one to eight for the laminate represented in Figure 5.2a. In Eq. (5.5), u™

is the displacement in the global X-direction of the n'" node, etc. For a plate with a span-
ratio a/H of 60 and a normalized center deflection w/H of unity, the resulting deformation
is shown in Figure 5.2b. The shear-deformable model assumes the deformed edge remains
straight. The deviation of the nodal positions of Figure 5.2b from a straight line (calculated
by a least-squares fit of the deformed coordinates) is shown in Figure 5.2c. The deviation is

very small, with a maximum value of about 5 x 107° of a plate thickness.
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Figure 5.2: Deformation of nodes through the thickness at = = a/2, y = 0 due to enforced
boundary condition.

5.2 Results

5.2.1 Summary of Plate Response

For a plate with span-ratio a/H = 60, the relationship between the center deflection and
applied uniform pressure load, as determined by the LS-DYNA plate model, is shown in
Figure 5.3 for a variety of mesh densities. With only 15 plate elements per edge of the
quarter model, the center displacement is converged to within 0.3% of results given by more
refined meshes. As a representation of the magnitude of the deformations of this plate,
Figure 5.4 shows a cross-section of the quarter model at y = 0, with all plate dimensions
and deformations shown to scale.

Considering now the plate response at a central plate deflection of one plate thickness
(w/H = 1), the intralaminar stresses at the center of the quarter model (z/a = 0.25,

y/b = 0.25), as computed by LS-DYNA, are shown in Figure 5.5. The distribution of
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Figure 5.3: Force-displacement relationship for a/H = 60 with varying mesh densities (ele-
ments along edge) of plate finite element model.

=)
T

o~
T

Normalized Transverse Displacement (w/H)

Normalized x-coordinate (x/a)

Figure 5.4: Plate displacement, to scale.

the in-plane normal stress o,, through the thickness is shown in Figure 5.5a for the three-
dimensional benchmark analysis (solid circles), as well as varying mesh densities for the plate

analysis. Note that the stresses for the plate analysis are shown considering the piecewise
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linear intra-layer interpolation scheme presented in Section 3.4.4. Even with the coarse
five-by-five mesh, o, is within 1.5% of the converged two-dimensional solution.

The intralaminar normal stress o, and shear stress 7., are shown in Figures 5.5b and 5.5c¢,
respectively. In these plots, the stresses as calculated by the three-dimensional benchmark
solution are again shown as solid circles. Three sets of data are shown as calculated by the
plate analysis using a mesh with 55 elements per edge (total: 3025). The solid line again
shows the solution using the piecewise linear intra-layer interpolation scheme. Additionally,
two data sets are shown for a plate analysis using one integration point per layer (eight
total integration points), and four integration points per layer (32 total integration points).
For these latter two data sets, the distribution is shown as piecewise constant through each
numerical layer, as given directly by the plate finite element analysis, and as discussed in
Section 3.4.3. Note that the interpolation scheme appropriately represents the distribution
of stresses through the thickness, as compared to both the three-dimensional solution, as
well as the trend of the plate analysis when increasing the number of integration points.

As mentioned, for the results to be shown, the benchmark three-dimensional finite ele-
ment simulation was made with 55 elements along the z- and y-edges of the plate and 24
elements through the thickness of the plate (three elements per physical layer). As shown
in Figure 5.6, the intralaminar stresses are converged with a mesh of 25 elements per side
and eight elements through the thickness (25 x 25 x 8). However, in order to resolve the
smaller transverse stresses, a more refined mesh is required. As shown in Figure 5.7, while
the transverse normal stress o, is converged with the refined 55 x 55 x 8 mesh, the transverse
shear stresses require 24 elements through the thickness (particularly 7,.) before a converged
solution is obtained. Note, especially, the unmet traction boundary conditions (7,, = 0) at
the top and bottom surface for the transverse shear stress 7,,. In order to be able to compare
stress data from the stress recovery method, the refined mesh of 55 elements per edge and

24 elements through the thickness is used for all results shown herein.
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Figure 5.5: Intralaminar stress distribution at center of quarter model (x/a = 0.25, y/b =

0.25).
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5.2.2 Recovery of Transverse Stresses

In order to investigate the accuracy of the geometrically nonlinear stress recovery procedure,
transverse stresses are recovered at four locations in the quarter plate model, shown in
Figure 5.8, each which experience a unique state of stress. While the traction at the top
surface is identical everywhere on the plate, the relative magnitude of the transverse shear
stresses is known to vary within the plate. Point A lies at the center of the quarter model
and will be termed the quarter-point. Data in plots which describe the response at the
quarter-point will be depicted by the filled circle “®”. At this point, the magnitude of each
transverse shear stress is similar and is moderate compared to other locations in the plate.
As will be shown, the magnitudes of the transverse shear stresses are approximately equal to
that of the transverse normal stress at this point. Point B lies near the center of the plate,
four elements in from either edge (that is, at the centroid of the element with three elements
between itself and the edge of the quarter model). The reason for this particular location
will be described shortly. At Point B, the magnitudes of the transverse shear stresses are

small compared to the transverse normal stress. (At the center of the plate, both transverse
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Figure 5.8: Locations of stress recovery results.
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shear stresses are identically zero.) Data for this location will be shown as the filled diamond
“@.

Points C and D lie near the center of the supported x'- and yT-edges of the plate,
respectively. At Point C, the transverse shear stress 7,. will be large compared to the
transverse normal stress, while the transverse shear stress 7,, will be nearly zero, as it is
near the y = 0 plane of symmetry. Data from Point C will be shown as filled squares “W’.
At Point D this relationship is reversed—r,, will be large while 7,, will be nearly zero.
Data from Point D will be shown as filled crosses “8”. Like Point B, Points C and D lie
four elements away from the edges of the plate. Table 5.1 summarizes the locations and
magnitudes of stresses at each of these points.

As mentioned, Points B, C, and D all lie four elements from the edges of the plate. The
current implementation of the stress recovery procedure uses the central difference method
for calculating numerical derivatives of stresses required by Fq. (3.14). As such, data are
required from elements bordering the element for which stresses are to be recovered. If
two iterations of the stress recovery procedure are required, data are required from elements
bordering the set of bordering elements used for the first iteration. Thus, for the n'" iteration
of the stress recovery procedure, data is required from elements that are n elements away
from the location where stresses are to be recovered.

This requirement may be shown graphically by considering Figure 5.9. A mesh of 49
square elements is shown. In Figure 5.9a, elements are highlighted to which the stress

recovery procedure may be applied. Note that the elements bordering the edge of the mesh

Table 5.1: Summary of the properties of examined plate locations.

Point Plot Symbol Coordinate Stress Magnitude
x/a y/b Tz Tyz
A [ ) 0.25000  0.25000 moderate moderate
B L 2 0.03182  0.03182 small small
C | 0.46818 0.03182 large small
D ® 0.03182  0.46818 small large
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(a) First iteration. (b) Second iteration. (c) Third iteration.

Figure 5.9: Graphical representation of elements involved in iteration procedure.

are not involved in the stress recovery, as stress gradients may not be found by the central
difference method described in Section 3.4.1. After one iteration of the stress recovery
procedure, the transverse stresses of the highlighted elements, and only the highlighted
elements, in Figure 5.9a would be updated according to the stress recovery technique. In
order to use stress data from the first iteration of the stress recovery procedure, the number
of elements to which the stress recovery procedure may be applied in a second iteration is
depicted in Figure 5.9b. Likewise, as shown in Figure 5.9¢, only the center element of the
49-element mesh may be used for the third iteration of the stress recovery procedure. That
is, in the n'" iteration of the stress recovery procedure, data is required from elements that
are n elements away from the location where stresses are to be recovered.

It will be shown that the accurate recovery of the transverse normal stress requires two
iterations of the procedure, so transverse stresses may be recovered accurately at elements
which are at least two elements away from the edge. Additionally, it will be shown that the
recovered stresses are inaccurate in the first three elements near the supported edges. Thus,
distributions for recovered stresses are shown here for the fourth elements in from the edge.

The results of the stress recovery shown below are given for a plate with span-ratio
a/H = 60 and normalized center plate deflection w/H = 1. A mesh of 55 elements per
side with two integration points per layer (16 integration points total) is used and the piece-

wise linear intralaminar interpolation technique of Section 3.4.4 is employed. The result-
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ing stress distributions are normalized by the applied upper surface (z = —H/2) traction,
qo = —250kPa. The benchmark solution is given by the three-dimensional solution with 55
elements in the z- and y-directions of the plate, with three elements per layer (24 elements

through the thickness).

5.2.2.1 Recovered Stresses at Quarter-Point, Point A

Results for the recovery of the transverse stresses at the quarter-point, Point A, are shown
in Figure 5.10. Consider first the recovery of the transverse shear stress 7,., given in Fig-
ure 5.10a. Stresses from the three-dimensional benchmark solution are given as discrete
points shown as solid circles “®”. (Note the horizontal stress axis is normalized by the
known normal traction at the top surface, ¢qo = —250 kPa. While the largest magnitude of
the shear stress is negative, its normalized value is positive.) The recovered 7., from the
geometrically nonlinear stress recovery procedure discussed herein is shown as the solid line.
For comparison, the results of recovering the transverse shear stress 7., via the geometrically
linear stress recovery procedure are shown as the dashed line. The difference in the geomet-
rically linear procedure is that all terms of Eqgs. (3.5) and (3.23) containing the rotations are
neglected (that is, w, = w, = w, = 0).

Results of the recovery of 7., from both the geometrically linear and geometrically non-
linear procedures show good agreement with the stresses from the benchmark solution, with
the geometrically linear procedure showing slightly better agreement.

The results of the recovery of the second transverse shear stress 7,, are shown in Fig-
ure 5.10b, with the same sets of data as in Figure 5.10a. In this case, the benchmark solution
is clearly more in agreement with the geometrically linear procedure than the geometrically
nonlinear procedure. Additionally, 7, from the geometrically linear procedure matches the
known shear traction (7,, = 0) at the top surface of the laminate (2/H = —0.5), while that
of the geometrically nonlinear procedure does not match that traction boundary condition.

The results of the recovery of the transverse normal stress o, are shown in Figure 5.10c,

73 / 151



CHAPTER 5. STRESS RECOVERY IN A FINITE DOMAIN

T.B. Hartman

Normalized Transverse Coordinate (z/H)

Normalized Transverse Coordinate (z/H)

05 : A Y
0 0 >,
)
s I\
90 N X < 90 M‘-«‘/
o . % o
oy g
. =
90 ; (_% 90°
L] 3DFE A Q L] 3DFE
(U Recovered “ § 0 Recovered a
| Recovered (=0) /e 2 o e | Recovered (0i=0)
/o &=
] 3
o 4 g o
£
z
90 / » \‘\‘\
\
0° 0
0.5 L L L P R B 05 v v v L LA L
0 0.2 0.4 0.6 0.8 1 1.2 -0.5 -0.4 -0.3 -0.2 —0.1 0 0.1 0.2
Normalized Transverse Shear Stress (Tx./qo) Normalized Transverse Shear Stress (ty./do)
(a) Transverse shear stress 7. (b) Transverse shear stress 7.
05 — — o — — — 0.6F 3
' 8 o0af ]
8 Ta ]
K 2 702k ]
90 i % 00k 1
/ & ) P — P B —— B I
) g § ¢ 8 8 4§38 |°8
: =
i ° 2.0F ]
90 b F E
. g 10 ]
=™ g0k -
90 s “5‘ £ l ]
i = -1.0E ]
3 .2 £ 7 3 % | F 2 z S 3| & & @A
E S | B IR I
0° s % ~ % % 5 N z x ) 3
/ ﬁ d a § S| & 3 g 3 ° e
: =
! o £ 3
900 | § &} 03EF E
e 3DFE 4 E i
: Recovered 1 Eo, 0'2f E
P A Recovered (0=0) & 0.1? .
0.5 S S S R S NS SR R 0.0 — m — — — E|
0 0.2 0.4 0.6 0.8 1 & ¢ g gl g g ¢ g gl 2 S
Normalized Transverse Normal Stress (6,,/qo) é g g 3 8: g 83 & g s

(c) Transverse normal stress o, .

(d) Contributions of terms of Table 3.1.

Figure 5.10: Results of stress recovery at Point A, the quarter-point.
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again with the same sets of data as in Figures 5.10a and 5.10b. The distribution of the
geometrically nonlinear recovery procedure shows excellent agreement with the benchmark
solution, as well as with the known traction boundary condition at the top surface of the
laminate. In this case, the results of neglecting the rotation terms in the stress recovery
procedure result in a grossly misrepresented stress distribution, given in the dashed line of
Figure 5.10c.

Finally, Figure 5.10d shows the relative contribution of each term of the integrands of
Eq. (3.14) to the distribution of the three recovered transverse stresses. Each of the three
plots corresponds to the three transverse stresses 7,., 7., and o,,, and likewise, the three
columns of Table 3.1. The first eleven columns of each plot correspond to the eleven rows
of terms in Table 3.1—the eleven terms in the integrands of Eq. (3.14). (Note that in the
current quasi-static analysis, the inertial terms, and the associated columns, are identically
zero.) The remaining two columns are the contribution of the other two transverse stresses
to the stress of interest (the effect of solving the matrix equation Eq. (3.11)).

The normalized contribution of each term is then computed as follows. Consider the first
plot of Figure 5.10d, that for 7,,. The first column of that plot represents the term o, »
that appears in the integral equation for 7,, (Eq. (3.4a)). If only that term (0., ) were to
be integrated to find f,, in Eq. (3.8), the resulting distribution of f,, would be that given
in Figure 5.11a. Integrating that distribution, considering only the portion of the curve that
is positive, gives a value of 0.151 Nm. Likewise, integrating considering only the portion of
the curve that is negative gives —146.4 N m. The integral of the recovered 7., (Figure 5.11c)

is —226.2Nm. Thus, 0y, , contributes to the distribution of 7, towards a positive stress by

—H/2 z
Jupo (* s Um,xdz> dz 0151 Nm

f;/f;ﬂ 7,,dz ~ —226.2Nm

= —6.68 x 107*
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Figure 5.11: Contribution of individual terms from Table 3.1 to 7., at quarter-point.

Likewise, 04, , contributes to the distribution of 7, towards a negative stress by

f H/2
H/2

(~ Jijo 7avadz) dz _ —146.4Nm

= 0.647

Ji 12 Az ~ —2262Nm

The positive contribution of o, . is negligible, but o, , contributes negatively 64.7% toward

the total distribution of 7,,. The first column of the 7, plot of Figure

5.10d then shows a

normalized contribution of 0.647. (The bottom of the bar in the first column is in fact at

—6.68 x 107, but cannot be distinguished because of the scale of the plot.)

Figure 5.10d may now be used to determine which terms (tabulated in Table 3.1) of the

geometrically nonlinear equilibrium equations are necessary to consider in the recovery of

the transverse stresses. Considering 7,,, the first and sixth columns, corresponding to 0., »

and 7,,,, are the key contributors, while the last column, w0, contributes a fraction in

the negative direction. The last term is in fact the visible difference between the solid and

dashed lines of Figure 5.10a. The contribution of the remaining terms is negligible.
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The terms which contribute to the recovery of 7,, are those represented in the third,
eighth, and thirteenth columns of the center plot in Figure 5.10d, 74y 2, 04y, and wgyo...
Again, the last term contributes to the visible difference between the solid and dashed lines
of Figure 5.10b.

Finally, the bottom plot of Figure 5.10d depicts the contributions of terms to o,,. The
key terms appear to be wy 0.0, Toze, WayOyy, and 7,.,. However, if the third and sixth
columns, wy 7,y and wy 7., are added to this list, the remaining columns contribute a
combined total of only 0.046% to the distribution of o,,. These six terms match those given

in the equilibrium equations of Byun and Kapania [34] in Eq. (2.4).

5.2.2.2 Recovered Stresses near Plate Center, Point B

Our attention now turns toward the center of the plate, with the recovered stresses at Point
B shown in Figure 5.12. The organization of the plots is identical to those of Point A in
Figure 5.10.

Again, the geometrically linear stress recovery procedure shows better agreement with
the known zero shear traction at the top surface compared to the geometrically nonlinear
stress recovery. Although the transverse shear stress 7,., appears to show a large discrepancy
between the various solution methods, this stress is an order of magnitude less than the
opposing transverse shear stress 7,..

Considering the transverse normal stress distribution in Figure 5.12¢, the geometrically
nonlinear stress recovery procedure again shows excellent agreement with the benchmark
solution, while the geometrically linear stress recovery procedure actually predicts a tensile
traction at the top surface.

Finally, the key terms which contribute to the recovery of the transverse stresses near

the center of the plate are within those given by Byun and Kapania [34] in Eq. (2.4).
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Figure 5.12: Results of stress recovery at Point B, near plate center.
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5.2.2.3 Recovered Stresses near r"-Edge, Point C

With Figure 5.13, attention now turns to the recovered stresses near the center of the sup-
ported z = a/2 edge, Point C, where the shear stress 7,, is expected to be at its peak
magnitude.

The peak magnitude of 7., in Figure 5.13a is nearly 13 times that of the applied normal
traction at the top surface. The distributions of 7., from the geometrically linear and
nonlinear stress recovery procedures are nearly identical, and show excellent agreement with
the benchmark solution.

This distribution of 7,, in Figure 5.13b appears better with the contribution of the
nonlinear term w, ,7,. (see Figure 5.13d; neglected by Byun and Kapania [34]). Additionally,
in this case the geometrically nonlinear recovery better predicts the top surface traction
(1. = 0) and overall distribution compared to the geometrically linear recovery method
(wy = wy = w, = 0). However, both methods underestimate the shear stress compared to
the benchmark solution.

The recovered transverse normal stress from the geometrically nonlinear procedure closely
predicts the known traction at the top surface (although it is over-predicted by 0.15%).
Again, the benchmark solution shows some lack of convergence in the 0°-layers, as the
known traction boundary conditions do not appear satisfied.

Although some terms absent from Byun and Kapania [34] appear to contribute to the

recovery of o, their combined contribution is 0.29%.

5.2.2.4 Recovered Stresses near y"-Edge, Point D

Lastly, with Figure 5.14, consider the recovered stresses near the center of the supported
y = b/2 edge, where the shear stress 7,, is expected to be at its peak magnitude. In this
case, the peak magnitude of the shear stress 7, is nearly 12 times that of the applied normal
traction at the top surface.

The results are similar to those at Point C given (Figure 5.13). The distribution of the
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Figure 5.13: Results of stress recovery at Point C, near z"-edge.
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Figure 5.14: Results of stress recovery at Point D, near Ty-edge.

81 /151



CHAPTER 5. STRESS RECOVERY IN A FINITE DOMAIN T.B. Hartman

recovered shear stress 7,., both from the geometrically linear and nonlinear stress recovery
procedures, shows good agreement with that from the benchmark solution. Both procedures
underestimate the second shear stress 7., although the recovered stress from the geometri-
cally nonlinear procedure appears slightly better.

The transverse normal stress recovered from the geometrically nonlinear procedure again
closely predicts the top surface boundary condition (the value is 0.64% higher than the
applied traction), while the recovery neglecting nonlinear terms is removed from the true
distribution. Using only terms from Byun and Kapania [34] improves the predicted top

surface boundary condition by 0.31%.

5.2.3 Analysis of Convergence of Recovery Procedure

Two aspects of convergence of the geometrically nonlinear stress recovery procedure must be
discussed. The procedure depends on the convergence of the solution of a plate-type finite
element analysis, not only in the displacements and stresses, but also in the derivatives of
these. In the recovery of the transverse normal stress, second derivatives of these quantities
are important. Secondly, the iteration process (Section 3.2) of the stress recovery procedure

must converge. These two types of convergence are discussed below.

5.2.3.1 Convergence of Finite Element Results

Figure 5.15 shows the three recovered transverse stresses at the quarter-point (see Fig-
ure 5.10) for varying mesh densities of the two-dimensional finite element analysis, where
the number in the legend indicates the number of elements along a side of the one-quarter
plate model. The two transverse shear stresses are converged at a mesh of 35-by-35 elements
(results are within 1% of those given by the 95-by-95 mesh), although even a 15-by-15 mesh
shows good results. (Recall from Section 5.2.1 that the in-plane response was converged at
a 5-by-5 mesh.) The transverse normal stress is converged (again, results are within 1% of

those given by more refined meshes) even with the 15-by-15 element mesh. Surprisingly, a
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Figure 5.15: Convergence of finite element results at Point A, the quarter-point.
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very coarse five-by-five element mesh yields a transverse normal stress within 10% of the
converged distribution. For two iterations of the stress recovery procedure, this five-by-five
element mesh provides the minimum number elements required for current implementation

of the stress recovery at the quarter-point.

5.2.3.2 Convergence of the Iteration Procedure

Figure 5.16 shows the three recovered transverse stresses at the quarter-point (see Fig-
ure 5.10) for successive iterations of the stress recovery procedure.

As shown by Figures 5.16a and 5.16b, a single iteration is sufficient for recovery of the
transverse shear stresses. Because the transverse shear stresses depend primarily on the
intralaminar stresses (see Figures 5.10d to 5.14d), which are unchanged from iteration to
iteration, the iterating process does not add to the accuracy of the recovery of these stresses.

For the transverse normal stress, two iterations are required for a converged solution.
The first iteration is accurate in its prediction of the traction boundary condition at the
top surface, but lacks accuracy in the distribution of the transverse normal stress. The
shear-deformable finite element solution provides accurate (in an integral sense) values of
the transverse shear stresses, which allows for the quasi-accurate recovery of the first itera-
tion. However, for the true distribution to be recovered, the distribution of the transverse
shear stresses (specifically, their derivatives) must be accurately known. These accurate
distributions are not available until after the first iteration of the procedure.

Were a Kirchhoff-type element formulation to be used rather than the shear-deformable
formulation, the conclusions of this section would remain the same, although the first recovery
iteration of the transverse normal stress would yield an inaccurate prediction of the top
surface traction boundary condition, in addition to an inaccurate distribution through the

thickness.
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5.2.4 Analysis of Accuracy of Recovery Procedure

While the accuracy of the geometrically nonlinear stress recovery procedure has been demon-
strated for a single example problem, a knowledge of the limits of the process is important.
Bounds for the applicability of the geometrically nonlinear stress recovery procedure are now

sought. Four criteria are considered:
e relative thickness of the plate (span-ratio a/H)
e magnitude of rotations of plate elements
e location within the plate
e types of loading distributions

The relative thickness of the plate does not directly affect the stress recovery procedure,
but rather affects the accuracy of the intralaminar stresses as calculated by a plate-type
analysis. The magnitude of rotations of plate elements must be considered, as the equilibrium
equations are based on the assumption that the rotations are moderate. Further, certain
locations in a finite element analysis are known to present difficulties in determining the
mechanical response of a body, particularly near boundaries. Finally, the accuracy of the

recovery procedure in analyzing a non-uniformly loaded plate will be determined.

5.2.4.1 Accuracy with Varying Plate Span-Ratio

For the recovered stresses of Figures 5.10 and 5.12 to 5.14 shown previously, a moderately
thick plate with a span-ratio a/H = 60 was considered. This span-ratio is now varied to
consider thicker and thinner plates. A two-dimensional solution is known to lose accuracy
with increasing plate thickness (span-ratio). Likewise, higher-order plate theories are known
to have difficulties resolving stresses for thinner (higher span-ratio) plates. Figure 5.17a

shows the percent error between the recovered transverse normal stress at the top surface of
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the laminate compared to the known traction boundary condition at the top surface, as a
function of plate span-ratio.

In order to compare similar quantities as the plate span-ratio is varied, the ratio of the
plate span to the deflection at the center of the plate was kept close to constant. That is,
for the results shown in Figure 5.17, the quantity a/w remains relatively constant at a value
of 60. For the previously considered plate with a span-ratio a/H = 60, this corresponds to
a center plate deflection of one plate thickness. The variation of a/w with the remaining
span-ratios considered is shown in Table 5.2.

As observed in Figure 5.17a, even for relatively thick plates, the error in the top surface
traction at the four points considered is always below 3.5%. While the thickest plate with
a/H = 15 deflects only a quarter of a plate thickness, the rotation of the geometrically
nonlinear equilibrium equations contribute to the accuracy of the recovered stresses. As
expected, thinner plates present less error in the recovery solution. Furthermore, the recovery

procedure for extremely thin plates, even at a normalized center deflection of w/H = 14, gives
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Figure 5.17: Error in recovered o, at top surface and plate rotations as a function of plate
span-ratio.
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Table 5.2: Details of solutions with varying span-ratios.

Span Ratio  Width  Normalized Center Difference Applied Traction

(a/H) (a, mm) Deflection (w/H) from a/w = 60 (kPa)
15 18 0.2502 —0.0766 % —5010
20 24 0.3334 —0.0150 % —2400
30 36 0.5002 —0.0317% —914
40 48 0.6667 —0.0050 % —501
60 72 1.0001 —0.0083 % —250
80 96 1.3326 0.0563 % —169
100 120 1.6671 —0.0250 % —131

833.3 1000 13.881 0.0580 % —16.33

results with less than two percent error. Although the center deflection of the thickest plate
(a/H = 15) is only one-quarter the plate thickness, accounting for geometric nonlinearities
is still necessary in the stress recovery procedure, as demonstrated in the distribution of the
transverse stresses shown in Figure 5.18.

While studying the effect of plate span-ratio on recovery convergence, an attempt was
made to keep the plate rotations at the four locations (A, B, C, and D) the same for all
span-ratios. The rotations at the four points for the various span-ratios are illustrated in

Figure 5.17b and, as seen, the rotations did not vary much with span-ratio.

5.2.4.2 Accuracy with Varying Plate Rotations

Attention turns to how increasing plate rotations affect the recovery procedure. With a span-
ratio a/H = 60, the error as a function of plate deflection, and thus plate rotations, in the
recovered top surface boundary condition is shown in Figure 5.19a. Figure 5.19b shows the
corresponding absolute value of the maximum of the three rotations (max (|w,|, |wy|, |w:|),
or simply max |w|) for the four plate locations considered. Even for rotations of rather large
magnitude, max |w| ~ 0.20 (11.5°), the error remains less than 7%. Error in recovered
stresses at points in the plate with less rotations (the quarter-point and near the center)

remains low even for large relative plate deflections.
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Figure 5.18: Results of stress recovery at quarter-point of thick (a/H = 15) plate.

(c) Transverse normal stress o, .

(d) Contributions of terms of Table 3.1.
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Figure 5.19: Error in recovered o,, at top surface and rotations as a function of plate
deflection.

5.2.4.3 Accuracy with Varying Locations within Plate

To this point, only four discrete points have been considered for the recovery of the transverse
stresses. The same plate with span-ratio a/H = 60 and center plate deflection of w/H = 1is
now used to determine the accuracy of the recovery procedure over the entire domain. Using a
finite element mesh with 25 elements per edge of the quarter-model, the error in the predicted
top surface boundary condition in ¢, compared to the known traction boundary condition
is represented in Figure 5.20a. The plot covers the domain of the quarter-model plate,
and is discretized to a 25-by-25 mesh so that each square represents a single finite element.
Because the current implementation of the stress recovery procedure requires plate response
information from neighboring elements, elements on the boundary of the domain are omitted
from the recovered solution and depicted with a filled pattern. The remaining elements in
the domain are represented by a gray-scale fill—a white fill corresponds to a deviation of

0% from the known traction boundary condition, while a dark gray fill corresponds to a
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Figure 5.20: Error in recovered o, at top surface for all elements, varying mesh density.
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deviation of 2%. Error above 2% is shown as black, regardless of its magnitude.

The results of Figure 5.20a show that the stress recovery in the majority of the plate
domain produces accurate results, while elements near the supported edges of the plate
produce rather inaccurate results. In fact, error for elements near the z = a/2, y = b/2
corner of the plate reaches values of greater than 100%.

In an attempt to alleviate the error near the supported edges of the plate, the 55-by-55
described previously is used for recovering stresses over the whole quarter-model domain.
The results are shown in Figure 5.20b, with the same data representation as Figure 5.20a.
Additionally, the four points which have been previously examined are outlined for reference.
With the refined mesh, a portion of elements near the supported edges still produce quite
inaccurate results for the stress recovery procedure. However, note that the band of elements

with high error has narrowed alonge the edges of the plate.

5.2.4.4 Accuracy with Varying Loading Distributions

Lastly, the accuracy of the stress recovery procedure to a non-uniformly distributed traction
loading is determined. In place of the uniform load, a bi-harmonic distributed load described
by

€T ™

q(z,y) = qo - cos (7) - COS (%) (5.6)
is applied to the top surface of the plate, and the recovery procedure is applied to all the
elements in the quarter-model domain (excluding those on the model boundary). The central
plate deflection is kept at one plate thickness (w/H = 1). To verify that the recovered
boundary condition of o, is recovered, Figure 5.21a shows the distribution of the recovered
0.. at the top surface of the laminate. A bi-harmonic variation in the gray-scale value

is expected and, as shown in Figure 5.21a, is approximately achieved. The error of the

recovered o, at the top surface from the known traction boundary condition is shown in
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Figure 5.21b, with the same representation as in Figure 5.20, except that the scale has been
increased to 3%. Most of the domain again shows an accurate recovery of the transverse
normal stress, with elements near the supported edges of the plate producing high error.
Note that in addition to the fact that the elements in error are near a supported edge, the
value of the applied traction at the top surface decreases toward the supported edges. While

the absolute error may remain the same, the percent error will necessarily increase.

5.3 Conclusions

The work in this chapter has demonstrated the accuracy of the developed geometrically
nonlinear stress recovery procedure. The scheme was tested on a finite plate undergoing
large deflections under the influence of a transverse normal pressure load. Transverse stress
distributions at several points in the plate, with varying magnitudes of stresses and stress
gradients, were inspected. The transverse normal stress in all cases closely matched results
from the benchmark three-dimensional finite element solution. Transverse shear stresses,
when not small compared to the other two transverse stresses, also showed good agreement
with the benchmark solution. In all cases, the terms contained in the geometrically nonlinear
equilibrium equations as presented by Byun and Kapania [34] are sufficient for the accurate
recovery of the transverse stresses.

Additionally, the accuracy of the stress recovery procedure was demonstrated with various
loadings and plate geometry. With plate span-ratios a/H ranging from 15 to 833, error in
the recovered top surface normal traction was less than 3.5%. With plate center deflections
of up to three plate thicknesses, error in the recovered top surface normal traction was less
than 6.5%. Finally, the accuracy of the stress recovery procedure was good throughout the
entire domain of the plate, excepting near the supported edges. Nonetheless, with mesh

refinement, the width of this region was shown to decrease.
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Chapter 6

Stress Recovery

Considering Inertial Effects

The effects of considering the inertial terms of the equilibrium equations in the geometrically
nonlinear stress recovery procedure are now investigated. The square, simply-supported
plate of Chapter 5 is loaded with a uniform distributed time-varying load, rather than the
previously quasi-static load. Prior to considering the results of the recover procedure in two
model dynamic problems, the qualitative change expected with the inclusion of the body
force terms are discussed. Then, the dynamic response of the [0°/90°]5s eight-layer plate,
whose properties are unchanged from those given in Table 4.2, and span-ratio is fixed at

a/H = 60, is considered. The density of the material is given as 1890kgm3.

Finally,
results are presented from of the geometrically nonlinear stress recovery procedure applied
to two loading cases of this specific plate: a uniformly distributed pressure load with a

constant loading rate, and a uniformly distributed pressure load with a sinusoidally varying

amplitude.
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6.1 Effect of Inertial Terms on Stress Recovery

Recall the solution of the transverse stresses given by the geometrically nonlinear stress

recovery procedure in Eq. (3.12), repeated here (omitting the iteration notation):

Trx 1 Wy —Wy fmz Txz |z:zj_1
Tye (= | —w: 1wy fue ¢ T Tyz|Z:Zj_1 (3.12)
O,y Wy — Wy 1 fzz Ozz |z:2j_1

The variables f,., f,., and f,. were given by Eq. (3.14), here applying D’Alembert’s principle

from Eq. (3.3), and are given as

0

z 0
Joz = — /O <(9_ (o — WaTay + WyTaz) + oy ( Toy = Wa0yy +wyTy2) — pax ) dz (3.5a)

8

z a a
foz = _/ <3_x ( WaOps + Tuy — WaTaz) + oy ( WaTuy + Oyy — WyTyz) — pay ) dz (3.5b)

0

z a 8
fzz = - /0 <8_5L‘ (_wyaxx + Wz Try + Twz) + a_y (_WyTﬂﬂy + Wz Oyy + Tyz) — paz ) dz (35()

For plate analyses, the accelerations are constant through the thickness (that is, only given at

the reference surface). The density is constant through any given layer, so the contribution

1

of the inertial terms to f,., fy., and f., is linear in z in each layer’'. Omitting the stress

terms in Eq. (3.14), Eq. (3.12) is expressed as

Tz 1 W, —wy —paxz Tos ]Z:ijl
Tyz ((— | —W- 1 Wy —payz (T Ty2|z:zj,1 (6.2)
Ous wy —wy 1 —payz Ous |Z:Zj_1

Calculations for results presented here have shown that w, and w, are on the order of

107!, with w, orders of magnitude less. Likewise, the transverse acceleration ay is orders

!That is, the inertial terms in f,., fy., and f., can be expressed by first order polynomials.
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of magnitude greater than the in-plane accelerations ax and ay. Thus, a few properties of
Eq. (6.2) can be noted. First, the inertial terms contribute linearly within each physical
layer. Second, the acceleration in the global Z-direction contributes to 7,. and 7,. on the
same order as , or even greater than, ay and ay. This contribution will be noticeable, but
only if the magnitude of the transverse shear stresses is small. Finally, with the approximate
magnitudes mentioned and for a laminate with constant density through the thickness, the
recovered top-surface traction including inertia will differ from the value ignoring inertia
by approximately pazH. For stress recovery of a geometrically linear problem?, this is the
exact difference, and the stress distribution is shown in Figure 6.1. Here the bold solid line
represents the transverse normal stress distribution including inertial terms. This differs
from the well-known piecewise cubic variation of the normal stress through the thickness
for a quasi-static load (thin line) by the contribution of the inertial term [ pazzdz (dashed

line).

pasH |

-0.500

-0.375 /

-0.250 /

-0.125 y

0.000 \\ ’ /

Normalized Transverse Location (z/H)

0.125 J
| = Recovered /
0.250 —— Recovered (ai=0) //
0375 | ——-- Inertial Terms Ny
4
0.500 :
Gzz'a.:0 Oz 0 'P az H

Transverse Normal Stress 6,

Figure 6.1: Stress recovery of linear dynamic problem including inertial terms.

2The example shown is for the same eight-ply layup discussed. The span-ratio was increased to a/H =~ 833
(a = 1m) and the undamped steady state vibratory response was found with an applied forcing frequency
of 90% that of the natural frequency (f = 0.9w,). The results are given at the quarter-point at the peak
plate deflection (corresponding to the peak acceleration).
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6.2 Plate Dynamic Response

For the model plate with span-ratio a/H = 60, the first natural frequency based on classical
linear vibration analysis is 1049 Hz. However, as the plate undergoes a finite deflection, this
frequency will change with plate deflection. With the tensile membrane stresses that develop
due to the pinned boundary conditions, the natural frequency will increase with increasing
deflection [57]. If a static uniform pressure load is applied to the plate, the dependence of the
first natural frequency on the center plate deflection is depicted in Figure 6.2. (The frequency
of the next three modes are shown for this same loading condition for reference.) Figure 6.2
was obtained by conducting an eigenvalue analysis at incremental load levels for the quasi-
static uniformly distributed load case studied in Section 5.2. The three-dimensional finite

element model from Section 5.1.2 was modified using LS-DYNA’s *CONTROL_IMPLICIT -
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Figure 6.2: Linear natural frequency and period dependence on plate deflection due to a
uniform static load.
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EIGENVALUE card with an intermittent eigenvalue analysis defined. The corresponding mode

shapes for the first four modes are displayed in Figure 6.3.

6.3 Details of Finite Element Models

The benchmark three-dimensional finite element model for the dynamic loading cases herein
is identical to that given in Section 5.1, except that LS-DYNA’s explicit solver is used. For
the results given, the benchmark solution is nearly converged with a rectangular mesh of
55 elements per side of the one-quarter plate model and two elements per physical layer
(16 elements total through the thickness). However, the plate finite element model used
for obtaining in-plane stress data for input to the geometrically nonlinear stress recovery
procedure is now obtained using Abaqus [55] finite element software. The reason for the
switch from LS-DYNA for the plate finite element solution is that stress results from the
LS-DYNA solution did not match those from the LS-DYNA three-dimensional finite element
solution. However, results from the Abaqus plate finite element solution agreed well with
the LS-DYNA three-dimensional finite element solution. Details of the disagreement are
given in Appendix C. The Abaqus plate finite element model has the same constraints and
loading conditions as the LS-DYNA implicit plate finite element model. The rectangular
mesh contains 55 elements (Abaqus type S4R shear-deformable four-noded shell elements)
along each side of the one-quarter plate. The dynamic solution is obtained by explicit time

integration.
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6.4 Results

6.4.1 Ramp Loading

A ramp load is applied to the plate of interest such that

q(z,y,t) =at (6.3)

I results

where « is a constant describing the loading rate. A value of o = 3 x 103 MPas~
in the deflection and acceleration time histories of the center point of the plate as given in
Figure 6.4. This loading rate was chosen because geometrically nonlinear effects become
important in the plate response prior to the first oscillation. Notice that while the period of
the first vibration mode is 0.954 ms in the undeformed configuration, the period of oscillation
of the plate is about 0.2 ms in the deformed configuration. This value matches the period of
the first mode at a center plate deflection of two plate thicknesses, as shown in Figure 6.2.

Consider the accuracy of the stress recovery procedure in predicting the transverse stresses
at the quarter-point at ¢ = 0.28 ms. At this time, the nonlinearities are large (w/H ~ 1.7
at the center), but the accelerations, and, thus, inertial terms, are relatively small. Results
are shown in Figure 6.5, with the same plot organization as discussed in Section 5.2.2.
However, an additional thin line represents the distribution predicted by the stress recovery
procedure ignoring inertial effects. The effect of neglecting acceleration in the recovery of
the transverse shear stresses is virtually unnoticeable. Furthermore, neglecting nonlinear
terms in the recovery procedure produces distributions which agree slightly better with the
three-dimensional solution compared to including these terms.

The distribution of the transverse normal stress (Figure 6.5¢) agrees slightly better when
including inertial terms than when ignoring them, even for the relatively low value of acceler-
ation at t = 0.28 ms. The recovered transverse normal stress at the top surface is noticeably

offset from the known traction, though the error is small at 3.1%.
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Figure 6.4: Kinematics of ramp loading at plate center point z =y = 0.

The contribution of individual terms of the equilibrium equations shown in Figure 6.5d

shows that, for the shear stresses, the equilibrium equations given by Byun and Kapania [34]

are sufficient for an accurate representation. Furthermore, including only the terms of Byun

and Kapania (in addition to the inertial term) gives a distribution that differs by only 0.1%

from the recovery including all the terms.

Attention now turns toward recovering the transverse stresses at ¢ = 0.22 ms, where the

plate deflection is slightly larger and the transverse acceleration is near a peak value. The

resulting distributions are shown in Figure 6.6. The transverse shear stresses recovered by

the geometrically nonlinear procedure now show less agreement with the three-dimensional

solution, although the magnitudes of these stresses are a fraction of the magnitude of the
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Figure 6.6: Results of stress recovery at Point A, the quarter-point.
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transverse normal stress. Considering the distributions of the transverse normal stress in
Figure 6.6¢, ignoring either the rotation or acceleration terms leads to large error in the

recovery process. The error in the recovered stresses of the current procedure is 12%.

6.4.2 Sinusoidal Loading

The second dynamic load to be considered is the harmonic pressure load given by

a(w,y,1) = Bsin (wt) (6.4)

where 3 is a constant describing the peak magnitude of the harmonic load, and wy is the
forcing frequency. A forcing frequency of 90% of the natural frequency of the plate was
chosen such that

wy =0.9-1048.6 Hz = 943.7 Hz

A value for S of 100 kPa results in a peak plate center deflection of about one plate thickness.
The normalized center plate deflections of the first 3.0ms, as predicted by a plate finite
element model (using Abaqus) and a solid finite element model (using LS-DYNA), are shown
in Figure 6.7. The first period of the center deflection time history (solid line) is isolated
and plotted with the forcing function (dashed line) in Figure 6.8. Discrete points are shown
for every 1/20" of a cycle; these points are the times at which the stress recovery procedure
will be applied. Smoothing has not been applied to the deflection history between these
points. The response is certainly not in a steady state for the period shown. A longer
time history of the plate deflection is shown in Figure 6.9a, and it is observed that after
five loading cycles the response deviates slightly from that shown in Figure 6.8. After 18
cycles, a slight beating phenomenon begins to occur, and the response given from cycles 20
to 40 begins to approximately repeat itself through at least 150 cycles. The time-history
of the deflection near the plate quarter-point, Point A, is shown in Figure 6.9b. Note that

the response near the quarter-point corresponds to that at the plate center, except that the
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deflection is approximately half that at the plate center. This serves as evidence that the

beating phenomenon is not related to stress waves propagating within the plate; rather, it

reflects the nonlinear vibratory response of the entire plate. Regardless of the fact that the

first cycle does not represent the steady state response, it will still serve to demonstrate the

accuracy of the stress recovery procedure through a variety of stress states and acceleration
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amplitudes, which can be considered periodic, at least through the first several cycles of
plate response.

With the periodic response of Figure 6.8, the geometrically nonlinear stress recovery
procedure considering inertial effects is applied to recover the transverse stresses at the
quarter-point at 20 equal intervals (the discretized points shown in Figure 6.8) through
the cycle. A time sequence of the results are shown for the complete cycle in Figure 6.11.
Beginning at t = 0, the transverse stresses 7., 7,., and o,, are shown from left to right
with time increasing in each subsequent frame, as indicated along the right side of the
figure. Recovered distributions are shown as solid lines while results obtained from the three-
dimensional benchmark finite element analysis are shown as discrete points. A complete
one-quarter of the cycle is shown on each page; note that the last frame from each quarter
cycle is repeated as the first frame for the next quarter cycle.

Through each frame of the cycle, the distribution predicted by the geometrically nonlinear
stress recovery procedure shows excellent agreement with the benchmark three-dimensional
solution. While the shear stresses show approximate symmetry between the two half-cycles,
the form of the transverse normal stress is distinctly different in the portion of the cycle with
a tensile normal traction compared to the portion in which the traction is compressive. This

difference is due primarily to geometrically nonlinear effects.

6.5 Computation Time of Stress Recovery

A key reason for employing the stress recovery procedure is that estimates of the full stress
field may be found from two-dimensional plate solutions, solutions which are typically much
more computationally efficient compared to three-dimensional analyses. However, the stress
recovery process takes a finite amount of time to recover the transverse stress results. It
is then reasonable to question whether the time required to recover these stresses voids the

time gained in moving to the two-dimensional analysis.
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Figure 6.11: Time sequence of transverse stresses via stress recovery (solid lines) and three-
dimensional analysis (filled circles) for one cycle at f = 943.7 Hz, Point A, the quarter-point.
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(cont.) Time sequence of transverse stresses via stress recovery (solid lines) and three-
dimensional analysis (filled circles) for one cycle at f = 943.7 Hz, Point A, the quarter-point.
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(cont.) Time sequence of transverse stresses via stress recovery (solid lines) and three-
dimensional analysis (filled circles) for one cycle at f = 943.7 Hz, Point A, the quarter-point.
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(cont.) Time sequence of transverse stresses via stress recovery (solid lines) and three-
dimensional analysis (filled circles) for one cycle at f = 943.7 Hz, Point A, the quarter-point.
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For analytical solutions in which a full three-dimensional analysis is intractable, the
stress recovery process is certainly worthwhile. However, for a numerical solution such as
the finite element method, the time saved by using a plate-type solution may be offset by
the time required to apply the stress recovery procedure developed in Chapter 3. Here the
computational time required to obtain finite element data from a plate solution and perform
the stress recovery procedure on that data, is compared to the computational time required
to obtain the three-dimensional finite element data.

Before proceeding, a word of caution is in order. Processing times (CPU times) of pro-
grams are known to vary greatly and depend on many factors. Among the most important are
the language in which the program was written, the quality and efficiency of the program’s
source code, and the system on which the program is run. In order to compare run-times,
these factors have been kept approximately consistent between program executions. How-
ever, while the finite element simulations run using commercially developed software, the
software used to run the stress recovery process was developed in-house by an amateur pro-
grammer. Needless to say, the latter is far from being the most efficient. The comparisons
then merely serve to demonstrate the efficacy of the recovery process, rather than reporting
ultimate gains in computational times.

All computations take place on a dedicated compute cluster running Linux 2.6.18. Each
node consists of eight Intel® Xeon® E5430 CPU’s (6 MB cache, 2.66 GHz) with 32 GB shared
memory. A single core is used for each program, and enough memory is provided to the LS-
DYNA simulations to avoid needing intermediate computations to be written to disk. For the
plate finite element simulations, 1.5 GB yielded sufficient memory; for the three-dimensional
finite element simulation, 10 GB was allocated.

The stress recovery procedure was implemented using the C++ language and compiled
using the GNU Compiler Collection [58] with the -03 optimization flag. The profiling in-
formation given below was prepared by gprof [59], with the -pg compiler flag added and a

separate execution made.
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For the finite element simulations, the “Total CPU time” as reported in the d3hsp output
file is used as the total computation time. For the stress recovery procedure, the time spent
in user mode, as given by GNU’s “time” command, is used as the total computation time.
The recovery procedure was run for all elements in the 55-by-55 plate mesh (excepting
the elements on the border), applying two iterations at each of 21 time points depicted in
Figure 6.11.

While run times shown include the recovery of stresses at all elements (excluding bound-
ary elements), for all 21 time points of Figure 6.11, a benefit of the stress recovery procedure
is that transverse stresses may be recovered at a subset of elements, a subset of time steps,
or both. Excluding areas of the plate or periods of time in which transverse stresses are not
needed would dramatically reduce the computational effort compared to the results reported
in Table 6.1. For example, Table 6.2 presents results for recovering the transverse stresses at
the single quarter-point element for the 21 time points of Figure 6.11. In this case, the stress
recovery procedure provides transverse stresses with only a small increase in computation
time compared to the two-dimensional finite element anslysis.

A profile of the stress recovery implementation is presented in Table 6.3. To be noted is
the large portion of time used to store and retrieve data (such as nodal coordinates, nodal
displacements, element stresses, element connectivity, etc.). These data are stored primarily
in the C++ standard library’s map object, which is known to not be the optimal data

storage and retrieval mechanism. This is certainly an area that may be optimized in order

Table 6.1: Run time of stress recovery procedure for entire plate domain recovery.

Two-Dimensional

Process & Stress Recovery Three-Dimensional
finite element mesh 55 x b5 55 x 55 x 16
LS-DYNA execution 0:03:08 1:57:08
stress recovery 0:49:34 -

TOTAL 0:52:42 1:57:08
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Table 6.2: Run time of stress recovery procedure for single element recovery.

Two-Dimensional

Process & Stress Recovery Three-Dimensional
finite element mesh 55 x bb 55 X bH x 16
LS-DYNA execution 0:03:08 1:57:08
stress recovery 0:00:05 -

TOTAL 0:03:13 1:57:08

to see improvement in the results given in Table 6.1. Furthermore, element centroids are
calculated for each calculation in which they are needed. Thus, rather than 3025 calls to
calculate and store the centroids of the 3025 elements in the mesh, these routines are called
31528216 times. Meanwhile, the stress recovery routine, including calculation of stress
gradients, currently requires only 5% of the total processing time.

While run time of programs provides a measure of time required to obtain solutions
by various methods, additional time is required in pre-processing of simulation input and
post-processing of data. Indeed, using the finite element method to obtain the mechanical
response of a structure involves at least one mesh refinement process in order to verify
convergence of the results. A benefit of a plate solution is that this refinement process is
required only in two dimensions rather than the additional through-thickness dimension.

Thus, the stress recovery procedure provides additional benefit than the 54 min suggested

Table 6.3: Profile of stress recovery implementation.

Process description % Time  Total function calls
Data storage & retrieval 72.34 1137450422
Calculate element centroids 8.06 31528216
Stress recovery algorithm 2.43 2809
Calculate stress gradients 2.43 14312928
Find neighboring elements 1.84 2755845
Other processes 12.94 608 167 275
Total 100.0 1794217495
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in Table 6.1. Additionally, if, for example, the interlaminar stresses were of interest in
the 126" cycle of Figure 6.10 rather than, say, the 20'" cycle, use of the three-dimensional
finite element approach would require integrating in time through the 126" cycle. This
would require considerable computation time. On the other hand, integrating in time with
a finite element plate analysis to reach the 126" cycle, and then executing a stress recovery

procedure, would require considerably less computation time.

6.6 Conclusions

This chapter has demonstrated the ability of the geometrically nonlinear stress recovery
procedure to accurately predict the transverse stresses in a plate under dynamic loading
conditions in which inertial terms contribute significantly to the stress distributions. For
the example problems studied, error in the top surface boundary condition of the recovered
transverse normal stress is always under 10%, with those for the oscillatory loading being
smaller.

Furthermore, the efficacy of the procedure with respect to computational time required
compared to a full three-dimensional analysis has been demonstrated. While the current
implementation of the procedure is not nearly optimized, it has been shown that the potential
for time savings exists. This is especially true when considering factors such as the ability to
recover stresses in a select sub-domain of space or time, and the reduced effort of constructing

and validating a full three-dimensional finite element simulation.
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Chapter 7

Conclusions

In Chapter 3, the formulation of a geometrically nonlinear stress recovery procedure was
presented. This formulation is less complex than those set forth by other authors [34, 35,
40, 42, 44-47]. In particular, for in-plane stress data given by a finite element solution, the
current procedure includes no correction of the in-plane response, no parametric fitting of
in-plane stresses, and no additional finite element analyses.

The procedure was applied to example problems for quasi-static loading of semi-infinite
(Chapter 4) and finite (Chapter 5) plates, as well as dynamic loading of finite plates (Chap-
ter 6). For all cases, data from a three-dimensional finite element solution is provided
alongside the data from the stress recovery procedure. Excellent agreement was found be-
tween the transverse normal stress distribution as estimated by the stress recovery procedure
and that obtained from a three-dimensional solution. The accurate recovery of the trans-
verse normal stress requires inclusion of the geometrically nonlinear terms (accounting for
rotations of plate elements). For the example problems studied herein, estimation of the
transverse shear stress distribution by the stress recovery technique compared well with the
three-dimensional solution, provided the transverse shear stress was not orders of magnitude
less than the transverse normal stress. However, for these problems, inclusion of the geomet-

rically nonlinear terms does not provide a more accurate estimation of the transverse shear
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stresses compared to neglecting these terms.

Results shown for the finite plates of Chapters 5 and 6 included a study of the contribution
of individual terms of the equilbrium equations. For the example problems considered,
the equilibrium equations as presented by Byun and Kapania [34] included the necessary
nonlinear terms for accurate recovery of the transverse stresses. However, there may exist
problems to which the stress recovery procedure may be applied that require nonlinear terms
which are excluded by Byun and Kapania.

The study presented in Section 5.2.4 found that the stress recovery procedure may be
applied to a wide range of problems while maintaining an accurate estimation of the trans-
verse stresses. The technique may be applied both to moderately thick and very thin plates
(span-ratios of 15 < a/H < 1000 were studied). Plate rotations of up to 0.2 (12°) are
permitted with errors of less than 10%.

Thus, the work herein has extended the state of the art of geometrically nonlinear stress

recovery, as set forth in the introduction, by:

1. Developing a formulation for the geometrically nonlinear stress recovery procedure that

is less complex than other implementations presented in the literature.

2. Evaluating which terms of the geometrically nonlinear equilibrium equations are nec-

essary for accurate stress recovery, as previous works present various simplifications.

3. Comparing results from the developed stress recovery procedure, for both quasi-static
and dynamic example problems, to results obtained by a benchmark three-dimensional

finite element analysis.

Additionally, a software tool has been created which can process output from an LS-DYNA
finite element simulation and provide recovered transverse stress results for simulations of a
flat plate with a uniform mesh.

Important work yet to be completed is to extend the current geometrically nonlinear stress

recovery procedure to shell structures in which curvature of the reference surface becomes
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important. In this case, the gradients of the equilibrium equations would change from the
Carteasian coordinate system centered in the undeformed plate, to a curvilinear coordinate
system centered in the undeformed shell. This extension would allow the stress recovery
procedure to be applied to a much broader set of structural applications as compared to the
flat plate examples shown.

An additional extension may be made to generalize the procedure by forgoing the re-
striction that rotations be moderate. In this case, Eq. (A.12) may be integrated through the
thickness, with an interation scheme involving the transverse stresses and transverse strains
ensuing.

The work presented here contains the necessary components required for applying the
stress recovery procedure to the geometrically nonlinear deformations of flat plates for cases
in which plate rotations are moderate. This procedure may be applied to data from any

plate analysis, based on numerical or analytical solutions.
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Appendix A

Development of (Geometrically

Nonlinear Equilibrium Equations

Novozhilov [51] eloquently depicts the complete transformation of the nonlinear equations
of equilibrium to the linear equations of equilibrium. Within this derivation, the nonlinear
equations of equilibrium considering moderate rotation are produced as an intermediate step.
What follows is a summary of the work, with emphasis placed on the meaning of the various
steps of the procedure, rather than the algebra contained within. The notation is that of

Novozhilov, and deviates from the notation used previously in this thesis.

A.1 Notation of Coordinate Systems

Consider the undeformed flat plate shown in Figure A.la. A global coordinate system X-
Y-Z is positioned at the geometric center of the plate, with the X-Y plane coincident with
the plate geometric midsurface, generally taken as the plate reference surface. Addition-
ally, a body-centered coordinate system z-y-z coincides with the global coordinate system
in the undeformed configuration. The deformed configuration of the plate is shown in Fig-
ure A.1b. The global coordinate system is unchanged, but the body-centered coordinate

system, originally Cartesian, is now curvilinear.
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Now consider an infinitesimal stress element located at position P in the deformed con-
figuration. The stress state referred to the global coordinate system is shown in Figure A.2a.
Following Novozhilov [51], the symbols £, 1, and ¢ are used to represent the components of
stress in the X-Y-Z coordinate system. Thus, o¢ represents the normal Cauchy stress on
an X-face. Likewise, 7¢, represents the Cauchy shear stress on an Z-face in the Y-direction.
Similarly, stresses referred to the body coordinate system are shown in Figure A.2b. In this

case, the tilde of the Z-y-z curvilinear coordinate system is omitted.

(b) Deformed configuration.

Figure A.1: Coordinate system definitions.
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(a) Following global coordinates. (b) Following body coordinates.

Figure A.2: Notation for stress.

A.2 Balance of Linear Momentum

From the mechanics of a continuum, the balance of linear momentum is given by
V-G +pb=pd (A.1)

where & denotes Cauchy’s stress tensor, @ the acceleration vector, and b the vector of specific
body forces. Considering a Cartesian coordinate system with axes X, Y, Z, Eq. (A.1) is

written as

0ij.j + pbi = pa; (AQ)

using index notation where a comma in the subscript indicates differentiation, and summa-
tion is implied by repeated indices. Applying D’Alembert’s principle, this may be stated

as

i+ F =0 (A.3)
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with F}* being the vector of specific body forces including inertial term.

A.3 Balance of Linear Momentum
in Global Coordinates

As shown in Figure A.3, an element of a plate which lies at point P in the undeformed
configuration moves to point P* in the deformed configuration. Let the &-n-( Cartesian
coordinate system in Figure A.3a be coincident with the global X-Y-Z coordinate system

in the deformed configuration. The position of point P* is then given by

§=z+u(r,y,2) (A.4a)
n=y+v(ry2) (A.4b)
(=z+w(z,y,z2) (A.4c)
AZ AZ .
¢ i3 @
* P*
¢ Sy =i 7 Sé&
£ < Z'1 ~— iQ
| P Y
fl2 i y
x
Y Y
> >
X X
(a) Current global coordinates. (b) Body-oriented coordinates.

Figure A.3: Notation for coordinate systems.
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where u, v, and w are functions of the displacments of point P* in the global X, Y, and Z

directions, respectively. Thus, the components of stress in the £&-n-¢ coordinate system are

O¢e Oen 0g

Tij = | Ong Omy On¢ (A.5)

0¢¢ O¢n 0¢¢

such that oge refers to the stress applied in the X direction on a surface whose normal is
oriented in the X direction in the deformed configuration. Likewise, o, is the stress applied
in the Z direction on a surface whose normal is oriented in the Y direction in the deformed
configuration. Equation (A.5) represents Cauchy’s stress in the global X-Y-Z coordinate

system. Applying this notation to the balance of linear moment of Eq. (A.3) gives

80'55 60'577 aO‘K

F = A.
Oope  Ooypy 0oy

= A.6b
D¢ an + ac + £, =0 (A.6b)
00¢c | 90tn | 06 e g (A.6c)

9 an 9

Applying the balance of angular momentum permits the transposition of indices of the stress

components.

A.4 Motivation for Coordinate Transformation

The form of the balance of linear momentum in Eq. (A.6) is inconvenient for two reasons:
e the stress components are given in the global coordinate system.
e the differentiation is performed with respect to the global coordinate system.

The reason the former is inconvenient is that material properties of composite laminates

are generally given in a body-oriented coordinate system such as given in Figure A.3b. The
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reason the latter is inconvenient is two-fold: which material points lie on the é&-n-( coordinate
axes are functions of the deformation, and data from a finite element solution are given
along the z coordinate axis. Therefore, not only do stresses aligned with the body-oriented
coordinate system allow direct comparison to material properties, but integration along the
z coordinate axis is straight-forward.

It is desirable, therefore, to transform the balance of linear momentum from the global

coordinates in Eq. (A.6) to the body-oriented coordinate system z-y-z.

A.5 Transformation to Body-Oriented
Coordinate System

If the stress components and differentiation of Eq. (A.6) is transformed to the body-oriented

coordinate system x-y-z, the balance of linear momentum becomes:
0

oz ((1 + €us) Opy + (6331//2 - w,) O-:y + (€22/2 + wy) U;z)

a * * *
+a_y ((1 + exflﬁ) Uyz + (ewy/2 - wz) Uyy + (6362/2 + wy) Uyz)

0 * * *
+$ ((1 + eﬂ?m) O + (ewy/z - wz) O-zy + (612/2 + wy) Uzz)

*

o F =0 (A.Ta)
% ((eay/2+ws) 0hp + (L +eyy) o,y + (64:/2 + wa) 03
+a% (eay/2+ w:) 0%+ (1 €4) 0% + (e42/2 + w3) 072
+% ((ea2/2 — wy) 0%y + (1 + eyy) 0%, + (€y2/2 + wy) 03,)
P E =0 (A.TD)
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0
a ((QIZ/Q Wy) U:v:c + (eyz/2 + wx) O;y + (1 + eZZ) U::z>
a * * *
+0_y ((em/Z —wy) 0y, + (€yz/2 + wy) oy, + (1 +€22) ayz)
0 . « x
+$ (<6$Z/2 - Wy) O + (eyZ/2 + ww) Jzy + (1 + 622) O-zz)
| A,
+ v F;=0 (A.7c)
where e;; are parameters given by
ou
= — A.
Caz = 5 (A.8a)
ov
eyy = a_y (A8b)
ow
= — A.
€2z = 5 (A.8c)
ou  Ov
ou  Ow
ov  Ow
— 4+ — A.8f
v 5, Ay (A.8)
and w,, wy, w, are parameters given by
1 (0w Ov
- = - = A.
Ty <8y 82) (A.92)
1 ou Ow
1 ov  Ou

The stress components of ¢;; in Eq. (A.7) are the components of the second Piola-Kirchhoff

stress tensor:

* Sy Ous
« _Or Oy (A.10b)

%y:leJrEy
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S* o
i A.10
R (A.100)
* S* o T
Y T
S* o
ot =2v_Tw (A.10¢)
w™ S 1+E,
* S* a z
Uyz = S—yﬁ (A10f>
Y z
* S: Ozz
<5 oy (A.10h)
O — & 7 .
Y514+ E,
* S;k O-ZZ .
O = S_l + B (AlOI)

with 0;; in Eq. (A.10) being the first Piola-Kirchhoff stress components. The terms S¥/S;,

Sy /Sy, and S7/S. are ratios of the areas after deformation to areas before deformation of

areas with normals in to the X, Y, and Z directions before deformation, respectively. The

term V*/V is the ratio of the volume of a material element after deformation to its volume in

the reference configuration. Finally, F,, E,, and E, are the elongations of material elements

aligned with the X, Y, and Z axes in the reference configuration. Contained within these

terms are the nonlinear strain-displacement relations given by

_ Ou

6231‘_%

ov
Syy = Ay

5 ((
((

o\’ (),
ox ox
Y (),
dy dy

()
(o)

(@) @)
® 0z 2 0z 0z 0z
v 0w udu dude dwdu
Y 9z Oy Oydz Oydz Oy 0z
L _0u Du dudu  vou  dwdu
¥ 0z Or 0Ox0x 0Ox0z O 0z
ou Ov Oudu Ovdv OJwow
8yz:a—y a—x—F%a—y—F%a—yﬁ-a—xa—y

—~

Alla)

—~

A.11b)

~—~

Allc)

(A.11d)

(A.11e)

(A.11f)
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A.5.1 Summary of Simplifications of Equilibrium Equations

Eq. (A.7) represent the equilibrium conditions for a body with the stresses and differentiation
oriented with a Cartesian coordinate system in the undeformed configuration. The strain-
displacement relations are nonlinear with respect to the displacements. No restriction is
made on the magnitude of either the strains or rotations of material elements.

The equations of Eq. (A.7) may be simplified by restricting the magnitude relative to
unity of either the strain or rotation terms. Novozhilov proceeds such that four forms
of the equilibrium equations are found, each with varying restrictions on the strains and
rotations, as tabulated in Table A.1. Novozhilov [51] notes that the distinction between
Eqgs. (A.12) to (A.14) is negligible for massive bodies (where dimensions are of the same
order of magnitude in all directions) because the assumption of small strains implies that
the rotations are small. However, this is not the case for thin flexible bodies, where one

dimension is vastly different from the other two.

Table A.1: Simplifications applied to equations of equilibrium in the nonlinear theory of
elasticity.

Restrictions on ~ Equation in

Description e o [51] Equation
Complete nonlinear - - (I1.43) A7
Small elongations and shears ¢;; <1 - (I1.48) A12
Moderate rotations ;<1 w1 (I1.49) A13
Classical linear elasticity g L1 w K ey (I1.50) A.14
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A.5.2 Simplification for Small Strains

If the strains are small compared to unity, Eq. (A.7) becomes

0
oz (1 + exs) Ope + (ewy/z - w,) Oxy + (€22/2 + wy) Og2)

0
+3_y (1 + €ra) Oya + (€ay/2 — w2) Oyy + (€22/2 + wy) 0y2)
0
+$ (1 + ewe) 00 + (ewy/2 - w;) Ozy + (€22/2 + wy) 0.2)
—G—Fg =0
0
Ir ((€ay/2 + w2) Oz + (1 + €yy) Ouy + (€42/2 + w2) 042)
0
+8_y ((€ay/2 + w2) oya + (14 €yy) 0y + (€42/2 + wz) 0y2)
0
+& ((ew2/2 + WZ) Ozz + (1 + eyy) Ozy + (eyZ/Q + Wz) Uzz)
+F, =0
oz ((exz/2 — wy) Ogax T (eyZ/2 + wy) Ozy + (1+e..)0s:)
0
+a_y ((exz/2 — wy) Oya + (eyZ/2 + W) Oyy + (1+e:.) UyZ)
0
9 ((ex2/2 — Wy) Oza + (‘eyx”:/2 + W) Ozy + (1+e..)0r.)

+F =0

(A.12a)

(A.12b)

(A.12¢)

In this case, the terms S;/S,, S;/S,, Si/S., and V*/V are close to unity so that they do

not appear in Eq. (A.7).

135 / 151



APPENDIX A. DEVELOPMENT OF EQUILIBRIUM EQUATIONS T.B. Hartman

A.5.3 Simplification for Moderate Rotations

If the squares of the rotations are small compared to unity, Eq. (A.12) simplify even further

to

0
or ( Our — Ws04y + wy0y2) + (9_y ( Oy — ws0yy + wyoy:)
0 \
+ E ( Oup — w02y twyo..) + Ff =0 (A.13a)
0
% ( W0 zg + Oy + wxaxz) + a_y ( wzo—yr + Oyy + Wxa—yz)
0
+ o ( We0up + 02y + wy0,,) + Fy=0 (A.13Db)
0
= (~WyOrz + WaOay + 0pz) + 7 (—WyOye + Wy + 0y2)
ox oy
0 "
+ & (_wyazcc + Wy Oy + Uzz) + FC =0 (A13C)

These are the geometrically nonlinear equilibrium equations discussed in the body of this the-
sis. These are determined by considering small strains and moderate rotations. In this case,
the parameters w,, w,, and w, can be considered the rotations about the global coordinate

axes.

A.5.4 Simplification to Classical Equilibrium Equations

If the angles of rotation are so small that the terms in FEq. (A.13) containing them may be

ignored, the classical equilibrium equations of linear elasticity are obtained:

aam aaym 8azx *
B + Dy + P + FE=0 (A.14a)

004y n 0oy, n 00

Fr = A.14b
or dy 0z Ey =0 ( )
do,. 0oy, 00,

Fr = A.14
ox + oy * 0z e ( c)
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Novozhilov notes that the criteria to move from Eq. (A.13) to Eq. (A.14) are not merely
that the rotations are small, but that the terms of Eq. (A.13) in which they appear are small

compared to the terms in which they do not appear.
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Appendix B

Semi-Infinite Closed-Form Plate

Solutions

Using classical lamination theory and including the effects of moderate rotations, the follow-
ing equations govern plate response for the example problems:

For —a/2 <x < —aa/2 and aa/2 < x < a/2 (left and right unloaded sections of plate),

dN,
=0 B.1
o (B.1a)
d*M, d dw®
4+ — (N,—— ) =0 B.1b
da? i dx ( dz > ( )

For —aa/2 < z < aa/2 (central loaded section of plate),

dN,
St tg = B.2
dr + o 0 ( a)
d?M. d dw® dw®
T4+ — (N,— t =0 B.2b
da? +dx( da:)+0d$+qo ( )
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where

due 1 (dw\?
N, =A — + = B.
! H(dx+2(dx>> (B-3a)

d?w°

M,=-D
R

(B.3b)

and standard nomenclature has been used. The boundary conditions for this classical lami-

nation theory formulation of the two example problems are

u’(xa/2) =0, w’(+a/2) =0, M,(£a/2)=0 (B.4)

(o}

,), and the force,

In addition, continuity of the displacements (u° and w°), rotations (w
moment, and effective shear force resultants (NV,, M,, and dM,/dxz) must be enforced at
x = +aa/2. Those twelve conditions plus the six boundary conditions of Eq. (B.4) lead to a
solution to the problem. The transverse loading case (g # 0, to = 0) and the shear loading
case (qop = 0, tg # 0) are considered separately, mainly to be able to better discuss the
features of the stress state and the comparisons among the plate finite element, benchmark
three-dimensional finite element, and closed-form solutions for the interlaminar stresses 7.
and o,.. Also, the transverse loading case can be solved in closed form, whereas the shear

loading case cannot be solved in closed form, so separation of the two load cases provides an

operational advantage as well.

139 / 151



APPENDIX B. SEMI-INFINITE CLOSED-FORM PLATE SOLUTIONS T.B. Hartman

B.1 Solutions for Loading Cases

B.1.1 Transverse Loading Case (g # 0, ty = 0)

For the transverse loading case,

)
an(4s) =5 [ (50)%e fsa<—g
o) = dhe -3 (57) e —ysesy (B.50)
a ow aa a
(i (@ =8) =2 [ (5)%de+C g <w<y
5 (5 +a) B
—sinh(%22) (sinh(2B) + cosh(zB)tanh(¥L)) —2% <z < -2
1 (4,2 2 2
0 (2) = Dug | —3@e* +ad’(a—2)p (B.55)
= ,
: + (cosh(zﬂ)cosh(a(o‘gl)ﬁ)sech(%) — 1) - <<
5 (5—2)p
+sinh(%2%) (sinh(zB) — cosh(zB)tanh(¥L)) % <z < ¢
in which
No
=/ — B.6
"=\D, (B0

2
C= % (455%) sech%a (a®0®8% + a’a’? cosh(af) + 2 cosh(aaB) —2)  (B.6b)

In Eq. (B.5) the value of the integration constant Ny is still not known but will be found

when all boundary and continuity conditions are enforced.
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B.1.2 Shear Loading Case (qy = 0, ty # 0)

For the shear loading case, a Rayleigh-Ritz technique is used to obtain approximate solutions
for the displacements u°(z) and w°(x). This actually broadens the applicability of the stress
recovery procedure to cases where exact closed-form solutions are not obtainable, but closed-
form algebraic expressions for approximate solutions are. The forms of approximate solutions
for the displacements in the three sections of the plate are assumed as follows:

For —a/2 < x < —aa/2 (left unloaded section of plate),

Ni—1

u’(x) = (a/2 + x) Z (Ayzt) (B.7a)

w’(z) = (a/2 + x) Z (Byz") (B.7b)

=0
For —aa/2 < z < aa/2 (central loaded section of plate),

N3—1

u(z) = Z (Agiz’) (B.8a)

w’(z) = Z (Baa') (B.8b)

1=0

For cwa/2 < z < a/2 (right unloaded section of plate),

N5—1

u’(z) = (—a/2 + x) Z (Asziz’) (B.9a)
Ne—1 A

w®(z) = (—a/2 + x) ' (Bsiz') (B.9b)
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where N; is uniquely chosen for each displacement expression and A;; and B;; are unknown
coeflicients to be determined by application of the Rayleigh-Ritz technique. (Note: the A;; in
Eqs. (B.7) to (B.9) are not to be confused with the extensional stiffnesses A;;.) It is important
to note that the kinematic boundary conditions at x = —a/2 in Eq. (B.4) are satisfied with
the from of Eq. (B.7), as required by the Rayleigh-Ritz technique, as are the kinematic
boundary conditions at © = +a/2 with the form of Eq. (B.9). Also to be noted is that not
all coefficients A;; and B;; in the above six expressions are independent. As mentioned, the
displacements and rotations must be continuous between plate sections. This imposes six
constraints on the A" unknown coefficients. Here the six continuity equations are used to

express six unknown coefficients in terms of the other (N — 6).

B.2 Details of Semi-Infinite Rayleigh-Ritz Solutions

For the results discussed based on the Rayleigh-Ritz technique, the number of coefficients
N; in the assumed displacement forms of Eqs. (B.7) to (B.9) are given in Table B.1. The
particular values of A;; and B;; in Eqgs. (B.7) to (B.9) are then determined uniquely by
application of the Rayleigh-Ritz technique for the given plate geometry, material properties,
and shear load level t,. Values of the coefficients of the solutions for the isotropic, cross-ply,

and angle-ply plates for the shear load case gy = 0, tg # 0 are given in Table B.2.

Table B.1: Number of coefficients chosen for polynomials in Rayleigh-Ritz technique.

Section N inw®(z) N inw(z)
—a/2 <x < —aa/2 5 7
—aa/2 <z < aa/2 6 7

aa/2 <z <af2 5 7
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Table B.2: Coefficients of Rayleigh-Ritz solutions.

<.

Isotropic Plate

Cross-ply Plate

Angle-ply Plate

1 0 +1.233E—4 +7.176E—3 +2.848E—6 +1.156E—3 +2.785E—6 +1.238E—3
1 1 -7.892e-5 +9.1588—3 —1.526E—6 +1.154E—3 —1.915E—6 +1.350E—3
1 2 —-1959e—4 +1.651E—2 —3.739e—6 +42.271E—3 —4.971E—6 +2.878E—3
1 3 —2634E—4 +1.747TE—2 —5.000E—6 +2.741E—3 —6.987E—6 +3.865E—3
1 4 —1.641E—4 +1.588E—2 —3.130E—6 +2.686E—3 —4.454E—6 +4.043E—3
1 5 +8.951E—3 +1.663E—3 +2.690E—3
1 6 +3.266E—3 +6.165E—4 +1.013E-3
2 0 +5.724e-5 +3479E—-3 +1.322E—6 +5.622E—4 +1.301E—6 +6.013E—4
2 1 +6.465E—6 +8457E—3 +2.696E—7 +1.255E—3 +2.797E—7 +1.373E-3
2 2 —4062E—4 —-1.600E—2 —9.184E—6 —2.565E—3 —8.048E—6 —2.718E—3
2 3 +46.011E—-4 —9.136E—2 +1.246E—5 —1.344E—2 +1.538E—5 —1.480E—2
2 4 —2170E—-3 —6.754E—3 —5.090E—5 —1.425E—3 —5.911E-5 —2.071E-3
2 5 —7637TE—3 +1.176e—2 —1.671E—4 +2.275E—3 —2.035E—4 +1.321E-3
2 6 +1.966E—1 +3.471E-2 +4.291E—2
3 0 —-1283e—4 —-6.744e—-3 —-2961E—6 —1.094e—3 —-2.919e—6 —1.168E—3
3 1 +4375E—5 —3.678E—2 +7.227TE—7 —5.615E—3 +9.627E—7 —6.114E—3
3 2 —1365E—3 +2.117E—2 —3.195E—5 +2.885E—3 —-3.777E—5 +3.305E—3
3 3 +2272E—3 +42.864E—2 +5.231E—5 +4.956E—3 +6.245E—5 +5.184E—3
3 4 —7.340E—4 —8.335E—3 —1.515E—5 —1.3266—3 —1.909e—5 —1.645E—3
3 5 —6.601E—3 —1.257TE—3 —9.803E—4
3 6 +1.973E—3 +3.719e—4 +2.747E—4

B.3 Application of the Stress Recovery Procedure

From the solutions for the displacement components from either load case, the needed in-
tralaminar stresses o,, and 7., and their partial derivatives are available for substitution
into the iterative stress recovery procedure to determine the interlaminar stresses for the

two example problems at the two span-wise locations identified in Figures 4.2a and 4.2b.
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Justification for Switching to Abaqus

for Dynamic Plate Solutions

While excellent agreement between the LS-DYNA plate and full three-dimensional solutions
was obtained for the static implicit analyses, this agreement was not seen for the dynamic
explicit analyses. However, good agreement was found between the LS-DYNA full three-
dimensional solution and a plate solution implemented in the Abaqus finite element software
using a dynamic explicit analysis.

The purpose of this appendix is to present evidence of the differences observed as the
reason from moving from LS-DYNA to Abaqus for obtaining finite element data for use in
the stress recovery procedure for the dynamic loading cases.

A square, simply-supported, eight-layer laminated plate is modeled, as described in Chap-
ter 6. A uniform distributed pressure load is applied to the top surface of the plate at a
rate of 3.0 GPas™!. Figure C.la depicts the deflection history of the center of the plate up
to a time of 0.5ms, at which point the simulation was terminated. The response at the
mid-surface of the LS-DYNA three-dimensional (solid element) solution is shown at discrete
points, while data from the LS-DYNA plate solution and the Abaqus plate solution are

shown as solid and dashed lines, respectively. Note the agreement between three solutions
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Figure C.1: Kinematics of ramp loading using various finite element analysis software.
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for the time interval considered.

Figure C.1b shows the acceleration history of the mid-surface at the center of the plate,
with the same representations used for the different solutions as in Figure C.1a. Again, good
agreement is observed between all three solutions.

Deflections at other points in the plate certainly differ from the center point, and the
agreement between the solutions may change as a function of location in the plate. In order
to asses the deflections of the entire plate, the deflection data from the LS-DYNA plate and
three-dimensional solutions are compared in Figure C.2 at time ¢ = 0.3ms. The contours
represent the absolute value of the percent difference of the deflection data from the plate
solution compared to the three-dimensional solution. At the center of the plate (z/a = 0,
y/b = 0), the difference is less than 1%. From that point, each contour line delineates a
change of 1%, with a solid bold line marking 5% difference and a dashed bold line marking
10% difference.

0.5 :
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Figure C.2: Difference between solid and plate.
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To depict this differently, the deflection profiles of the LS-DYNA plate and three-dimensional

solutions at y/b = 0.25 (a section running through the quarter-point) are given in Figure C.3.

While a discrepancy exists between the solutions, the difference is small.

The data shown thus far suggest that the plate and three-dimensional solutions from

LS-DYNA are quite comparable. In fact, the kinematics of the plate solutions do appear to

follow closely the response predicted by the three-dimensional solution. However, the stress

data do not share this agreement.

The intralaminar normal stress o, near the top surface (z/H = —0.4844) at the quarter-

point (z/a = 0.25, y/b = 0.25) is shown for the duration of the simulation in Figure C.4. For

H)
g

Normalized Deflection (w/

0.5

1.0

T ! T
—— 3D (LS-DYNA) V%
---- 2D (LS-DYNA)
__________ /
0 0.1 0.2 0.3 0.4 0.5

Normalized x-Coordinate (x/a)

Figure C.3: Difference between solid and plate at y/b = 0.25.
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Figure C.4: Stress history at quarter-point.
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small deflections, the value of this stress should be negative, corresponding to compressive
stresses due to bending. With increasing deflections, the stress may be less negative (or
even positive), as membrane stresses increase. Indeed, the predicted stress from the LS-
DYNA three dimensional solution and both plate solutions (via LS-DYNA and Abaqus) are
initially compressive and show good agreement. However, while the Abaqus plate solution
tracks closely to the three-dimensional solution for the entire time-history, the LS-DYNA
plate solution begins to diverge around ¢ = 0.16 ms. From that point, the difference in the
LS-DYNA plate solution compared to the other two solutions becomes quite large.

At t = 0.3 ms, the distribution of o,, through the laminate thickness at the quarter-point
is shown in Figure C.5 for all three solutions. Once again, the LS-DYNA three-dimensional
and Abaqus plate solutions show good agreement, while the LS-DYNA plate distribution is
quite different.

For these reasons, the results for the dynamic stress recovery are shown using the Abaqus

finite element software to obtain in-plane stress data.
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Figure C.5: Stress distribution at quarter-point.
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