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Aniket Jana 

 

ABSTRACT 

 

 

Mechanical interactions of cells with their immediately surrounding extracellular 

matrix (ECM) is now known to be critical in pathophysiology.  For example, during cancer 

progression, while uncontrollable cell division leads to tumor formation, the subsequent 

metastatic migration of cells from the primary tumor site to distant parts of the body causes 

most cancer-related deaths. The metastatic journey requires cells to be able to adopt 

different shapes and move persistently through the highly fibrous native ECM, thereby 

requiring significant spatiotemporal reorganization of the cell cytoskeleton.  While 

numerous studies performed on flat 2-dimensional culture platforms and physiological 3D 

gels have elucidated cytoskeletal reorganization, our understanding on how cells adapt to 

natural fibrous microenvironments and regulate their behavior in response to specific ECM 

biophysical cues including fiber size, spacing, alignment and stiffness remains in infancy. 

Here, we utilize the non -electrospinning Spinneret tunable engineered parameters (STEP) 

technique to manufacture ECM mimicking suspended fibrous matrices with precisely 

controlled fiber diameters, network architecture, inter-fiber spacing and structural stiffness 

to advance our fundamental understanding of how external cues affect cytoskeleton-based 

cellular forces in 3-distinct morphological processes of the cell cycle starting from division 

to spreading and migration. Mechanobiological insights from these studies are 

implemented to deliver intracellular cargo inside cells using electrical fields.    



 

 

Holistically, we conclude that fibrous environments elicit multiple new cell 

behaviors never before reported. Specifically, our new findings include (i) design of fiber 

networks regulates actin networks and cell forces to sculpt nuclei in varying shapes: 

compressed ovals, tear drop, and invaginations, and drive the nuclear translocation of 

transcription factors like YAP/TAZ. In all these shapes, nuclei remain rupture-free, thus 

demonstrating the unique adaptability of cells to fibers, (ii) dense crosshatch networks are 

fertile environments for persistent 1D migration in 3D shapes of rounded nuclei and low 

density of actin networks, while sparse fiber networks induce 2D random migration in 

flattened shapes and well-defined actin stress fibers, (iii) actin retraction fiber-based 

stability regulates mitotic errors. Cells undergoing mitosis on single fibers exhibit 

significant 3D movement, and those attached to two fibers can have rotated mitotic 

machinery, both conditions contributing to erroneous division, and (iv) a bi-phasic force 

response to electroporation that coincides with actin cytoskeleton remodeling. Cells on 

suspended fibers can withstand higher electric field abuse, which opens opportunities to 

deliver cargo of varying sizes inside the cell.  

Taken altogether, our findings provide new mechanobiological understanding of 

cell-fiber interactions at high spatiotemporal resolution impacting cell migration, division 

and nuclear mechanics-key behaviors in the study of pathophysiology. 
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Aniket Jana 

 

GENERAL ABSTRACT 

 

 

Cancer, one of the major pathophysiological conditions, progresses within the living body 

through spreading of malignant cells from the primary tumor to distant secondary sites, 

ultimately leading to life-ending outcomes. Such spreading of cancer also known as cancer 

metastasis requires mechanical interactions of cells with their immediately surrounding 

microenvironment or the extracellular matrix (ECM). Cells utilize their cytoskeleton, a 

dynamic internal network of filamentous proteins, to adopt various morphologies, exert 

mechanical forces and physically remodel their local environment as they navigate through 

the highly fibrous native ECM. While previous research has elucidated how biochemical 

factors and bulk matrix properties regulate such cytoskeletal organization and single cell 

behavior, our understanding of how cells adapt to fibrous environments and respond to 

local biophysical cues like fiber diameter, spacing, alignment and stiffness remains in 

infancy.  Here we use the non -electrospinning Spinneret tunable engineered parameters 

(STEP) to generate suspended nanofiber networks of tunable geometric and mechanical 

properties to mimic the native cellular environment. We discover that cells elongated 

within these ECM-mimicking environments utilize a unique cytoskeletal caging structure 

to regulate the shape and response of their nuclei in a fiber -diameter and organization-

dependent manner. Additionally, we demonstrate that these elongated cell morphologies 

often observed during metastatic cancer cell movements, is achievable not only in aligned 



                                                                                                                                                        

fibers but can also be induced by dense networks of fibers in a crossing organization. 

Specifically, such dense crosshatch networks allow cells to migrate persistently at high 

speeds while cells on sparsely spaced networks demonstrate slower and random 

movements. As cells elongated during interphase rounded up to undergo division, we find 

that the underlying fiber-geometry modulates mitotic dynamics through differential levels 

of actin retraction fiber-mediated stability, leading to significant alterations in orientation 

of mitotic machinery and mitotic spindle defects. Finally, we utilize these 

mechanobiological insights on cytoskeletal organization and cell shape control to optimize 

intracellular delivery of cargo using high-voltage electric fields. We demonstrate 

suspended cells are capable of withstanding higher electric fields and identify multistage 

cell contractility recovery dynamics, which correlate with cytoskeletal disruption and 

reassembly. Taken altogether, our findings provide a comprehensive understanding of the 

fibrous ECM-mediated regulation of the cytoskeletal organization and its impact in cell 

migration, division and nuclear mechanics. Knowledge obtained from this study will 

improve our understanding of cancer metastasis and provide predictive data for in vivo 

cellular response, essential for cytoskeleton-targeting cancer therapies. 
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isometric views showing wrinkled morphologies of Lamin A/C KD cells, white arrows 

indicate wrinkles, Lamin B1 is shown in green.................................................................60 

Supplementary Figure 3.S8 : Asymmetric organization of actin stress fibers leading 

to teardrop shaped nuclear cross-sections. Specifically higher density of stress fibers 

towards the 800 nm fiber side leads to greater reduction in nucleus thickness..................60 

Supplementary Figure 3.S9. Cell and nucleus shapes in spindle cells: a) i) 3D isometric 

view of spindle cell stained for actin (red), paxillin (green, shown with yellow arrows) and 

nucleus (blue) ii) Representative confocal side views (yz) showing stress-fiber mediated 

caging of nucleus in spindle shaped cells, scale bars represent 5 µm b) i.ii) Temporal 

evolution of cell spread area and circularity for spindle cells, n=15 cells, fiber diameter: 

350 nm, iii) Focal adhesion cluster (FAC) length evolution during cell spreading, 

n=34.47,32,17 and 34 for 5, 10,20,40 and 60 min respectively, iv) Effect of cell 

contractility inhibition on nucleus thickness and invagination size in spindle cells, (fiber 

diameter: 350 nm) c) i) Representative images showing variation of cell/nucleus shape as 

the fiber diameter is varied from 150-6600 nm. Actin (magenta) and lamin A/C (green) are 

overlaid with the brightfield channel to show underlying fibers, scale bars represent 10 µm 

ii) Cell aspect ratio as a function of fiber diameter, n=14,10,10,11,10,6 and 6 for 

150,200,350,800,2500,3500 and 6600 nm respectively iii) Localization of lamin A/C at the 

basal (contact points with fiber) and apical surfaces for spindle (1-fiber) and multifiber 

configurations, Flat 2D is included for comparisons (n=5-10 cells). ................................61 

Supplementary Figure 3.S10. NLS localization in aligned fibers a) i,ii,iii) NLS intensity 

profiles, along cell length at different spreading timepoints (~ 10,30,60 min) corresponding 

to fiber doublets with 200 nm , 350 nm and 800 nm respectively, Schematic illustrates the 

direction of intensity scans b) i,ii,iii, iv and v) Spatiotemporal NLS localization for spindle 

shaped cells corresponding to fiber diameters: 200, 350 ,800, 150 and 6600 nm respectively 

c) Intensity analysis for multifiber (D: 350 nm) cells, n=10 cells for each timepoint and 

substrate category. Error bars represent standard deviation................................................62 

 

Supplementary Figure 3.S11. Nucleus shape regulation mode is independent of cell 

line: a) Fiber diameter dependence of nucleus thickness in HT1080 fibrosarcoma cells b) 

Enhanced nuclear translocation of YAP for HT1080 cells in 800 nm networks. c) Nuclear 
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invaginations are observed in spindle cells for all cell types tested (C2C12, HT1080 and 

HeLa), comparison of the invagination depths in the different cell types for 350 nm 

diameter single fibers, scale bars represent 5 µm................................................................63 

 

Supplementary Figure 3.S12. Western blot showing partial knockdown of Lamin A/C 

in C2C12 cells. SC stands for scramble with null expression.............................................64 

 

Figure 4.1. Nanofiber networks and the corresponding cell morphologies: a) SEM 

images of 500 nm diameter fiber networks with bottom panel showing high magnification 

images. Also shown is a cartoon of the flat control substratum. b) Representative phase-

contrast images of cell morphologies obtained on the different substrata. c) Assembly of 

focal adhesions visualized by staining for the focal adhesion protein, paxillin (shown in 

green), f-actin stress fibers in red and nucleus in blue. White arrows denote cell migration 

direction. In the case of the 54-µm fiber networks, cells exhibit no bias in direction of 

migration. Characteristically similar fiber categories are grouped as Dense (3 and 6 µm), 

and Intermediate (18 and 36 µm), while 54 µm network is designated as Wide. d) Cells of 

different migratory lineages behave similarly on fiber networks (example shown for dense 

network). All scale bars shown in µm.................................................................................76 

 

Figure 4.2. Inter-fiber spacing regulates cell/nucleus morphologies and focal adhesion 

cluster lengths: a) Cell width versus cell length profiles (top-view of cell, shown only half 

due to symmetry) for each category along with the measured slopes of the profiles at the 

leading edges (n=13, 7, 8, 10, 9 and 9 for 3, 6, 18, 36, 54 µm and Flat 2D, respectively). 

Cells on dense networks have lower slopes indicating elongated cell bodies. b) Cell spread 

areas on networks of increasing inter-fiber spacing (n=107,101,84 and 50 for dense, 

intermediate, wide networks and flat 2D, respectively). c) Aspect ratios of the cells on 

varying fiber networks show cells to be highly elongated on dense networks (n=107,101,84 

and 50 for dense, intermediate, wide networks and flat 2D respectively). Inset in grey box 

shows schematic of geometry change (square to elongated rectangle) with increase in 

aspect ratio. d) Paxillin focal adhesion cluster lengths (FACs) increase with fiber network 

porosity leading to a bi-phasic migratory response (n=11,17,20,10,13 and 12 for 3, 6, 18, 

36, 54 µm and Flat 2D, respectively). Inset shows FAC data for different cateogries and a 

representative image with yellow arrows depicting FAC mesasurement (Scale bar 10 µm). 

Nucleus area (e) and nucleus eccentricity (f) are regulated by the underlying network 

porosity with smallest size and highest eccentricity found in dense networks (nÓ40 per 

category). Inset in grey box shows schematic of geometry change (circle to elongated oval) 

with increase in eccentricity. g) Cell and nucleus areas are positively correlated. Linear fit 

to data corresponding to fiber networks with flat 2D data shown as reference. Error bars 

represent standard error of measurement. Statistical differences between individual inter-

fiber spacing categories are superimposed on the data for their respective groups.............78 

 

Figure 4.3. Inter -fiber spacing regulates cell migration: a) (i) mean squared 

displacement (MSD) vs. time (t) plots corresponding to dense, intermediate, and wide fiber 

network categories and Flat 2D. Inset shows the scaling relation MSD ~ t
Ŭ 
,where Ŭ is the 

scaling exponent that is used to fit the data. (ii) migration rate of single cells (n=59, 40, 44 

and 29 for dense, intermediate, wide and flat 2D respectively), (iii) persistence of single 
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cells (n=49, 40, 36 and 20 for dense, intermediate, wide networks and flat 2D respectively) 

for the different substrates, and (iv) polar plots showing angular displacements for cells on 

varying fiber network porosities and compared with flat 2D (n=40, 40, 20 and 20 for dense, 

intermediate, wide networks and flat 2D respectively). Data demonstrates cells moving 

fastest and with highest persistence on dense crosshatch pattern of fibers. b) Representative 

displacement profiles of the leading and trailing edge for the different fiber network 

categories. Leading and trailing edges are shown in red squares and blue circles 

respectively in associated time-lapse images (scale bars denote 20 µm and time shown in 

minutes). c) (i) Recoil-to-recoil analysis method to calculate migration cycle time, (ii) 

migration cycle time over the different fiber network categories (n=29,50 and 25 for dense, 

intermediate, and wide networks respectively ). Note for the dense group, data is only 

shown for 6 µm fiber spacing, as the recoil-to-recoil migration cycle for the 3 µm fiber 

spacing was not discernable optically, and (iii) migration cycle and retraction recoil speeds 

plotted as function of FAC length showing both metrics to linearly scale with FAC lengths. 

Inset image shows a fluorescently-labeled cell attached to a 54 µm inter-fiber spacing 

network and the magnified image of retracting edge showing f-actin stress fiber distribution 

(red: f-actin stress fiber, blue-nucleus and green: paxillin. Scale bar: 20 µm). Statistical 

differences between individual inter-fiber spacing categories are superimposed on the data 

for their respective groups..................................................................................................80 

 

Figure 4.4. Inter -fiber spacing regulates nucleus dynamics: a) Representative profile of 

the deformation of nucleus during retraction of a trailing edge demonstrating rounded 

nucleus is strained to elongated shape, and after recoil the nucleus relaxes to its original 

shape. Axis strain is defined as ‐  ,where Li is the minor axis length of the nucleus 

pre-recoil and L(t) represents the  minor axis length of the nucleus at time t  post-recoil 

(Scale bars represent 20 µm). At start of relaxation post-recoil (t=0), minor axis L(t)= LO.  

b) Normalized nucleus shape recovery data (defined as  where ‐   and ‐  

is the initial nucleus axis strain immediately post-recoil with exponential fits showing that 

cells on dense networks recover their original shape faster after recoil. Inset shows 

representative images of the nucleus post recoil and after relaxation (rounded is for wide 

and elongated for dense networks). c) Relaxation time constants calculated on basis of an 

exponential decay of nucleus deformation showing stronger recoil in intermediate and wide 

networks. Percentage change in nucleus shape (eccentricity (d)) and size (projected area 

(e)) during trailing edge recoil. f) Nucleus height measured by confocal microscopy 

quantitates cell nuclei to be thicker in dense regions. Inset shows representative images of 

nucleus (projected side view from confocal microscopy, scale bar 5 µm). g) Nucleus 

thickness decreases with increase in cell spread area. h) Representative temporal plots of 

nucleus-cell body angular coupling (included angle) for the different inter-fiber spacing 

with inset illustration showing the included-angle is defined by the coordination between 

cell body vector (trailing edge to centroid shown by white star) and nucleus major axis. i) 

Data shows the influence of cell shape (aspect ratio) on the extent of nucleus-cell body 

coordination. For (g) and (i) exponential fit to data corresponding to fiber networks with 

flat 2D data shown as reference. Sample size for b, c, d and e (n=11, 23 and 10: dense, 

intermediate and wide networks respectively) for f, g (n=25, 32, 14 & 13: dense, 

intermediate, wide and flat 2D respectively) and for i (n=13, 15, 9, 9: dense, intermediate, 
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wide and flat 2D respectively). Included angle and aspect ratios are calculated every 10 

minutes over the 4-hour experimental time (25 measurements) and then averaged across 

cells of similar aspect ratios. Statistical differences between individual inter-fiber spacing 

categories are superimposed on the data for their respective groups.................................82 

 

Figure 4.5. Inter -fiber spacing regulates cell spreading and f-actin stress fiber 

organization: a) Phase contrast time-lapse images showing anisotropic and isotropic cell 

spreading on 6 and 18 µm representing dense and intermediate fiber networks, 

respectively. b) Transient profiles outlining cell spreading on dense and intermediate 

networks. On dense networks, cells form multiple short-lived protrusions in all directions 

(inset image) before elongating in a primary direction, whereas on intermediate networks 

cells protrude and extend isotropically. c) Analysis of cell spread area and associated aspect 

ratio (length/width) of cells spreading on fibers of varying network porosities (n= 8-11 per 

category). d) Immunostained images of f-actin stress fibers (red), focal adhesion paxillin 

(green) and nucleus (blue) on all fiber categories and the flat 2D substratum. Cells cultured 

on the 3 µm porosity networks lack dominant stress fibers. Yellow arrows indicate 

clustering (meshwork) of stress fibers, with intermediate spacing matching the stress fiber 

distribution found in cells on flat 2D..................................................................................85 

 

Figure 4.6. Inter -fiber spacing regulates gene expression: (a) Hierarchical clustering 

and GO enrichment analysis of gene families related to cellular phenotypes in cells cultured 

on fiber networks of different inter-fiber spacing. (b) Hierarchical clustering and GO 

enrichment analysis of gene families primarily downregulated during growth on fiber 

networks. Downregulated networks are primarily associated with transcription. Directional 

enrichment scores are reported with respect to flat 2D control...........................................87 

 

Figure 4.7. Fiber network based migration platform. a) Migration phase diagram based 

upon inter-fiber spacing and bending stiffness (N/m) regulates single cell migratory 

phenotype in 1D, 2D and 3D cell shapes. Data is plotted for various inter-fiber spacing 

against parallel arrangement of fibers (shown on extreme right). On average, cells were 

found to engage with three parallel fibers, resulting in estimation of equivalent stiffness by 

summation of stiffness of individual fibers (springs in parallel).  b) SEM image (left) of a 

single scaffold with three fiber network categories. Middle and right fluorescence 

microscopy images show images of the cells seeded on fibers of varying crosshatch 

densities and the flat 2D control. Scale bars in inset images in SEM panel are 20 µm and 

stained images are 10 µm. c) Custom suspended fiber networks to study cell shape and 

migration changes as cells transition between aligned and crosshatch networks [pattern 

adapted from Doyle et al. 2009]. Inset shows representative migration trajectories 

demonstrating cells maintaining elongated shapes and persistent migration on both 

networks along with cases in which cells can turn directions shown by purple circles......89 

 

Supplementary Figure 4.S1: Inter-fiber spacing of individual fiber network 

Categories: Histograms are based on relative count; n=100 measurements taken for each 

network category. Data in parenthesis is shown as MeanÑSE...........................................95 
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Supplementary Figure 4.S2: Overall cell shape (broad leading edge with tapering 

trailing edge) is consistent between flat glass and the 18 µm spacing fiber networks.  
Top panel: Fluorescently labelled (red: actin, green: Paxillin and blue: DAPI) fixed cells 

on intermediate fiber networks and Flat glass respectively. Bottom panel: Phase images of 

different cells attached to the fibers and on the flat 2D substratum.....................................95 

 

Supplementary Figure 4.S3: Cells sense both layers. (a, b) Cells form focal adhesions 

on both layers of dense networks, as shown by paxillin staining (green). (c) Representative 

fixed-stained image of cells on a dense fiber network showing cells in both north-south and 

east-west orientations (red: actin, blue: nucleus and green: paxillin). Scale bar is 50 ɛm. 

(d) Migration trajectories of cells tracked at 5-minute intervals for at least 6 hours on dense 

fiber networks. Cells move in both directions and can make right angle turns...................96 

 

Supplementary Figure 4.S4: Stress fiber organization in the different fiber network 

categories. All scale bars represent 10 µm........................................................................96 

 

Supplementary Figure 4.S5. Migration analysis using persistent random walk (PRW) 

model. Diffusion coefficient (D) and persistence time calculated for all inter-fiber spacing 

and flat 2D using PRW model. Sample size is 29, 29, 17 and 13 for dense, intermediate, 

wide, and Flat 2D respectively...........................................................................................97 

 

Supplementary Figure 4.S6. Bending stiffness (N/m) measured by AFM of the 

crosshatch networks (n=12, 14, and 11 for dense, intermediate, and wide networks)........97 

 

Figure 5.1: Cell division in suspended fiber environments. (a) Time-lapse images 

showing representative cases of mitotic progression, corresponding to 5 distinct interphase 

cell shapes: needle (1-fiber), 2F-rectangular (2 fibers), MF-rectangular (Ó3 fibers), 2F-kite 

(2 orthogonal fibers) and 2D-rounded (glass coverslips). Cells are fluorescently stained 

with actin (red), vinculin (green) and nucleus (blue), Scale bars represent 10 µm and 20 

Õm respectively, (b,i) Illustration showing convention for metaphase plate orientation (Ŭ), 

(ii) Analysis of individual temporal profiles of metaphase plate orientation using 

orientation change per interval maximum range of metaphase plate oscillations (iii,iv) 

Statistical comparison across all fiber configurations and 2D for metaphase plate dynamics, 

(v) mitosis duration analysis showing 1F-elongated to be slowest...................................104 

 

Figure 5.2.  Retraction fiber-based stability and positioning of mitotic rounded cell 

bodies. (a,i) 3D schematic of rounded cell body held in place by retraction fibers in a 

single-fiber category, (ii) Average hotspots of retraction fibers from confocal microscopy 

of top view across various fiber configurations and 2D (n=10 per category), (iii)schematic 

describing retraction fiber coverage metric, (iv) retraction fiber coverage across fiber 

configurations and 2D in xy plane, (v) metaphase plate orientation and maximum range of 

oscillations decrease with increasing retraction fiber coverage, (vi) mitosis duration 

decreases with increasing fiber coverage. (b) Average hotspots of retraction fibers from 

confocal microscopy of side view across various fiber configurations and 2D (n=10 per 

category). (c, i) Representative images showing front view of mitotic cells across various 

fiber configurations and 2D, schematic shows the retraction fiber organization from the 
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front view of cells, (ii) cell body positioning (h/D ratio defined in c(i)) across all fiber 

configurations and 2D, (iii) net included angle (ɓ, defined in c(i)) across all fiber 

configurations and 2D, (iv) retraction fiber coverage in xz plane across all fiber 

configurations and 2D, (d, i) Representative image and schematic showing the mechanical 

linking of the astral microtubules and the cell cortex at the sites of the retraction fibers, 

(ii,iii) Model formulations based on reduced forces and increase effective friction 

respectively......................................................................................................................106 

Figure 5.3. Division axis orientation and daughter cell positioning on suspended 

fibers: (a) Polar histograms of cell division axis orientations (marked by red arrow) in for 

different fiber geometries, absolute acute angle magnitudes of orientation are used, n=45, 

41, 62,105 and 50 for 1F-elongated, 2F-elongated, MF-elongated, 2F-kite and 2D rounded, 

respectively. Percentage of cells in 0-15o sector for aligned geometries, and 30-60o for 

crosshatch geometry, (b) Timelapse images showing the representative dynamics of cell 

division axis (red dashed line) in single fibers versus multiple fibers. (c) i) Representative 

profiles showing the variations of division axis orientation and subsequent positioning of 

daughter cells, (ii,iii) Statistical comparison of the max range of division axis movements 

and orientation change per interval, for the different substrate categories........................111 

Figure 5.4. Forces in cell division. (a) Isometric views of a representative cells positioned 

on top of the fiber network (unconfined category) and confined between 2-fibers (confined 

category). Actin (red), fibers (green), chromosomes (cyan). During mitosis, the contractile 

forces change direction from inward pointing to outward pointing as cell balls up and 

pushes the fiber outwards (yellow arrows). Scale bars 20 ɛm. (b) Side view (yz) of a 

representative confined cell. Actin (red) and fibers (green) are indicated by green arrows. 

Illustration showing the positioning of the cell with respect to the fiber plane, h: height of 

rounded cell below the fiber plane, D: Net cell height, Scale bar is 10 ɛm. (c) Average 

rounding forces of confined and unconfined cells in two-fiber category. Inset shows 

analysis of approximating tension in each retraction fiber (n= 20 per category). Forces for 

the retraction fiber analysis are taken from the unconfined force profiles and divided by 

four to obtain force per focal adhesion cluster length.  (d) Force profiles during cell 

rounding and mitosis are normalized for time taken from NEBD to cytokinesis (n=23). (e,i) 

Representative side views of unconfined and confined cells at metaphase, Scale bars are10 

ɛm, (ii,iii,iv,v) Comparison of metaphase cell height, aspect ratio, maximum range of 

metaphase plate (MP) oscillations and mitotic duration between the unconfined and 

confined categories, respectively, (vi) Representative images showing mechanical 

confinement re-orients division axis, and vii) Comparison of cell division axis orientation 

(with respect to undeflected fibers) between unconfined and confined category 

respectively......................................................................................................................114 

 

Figure 5.5. Mitotic spindle machinery in different fiber geometries: (a) Cells are fixed 

at metaphase and stained for the actin cortex (magenta), microtubules (cyan), kinetochores 

(green) and chromosomes (red). Maximum intensity projected images are shown. 

Brightfield images show the respective fiber networks. (b) Representative image showing 

a pair of kinetochores attached to both ends of a single chromosome via microtubules. (c) 

Comparison of the inter-kinetochore separation distance between the different cell shapes. 

(d) Cumulative profiles showing the mitotic progression for the different categories. (e) 3 
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major categories of mitotic spindles based on the number of observable poles. (f) Relative 

occurrence of monopolar, bipolar and multipolar spindles in the different cell shape 

categories. (g,h) Comparison of monopolar and multipolar defects in the different substrate 

categories.........................................................................................................................116 

Supplementary Figure 5.S1: Cell shapes during Interphase: Representative stained 

images and cell aspect ratio quantification corresponding to 1F-elongated, 2F-elongated, 

MF-elongated, 2F-kite and 2D-rounded............................................................................  

 

Supplementary Figure 5.S2: Compilation of individual profiles showing temporal 

dynamics of metaphase plate movements for the different fiber geometries............123 

 

Supplementary Figure 5.S3: Regulation of mitotic cell shapes through retraction fiber 

organization, a) Isotropic views showing retraction fiber organization of cells attached to 

single fibers and multiple fibers, Cells are stained for actin (magenta) and histone H2B 

(green), b) Representative YZ cross-sectional side-views corresponding to different 

substrate categories, c,d) Quantification of metaphase cell heights and Aspect ratio(yz) 

corresponding to different substrate categories................................................................124 

 

Supplementary Figure 5.S4: Probability distributions of the metaphase plate angular 

velocity for the different substrate categories..............................................................125 

 

Supplementary Figure 5.S5: Effect of mechanical confinement on 3D orientation of 

metaphase plate a) Representative XZ cross-sectional images for unconfined and confined 

cells b,c) Statistical comparison of MP tilt angle and inter-kinetochore distance for 

unconfined and confined category cells............................................................................125 

 

Figure 6.1. Nanofiber force sensing. a) A microfluidic PDMS device encloses a nanofiber 

network spun on a hollow substrate. The cells are electroporated via a high-voltage pulse 

generator connected to two needle electrodes. Precisely-controlled nanofiber networks are 

fabricated using the STEP technique: 250 nm fibers (15 µm spacing) are deposited 

orthogonal to 2 µm fibers (275 µm spacing) and fused at their intersections. Scale bar 20 

µm (lower), and 1 µm (upper). b) Parallel orientation, cell long-axis aligned with the 

electric field; Perpendicular orientation, cell long-axis perpendicular to the electric field. 

c) Single cells attach to parallel nanofibers, causing visible fiber deflection. Scale bar 25 

µm. The deflecting fiber is modeled as a fixed-fixed beam with two point-loads, Ὂᴆ, located 

at the attachment points of the cells and at an angle ‌ . d) A finite element model 

indicates that the electric field is approximately uniform within the region of interest at the 

center of the scaffold. e) An elongated cell shows f-actin stress fibers (red) and focal 

adhesions (green) along the fibers. Contractile force is applied along the f-actin stress fibers 

(e, bottom left), retraction fibers (e, bottom center, or at the bisection of the membrane 

angle (e, bottom right). The dashed lines indicate fiber location. Scale bars 10 µm (top) and 

5 µm (bottom).  f) The angle ‌  is well approximated by a two-segment line when 

plotted against cell length. For cells longer than 63.4 µm, ‌  is constant at 12.4°. For 

cells shorter than 63.4 Аm, ‌  is approximated as a linear function of cell length. Inset 
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images show a round and elongated cell with corresponding data points. Scale bars 5 µm. 

EP, electroporation...........................................................................................................141 

Figure 6.2. Cell shape and contractile force response to electroporation. a-b) Cell 

responses to electroporation at 500 V, 1000 V, 1500 V in the (a) parallel orientation (441 

V cm-1, 882 V cm-1, and 1323 V cm-1 respectively) and (b) perpendicular orientation (455 

V cm-1, 911 V cm-1, and 1366 V cm-1 respectively). The onset of membrane disruption by 

electroporation is visualized for 1000 V || by the inclusion of YO-PRO-1 (green, 

background subtraction and thresholding used to remove background signal, see Methods). 

Cells show rounding, membrane blebbing, and an eventual return to a characteristic 

elongated state in a voltage- and orientation-dependent manner. Scale bars are 25 µm. c-d) 

Average fiber deflection, cell length, and contractile force post-EP for cells in the parallel 

(c) and perpendicular orientation (d). Cells in the parallel orientation show rapidly 

decreased length and contractility, and recovery within 1-2 hours. For the perpendicular 

orientation, no response occurs at 500 V, a moderate response occurs at 1000 V, and an 

extreme response is seen at 1500 V. Unexpectedly, fiber deflection and force plots show a 

transitory increase shortly after electroporation (see arrows on plots) indicating multiple 

stages in the recovery process. Error bands show standard error. e-f) Maximum percent 

decrease in force and cell length is greatest at high voltages. g) Electroporation at high 

electric fields causes significant cell death, particularly in the perpendicular orientation.144 

Figure 6.3. Electroporated cells show a biphasic force recovery. a) A sample contractile 

force profile for a cell treated at 500V ||. The cell-rounding stage (Stage 1) begins after 

electroporation and ends at the first force minimum. Contractile forces increase during 

phase I of the biphasic stage (Stage 2) before decreasing again in phase II. The cell-

spreading stage (Stage 3) begins after the second force minimum during which the cell 

recovers its pre-electroporation contractility. b) Images of a cell showing a multi-stage 

response (1000 V ||). Corresponding force values are presented for each image and the 

stages of recovery are schematically represented above. Scale bar 25 µm. c) Contractile 

force and deflection for a representative cell from each treatment demonstrating a multi-

stage response. Note a minimal response for 500 V Ṷ. d) Cells in the perpendicular 

orientation have significantly less change in force and length in the first two minutes after 

electroporation, except at very high voltages (1500 V). e) The biphasic stage lasts 20-30 

minutes (longer for 1500 V Ṷ) with higher voltages causing slightly longer durations. The 

duration of phase I is nearly equivalent to phase II. f) Force significantly increases during 

the biphasic response. The first and second minimum values are not significantly different. 

During the biphasic stage, cell length does not change significantly. g) Image sequence of 

a representative cell electroporated (1000 V ớ) in calcium-free media. Scale bar 25 µm. Cell 

force and length remain unaffected in calcium-free DMEM during the first two minutes 

after electroporation (1000 V ||)........................................................................................146 

Figure 6.4. Electroporation disrupts the cytoskeleton. a) Maximum intensity projections 

of cells stained for actin before electroporation and during various stages of recovery post-

electroporation (1000 V ||). b) A single confocal z-slice taken in the nanofiber plane. Pre-

EP, actin cytoskeleton consists primarily of well-defined stress fibers (yellow markers). 

During the cell-rounding stage (2,8 min), both stress fibers and blebs (blue markers) are 

present. During the biphasic stage (8,16 min), cells are rounded with cortical actin and no 
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stress fibers. Eventually, stress fibers begin to reform (32 min) and blebbing is reduced as 

the cell enters the cell-spreading stage and regains its characteristic cytoskeletal structure. 

c,d) Bleb size analysis. Large blebs form immediately after electroporation (maximum at 

2 min), but are reduced to baseline values within 32 minutes. e,f) Membrane roughness is 

quantified by the ratio of the contour length of the membrane along the nanofiber by the 

cell length end-to-end distance. Membrane roughness is at its maximum at 2 minutes after 

electroporation and returns to pre-EP values after 32 minutes. All scale bars 10 µm. EP, 

electroporation.................................................................................................................149 

 

Figure 6.5. Cell orientation affects membrane permeability after electroporation. a) 

Cells show uptake of propidium iodide (PI) during and after the application of ten, 1000 V 

pulses (ớ: 882 V cm-1; Ṷ: 911 V cm-1) delivered at 1 Hz. Time ὸ π indicates the end of 

the first pulse. PI uptake reveals distinct spatial distributions of membrane permeability for 

the parallel and perpendicular orientations. In the parallel orientation (a, left column), PI 

uptake is located near the cell attachment points. However, in the perpendicular orientation 

(a, right column), uptake is near the central sidewalls. White dashed lines show cell 

boundary pre-electroporation. The time series indicates that membrane permeability and 

the influx of PI precedes cell rounding. Scale bars 20 µm b) Representative intensity plots 

taken along the cell length (large white dashed lines) demonstrate the distinct spatial 

distributions of membrane permeability in the parallel and perpendicular orientations. c) 

PI uptake is biased toward the cathodic (depolarized) side of the cell. Error bands show 

standard error. (Figure 6.5 c)............................................................................................151 

Figure 6.6: Electroporation experiments on five additional cells lines conducted at 

1500 V or 2000 V in the parallel orientation. a) Brightfield images of cell responses to 

electroporation. Scale bar is 25 µm. b) Cell length and contractile force responses for five 

cell types after electroporation. Note that the cell contractile force is more dynamic than 

the cell shape. All cell types demonstrate a robust loss and recovery of forces post-

electroporation, but do not necessarily show any significant changes in the cell shape. c) 

An example of a multi-stage response for each additional cell type..................................153 

 

Supplementary Figure 6.S1. Electroporation waveforms and the electric field within 

the device. a) Cells were treated with ten, 100 µs square wave pulses at 1 Hz. b) Actual 

voltage and current waveforms measured during the first pulse. Pulses approximate 

idealized square waves. c) A finite element model shows the electric field distribution 

along the walls of the fluidic channel (c,e) and in the plane of the nanofiber scaffold (d,f). 

In c) and d) the scaffold is modelled in the parallel orientation while e) and f) are modelled 

with the scaffold in the perpendicular orientation. The nanofiber region within the scaffold 

has an approximately uniform electric across the center of the scaffold. g) Along the 

cutlines B-B and E-E the electric field magnitude is mostly constant, with asymptotic 

regions near the edges.  h) Along cutlines C-C and F-F, electric field is quite uniform. i) 

The voltage drop is nearly linear along cutlines B-B and E-E. The generated electric fields 

over the region of interest were approximately 441 V cm-1, 882 V cm-1, and 1323 V cm-1 

respectively across the scaffold region in the parallel orientation and 455 V cm-1, 911 V 

cm-1, and 1366 V cm-1 respectively across the scaffold region in the perpendicular 

orientation........................................................................................................................159 
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Supplementary Figure 6.S2. Force and length changes after electroporation. a-b) Data 

from Figure 6.2e-f, re-ordered to show significant differences due to electric field 

orientation. c-d) Cells post-electroporation do not show significant differences in 

contractile force or length compared to pre-electroporation values. Post-electroporation 

data collected at 180 min for 500 V and 240 min for 1000 V and 1500 V. e) For a given 

voltage and field orientation, high and low contractile cells show a similar force response 

in the first two minutes after EP.  In the parallel orientation, the high contractile cells show 

a larger decrease in cell length immediately after electroporation when compared with low 

contractile cells, suggesting that contractility might increase the rate of rounding. However, 

high contractile cells also tend to also have longer initial lengths, so the rate of rounding 

may be dependent on both cell contractility and cell length. Stats not available for 1500 V 

Ṷ (n=1 for both bars). f) Response of control cells (ósham exposureô) kept at the same 

culture conditions as electroporation experiments. Over the course of 2 hours cells, 

demonstrated steady-state levels of contractility and maintained consistent cell shapes. EP, 

electroporation.................................................................................................................161 

 

Supplementary Figure 6.S3. Additional analysis of cell death, cell volume, and Joule 

heating. a) Comparison of pre-electroporation forces for cells treated at 1500 V in the 

perpendicular orientation.  The few cells that survived electroporation at 1500 V in the 

perpendicular orientation showed higher pre-electroporation forces than cells that did not 

survive electroporation b) This image panel shows an example of cell death by accidental 

cell death. Very soon after electroporation, the cell takes on visual signs of cell death such 

as a loss of contrast and large membrane blebs. Additionally, the cell rapidly losses 

contractility as shown by the lack of fiber deflection after electroporation. Scale bar 25 µm. 

c-d) Cell volume change during cell recovery. Volume was calculated in MATLAB using 

z-stacks of fluorescent images (stained for actin, microtubules, and the nucleus) of fixed 

cells. The 2D area of the cell in each slice was used to estimate cell volume. d) Cell volume 

seems to decrease after electroporation (1000 V ớ), with the greatest decrease between 8 

and 32 minutes after electroporation.   However, cell volume is not statistically significant 

between timepoints (ANOVA, =0.05). (n = 6, 10, 8, 13, 7, 9 and 5 corresponding to pre-

pulse, 0.5, 2, 8, 16, and 32-minute timepoints respectively) e-f) Joule heating due to the 

electric pulses results in a rapid increase in temperature that returns to near pre-

electroporation levels within minutes. The maximum temperature increase within the 

device due to Joule heating was experimentally and analytically verified to be under 8 °C 

for all conditions. Experimental measurements of Joule heating within the device was 

measured via a fiber optic temperature probe placed through the PDMS sidewall into the 

center of the electrode regions. f) The maximum temperature occurs immediately after 

pulsing and then returns to near pre-electroporation levels within 5 minutes. Fiber optic 

data collected at room temperature...................................................................................162 

 

Supplementary Figure 6.S4. Microtubule dynamics after electroporation. a) 

Maximum intensity projections of cells stained for microtubules before electroporation and 

during various stages of recovery post-electroporation (1000 V Electroporated cells (1000 

V ớ) show a loss of microtubule alignment as the cells round, localization of tubulin at 

membrane blebs, and an eventual recovery of structure within 2 hours. Scales bars 10 

µm....................................................................................................................................163  
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Chapter 1: Overview 

 

1.1 Examining cell-fiber interactions to understand biological behavior in vivo 

 

Cells continuously interact with their surrounding microenvironment, the extracellular 

matrix (ECM) to gather a diverse range of biochemical and biophysical cues, which are 

key in their decision-making and ultimate fate during various physiological processes 

including cell migration, proliferation, differentiation and tissue morphogenesis. Integrin-

mediated multiprotein complexes known as focal adhesions, physically connect the ECM 

to the cell cytoskeleton, allowing cells to exert traction forces and transmit mechanical 

signals to the nucleus to activate biochemical signaling cascades, through a process 

commonly referred to as mechanotransduction. While extensive research over the past few 

decades have demonstrated that mechanical cues are crucial for cell fate determination, our 

knowledge of such regulation stems from studies performed on 2D tissue culture platforms, 

which does not adequately recapitulate the in vivo setting, where cells are suspended within 

a three-dimensional matrix. The natural ECM is highly fibrous in nature, comprised 

primarily of collagen fibrils and bundled fibers of varying diameters, stiffnesses and 

organized in diverse architectures. In vivo cells can utilize various geometric and 

mechanical cues like fiber diameter, inter-fiber spacing, fiber alignment, network pore 

sizes and stiffness to regulate their shape and function accordingly. Thus, a detailed 

investigation of cell-fiber interactions is key to a more holistic understanding 

pathophysiological phenomenon like cancer metastasis, and can potentially lead to 

development of novel therapeutic strategies. Our current knowledge of such interactions 

and the mechanistic effects of individual ECM factors remains highly limited due to 

1 
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inherent challenges in repeatable manufacturing of fibrous scaffolds in vitro with consistent 

physical properties. 

1.2 Research objectives 

 

In this study, we have regularly used the previously reported non-electrospinning Spinneret 

based Tunable Engineered Parameters (STEP) technique to manufacture suspended 

networks of nanofibers with a wide range of fiber diameters, inter-fiber spacing, network 

architecture and structural stiffness, to mimic essential aspects of the native fibrous ECM. 

Compared to traditional fiber manufacturing techniques like electrospinning, the STEP 

technique allows precise control on the fiber geometry and mechanical properties and 

enables systematic investigation of the role of individual fiber parameters in regulating 

single cell behavior. 

 

The overarching goal of this thesis is to understand the effect of the cellular 

microenvironment towards the regulation of cytoskeletal organization and response during 

distinct morphological stages of the cell cycle: division, spreading and migration. Here, we 

report for the first time that during interphase, cells spreading on aligned and suspended 

fibrous microenvironments regulate their nuclear morphologies and response via a unique 

cytoskeletal caging structure, in a fiber diameter, number density and stiffness-dependent 

manner. Next, we show how dense networks of crossing fibers can induce 3D elongated 

cellular morphologies with thicker nuclei and a high degree of persistent cell movements, 

while sparse crosshatch networks caused spread cell shapes with well-developed actin 

stress fibers and 2D diffusive random-walk based migration. Fiber-geometry mediated 

control over cell-ECM adhesions during interphase enable for generation of different 

spatial organization and density of retraction fibers during the rounded mitotic phase and 
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demonstrate alterations in division dynamics in response to ECM biophysical cues like 

fiber density and mechanical confinement. Finally, we explored how elongated cells spread 

on suspended fibers responded to high-voltage external electric fields (relevant in cancer 

therapeutics), and reported for the first time, multistage mechanical force recovery 

dynamics, correlating with cytoskeletal disruption and reassembly and geometric 

orientation-dependent cell viability. 

 

1.3 Organization of the document 

This document provides a comprehensive outline of the single cell mechanobiology studies 

performed using STEP fiber networks. Chapter 2 present a detailed background on the 

central roles of the cell cytoskeleton and the extracellular matrix (ECM) in driving 

fundamental cellular processes including cell division, migration, force generation, nuclear 

shape control and thereby presents the case for a crucial need for investigation of cell-ECM 

interactions in physiologically relevant fibrous microenvironments. Chapter 3 describes 

the temporal dynamics of cells spreading in anisotropic shapes within these aligned fiber 

matrices and reports how the cytoskeletal organization unique to suspended fibrous 

microenvironments, regulate nuclear shape and response in a fiber curvature, density and 

stiffness-dependent manner. Chapter 4 extends these findings on elongated cell and nuclear 

shapes, by describing a previously unreported phenomenon where cells can adopt 

anisotropic 3D shapes and migrate persistently at high speeds in very dense bidirectional 

networks of crossing fibers. Chapter 5 utilizes such diverse cell shapes achieved during 

interphase and describes how cell division dynamics are modulated by the underlying fiber 

geometry through altered organization of retraction fiber-mediated cell-ECM connections. 

Chapter 6 explores the previously unreported effect of external electrical cues (specifically 
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high-voltage, short duration pulsed electric fields used for electroporation-based 

applications) towards the cytoskeletal and mechanical force response of single cells 

elongated along suspended fibers. Chapter 7 summarizes the potential impact of our 

findings and introduces several future research directions.  
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Chapter 2: Introduction  

 

2.1 Cell-Extracellular matrix interactions in health and disease progression  

 

Cells continually interact with their immediately surrounding microenvironment, the 

extracellular matrix (ECM) to sense and integrate various biophysical and biochemical 

cues which are crucial for regulation of fundamental physiological processes like tissue 

development, homeostasis, wound healing and pathological conditions like cancer1ï3. 

Particularly during cancer progression, malignant epithelial cells lose their normal cell-cell 

junctions and undergo the epithelial-mesenchymal transition (EMT) to achieve 

mesenchymal phenotypes, featuring anisotropic cell shapes and a high propensity for 

directed locomotion4ï6. Cells use their cytoskeletal machinery to dissociate from the site of 

the primary tumor and migrate through the three-dimensional extracellular matrix, to 

distant parts of the body leading to tumor cell invasion. In fact tumor metastasis is 

responsible for 90% of the cancer-related deaths(several hundred thousands) in the U.S.7,8 

Extensive research over the past few decades have described the biophysical nature of the 

cancer metastatic process, and have demonstrated how mechanobiological principles can 

be employed in model in vitro systems to elucidate impact of the native extracellular matrix 

towards cancer progression9. Thus, detailed characterization of the role of various 

microenvironmental factors in regulation of mechanical cell behaviors like cytoskeletal 

dynamics, cell adhesion, force generation, migration and division, is key to advancing 

clinical knowledge on cancer progression.  

2.2 Cell-ECM adhesions and the cytoskeleton  

Mechanical interactions of cells with their local microenvironment occur primarily through 

integrin-mediated adhesions which act as bidirectional links between the cell cytoskeleton 
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and the extracellular matrix and thereby enable the force transmission between them10. The 

cytoskeleton is a complex inter-connected network of filamentous proteins, which provides 

essential structure and geometric shape to cells and a key determinant of physical cell 

function. It consists of 3 major filamentous elements, actin microfilaments, microtubules 

and intermediate filaments. While the different cytoskeletal elements are structurally and 

functionally different, they are all generated from repeated subunits and can dynamically 

change in size by active assembly/disassembly of their subunits. Cell contractility arises 

primarily from the action of the motor protein myosin II which forms oligomeric 

complexes along overlapping actin filaments leading to their antiparallel motion and 

subsequently generates cytoskeletal tension11ï13. Extracellular transmission of such 

cytoskeletal contraction through cell-matrix adhesions leads to generation of cellular 

traction forces. Such contractile force exertion leads to extensive deformation and 

remodeling of the surrounding ECM and facilitates rapid movement of the cell body during 

cancer metastasis.   

While the actin cytoskeleton is directly connected to the cell membrane and the external 

environment through various adhesion complexes, it is also linked to the cell nucleus via 

the linker of nucleoskeleton and cytoskeleton (LINC) complex, composed of the SUN 

(Sad1p, UNC-84) domain and the KASH (Klarsicht/ANC-1/Syne Homolog) domain 

proteins14,15. Such nuclear-cytoskeletal connections allows for proper spatial positioning of 

the nucleus within the cell during directed migration and enables transfer of mechanical 

forces and extracellular signals into the nucleus, leading to activation of molecular 

signaling pathways and alterations in cellular response, through a process commonly 

referred to as mechanotransduction16ï18. Such ability of cells to sense and respond to 
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mechanical cues is highly important in cancer metastasis and is also a key determinant of 

cell fate and function during other physiological processes like cell differentiation, 

proliferation and death. Mechanotransduction is primarily driven by a complex interplay 

between the cell-ECM adhesions, cell cytoskeleton and mechanical forces within the local 

microenvironment. Thus, proper understanding of these different factors is key to 

understanding biochemical alterations within cells in response to mechanical signals during 

cancer progression. 

2.3 Cytoskeletal reorganization during key morphological stages of the cell cycle 

The cytoskeletal architecture and the cell-ECM adhesions are highly dynamic and 

constantly remodeled during the cell cycle, a complex and fundamental process, through 

which all cells grow and proliferate. While biochemical regulation of the cell cycle is well 

understood, it is increasingly becoming clear that mechanical cues for the local 

microenvironment plays a crucial role as well19,20. Morphologically, the cell cycle can be 

subdivided into interphase and various stages of the M (mitotic) phase. Particularly, during 

interphase, cells can undergo spreading to transform from a rounded state to a flattened 

contractile morphology and start migrating in polarized shapes. Dynamic remodeling of 

the cytoskeleton at the onset of mitosis leads to loss of such cell shapes and return of the 

rounded morphologies. In each of these morphologies, cells remain connected and can 

interact with their ECM through various cytoskeleton-mediated connections. 

2.3.1 Cell spreading leads to contractility generation during interphase 

Adherent cells establish their cytoskeletal contractility by transforming to a well-spread 

state upon contact with an adhesive microenvironment, through a process commonly 

referred to as cell spreading. The process of cell spreading21 encompasses several important 
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events, which are instrumental for force generation, cell migration, and 

mechanotransduction. At very early stages of the spreading process, cells interact with the 

local ECM, via the integrin family of transmembrane receptors, which can bind directly to 

the ECM ligands like fibronectin. Shortly afterwards, integrins bind with the actin 

cytoskeleton via the adhesion protein talin22. As the cells spread further utilizing actin-rich 

protrusions, an inward movement of the actin cytoskeleton occurs from the leading edge 

of the cell towards the cell center. This generates tugging forces on the nascent integrin-

matrix adhesions, which based on the ECM stiffness, can either lead to integrin unbinding 

from the matrix, or lead to recruitment of various adhesion proteins23 like paxillin, vinculin, 

FAK, to the nascent adhesion sites leading to their maturation into larger (few ɛm in length) 

polarized adhesions, also referred to as focal adhesions10 (FAs). As the focal adhesions 

mature, concomitantly actin polymerization leads to the generation of actin filaments. 

Bundles of such filaments crosslinked primarily by Ŭ-actinin lead to formation of actin 

stress fibers24   (SFs). These stress fibers act in conjunction with the myosin II motors to 

exert significant traction forces25 on the matrix and thus constitute the contractile 

machinery of cells.  

2.3.2 Actin stress-fiber mediated cell contractility guides cell migration  

 

Cell migration is a fundamental cellular function which is crucial for various physiological 

processes including tissue morphogenesis, wound healing and in pathological conditions 

such as cancer metastasis. During metastatic invasion epithelial cells undergo EMT 

(epithelial-mesenchymal transition) to escape from the site of the primary tumor and move 

to distant parts of the body.  
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While the nature of cell migration vary significantly depending on the cell type and ECM 

dimensionality, one of the most widely studied is the mesenchymal cell migration 

particularly on 2D substrates. Mesenchymal migration is a multi-step process which 

involves extensive mechanical interactions with the underlying extracellular matrix 

(ECM). To achieve migration, well-spread cells first need to establish a front-rear polarity 

axis, which will subsequently determine the direction and persistence of cell movements. 

Such polarized cell shapes typically feature a broad leading edge and a narrow trailing 

edge.  Next, cells advance their leading edge by putting out thin actinïrich membrane 

protrusions of lamellopodial or filopodial origins, stimulated primarily by the Rho- family 

GTPases, particularly RAC1 and CDC42. Leading edge protrusions form integrin-based 

nascent adhesions which mature into larger focal adhesions in response to local 

transmission of mechanical forces between the cytoskeleton and the extracellular matrix. 

Formation of such new adhesions increases contractility within the actin stress fibers, while 

concomitantly a rapid turnover of focal adhesions happens at the rear end through protease 

activity. Increased actomyosin contractility mediated by RhoA, combined with such FA 

breakdown ultimately leads to an active retraction of the trailing end of the cell, causing a 

net cell movement. This cycle of protrusion-adhesion and contraction keeps repeating over 

time, thereby enabling cells to migrate.  

2.3.3. Cell-ECM connections through retraction fibers during cell division 

Cell division constitutes a fundamental cellular function, which allows cells to replicate 

their DNA content and divide into daughter cells. Thus, cell division is key to development 

of all living tissues and organs and is essential to propagation of life.  Additionally, it is 

also crucial in the context of pathophysiological conditions like cancer, since tumor 
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formation and development can be largely attributed to uncontrolled division of 

malignantly transformed cells.  

Cell division occurs during the M-phase (mitosis) of the cell cycle and is a highly regulated 

process which requires precise reorganization and co-ordination of the actin and 

microtubule cytoskeletons. Entry of mitosis is characterized by drastic changes in cell 

shape. Particularly, cells lose their spread shapes (during interphase) and round up through 

an almost complete loss of the classical cell-ECM adhesions and an extensive remodeling 

of their actomyosin cytoskeleton from a primarily stress-fiber based organization to a 

cortical localization26ï28. Internally, within the cell, the mitotic process starts with the 

directed movement of duplicated centrosomes on either side of the nuclear envelope during 

prophase. This is followed by the dissolution of the nuclear envelope, also known as the 

nuclear envelope breakdown (NEBD) during the onset of prometaphase. NEBD enables 

spindle microtubules to connect to the newly released chromosomes through kinetochore-

mediated attachments, and shift them to an equatorial region within the cell to form a 

condensed plate-like structure. During metaphase, formation of this integrated 

microtubule-chromosome structure also known as the mitotic spindle is complete, with 

pairs of sister chromatids situated on the spindle equator directed towards opposite spindle 

poles. The geometric positioning of the mitotic spindle determines the division axis 

orientation and subsequent daughter-cell positioning and fate, and thus is of central 

importance in tissue development and in tumor growth. The next stage or anaphase initiates 

the segregation of sister chromatids, leading to an increase in separation between the 

spindle poles. During the latter part of anaphase, an actomyosin-based contractile ring 

causes a cleavage furrow within the actin cortex. Progressive contraction of this contractile 
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ring during telophase and cytokinesis, ultimately leads to the formation of daughter cells 

with segregated DNA.  

 

While environmental cues like soluble factors are known to regulate the mitotic 

progression, the impact of mechanical cues in determining cell division dynamics remains 

poorly understood. It is now well known that rounded mitotic cells remain connected to 

their underlying ECM through thin actin-rich membrane extensions, also known as 

retraction fibers (RFs). These actin-based RFs emerge from the sites of interphase 

adhesions and thereby provide essential guidance cues during daughter cell spreading. 

Recent studies indicate that retraction fibers are mechanically linked to the astral 

microtubules of the mitotic spindle through a ócortical mechanosensory complexô which 

comprises of several key players including active integrins, MISP (Mitotic interactor and 

substrate of PLK1), caveolin, and few other adhesion complex proteins29ï31.  

 

While a huge body of previously reported studies have elucidated the different mechanisms 

of spreading, migration and division, it is be noted that they are mostly based on flat 2D 

cultures or 2D adhesive micropatterns which do not recapitulate the fibrous nature of the 

native extracellular matrix.  

2.4 Biophysical cues within the native extracellular matrix 

The native extra-cellular matrix32,33 (ECM) is a complex 3-dimensional fibrous biopolymer 

network, enclosed in a viscous macromolecular gel, and forms the immediate 

microenvironment of living cells. Apart from providing an essential physical substrate for 

anchorage the embedded cells, the native ECM provides a range of biophysical cues which 

guides cell adhesions, spreading, mechanical force generation, migration and division.  

Although the composition of the ECM varies in different regions of the living body, it is 
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composed primarily of fibrous proteins34 like collagens, elastin, laminins, fibronectin and 

hydrophilic and acidic components like proteoglycans (PGs) and glycosaminoglycans 

(GAGs), which are capable of sequestering water and forming a viscous gel around the 

fibrous network. Furthermore, based on the network structure and specific composition, 

natural ECMs are broadly classified into 2 categories: the fibrous connective interstitial 

matrices35 and the densely packed pericellular matrices, chief among which being the 

basement membrane. In the context of fibrous ECM, the major contributing proteins are 

the fibrillary collagens and elastin. The major varieties of the fibrillar collagens include 

collagen types I, II, III, V, XII, XXIV, and XXVII. Among them collagen type I and III are 

expressed most abundantly in various living tissues. Within the ECM, both collagen and 

elastin exist either as fibrils or fibers, composed of multiple repeats of their structural units 

,tropocollagen36 and tropoelastin, respectively. In vivo imaging of native fibrous ECM 

using second harmonic generation37 (SHG), third harmonic generation38 (THG), 

multiphoton microscopy39, and electron microscopy has revealed a complex hierarchical 

network of fibers ,which is comprised of individual fibers (30ï70 nm diameter) that can 

form bundles (100 nm-few microns in diameter)35,37,40. 

 

ECM fiber type Diameter Elastic Modulus 

Collagen fibers 
30-100 nm for fibrils ,1-20 µm for 

fibers/fiber bundles  

1.2 GPa for mammalian 
tendon collagen, 100-360 

MPa for rat tail collagen type I 
fibers 

Elastin fibers 
100-200 nm for fibrils ,0.3-2 µm for 

fibers/fiber bundles 
~0.2-1 MPa41 , depending on 

ECM type 

Reticular fibers 20-40 nm fibrils made of collagen mostly N/A 

Fibronectin 
fibers 

10-1000 nm  ~1 MPa  
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Table 2.1: Physical dimensions and mechanical properties of commonly observed ECM 

fibers, Adapted from Mukherjee, Jana et al.,42 2017 

 

While the fibrous nature of the native ECM guides various physiological processes like 

wound healing and tissue development, it is of central importance in driving cancer 

progression. The cancer-associated extracellular matrix commonly referred to as the tumor 

stroma is a highly dynamic microenvironment, which can consist of both dense and loose 

packing of collagen fibers, featuring differential levels of fibrillar alignment and stiffness. 

Formation of a dense fibrocollagenous stroma surrounding the tumor, also known as 

desmoplasia43, constitutes one of the major features of several invasive carcinomas 

including breast cancer and is implicated in the initiation and guiding of tumor cell 

invasion.  Recent advancements in second harmonic generation (SHG) and multiphoton 

microscopy have revealed how constant remodeling of the tumor ECM through 

actomyosin-mediated cell contractility leads to increased linearization and a radial 

alignment of the collagen fibers perpendicular to the tumor boundary, thereby enabling the 

preferential migration of cancer cells along the aligned ECM regions. Such extensive 

reorganization of collagen fibers is best characterized in the case of breast carcinoma, and 

is widely referred to as the tumor associated collagen signatures (TACS)44,45. Detailed 

characterization through SHG microscopy has revealed that TACS progresses through 3 

major stages. First there is a significant (3-fold) enhancement in collagen content in the 

regions surrounding the tumor, leading to a highly dense network of randomly oriented 

collagen fibers, which constitutes TACS1.  During the next stage i.e. TACS2, collagen 

fibers get significantly taut in nature and organize along the tumor boundary. The final 

stage or TACS3 involves the radial alignment of these taut collagen fibers orthogonal to 
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the tumor boundary, enabling local invasion of the tumor cells. It is now well appreciated 

that collagen fiber alignment constitutes one of major markers of invasive tumor cell 

phenotypes and correlates with poor survival rates in cancer patients.  

Intravital (SHG/THG) imaging of the native ECM within various tissues have revealed 

various details on the organization of collagen fibers. For example, pore sizes within the 

ECM fiber network are > 100 ɛm2 for the loose connective tissues, it is ~ 30-70 ɛm2 for 

loose-medium density ECM and it can go < 1 ɛm2 in the spaces between densely packed 

collagen bundles46. Such highly dense fibrous environments can be often observed within 

the collagen-rich stroma and the packed basement membrane. Intravital characterization of 

the native collagen rich interstitial ECM by the Friedl group has revealed aligned spaces of 

the collagen fiber networks with average widths of ~ 10-15 ɛm47. Cells adhering and 

moving along such networks can interact with single fibers, representing 1D migration or 

can interact with multiple fibers leading to 3D cell migration. 

 

In summary, the native extracellular matrix, particularly in the context of cancer, is a highly 

fibrous matrix consisting of fibers with diverse geometric dimensions, mechanical 

properties and network organization (aligned and crossing), all of which can affect the 

behavior of interacting cells. Therefore, in vitro models mimicking the ECM need to 

account for both the elastic modulus (N/m2) of the whole network and the structural 

stiffness (N/m) of individual ECM fibrils of varying diameters. 

2.5 Platforms to study cellular interactions with their microenvironment  

 

Over the years, the most widely substrate for understanding cell-matrix interactions are the 

flat 2D coverslips made out of glass or plastic. Although these substrates are quite easy to 

implement in cell culture studies, their lack of any distinct features combined with their 
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bulk stiffness being several times higher than any normal tissue stiffness, make them quite 

irrelevant as ECM-mimicking substrates. In their seminal paper, Pelham and Wang48, 

demonstrated how stiffness of 2D polyacrylamide gels, can significantly modulate extent 

of cell spreading and nature of cell migration. Since then, various studies have 

demonstrated the role of substrate stiffness in regulating cell spreading, cytoskeletal and 

focal adhesion organization and cell migration. It is to be noted that while these substrates 

can be used to understand the role of stiffness, they are still 2D featureless in nature. To 

incorporate aligned features, studies have been performed on micropatterned lines, 

microgrooves and microchannels, which mechanically confine the cells in 1D 

morphologies. Although such substrates demonstrate the importance of alignment in 

guiding cell behavior, they are still unable to recapitulate essential features of the mostly 

fibrous native ECM. In order to generate nanofibrous environments in vitro, a number of 

fiber manufacturing techniques has been put forward. Out of these various reported 

techniques, electrospinning49 is arguably the most widely used method, which allows for 

the continuous production of fibers, ranging from tens of nanometer to a few microns in 

diameter. In this process, polymer solution is pumped through a syringe to a needle, where 

a high electrical voltage (few kV) extrudes polymeric fibers onto a collecting target to form 

nonwoven fiber mats. Such electrospun fiber networks have been widely used to study cell-

fiber interactions in the context of developmental biology, specifically investigating the 

morphology, proliferation, and differentiation of a variety of cell types and, in more recent 

years, as novel in vitro substrates to mimic the in vivo migratory behavior of tumor cells. 

In 2014, Nelson et al.50 demonstrated, using aligned and random electrospun fiber 

architectures, how fiber alignment can have a significant impact on the motility of the 
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human breast cancer cells (MCF-7, MCF-10A, and MDA-MB-231). Compared to the 

conventional featureless flat 2D substrates and even randomly oriented fiber networks, 

cells on aligned fiber architectures demonstrated a significantly higher degree of cell 

alignment, elongation, and a multifold increase (2-5 times) in the migration rate. Using 

aligned electrospun nanofibers, Rao et al.51 demonstrated that OSU-2 (glioblastoma 

multiforme) cells adopted elongated morphologies on these aligned nanofibers and 

furthermore the stiffness of the nanofibers induced alterations in the migration rate and 

focal adhesion dynamics of the cells. In another similar study by Beliveau et al.52, migration 

of U87MG (glioblastoma multiforme) tumor cells was investigated on aligned and random 

fiber networks, and it was observed that aligned topography of the electrospun fibers leads 

to elongated spindle-shaped cells, featuring well-directed and elongated focal adhesions. 

2.6 The STEP technique for ECM-mimicking fibrous environments 

 

Although the electrospun fiber networks have been extensively used to investigate the 

influence of fibrous topographies on cell morphology, proliferation, growth, differentiation 

and cell migration, studying cell-fiber interactions at single and collective cell level with 

high spatiotemporal resolution, in a repeatable manner is quite challenging due to 

manufacturing challenges associated with controlling fiber diameter, spacing and degree 

of alignment. In this regard, Spinneret based Tunable Engineered Parameters (STEP) 

technique pioneered by Nain et al.53 offers an alternative method for developing highly 

aligned, tunable, repeatable nanofiber networks for studying cell-fiber interactions. A 

major factor behind such precise control is due to the fact, that the STEP technique does 

not require the use of an electric source in fiber fabrication process; rather it relies on a 

physical pull of a single fiber filament from the extruded droplet from a spinneret. 
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Typically, polymer solution is pumped through a spinneret (probe) and forms a solution 

droplet at the probe tip. A rotating substrate contacts the droplet and pulls out solution 

filaments, which after solvent evaporation and solidification are collected on the substrate 

in parallel configurations at a desired inter-fiber spacing. By depositing fibers on top of 

each other in multiple layers, hierarchical assemblies of fiber networks with tunable unit 

cell dimensions can be generated. Another distinctive feature of the STEP technique, is 

that the fabricated nanofiber networks can be deposited on hollow substrates, thus making 

them suspended and more in line with the native ECM. Due to the suspended nature of 

these nanofibers cells can react to structural features like curvature, topography and 

structural stiffness (N/m) and changes in these individual fiber properties have the potential 

to induce significant changes in individual cell response, as quantified by various metrics 

like cytoskeletal organization, focal adhesion distribution54, migration rate55 and nuclear 

shape index54. 

 
Figure 2.1: The STEP technique for fiber manufacturing, a) Schematic showing 

fibers pulled from polymer solution droplets, adapted from Mukherjee,Jana et al.,2017 

b) FESEM images of highly Parallel array of ~ 500 nm diameter PS fibers c) Crosshatch 

network with 18 ɛm unit cell size d) Unit cell size called down to 6 ɛm, without loss 

of regularity e) 350 nm diameter fibers with a 2 ɛm inter-fiber spacing deposited on a 

3 ɛm fiber 
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2.7 Summary and objectives 

 

The native fibrous extracellular matrix provides diverse geometric and mechanical cues 

which are sensed and transduced by cells to regulate their behavior during various 

physiological processes like tissue development, wound healing and pathological 

conditions like cancer metastasis. During cancer metastasis, the ECM gets significantly 

reorganized near the tumor interface to become highly aligned collagen fiber tracts, which 

enable directed cell migration in anisotropic shapes. Along their metastatic journey, cells 

can encounter a diverse range of ECM fiber architectures (including both aligned and 

crossing fiber arrangements), fiber density, individual fiber sizes and stiffness. While 

previous studies performed on extracellular regulation of single cell behavior have mostly 

focused on the role of bulk ECM properties like substrate stiffness, our current 

understanding of cellular adaptability to such fibrous microenvironments still remains 

unclear. The STEP technique allows for manufacturing of ECM-mimicking fibrous 

matrices with tunable geometric (fiber curvature, inter-fiber spacing, network architecture) 

and mechanical properties (stiffness) and thereby can enable a systemic investigation of 

the role of such biophysical cues towards regulation of single cell behaviors like 

cytoskeletal dynamics, force generation, migration, division and nuclear mechanics.  

 

In order to study such regulation, the proposed work in this thesis has been divided into 4 

major components. Firstly, we manufacture suspended matrices of aligned fibers with a 

wide range of diameters (~ 150 nm- 6.6 µm) to mimic the sizes of collagen fibrils and 

bundled fibers in vivo to investigate cytoskeletal and nuclear mechanics during cell 

spreading in elongated shapes. Here, we report for the first time that cells in suspended 

environments demonstrate a unique cytoskeletal caging structure surrounding the nucleus, 
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devoid of apical-basal polarity commonly reported in 2D planar substrates. Fiber diameter 

and density-dependent mechanical tension within the cytoskeletal cage of elongated cells 

drives nuclear compression, translocation of the YAP/TAZ transcription factor and induces 

well-defined deformation or invaginations within the nuclear envelope. To extend our 

findings and investigate if aligned fiber configuration was a prerequisite for achieving 

elongated cell and nuclear shapes frequently observed during directed migration of cancer 

cells, we developed bidirectional crossing fiber matrices with tunable fiber density to 

mimic the crossing fiber arrangements within the native interstitial matrix. Unexpectedly 

we observed, cells adhering to dense crosshatch networks developed highly elongated 3D 

morphologies with thicker nuclei and migrated persistently at high speeds, a previously 

unknown mechanobiological response of cancer cells to ECM geometry. Interestingly, as 

cells elongated during interphase rounded up to divide, fiber-geometry dependent 

organization of retraction fibers led to differential levels of mitotic cell body movements 

leading to alterations in metaphase plate oscillations, division times and mitotic spindle 

defects.  Finally, we interrogated how elongated cells on suspended fibers respond and 

adapt to external high-voltage electric fields, commonly used in cancer therapeutics. Using 

single cell force measurements, we identify for the first time multistage cell contractility 

recovery dynamics, correlating with cytoskeletal disruption and reassembly, and report 

geometric orientation-dependent cell-viability.  Comprehensive investigation of such 

ECM-fiber mediated mechanistic regulation of single cell behavior will advance our 

understanding of the cancer metastatic process and can potentially lead to development and 

optimization of cancer therapies targeting the cytoskeleton.   
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Chapter 3: 

Sculpting rupture-free nuclear shapes in fibrous environments 

3.1 Introduction 

The nucleus, as the stiffest cellular organelle 56, plays a central role in mechanotransduction 

57. Proper control of nuclear shapes is one of the primary cellular functions controlling cell 

migration, differentiation and tissue morphogenesis 58. Thus, not surprisingly, defects in 

nuclear shapes are often implicated in various disease states, including progeria, muscular 

dystrophy, and cancer metastasis 59. Nuclear shapes are regulated by mechanical forces 14,60 

originating from cells' dynamic interactions with their surrounding microenvironment, i.e., 

the extracellular matrix (ECM), and transmitted to the nucleus by the cell cytoskeleton. 

The nuclear envelope composed of the lamin intermediate filament networks is critical in 

sustaining external forces exerted on the nucleus. Lamin network mutations and 

deficiencies cause significant reduction of the nuclear stiffness 61, leading to nuclear 

blebbing 62, and mislocalization of DNA repair factors and DNA damage 63.  

Mechanical forces primarily act through the actomyosin contractions in the stress fibers to 

control nucleus shape to induce nucleo-cytoplasmic shuttling of transcription factors like 

YAP/TAZ, MKL1, and chromatin remodeling proteins such as HDAC 64,65. The force-

mediated nuclear shape changes also induce reorganization and stretching of the internal 

chromatin domains 66, resulting in altered transcriptional activity and mechanical 

properties of the nucleus 67. A growing consensus in the field has been that nuclei rupture 

as they undergo drastic shape changes, causing mislocalization of signaling molecules 

(6,12). Large scale mechanical forces, driven by ECM stiffness, mold cell shape, which 
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controls the nucleus shape; high aspect ratio nuclei induce high curvature at the poles, 

making them susceptible to rupture 62.  

In vivo 3D aligned matrices, observed frequently in both healthy and diseased states, which 

include tendons 69,70, muscle tissue71,72 and extracellular regions surrounding metastatic 

tumors 44,73,74 provide topographic cues for cells to spread uniaxially and migrate 

persistently by exerting forces 75,76 . Fibrillar matrices composed of individual collagen 

fibrils range in size from 70 to 300 nm 77ï80 that can bundle to larger fibers varying from 1 

to 20 µm in diameter 78,80.  Mimicking the native ECM architecture within an in vitro 

setting, is often highly challenging and flat 2D substrates with and without anisotropic 

features and 3D gels have been used extensively to study cell behavior81. 2D systems have 

limited physiological relevance, and while 3D collagen gels capture the fibrillar 

architecture, the inherent heterogeneity in these matrices renders it difficult to understand 

the role of fiber dimensions and organization in regulation of cytoskeletal and nuclear 

responses 82,83. Studies by the Yamada group have demonstrated how single cell behavior 

in 3D microenvironments can be recapitulated through use of narrow 1D microprinted lines 

of varying widths (1-40 µm) 84. Microprinted lines are essentially 2D surfaces, and in our 

study, we inquired if suspended 1D fibrillar architecture of precisely controlled fiber 

diameters (150-6000 nm) and interfiber spacing regulated nuclear responses of uniaxial 

spread cells, as we have previously shown protrusive, contractile, and migratory behavior 

of uniaxial cells to be sensitive to fiber curvature and spacing 85ï91. In this study, we chose 

nucleus rupture and the spatial localization of YAP/TAZ as two markers of nuclear 

response to changes in fiber curvatures.  We discovered that cytoskeletal and lamin 

networks in suspended cells are localized in an almost uniform caging structure 
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surrounding the nucleus, contrary to the preferential apical localization in flat continuous 

surfaces.  Fiber-curvature driven cytoskeleton tension led to precise sculpting of nucleus 

shape, including unique teardrop shapes due to actin stress fiber anisotropy and 

invaginations that ran the length of nucleus. We found that all nucleus shapes, including 

the sharpest invaginations formed on nanofibers did not undergo rupture events, indicating 

a remarkable adaptability of nuclei to fibrillar environments.  Nuclear translocation of YAP 

increased with the diameter or fiber density. Overall, we describe cellular 

mechanosensitivity unique to fiber matrices with implications in pathophysiology. 

3.2 Materials and Methods 

Fabrication of nanofiber networks 

Using the previously reported STEP technique92,93, suspended fiber nanonets (horizontal 

arrays of densely spaced (~12 ɛm) nanofibers of differing diameters (200nm, 350nm, 

800nm) deposited on widely spaced (~ 250 ɛm) vertical support fibers (~2 ɛm diameter), 

were manufactured from solutions of polystyrene (MW: 2,000,000 g/mol; Category No. 

829; Scientific Polymer Products, Ontario, NY, USA) was dissolved in xylene (X5-500; 

Thermo Fisher Scientific, Waltham, MA, USA) in 7-13 wt% solutions. Micron scale (Ó 2 

µm) fibers were manufactured from 2-5 wt% of high molecular weight polystyrene (MW: 

15,000,000 g/mol, Agilent Technologies, Santa Clara, CA, USA). Briefly, the polymeric 

solutions was extruded through a micropipette (inside diameter: 100 µm; Jensen Global, 

Santa Barbara, CA, USA) for deposition of aligned fibers on a hollow substrate. Measured 

(using scanning electron microscopy images) diameters for the 150 nm, 200 nm, 350 nm, 

800 nm, 2.5 µm, 3.5 µm and 6.6 µm diameter categories are 153 ± 1.2 nm, 206 ± 2.6 nm, 

361 ± 4.5 nm, 808 ± 7.6 nm, 2.50 ± 0.02 µm, 3.48 ± 0.09 µm and 6.62 ± 0.17 µm (values 
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are shown as Mean ± SEM, n=37, 59, 90, 92, 28, 21 and 25 respectively). For the 350nm 

diameter category, fiber networks with varying spacing (3-25) ɛm were used. All fiber 

networks were crosslinked at intersection points using a custom fusing chamber, to create 

fixed-fixed boundary conditions.  

Cell culturing and experimental procedure 

C2C12 mouse myoblasts (ATCC), HT1080 human fibrosarcoma and HeLa cells were 

cultured in Dulbeccoôs modified Eagleôs medium (Invitrogen, Carlsbad, CA, USA) 

supplemented with 10% fetal bovine serum (Gibco, Thermo Fisher Scientific) in T25 flasks 

(Corning, Corning, NY, USA) kept at 37°C and 5% CO2 in a humidified incubator. For 

imaging cell spreading dynamics scaffolds containing fiber nanonets were mounted in 

glass-bottom single well plate. For immunofluorescent staining experiments, cell seeding 

was performed on fiber scaffolds mounted on glass-bottom six-well plates (Cellvis, 

Mountain View, CA, USA). Prior to experimentation, fibers were sterilized in 70% ethanol 

for 10 minutes and functionalized for 1 hour under incubation at 37ÁC using 4 ɛg/mL 

fibronectin in PBS (Invitrogen, Carlsbad, CA, USA). For fluorescent labelling of fibers, 

rhodamine conjugated fibronectin (Cytoskeleton Inc., Denver, CO, USA) was used with 

the same concentration and incubation time. Before cell seeding, the test platform was 

moved into an AxioObserver microscope under incubation conditions of 37°C and 5% CO2 

(Zeiss, Oberkochen, Germany). Without disturbing the closed environment, a droplet 

(~100 µL) of cell suspension was deposited on the fiber nanonets to begin the experiment.  

Live imaging 
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Time-lapse optical imaging was started immediately before introducing the cell suspension 

to the fibers. Imaging was performed at 20x 0.8 NA objective in a Zeiss AxioObxerver Z1 

microscope with an interval of 1-3 minutes for 1 hour. C2C12 or HT1080 cells expressing 

NLS (nuclear localization signal) mCherry were imaged every 3 min with a TRITC filter 

set. 

Immunofluorescent staining and imaging 

Cells were fixed with 4% paraformaldehyde for 15 minutes at various timepoints (5, 10, 

20, 40 and 60 minutes), following initial cell fiber contact. Cells were then permeabilized 

with a 0.1% Triton X-100 solution, washed in PBS twice and blocked with 5% goat serum 

(Invitrogen, Grand Island, NY) for 30 minutes. Primary antibodies, diluted in an antibody 

dilution buffer consisting of PBS with 1% Bovine Serum Albumin and Triton-X 100, were 

added to the fixed cells and kept either i) overnight at 4o C / ii) at room temperature for 3 

hours / iii) at 37oC for 2 hours. Diluted secondary antibodies, along with the conjugated 

Phalloidin-TRITC (Santa Cruz Biotechnology, Dallas, TX, USA) or Alexa Fluor 647 

Phalloidin (Invitrogen) diluted in 1:80 ratio, were subsequently added and stored in a dark 

place for 45 minutes. Following a 3 times PBS wash, DAPI (4ǋ,6-diamidimo-2-

phenylindole) or Hoechst 33342 (Thermo Fisher Scientific) was added for 5 minutes to 

stain the cell nuclei. Primary antibodies include Anti-Vimentin antibody (1:250, rabbit 

monoclonal, EPR3776, Abcam), Anti-phospho-Paxillin (1:100, rabbit polyclonal, pTyr31, 

Invitrogen), Anti-beta tubulin (1:500, mouse monoclonal, 2 28 33, Invitrogen), Anti-Lamin 

A/C (1:1000, mouse monoclonal, sc-376248, Santa Cruz Biotechnology), Anti-Lamin B1 

(1:500, mouse monoclonal, sc-374015, Santa Cruz Biotechnology) and Anti-YAP (1:100, 

mouse monoclonal, sc-101199, Santa Cruz Biotechnology). Secondary antibodies include 
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Goat anti-Rabbit IgG Alexa Fluor 488 (1:200, Invitrogen), Goat anti-mouse IgG Alexa 

Fluor 488 (1:200-1:1000, Invitrogen) and Goat anti-mouse IgG Alexa Fluor 647 secondary 

antibody (1:500, Invitrogen). 

Images were taken using an inverted Zeiss microscope using a 63x objective (NA 1.20, 

water immersion). Confocal microscopy was performed using a laser scanning confocal 

microscope (LSM 880, Carl Zeiss Inc.) and images were obtained using a 63x 1.15 NA 

water immersion objective. Z-stacks were taken with slice thicknesses ranging between 

0.3-0.5 ɛm. Z-stack images were processed in the Zen Blue software (Carl Zeiss Inc). 

Generation of knockdown cell lines 

Lmna-KD were created using shRNA encoded on pLKO.1 puro plasmid (Addgene #8453) 

and introduced into C2C12 with 2nd generation lentivirus. Sequences for shRNA was 

obtained from Broad Institute Genetic Perturbation Platform. The sequence used for this 

study is GCGGCTTGTGGAGATCGATAA. Viral particles were produced in HEK293T 

following calcium phosphate transfection using 4.8 ɛg, 30 ɛg and 33.6 ɛg of VSVG 

(Addgene #14888), psPAX2 (Addgene #12260) and pLKO.1 puro Lmna-shRNA plasmids 

respectively. After 48 hrs, supernatant containing viral particles were concentrated 100x 

following 2-hr ultracentrifugation 50,000 g and 4oC. Cells were transduced in full growth 

media (DMEM supplemented with 10% FBS) containing viral particles for 48 hrs and 

verified (Supplementary Fig. 3.S12) via Western blot using anti-Lmna/c mouse mAb 

(Cell Signaling Technology #4777).  

Pharmacological inhibition 
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For cytoskeletal inhibition, cells in suspension were incubated with 2 µM cytochalasin D 

(actin disruption) (Fischer Scientific), 1 µM nocodazole (microtubule disruption) (Sigma 

Aldrich) and 10-20 µM Y27632 (ROCK inhibition) (Hellobio, Princeton, NJ, USA) for 30 

minutes -1 h. For chromatin compaction /decompaction cells were pre-treated with histone 

demethylase inhibitor (Methylstat, 5 µM, 48 h incubation) (Sigma Aldrich, St. Louis, MO, 

USA) and histone deacetylase inhibitor valproic acid (VPA, 2 mM, 24 h incubation) 

(Sigma Aldrich) respectively. At least N=2 replicates were performed for each drug 

condition. 

Analysis of shape metrics 

Cells in suspension demonstrate a rounded morphology which evolves as they attach and 

spread on a substrate. Cell circularity is defined by the relation: 

Circularity=4ˊA/P2 

where A is spread area (ɛm2) and P is perimeter (ɛm). A perfect circle results in a circularity 

value of 1.0. As the shape elongates, this value approaches 0. 

Polarized cells were manually outlined in ImageJ and the aspect ratio was quantified using 

the Bounding Rectangle Function. 

Analysis of focal adhesion clusters and actin stress fibers 

Consistent with our previously reported convention, we quantified the length of the focal 

adhesion (FA) cluster as the longest continuous length of immunostained paxillin. Intensity 

profiles for paxillin were generated by performing line scans along the cell-fiber contact 

region. For averaging purposes, profiles were normalized in 2 steps, i) Intensity (plotted 
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along y-axis) was normalized with respect to peak intensity of the corresponding profile, 

ii) Cell length (plotted along x-axis) was normalized with respect to the net length 

(measured from end-to-end) of the particular cell. Intensity profiles were subsequently 

averaged using a custom MATLAB routine, using a bin width of 0.01.  

Maximum intensity projections of phalloidin stained cells were utilized to count the 

number of major actin stress fibers emanating from each FA cluster and in the perinuclear 

region. Orientation of the actin stress fibers were measured with respect to the undeflected 

nanofiber orientation.  

For average actin localization in Fig. 3.4b, images of perinuclear regions (17 cells) were 

averaged using a custom MATLAB routine, and the average image is represented as an 

intensity heatmap. 

Analysis of nucleus shapes and deformations 

Confocal z-stacks of DAPI/Hoechst/Lamin stained nuclei were processed in either ImageJ 

(NIH; https:// imagej.nih.gov/ij/) or Zen Blue (Carl Zeiss Inc). Nucleus projected area was 

calculated from the top (xy) view at the equatorial plane (plane of the nanonets). The shape 

(xy) of the nucleus was approximated as an ellipse and quantified by the ellipse 

eccentricity. 

Eccentricity= (1-b2/a2)0.5 

Where 2a and 2b represent the shape of the major and minor axis of the ellipse respectively. 

The eccentricity value of a perfectly symmetrical circle is 0, while the value increases to 1, 

with increasing elongation of the ellipse.  
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Nucleus aspect ratio was measured by manually outlining and using the Bounding 

Rectangle Function in ImageJ. 

Nucleus thickness was measured from the orthogonal side views (xz or yz) generated with 

the Ortho function in Zen Blue, and the maximum z-dimension was considered as the 

thickness of the nucleus.  

To quantify nuclear shapes in ómismatchô diameter fiber doublets, cross-sectional side 

views (yz) were generated using Ortho function in Zen Blue. A line is then drawn through 

the nucleus mid-width as shown in (Fig. 3.4b (iii)) and the area of the half cross-sections 

were measured and designated as Amax and Amin
 based on larger and smaller area 

respectively. Nucleus asymmetry index (NAI) is defined by Amin/Amax. Thus symmetric 

nuclei will have a NAI of ~1, while teardrop shaped nuclei will have NAI < 1.  

To quantify nuclear invaginations in spindle shaped cells attached to single fibers, the 

deformed region of the nuclear envelope (yz cross-sectional view) was manually outlined 

in ImageJ and a bell curve Ὓ ὛὩ , Fig. 3.5c) was fitted to the manual trace using 

a custom MATLAB (https://www.mathworks.com/) code to evaluate the individual 

parameters S0 (invagination depth) and ů (invagination spread).  

To quantify the level of curvature of the nuclear surface, a best-fit circle was placed at the 

apical and basal surface of the cross-sectional view (yz) of the nucleus, in the Zen Blue 

software. The curvature was defined as the inverse of the radius of this best-fit circle. 

Fluorescent Intensity analysis  
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To compare the basal and apical localization of cytoskeletal and nuclear envelope 

components, the orthogonal side views of the respective channels were first generated in 

Zen Blue. Rectangular intensity profiles with a 5 µm width were computed at the 

cell/nucleus mid-width (Fig. 3.1e). The peak intensities at the apical and basal side were 

subsequently extracted to compute the intensity ratio between basal and apical side. 

To quantify the YAP/NLS localization within cells, cells and nuclei were first manually 

outlined in Zen Blue to get the mean YAP/NLS intensity within the whole cell (Icell) and 

inside the nucleus (Inuc) and the corresponding projected areas (Acell and Anuc). The average 

intensity within the cytoplasm (projected area: Acyt) is indirectly quantified from the 

following relations: 

Icell*A cell = Inuc*A nuc + Icyt*A cyt  , 

Acell = Anuc +Acyt 

The intensity ratio Inuc/cyt is quantified by the ratio of the average intensities within the 

nucleus (Inuc) and the cytoplasm (Icyt).  

For NLS intensity analysis (Supplementary Fig. 3.S9), rectangular intensity profiles (1 

µm width) were taken along the cell length. Fluorescent intensity was normalized with 

respect to peak intensity of the corresponding profile and centered with respect to the 

nucleus midpoint. 

Calculation of cell adhesion forces 

Using our previously reported Nanonet Force Microscopy 94,95 technique, cell-fiber 

adhesion forces were quantified using a custom MATLAB code. Briefly, taut nanofibers 
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were approximated as loaded Euler Bernoulli beams with fixed-fixed boundary conditions 

and with forces exerted at either cell pole (localization of the focal adhesion clusters) at an 

angle. This direction of force exertion was taken along the average orientation (with respect 

to the undeflected fibers) of the f-actin stress fibers emanating from the polar FA clusters. 

Next, experimentally observed nanofiber deflection profiles were compared with the best 

fit profile from finite-element model predictions and the error between them was 

minimized iteratively to generate the adhesion forces. In fiber doublets (homogenous 

diameters), due to the high level of symmetry in fiber deflections on either fiber, magnitude 

of the net cell force exerted is approximated as twice the magnitude of the cell-adhesion 

force with each fiber. 

Statistical analysis and data fitting 

Statistical analysis was performed in GraphPad Prism (GraphPad Software, La Jolla, CA, 

USA) software. For statistical comparison between multiple groups, ANOVA (along with 

Tukeyôs honestly significant difference test) was utilized. For pairwise comparisons with 

a control group, Studentôs t-test was used. In all scatter data column plots, error bars 

represent standard deviation. Unless otherwise mentioned, in all other plots, error bars 

represent standard error of measurement. For all statistical plots *,**,***,**** represent 

p< 0.05, 0.01, 0.001 and 0.0001 respectively. Data fitting was performed in either 

MATLAB (for nonlinear fits) or Microsoft Excel (linear fits). 

3.3 Results 

Suspended cells show uniform nuclear caging of cytoskeletal elements and lamins 

 

We wished to compare the responses of cells plated on flat 2D as opposed to those attached 

to suspended fibers of varying diameters. We utilized force-measuring nanonets composed 
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of large diameter (~2000 nm) óstrutô fibers fused to orthogonal small diameter aligned 

fibers (Nanonet force Microscopy, NFM) 90,94ï96. To investigate the role of fiber diameter, 

we selected 3 different fiber diameters: 200 nm, 350 nm and 800 nm, while keeping the 

spacing between large strut fibers constant (~250 µm). Fiber beam stiffness, midspan of a 

beam scales approximately with ~d2, thus for constant beam length allows us to directly 

compare the effects of fiber diameter contributing to increase in stiffness 85,90,96. We 

investigated the dynamics of cell spreading and organization of cytoskeletal networks using 

a custom setup to add cell suspension droplets on the fibronectin-coated fiber networks 

(Fig. 3.1a, b). The inter-fiber spacing (10-12 µm) was chosen to ensure that cells spread 

along two fibers to form symmetric parallel-cuboidal shapes (Fig. 3.1b (iii)). For cells 

attached approximately midway across the fiber span length, we monitored cell spreading 

using optical microscopy (Fig. 3.1c). For all fiber diameter categories, cells after making 

initial contact with the fiber networks, began to protrude along the nanofibers. Consistent 

with our previous findings86, we observed that protrusions formed during spreading were 

primarily actin-based, while microtubules and vimentin intermediate filaments localized 

later during the spreading cycle (Supplementary Fig. 3.S1 b). To characterize cell size 

and shape during spreading, we tracked the cell projected area and the circularity for one-

hour for the three diameters. The cell area growth curves for all the fiber diameter 

categories showed a faster initial incremental phase followed by gradual maturation at 

longer times (Fig. 3.1d (i,iii) ), matching growth rate kinetics on 2D substrates97. 

Interestingly, we found that cells achieved steady-state area and circularity faster (~ 40 

min) on 200 nm diameter fibers, while cells on larger diameter fibers demonstrated higher 

spread areas and circularity (Fig. 3.1d).  
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Next, we inquired if classic apical localization of cytoskeletal elements, described in 

studies on flat surfaces extended to cells attached to suspended nanonets. On 2D substrates, 

nuclear shapes are shown to be regulated by cell boundary movements which involve both 

the contractility of the actomyosin cytoskeleton and the mechanical tension of the cell 

membrane 98,99. Khatau et al. have furthermore identified the apical perinuclear actin cap 

as a primary regulator of the nuclear shape 100, while more recently, Ihalainen et al. 

demonstrated a differential localization101 of the nuclear lamins (particularly Lamin A/C) 

towards the apical nuclear envelope. Informed by these studies, we examined the 

localization of the major cytoskeletal elements (f-actin stress fibers, microtubules and 

vimentin intermediate filaments) and nuclear lamins (A/C and B1) in cells attached to flat 

glass surfaces and on our suspended nanonets. We observed that the f-actin, microtubule 

and intermediate filament cytoskeleton was highly aligned along the fiber axis in elongated 

cells as compared to their counterparts on flat glass (Fig. 3.S1 a,c). Confocal microscopy 

side-views (xz and yz) at various stages during cell spreading revealed major differences 

in the localization of the nuclear lamins and the overall organization of the cytoskeletal 

elements around the nucleus (Fig. 3.1e (i), Fig. 3.S2). On flat 2D, our findings on apical-

basal localization of Lamin A/C were in agreement with previously reported literature 

(Intensity ratiobasal/apical = 0.35±0.04), but contrasted on suspended nanonets (Intensity 

ratiobasal/apical = 1.05±0.05). In a similar manner, cells on flat glass displayed preferential 

enrichment of different cytoskeletal elements towards the apical side in a ócappingô manner 

(Fig. 3.S2a), with the strongest apical preference observed in case of the vimentin 

intermediate filaments (Intensity ratiobasal/apical = 0.09±0.02). Contrarily, the cytoskeletal 

network was nearly  
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Figure 3.1: Cell spreading on suspended fiber networks: a) Schematic of assay used for 

studying cell spreading. Cell suspension is dropped on top of suspended nanonets coated with 

fibronectin and imaged in real-time. b) i) SEM image of suspended nanonet (scale bar, 50 µm) 

ii) SEM images of 3 different fiber diameters 200, 350 and 800 nm used for the study, (scale 

bar, 1 µm) and iii) Representative cell (stained for Actin-green, DAPI ïblue, and fiber -red) on 

a 2-fiber (diameter: 350 nm) doublet (scale bar, 20 µm). c) Images from time lapse microscopy 

showing different phases of cell spreading on a 2-fiber doublet. (scale bar, 50 µm) d, i,iii) 

Temporal evolution of cell spreading area and circularity respectively (n=16-29 cells per 

category). d, ii, iv) Statistical comparison of cell spread area and circularity respectively after  
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uniformly distributed around the nucleus in a ócagingô manner on suspended nanonets 

(intensity ratios ~1, Fig. 3.1e (iii)). Overall, we conclude that cytoskeletal caging of the 

nucleus in suspended nanonets causes uniform distribution of nuclear lamins, which is 

distinctly different than observations from 2D substrates. 

Increase in cytoskeletal tension during cell spreading is fiber-diameter dependent 

Since cells were achieving steady-state spreading fastest on the smallest diameters and 

suspended networks were causing cytoskeletal elements to cage the nucleus, we inquired 

the role of focal adhesions and actin network in establishing contractile forces. Visualizing 

cell-fiber adhesions through paxillin immunostaining at various timepoints (5, 10, 20, 40 

and 60 min) during cell spreading revealed that focal adhesion (FA) clusters were formed 

along the entire cell length at early stages (t~10 min), while a preferential localization of 

the FA clusters occurred to the cell poles with increased spreading (Fig. 3.2a (i), Fig. 3.S3). 

Normalized paxillin intensity taken along the cell length, revealed two distinct peaks (Fig. 

3.2a (ii)) corresponding to the major FA clusters at either cell pole, consistent with our 

previous findings85,90,91. The transition of adhesion sites from being punctate along the 

entire cell body to localizing in major clusters at cell poles occurred by the 20-min 

timepoint (Fig. 3.2a (ii)). A closer inspection of the adhesion distribution along the cell  

1 hour of spreading e) i) Representative immunofluorescence images showing differences in 

localization of cytoskeletal elements and nuclear envelope proteins between Flat 2D and 

suspended nanonets. Cytoskeletal elements form a ócagingô structure surrounding the nucleus, 

while on 2D they ócapô the nucleus from apical side (scale bars, 5 Õm) and ii) Representative 

confocal side views (xz) along with intensity profiles along the z-direction, first and second 

intensity peaks correspond to basal and apical surfaces respectively, (scale bar, 5 µm)  iii) 

Comparison of the basal and apical intensity for the different cytoskeletal and nuclear envelope 

proteins (n=10-11 per category) demonstrating intensity ratio values close to 1 for suspended 

nanonets (diameter: 200 nm) due to caging of nucleus, absent in cells on 2D.  
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Figure 3.2: Cell contractility during spreading: a) Focal adhesion (FA) organization: i) 

Representative images showing cells stained for actin (red), paxillin (green) and DAPI (blue) 

at different timepoints during spreading (fiber diameter: 350 nm), (scale bars, 20 µm), ii) 

Normalized paxillin intensity (average of 9-12 profiles for each timepoint) showing 

spatiotemporal reorganization of focal adhesions as cells spread, iii) Differences in FA 

organization in clusters (yellow arrow) at the poles and along cell body-fiber length (red 

arrowheads) for different fiber diameters, (scale bars, 20 µm) , iv) Temporal evolution of FA 

cluster lengths, and v) Comparison of FA cluster lengths at final spread state, n=21, 14 and 33, 

b) Actin cytoskeleton organization: i) Maximum intensity projections of actin cytoskeleton at 

spread state (60 min), (scale bars, 10 µm),  ii) Stress fiber angle formed at the focal adhesion 

cluster zones, n=68, 88 and 80, (scale bars, 10 µm),  iii) Transient evolution of orientation of 

the stress fibers during spreading, iv) number of major stress fibers originating from each FA 

clustering zone, n=33, 49 and 47 and v) number of major stress fibers caging the nucleus, n=20, 

14 and 20. Inset are representative images of FA clustering zone, (scale bars, 10 µm) and  
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length at 60-min (Fig. 3.2a (iii)) revealed smaller paxillin clusters distributed along the 

cell-fiber length, which became more prominent on larger diameter (800 nm) fibers (red 

arrowheads). FA cluster lengths were observed to grow in length with cell spread, with the 

largest 800 nm diameter fibers resulting in the longest cluster lengths at 60-min timepoint 

(Fig. 3.2a (iv, v)).   

Our observations that FA clustering occurred in a fiber diameter dependent manner, 

suggested that the associated cytoskeletal tension might be influenced by fiber diameter as 

well. We immunostained for the contractile f-actin cytoskeleton (Fig. 3.2b (i)) in cells at 

various timepoints (5, 10, 20, 40 and 60 min) and found that the average angle made by 

stress fibers anchored to the FA clustering sites at poles progressively decreased as cells 

spread, with the shallowest angle formed on 200 nm diameter fibers (Fig. 2b (ii, iii)). We 

observed the number of stress fibers originating at each FA cluster zone increased with 

fiber diameter indicative of increased contractility (Fig. 3.2b (iv)). We also investigated 

the actin cytoskeletal organization in the perinuclear region, since the actin stress fibers in 

this region directly affect nucleus shape regulation. Appearing as individual dots, 

surrounding the nucleus, in confocal cross-sections (yz, Fig. 3.2b (v)), we found that the 

number of stress fibers originating from individual FA clustering regions were less than 

those in the perinuclear region due to convergence of stress fibers emanating from FA 

nucleus caging with actin networks (scale bars, 5 µm), c) Contractile forces: i) Schematic of 

force measurement using Nanonet Force Microscopy (NFM) technique, ii) Transient cell 

attachment force evolution during spreading, (n=11-12 cells each diameter category), iii) 

Comparison of cell forces at spread state between the different fiber diameters, iv) Relationship 

between cell forces and cell spread area. Cell forces are computed from both fibers. Sample 

sizes are given for 200-200, 350-350, and 800-800 nm diameter doublets respectively. 
 



37 

 

clusters on either side, a behavior unique to anisotropically stretched cells in suspended 

nanonets (Supplementary Fig. 3.S4).  

Using NFM, we estimated the forces in cell spreading by monitoring the contractile inward 

deflection of fibers (Fig. 3.1c, 3.2c (i)). Fiber deflections were subsequently converted into 

attachment forces at the individual FA clusters using inverse methods that minimize the 

error between computed and experimentally observed fiber deflections (Materials and 

Methods). The inputs to the computational framework include fiber properties and force 

vectors that originate from FA clustering zones (Fig. 3.2a (iii)) and are directed along the 

average stress fiber orientation per fiber category (Fig. 3.2b (ii, iii) ). Consistent with our 

finding that the number of stress fibers increase with fiber diameter, the computed forces 

(Fcell/fiber = FR1 + FR2) also increase as cells spread and with increase in diameter (Fig. 3.2c 

(ii, iii )).  We also plotted cell force against cell spread area (Fig. 3.2c (iv)), and found that 

for the same area across different diameters, cells attached to larger diameter fibers exerted 

significantly higher forces. Overall, our data suggest that increasing the fiber diameter 

causes cells to form larger focal adhesion clusters at the poles that lead to increased number 

of actin stress fibers resulting in higher cell contractility.  

Nuclear translocation of YAP is regulated by nuclear compression 

Given our observations on the arrangement of F-actin networks caging the nucleus, we 

sought to investigate, how the compression forces impacted the nucleus geometry and 

translocation of various transcription factors including YAP (Yes-associated protein) 102, 

known for its central role in mechanotransduction. To determine nucleus geometry, we 

used confocal microscopy on DAPI-stained cells (Fig. 3.3a (i)) that were fixed at various 

timepoints (5, 10, 20, 40 and 60 min). We employed 3 parameters: nucleus projected area 
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(size in xy plane, top view), nucleus eccentricity (shape in xy plane) and the nucleus 

thickness (compression in xz plane, side view). Nucleus projected area was found to 

increase steadily and reach an equilibrium value for all the fiber diameters tested (Fig. 3.3a 

(ii), Supplementary Fig. S5a), with cells in 200 nm nanonets reaching stable areas the 

fastest. As cells spread, we observed the nuclei to elongate (rise in eccentricity, 

Supplementary Fig. 3.S5b). Not surprisingly, as the nuclei underwent compression from 

the near spherical shape in rounded cells to the flattened ópancakeô shape (confocal side 

views, Fig. 3.3a (i)), the nucleus thickness reduced significantly over time (Fig. 3.3a (ii)), 

with the minimum thickness in cells attached to 800 nm nanonets (Fig. 3.3a (iii)), 

suggesting that the nuclear compression was primarily driven by the cytoskeletal tension. 

To test the relative contributions of the actin and microtubule cytoskeletons in regulating 

force driven nuclear compression, we treated cells on nanonets with either cytochalasin D 

(2 µM) or nocodazole (1 µM). As expected, cytochalasin D treatment led to cells of reduced 

spread area (Supplementary Fig. 3.S6) and disrupted actin cytoskeleton as evidenced by 

loss of stress fibers caging the nucleus (Fig. 3.3b). Under these conditions, the nucleus 

thickness was found to be significantly (~1.5x) higher than the control cells (no drugs). In 

contrast, disruption of the microtubule cytoskeleton did not significantly alter the nuclear 

compression levels. Next, we reduced cytoskeletal tension and actin stress fiber formation 

through the selective ROCK inhibitor Y27632 and observed nuclei of significantly larger 

thickness (Fig. 3.3b), further elucidating the role of the actin cytoskeleton caging network 

in nucleus shape maintenance.  

Informed by these findings, next, we investigated the role of nuclear lamina in sustaining 

cytoskeletal forces. The nuclear lamina, composed of the nuclear lamins (A, C, B1 and  
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B2), is a thin intermediate filament meshwork enveloping the nucleus, providing it with 

essential mechanical support. We generated C2C12 lamin A/C KD cells that had wrinkled 

nucleus morphologies (Supplementary Fig. 3.S7) consistent with observations from 

previous studies103. Fully spread Lamin KD cells, had lower nucleus thickness compared 

 
 

Figure 3.3: Nuclear compression and YAP localization during spreading: a) i) 

Representative images showing top view (xy) and side view (xz) of nuclei at different 

timepoints during cell spreading (fiber diameter: 350 nm), (scale bars, 5 µm), ii) Increase in 

nucleus projected area (xy) and decrease in nucleus thickness (z), indicating nucleus flattening 

with cell spreading, n=13-32 per timepoint iii) Nucleus thickness comparison between rounded 

(5 min) and spread (60 min) state, n=14, 13, 12 and 9 (for round state) and n=32, 25, 36 and 22 

(for spread state) for 200 nm, 350 nm, 800 nm and Flat 2D respectively,  b) Representative 

cross-section (yz) images of cells under various drug conditions and lamin A/C knockdown, 

n=25, 10, 11, 11, 9, 14 and 13 (scale bars, 5 µm), Comparison of nucleus thickness with control 

(no treatment), fiber diameter: 350 nm, c) Nuclear entry of YAP during cell spreading: i) 

Representative images at various timepoints during spreading, (scale bars, 10 µm) ii) 

Comparison of nuclear/cytoplasmic YAP between rounded (5 min) and spread state (60 min) 

for different fiber diameters, n=10-15 cells per timepoint and diameter category iii) Increase in 

nuclear YAP correlates with cell forces (iv)  Increase in nuclear YAP correlates with nucleus 

thickness, and (v) Nuclear YAP localization decreases with loss of contractility through 

pharmacological inhibition, n=21 and 20 for control and Y27632 treatment. Fiber diameter: 800 

nm.  
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to control likely due to decreased nuclear stiffness68. Next, we altered the chromatin 

compaction levels by pre-treating cells with the histone deacetylase inhibitor (HDACi) 

valproic acid (VPA) used for chromatin decompaction and reducing nucleus stiffness or 

the histone demethylase inhibitor, Methylstat used for chromatin compaction and 

increasing nuclear stiffness61,104. Cells treated with VPA or Methylstat, demonstrated 

significantly decreased and increased nucleus thickness respectively, as compared to 

control cells (Fig. 3.3b).  

Recent studies have shown how cytoskeletal-mediated compressive forces acting on the 

nucleus can lead to stretching of the nuclear membrane pores65. We wanted to inquire if 

the nuclear entry of YAP correlated with the fiber-diameter driven nuclear compression. 

Immunostaining for YAP (Fig. 3.3c (i)) at various timepoints during cell spreading, 

showed that YAP localization was primarily cytoplasmic (YAP intensity ratio between 

nucleus and cytoplasm Inuc/Icyt <1) during early stages of cell spreading (5-10 min) but with 

increase in cytoskeletal tension at later stages of cell spreading, a significant increase in the 

nuclear entry of YAP was observed (Fig. 3.3c (ii)).  Interestingly, we observed that nuclear 

YAP translocation ratio was independent of cell shape, but dependent upon force and 

nucleus thickness (Fig. 3.3c (iii, iv)).  Thus, reducing nuclear compression through 

contractility inhibition (Y27632 treatment) resulted in a significant decrease in the nuclear 

translocation of YAP (Fig. 3.3c (v)). 

Mismatch diameter fiber networks sculpt asymmetric nuclear shapes and 

invaginations 

Cells in the native fibrous ECM, can interact simultaneously with fibers of different 

diameter combinations. Hence, we interrogated force dynamics and YAP localization in  
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Figure 3.4: Sculpting nucleus shapes using mismatch diameter networks a i) Cells attached 

to a small diameter (200 nm) fiber coupled on other side to a large diameter (800 nm) fiber, 

(scale bars, 20 µm)  ii) Mismatch fiber combination leads to enhanced focal adhesion 

organization along smaller diameter fiber, n=10-14 per category, (iii) Increased cell spread area 

compared to 200-200 nm networks iv) Altered cell shape, n=12-17 per category, v) Force 

exertion on 200 nm diameter fiber in 200-800 nm mismatch configuration is higher than in 200-

200 nm configuration, n=10-12 per category, b i) Mismatch (2-fiber , 200-800 nm) networks 

induce asymmetric (teardrop) nucleus shape, nuclear cross-sections (yz) perpendicular to cell 

length are used (scale bars, 5 µm), (ii) Teardrop shapes are formed due to higher density of 

actin stress fibers at the 800 nm diameter side of cell, n=17 cells, iii) Analysis of teardrop shapes 

using Nucleus Asymmetry Index, n=10,28 and 11 for 200-200, 200-800 and 800-800 
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mismatch diameter nanonets. To this end, we developed a strategy using our STEP 

platform to deposit nanonets in two mismatch-diameter combinations (2-fiber 200-800 nm 

doublets, and 3-fiber triplets (200-800-200 nm, and 800-200-800 nm). We reasoned that 

cell spreading on 200-800 nm doublets would proceed as described in Fig. 1, with cells 

spreading faster on 200 nm side leading to trapezoidal shaped cells with longer base on 

200 nm diameter side. Unexpectedly, we found symmetric spreading on both diameters 

(Fig. 3.4a), but enhanced focal adhesion clustering (with respect to the 200 nm-200 nm 

counterparts) along the cell-fiber interface on 200 nm fiber side (Fig 3.4a (i, ii)) that was 

similar to the focal adhesion clustering on 800 nm nanonets (Fig. 3.2a (iii)). Increased cell 

adhesion sites on the 200 nm fiber side caused cells to spread more, have higher 

circularities, and exert larger forces on the 200 nm diameter fiber compared to their 

counterparts on 200-200 nm nanonets (Fig. 3.4a (iii-v)). 

Intrigued by the altered force exertion by cells on mismatch nanonets, next, we inquired if 

YAP localization inside the nucleus was affected as well. First, we investigated the 

differences in nucleus cell shapes and unexpectedly discovered asymmetric nuclear shapes 

(tear drop, confocal side view) with the tapered end towards the 800 nm diameter fiber 

(Fig. 3.4b (i)). Analyzing the actin stress fiber distribution across the cells attached to 

combinations respectively, iv) nuclear/cytoplasmic YAP in mismatch diameter networks, 

n=19,13 and 16 for 200-200, 200-800 and 800-800 combinations respectively c) i,ii 3-fiber 

Mismatch (800-200-800 nm and 200-800-200 nm) can induce óinvaginationsô in nucleus (yz-

cross sections, nuclear envelope stained for lamin A/C, green, fibers, red) , second 

representative cross-section for each category, is included to demonstrate cytoskeletal caging, 

actin (red), Lamin A/C (green), fibers (white) and nucleus (blue),  (scale bars, 10 µm for top 

views, 5 µm for cross-sectional views)  iii) Comparison of the nucleus thickness and the depth 

of the invaginations show that 200 nm diameter outer fibers in 200-800-200 nm triplets exert 

low force causing overall thicker nuclei with larger invaginations due to middle 800 nm 

diameter fiber , n=16 for both categories.  
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mismatch diameter doublets revealed a higher density near the larger diameter fibers 

potentially being the cause of increased nucleus compression (Fig. 3.4b (ii) , 

Supplementary Fig. 3.S8). To quantify the teardrop shapes, we defined the nucleus 

asymmetry index (NAI, Fig. 3.4b (iii), Materials and Methods) as Amin/Amax, where Amax 

and Amin are the areas of the larger and smaller regions with respect to the nucleus mid-

width line (Fig. 3.4b (iii)) respectively. Cells adhering to mismatch doublets demonstrated 

significant asymmetry (NAI ~ 0.8, Fig. 3.4b (iii)), compared with symmetric nuclei on 

200-200 and 800-800 nm nanonets (NAI ~ 0.95). Furthermore, the nuclear localization of 

YAP was found to be significantly enhanced in mismatch diameter fiber networks, as 

compared to the 200-200 nm, but less than 800-800 nm nanonets (Fig. 3.4b (iv)). 

Next, we generated 3-fiber nanonets (triplets) that provided symmetric same diameter outer 

fibers and a mismatch diameter inner fiber (200-800-200 nm and 800-200-800 nm) that 

resulted in symmetric cell shapes (Fig. 3.4c (i,ii)). However, we noted that the shape of 

nucleus on outer fibers was flattened and at inner fiber had nucleus distortions 

(invaginations). Visualizing confocal cross-sections (yz) of nuclei, immunostained for 

Lamin A/C (nuclear envelope marker) revealed several interesting aspects of the overall 

nuclear geometry. First, the nucleus thickness observed on these mismatch 3-fiber 

nanonets, demonstrated a similar trend as compared to the same diameter 2-fiber nanonets. 

Nuclei in cells on 200-800-200 nm nanonets were significantly thicker than those on 800-

200-800 nm, just as the nucleus thickness in 200-200 nm nanonets was higher than 800-

800 nm nanonets (Fig. 3.4c (iii))). Second, in 3-fiber triplets, we observed the extent of 

invagination in 200-800-200 nm combination was greater due to lower force exertion of 

the outside 200 nm diameter fibers (Fig. 3.4c (iii)). Overall, our data suggests that nucleus 
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shape, YAP localization and nucleus invaginations are regulated by the diameter 

combinations of fibers external to the cell.   

Single fibers sculpt curvature-dependent nuclear invaginations 

Our observation that single fibers induced nucleus invaginations running along the nuclei 

length prompted us to investigate the role of curvature in physical indentation of the 

nucleus.  To interrogate this behavior, we utilized a simplified model system of single cell 

spreading on a single fiber (Fig. 3.5a). Immunostaining for the focal adhesions (paxillin) 

revealed, that similar to the parallel-cuboidal shape cells spread on 2-fiber nanonets, major 

focal adhesion clusters localized to the poles of the spindle shape cells (Supplementary 

Fig. 3.S9a (i)). We also observed that majority of the actin stress fibers caged the nucleus 

(Supplementary Fig. 3.S9a (ii)), causing local invaginations in the nucleus (Fig. 5b (i)). 

We confirmed that the dynamics of cell spreading and FA cluster formation was similar to 

our prior observations on 2-fiber nanonets (Supplementary Fig. 3.S9b (i,ii) ). Next, we 

varied the fiber diameter over a broad range (~150 nm (high curvature) to > 6,000 nm (low 

curvature) to understand the extent of fiber-induced local invaginations (Fig. 3.5b (i)) in 

nuclei. We compared the radius of curvature (Ri, Fig. 3.5b (ii)) of the nuclear membrane 

at the invagination site with the radius of best-fit projected circle on the apical side of the 

nucleus (Ro). With increasing diameters, we found the curvature ratio Ri/Ro linearly scale 

with the fiber diameter (Fig. 3.5b (ii)). We also found the nucleus aspect ratio reduced 

significantly with increase in fiber diameter indicating a change in nucleus shape from 

elongated on small diameter fibers to flattened on larger diameter fibers (Fig. 3.5b (iii)). 

With increase in diameters, we observed a drop in the cell aspect ratios (Supplementary 

Fig. 3.S9c), with cells adhering to the 150 nm diameter fibers forming long protrusions and 
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having the highest aspect ratios.  Fluorescent labelling of the fiber (conjugated fibronectin, 

red) and the nuclear envelope (Lamin A/C, green) revealed, the nucleus to be locally 

deformed at the location of fiber, thus allowing us to sculpt invaginations of varying sizes 

and shapes (Fig. 3.5c (i)). We quantitated the effective shapes (S) of nuclear invaginations 

with a bell curve defined by Ὓ ὛὩ , where S0 denotes the invagination depth (zï

direction) and ů is related to the lateral spread (y-direction) of the invagination. We found 

that nuclear invaginations on lower diameter fibers of high curvatures were typically ~ 2 

µm deep (S0) and narrow (ů ~ 0.4 Õm), and with increase in fiber diameters, the size (depth 

and lateral spread) of these invaginations was found to increase (Fig. 3.5c (ii)). However, 

the sharpness ratio (ratio of S0 and ů) was the highest for low diameter fibers, which 

decreased with increase in diameter, indicating smoother nuclear deformations. For all 

tested diameters, our data showed a strong linear fit between nucleus invagination shapes 

and fiber diameter. 

Next, we wanted to investigate the effect of fiber diameter on the spatial localization of 

YAP. On the lower diameter nanofibers, cells primarily demonstrated a cytoplasmic YAP 

localization (Fig. 3.5d (i)) with the nucleus/cytoplasmic intensity ratio less than of ~ 1 (Fig. 

3.5d (ii)). However, with increase in fiber diameters to micron-scale, we observed 

significantly enhanced YAP localization within the nucleus (Fig. 3.5d (ii)). Interestingly, 

despite various levels of nuclear deformations in both nanofibers and microfibers, the 

nuclei demonstrated no signs of rupture, as confirmed by no appreciable leakage of NLS  

(nuclear localization sequence) in cells expressing NLS mCherry (Fig. 3.5d (iii), 

Supplementary Fig. 3.S10). Quantification of NLS localization revealed an average 
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Figure 3.5: Sculpting nucleus invaginations using curvature of single fibers a) i) Timelapse 

images showing different phases of cell spreading on a 1-fiber system causing cells to spread 

in elongated spindle shapes, (scale bars, 50 µm), Confocal side views of representative cells at 

various spreading time points demonstrate the fiberïmediated nuclear deformations (scale bars, 

5 µm) , cytoskeletal and focal adhesion arrangement in spindle-shaped cells at various 

timepoints, actin (red), paxillin (green) and nucleus (blue), (scale bars, 20 µm) b) i) 

Representative images showing effect of substrate curvature (fiber diameter) on the 

invagination shape/size, (scale bars, 5 µm) ii) representative images of the deformed nucleus 

shape on two diameters (150 and 6000 nm, scale bars: 5 µm) and methodology for comparing 

invagination shapes, Fiber diameter dependence of Curvature ratio: Radius of curvature at the 

invagination side (Ri) divided by radius of curvature at the nucleus apical side (R0), 

n=12,10,17,10,10,9 and 9 respectively, (iii) Nucleus aspect ratio (top view, xy) as a function of 

fiber diameter, n=14,10,10,11,10,6 and 6 respectively c) i) Nucleus in spindle cells exhibit 

invaginations near sites of external fibers (red circle),  Representative image showing 

cytoskeletal caging of nucleus in spindle cell, actin (red) and Lamin A/C (green), (scale bars, 5 

µm), Invagination shape (shown in white circle) can be approximated with a bell curve, ii)  
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nuclear/cytoplasmic intensity ratio > 6 for all fiber diameters, demonstrating NLS to be 

primarily localized to the nucleus. 

Next to investigate the effect of material stiffness, independent of fiber curvature, we used 

polyurethane (E: 10-100 MPa) and polystyrene (E: 1-3 GPa) fibers of ~350 nm diameters, 

and observed a significant decrease (Fig. 3.5e) in the size of the nuclear invaginations in 

softer polyurethane fibers. We also inquired the role of lamin A/C in nucleus invaginations, 

and found that impairing the nuclear envelope caused by knockdown of lamin A/C resulted 

in significantly larger nuclear deformations (Fig. 3.5f). Inhibiting f-actin based 

contractility through Y27632 treatment resulted in thicker nuclei with significantly smaller 

nuclear invaginations (Supplementary Fig. 3.S9b (iv)). 

Multiple fibers of same diameter sculpt nucleus shapes 

Since single fibers were causing significant invaginations in the nuclei, we inquired if 

multi-fiber networks (Ó3) of same diameter caused multiple similar sized invaginations.  

invagination depth and spread increase with fiber diameter, while invagination sharpness 

decreases with increase in fiber diameter, n=9-19 cells per diameter category d) i) 

Representative stained images showing YAP localization in cells on nanofibers, microfibers 

and Flat 2D, (scale bars, 20 µm) ii) Comparison of YAP localization (Inuc/Icyt) in cells on 

different fiber diameters and Flat 2D,  n=11,11,12,19,10,12,8 and 12 cells respectively, iii) YAP 

localization as a function of nuclear contour length (n=10-13 cells for each substrate category) 

, circles represent nanofibers, squares represent microfibers, Flat 2D is marked with triangle iv) 

Representative cells expressing NLS mCherry, showing primary nuclear localization of NLS 

on both nanofibers and microfibers , (scale bars, 20 µm) , NLS localization is predominantly in 

the nucleus in cells attached to fibers of all diameters, n=7-14 cells for each diameter category 

e) influence of fiber stiffness in regulation of invagination size, n=19,12 for PS and PU 

respectively, (scale bars, 5 µm) and f) influence of impaired nuclear lamina on invagination 

size in cells attached to 350 nm diameter fibers, n=19,11 for control, Lamin A/C KD 

respectively (scale bars, 5 µm).  All R2 values shown are calculated for linear fits. Sample sizes 

(4b (ii), 4c (ii), 4d (iv)) are given for 150 nm, 200 nm, 350 nm, 800 nm, 2500 nm, 3500 nm and 

6600 nm respectively.  
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We deposited 350 nm diameter fibers at low (~3 µm) inter-fiber spacing (Fig. 3.6 (i) images 

shown for single cell attached to five and eight fibers). We found that cell and nucleus 

aspect ratios (at the spread state) were reduced with the increase in the number of fibers 

(Fig. 3.6 (ii)).  Also, the increased compression mediated by the cytoskeletal caging caused 

a significant reduction in nucleus thickness and invagination depth (Fig. 3.6 (iii)). 

Additionally, these deformations failed to generate ruptures in the nucleus, as confirmed 

by the spatial localization analysis of NLS (Supplementary Fig. 3.S10). We also 

quantified the shapes of nuclei at the apical and basal sides in cells attached to flat 2D, 1-

fiber, two- fiber, and multiple fiber systems by quantifying the curvature of the nuclear 

envelope at the apical and basal side (Fig. 3.6 (iv)). Consistent with previous 

literature101,105, our results indicate that on flat continuous surfaces, the nucleus is mostly 

pancake-shaped, which differs from cells on suspended 2-fiber parallel doublets, where the 

nucleus is mostly ellipsoid shaped, with equivalent curvatures on both apical and basal 

sides. In multifiber networks, we found the nucleus shape to have a flatter surface (low 

curvature) at the basal side, primarily due to cell attachment to multiple underlying fibers. 

In comparison, presence of the fiber-induced invaginations in the spindle-shaped cells 

results in a much shaper curvature (inward) at the basal side. Concurrent with our previous 

findings that increasing the number of fibers results in increased cell contractility94, we 

found that for the same diameter, increasing the number of fibers results in a decrease in 

nucleus thickness (Fig. 3.6(v)). Interestingly, enhanced nuclear compression caused by cell 

attachment to multiple fibers led to a significant increase in the nuclear  
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Figure 3.6. Nuclear geometry and YAP localization in cells attached to multiple fibers of 

same 350 nm diameter a) i) Representative images of cells attached to 5 and 8 fibers (350 nm 

diameter) respectively, stained for actin (red), Lamin A/C (green) and nucleus (blue). Fibers 

are coated with rhodamine fibronectin (pseudo-colored white), Insets are cross sections (yz), 

showing the cytoskeletal caging of the nucleus with fibers identified with white arrowheads 

(scale bars, 20 µm and 5 µm for main and inset images respectively),  ii) comparison of the cell 

and nuclear aspect ratio (xy top view) as a function of the number of interacting fibers, n=10, 

24, 6, 7 and 5 iii) nucleus thickness (n=25,14) and invagination depth (n=19,14) in spindle (1 

fiber) versus multifiber (Ó 3 fibers) systems, and iv) Representative nuclear cross sections (yz) 

demonstrating shape sculpting over different substrates, Analysis of curvatures at the apical and 

basal side of the nucleus for the different substrates, note, only curvature magnitude is  
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translocation of YAP, as compared to spindle and parallel-cuboidal cells attached to single 

or two fibers of the same diameter, respectively (Fig. 3.6 (vi-vii) ). To understand how 

different fiber configurations led to altered nuclear entry of YAP, we computed the 

stretching of the nuclear contour (yz cross-section) due to local invaginations (single fibers) 

or compression (fiber doublets) or both (multiple fibers) and observed a distinct increase 

in the contour length in cells attached to micron-scale fibers or multiple fibers. In general, 

nuclear YAP localization for different fiber configurations and Flat 2D demonstrated a 

strong dependence on the nuclear contour length (R2=0.71, Fig. 3.6b). 

Overall, our observations show that the organization of contractile f-actin network in 

spindle cells on single fibers induces nucleus invaginations in a diameter dependent 

manner, while the same f-actin network in cells attached to multiple fibers, leads to higher 

levels of nuclear compression but reduced local invaginations, and causes distinct YAP 

translocation to the nucleus. Irrespective of the shape, sharpness and number of 

invaginations, we find that nuclei of cells attached to fibrous matrices remain rupture-free. 

 

considered here, spindle basal curvature being inward, is of opposite sign as compared to all 

other categories, n=11, 16, 11 and 18 for Flat 2D, multifiber, parallel (2-fiber) and spindle (1-

fiber) respectively, v) Representative images showing the caging effect and nuclear 

compression as a function of fiber-number density, Flat 2D is shown for reference, actin (red), 

Lamin A/C (green) (scale bars, 5 µm), vi, vii) Comparison of YAP localization between spindle, 

2-fiber, multifiber systems and flat 2D, n=12, 15, 11 and 12 respectively, Representative cells 

are stained for actin (red), YAP (green) and nucleus (blue), (scale bars, 20 µm). b) YAP 

localization across single, 2 fiber and multifiber configurations of all diameters and interfiber 

spacing in the study showing positive correlation between YAP localization and increase in 

contour length (n=8-16 cells for each substrate category), small and large circles represent 

nanofibers and microfibers, squares represent fiber doublets (same diameter and mismatch), 

polygons represent 3-fiber mismatch and multifiber configurations, Flat 2D is marked with 

triangle. 
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3.4 Discussion  

Nucleus shapes have been studied in a wide range of in vitro settings, but the role of 

physiological fibrous ECM such as those found in skeletal muscle tissue and around 

metastatic tumors 35,78,79, in controlling nucleus shapes remain poorly described. Fibrous 

ECM environments are composed of a mix of diameters (individual nanoscale fibrils that 

combine into larger hundreds of nanometer or micron-scale bundles) distributed in a wide 

range of orientations and inter-fiber spacing. In ECM regions with a large number of 

contact sites (small pore size), cells sense confinement, and with few contact points (large 

pore size), cells make contact with only single fibers 106ï108. With differing contact points 

across multiple diameters, cell contractility is altered 90, resulting in changes in overall cell 

89,91 and nucleus shape. Here, using nanofiber networks of precisely controlled geometries 

and fiber diameters, we explore the mechanosensitivity of cells to fibrous 

microenvironments. Our method of precisely controlling the external fibrous environment 

led to exquisite sculpting of nucleus with and without invaginations across multiple cell 

lines (C2C12 mouse myoblasts, HT1080 human fibrosarcoma and HeLa cells, 

Supplementary Fig. 3.S11). Irrespective of the shape or sharpness of the invaginations, 

we found nuclei to remain rupture free and fiber-diameter driven contractility and network 

organization to regulate translocation of mechanosensitive YAP to the nucleus.  

To understand fiber diameter driven contractility and associated nucleus shape changes, 

we estimated the increase in contractility as rounded cells spread along the fibers. While 

the cell spreading behavior on fibers was similar to reported flat 2D behavior 109, the 

spreading rates were fiber diameter dependent, with cells attached to thinnest fibers 

achieving steady-state spread areas the earliest. In the spread state, although actin, 
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microtubules and vimentin localize at the apical side in cells on 2D, we found them to cage 

the nucleus with no apical-basal preference in suspended cells. Even in cells spreading on 

single or multiple fibers, where regions of cell contact with fibers act as pseudo-basal 

regions, we observed a uniform distribution of Lamin A/C expression (Supplementary 

Fig. 3.S9d). In all diameter combinations, focal adhesions were preferentially localized to 

the poles as cells spread on the fibers, consistent with their localization pattern during 

spreading at the peripheries in cells on flat 2D and the poles in cells on micropatterned 

substrates 110. The clustering of focal adhesions to the poles occurred early in the cell 

spreading phase (~20 min), resembling those observed in 3D cell-derived matrices (37, 38). 

Additionally, our observations that the lengths of FA clusters at the poles and the number 

of focal adhesions along the cell-fiber contact length increased with fiber diameter, may 

potentially explain the slower spreading observed on larger diameter fibers.  

Cell contractility increased with diameter, and we compared forces, estimated using 

Nanonet Force Microscopy (NFM) with other force measurement techniques using two 

metrics: traction stress and tension per stress fiber. The average stress per FA cluster 

(Force/ FA clusterarea, where FA clusterarea = FA clusterlength * Diameterfiber) was found to 

be ~8, 9, and 7 nN/µm2 for 200-200, 350-350, and 800-800 nm doublets, respectively, 

which is similar to the reported values of stress per focal adhesion in the literature (~6 

nN/µm2) 113,114.  We approximated the tension in individual stress fibers by assuming their 

arrangement to be similar to be mechanical springs in parallel. Dividing the force per FA 

cluster at spread state (60 min time point) with the number of stress fibers associated with 

each cluster, we obtained the tension in each stress fiber to be ~7, 11, and 15 nN for 200-

200, 350-350, and 800-800 nm doublets, respectively, which agree with reported values 
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(2-10 nN) (41,
 42). The ability to estimate spreading forces allowed us to examine the extent 

of nucleus compression as a function of fiber diameter. Since 800-800 nm doublets were 

exerting the highest forces, not surprisingly, the nuclei in these networks had the highest 

compression that matched the thickness of nuclei on flat 2D105,117. Loss of actin tension via 

cell treatment with cytochalasin D alleviated  nucleus compression, a behavior consistent 

with previous findings 118, while the loss of microtubules via nocodazole treatment did not 

affect the nucleus compression. On the other hand, reduction in stiffness of the nucleus and 

lamin A/C KD resulted in increased compression while stiffening the nucleus reduced 

nucleus compression. Previous studies have shown that nucleus flattening causes stretching 

of the nuclear pore complexes 65 (NPCs), which lead to the nucleo-cytoplasmic shuttling 

of various transcription factors, including YAP/TAZ 65 and HDAC3 67. Across the tested 

diameters, our studies concluded that YAP localization increased with cell spreading due 

to increasing contractility. Importantly, our studies showed that for similar levels of 

contractility but different spread areas, YAP translocation remained similar.  

We also generated in vitro fibrous environments of a mix of diameter combinations to 

mimic ECM heterogeneous fibrous environments. First, we generated 200-800 nm fiber 

diameter mismatch doublets to study altered cell spreading, contractility, and nucleus 

shape. Unlike FA clustering patterns observed during cell spreading on homogenous 

doublets (200-200 or 800-800 nm), unexpectedly, we found a higher density of focal 

adhesion sites on the 200 nm diameter that matched the adhesion sites' pattern on the 800 

nm diameter fiber, resulting in delayed cell spreading. Moreover, the 200 nm diameter 

fibers deflected more than the corresponding deflection in a 200-200 nm homogenous 

doublet, resulting in increased contractility. Confocal side views (yz) in mismatch doublets 
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showed the nuclei to have a remarkable teardrop shape (~60% cases), with the broad end 

towards the 200 nm diameter. Intensity analysis of f-actin stress fiber distribution across 

the cell body in mismatch doublets revealed a higher density of stress fibers towards the 

800 nm diameter fiber, thus contributing to the increased compression of nucleus. We then 

proceeded to generate triplets composed of two same diameter outer fibers and a third 

middle fiber of different diameter (200-800-200 nm, and 800-200-800 nm). We observed 

the 800 nm diameter fiber to induce large invaginations in the nucleus in 200-800-200 nm 

triplets, which is consistent with the finding that the outer larger diameter pairs caused 

significant nucleus compression due to higher contractility. The effect of middle fiber in 

either of these triplets did not affect cell spreading behavior.  

Nucleus invaginations have been previously reported using micropillars at sites of contact 

119,120. In contrast, here we demonstrate that the invagination in the nucleus occurs across 

the entire length of the nucleus. Naturally, we inquired if these invaginations' size depended 

on the fiber diameter. Our earlier work has shown that cells attached to < ~100 nm diameter 

fibers remain rounded, while those attached to larger diameters form elongated spindle 

shapes86. Thus, we chose the fiber diameters to range from 150-6600 nm. Immunostaining 

for actin and paxillin revealed that actin stress fibers connecting the FA clustering zones 

straddled the nucleus, thus causing compression of the nucleus and invaginations. The high 

curvature (low diameter) fibers caused the sharpest invaginations (S0/ů), which transitioned 

to smooth wider invaginations with increase in diameter. Despite such extreme nuclear 

invaginations during cell spreading, no nuclear rupture events were detected. Recently, 

single migrating cells have been shown to undergo nucleus rupture when they are subjected 

to confinement of ~3 µm 121. Our studies, on the other hand were able to get the nucleus to 
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compress to a height of ~4 µm. Under these conditions, we show that while fiber curvature 

and compression directly contribute to YAP localization, they are insufficient to cause 

nucleus rupture. Increasing the number of fibers of the same diameter (350 nm) further 

decreased the nucleus' height, due to increased contractility, resulting in reduced 

invagination depth compared to a single 350 nm diameter fiber. However, these conditions 

still remained insufficient to cause nuclei to rupture during cell spreading.  

3.5 Conclusion 

Here, we demonstrate sculpting of nucleus shapes and its functional response using in vivo 

mimicking fibrous environments through regulation of cell contractility in a fiber-diameter 

and number-density manner. The nuclei remain robust mechanical organelles capable of 

withstanding extensive shape changes and invaginations without undergoing rupture.  We 

envision that control of nuclear 3D shape in these environments will yield new fundamental 

insights on the ECM-mediated alterations in the sub-nuclear chromatin organization and 

overall gene expression during cancer metastasis, wound healing, cell differentiation, and 

myogenesis. 
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Supplementary Figure 3.S1. Cytoskeletal alignment in suspended fibers a,b) 

Representative cells showing cytoskeletal organization at different timepoints during spreading 

on flat glass and suspended fiber doublets (fiber diameter: 350 nm) respectively, cells are 

stained for actin (red), vimentin intermediate filaments (green), microtubules (cyan) and nuclei 

(blue), cells on fibers show entry of microtubules and intermediate filaments into the 

protrusions as spreading progresses, scale bars represent 10 µm c) Comparison of the alignment 

of the cytoskeletal elements in the perinuclear region, between flat glass and suspended fibers 

(fiber diameter: 350 nm). Alignment factor is defined as cos(2Ŭ) where Ŭ is the orientation of 

the actin stress fiber or individual pores within the microtubule or intermediate filament 

meshwork, with respect to the primary cell orientation, Alignment factor ~ 1 for perfect 

alignment and ~ 0 for random alignment, scale bars represent 10 µm, n=5-6 cells for aligned 

fibers and Flat 2D respectively. 

 

 
 
Supplementary Figure 3.S2. Spatiotemporal localization of cytoskeletons  a) Confocal 

side views (xz) showing óCappingô localization of the cytoskeletal elements at various 

timepoints during cell spreading on flat glass  b) óCagingô localization observed in suspended 

fibers (fiber diameter: 350 nm), actin (red), vimentin intermediate filaments (green), 

microtubules (cyan) and nuclei (blue), all scale bars represent 5 µm 
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Supplementary Figure 4.S3. Evolution of focal adhesion organization over the course of 

cell spreading a) Representative spread cell showing focal adhesion clustering at cell poles, 

scale bars represent 20 µm, b), Average profiles (n=9-12  for each timepoint) are shown, 

Paxillin intensity is normalized with respect to the peak intensity of each profile, Cell length 

normalization was performed with respect to the entire length of the cell as shown in part a, In 

the spread state, two intensity peaks demonstrate the focal adhesion clustering, Data is shown 

for 350 nm diameter category 
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Supplementary Figure 3.S4: Stress fiber organization in spread cells, Maximum intensity 

projections of representative cells demonstrating stress fibers emerge from focal adhesion 

clusters on either side and converge to become almost parallel to the cell orientation, in the 

perinuclear region. Actin and DAPI are pseudo-colored in green and red for better visualization. 

Scale bars represent 10 µm. 

 
Supplementary Figure 4.S5: Nucleus geometry during cell spreading a,b) Evolution of 

nucleus projected area (xy) and eccentricity as function of spreading time and shown for the 

different diameter fiber doublets, respectively, n=17-34 per timepoint for each diameter 

category  

 

 
Supplementary Figure 3.S6: Effect of cytoskeletal inhibition on cell spreading, 

Representative images showing control (no treatment), cytochalasin D, nocodazole and Y27632 

treated cells, fiber diameter: 350 nm, scale bars represent 20 µm. Comparison of the cell spread 

area under different drug conditions, n=17,15,6 and 10. 
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Supplementary Figure 3.S7: Morphological alterations in Lamin A/C KD cells a) 3D 

isometric views showing wrinkled morphologies of Lamin A/C KD cells, white arrows indicate 

wrinkles, Lamin B1 is shown in green  

 

 
Supplementary Figure 3.S8 : Asymmetric organization of actin stress fibers leading to 

teardrop shaped nuclear cross-sections. Specifically higher density of stress fibers towards 

the 800 nm fiber side leads to greater reduction in nucleus thickness  



61 

 

 

 

Supplementary Figure 3.S9. Cell and nucleus shapes in spindle cells: a) i) 3D isometric view 

of spindle cell stained for actin (red), paxillin (green, shown with yellow arrows) and nucleus 

(blue) ii) Representative confocal side views (yz) showing stress-fiber mediated caging of nucleus 

in spindle shaped cells, scale bars represent 5 µm b) i.ii) Temporal evolution of cell spread area 

and circularity for spindle cells, n=15 cells, fiber diameter: 350 nm, iii) Focal adhesion cluster 

(FAC) length evolution during cell spreading, n=34.47,32,17 and 34 for 5, 10,20,40 and 60 min 

respectively, iv) Effect of cell contractility inhibition on nucleus thickness and invagination size 

in spindle cells, (fiber diameter: 350 nm) c) i) Representative images showing variation of 

cell/nucleus shape as the fiber diameter is varied from 150-6600 nm. Actin (magenta) and lamin 

A/C (green) are overlaid with the brightfield channel to show underlying fibers, scale bars 

represent 10 µm ii) Cell aspect ratio as a function of fiber diameter, n=14,10,10,11,10,6 and 6 for 

150,200,350,800,2500,3500 and 6600 nm respectively iii) Localization of lamin A/C at the basal 

(contact points with fiber) and apical surfaces for spindle (1-fiber) and multifiber configurations, 

Flat 2D is included for comparisons (n=5-10 cells). 
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Supplementary Figure 3.S10. NLS localization in aligned fibers a) i,ii,iii) NLS intensity 

profiles, along cell length at different spreading timepoints (~ 10,30,60 min) corresponding to 

fiber doublets with 200 nm , 350 nm and 800 nm respectively, Schematic illustrates the direction 

of intensity scans b) i,ii,iii, iv and v) Spatiotemporal NLS localization for spindle shaped cells 

corresponding to fiber diameters: 200, 350 ,800, 150 and 6600 nm respectively c) Intensity 

analysis for multifiber (D: 350 nm) cells, n=10 cells for each timepoint and substrate category. 

Error bars represent standard deviation. 

 

 



64 

 

 

 

 

 

 

 

 

Supplementary Figure 3.S11. Nucleus shape regulation mode is independent of cell line: 

a) Fiber diameter dependence of nucleus thickness in HT1080 fibrosarcoma cells b) Enhanced 

nuclear translocation of YAP for HT1080 cells in 800 nm networks. c) Nuclear invaginations 

are observed in spindle cells for all cell types tested (C2C12, HT1080 and HeLa), comparison 

of the invagination depths in the different cell types for 350 nm diameter single fibers, scale 

bars represent 5 µm. 

 

 
Supplementary Figure 3.S12: Western blot showing partial knockdown of Lamin A/C in 

C2C12 cells. SC stands for scramble with null expression. 
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Chapter 4:  

Crosshatch nanofiber networks of tunable interfiber spacing induce plasticity in cell 

migration and cytoskeletal response 

4.1 Introduction  

Cell migration plays a critical role in the development, repair and disease biology. Notably, 

in cancer, cell metastasis from tumors often portends unfortunate life-ending outcomes. 

Migratory metastatic cells take advantage of both biophysical and biochemical cues present 

in the surrounding extracellular matrix (ECM) to achieve persistent migration. While it is 

easy to visualize how the aligned (parallel) arrangement of ECM individual strands or 

groups of strands favor cells to invade neighboring stroma followed by persistent 

migration, we inquired if alignment was the only fiber configuration capable of promoting 

and sustaining persistent migration that is observed along the metastatic journey? This 

seemingly straightforward question has been difficult to resolve due to challenges in 

imaging deep inside the body over long periods,122,123 and recapitulation of structures in 

vitro.83  Thus, it is not uncommon to find illustrations of fibrous ECM interfacing with 

tumors depicting the existence of both aligned fibers and non-aligned configurations of 

varying pore sizes and lengths that are able to support persistent migration.2,124ï130 

In vivo, cells migrate through fibrous ECM or on top of the dense basement membrane of 

varying porosities.38,46,131ï134 Currently, a large number of in vitro strategies exist to 

investigate cell migration. Perhaps the most widely used method involves culturing cells 

on featureless flat 2D substrates that describe cell migration to occur in short phases of cell 

motion interspersed with random changes in the migration direction and periods of cell 
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inactivity. These steps collectively are described by classic random walk.135,136 To achieve 

persistent cell migration, a number of strategies (micropatterned stripes, microchannels, 

microgrooves, etc.) 107,137ï143 have been devised, which mechanically confine cells to have 

aligned 1D morphologies. To investigate cell migration in a 3D environment, cells are 

embedded in a 2.5 or 3D gel systems, and gels with built-in anisotropy recapitulate 

persistent migration.35,82,144ï146  The given complexity and the inter-connectivity of ECM 

biophysical parameters (stiffness, fiber size and alignment, pore size, and architecture) 

35,37,44,79,106,147ï154 makes it exceedingly difficult to elucidate the role of individual 

parameters in persistent cell migration. Thus, it is not surprising that in a recent 

commentary it was noted that there are generally no accepted methods to cross-validate in 

vitro findings, and to compare them with in vivo behavior.83  

While many in vitro strategies (including by us) have demonstrated anisotropic migration 

using aligned geometries, the contributions of other configurations including crosslinked 

networks of varied inter-fiber spacing remain unclear. Here, using our previously reported 

non-electrospinning spinneret-based tunable engineered parameter (STEP) 

technique,92,155ï157 we use nanofiber crosshatch networks of tunable inter-fiber spacing to 

interrogate at high spatiotemporal resolutions the plasticity of single cell migratory 

behavior and cytoskeleton arrangement in Hras 1 murine cell line. We chose Hras 1, as it 

is derived from an aggressive follicular thyroid cancer, a tumor with highly invasive 

capacity and propensity to metastasize to distant sites, primarily the lungs.158  This tumor 

has increased levels of lysyl oxidase (Lox) enzyme that crosslinks the collagenous ECM, 

thus imparting collagen fibers increase stability and stiffness; known promotors of tumor 

progression.74 Using crosslinked nanofibers in a two-layer fiber system, we show that 
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contrary to intuition, dense (low inter-fiber spacing) crosshatch networks that resemble 2D 

flat surfaces, cause cells to migrate persistently (1D) in 3D shapes, whereas increasing 

inter-fiber spacing recapitulates 2D shapes and random walk migration. Furthermore, 

through high spatiotemporal resolution microscopy and genome sequencing, we show that 

inter-fiber spacing is a regulator of focal adhesion clustering, nucleus thickness and strain, 

f-actin stress fiber organization and differential upregulation of metabolic pathways. Using 

multiple migratory cell lines (mouse NIH 3T3 fibroblasts, and human smooth muscle cells, 

mesenchymal stem cells and cancerous MDA-MB-231 cells), we find similarities in the 

migratory phenotype, and show that alignment is not the only requisite biophysical 

configuration for achieving high-speed persistent migration.   

4.2 Materials and Methods 

Fiber network fabrication and characterization 

Preparation of nanofiber networks 

Polystyrene ((PS) molecular weight: 2,000,000 g.mol-1, Scientific Polymer Products Inc., 

Ontario, NY, Catalog# 829) was dissolved in xylene (Fisher Scientific, Pittsburgh, PA, 

Catalog# X5-500) to form a 10 wt% solution. Isotropic crosshatch networks of nanofibers, 

with tunable inter-fiber spacing and a uniform fiber diameter of ~ 500 nm, were then 

fabricated using the STEP technique. Briefly, PS was dissolved in p-xylene for at least a 

week to prepare a polymeric solution for fiber spinning. The solution was extruded through 

a micropipette (inside diameter ~100 µm, Jensen Global, Santa Barbara, CA, USA) to 

deposit suspended and aligned fibers in parallel and crosshatch patterns.159 Fused-fiber 

networks were created using a custom fusing chamber.160 
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AFM characterization of fiber networks 

Fused fiber networks on hollow stainless steel scaffolds (3mmx3mm hollow square 

region), were mounted on a plastic wedge with a 12o incline that was subsequently placed 

in the substrate holder of an Atomic Force Microscope (Veeco, Plainview, NY). A tipless 

SiN AFM cantilever (AppNano, Mountain View, CA, Catalog# FORTA-TL-10) was used 

to measure the stiffness in contact mode. Cantilever stiffness (2 N/m) was measured by 

thermal tuning (average value from 8 independent tests). Deflection sensitivity (nm/V) was 

obtained using the standard approach of probing a hard surface (stainless steel surface used) 

in contact mode. Using the above two parameters, Force-distance (F-d) curves were 

directly obtained from the Deflection error (V) vs z (distance) plots generated in contact 

mode AFM. The bending stiffness of the fiber networks were then evaluated from the slope 

of the linear region in the F-d curves. 

Cell culture, imaging and RNA extraction 

Cell seeding  

The nanofiber networks were mounted in individual wells of a six-well plate and sterilized 

with 70% ethanol for 10 min, followed by rinsing them twice with Phosphate Buffered 

Saline (PBS). Subsequently, the networks and flat glass were functionalized by coating 

with 4 µg/ml of fibronectin (Sigma-Aldrich, Catalog# F1141-1MG) for one hr at 37 oC. 

Hras1 cells were obtained from an HrasG12V/Pten KO murine thyroid tumor.158 Cells were 

confirmed to be mycoplasma negative by PCR, and the cell line was authenticated using 

short tandem repeat (STR) DNA profiling (DDC Medical). Cells were cultured in F12 

medium (Fischer Scientific) supplemented with 10% fetal bovine serum in T25 flasks kept 
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at 37oC and 5% CO2 in a humidified incubator. 3T3 fibroblasts (ATCC, Catalog# CRL-

1658) were cultured in Dulbeccoôs modified Eagle Medium (DMEM) supplemented with 

10% fetal calf serum at 37oC and 5% CO2 in a humidified incubator. MDA-MB-231 cells 

(ATCC, Catalog# HTB-26) were cultured in Leibovitz (L15) medium supplemented with 

10% fetal calf serum at 37oC in a CO2-free environment. Smooth muscle cells (gift from 

University of Pittsburgh)161 were cultured in smooth muscle basal cell medium (Cell 

Applications Inc., San Diego CA) at 37oC and 5% CO2 in a humidified incubator. Bone 

Marrow-derived human Mesenchymal Stem Cells, hMSCs (Lonza Inc, Basel, Switzerland) 

were cultured in supplemented growth medium (Lonza Inc) at 37°C and 5% CO2. The 

functionalized nanofiber networks were seeded with a low concentration (~7*104 cells/ml, 

50 µl added to each well) of cells and allowed to attach and spread on the fiber networks 

for 1 hour followed by addition of 2 ml of media and 2% penicillin-streptomycin to each 

well to prevent contamination during the experiments. Time-lapse optical microscopy for 

migration characterization was subsequently performed for at least 8 hours with an interval 

of either 5 or 10 minutes, using a 20x (Plan-Apochromat 0.8 NA) objective. 

Fluorescent imaging 

Fixed immunofluorescent staining was performed on the cells for F-actin, focal adhesion 

protein paxillin and nucleus. Cells were fixed with 4% paraformaldehyde for 15 minutes 

followed by permeabilization in 0.1% Triton X-100 in PBS solution for 15 minutes and 

blocking in anti-goat blocking buffer (Invitrogen, Carlsbad, CA), for 30 minutes. Rabbit 

anti-paxillin primary antibody (Tyr31, Invitrogen, Carlsbad, CA, Catalog#44-720G; 

RRID: AB_843415) was diluted in antibody dilution buffer in 1:200 dilution ratio and was 

added to the substrates containing the fixed cells and refrigerated for 1 hour. Afterward 

javascript:popupOBO('CHEBI:35225','C3IB40073E','http://www.ebi.ac.uk/chebi/searchId.do?chebiId=35225')
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goat anti-rabbit secondary antibody (Alexa Fluor 488, Invitrogen, Carlsbad, CA, Catalog# 

A-11008; RRID: AB_143165), diluted in 1:200 ratio was added with the rhodamine-

conjugated phalloidin (Santa Cruz Biotechnology, Dallas, TX, Catalog# sc-301530), 

diluted in 1:80 ratio. Samples were stored in a dark place for 45 minutes followed by 3 

PBS washes. Subsequently, DAPI (4ǋ,6-diamidimo-2-phenylindole , Thermo Fisher 

Scientific,Waltham, MA, Catalog# D1306) was added for 5 minutes to stain the cell nuclei. 

Images were taken with an inverted Zeiss microscope (Axio Observer.Z1) using either a 

40x (0.75 NA) or 63x (1.2 NA water immersion) objective Confocal microscopy was 

performed using a laser scanning confocal microscope (LSM 880, Carl Zeiss Inc.) and 

images were obtained using a 63x 1.15 NA water immersion objective. 

RNA extraction protocol 

The total RNA was extracted (from three independent experiments) from the cells using 

the Ambion® RNAqueous®-Micro Kit (Thermo Fisher Scientific, Catalog# AM1931) and 

the manufacturerôs recommended protocol was followed. Briefly, cells were seeded on the 

fiber networks (3, 6, 18, 36 and 54 µm) attached to individual wells of a 6-well plate (glass 

bottom, Mattek Corporation). The 6th well acted as the control well, where cells were 

seeded on the flat glass. Cells were cultured until 40-50% confluency. Afterwards, cell 

media was aspirated from the wells and fiber networks were transferred quickly (~5 second 

transfer time) to a new sterile 6-well plate using a pair of tweezers (UV sterilized, RNase 

free), and immediately lysed with the lysis solution from the kit. Control cells were lysed 

directly in the wells. Following RNA isolation with the kit, extracted RNA was eluted with 

a total volume of 50µl of eluate. The RNA in the elution solution was then transferred to 

an RNase free microcentrifuge tube and stored at -80 oC for further processing. 
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Quantification and statistical analysis 

Analysis of aspect ratios, cell shapes and areas 

The aspect ratio (Figure 4.2c) was defined as the ratio of the maximum and minimum 

dimensions of the cell and was intended to quantify the degree of polarization of the cell 

body in a certain direction. Cells stained for actin were manually outlined in ImageJ 

(https://imagej.nih.gov/ij/). óBounding Rectangleô function in ImageJ was subsequently 

used to evaluate the maximum horizontal and vertical dimensions of the outlined cell. 

Widths of individual cells were measured at ~25 positions along the cell length and mean 

width vs. length profiles (corresponding to each fiber network category, Figure 4.2a) were 

generated by averaging (using a bin size of 5 µm)  the individual profiles. Cell areas (Figure 

4.2b) and perimeters were measured by manually outlining the cells in ImageJ.  

Analysis of cell profiles and slope of leading edge 

Cells were not of the same lengths. To calculate the mean cell shape profile representing 

each inter-fiber spacing, we first calculated the average cell length for each inter-fiber 

spacing category. Then the individual cell profiles in each inter-fiber spacing category were 

normalized (stretched/shortened) with respect to the respective average length. Finally, the 

mean profile (Figure 4.2a) for each inter-fiber spacing was obtained by averaging the 

individual normalized profiles. To calculate the slopes of leading edges, mean profiles of 

each inter-fiber spacing were superimposed to coincide at x=0 µm. 

Analysis of focal adhesion clusters and actin stress fibers 

We report FAC lengths (Figure 2d) as the longest continuous length of paxillin clustering. 

These lengths were generated from manual measurements of the fluorescently-labeled 



72 

 

paxillin focal adhesion clusters in Axiovision (Zeiss) software. Straight lines were drawn 

from end to end of the major stress fibers in ImageJ and the orientation of such lines with 

respect to the net cell orientation were considered as the stress fiber orientations (Figure 

5d). 

Analysis of cell migration 

Single (not in contact with neighboring cells) motile cells were chosen randomly from the 

timelapse videos and their centroids were tracked, using the óCentroidô function in ImageJ, 

every 10 minutes for 8 hours. The centroid data was subsequently processed using a custom 

MATLAB (https://www.mathworks.com/) code to evaluate the migration rate, angular 

displacement and mean squared displacements (MSD) over each 10-minute interval. The 

migration rate (Figure 4.3a ii) for a cell was calculated every 10-minutes over an 8-hour 

experiment (48 measurements) and the measurements were then averaged for each cell to 

obtain the final migration rate. Migration persistence (Figure 4.3a iii) is defined as: (net 

cell displacement)/ (length of total path of cell motion) Angular displacement (Figure 4.3a 

iv) is defined as the change in migration direction after each time interval. It is evaluated 

from the following equation: ὧέί—
 

 where 

(xn-1,yn-1), (xn,yn) and (xn+1,yn+1) represent the x and y co-ordinates of the cell centroid at 

(n-1)th ,nth and (n+1)th time points (n=2,3é.48) and ɗ represents the angular displacement. 

Mean square displacement ((Figure 3a iii) for a time interval † is defined by the following 

equation: ὓὛὈ† ộὼὸ † ὼὸ ώὸ † ώὸ Ớ ,where x and y are the 

co-ordinates of the cell centroid and t denotes time. Experimental MSD values were fitted 

against the exponential function ὓὛὈ† ͯ †, where Ŭ denotes the scaling exponent, to 
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determine the nature of cellôs diffusive motion. Cell migration was also evaluated using 

the persistent random walk (PRW) model. 135,162 Mean square displacement for a time 

interval † is defined by the following equation: ὓὛὈ† τὈ † ὖρ Ὡ ϳ τ„  

where D is the diffusion coefficient, P is the persistence time and the last term denotes the 

noise in the cell position detection. Persistence length is calculated as persistence time (P) 

multiplied by the average speed. 

Analysis of leading and trailing edges 

For individual cells, we chose the most active leading and trailing edge regions and tracked 

their positions over time using the óManual Trackingô plugin of ImageJ. Displacements for 

each of the leading and the trailing edges (Figure 3b) are normalized to their individual 

starting positions respectively. 

Nuclear movement, nuclear shape, area, eccentricity and thickness 

To investigate the movement of the cell nucleus (Figure 4h,i), the cell nucleus was stained 

using the CellLight Nucleus-GFP, BacMam 2.0 reagent (Thermo Fischer Scientific, 

Waltham, MA, Catalog# C10602). Cells were incubated with the reagent overnight for at 

least 16 hours and timelapse imaging was performed afterwards with either 5 or 10 min 

interval for 4 hours. Throughout our analysis, we have approximated the nucleus to be an 

elliptical body and specifications of the nuclear shape were calculated using the óFit ellipseô 

function of ImageJ. The nucleus eccentricity (Figure 4.2f) was defined as ρ  ,where 

2a and 2b denote the lengths of the major and minor axes of the ellipse respectively. The 

nucleus areas (Figure 4.2e) and perimeters were recorded by manually outlining the nuclei 
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in ImageJ. Z-stack images of the cell nucleus were taken using a confocal microscope, with 

a slice thickness of 0.36 µm, and the nucleus thickness (Figure 4f) was directly measured 

from the orthogonal cross-section (x-z or y-z section) images. 

Genome-wide analysis of gene expression 

The RNA was extracted from cell grown at each condition as described in the RNA 

extraction protocol. Libraries were prepared using the standard Illumina RNA-seq protocol 

and the sequencing was performed using a Hiseq 3000 system. The sequencing data for the 

RNA-seq analysis is deposited in the NCBI SRA database under accession SRP131388.  

RNA-seq data was handled and processed following the basis of our previous work.163 The 

statistical analysis for differential gene expression compares the different inter-fiber 

spacing size with flat using DESeq2 method.164 The functional enrichment analysis over 

Gene Ontology gen-set were performed and the selected results were plotted in a heatmap 

(Figure 6) using PIANO package.165  

Statistical analysis and data fitting 

Statistical analysis for the microscopy data was performed using the Graphpad Prism 

(GraphPad Software, La Jolla, CA) software. Typically, DôAgostino and Pearson omnibus 

normality test was utilized to test the normality of the data. Based on the normality of the 

data, either Analysis of Variance (along with Tukeyôs HSD for multiple comparisons) or 

the non-parametric Kruskal-Wallis test (along with the Dunnôs multiple comparison test) 

was used to test the statistical significance between groups. For comparisons between only 

two groups, Studentôs t-tests were utilized. Data fits were performed in either MATLAB 

(for nonlinear fits) or Microsoft Excel (linear fits). Standard values for reporting 
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significance (****, p<0.0001;***, p<0.001; **, p<0.01; *, p < 0.05) were used. Unless 

otherwise mentioned error bars represent standard error of measurement. 

4.3 Results 

Crosshatch inter-fiber spacing regulates cell morphology 

We wanted to determine the role of network inter-fiber spacing in regulating cell 

morphology (cell and nucleus size and shape). We generated 5 different categories of 

crosshatch fiber networks with inter-fiber dimensions: 3, 6, 18, 36 and 54 µm (Mean ± SE 

, n=100 per category): 2.6±0.09, 6.0±0.26, 17.8±0.3, 35.6±0.48, and 53.5±0.42 µm 

respectively. Supplementary figure S1), with flat 2D culture serving as the control (Fig. 

4.1a). For interpretation of statistical differences, we categorized the fiber networks into 

three major characteristically similar groups: Dense (3 and 6 µm), Intermediate (18 and 

36 µm) and Wide (54 µm). Although cells on wide fiber networks (~54 µm) attained a 

symmetric kite shape characterized by well-defined branching of the cell body along each 

fiber axis, on intermediate networks, we observed cells with increased branching at 

multiple fiber intersections (Fig. 4.1b).  Interestingly on the 18-µm networks, we observed 

that cells had a broad leading and a narrow trailing edge, which strikingly resembled the 

flat 2D morphology (Supplementary figure S2). With a further decrease in unit-cell size 

(dense networks), unexpectedly, we found the cells to have elongated shapes, similar to 

those observed in cells moving through dense collagen gels or cell-derived matrices.112 For  
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all inter-fiber spacing networks, cells were found to interact with both fiber layers as 

observed by time-lapse imaging. To visualize the cell-fiber adhesion areas, we performed 

immunostaining for paxillin166, a major focal adhesion  marker. While paxillin adhesions 

 

 

Figure 4.1. Nanofiber networks and the corresponding cell morphologies: a) SEM images 

of 500 nm diameter fiber networks with bottom panel showing high magnification images. Also 

shown is a cartoon of the flat control substratum. b) Representative phase-contrast images of 

cell morphologies obtained on the different substrata. c) Assembly of focal adhesions visualized 

by staining for the focal adhesion protein, paxillin (shown in green), f-actin stress fibers in red 

and nucleus in blue. White arrows denote cell migration direction. In the case of the 54-µm 

fiber networks, cells exhibit no bias in direction of migration. Characteristically similar fiber 

categories are grouped as Dense (3 and 6 µm), and Intermediate (18 and 36 µm), while 54 µm 

network is designated as Wide. d) Cells of different migratory lineages behave similarly on 

fiber networks (example shown for dense network). All scale bars shown in µm. 
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were distributed throughout the cells on the 2D flat substrata, on fibers, they were observed 

to be concentrated in focal adhesion clusters (FACs, Fig. 4.1c), consistent with our 

previous observations. 85,91 The observed migratory phenotype was not unique to Hras 1, 

as other commonly used cell lines with migratory potential: NIH 3T3 fibroblasts, human 

smooth muscle cells (SMCs), human bone mesenchymal stem cells (MSC), and human 

breast adenocarcinoma MDA-MB 231 cells (Fig. 4.1d) also exhibited similar behavior, 

thus generalizing our findings. 

 Next, we biophysically phenotyped cell shape on fiber networks using metrics of area, 

aspect ratio, and eccentricity.  First, a comparison of the average slope of the leading edge 

of cell shape showed a close match between the 18-µm unit-cell spacing and the flat 2D 

substrate (Fig. 4.2a).  Lower slope values indicate elongated cell bodies, whereas the higher 

slopes, associated with cells on intermediate and 2D flat substrata, indicate spread cell 

shapes. Cells on dense networks had lower cell spread areas and higher aspect ratios (Fig. 

4.2b, 4.2c). Cells cultured on the 3-µm inter-fiber spacing had the most elongated cell 

bodies and the lowest spread area, a morphology often associated with invasive cells, and 

resembling cells undergoing epithelial to mesenchymal transition (EMT). Next, 

quantitating the FAC-migratory behavior revealed that increasing length of FACs with 

inter-fiber spacing (inset, Fig. 4.2d) resulted in a bi-phasic migratory response (R2=0.90, 

Fig. 4.2d). Cells on flat substrate had the shortest FAC but their high number density 

compared to cells on 3 and 6 µm likely caused the drop in migration rate. On the other 

hand, longer FACs at higher spacing contributed to slowing of cells due to line arrangement 

of adhesion sites that needed to be disengaged during migration. We also observed that 
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Figure 4.2. Inter-fiber spacing regulates cell/nucleus morphologies and focal adhesion 

cluster lengths: a) Cell width versus cell length profiles (top-view of cell, shown only half due 

to symmetry) for each category along with the measured slopes of the profiles at the leading edges 

(n=13, 7, 8, 10, 9 and 9 for 3, 6, 18, 36, 54 µm and Flat 2D, respectively). Cells on dense networks 

have lower slopes indicating elongated cell bodies. b) Cell spread areas on networks of increasing 

inter-fiber spacing (n=107,101,84 and 50 for dense, intermediate, wide networks and flat 2D, 

respectively). c) Aspect ratios of the cells on varying fiber networks show cells to be highly 

elongated on dense networks (n=107,101,84 and 50 for dense, intermediate, wide networks and 

flat 2D respectively). Inset in grey box shows schematic of geometry change (square to elongated 

rectangle) with increase in aspect ratio. d) Paxillin focal adhesion cluster lengths (FACs) increase 

with fiber network porosity leading to a bi-phasic migratory response (n=11,17,20,10,13 and 12 

for 3, 6, 18, 36, 54 µm and Flat 2D, respectively). Inset shows FAC data for different cateogries 

and a representative image with yellow arrows depicting FAC mesasurement (Scale bar 10 µm). 

Nucleus area (e) and nucleus eccentricity (f) are regulated by the underlying network porosity 

with smallest size and highest eccentricity found in dense networks (nÓ40 per category). Inset in 

grey box shows schematic of geometry change (circle to elongated oval) with increase in 

eccentricity. g) Cell and nucleus areas are positively correlated. Linear fit to data corresponding 

to fiber networks with flat 2D data shown as reference. Error bars represent standard error of 

measurement. Statistical differences between individual inter-fiber spacing categories are 

superimposed on the data for their respective groups.  
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cells on dense networks had the lowest nucleus areas (Fig. 4.2e), and highest eccentricity 

(Fig. 4.2f).  Altogether, we found cell and nucleus areas linearly correlated across all fiber 

network spacing (R2= 0.96, Fig. 4.2g). While previous studies have relied on  printing 

adhesion proteins and patterned surfaces to achieve control on cell shape,167ï170 here we 

demonstrate that varying the geometric inter-fiber spacing alone is sufficient to control cell 

morphology. 

Network inter -fiber spacing regulates cell motility 

We next sought to determine if the dynamics of cell migration (speed, persistence, angular 

displacements and cell body movement) was driven by spacing of the fiber networks. We 

determined the mean squared displacement (MSD, Fig. 4.3a(i)) exponents and found a 

scaling exponent of ~1.4 for cells on intermediate and wide spacing, indicative of migratory 

behavior resembling a diffusive random walk, similar to that observed on flat 2D substrate. 

However, on dense networks (3 and 6 µm), we obtained a scaling exponent of ~1.8 

signifying a persistent migratory behavior similar to migratory behavior  observed in 

presence of physical constraints such as microchannels, grooves, 1D stripes or fibrillar 

tracks 107,138,140. Migration rate (Fig. 4.3a(ii)) and persistence (Fig. 4.3a(iii)) were inversely 

related to inter-fiber spacing. Cells on dense networks not only moved faster, but with 

higher persistence, demonstrating smaller angular displacement during migration (Fig. 

4.3a(iv)). Interestingly, we observed that the migratory behavior of cells on flat 2D 

matched closely with the cells migrating on networks with intermediate (18 and 36 µm) 

spacing. This is consistent with our finding that cell shapes in these categories (especially  
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Figure 4.3. Inter -fiber spacing regulates cell migration: a) (i) mean squared displacement 

(MSD) vs. time (t) plots corresponding to dense, intermediate, and wide fiber network 

categories and Flat 2D. Inset shows the scaling relation MSD ~ t
Ŭ  

,where Ŭ is the scaling 

exponent that is used to fit the data. (ii) migration rate of single cells (n=59, 40, 44 and 29 for 

dense, intermediate, wide and flat 2D respectively), (iii) persistence of single cells (n=49, 40, 

36 and 20 for dense, intermediate, wide networks and flat 2D respectively) for the different 

substrates, and (iv) polar plots showing angular displacements for cells on varying fiber 

network porosities and compared with flat 2D (n=40, 40, 20 and 20 for dense, intermediate, 

wide networks and flat 2D respectively). Data demonstrates cells moving fastest and with 

highest persistence on dense crosshatch pattern of fibers. b) Representative displacement 

profiles of the leading and trailing edge for the different fiber network categories. Leading and 

trailing edges are shown in red squares and blue circles respectively in associated time-lapse 

images (scale bars denote 20 µm and time shown in minutes). c) (i) Recoil-to-recoil analysis 

method to calculate migration cycle time, (ii) migration cycle time over the different fiber 

network categories (n=29,50 and 25 for dense, intermediate, and wide networks respectively ). 

Note for the dense group, data is only shown for 6 µm fiber spacing, as the recoil-to-recoil 

migration cycle for the 3 µm fiber spacing was not discernable optically, and (iii) migration 

cycle and retraction recoil speeds plotted as function of FAC length showing both metrics to 

linearly scale with FAC lengths. Inset image shows a fluorescently-labeled cell attached to a 

54 µm inter-fiber spacing network and the magnified image of retracting edge showing f-actin 

stress fiber distribution (red: f-actin stress fiber, blue-nucleus and green: paxillin. Scale bar: 20 

µm). Statistical differences between individual inter-fiber spacing categories are superimposed 

on the data for their respective groups. 
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in 18 µm category) resembled cell shapes on 2D flat substrata. Altogether, we report that 

crosshatch fiber networks of varying inter-fiber spacing are able to achieve precise control 

on migratory behavior: 1D highly persistent to diffusive 2D random walk.  

 Next, to understand the mechanics of how cells migrated on fiber networks of varying 

spacing, we investigated the dynamics of trailing and leading edges (shown by blue and 

red circles respectively in Fig. 4.3b). We observed that the trailing edge served as an 

anchor point for the advancing leading edge. Thus, as the leading edge advanced, the 

trailing edge elongated over time and subsequently it was observed to detach and retract in 

a órecoilô manner at the rate of 10-2-10-1 µm/s. These rates are equivalent to those observed 

for the fast phase of fibroblast trailing edge retractions cultured on 2D glass substrates.171 

This mechanism, a well-documented aspect of 2D cell migration, matched well with the 

cells migrating on intermediate and the wide fiber network categories. However, on the 

dense networks the motion of the trailing edge was much smoother (slower recoil) 

compared to intermediate and wide spacing. We quantified the time taken between 

successive trailing edge retractions to determine migration cycle, Fig. 4.3c(i). Migration 

cycle time increased with increased inter-fiber spacing (Fig. 4.3c(ii)) and increased FAC 

lengths (R2=0.94, Fig. 4.3c(iii)). Similarly, the recoil speed was found to increase with 

FAC length (R2=0.95), thus suggesting that the longer FAC lengths associated with well-

defined f-actin stress fibers originating from the adhesion sites (inset in Fig. 4.3c(iii)) were 

causing stronger recoils. 

Nucleus dynamics response to network porosity 

We next sought to determine the dynamics of nucleus shape change in response to fiber 

network spacing. Nuclei underwent distinct and rapid deformation  with the recoil of the 
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Figure 4.4. Inter -fiber spacing regulates nucleus dynamics: a) Representative profile of the 

deformation of nucleus during retraction of a trailing edge demonstrating rounded nucleus is 

strained to elongated shape, and after recoil the nucleus relaxes to its original shape. Axis strain 

is defined as ‐  ,where Li is the minor axis length of the nucleus pre-recoil and L(t) 

represents the  minor axis length of the nucleus at time t  post-recoil (Scale bars represent 20 

µm). At start of relaxation post-recoil (t=0), minor axis L(t)= LO.  b) Normalized nucleus shape 

recovery data (defined as  where ‐   and ‐  is the initial nucleus axis strain 

immediately post-recoil with exponential fits showing that cells on dense networks recover their 

original shape faster after recoil. Inset shows representative images of the nucleus post recoil  

and after relaxation (rounded is for wide and elongated for dense networks). c) Relaxation time 

constants calculated on basis of an exponential decay of nucleus deformation showing stronger 

recoil in intermediate and wide networks. Percentage change in nucleus shape (eccentricity (d)) 

and size (projected area (e)) during trailing edge recoil. f) Nucleus height measured by confocal 

microscopy quantitates cell nuclei to be thicker in dense regions. Inset shows representative 

images of nucleus (projected side view from confocal microscopy, scale bar 5 µm). g) Nucleus 

thickness decreases with increase in cell spread area. h) Representative temporal plots of 

nucleus-cell body angular coupling (included angle) for the different inter-fiber spacing with 

inset illustration showing the included-angle is defined by the coordination between cell body 

vector (trailing edge to centroid shown by white star) and nucleus major axis. i) Data shows the 

influence of cell shape (aspect ratio) on the extent of nucleus-cell body coordination. For (g) 

and (i) exponential fit to data corresponding to fiber networks with flat 2D data shown as 

reference. Sample size for b, c, d and e (n=11, 23 and 10: dense, intermediate and wide networks 

respectively) for f, g (n=25, 32, 14 & 13: dense, intermediate, wide and flat 2D respectively) 

and for i (n=13, 15, 9, 9: dense, intermediate, wide and flat 2D respectively). Included angle 

and aspect ratios are calculated every 10 minutes over the 4-hour experimental time (25 

measurements) and then averaged across cells of similar aspect ratios. Statistical differences 

between individual inter-fiber spacing categories are superimposed on the data for their 

respective groups. 
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trailing edge. We quantitated the changes in nucleus shape (major and minor axes, 

projected area) within a migration cycle, and found nucleus shape changes to be 

pronounced on intermediate and wide inter-fiber spacing networks.  On these networks, at 

the start of the migration cycle, the nucleus was observed to be rounded (low eccentricity), 

which transitioned to an elongated shape (high eccentricity) during recoil of the trailing 

edge and returned to rounded morphology as the trailing edge reattached (Fig. 4.4 a,b 

(R2=0.98 for both wide and intermediate networks)). This is in contrast to cells on dense 

networks that maintain high eccentricity, elongated nuclei, at all times. In general, the 

recovery time constant (▼◄►╪░▪ ͯ ▄
◄
Ⱳ where Ⱳ is the recovery time constant) for nucleus 

shape dynamics was found to increase with the inter-fiber spacing, thus, signifying a larger 

deformation with stronger trailing edge recoil (Fig. 4.4c). The extent of the nucleus  shape 

change was estimated in terms of the percent change of the nucleus eccentricity and it was 

found that trailing edge retractions in intermediate and wide networks involved up to ~35% 

eccentricity change of the nucleus (Fig. 4.4d), whereas on dense networks, it was 

significantly reduced (~5%). Similarly, the change in nucleus area increased with network 

inter-fiber spacing (Fig. 4.4e). We observed large (~30%) changes in areas only on the 36 

and 54 µm fiber categories presumably due to high forces generated during recoil to 

compress the nucleus. Next, we interrogated the thickness of nuclei on different fiber 

network categories using confocal microscopy. Reconstruction of nucleus height using z-

stack images showed the nuclei to be significantly thicker in dense networks (Fig. 4.4f). 

Furthermore, nucleus thickness was found to decrease with the increase in cell spread area 

(R2=0.93, Fig. 4.4g). Since intermediate and wide fiber spacing were causing  
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nuclei to undergo shape changes, we interrogated the angular coupling between nucleus 

and cell body vector (defined as included angle (inset in Fig. 4.4h) signifying the extent of 

co-alignment between nucleus and cell body during migration. We found that increasing 

inter-fiber spacing resulted in larger nucleus angular spins (Fig. 4.4h) similar to the studies 

described previously on flat substrates,172 while with increasing aspect ratio of cells 

(signifying persistent migration on denser networks), the extent of nucleus-cell body 

coordination increased (included angle decreases, R2=0.92, Fig. 4.4i). Altogether, our data 

shows that nucleus thickness, shape, deformation and the degree of change in angular 

orientation during migration cycle are controllable through the choice of inter-fiber 

spacing. 

Cell spreading and symmetry breaking dynamics 

Next, we wanted to investigate how cells adopted highly elongated geometries on dense 

fiber networks. We monitored the cell spreading behavior from the moment the cells first 

started interacting with the fibrous networks (Fig. 4.5a). Cells cultured on dense networks 

formed transient short-lived protrusions resulting in delayed spreading (Fig. 4.5b). We 

calculated the temporal evolution of the projected spread area of the cells (Fig. 4.5c) and 

found that all inter-fiber spacing demonstrated an almost linear growth of the projected 

area (with slowest on the 3-µm category), which is in accordance with cell spreading on 

flat substrata and in gel systems.109,173,174 Furthermore, we observed that on dense 

networks, spreading occurred with continuous growth in aspect ratio signifying anisotropic 

shapes, whereas cells on intermediate and wide categories continually protrude along all 

fiber axes and spread mostly in an isotropic fashion (aspect ratio ~1). Next, we looked at  
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Figure 4.5. Inter -fiber spacing regulates cell spreading and f-actin stress fiber 

organization: a) Phase contrast time-lapse images showing anisotropic and isotropic cell 

spreading on 6 and 18 µm representing dense and intermediate fiber networks, respectively. b) 

Transient profiles outlining cell spreading on dense and intermediate networks. On dense 

networks, cells form multiple short-lived protrusions in all directions (inset image) before 

elongating in a primary direction, whereas on intermediate networks cells protrude and extend 

isotropically. c) Analysis of cell spread area and associated aspect ratio (length/width) of cells 

spreading on fibers of varying network porosities (n= 8-11 per category). d) Immunostained 

images of f-actin stress fibers (red), focal adhesion paxillin (green) and nucleus (blue) on all 

fiber categories and the flat 2D substratum. Cells cultured on the 3 µm porosity networks lack 

dominant stress fibers. Yellow arrows indicate clustering (meshwork) of stress fibers, with 

intermediate spacing matching the stress fiber distribution found in cells on flat 2D  
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the organization of f-actin stress fibers once cells had completely stretched. We observed 

stress fibers to be aligned along the cell body axis in dense networks and isotropically 

distributed as meshwork (shown by yellow arrows) in intermediate and wide networks 

similar to those observed on flat 2D substrata (Fig. 4.5d and Supplementary Fig. S3). 

Interestingly, on the 3 µm network of fibers, we did not observe a large number of dominant 

stress fibers, similar to reported observations of cells in 3D morphologies84. Altogether, 

our data suggests that the inter-fiber spacing of crosshatch networks of fibers is a regulator 

of cell spreading dynamics and actin cytoskeleton organization.  

Gene expression analysis 

To determine whether growth on different fiber networks could drive transcriptional 

reprogramming, we performed RNASeq analysis on independent replicates grown on the 

different fiber networks.  The upregulation of genes related to cytoskeletal rearrangement 

and cell-cell adhesion were concordant with the observed phenotypes described (Fig. 4.6a).  

Interestingly, we observed a generalized decrease in transcriptional activity, compared to 

flat control (Fig. 4.6b). Previous studies have shown that nuclear shape and size can 

influence gene transcription, and access of transcriptional machinery to DNA.175ï177 

Surprisingly, gene families associated with transcriptional activity are suppressed, and we 

do not observe dynamic changes concordant with changes in nucleus shape and size 

observed between cells on the different fiber networks. However, we observed 

substrata. All scale bars are 20 µm. Polar plots of f-Actin stress fiber distribution demonstrating 

highly aligned stress fibers in dense networks and isotropic distribution of stress fibers in 

intermediate and wide categories resembling those on flat substrates  (n=25,24,11 and 10 for 

dense, intermediate, wide and flat 2D respectively,15-20 stress fibers analyzed for each cell). 
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upregulation of multiple genes in pathways regulating translation and protein expression, 

suggesting functional changes in cell behavior may be due to post-transcriptional 

modifications. Further, upregulation of genes involved in metabolic processes (BP-

GO:0008152) was observed in cells grown on all fibers compared to a flat surface. These 

data suggest that inter-fiber spacing is sufficient to induce changes in gene expression, 

which may be independent of changes in nuclear morphology. The resulting gene 

expression changes appear to be primarily involved with driving post-transcriptional 

alterations related to translation and protein modifications, whereas generalized 

transcriptional upregulation is not altered. Together, all these data suggest that biophysical 

alterations within the tumor microenvironment may be sufficient to modulate 

transcriptional programming that could increase the expression of genes implicated in 

enhanced pathogenic and tumorigenic potential in transformed cells. 

 

 
Figure 4.6. Inter -fiber spacing regulates gene expression: (a) Hierarchical clustering and 

GO enrichment analysis of gene families related to cellular phenotypes in cells cultured on fiber 

networks of different inter-fiber spacing. (b) Hierarchical clustering and GO enrichment 

analysis of gene families primarily downregulated during growth on fiber networks. 

Downregulated networks are primarily associated with transcription. Directional enrichment 

scores are reported with respect to flat 2D control. 
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4.4 Discussion 

The immediate environment surrounding a cell offers a variety of biophysical cues of 

confinement, rigidity, topography (isotropic and anisotropic) and porosity.178 Here, we 

have explored how in the context of crosshatch network of fibrous environments found in 

dermis128, basement membrane132, muscular hydrostats 148, and the loose connective 

tissue38,, different levels of inter-fiber spacing can result in different morphologies and 

associated migration dynamics. Firstly, we observed that at very high inter-fiber spacing 

(wide: ~54x54 µm), cells form symmetric kite shapes and have reduced migration rates 

and persistence due to formation of significantly large FACs. With decrease in inter-fiber 

spacing to intermediate (18 and 36 µm), we observed that the cell morphologies and 

migratory behavior were very similar to those obtained on traditional flat 2D substrata (Fig. 

4.2, 4.3). Encouraged by our ability to recapitulate 2D migratory behavior on suspended 

network of fibers, we inquired if making the fiber networks denser would still maintain this 

behavior, as we presumed that decreased inter-fiber spacing would translate to increased 

number of contact points similar to that available on a featureless 2D substratum. 

Unexpectedly, we found that the increased contact points caused multiple transient short 

protrusions leading to elongated cell bodies and anisotropic migration. We found that cell 

elongation occurred much earlier during the cell-spreading process (Fig. 4.5b) and since 

cells were probing both directions, we observed polarized cells in both principal directions. 

Once polarized, the cells did not break symmetry on dense networks and migrated almost 

exclusively in the direction of polarization. However, with increasing inter-fiber spacing, 

cells were able to more readily change direction resembling random walks.  
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Figure 4.7. Fiber network based migration platform. a) Migration phase diagram based upon 

inter-fiber spacing and bending stiffness (N/m) regulates single cell migratory phenotype in 1D, 

2D and 3D cell shapes. Data is plotted for various inter-fiber spacing against parallel 

arrangement of fibers (shown on extreme right). On average, cells were found to engage with 

three parallel fibers, resulting in estimation of equivalent stiffness by summation of stiffness of 

individual fibers (springs in parallel).  b) SEM image (left) of a single scaffold with three fiber 

network categories. Middle and right fluorescence microscopy images show images of the cells 

seeded on fibers of varying crosshatch densities and the flat 2D control. Scale bars in inset 

images in SEM panel are 20 µm and stained images are 10 µm. c) Custom suspended fiber 

networks to study cell shape and migration changes as cells transition between aligned and 

crosshatch networks [pattern adapted from Doyle et al. 2009]. Inset shows representative 

migration trajectories demonstrating cells maintaining elongated shapes and persistent 

migration on both networks along with cases in which cells can turn directions shown by purple 

circles 


