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Development of a Turbulent Flotation Model from First Principles

Hyunsun Do

ABSTRACT

Flotation is a process of separating particulate materials of different surface properties in
a hydrodynamic environment, and is used extensively for separating different minerals from each
other in the mining industry. In this process, air bubbles are introduced at the bottom of a
particulate suspension (pulp), so that bubbles coated with hydrophobic particles rise to the top
and form a froth phase while hydrophobic particles stay in suspension. The selectivity of the
flotation process is determined by the hydrophobicity of the particulate materials involved, while
the Kkinetics of the process is controlled by the hydrodynamic conditions and the disjoining
pressures in the thin aqueous films between air bubbles and particles.

In the present work, a mathematical model for the flotation process has been developed
by considering both the hydrodynamic and surface chemical parameters. The model can describe
the events occurring in both the pulp and froth phases of a mechanically-agitated flotation cell.
The pulp-phase model is based on predicting the kinetics of bubble-particle attachment using the
DLVO extended to include contributions from hydrophobic force and the theory of turbulent
collision. The froth-phase model is based on predicting the rate of bubble-particle detachment by
considering bubble coarsening and water recovery. The predictions from the overall flotation
model are in general agreement with the results obtained in single-bubble flotation experiments
and the flotation test results reported in literature. Since the model has been developed largely
from first principles, it has predictive and diagnostic capabilities.
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Chapter 1. Introduction

1. Fundamentals on Flotation Modeling

Flotation is a process for separating finely divided solids from each other using air bubbles
under hydrodynamic environment [1]. Regarding its application in the mining industry, it has
been used for more than 100 years for separating valuable minerals from raw ore. This popularity
is due to its low operation cost, simplicity and versatility. Virtually any mineral present in an ore
can be separated from other minerals by flotation. Minerals to be floated must be either naturally
hydrophobic or rendered hydrophobic by judicious use of hydrophobizing reagents (collectors).
Therefore, when bubbles are introduced into the bottom of a flotation cell in which an ore pulp is
contained, hydrophobic mineral particles are selectively attached to the bubbles while
hydrophilic mineral particles are left unattached. The bubble-particle aggregates formed as a
result of the attachment process then rise to the top of the slurry and exit the flotation cell, and
thereby be separated from the hydrophilic minerals left in the cell.

For the bubble-particle attachment to occur, the Gibbs free energy change (AG) must be
negative. The free energy change associated with the attachment process can be by considering
the changes in interfacial tensions at the solid-liquid, solid-vapor, and liquid-vapor interfaces [2].
By relating the changes in interfacial tensions to the Young’s equation, one obtains the flowing
relation,

AG = y;,(cos8 —1) <0 1)

as the thermodynamic criterion for bubble-particle attachment, or flotation. In Eq. (1), uv is the
interfacial tension between liquid and vapor, and @is the contact angle at the three phase contact.
From this relation it is clear that the process of bubble-particle attachment is thermodynamically
possible only when the contact angle is greater than zero. The larger the value of 4 is, the more
negative the value of AG becomes. Therefore the contact angle has often been used as a measure
of floatability. Parameters such as & or y, vary depending on the chemical conditions such as
collector and concentrations employed during flotation.

While the thermodynamic criterion for floatation is determined by chemistry parameters,
hydrodynamic parameters such as bubble size, particle size, and energy dissipation rate in a
flotation cell also affect the process. Flotation machines are designed to optimize the
hydrodynamic conditions to maximize bubble-particle collision, which is a prerequisite for the
attachment process discussed above, and to keep particles in suspension and move forward from
one cell to another. It is difficult, however, to experimentally measure collision frequencies as it
is a stochastic process particularly under turbulent flow conditions.

Many investigators developed collision models and used them to predict coagulation of
colloidal particles [3-9]. The various collision models developed to date are of different forms,
but may be represented in the following generalized form:



Zip = CNlNz(du)n (2)

in which Z;, is the number of collisions between species 1 and species 2, N; and N, are the
number densities of particles 1 and 2, dj, is the sum of the radius of the two particles, which is
referred to as collision radius, and C and n are parameters varying with the boundary conditions
involved in the derivation of the models. It is a challenge to use Eq. (2) developed for the
interaction between small, colloidal size particles in liquid or gaseous phases for flotation, in
which 1 is solid and 2 is air bubble and particle sizes are well beyond the length scales involved
colloidal and aerosol interactions. Many investigators adapted Eq. (2) for the bubble-particle
interactions in flotation by introducing adjustable parameters such as probability (or efficiency)
of collision (Pc), attachment (P,) and detachment (Pg) [10-12]. Modeling flotation is
complicated further by the fact that bubble-particle aggregates form a froth phase (three-phase
foam) on top of the flotation pulp and that some of the bubble-particle aggregates break up
during the course of entering and rising in the froth phase. Thus, it would be necessary to
consider the probability of the hydrophobic particles not being dropped out of the froth phase
and exit the flotation cell and be recovered in the forth launder (Ps).

Many investigators showed that flotation can be represented as first-order rate process, in
which case the following flotation rate equation may be used [13, 14]:

dN
1 —kN,
dt

= —7Z,,P ©)

Eq. (3) states that the rate of flotation is proportional to the number density (N;) of particles in a
flotation cell and flotation time t, with k being the flotation rate constant. Its shows also that
flotation rate is simply the product of collision frequency (Z;,) and the probability of flotation
(P). Sutherland [13] proposed that P should be a function of various subprocesses discussed
above, i.e, P, P,, Py, and Pr. Most of the investigators derived the probability functions of some
of these sub-processes by considering hydrodynamic parameters. Others, however, considered
both hydrodynamic and surface chemistry parameters [9, 14-16]

So far, most researchers on flotation modeling laid foundations for predicting flotation rate
either by using chemistry or hydrodynamic parameters. Not many studied the effects of both
parameters partuclarly for the flotation under turbulent flow conditions. Serious attempts to
account for both parameters were few [9, 16]. More recently, however, increasing number of
researchers have challenged the subject of modeling flotation by taking advantages of the recent
advances in fluid mechanics, particularly CFD simulations, and in colloid chemistry, particularly
on the role of hydrophobic force in the thin films of water between air bubble and particles,
which are referred to as wetting films. Recent interest in flotation model development may stem
also from ever increasing demands for natural resources. Developing a good flotation model
should lead to the development of a computer simulator that can be used to optimize the process,
train plant operators and engineers, and help better understand the complex three-phase
phenomenon.



2. Research Objectives
The objectives of the present work are restated as follows:

1) To develop a turbulent flotation model from first principles by considering both
chemistry and hydrodynamic parameters.

2) To study bubble-particle attachment kinetics by conducting induction time
measurements under different chemical and hydrodynamic conditions.

3) To develop a foam drainage model from first principles and compare the model
predictions with experimental results.

4) To develop a model to predict the critical rupture thicknesses for free foam films, and
use the model to predict bubble coarsening in foam columns.

5) To develop a froth recovery model and incorporate it into the flotation model to be
developed in Chapter 1.

3. Literature Review

The first aggregation kinetics model was in higher order since it was derived for colloidal
particles subject to Brownian motion [17]. However, flotation system is less influenced by
Brownian motion, and accordingly many investigators used the first order equation shown in
Eq.(3) [9, 12-16, 18-22].

Equation (3) is interpreted such that the rate constant k indicates how fast the floatable particles
are recovered. So many various parameters are involved in the constant, but largely, it has been
found a function of the number of bubble-particle collisions taking place (Zi;), and the
probability (P) of the collision’s follow-up sub-processes, i.e.

k = f(Zy,,P) 4)

Z1, is termed as collision frequency. As the name purports, Z;, presents the number of
encounters between bubbles (subscript 2) and particles (subscript 1) occurring in their relative
motions. Regarding this, earlier models in the literature used the simple idea that a bubble meets
particles in the way when it sweeps through, and reached an approximate relation of Z;, with
bubble size and superficial gas flow rate [12, 15]. According to the relation the frequency
increases as gas flow rate increases, and inversely to the bubble size. However, this relation may
not fit well for turbulent flow conditions.

In turbulent flow environment, modeling Z;, and P will be substantially different from what is
for relatively quiescent flow conditions because bubbles and particles may influence each other’s
adjacent streamlines. In fact, researchers like Pyke et al.[9] extended to turbulent flow conditions
the model originally derived from the streamline assumption around a bubble in quiescent flow



[22]. On the other hand, Sherrell and Yoon [16] suspected this idea and incorporated turbulence
properties into calculating P based on surface energy estimate. The model, however, showed a
result indicating that flotation kinetics is controlled more by bubble-particle detachment, rather
than attachment [21].

Turbulence is composed of eddies of various length scales. Turbulent Kinetic energy is
known to be distributed along these different length scales, and the energy input at the largest
scale is transferred successively to smaller scales until it dissipates out. One of the most
significant properties of turbulence is the energy dissipation (or specific energy input), &g. It
involves along with the liquid viscosity in determining the statistically universal form of the
dissipation length scale [23]. In some turbulent systems where inertial effects are ignored, the
root mean squared (r.m.s) value of fluid’s velocity gradients is proportional to the square root of
the ratio of energy dissipation to liquid viscosity [24]. In such systems, collision frequencies are
derived using the relation [3, 8]. For the case of systems where inertial effects are not ignored,
collisions are not due to shear mechanism only. Therefore, Abrahamson [4] implied the r.m.s
velocities of suspended particles 1 and 2 directly into the model as the following.

Zyy = 23222 N, Ny d2 \ur® + 03 (5)

with notations meaning the same as in Eq.(2). u;2 and u,? are the mean squared fluctuation
velocities. This has been frequently referenced in describing aggregations in flotation systems. In
the application of mineral flotation, Schubert [25] regarded the particles as minerals (subscript 1)
and bubbles (subscript 2), and replaced the velocity term with the one proposed by Liepe and
Moeckel [26]. Recently, Brady et al.[27] verified experimentally several models describing
particle velocities in homogeneous turbulence. In their model comparison, Liepe and Moeckel
[26]’s expression fit best for describing particle velocities. This information may be useful in
modeling bubble-particle interactions in flotation system. However, there exists a limitation that
the models are valid only for homogenous turbulence. In practical flotation tank, it is well known
that near-impeller regions have higher energy dissipations than the remainders, and even with
certain ratio relative to the average energy dissipation [9, 28, 29]

In turbulent flow conditions, neither the probability P of sub-processes nor the number of
collisions is independent of hydrodynamic influence. On the other hand, unlike the collision
frequency, surface chemistry also plays equivalently important role in evaluating P. The most
important phenomenon implied in P is the bubble-particle attachment. Luttrell and Yoon [11]
suggested the following expression for estimating the probability of bubble-particle attachment,
P..

Py = exp (=E1/Ex ) (6)

,where E; is the energy barrier or activation energy for bubble-particle attachment determined by
colloidal forces, and Ex is the kinetic energy of collision. For objects in liquid medium, the
hydrodynamic resistance increases as two surfaces approach closer [30, 31]. Due to this
resistance, the kinetic energy exerted on particles in flotation system should reduce at sufficiently
small separation distance to a comparable degree to the order of activation energy.

4



In aggregation kinetics modeling, Derjaguin and Dukhin [14] were the first who used surface
forces in modeling bubble-particle interactions. Their work, however, was intriguing for mineral
processing applications because what they considered were only repulsive forces while for
mineral flotation to occur attractive force is responsible [32]. Therefore, Luttrell and Yoon [11]
modified the classical DLVO theory that is used to describe the bubble-particle interaction
energy. After adding attractive energy term due to hydrophobic force, the extended DLVO
theory is as follows.

VT:VE+VD+VH (7)

,where V7 is the total potential energy summed up by the potential energies due to electrostatic
repulsion(Vg), Van der Waals dispersion (Vp), and hydrophobic force attraction (Vy). The value
of energy barrier E; in EQ.(6) is found at the local maximum of the potential vs. separation
distance curve portrayed by Eq.(7). Regarding the term Vy, no general analytical expressions is
available because the origin of hydrophobic force is still at a loss. However, the evidences for its
existence can be found easily in other literature [33-35].

Similar to Pj, the probability of detachment was also suggested as follows [15].
Py =exp (—(W, + E1)/E"y) 8

.where W, is the work of adhesion and Ex’ is the detachment kinetic energy. The work of
adhesion is derived from the force balance on the particle area in contact with bubble surface,
and accordingly surface tension, contact area, and contact angles are involved.

After Sutherland [13]’s pioneering work, most of flotation models adopted the idea of the
sub-process probability P as a product of collision (P.), attachment (P,), and detachment
probability (Py) as follows.

P =PFF,(1—-Py) )

Many flotation models in the literature estimate flotation rate constants based on this relationship.
However, it may be appropriate only for describing batch flotation test where 100% recovery of
mineral within the froth is usually assumed [36, 37]. The rate constants obtained in this way may
be regarded ‘apparent’ rate constant since the pulp-to-froth transport process of particles
collected in the pulp is ignored.

To be realistic, the transfer process needs to be considered. Noting that froth-pulp interface
behaves like a barrier before the bubble-particle aggregates transfer, the probability of aggregates
being transferred into froth (P;) is incorporated with P as follows.

P = F.P,(1—Py)Fs (10)



The same idea dates back as old as the work by Schumann [38]. However, the post-attachment
sub-processes were not specified as the author simply put them in one parameter defined as froth
stability factor. Clear distinction was not made until Tomlinson and Flemming’s work [20]
where the authors first suggested Pr as a probability of the attached particle reaching the pulp-
froth interface without detachment. A clearer picture to this statistical aspect has been shown by
Waters et al. recently [39]. In their experiment, the authors used positron emission particle
tracking method to follow particles in flotation cells, and observed particles entering the froth
after attaching to an air bubble, detaching from the froth, and re-entering. For all this
experimental advances, incorporating P; into P doesn’t seem easy either empirically or
analytically, because of the complex characteristics of froth [16, 20, 38]. According to the recent
work by Koh and Schwarz [40, 41], froth phase is a significant contributor to the overall
recovery. Aided by a Computational Fluid Dynamics (CFD) program for the first time, they
could predict the temporal changes of total particle numbers in a lab-scale cell, which were used
to infer the flotation rate constant.

As it was well reviewed in other literature, kinetic modeling of flotation critically
depends on the assumptions made for the mixing conditions of the flow in the cell [42, 43].
Typically, two perfectly mixed flow regimes are defined: pulp and froth phase. With this regard,
the first order kinetic modeling is valid only in the pulp phase, and the process in the froth phase
needs to be studied separately if interested. Nevertheless, many researchers did not account for
this in modeling flotation. At best, froth recovery was investigated separately while setting the
‘apparent’ rate constant proportional to froth recovery [12, 44-46]. In other words,

,\where k is the overall (apparent) flotation rate constant, k, is the rate constant concerning the
collection mechanism in pulp phase only, and Ry is defined as the froth recovery factor. R; is
interpreted as the fraction of particles recovered after they are transferred into froth [12]. While k
is inferred from the recovery data in flotation tests, k; is evaluated by extrapolating rate constants
plot obtained from the same recovery data with various froth depths. However, the relation in
Eq.(11) is not strictly valid because it is derived assuming the particles collection in the pulp
phase is a first order process with 100% maximum recovery, that is ideal case [36, 43].

Many researchers do not differentiate k with k, in interpreting recovery data. One
common mistake is that they obtain the “apparent” rate constant k from recovery data, then
wrongfully use it for validating the model derived for pulp phase only [9, 47, 48]. To conduct
more precise validation, the overall recovery data needs to be directly compared with the model
prediction, not the rate constant. Finch and Dobby [12] suggested the following to estimate the
overall flotation recovery when the recovery in the pulp phase and froth phase are discrete.

R=—Y (12)
RcRp+1-R,

,where R is the overall recovery, and R; and Ry ar the recovery in the pulp and froth phase

respectively. R. can be estimated using the rate constant k,, and R needs to be defined

independently.



The fractional recovery in the froth phase, R, may be modeled in a broader sense by the
following aspects. Since air bubbles are hydrophobic [49] as well as mineral particles, the
mechanisms governing froth recovery can be attributed to attachment. This is called true froth
recovery because only hydrophobic particles are recovered along with the surviving bubble-
particle aggregates from the froth. Because froth bubbles are hydrophobic and in 3 phase some
researchers could model the recovery in empirical ways only [50, 51]. However, more analytical
froth recovery model may be developed by investigating liquid drainage and bubble coarsening
in froth. It is well known that non-hydrophobic particles are also recovered from froth, being
carried by the froth without attachment. This is called entrainment, and it is not directly related to
the chemistry but well known to play significant roles in the fine mineral particles recovery [52,
53].

Recovery mechanisms in relation with froth structure may be more simplified if one is to
apply the same physical interpretations to foams. Foams is the term used to distinguish the 2
phase system from the 3 phase (froths) [54]. A foam is a two-phase system where gas cells are
enclosed by liquid, and accordingly the structure looks like a network of pipe-like channels
(called Plateau Border) and thin film walls (called lamellae) [55]. The drainage along this
structure has been a popular research topic for a long time because foams are commonly
observed in many practical applications. Most of foam drainage models in the literature assume
that liquids in foams flow mainly through the channels, and set the following continuity equation
as the basis for the model [56-60]

de | 0(egw)
,where ¢ is the liquid fraction defined as the ratio of wet area over the whole column cross-
sectional area and u is the average velocity of the flow through plateau borders. This equation
basically states that the rate of change of the liquid mass flow inside the volume is balanced by
the changes induced by the flow velocity through the surface area. Knowing that the pressure
difference between liquid and gas bubble is described by the Young’s equation, an expression for
u can be found after manipulating the Euler equation [59, 60]. The models in the literature were
derived only for dry and stable foams. In reality, however, foam bubbles grow, break and
coalesce into larger sizes. Those models fail to comprise the coalescence of bubbles. Combining
coalescence with drainage model is challenging because the factors causing foam’s instability are
not clear yet. The most convincing factor so far is the hydrophobic force in foam films. In many
experiments on foam films drainage, it has been shown that foam films thin faster than the
prediction by the Reynolds lubrication equation and it was ascribed to the hydrophobic force [61,
62]. Thin water films tend to rupture at different thicknesses for different surfactant
concentrations or certain chemical conditions. This particular thickness is termed as critical
rupture thickness he,. The film thinning rate down to he in those systems is well predictable with
the help of the extended DLV O theory [62], but a good theory to predict the approximate time of
rupture or corresponding rupture thickness is still missing. Majority of researchers on film
rupture models think that the rupture results from capillary waves due to the forces at the water-
air interface [63-65], but those models also deviate from actual observations when hydrophobic
force is influential [61, 66].



4. Dissertation Outline

The results of the present work are presented in five chapters in the same order as listed
under Research Objectives.

Chapter 1 gives an overview and justification of the present research along with literature
review.

Chapter 2 presents the model developed in the present work. The model consists of two
parts, including i) the model describing the bubble-particle attachment and
detachment processes occurring in the pulp phase of a flotation cell and ii) the
transport of resulting bubble-particle aggregates and entrained particles through the
froth phase.

Chapter 3 shows i) the effects of chemical and hydrodynamic parameters affecting
flotation, and ii) the role of surface forces affecting the kinetics of bubble-particle
attachment by conducing induction time measurements.

Chapter 4 describes a foam drainage model derived from first principles. The model can
predict bubble coarsening as functions of the hydrophobic force parameter (Kzs2),
which in turn is a function of surfactant (frother) additions.

Chapter 5 gives a theoretical model that can predict the critical rupture thickness of free
foam films.

Chapter 6 presents derivation of thefroth recovery model that is used in Chapter 1.
Chapter 7 suggests possible future work in developing a comprehensive flotation model.

All of the chapters have been written in journal paper formats for publications with
appropriate amendments in the near future.
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CHAPTER 2

A FLOTATION MODEL UNDER TURBULENT FLOW CONDITIONS

ABSTRACT

Flotation is designed to separate hydrophobic and hydrophilic particles by selectively
attaching the former on the surfaces of air bubbles. The process has been modeled by many
investigators mostly using parameters affecting the hydrodynamics of bubble-particle
interactions occurring in the pulp phase of a flotation cell, while the efficiency of the process is
critically affected by various chemical parameters, particularly the hydrophobicity of particles. In
a previous work, the effect of particle hydrophobicity was incorporated into a flotation model
using the DLVO theory extended to include the contributions from hydrophobic force. However,
the model was applicable only for the bubble-particle interactions occurring under laminar flow
conditions without consideration of the separation processes occurring in the froth phase formed
on top of the pulp phase. In the present communication, a comprehensive flotation model has
been developed to describe the events occurring both in the pulp and froth phases of a flotation
cell operating under turbulent flow conditions. The model predictions are consistent with typical
industrial mineral flotation results reported in the literature.
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1. INTRODUCTION

Froth flotation is an important separation process that is widely used in the minerals, coal,
oil, recycling, and environmental industries. It is designed to separate hydrophobic particles from
hydrophilic ones by selectively attaching the former to the surface of rising stream of air bubbles
in aqueous media (pulp), leaving the latter behind. The air bubbles carrying the hydrophobic
particles form a froth (three-phase foam) phase, in which some of the particles drop back to the
pulp phase due to bubble coarsening and drainage. The parameters affecting the process may be
divided into hydrodynamic (e.g., bubble size, particle size, turbulence, energy dissipation) and
chemical parameters (e.g., hydrophobicity, surface tension, {-potentials). Most of the models
derived until recently incorporated only the hydrodynamic parameters, which made it impossible
to predict the efficiency of separation. In general, hydrodynamic parameters affect recovery,
while chemical parameters control both recovery and separation efficiency.

The first theory of modeling flotation was developed by Sutherland [1] based on Gaudin’s
hypothesis [2, 3]. The theory described the process as dependent on the probabilities of bubble-
particle collision, attachment and detachment occurring under the environment of inviscid fluid.
Some models also took similar approach with more detailed considerations in the interpretation
of bubble-particle attachment. For example, Derjaguin and Dukhin [4] considered interfacial
forces in determining the flotation rate of fine particles settling onto a rising bubble in a
quiescent flow. As interests extended to the aggregation of larger particles, the hydrodynamic
effect of particle inertia was also incorporated with flotation kinetics by other researchers [5-8].
Finch and Dobby [7] developed their flotation model using Weber and Paddock’s theory on
collection efficiency [6], where only hydrodynamic effect of small stokes number particles and
intermediate Reynolds number flow was investigated. The bubble-particle attachment efficiency
was determined by the induction time (the time required for film rupture) and particle’s sliding
time on bubble surface.

While Finch and Dobby [7] modeled flotation kinetics in hydrodynamics’ aspects only, Yoon
and Mao [9] derived a first-order flotation rate equation using both the hydrodynamic and
chemical parameters. The model estimated kinetic energies of particles using the empirical flow
streamline around a bubble derived for intermediate Reynolds numbers by Yoon and Luttrell [8].
In an attempt to derive the model from first principles, the model was limited to describing
frothless flotation under laminar flow conditions. On the other hand, most of the industrial
flotation machines operate under turbulent flow conditions, and the froth phase plays a critical
role in determining the efficiency of hydrophobic and hydrophilic separation and also the
recovery, particularly that of coarse particles.

In flotation, turbulence plays an important role. It is used to disperse air in water, induce
bubble-particle collision, keep solid particles in suspension, and to transport the suspension from
one flotation cell to another. Recently, Pyke et al. [10] derived a flotation model for such
environment. Their model was in essence the extended version of Ralston ez al.[11]’s flotation
model to turbulent flow conditions. In the latter, the authors used the BBO equation to describe
the particle moving along the streamline around a bubble. The collision efficiency and
attachment efficiency were calculated based on the induction time and the angle of bubble-
particle contact obtained by solving the BBO equation.
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On the other hand, Sherrell and Yoon [12] suspected Pyke et al.[10]s approach realizing that
flow streamlines may be affected by turbulent flows in the presence of particles of high inertia.
Therefore, Sherrell and Yoon [12] extended Yoon and Mao’s [9] model to turbulent flow
conditions, with the aspect of bubble-particle interaction energies in turbulence. The model,
however, showed a result indicating that flotation kinetics is controlled more by bubble-particle
detachment, rather than attachment [13]. More recently, Koh and Schwarz [14, 15] applied Yoon
and Luttrell [8]’s sub-process probabilities into their flotation model. Aided by a Computational
Fluid Dynamics (CFD) program for the first time, they could predict the temporal changes of
total particle numbers in a lab-scale cell, which were used to infer the flotation rate constant.
Their results showed that froth phase is a significant contributor to the overall recovery.

As well as the models stated above, most of the flotation models [10, 11, 16-18]
addressing turbulence used the collision model derived by Abrahamson [19], which was based
on the assumption of infinite Stokes number (i.e., bubbles and particles are in random motion
independently of fluid flow) and, hence, of hardcore collision. During the process of bubble-
particle collision, a particle can approach the surface of an air bubble within the distance range
where surface forces can affect the attachment process. Derjaguin and Dukhin [4] were in fact
the first to consider the effects of surface forces in flotation. They suggested that during the
course of bubble-particle interaction, a particle passes through three successive zones, i.e.,
hydrodynamic, diffusio-phoretic and wetting zones. As the particle reaches the wetting zone, it
would experience three surface forces, namely, electrostatic, van der Waals dispersion, and
structural forces. The structural force was considered hydrophilic, which was considered
repulsive but becomes zero when bubble-particle adhesion is to occur. In a later publication,
Derjaguin and Dukhin [20] suggested that the bubble-particle adhesion can occur without
penetrating the wetting film, a process referred to as ‘contactless flotation’.

Mika and Fuerstenau [21] developed a detailed flotation model by considering various
sub-processes, including collision, attachment and detachment. These authors considered that the
attachment sub-process is controlled by the double-layer and dispersion forces, and that the
wetting film is thinned by turbulent force. They also noted that the diffusiophoretic phenomena
suggested by Derjaguin and Dukhin [4] cannot be justified when the essentially turbulent
character of the fluid in the neighborhood of the bubble is recognized.

It is interesting to note here that all of the surface forces by Derjagiun and Dukhin [4, 20]
and Mika and Fuerstenau [21] are repulsive under typical flotation conditions. It is likely that
electrostatic forces are repulsive as both bubbles and particles are often negatively charged
particularly in alkaline solutions. Knowing that the van der Waals dispersion forces are also
repulsive in bubble-particle interactions, as are the hydrophilic structural (or hydration) forces, it
is difficult to explain the process of bubble-particle attachment. It was probably these reasons
that Derjagiun and Dukhin suggested the concept of contactless flotation, which means that
bubble-particle attachment can occur without forming a three-phase contact. This mechanism
may provide an explanation for the flotation of submicron particles but not for the flotation of
larger particles that are commonly processed in the minerals and coal industries. If the wetting
film between bubble and particle does not rupture, the energy of holding a particle onto the
surface of a bubble, which is proportional to the area of the three-phase contact, becomes too
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weak to withstand the turbulence created in an industrial flotation machine. Furthermore, the
repulsive surface forces will create a large energy barrier, which should cause the process to be
slow. In colloid chemistry, coagulation is considered to be ‘slow’ or ‘fast’ depending on the
presence or absence of energy barrier, respectively [22-24]. In flotation, the bubble-particle
adhesion is a fast process, with the wetting films rupturing within the time frame of tens of
milliseconds or less [25, 26].

Israelachvili and Pashley’s work [27] on surface force measurements may shed a light to
the dilemma in explaining flotation, that is, the bubble-particle adhesion is fast despite the high
energy barrier. These investigators measured the surface forces between two mica surfaces
hydrophobized by cetyltrimethylammounium bromide (CTAB), and discovered a hitherto
unknown attractive force that was approximately ten times stronger than the van der Waals force.
The follow-up experiments conducted by numerous other investigators also showed the presence
of the extraneous force, which was appropriately referred to as hydrophobic force, as described
in a recent review paper by Christenson and Claesson [28]. It was shown that the hydrophobic
force increases with increasing water contact angle [29, 30]. Other investigators showed, on the
other hand, that the long-range attractions measured between hydrophobic surfaces are due to
bridging bubbles [31, 32]. In support of this mechanism, Tyrell and Attard [33] and Ishida ef al.
[34] observed nanobubbles on hydrophobic surfaces by means of atomic force microscope
(AFM), while Mao et al.[35] failed to detect nanobubbles (or vapor cavities) on hydrophobic
surfaces by means of ellipsometry. Also, Sakamoto et al. [36] showed that the long-range
attractions observed with silica surfaces coated with octadecyltrimethyl ammonium chloride
(Ci1sTAC) disappeared completely when the force measurements were conducted in degassed
solutions. Zhang, et al. [37] showed, however, that the measurements conducted under the same
conditions showed long-range attractions both in air-saturated and degassed solutions. Meyer et
al. [38] also observed strong attractive forces between mica surfaces in degassed C;sTAC
solutions.

The role of the hydrophobic force in flotation may be to reduce the energy barrier for
bubble-particle interaction so that flotation can become a fast process. It was shown previously
that coagulation of hydrophobic particles requires much less kinetic energy than required to
overcome the energy barriers calculated using the DLVO theory [39-41]. In relating the kinetic
energy of bubble-particle collision to the energy barrier, it is important to consider the
hydrodynamic resistance to film thinning, which causes deceleration of the particles approaching
bubbles in close proximity [9, 42, 43].

It was the objective of the proposed work to derive a turbulent flotation model using both
hydrodynamic and chemical parameters based on the concepts presented above. The model
describes the events occurring in the pulp phase and froth phase separately. The model
predictions are compared with the general trends reported in the literature with regards to the
effects of particle size, bubble size, energy input, particle hydrophobicity, surface tension, and
the C-potentials of particles and bubbles, all of which are recognized as important parameters
affecting flotation.

2. MODEL

15



2.1 Collision Frequency

The process of flotation commences with bubble-particle collision, followed by adhesion.
Camp and Stein [44] were the first to derive a collision model under turbulent flow consitions,

4
le = gNldefz\/% (1)

where Z), is the collision frequency between particles 1 and 2, Ny and N, are the number
densities of particles, di, (= r; + r;) is the collision radius with »; and 7, being the radii of the
particles, ¢ the energy dissipation rate, and v is the kinematic viscosity of the medium. Eq. (1)
is of the same form as Smoluchowski’s model [24] which was derived for collision under
laminar flow conditions. The model derived by Saffman and Turner [45] was the same as Eq. (1)
with a slightly different constant, i.e., /8w /15 rather than 4/3. These models are applicable for
small particles that follow fluid flow, which makes it difficult to be used for modeling flotation
involving coarse particles.

Abrahamson [19] derived a turbulent collision model based on the assumption that
particle velocities are independent of fluid flow. The simplest form of his model is given by

Zyy = 23222 N N, d2, 0, * + 0y (2)

where \/W and \/U_Zz represent the root-mean-square (RMS) velocity fluctuations of the particles
1 and 2, respectively. Eq. (2) was derived with an infinite Stokes number, which makes it
applicable for large particles. For small particles, however, an appropriate correction may be
necessary.

2.2 Flotation Kinetics

Eq. (2) can be used as a basis for writing a second-order flotation rate equation as
follows,

dnN
@ = P ©

where P is the probability of flotation, which may be considered a product of collision (P.),
adhesion (P,) and detachment (P,) probabilities [1]:

P =P.P(1—Py) )

Use of Eq. (4) for a flotation model presumes that bubble-particle aggregates formed in the pulp
phase enter the froth phase automatically, which is unlikely.

When a bubble-particle aggregate rises in a flotation pulp, it will encounter the froth-pulp
interface and may break up depending on the hydrodynamic conditions at the interface. Thus, it
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would be necessary to consider the probability of bubble-particle aggregates successfully
entering the froth phase (P ). Therefore, Eq. (4) may be rewritten as follows,

P = P.P,(1 - PP, 5)
as suggested by Schumann [46] and Tomlinson and Flemming [47].

Substituting Egs. (2) and (5) into Eq. (3), one obtains,

N [72 13
- = =232 2N Ny (g + 1) 1y + Uy ° PPy (1 — Py) Py (6)

which is a second-order rate equation with respect to Ny and N,. If N,>>N; or N, remains
constant during flotation, one can write a pseudo-first-order flotation rate equation as follows:

dNy

=~ kol 7

where

kp = 23/27T1/2N2(T'1 + TZ)Z\/ 17.12 + ﬁZZPCPa(l - Pd)Pf (8)

In the present work, the particle RMS velocities were calculated using the following
empirical relation [18, 48]:

4/9 47/9 _ 2/3
% = 0471 (2o 9)

v1/3 P3

in which ¢ is energy dissipation rate, d; particle diameter, v kinematic viscosity, p; particle
density, and p3 is water density. Recently, Brady et al. [49] measured particle velocities using a
digital particle image velocimetry (PIV) technique and compared the results with those
calculated using Eq. (9). For 80 um particles under grid turbulence, the errors were within 12%.

On the other hand, the mean squared velocity of bubbles, #,%, were calculated using the
following relationship [50]:

ii,? = Co(edy)*/? (10)
where d> is bubble diameter and Cy( =2) is a constant.
2.3. Probabilities of Attachment and Detachment

In the flotation model developed by Yoon and Mao [9] for laminar flow conditions, the

probability of attachment, P,, was considered to be a function of the energy barrier (£,) for
bubble-particle attachment and the kinetic energy of attachment (Ey) as follows,
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Py = exp (—E1/Ex) (11)

while P, is a function of E,, work of adhesion (¥,), and the kinetic energy of detachment (E ) as
follows:

Py =exp (—(W, + E1)/E'y) (12)
It was shown that [9]
W, = yp,mr# (1 — cos 6)? (13)

where , is the surface tension of water and @ is the water contact angle of the particle with
radius 7.

Eq. (11) is analogous to the Arrhenius equation for chemical kinetics and to coagulation
models for colloidal particles. Derjaguin et al. [51] derived an expression for coagulation
efficiency, which is an exponential function of -E,/k,T, where the denominator represents the
kinetic energy due to thermal motion. For the heterocoagulation of macroscopic particles, i.e.,
between bubbles and particles in flotation, it would be appropriate to substitute the &, T with the
kinetic energies (Ex) due to hydrodynamic interactions. The use of Eq. (11) implicitly recognizes
that bubbles and particles in a flotation cell have distributed kinetic energies.

The approach taken in this communication to determining P, is distinguished from that of
Ralston et al. [17, 52] who used induction time rather than E;. In their approach, it is assumed
that bubble-particle attachment occurs when the sliding time of a particle on the surface of a
bubble is longer than the induction time. The induction time, which is defined as the minimum
time required for bubble-particle attachment, is usually determined experimentally, although a
predictive model is available [53, 54].

2.4. Energy Barrier

In the present work, the energy barrier (£;) has been determined using the extended
DLVO theory,

V:VE+VD+VH (14)
where V' is the free energy of interaction between bubble and particle, V5 the contribution from
electrostatic interaction, Vp the same from van der Waals-dispersion interaction, and Vy is from

hydrophobic interaction. Under most flotation conditions particularly at alkaline pH, both Vg and
J'p are repulsive, while V' is attractive as shown in Fig. 1.
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Fig.1. A plot of Eq. (14) with ¥, =-63.9 mV, ¥, =-32.8 mV, 4,3, =-7.08 x107%° J,
Ki3=4.14 x10" J, r1=10.05mm, r,= 0.5 m. E| represents the energy barrier
for bubble particle attachment and H. is the critical rupture thickness of the
wetting film.

The electrostatic interaction energy (V) can be calculated using the model derived by
Hogg, Healey and Fuerstenau [55],

2 2 2ur2 —-kH
v, = meger T (WI+W3) [ Y1¥3 In (1+e ) +In(1 + B_ZKH)] (15)

(ry+13) P2y 1-e~kH

where € is the permittivity in vacuum, € the dielectric constant of the medium, ¥'; and ‘¥, are
the double layer potentials for particle and bubble, respectively, x the inverse Debye length, and
H is the closest separation distance between particle and bubble. As an approximation, ¥; and
¥, may be substituted by {—potentials.

The dispersion interaction energy can be calculated using the following relation [56],

_ A132T17'2 _ 1+2bl
b = 6H(r1+12) 1 1+bc/H] (16)

where A3, is the Hamaker constant for the interaction between particle 1 and bubble 2 in a
medium 3. The second term of Eq. (16) is a correction factor for the retardation effect, where b
(= 3x10"" s for most materials) is a parameter characterizing materials of interacting particles, /
(= 3.3x10" s for water) is a parameter characterizing the medium, and c is the speed of light

[9].
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The hydrophobic interaction energy (V) between bubble and particle may be calculated
using the following equation [9]

1172K132

VH - 6(7"1+T'2)H

(17)
which is of the same form as Eq. (16). The hydrophobic interaction constant, K;;», can be
obtained using the combining law [57]:

Kisz = v Ki31K33; (18)

in which K31 and K>3, represent the hydrophobic force constant between two particles 1 and the
bubbles 2 in a medium 3, respectively.

Many investigators showed that the long-range attractive force between two hydrophobic
surfaces increases with increasing hydrophobicity. Pazhianur and Yoon [29] showed that K3,
increases with increasing water contact angle (6), a measure of hydrophobicity. The log K3, vs.
0 plots given by these investigators may be used to obtain the values of the hydrophobic force
constants from the contact angles that can be readily measured in experiment. The plot shows
three different regions of contact angles, in which one can obtain the value of Kj3; from & using
the following relation:

K3, = aebx® (19)

in which ¢ and b, are fitting parameters whose values are: a = 2.732x10" and b, = 0.04136 at
0< 86.89°; a = 4.888x10™* b= 0.6441 at 86.89° < §< 92.28°; and a = 6.327x107, b= 0.2172
at 0> 92.28°.

The values of Kj3; obtained using Eq. (19) were then combined with the value of K3, =
2.5x10"®, representing the hydrophobic force constant of the bubble-bubble interactions
occurring in the absence of surfactant, to obtain the value of K3, using Eq. (18). It was shown
previously that K53, decreases with increasing concentration of surfactants (cationic, anionic, and
non-ionic)[58, 59].

2.5 Kinetic Energy for Attachment

To calculate P, using Eq. (11), it is necessary to know the kinetic energy, Ej, of the
particles colliding with bubbles. The kinetic energy may be calculated using the following
equation,

E, = 0.5m, 1,2 (20)

where m is particle mass, ;% is the mean-square velocity of the particle relative to fluids that
can be obtained from Eq. (9). As a particle approaches a bubble, the distance (/) separating the
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two decreases with time. In time, the particle will reach the critical rupture distance (H.), where
the wetting film ruptures spontaneously to form a three-phase contact line. It is necessary,
therefore, to compare E; with the energy barrier E, at H, which in turn requires the velocity of
the particle at the rupture thickness rather than in the bulk of the solution. According to the
Reynolds lubrication theory, a spherical particle of radius »; should experience a hydrodynamic
resistance force, F,q, during the approach:

Frya = 6mur,UB 1)

where U is the velocity of the sphere at H, u the viscosity, and £ is a drag coefficient in the
boundary layer. For a small sphere approaching a large sphere, Goren and O’Neil [60] calculated
the values of f numerically, which may be represented by the following relationship found by
Luttrell and Yoon [61, 62],

B =0.37(ry/H)83 (22)

By equating the hydrodynamic resistance force (Fpyq = 6murUyf) at H. to the Stokes drag
force (Fyrqg = 6TTUTY/ 11, %), one obtains the following relation [61],

Uy, =, 2/B (23)

which may be used to determine the velocity of the particles (Uy,) colliding with bubbles at H..
It is this velocity rather than the velocity in the bulk solution that is used to calculate E.

2.6 Kinetic Energy for Detachment

It has been suggested that particles are detached from bubbles by the centrifugal force in

a vortex rotating in a turbulent flow [63, 64]. The shear rate in a vortex has been given as /&/v
by Camp and Stein [44] (see Eq. (1)). The following equation may thus be used to calculate the
kinetic energy for detachment,

2
E', = 0.5m, ((d1 + dz)./g/v) (24)
2.7 Energy Dissipation Rate in two different region

Energy dissipation rate plays a critical role in determining the particle and bubble
velocities and the detachment kinetic energy, as shown in Egs. (9), (10) and (24). One could use
a mean energy dissipation rate (&), which can be obtained by dividing the power input (W) with
the mass (M) of the slurry in a flotation cell, for the values of ¢ in these equations. It has been
shown, however, that the value of ¢ in the vicinity of an impeller (or a rotor-stator mechanism) is
much larger than in the bulk of a flotation pulp [10, 65, 66]. Therefore, it would be more realistic
to subdivide the volume of a flotation cell into two different zones, i.e., one near an impeller
where bubbles are generated (bubble generation zone), and the other away from it where bubbles
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and particles may interact with each other (collection zone). One can then use the following
relation,

&=~ (fo@p + fo0c) = fobp + fote (25)

where ¢, and ¢, are the multiplication factors representing the intensity of agitation in the
bubble generation and collection zone, respectively; f, and f, are the respective volume
fractions; and ¢, and ¢, are the dissipation rates. In the present work, it is assumed that ¢,=15,
©.=0.5, and the corresponding volume fractions are: f,=0.035 and f.=0.965.

It has been assumed that bubble-particle attachment is controlled by €., bubble-particle
detachment by &, and bubble generation by ¢&;,. In the present work, the bubble generation model

21175\ °
a, = (27%) 6)

P3€p

reported by Schulze [64] was used. According to this model, bubble size decreases
approximately as ¢,** and ,"°.

2.8 Probability of Collision

The Abrahamson’s collision model (Eq. (2)) was derived with an assumption of infinitely
large Stokes number. Therefore, bubbles and particles move independently of fluid flow, in
which case collision probability (P.) should be unity. This may be the case with particles larger
than approximately 100 um at energy dissipation rates in the order usually found in pumping
fluids in industry [19]. Much of the particles subjected to flotation are finer than 100 um, and the
energy dissipation rates in the collection zones are substantially lower. Therefore, it would be
necessary to consider that P.<1 for small particles, which may be regarded a correction for of Eq.
(2). Indeed, the numerical simulations carried out by Sundaram and Collins [67] showed that the
Abrahamson’s model is not applicable at Stokes numbers below approximately 15.

In the present work, the collision efficiency model derived by Webber and Paddock [6,
61] was used,

_ 3 (%)’ T6Re
Fe = 2 (dz) [1 t 130240R2056 (27)

in which Re is the Reynolds number of the bubble. One problem in using Eq. (25) is that P
becomes larger than 1 at d;/d, > 0.1 and 0 < Re <300. Therefore, Eq. (27) has been modified as
follows,

3
— 2| (3 ighe d1
F =tanh (\/2 (1 + 1+0.2149Re°-56) (dz)) (28)
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so that the condition of P.< 1 can be met. Despite the different functional forms involved, Egs.
(27) and (28) give essentially the same values of P, for smaller particles, as shown in Figure 2.

2.9 Probability of Aggregates Transferring to Froth

As a bubble-particle aggregate is formed, it rises in the pulp phase with a velocity of Uy
and hit the pulp-froth interface. The bubble laden with hydrophobic particles can bounce back to
the pulp phase due the elasticity of the bubble. Many investigators observed the phenomenon as
free bubbles rise to the air-water or solid-water interfaces [68-73]. Also, the bubble-particle
aggregate may break up and lose particles depending on the kinetic energy imparted by the
interface onto the aggregate. It is, therefore, necessary to consider the probability (Ps) for the
aggregate to successfully enter the froth phase without losing hydrophobic particles, which may
be described as follows,

Pr=P(1-h) (29)

where P; is the probability of the aggregate to be at the interface after bouncing » times, and P, is
the probability of rupture.

If a bubble-particle aggregate bounces » times to a halt, P; should be 1/n. Let us assume
that the aggregate has a kinetic energy E, as it approaches the interface initially, and that it is
reduced to E,r after n bounces. Assuming that the bubble retains its kinetic energy by a factor of
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Fig.2. Comparison of Eq.(27) and Eq.(28). Both give the same values of P, at d\/d, <
0.1, while the latter corrects the over-prediction of the former for larger particles.
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a after each bounce, one obtains the following relation,
Ea,f = a”Ea,i (30)

It has been shown that at the air-water interface Uy decreases by approximately ten-fold after
bouncing » time, in which case the bubble should retain only 1% of its kinetic energy when it is
ready to penetrate the air-water interface [74]. Zenit and Legendre [68] derived an expression for
a as follows,

@ = exp <—6O o ) 31)

d2Y1wpPs3

From Egs. (30) and (31), one can derive an expression for n and hence P; as follows:

_ op?
b= 13 e (32)

Regarding the probability of aggregate rupture (P,) at the pulp-froth interface, it is
necessary to know the kinetic energy (Eiy) imparted by the wave motion at the interface relative
to the kinetic energy (Ex,) of the bubble-particle aggregate after bouncing n times. The former
may be considered to be the square of the wave propagation velocity at the smallest wavelength
n, i.e. the kolmogorov’s length scale, while the latter can be estimated form a momentum
balance. In the present work, the wave velocity has been estimated assuming fluids above and
below the interfacial wave is relatively quiescent in horizontal direction. For the interface formed
between two fluids of different densities, i.e., water with a density of p; at the bottom and the
foam with a density of pr~ 0.33p; on the top, one can readily obtain the following [75],

2
E. = [9n(Ps=Pr)) — 9 (ﬁ)l/4 (33)
w 2w \p3+pf 41 \€p
where g is gravity, and vis the kinematic viscosity of water.

For a bubble whose surface is 50% covered by hydrophobic particles, one obtains the
following relation from a momentum balance:

(e (58 m )

dy\? 2
102<m2+2(d—i) ml)

ka = (34)

where m, is the bubble mass, m; is particle mass. In the present work, the RMS velocities have
been determined using the energy dissipation rates in the collection zone. Also, it has been
assumed that a bubble-particle aggregate loses its kinetic energy by a factor 10* after n bounces
at the froth-pulp interface. Note here that the 2(d,/d; )? term of Eq. (34) represents the number
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of particles adhering on the surface of the bubble of diameter d,. Note also that Ej, and Ex, have
been normalized by mass.

Conceptually, the probability of bubble-particle aggregate penetrating the pulp-froth
interface (P;) should increase as the ratio between Ej, and Ex, decreases. Thus, it is assumed that,

Eiw
P, =exp (— E_ka) (35)
Substituting Egs. (32) and (35) into Eq. (29), one can determine the probability of bubble-
particle aggregates entering the froth phase without losing particles.

3. NUMERICAL SIMULATION

Simulations were run to show the effect of different variables on the flotation rate
constant. The variables studied were: the particle diameter (d;), bubble diameter (d>), surface
tension (), contact angle (6), zeta potentials of particles ({;) and of bubbles (¢;), and mean
energy dissipation rate ( € ).

Unless otherwise stated, the values of the different parameters used for the simulations
were as follows: & = 2.0 W/kg (=2.5kW/m’ as the specific energy input), & =-15 mV, &= -30
mV, #,= 68.0 mN/m. The specific gravity (SG) of the particle was 4.1 (chalcopyrite). The pulp
density of the flotation pulp was 20% by weight, and the air hold-up was 20% by volume. It was
assumed also that the water contact angle (&) of the floatable particles is 60°, from which one
obtains the value of K;3; = 3.27x107° J using Eq. (19).

The Hamaker constants used in the present work were 3.0x10™" J for chalcopyrite, 0 for
air, and 4.38x107%° J for water, from which the value of 413, = -7.13x10"% J was obtained using
the geometric mean combining law. Substituting the value of 4,3, obtained in this manner to Eq.
(16), one can calculate the repulsive dispersion interaction energy (Vp) for bubble-particle
interaction. The electrostatic interaction energy (Vz) was calculated using Eq. (15) using
different values of ¥, and W, (or ¢ and &) and &' = 96 nm. The hydrophobic interaction energy
(V) was calculated using Eq. (17) with the value of K3, = 3.65x10™"° J, which was obtained
using Eq. (18) from the values of K}3; = 3.27x107° J and K»3, = 4.07x10"® J.

It should be noted here that the flotation rate constants (k,) predicted from Eq. (8)
represent the results of the events occurring in the pulp phase only. On the other hand, the rate
constants obtained from experiment include the events occurring both in the pulp and froth
phases. One can relate the & predicted from Eq. (8) to flotation recovery from the fraction froth
recovery. If the fractional recovery in the pulp and froth phases are R, and Ry, respectively, the
overall fractional recovery (R) should be the product of the two, i.e., R = R,R;. The recovery for a
bank of n flotation cells, the recovery becomes [7, 76],

R=1—<1—£)n (36)
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For a single flotation cell or a batch flotation cell, R, is given by[7, 77, 78],
Ry=1—(1+kyt)" (37)

where ¢ is the retention of the particles in the cell. R, on the other hand, has been given by the
following relation [79, 80].

— d2—0 _ 6hf _ dz_o d1 2 _ & _ _
Ry = =t exp< N (1 dz_f) (52 ) + Ryexp (~0.0325(2 — 1) - 6.3 X

104d1) (38)

where d>.o and d,.rare bubble diameters at the bottom and top of a froth phase, respectively, Ayis
the height of the froth phase under consideration, N is an adjustable constant, and R, is the
fractional water recovery. Most of the variables in Eq. (38) are input parameters, R,, and d.r are
obtained a posteriori from bubble coarsening and drainage models [79, 80].

Fig. 3-A shows a typical plot of flotation rate constant (k,) versus particle diameter (d;) as
predicted by Eq. (8). The values of the various model parameters used in the simulation are given
in the inset. As shown, &, reaches a maximum at ¢ of approximately 200 xm, and the plot shows
difficulties in floating ultrafine and coarse particles. Note here that the k, values given in this plot
are for pulp phase recovery. Therefore, the &, values should be higher than those reported from
experimental data. Nevertheless, the simulation results are generally in the same range as those
reported in the literature. Trahar and Warren[81] reported, for example, the &, values in the range
of 0.2 to 5 min™ for copper flotation, while Ahmed and Jameson [82] reported the ky, 1n the range
0f 0.01 to 3 min™' for the flotation of quartz.

Fig. 3-B shows the recovery (R) as a function of particle size with ¢ = 2 minutes and n =
15 and 30. Also shown for comparison are the plant operation data reported by Gaudin et al.
[83], and Lynch el al. [77]. The shapes of the R vs. d; curves are typical of what has been
observed in many flotation plants worldwide. The solid and dashed lines represent model
predictions from Eq. (36) using appropriate fitting parameters. As the references from which the
experimental data have been extracted do not give information on operational details, the
predictions were made for 15-cell bank (dashed line) and 30-cell banks (solid line) with a 4-
minute retention time in each cell. The fractional froth recovery (Rf) was adjusted to fit the
experimental data. In estimating Ry using Eq. (38), the values of dy.¢/d».s=0.25, R, = 0.51, N=2
were used at a superficial gas rate of 2.3cm/s. Both the simulation and experimental data
presented in Figure 3-B demonstrate difficulties in floating mineral particles below 10 gm and
above 200 gm.

While Figure 3-B shows the recovery data converted from the flotation rate constants, the
direct comparison between the data of the flotation rate constants along particle size change and
the model is given in Fig.4. Duan et al.[84] obtined the overall flotation rate constant of
chalcopyrite particles using the size- to-recovery data. Realizing that the data were obtained from
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a lab-scale batch cell test, the overall flotation rate constant, &, for this comparison was obtained
using the following expression [7],

k = kpr
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Fig. 3-A. The flotation rate constants (k,) vs. particle size (d;) as predicted from Eq.
(8). It was assumed that the energy dissipation rate in the collection zone
was 50% of the mean energy dissipation (€), and the one in the bubble
generation zone was 15 times higher than €.

Fig. 3-B.

1.0

0.8

0.6

Recovery

04

0.2

0.0

p = Gaudin

(5

/ Model (=2 min)
T - - -(r=15)
(n=30)

a
¥

Data

Bougainville

A Mtlsa

Chalcopyrite
G=41)
T =2 Wikg
h =15cm
£ o=-18mw
£, =-30my

= R/0°
= B8 mN/m

10 100

d, (pm)

1
1000

Fractional recovery of chalcopyrite as predicted from Eq. (36) on the basis
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and Lynch ef al. (1981). As these references did not specify the operational
details, the predictions were made for fifteen-cell bank (n=15) and thirty-
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Fig. 4. Comparison of the rate constants predicted using Eq.(8) and
Eq.(39) and the experimental data obtained by Duan et al.[84] for
the flotation of chalcopyrite using a laboratory-scale Rushton
flotation cell at the superficial gas rate of 0.5 cm/s.

where k, and Ry were defined in Eqs.(8) and (38) respectively. In the simulation, all the
components were evaluated using the information given in the experimental work, while several
unknown parameters had to be assumed. Therefore, the following were used for estimating & :
&=14 W/kg, {=-15mV, (;=-30 mV, y=58 mN/m, V;=0.5 cm/s, 0 =65°, hy=2cm, d.o/dr.s = 0.9, Ry,
= 0.5, N = 3.5. The difference between k and k; in Fig.4, especially in the range of coarse particle
sizes, indicates that coarse particles recovery is hindered in the presence of froth phase.

Fig. 5 shows the effects of the various parameters on the k£ and R values presented in Figs.
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Fig.5. Effect of particle size on collision frequency (Z2), collision efficiency (P.),
probability of adhesion (P,), probability of detachment (P,), and probability of
particles transferring to froth. The hydrodynamic and surface chemistry
parameters are the same as shown in Figure 3.
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3-A and -B, respectively. It is shown that collision probability (Z;,) which is represented by Eq.
(2), increases with decreasing particle size. This is due to the increase in the number density of
particles (N;) with decreasing particle size. Therefore, the changes in Z;, alone do not explain the
difficulty in floating fine particles. On the other hand, the probability of collision (P.) decreases
sharply with decreasing particle size. Thus, the difficulty in floating fine particles can be
attributed to the changes in the product of Z;, and P,, which means that the hard-core collision
model of Abrahamson [19] alone is not adequate for modeling flotation. His model is based on
the random collision at high Stokes numbers, and ignores the likelyhood that smaller particles
follow fluid flow or the stream lines around bubbles. Ralston ef al, [11, 17] calculated the
trajectories of particles around bubbles using the Basset-Boussinesq-Ossen (BBO) equation, and
calculated the collision efficiencies. They showed that P, was less than unity even under
potential flow conditions. However, the values of P. obtained in the present work are much
smaller than predicted by Ralston ef al.

It is shown also that the probability of adhesion (P,) decreases with decreasing particle
size. This can be attributed to the decrease in the kinetic energy (E)) of the particles colliding
with air bubbles. At low Ej, particles would have difficulties in overcoming the energy barriers
created by the repulsive double-layer force. Fig. 3 shows also that the probability of the particles
not being detached, i.e., (1-P,), decreases as particle size increases, which is the main reason that
coarse particles are difficult to float. At the larger particle sizes, the RMS velocity increases (Eq.
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Fig.6. Effect of energy dissipation rate ( € ) and bubble size (d,) on flotation rate constant

(k). Higher energy dissipations generate smaller bubbles, and they give higher
rates at a given particle size (d;). The optimum particle size for flotation shifts to
smaller sizes, indicating that smaller bubbles are beneficial for fine particle
flotation.
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(9)) and the kinetic energies of detachment (£ ;) increases as square of particle velocity, causing
an increase in the probability of detachment (Pg). Also shown in Fig. 5 is the probability (Py) of
aggregates transferring bubble-particle aggregates to froth phase.

As shown in Figure 5, the probabilities of transferring bubble-particle aggregates to froth
phase (P, are much smaller than those of other sub-processes. They do not change much at
particle sizes below approximately 100 gm, but decreases significantly for coarser particles. This
finding suggests that the difficulty in floating coarse particles is partly due to the sharp decrease
in Pr with increasing particle size above 100 gm. It should be noted, however, that in predicting
Py it was assumed that the velocity of bubble-particle aggregate is reduced by approximately
tenfold after n bounces at the pulp-froth interface, which entails a hundredfold decrease in
kinetic energy. This assumption was based on the experimental result reported in the literature
for free air bubbles with no particles attached [74]. For bubbles coated with hydrophobic
particles, however, could have higher inertia and hence higher P¢ . Unfortunately, there are no
experimental results reported in the literature for bubble-particle aggregates bouncing at the
pulp-froth interface. Further work is, therefore, necessary to gather additional information.

Fig. 6 shows the effects of changing the mean energy dissipation rate ( € ) on flotation
rate constant (k) in the pulp phase. The simulation results are plotted versus particle size (d;). As
€ increases, bubble size (d>) decreases according to Eq. (26) as shown in the inset. The results
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Fig.7. Effect of contact angle () on flotation rate constant (k). An increase in contact

angle causes the energy barrier (£)) to decrease and the work of adhesion (W,) to
increase, both contributing to increased rate constant.
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show that as & increases k increases in general, which can be attributed to the increase in the
kinetic energy for attachment (Ey). This finding is in agreement with the work of Ahmed and
Jameson [82], who showed that an increase in agitation caused an increase in the rate of flotation
of latex particles. Note here that an increase in energy input shifts the & vs. d; curves toward the
finer particle sizes, which suggests that a higher energy input is helpful for the flotation of finer
particles. This observation can be explained by the fact that fine particles do not have sufficient
kinetic energies to overcome the energy barrier (E;), which is one of the main causes for the
difficulty in floating fine particles. This problem can be overcome by increasing the specific
energy input for flotation. The increase in & with increasing £ may also be attributed to the
corresponding decrease in bubble size. However, the changes in bubble size are too small to
account for the large decrease in k.

Figs. 7 and 8 show the effects of various surface chemical parameters. The results of
varying the contact angle (6), along with particle size (d;), have been plotted vs. the latter in Fig.
7. As shown, the flotation rate constant (k) increases with increasing particle hydrophobicity. An
increase in hydrophobicity should have triple benefits. First, it causes an increase in the work of
adhesion (/,) and, hence, a decrease in the probability of detachment (P,) as suggested by Egs.
(13) and (12), respectively. Second, an increase in hydrophobicity should increase the
hydrophobic force constant (K;3;), which should in turn reduce the energy barrier (£;) and,
hence, the probability of adhesion (P,) as suggested by Eq. (11). Third, an increase in
hydrophobicity should increase the critical rupture thickness (H.), which should decrease the
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Fig.8. Effect of particle zeta potential ({;) on flotation rate constant (k). k increases with

a decrease in the negative zeta-potential of the particles due to a decrease in
energy barrier (E)).
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extent of decrease in the particle velocity due the hydrodynamic resistance. This should in turn
increase the kinetic energy of attachment (£)) and, hence, the probability of attachment (P,) as
suggested by Eq. (11).

Fig. 8 shows the simulation results obtained by varying the zeta-potentials (&) of
particles at different particle sizes. The results show that & increases substantially as {; becomes
less negative. Since the zeta-potential of air bubbles is negative, a decrease in the magnitude of
the negative zeta-potential of particles should result in a decrease in the electrostatic repulsion
between bubble and particle, which should in turn decrease the energy barrier (£;) and, hence,
increase k. This finding is in agreement with the work of many investigators, who showed that
flotation recovery is maximum when the magnitude of zeta-potential is minimum [5, 85-89]. A
decrease in the negative zeta-potential should also increase in the critical rupture thickness (H.).
At a larger H,, the velocity of the particle approaching an air bubble becomes larger due to a
decrease in the hydrodynamic resistance as discussed in the foregoing paragraph. This should
also increase the kinetic energy of attachment (£;) and, hence, the flotation rate. Thus, some of
the beneficial effects of controlling zeta-potentials of bubbles and particles are the same as those
obtainable by control of particle hydrophobicity. The benefits of controlling zeta-potentials are
more readily discernable at smaller particle sizes. With larger particles, the beneficial effects are
overcome by the larger detachment probabilities (P;) and lower probabilities of pulp-to-froth
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Fig.9. Effect of surface tension (y,) on flotation rate constant (k). A higher surface

tension causes larger bubble sizes and deteriorated flotation rate.
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transfer probability (P)).

Fig. 9 shows the simulation results obtained by changing the surface tension of water (y)
and particle size (d;). The results show that as surface tension is decreased flotation rate is
increased at the entire particle size range investigated. This finding can be explained by the
decrease in bubble size (d,) with decreasing surface tension (y) in accordance to the bubble
generation model represented by Eq. (26) and as shown in the inset. On the other hand, a
decrease in 4, should cause a decrease in work of adhesion (,) according to Eq.(13) and hence
cause an increase in the probability of detachment (Eq.(12)). Obviously, change in y, affects d,
more than 7, in terms of flotation recovery.

4. DISCUSSION

The model developed in the present work is by no means complete, as flotation is a
complex three-phase phenomenon, and much is still unknown. The most difficult part of
modeling flotation under turbulent flow conditions is to accurately determine the kinetic energies
involved in the sub-processes of bubble-particle attachment and detachment sub-processes, both
of which are related to energy dissipation rates. In the present work, a flotation cell was
subdivided into two compartments, i.e., high and low energy dissipation zones. It may be
necessary, however, to use a multi-compartment model for energy dissipation. Better still may be
to use the local energy dissipation rates that can be readily determined from CFD simulation.

Many investigators studied the kinetics of thinning of the wetting films of water formed
on flat and well-defined surfaces of solids [27, 90, 91]. The changes in film thickness can be
monitored accurately using the optical interference technique. The results showed that as an air
bubble is pressed against a flat solid surface in a horizontal orientation, the air bubble deforms to
produce a plane-parallel wetting film. The change in curvature associated with this process
creates a pressure difference between the liquid in the film and the bulk solution, causing the
film to thin spontaneously. As the film thinning continues to a thickness of approximately 200
nm, the process is controlled by the disjoining pressure (IT), which is created by the forces acting
between the two surfaces, i.e., solid and air bubble, facing each other in the wetting film. If IT is
positive (repulsive), the film thinning stops at an equilibrium thickness (H.), and the film does
not rupture. If the II is negative (attractive), then the film ruptures at a critical rupture thickness
(H.), creating an air/solid interface. In general, both H. and the kinetics of film thinning increases
with increasing hydrophobicity (contact angle) of the solid [26].

In flotation, air bubbles collide with mineral particles and create wetting films between
them. For a successful flotation, the films must rupture during the short contact times allowed
under highly dynamic conditions. Thus, the basic mechanisms involved in bubble-particle
attachment should be the same as those of the wetting films discussed above. To model the
attachment process, one must consider all of the forces involved, including the hydrodynamic,
capillary, and surface forces. During the initial stages of film thinning, the first two forces are
important, while the surface forces become important during the latter stages. Whether a film
ruptures or not and how fast it thins are determined mainly by the surface forces. As has already
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been discussed, the DLVO forces, i.e., the van der Waals-dispersion force and the double-layer
force are often repulsive under most flotation conditions. Thus, it is necessary to consider the
presence of hydrophobic force, as in Eq. (14). Figure 1 shows a plot of the extended DLVO
theory for a hypothetical case. It gives a value of the energy barrier (E)) to be 5x10"" J, which
needs to be overcome by the hydrodynamic forces available in a cell for a successful flotation. It
would, therefore, be of interest to determine £, experimentally and compare the results with that
obtainable by an extended DLVO plot.
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Fig. 10-A. Temperature effect on induction time. The slope of the plot yields E; = 3x10™"7J
at 25°C from Eq.(39).
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Fig. 10-B. The potential energy curves showing the extended DLVO theory in the
corresponding system with Fig.9-A. The parameters used in the theoretical
predictions were as follows: W= -60 mV, W= -15mV, A4,3,= -7.08 x107%° J,
Ki3=2.3x10""J, 71=0.1mm, =1 mm.
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In the present work, E; has been determined from the induction time measurements
conducted at different temperatures. Figure 10-A shows the results obtained with the glass
spheres (d; = 203 pm) hydrophobized with TMCS (10 M) to obtain 8 = 50°. The measurements
were conducted in a 10° M KCl solution at fixed speeds for bubbles approaching and retreating
to and from a bed of particle. The results have been plotted according to the Arrhenius equation
[92, 93],

Eq
t = tyexp (kb_T) (39)

where ¢ is the induction time, fy a constant, k, the Boltzmann’s constant, and T is the absolute
temperature. The induction time is found to decrease substantially with increasing temperature.
From the slope, one obtains E; = 3x10"" J at 25°C, which agrees well with that (= 4.7x10™7 )
obtained from an extended DLVO plot given in Figure 9-B. The plot was made with the
following parameters: ¢ = -60 mV [94], & = -15 mV [95], and K3, = 2.3x10™"° J. The
hydrophobic force constant was obtained using the combining rule (Eq. (18)) with K3 =
2.16x102°J and K13, =2.5x107'®J. The former was obtained using Eq. (19) from 6 = 50° for the
glass spheres used in the induction time measurement. The value of the bubble zeta-potential (£3)
may appear lower than those (-30 to -15 mV) reported in the literature [9, 40, 96]. In the present
work, the lowest limit of -15 mV was chosen in view of the relatively large bubble size (2 mm)
used in the induction time measurements. It has been shown that bubble zeta-potentials decrease
considerably with increasing bubble size [95]. The agreement between the calculated and
experimental values of E) justifies the approach taken in the present work in modeling flotation.

It has been found that the pulp-phase flotation rate constant, &, predicted from Eq. (8) are
considerably higher than those reported in the literature from batch flotation experiments. This is
particularly the case for coarse particles, which can be attributed to the fact that froth phase
recovery drops off sharply with increasing particle size. Another reason for the discrepancy
between the predicted and laboratory experimental results is that the energy dissipation rates
employed in the model calculations are substantially lower than those used in laboratory flotation
experiments.

5. SUMMARY AND CONCLUSION

A flotation model has been derived to predict flotation recovery under turbulent flow
conditions from both hydrodynamic and surface chemistry parameters. The model can predict
the flotation rate constants in the pulp phase of a flotation cell, which will allow predicting the
corresponding flotation recovery. By combining such information with those in the froth phase,
it is possible to predict the overall flotation recovery. It has been found that the model can be
used to successfully simulate the industrial flotation results reported in the literature.

The simulation results obtained under typical operating conditions employed for the
flotation of chalcopyrite show that flotation becomes difficult at particle sizes below 10 #m and
above approximately 200 #m, which are consistent with the upper and lower particle size limits
reported in the literature. The difficulty in floating fine particles is due to the low collision
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efficiency (P,) rather than collision frequency (Z;3). In fact, the latter increases with decreasing
particle size. That fine particles have low kinetic energies also contribute to the low P, and hence
low flotation recovery. This problem can be overcome by increasing the specific energy input to
a flotation cell. On the other hand, the difficulty in floating coarse particles is due to the high
probability of detachment under turbulent flow conditions and the low probability of bubble-
particle aggregates entering froth phase.

The simulation results show also that flotation rate is critically dependent on contact
angle, {-potential, and surface tension, as demonstrated amply in the literature and in flotation
practice. In general, flotation rate increases with increasing contact angle at all particle sizes.
When the {-potentials of air bubbles are negative, flotation rate increases with a decrease in the
negative (-potentials of particles. The simulation results suggest that proper control of (-
potentials helps the flotation of finer particles rather than that of coarser particles. Simulation
results obtained by changing the surface tension of water show that flotation rare increases with
decreasing surface tension, which in turm causes a decrease in bubble size. The induction time
measurements were conducted at different temperatures to determine the energy barrier for
bubble-particle attachment. The result is similar to that obtained using the extended DLVO
theory.
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CHAPTER 3

INDUCTION TIME MEASUREMENT FOR SINGLE-PARTICLE FLOTATION

Abstract

Bubble and particle attachment plays the most important role in flotation because it is the
prerequisite for successful flotation. With regard to the bubble-particle attachment, the effect of
various parameters on floatability has been studied in this report by measuring the time required
for completing the attachment. The time, called induction time, showed significant changes with
changing parameters such as bubble size, particle size, moving speed of bubble, surface tension,
and electrolyte concentration of the solution. The overall experimental results agreed with the
prediction by the flotation model which was developed in another work by the present authors.
The effect of temperature on induction time was also studied, and the corresponding results
could verify the extended DLVO theory which was used in the flotation model.
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1. Introduction

Flotation is a separation technique which has been used in the mining industry for more than
a century for the recovery of valuable minerals. Of the various subprocesses of flotation,
attachment of hydrophobic mineral particles to air bubbles is the most important. For the
attachment to be accomplished, the liquid film intervening between bubble and particle surfaces
should rupture. The time required for this rupture process is referred to as induction time in
flotation research, and it has been considered as a good indicator for the floatability of minerals
under a given chemical condition. Floatability is also evaluated by contact angle of particles. Of
the two, evaluating floatability by induction time is more reliable because the measurement is
conducted in a dynamic environment while contact angle represents only the property of
equilibrium state. Generally, the shorter the induction time is, the higher the floatability [1].

The first experiment on induction time may date back to Sven-Nilson [2]’s work in which a
method was devised for estimating relatively short induction time. In this report, a captive bubble
was vibrated with varying frequencies against a submerged mineral surface. The time it took for
the interfacial film to rupture at a sufficiently low frequency was considered as the induction
time, and it was found to be 0.01~0.1 seconds for typical minerals. Since then, many
investigators used different techniques to determine induction time [3-7]. Nevertheless, the
number of references on induction time measurement does not correspond to its significance in
flotation research. It seems due to the limitations of experimental techniques used, as well as the
ambiguity concerning the definition of actual induction time. Several researchers considered
induction time as the resultant time of three discrete steps to complete attachment: drainage of
liquid film between particle and air bubble surfaces followed by the rupture time of the film, and
the spreading of contact area after the rupture [2, 8, 9]. Those three steps may be distinguishable
for the case when particles are large relative to bubble because the attachment commences in a
relatively long timescale due to large contact area. However, the steps may have less meaning in
actual flotation systems where attachment timescale is generally very short due to smaller
particle sizes than bubbles. Therefore, the term ‘induction time’ may well be used
interchangeably with ‘attachment time’ in the experiment that simulates bubble-particle
attachment of actual flotation [3].

Regarding the timescales, the work by Ye et al. [10] may indicate the particular difference of
timescale between the induction time measured on a polished mineral surface and the one on a
particle bed of the same material. They found that induction time measured on a polished surface
is orders of magnitude greater than that measured on a particle bed. However, there is a blemish
in their comparison that the authors compared two systems that are dynamically dissimilar. The
data on polished mineral surfaces were obtained by analyzing the images at the interface between
the mineral surface and a bubble kept underneath the surface by its buoyant force. On the other
hand, the bubble’s motion and contact time with a particle bed was well controlled by an
electromechanical driver.

Eigeles and Volova [11] were the first who conducted induction time experiments at a
particle bed. Induction time was measured by moving a bed of small mineral particles in a
solution toward and then away from a fixed captive bubble. The same approach was adopted by
other researchers with modified and improved induction timer apparatus [1, 10, 12]. Using

43



similar apparatus, Ye et al.[10] measured induction time in coal flotation systems while Yoon
and Yordan [1] did in quartz-Amine flotation systems especially with extensive investigation on
the effects of flotation chemistry. Hewitt et al. [13] also measured induction time in an
environment more dynamically similar to actual flotation. In their experiments, a video camera
was used to record hydrophobic particles settling onto a rising bubble. However, their induction
time was not measured directly but inferred from the analysis of the collection efficiency data
determined by measuring the number of attached particles per bubble. Recently, Wang et al.[3]
measured induction time between a hydrophobic solid sphere and a bubble using the same
technique as Gu et al. [12]. However, the radius of sphere was exaggerated to the extent as large
as the bubble radius in order to detect the attachment more clearly.

In the present work, induction time measurements have been carried out for several systems:
quartz-amine, and quartz-silane systems. The effects of different physical parameters such as
bubble size, particle size, and bubble’s approaching speed have been investigated as well as the
effect of chemical properties such as surface tension, contact angle, and electrolyte
concentrations.

2. Experimental

The methodology for measuring induction time was originally adopted from other literature
that had successfully proved its validity for assessing floatability in certain systems [1].

2.1 Sample preparation

Particles of various hydrophobicties were obtained using two different methods. First,
different sizes of glass spheres obtained from Potters Industries Inc. were hydrophobized by
submerging them in solutions of trimethylchlorosilane (TMCS) in cyclohexane by following the
method descrined in literature [14-16]. Samples of desired sizes were first preheated in a
convection oven at 80°C for 24 hours, and kept immersed in designated TMCS solutions at
ambient temperature for another 24 hours. After supposedly complete reaction, particles were
removed from the solution to be washed twice with pure cyclohexane, and then dried in a
convection oven at 100°C. At the same time with the particle preparation, glass plates of 1.5x1.0
cm” were also immersed in the same solution so that the contact angles of the plate and sphere
were the same.

In addition to the glass-TMCS system, another system was considered as well. Spherical
glass particles of various sizes obtained from Potters Industries Inc. were hydrophobized by
submerging in solutions of 5x10°M CsTACI. This particular concentration was found to yield
the strongest hydrophobicity of silica surface according to Zhang et al. [17]. Samples had to be
immersed for at least 2 hours for the adsorption to reach equilibrium. At the same time, glass
plates of 1.5x1.0 cm® were also prepared under the same conditions, representing particles of
infinite size. The plate samples were prepared in case the particle samples would be too small
beyond the equipment’s 1 millisecond sensitivity. It should be also noted here that cleaning
sample surfaces was a crucial factor in the experiment as dirty surfaces caused inhomogeneous
adsorptions on them and hence poor reproducibility. The cleaning process is well described
elsewhere [17].
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Linsar motor

digital

Figure.l. Experimental setup for induction time measurement

2.2 Equipment and procedure

The experimental setup is shown in Fig.1. A programmable linear D.C. motor was assembled
atop a glass capillary tube. Then single air bubble of approximately 1,1.5 or 2 mm diameter was
generated in each test by injecting constant volume of air through a syringe connected to the inlet
of the tube. The motor mount was designed such that the tube tip can be dipped in a small
solution container placed on a rack where the bubble motion was observed more closely by a
digital microscope. A glass titration vessel with thermostatic jacket was chosen as the container,
so that the solution could be kept in constant temperature of certain degrees by circulating water
into the jacket from a constant temperature bath.

The tube tip’s moving speed, distance, and the contact time were programmable. The contact
time was adjusted in several trials, from which the minimum was sought. The minimum contact
time at which the bubble successfully picked up more than one particle with reproducibility of at
least 5 out of 10 trials was defined as the induction time, as has been in the original experiments
by Yoon and Yordan [1].

3. Experimental Results

Previously, a flotation model was developed by considering both the hydrodynamic and
chemical properties [18, 19]. The following experimental results agreed with some of what the
model predicted when those properties were changed.
3.1 Effect of particle size

Figure 2 shows the effect of particle sizes on induction time. The results obtained with two

different samples are plotted in one figure. Bubble diameter in both experiments was 2mm. For
the glass-TMCS samples, the glass spheres were hydrophobized in 10*% by volume TMCS-in-
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Figure.2. Effect of particle sizes on induction time

cyclohexane solutions, and immersed in pure water with 0.1 M NaCl. Approaching and
retracting speed of the bubble were both 7.8 cm/s. For the glass-C;3TACI samples, glass spheres
were immersed in 5x10° M CisTACI solutions with 0.01 M NaCl, and bubble moved at 315
cm/s in both approaching and retracting directions. The results show higher induction times for
larger particle sizes. This agrees with the general observation that large particles are difficult to
float.

3.2 Effect of bubble size

In figure 3, the effects of bubble size on induction time are shown. Bubble size control was
possible by injecting different air volume. Approximately 1.0 mm, 1.5 mm, and 2.0 mm diameter
bubbles were made to compare. Particle samples were the same as those used in the experiment
for Figure 2, but the diameter was fixed at 203 #m. The moving speed of bubble was 315 cm/s in
both approaching and retracting directions. Electrolyte concentration was 10~ M of NaCl.

As Figure 3 indicates, particles attach more quickly to smaller bubbles than to larger bubbles.
This result agrees with the predictions of the flotation model by Do and Yoon [18-20] that small
bubbles are beneficial to flotation. This result also corresponds to the theoretical prediction by
the Reynolds equation that is commonly used to estimate the thinning rate of wetting films [21].
The thinning rate is proportional to the pressure difference between the liquid and gas phase.
Therefore, small bubbles should induce faster film thinning because the pressure difference is
inversely proportional to the radius of air drop, according to the Laplace equation.

3.3 Effect of bubble speed
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In figure 4, the effects of the approaching speed of a bubble are shown. The retracting speed
may be of interest as well. However, only the approaching speed is studied because the present
work focuses on bubble-particle attachment only. In fact, the effect of retracting speed was not
observable because its change did not cause any difference in induction time. It may be because
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Figure.4. Effect of the approaching speed of the bubble on induction time
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particles require much higher energy to be detached from bubble surfaces, and the present
experimental setup could not reach up to the necessary speed.

For the particles of glass-CisTACI system, the particle diameter was 500 um, and the
retracting speed was 315 cm/s. The particles of glass-TMCS system were hydrophobized in
solutions of 80% Cyclohexane and 20% TMCS by volume, and the experiments were conducted
in the presence of 1 M NaCl. The diameter was 156 um, and the retracting speed was 315 cm/s
as well.

The results in figure 4 show that induction time gets longer as the approaching speed of a
bubble increases. This was contrary to the intuition that the intervening liquid film between air
bubble and particle might drain faster at high approaching speed. However, the results conform
to physical insight in that bubble surfaces are deformable. Bubbles are more likely to deform at
high moving speed. Therefore, the contact area between air bubble and particle bed is large at
high approaching speed of a bubble, and the liquid film should take a long time to drain off. The
results also agree with Arbiter and Harris’s statement that induction time generally decreases as
the relative velocity between bubble and particles become smaller [9].

3.4 Effect of surface tension

Figure 5 shows that induction time decreases with increasing surface tension. The surface
tension was controlled by adding a surfactant, MIBC. The results can be understood with the
help of the Reynolds equation as well. The thinning rate of liquid film between air bubble and
particle is proportional to the pressure difference. In turn, the pressure difference is proportional
to surface tension as the Laplace equation suggests. Therefore, thinning rate is faster at higher
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Figure.5. Effect of surface tension on induction time
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surface tension. Finch and Smith [22] measured the time-dependent surface tension and observed
similar results that particles attach better at higher surface tensions.

Nevertheless, the results are contrary to the prediction made in Chapter 2 that high surface
tension deteriorates flotation performance. The discrepancy is because the flotation model
developed in Chapter 2 considered the interdependency between bubble size and surface tension,
while in the present experiment surface tension was controlled independently.

3.5 Effect of electrolyte concentration

Figures 6 and 7 show the change of induction time with the increase of NaCl concentration.
Higher electrolyte concentration has an effect of compressing electrical double layers, which
should diminish the repulsion force between bubble and particles. In that case, the induction time
has to get shorter with higher NaCl concentrations. Figure 6 shows this effect for relatively low
contact angles of particles (less than 50 degrees) hydrophobized in the glass-TMCS system. On
the other hand, for relatively higher contact angles (above 50 degrees), it shows the opposite.
This indicates that the change in hydrophobic force due to electrolyte concentration change is
more dominant than the other effect, i.e., double-layer compression. This agrees with the
observation in other literature that hydrophobic force decreases significantly with increasing
NaCl concentrations [17, 23].

For the case of glass-C sTACI system, the results indicate this conclusion more clearly, as shown
in figure 7. The samples were hydrophobized in 5x10°® M C;sTACI, which yielded the contact
angle above 60 degrees. In the plot, each line represents two different particle sizes and the
results are in very different time scales. While particles attached in the timescale of milliseconds,
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Figure. 6. The change of induction time with NaCl concentration for particles of
various contact angles.
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plates did in seconds. This result agrees with the recent observation in the same condition that
putting more electrolyte in the solution reduces hydrophobic force [17], hence longer induction
time.

3.6 Effect of temperature

The temperature effect on induction time is shown in Figure 8. The samples of glass-
C1sTACI system were 500 m in diameter and hydrophobized in the solution of 10°M C;sTACL.
The bubbles moved at 315 cm/s. On the other hand, the samples of glass-TMCS sytem were 203
um in diameter, and immersed in 10° M KCl solution during the measurement. Bubble moving
speed was 315cm/s and the particles were hydrophobized by 10*M TMCS solution.

As shown in figure 8, induction time decreases as temperature increases. This result can be
interpreted in several different aspects. For example, unless the results are attributed to surface
forces present between bubble and particles, they may be due to surface tension and viscosity
changes with temperature. However, for the temperature range of this experiment (10~40 °C),
surface tension of pure water decreases only by 6.2% while viscosity decreases by 50%.
Therefore, the induction time change of this experiment can be attributed partly to the decrease
of viscosity, while the surface tension effect regarding the temperature change is minimal. The
Reynolds equation also helps understanding this interpretation in that the film intervening bubble
and particle thins in an inverse proportion to viscosity.
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On the other hand, if the surface forces are responsible, the result can be interpreted by the
aspect of the critical rupture thickness. Critical rupture thickness is defined as the thickness at
which thin liquid film breaks down and the two surfaces separated by the film make a contact.
There are several models for critical rupture thickness [24-26], and they assume there is
instability at the air-water interface due to interfacial forces. The rupture model by Ivanov and
Dimitrov [24] describes this thickness as proportional to the square root of the absolute
temperature if all other properties are set equal. At higher temperature, the critical thickness is
higher and accordingly induction time is shorter because particles attach to bubble at earlier stage.

4. Discussion

In the flotation model developed by Do and Yoon [18-20], the activation energy of bubble-
particle attachment was the key parameter in determining floatability. The activation energy was
estimated by the extended DLVO theory that describes the combined effect of the interfacial
energies due to van der Waals-dispersion force, the double-layer force, and the hydrophobic
force. In other words,

where V is the free energy of interaction between bubble and particle, Vz the electrostatic
interaction energy, Vp the van der Waals-dispersion interaction energy, and Vy is the

hydrophobic interaction energy.

The electrostatic interaction energy (V) between a particle of radius 7, and a bubble of radius r;
can be calculated using the model derived by Hogg, Healey and Fuerstenau [27]

neger o (Pi+¥3) ‘I’Z‘Pz (1+e"‘
(7'1+7"2) \Pl+\PZ 1-

Vg = ) +In(1 + e72H))| )

where € is the permittivity in vacuum, € the dielectric constant of the medium, ¥'; and ¥, are the
double layer potentials for particle and bubble, respectively, « the inverse Debye length, and H
is the closest separation distance between particle and bubble. As an approximation, ¥; and ¥,
may be substituted by {~potentials.

The dispersion interaction energy can be calculated using the following relation [28],

— A132T17"2 _ 1+2bl
Vb = 6H (1r1+73) 1 1+bc/H] 3)

where A3, is the Hamaker constant for the interaction between particle 1 and bubble 2 in a
medium 3. The second term of Eq. (3) is a correction factor for the retardation effect, where b
(=3x10"" s for most materials) is a parameter characterizing materials of interacting particles, /
(=3.3x10" s for water) is a parameter characterizing the medium, and c¢ is the speed of light
[29].

The hydrophobic interaction energy (V) between bubble and particle may be calculated using
the following equation [29]
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VH - 6(T1+T2)H

(4)
where K3, is the hydrophobic force constant with the subscript 132 meaning the same as 43,.

Although the theory was used in Do and Yoon [18-20]’s the flotation model, it has not been
validated yet. The validation may be possible in the following sense.

It has been shown in other literature that the activation energy can be obtained by
analyzing the experimental data of induction time change with temperature, which may be
described by an Arrhenius type equation as follows [1, 11].

E
£ = toexp () (5)

where ¢ is the induction time, fy a constant, k, the Boltzmann’s constant, and T is the absolute
temperature of the solution. Manipulating Eq.(5), it is found that the slope of the log ¢ vs. T plot
corresponds to E,/k,. The data obtained with glass-TMCS system in figure 8 was rearranged in
this way. Then the log ¢ vs. T plot yielded £,=2.99x10"7 J at 25°C. This value represents the
experimentally obtained activation energy, which can be compared with the calculated value of
E, to validate the extended DLVO theory.

Figure 9 shows the potential energy vs. distance curve described by the extended DLVO
theory, using input parameters as follows: ;=100 gm, =1 mm, ¢ =-60 mV [30], & =-15
mV [31], and K3, = 2.3x10"J. The hydrophobic force constant (K3,) was obtained using the
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combining rule proposed by Yoon et al. [32]. The value of the bubble zeta-potential (£3) used for
the curve was somewhat lower than those (-30 to -15 mV) reported in the literature [14, 29, 33].
The lowest limit of -15 mV was chosen in view of the relatively large bubble size (2 mm) used in
the induction time measurements. It has been shown that bubble zeta-potentials decrease
considerably with increasing bubble size [31].

In figure 9, the curve shows the maximum potential energy, the activation energy, of 4.7x10
'7'J. This agrees well with the one experimentally obtained (= 2.99 x10™"" J). Therefore, this
agreement between the two justifies the extended DLVO theory used in the flotation model by
Do and Yoon.

5. Summary and conclusions

Induction times of glass-TMCS and glass-C;sTACI systems have been measured using an
apparatus that simulates the single-bubble flotation. Some measurements were conducted to see
the effect of physical parameters on induction time. As a result, it was found that induction time
increases when particle or bubble sizes are large, and also when the approaching speed of bubble
is high. Induction time measurements were also conducted under different chemical conditions in
terms of surface tension and electrolyte concentration. The results showed that induction time
decreases as surface tension increases, while the effects of electrolyte concentration varied
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depending on the hydrphobicity of particles. Finally, it was also shown that the activation energy
of the bubble-particle attachment can be assessed by analyzing the induction time change with
temperature. The value of activation energy obtained from the data analysis agreed well with the
value predicted by the extended DLVO theory. This agreement suggests that that hydrophobic
force is the driving force for bubble-particle attachment, and that asymmetric hydrophobic force
can be predicted using the geometric mean combining rule.
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CHAPTER 4

DEVELOPING A DRAINAGE MODEL IN FOAMS
INCORPORATING HYDROPHOBIC FORCE

Abstract

A foam drainage model that can predict bubble coarsening has been derived by
considering that drainage rate increases with increasing the hydrophobic force. Hydrophobic
force is the force that attracts two surfaces of air bubbles and reduces the interstitial liquid
amount to a critical value for bubble coalescence. Therefore, hydrophobic force should be
considered in the modeling of foam drainage, but no model in the literature addresses its
significance. In the present report, however, the flow rates with and without hydrophobic force
considerations have been compared to derive the relation between the flow increase and
hydrophobic force. As a result, it was found that the average flow velocity increases by the
relative significance of the hydrophobic force to Van der Waals force. The change of the number
of bubbles due to coalescence was coupled to the drainage model by assuming that the number
decreases exponentially with the local changes of liquid fraction.
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1. Introduction
1.1 Foam Drainage Equation

Foam is a colloidal system where gas bubbles are separated by thin liquid films. It has a
wide range of applications such as food processing, sanitary systems, chemical reactors, froth
flotation and so forth. Despite a wide applicability, the mechanisms for controlling foam stability
are not fully understood due to complexities involved. A theoretical model is required to
understand spatial and temporal kinematics of gas-liquid distributions and to describe the
instability, which would be of great advantage to some industrial applications. For example,
mining industries will benefit especially from such advancement because the properties of foam
are critical controlling parameters that determine the rate of froth flotation, the industry’s most
important separation process.

The fluid in a foam flows through the network of channels, known as plateau borders
(PB), which serves as the predominant channels of fluid flow. The PBs are randomly oriented
and inter-connected through nodes where the segments of PBs meet. The bubble films osculated
to the PBs are called the lamellae, but they are not considered to play important role in most of
drainage models developed to date. It is assumed that channel (or PB) flow is dominant [1-4].

The flow through the channels is described by the continuity equation,

ds | d(eU) _
6t+ dx =0 ’ (1)

where ¢ is the local liquid fraction defined as the ratio of area occupied by liquid to total cross-
sectional area, U is the average velocity of flow through PBs, and x is the draining direction.
Equation (1) basically states that the rate of change of the liquid mass flow inside a PB is
balanced by the changes induced by the flow velocity through the surface area. Typically, U is
derived assuming the Poiseuille flow in a pipe, i.e. no slip at the interfacial wall [1-6] while some,
but not many, derived U assuming plug flow inside PBs [7, 8]. In either case, the assumptions
are valid depending on the characteristics of foam. For example, no-slip at the plateau border
wall is valid when the foam is made from high concentration surfactant solutions [9]. On the
other hand, no-slip boundary condition is not strict valid. Flexible boundary conditions may also
be useful, depending on the amounts of liquids held and the chemicals used [10].

Following the definition of &, Eq.(1) can be expressed in terms of the total number of PBs
(Npp) and the average cross-sectional area of a single PB (4).

ONppA 0(NppAU) _
ot ax

0 )

In foams, thin fluid film breakage causes bubble coarsening and change in Npz. However,
the dynamics of coarsening bubbles has not been fully understood, but it is necessary to
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incorporate bubble coarsening in modeling foam drainage. Most of the drainage models
developed to date assume that Npp is constant, which has been shown to be the case for dry and
stable mono-dispersed foams of polyhedral bubbles. However, foam drainage models developed
without considering dynamics of coarsening are not useful in a sense that drainage rates of
industrial foams are much faster than predicted by the models. An attempt has been made
recently to relate foam drainage equation with the dynamics of Npg by Cox et al[l1]. The
authors explained qualitatively how drainage is affected by changing bubble sizes by considering
Npp as a random distribution function. Using a similar approach, one can obtains the following
equation.

94 | 3(AU)

6t+ ax +A(

dInNpp dInNpp\ __
at +U dx ) =0 3)
Using Eq.(3), foam drainage is generalized by taking into account the dynamics of coarsening.
Details are discussed in the following sections.

1.2 Film and node contribution in foam drainage

The role of lamellae films in foam drainage has not been fully understood yet, but it is
obvious that drainage is generally disturbed due to film drainage and ruptures. Many models of
film drainage and film rupture have been introduced [12-14], but none of them can be considered
generic or sufficiently verified in experiment. It is partly because so many variables are involved
in film dynamics under various conditions, and also because the present understandings are
based on many controversial evidences. Because those models mostly consider horizontal films,
employing them to foam drainage is inappropriate in that foam films have various orientations.
In addition, let alone the film dynamics modeling, incorporating the drainage and rupture inside
films with drainage model is another challenge.

Of those few who took this challenge, some succeeded in the modeling, only with
boundary conditions that liquids flow from films into PBs [15-17]. However, these conditions
may betray the real phenomena according to the observation by Carrier et al.[18]. The authors
found liquids in vertical films flow across from the upper node to the lower, and left the
possibility of liquid flowing through films.

In addition to the interpretation of the film’s role in foams, the role of PB nodes is also
intriguing. The importance of nodes in foam drainage was first posed by Koehler ez al. [19] who
studied both experimentally [10, 19] and numerically [11, 18]. Koehler et al. [19] observed the
significant change of the correlation between liquid influx rate and the flow’s front wave velocity
in foams under certain conditions. The authors then attributed the change to the transition of flow
characteristics between the PB-dominated flow and the node-dominated flow. In fact, the latter
was devised to explain the unexpected flow enhancement by relaxing the no-slip boundary
condition at the plateau border walls.
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The two, films and nodes in foam, play significant roles in changing the flow
characteristics because films, nodes, and plateau borders dynamically interplay with each other.
However, the present work regard films and nodes simply as extra fluid volume, hence,
substitute the term Npp with N* which is newly defined as the effective number of PBs
comprising film’s and node’s contribution. Eq.(3) may then be rewritten as follows.

A 3(AU) alnN* dInN*\
ot T Tox +A( at +U ax )_0 (4)

1.3 Various views on foam drainage

The average draining velocity U in Eq. (4) can be expressed analytically by integrating
the axial flow profiles in a single plateau border [3, 20-22], or by an analogy with Darcy’s law
for flows in porous media [2, 7, 23]. Since Darcy’s law does not describe the details of flows but
indicates only the effective permeability as the coefficient of the correlation between flow
velocity and pressure gradient, U’s in the corresponding references are based on the semi-
empirical relation for the coefficient of Darcy’s equation. The coefficient is hard to obtain
analytically since foam permeability interplays with so many variables [24]. As a matter of fact,
there is no report that verified the theoretical value of U in an isolated plateau border. The closest
may be the work by Pitios et al. [25] in which PB channels had to be exaggerated for
experimental convenience. On the other hand, some researchers measured flow rates in a volume
of foam and later showed the validity of theoretically estimated U [2, 7, 23]. In both cases, it was
found that the theoretical value of U is lower than the experimentally obtained value in certain
systems.

The discrepancy is explained in several different aspects. One prevalent aspect is that
foam’s rheological property, i.e., surface viscosity, is responsible for the difference. Surface
viscosity was originally postulated by Boussinesq [26] to explain the unexpected retardation in
fluid droplet’s settling velocity, and it had invoked many researchers for many decades into the
controversy over its real identity. In fact, the surface viscosity may be phenomenally identical to
the Marangoni effect but simply observed in different aspects, as it was stated in the historical
review of interfacial rheology by Edwards et al [27]. Under the premise that surface viscosity is
a unique physical property of a fluid interface, some models for the average flow velocity
introduced a mobility parameter [3, 22, 28] or its inverse, the Boussinesque number [20], to fit
the model to the actual experimental data. However, the parameter can be considered an
adjustable constant because there is not a good method yet to measure the surface viscosity of
practical foams [29]. In addition, the surface viscosity measurement may be erroneous due to the
intimate coupling of bulk and interfacial viscous effects [27].

With a more general aspect on the problem, Durand and Langevin [23] analyzed the
average flow velocity in a way that the mobility parameter can be related to the interfaces’
diffusivity, surfactant solubility, elasticity, and so on. As a result, their drainage model coupled
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with the average PB flow velocity conformed to the drainage model of Koehler ef al. [7] when
the parameter was large, and to the model by Verbist et al. [1] when the parameter was small.
The model, however, did not provide good verification.

For all the different aspects, solving drainage equation in consideration of such various
parameters may not be a good approach because it requires too many independent variables to be
estimated, as well as precise experimental technique. Therefore, the current work will simplify
the problem after ignoring the dynamical change of fluids in films and nodes by lumping them
into N* as seen in Eq.(4). On the other hand, the foam drainage is incorporated with bubble
coalescence and the s/ip velocity inside PBs. Slip is defined as any situation in dynamics of
fluids where the value of tangential component of the velocity appears to be different from that
of the solid surface immediately in contact with it [30]. Slip velocity is a controversial topic also,
especially in foam.

However, the relationship between the slip and wetting property of interface, the contact
angle, is relatively well known even though the origin of slip velocity is ambiguous. According
to various experimental data, slip is more apparent in the flows on the surface that induces high
contact angle [30]. This observation may be interpreted such that the same relationship exists
between slip and the hydrophobicity, because contact angle is commonly regarded as an
indicator for the degree of hydrophobic force. Hydrophobic force is an attractive interfacial force
that is known to enhance the flow between two hydrophobic surfaces immersed in water [31].
The air-water interface is also a hydrophobic surface [32-35], but no good theory on the origin of
hydrophobic force is yet to emerge. Nevertheless, the force should be considered in the modeling
of foam drainage so that one can have more practical approach. Regarding this, the present work
will show that slip is in fact a reasonable way to account the role of hydrophobic force in foam
drainage. In conjunction with the hydrophobic force, the change in PB numbers due to
coarsening and the slip velocity will be derived in the following as well, so that they can be
combined with the drainage model.

2. Model Development

To incorporate the hydrophobic force in foam drainage model, it is first necessary to
introduce the disjoining pressure in foams. By definition, disjoining pressure is the difference
between the pressure in the bulk of one phase and the pressure at the intervening phase between
two surfaces. It is a common concept in colloid science and can be predicted by the DLVO
theory [36]. DLVO theory accounts for the total surface interaction energy as the combined
effect of well-known surface forces: electrostatic force and Van der Waals dispersion force.
However, this theory is not applicable for the thin water films confined between two
hydrophobic surfaces as in foams [37, 38]. Therefore, additional attraction force between
hydrophobic surfaces needs to be considered. In this regard, the disjoining pressure in a foam
film may be given as [38, 39],
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where I is the pressure due to electrostatic repulsion force, Iy is the pressure due to the Van
der Waals force, and Ily is the same due to hydrophobic force. Given H as the separation
distance between two surfaces, [1g is expressed by the following equation for simplicity [40].

[y = aexp (—k - H), (6)
where « is the inverse Debye length, and « is a constant determined by the system properties.

The disjoining pressure due to Van der Waals force is also given by [40]

_ _ _Az3

where A3, is the Hamaker constant with the subscript 232 meaning that two air bubbles 2
interact across an aqueous media 3 (water).

It is assumed here that the magnitude of disjoining pressure due to hydrophobic force decays
with the separation distance H by the same power law as in Iy, i.e.
_ _ _Kos2
My = 6T(H)3’ ®)
where K>3, is the hydrophobic force constant with the subscript meaning the same as in Eq. (7).

At present, no one knows the origin of the hydrophobic force. Under this situation, it may be
acceptable to represent Iy in the same form as with Il [41].

2.1 Average velocity of flow inside PBs

The model represented by Eq. (4) can be simplified if the average velocity of flow
through PBs (U) is expressed in terms of PB area (4). U has been analytically modeled by many
investigators [2, 3, 5, 6, 20, 22, 42]. The various models converge to the following fundamental
expression,

_ 4
3pu dx

)

where the PB cross sectional area, 4, is a variable that changes with the position and time in a
foam, u is viscosity, and ¢ is a factor determined solely by the cross-sectional shape [43]. For
example, the factor is 87 for a circular section, 34.6 for a triangular section [4, 22], and 49.1 for
the cross section of PBs [3]. The factor, 1/3, in Eq. (9) used because U is an average of all
possible PB orientations [4, 23]. P is the pressure inside PB, and typically it consists of
gravitational and capillary forces. In addition, disjoining pressure is also taken into consideration.
Thus,
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P=pgx+-——T1 (10)
TPB

where p is liquid density, g is gravity, 4 is the PB cross-sectional area, yis surface tension, rpp is
the radius of curvature of PB. The PB cross-sectional area can be as A = C?r2g, where C is
approximately 0.4 for a tricuspid-shaped PB cross-section and rpg is the PB radius II is the
disjoining pressure represented by Eq. (5). Assuming for simplicity that hydrophobic force
component is the most dominant term in IT and the unit length of the separation distance between
two PB walls is 2rpg, one obtains,

K
M~ p_Kezz_ 11
B reny (2rpp)? (1)
where £ is the coefficient taking into account the geometry of PB. Differentiating the disjoining
pressure with respect to x,

an _ B 3 d2rpp _ 3BK232C%/%2 1 dA (12)
dx 232 (2rpp)t dx 16 AZVA dx

Therefore, from Egs. (9), (10) and (12), the average flow velocity is obtained as follows.

pgA (Cy 3[3K232C3)\/Za_‘4] (13)

3(pu [ 16A ox

Although Eq. (13) is the correct expression incorporating the effect of hydrophobic force
component of disjoining pressure, it is necessary to compare the order of magnitude of each term.
Noting that K»3»/A is typically in the order of 10''~10"* N/m? while yis in 10 N/m,, the
disjoining pressure term is negligible and Eq. (9) reduces to:

3(pu ['D % \/Z Z_ﬂ (14)

A contribution from the surface tension gradient may have to be added to Eq. (10), as
authors like Stein and Laven [9] criticized, but it is excluded for this research because there is yet
no good analytical formula describing surface tension gradient in foam systems. In fact, Eq.(10)
corresponds to the model for U that was derived under no-slip boundary condition without
considering the disjoining pressure terms [43, 44]. This may indicate that hydrophobic force or
disjoining pressure has no significant effect on the flows through PB channels. However, this
conclusion is contrary to the observation that hydrophobized porous media reveal enhanced flow

rate [45-47]. Therefore, the discrepancy may be compensated by introducing slip velocity at PB
walls.

2.2 Slip velocity on hydrophobic interfaces

Flows in foam PBs are analogous to the one through micro channels of solid walls. The
slip velocity in micro channels of solid walls has been well reviewed in other literature, and the
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controversy on various possible origins of slip has been numerated [30]. For example, surface
roughness is suspected as one of possibilities because rough surfaces produce the regions where
gas molecules are trapped, and the regions are regarded responsible for the slip of liquids flowing
over the gas layer [30, 48]. In the same context, the slip is also presumed coming from the
nanobubbles present near hydrophobic surfaces [30, 49].

On the contrary, if there is no gas trapped between the wall troughs or dissolved in the
liquid, surface roughness should suppress the slip because rough surface induces resistance of the
fluid at the interface. On the other hand, many experimentalists observed slip on solid surfaces
with special treatment even after degassing the liquid [45, 50, 51]. This suggests that the slip
may not result from gas layers on the surface, but from special surface treatment. The surface
treatment mentioned here indicates controlling the wetting property of the surface. The wetting
property is typically estimated by measuring contact angles, which is a criterion for evaluating
the degree of hydrophobicity. Therefore, hydrophobicity of the surface seems to have strong
correlations with the slip velocity in micro channels. The effect of hydrophobic interaction
related to slip phenomena has been reviewed [52].

According to the data on solid surfaces of various contact angles, the average flow
velocity in micro channels should be augmented by slip velocities by means of a factor £,

f=1+% (15)

where A is the slip length and «a is the radius of the flow channel [30]. The slip length is defined
as the extrapolation of channel radius at which zero fluid velocity is imposed. The value of 4 is
usually measured from experiments either directly or indirectly, but the ratio A/a may be
approximated once the surface interaction forces in the channel are known.

The factor, £, given by Eq. (15) is applicable to solid hydrophobic surfaces. However, it is
assumed that the foam PB walls also follow the same relationship between the hydrophobicity
and slip. Given that the contact angle or hydrophobic force parameter of the channel wall is an
indicator for slip velocity [30], this assumption is valid because liquid-air interface is highly
hydrophobic [32-35]. Based on this assumption, A /a in Eq. (15) may be estimated as described
below.

Suppose a PB in a foam. For simplicity’s sake, consider an axis-symmetric Poiseulle flow
problem for a circular pipe of radius a as shown in Fig.1. Solving the Navier-Stokes equations
with no-slip conditions at the pipe walls, one obtains the velocity profile as follows (profile 1),

w(R) =~ -5 (a? - RY) (16)
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where u is the viscosity of the fluid, R is the distance from the pipe center in vertical direction,
and P, is the driving pressure.

One obtains another velocity profile for the case of slip by applying the boundary
condition that u is zero at the imaginary position outside the channel perimeter as described in
Fig. 1 (profile 2). One can find in this case that

w,(R) = = -2 ((a + D)? — R, a7

where A is again the slip length defined as the fictitious distance outside the surface where the
no-slip boundary condition is satisfied.

The heads of the flow profiles, u; and u,, are considered equal because the disjoining pressure in
PB channel is considered negligible in deriving Eq. (14). Therefore, the profile of u»(R) is simply
a translation of u;(R) in x direction by the value u; at R = a [53]. On this ground, A can be
approximated by comparing the integrands of the two velocity profiles, i.e.,

S5 (RYAR = [ w (R)dR = (1 + 2a)u,(a) (18.1)

. _3/_ Py
“A="|-4+47 1 a (18.2)

The driving pressures P, and P, have the following expressiond considering both the
capillary pressure and interfacial forces [21].

Py = _$+Pg+nW,E,H (19.1)
PZ = _%‘FPQ-I'HWE (19.2)

Here, yis the surface tension, rpp the radius of curvature of PBs, P, the gas pressure, and IT is the

" o o 0N >

No Slip Slip

Figure. 1. Poiseulle flow in a cylindrical pipe. Velocity profile 1 with no slip
boundary condition (left) and profile 2 with slip (right).
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disjoining pressures. I1 is th sum of the pressures due to the attractive van der Waals force (W),
repulsive electrostatic force (E), and attractive hydrophobic force (H). The van der Waals and
hydrophobic components of IT are given as follows:

_ A3

M = 6m(2a)3 (20)
_ K3

HH T 6m(2a)? (21)

The values of A3, and Kj3; are easily available in the literature, including those of Wang and
Yoon [54-56].

Assuming P, to be constant, and taking the partial derivatives of P; and P, with respect to
the separation distance 2a,

_Y Orpp_ e A232 K232
0Py _ 0Py/02a __ rpg? d2a Ka exp(-K 2a)+271:(2a)4+211:(2a)4’ (22)
- - y 0rpp Az32
0P,  0Py/d2a ppZ aza 1@ exp(—}c-Za)+18ﬂ(2a)4

Here, the value for 453, = 2.95x% 102 is considered to be constant, although there is a degree of
variations for different systems [37, 57]. Since the double layer force term and drpp/02a are
negligible, Eq.(22) may be simplified further as,

dPy K232
1 1 4 Kaz2 23
0P, Az32 (23)

After substituting Eq. (23) into Eq. (18.2), one finds the ratio between A and a to be,

A _ 3[4K232
a \I Az32 24
Eq. (24) indicates that PB wall’s no slip condition is valid when there is no hydrophobic

interaction in PB or much less than the Van der Waals force, and hydrophobic surfaces induce
faster drainage due to slip.

2.3 Bubble coalescence in foam

Although the present drainage model represented by Eq.(4) does not show any parameter
representing film rupture process, it certainly describes the effect due to flows in lamella films
and film rupture by introducing additional term, i.e., effective number of PBs (N*). Knowing that
N* is simply a modification of Npg, the relation between Npg and the number of bubbles, Ng,
should be the first concern. There are no functional relations between Ng, and Npg. Nevertheless,
it is general known that Npg 1s proportional to Ng by a factor n,, which is defined as the average
number of PBs per a bubble. ny, should actually be a variable for topological properties. For
example, np, = 2 if foam is packed with spherical bubbles, and ny, = 10 for pentagonal
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dodecahedra cells [42]. However, in the present model, it is considered to be a constant for
simplicity. It will eventually be shown that the value of nyis trivial in the final form of drainage
model.

Aside from the argument for actual numbers of Npg, np,, and Ngs, one useful form
describing the bubble population change may be the exponential decay in time [58]. On this basis,
the following is suggested for predicting N* in Eq.(4).

N* = n3, N, = nyy, X Np gexp (—C ’%) (25)

where np,* is the effective number of PBs per cell, Npy is the initial number of bubbles, and the
term in the bracket is devised to incorporate the instability of the bubble. Again, ny,* should end
up trivial in the final drainage model. 4., is the critical PB area, a threshold value for 4 at
which bubbles are more likely to rupture due to instability. C is an adjustable parameter.
Although arbitrary value is given in the present report, 4., may be determined by chemical
characteristics such as surfactant concentration. This will be addressed in the discussion section.
By Eq.(25), local values of the average bubble size can be predicted as well, using the resultant
liquid holdup profile. Examples will be given in the later sections of this report.

2.4 Foam drainage equation

Substituting Eq.(25) into Eq.(4) and rearranging, the following is obtained.

0A 1 ] C=a 04
at+1+C Max(AfU)+ — Thex fU-=0 (26)
A N A

Eq. (26) can be solved numerically, along with U in Eq. (14). Note that this equation is reduced
to the classical foam drainage equation widely cited and reviewed in the literature [1], when
there is no-slip at the PB walls (/=1), and bubbles are stable in size (C=0).

It is necessary to non-dimensionalize the governing equations for numerical accuracy and
also for obtaining generality in comparing with any data available in various systems. Given

Xo =+/0.4y/pg and ty = 3,55 /+/0.4ypg, Eqs.(14) and (26) are nondimensionalized using the
following variables.

A = axy? x = &x, t =1ty u = v(ty/xo) (27)

Therefore, the final non-dimensional forms of Egs. (14) and (26) are,
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3. Simulation Results and Model Verification

The drainage model represented by Eqs. (28.1) and (28.2) was solved numerically using
the finite difference method. Figure 2 shows the results of the numerical simulations of free
drainage in the proposed model. The model parameters were arbitrarily chosen. Comparing the
liquid profiles along the foam column at the drainage time of =100, figure 2A shows that
hydrophobic force enhances the drainage. The bubble size changes along the foam column
corresponding to the liquid drainage are plotted together, as shown in Figure 2B. Therefore,
Figure 2 suggests that bubbles grow with lower liquid fraction, as it was intended in the
coalescence model in Eq. (25). The conclusion is that larger bubbles induce faster drainage,
which is also consitent with experimental observations in other literature [59, 60]. Figure 3
indicates this typical observation more clearly by the simulated plot of the liquid fraction and
bubble size change in time. The time at which liquid fraction start diminishing corresponds
approximately to the point at which bubble size starts increasing.

In addition to the numerical example, the model simulation is verified with experiment.
The wetness of coarsening foam was estimated by measuring the local and temporal changes of

T T T
010 F )
Free Drainage Profile .
(after t =100) Initial Condition 40 | LV 1
008 | ---K_= 0 J ’
232
<o-- K =5x10"° J
232 1 N
006 | /) 0 ; Bubble Size Change
3 _ s o | ! (afterr =100)
0.04 -7 : = 3
i rd ’ : 20 : - K232= 0 C 7]
7 S- K _=5Bx10" )
23z
002 |,
10k 4
Y PR
1 1 1 1 O 1 1
020 040 060 030 10 15 20
g Dimensionless bubble size (r/r)

Figure. 2. A) An example of the free drainage profile (left). It indicates that hydrophobic
force enhances flow rate. &represents the distance from the top of the foam, o
represents the amount of liquids held. B) the bubble size change corresponding to the
liquid fraction change along the foam column heigh /4 (right). The bubble sizes were
normalized by the initial size.
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Figure. 3. Liquid fraction and bubble size change in time at the position 1/3 (solid line)
and 2/3 (dashed line) of foam height. The time at which liquid fraction « starts
diminishing corresponds approximately to the point at which the dimensionless

bubble size (r/r;) grows. Input parameters are the same with those used for Fig.
2.

capacitance in a foam column. The details of the methodology are described in the work by Do et
al. [60]. In the present experiment, foam was made from the solution of 5x10° M Neodol 23-6.5
(molecular weight =480), allowing significant coarsening but the drainage to occur slow enough.
Local changes of bubble sizes representing top, middle, and bottom of foam column were also
recorded repeatedly, and averaged.

Figure 4 shows a comparison of the model with the data obtained. Given initial conditions,
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Figure. 4. Free drainage of coarsening foam compared with experimental data. The
drainage profile (left), and bubble coarsening (right). The model used the
following parameter values: K;3,=5% 107, C=0.4, A.;=0.1
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and fitting parameters, i.e., Aqi=0.1 and C=0.4, the model predicted the changes in liquid profile
as well as the bubble size change, which are in good agreements with experimental results. The
results are also consitent with the typical observations that drier foams have higher rate of
coarsening, or that large bubbles induce faster drainage [59-61].

4. Discussion

It should be noted again that A4.,;, in Eq.(26) is a parameter used in the present work as a
measure of instability of foams at finite liquid fraction. The same concept has been employed for
experimental studies [59]. However, critical rupture thickness (4.) is a more widely used
measure for foam instability. Therefore, it may be used to derive a relation between A and /.
The relationship between the film thickness and the radius of curvature of PB for dry, flowing
foam was given by Hartland and Barber [62]. Their expression can be modified as follows,

2 1/4
Vi =28 (M0mes) il (29)
A and h have been replaced by A. and k., respectively. Other parameters used in Eq. (29)
include liquid density (p), dynamic viscosity (), and gravity (g). Also, R is the superficial
surface area rate defined as the changes of bubble surface area per time per unit cross-sectional
area, and dr.max 1S the maximum bubble size. R; and dr.m.x may be considered adjustable
parameters to correlate 4., and ., because they are not determined by the system properties.
Therefore, as shown in this example, converting 4., to A does not have a particular advantage in
applying to foam drainage equation as it will bring in additional parameters into the model. In
fact, 4., may be more convenient to use than /4, as the latter is useful for horizontal films only.
Moreover, h is especially difficult to measure if the foam is unstable and its measurement
requires sophisticated instrumentation, while 4., can be measured optically.

5. Summary and conclusion

A foam drainage model that can predict bubble coarsening has been developed. The
model can be used to predict the changes in bubble size along the foam height. It has been a
challenge to couple foam drainage and bubble coarsening. The model requires only two
adjustable parameters to fit foam bubble size data, and is based on the premise that hydrophobic
force is a significant factor in determining the drainage rate. The relation between hydrophobic
force and slip length inside a plateau border has been derived and use to predict the changes in
liquid fraction. The model shows the interdependency among hydrophobic force, liquid fraction,
and bubble size and predicts that drainage rate becomes faster when bubble size becomes larger.
The model predictions are in agreement with the experimental data.
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CHAPTER 5

PREDICTING THE CRITICAL RUPTURE THICKNESS OF FREE FOAM FILMS

ABSTRACT

A thin film ruptures when a fluid layer gets thinner than a critical thickness. In other
literature, this critical thickness has been attempted to predict using the instability criteria for a
wavy interface of the film. However, the predictions of those models deviate from experimental
observations in the case of aqueous films at low surfactant concentrations. The discrepancy
results from the hydrophobic force in the film, but the origin of the force has not been well
understood yet. The force can be typically evaluated from film thinning kinetics data. On the
other hand, there has been no model yet to incorporate it with the rupture. In this chapter, a
model for predicting the critical rupture thickness has been derived by assuming that the
hydrophobic force causes the instability of air-water film interfaces. As a result, the model could
predict the rupture thickness and the time of rupture in the presence of the hydrophobic force.
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1. Introduction

The drainage and rupture in thin liquid films have been of great interest among many
researchers because understanding the subject is critical to the productivity improvement in
certain industries. For example, the mining industry has been active in studying this subject
because liquid film’s thinning rate and rupture determine the efficiency of the flotation [1], the
most widely practiced mineral separation technique in the industry.

With regard to the thinning of films in such applications, some interests remained only in
the physics of film thinning due to the hydrodynamic forces between two approaching bubbles or
spheres [2-4]. On the other hand, some researchers studied film thinning in the scale where
interfacial forces is as significant as hydrodynamic forces, by incorporating the disjoining
pressure to the Reyonolds equation [5, 6]. Disjoining pressure is practically the difference
between the pressure in the bulk of liquid film and the pressure at the air-water interface. It is
usually negligible in the large scale physical phenomena, but becomes significant in analyzing
the colloidal scale problems such as foam films. However, in foam films, this approach was
under criticism because the Reynolds equation had been derived originally for tangentially
immobile surfaces while foam films may be regarded mobile. Therefore, many researchers
relaxed the boundary condition of the Reynolds equation to match the theory and true
experimental observations [7-9].

Even though it is still controversial whether foam film surface is mobile or immobile, the
present work assumes the immobile boundary of foam films based on experimental evidences.
Recently, Valkovska et al. [10] showed by a thinning rate model that the effect of disjoining
pressure is more significant in film drainage / rupture than the effect of the interfacial mobility.
Angaraska et al. [11] also checked the effect of surface mobility in small, thin aqueous films
experimentally, but found it negligible even with the tiny amount of surfactant.

1.1 Thin film rupture models

The thinning rate of foam films may well be predictable on the premise that the Reynolds
equation is valid with or without mobility considerations. On the contrary, predicting when films
rupture is still a mystery. In general, film gets unstable as it thins down, but the actual thickness
of rupture or the rupture time is hardly predictable because there is no universal criterion. This
threshold of thickness at which films tend to break is defined as the critical rupture thickness, H;.
Although the exact mechanisms of this instability are not vindicated so far, many authors [9, 12,
13] followed the criterion to reach H., suggested by Vrij [5]. Vrij’s criterion is based on the idea
that films fail when the waves on the air-water interfaces grow substantially, as first posed by
Scheludko [14]. After observing scattered light on soap films, Vrij suggested that the reflections
were possibly due to irregular corrugations of the film interface [15]. Then a theory for the
rupture was made out of this hypothesis [5]. However, in finalizing the model equation for H,;,
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he introduced an empirical correction factor to make the rupture thickness correspond with
specific experimental examples [5, 16]. On the other hand, some authors took more mathematical
account for the rupture with the same idea of ‘fluctuating interfaces’ [17-19]. In theory, their
wave evolution was resulting from boundary disturbances, but no practical examples were given
except for the numerical simulations based on arbitrary initial conditions.

The wave-induced instability also inspired other notable researchers like Ivanov et al. [9,
20]. Their rupture criterion was such that films break when the amplitude of the wave on each
faces of the film is tall enough to touch each other. In their approach, the surface mobility was
thought to be the most contributing factor to the rupture, but later the leading author had to
contradict himself in the work with Valvoska et al.[10] by showing that mobility was
insignificant. In addition, their own experimental data did not agree well with predictions [9]. In
a similar approach, Ruckenstein and Jain [12] put in the derivation an extra potential energy term
other than the energy due to Vand der Waals force. This term was regarded as perturbations of
the surface potential due to fluctuating nature. In the authors’ approach, all aspects such as
surface viscosity, diffusion effect, and purity were implied in the model. Having a parameter
subject to the surfactant’s solubility and concentration, the model became identical with Vrij’s
model [5] when the concentration was high.

While the rupture criteria for the above-mentioned models were such that the critical
thickness equals twice the amplitude of surface wave itself, Sharma and Ruckenstein [13, 21] set
slightly different criterion. Assuming that rupture is caused by the relatively small ‘thermal’
fluctuations riding on the thinnest trough of the ‘hydrodynamic’ surface waves, the authors found
numerically the relationship between film thickness and thermal fluctuation. Then a model was
developed based on this relation [21]. The thermal fluctuation was also implemented within the
model by Radoev et al. [8], who saw the problem as attaining the state of instability due to the
Brownian motion on the surface, unlike the else who saw it as the consequence of the instability
evolution.

The film rupture models introduced above are hardly universal since each model was
verified only numerically or, at best, compared to data of specific conditions where interfacial
forces were relatively well-understood. Moreover, for the interesting case of aqueous surfactant
films, none of those models are close to practical observations because the films are much more
unstable than expected due to an additional attractive force called hydrophobic force [22-25].
Hydrophobic force seems eminent in aqueous films of low surfactant concentrations in particular,
and therefore it holds importance in areas like mineral processing where such a low
concentration is commonly employed.

1.2 Hydrophobic force in aqueous surfactant films
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The drainage rate or rupture of foam films is usually predicted by the Reynolds equation
in the literature. However, many researchers had overlooked the existence of the attractive
‘hydrophobic’ force in applying the disjoining pressure into the equation. Because the DLVO
theory, that is used to calculate the interaction energies of colloidal scale interfaces, has been
failing to conform with certain experimental data especially in the examples of hydrophobic
surfaces [26], many researchers ascribed the discrepancy to this unveiled force. The force had
been first observed between hydrophobic solid surfaces [27], but later, air bubbles forming liquid
films were found strongly hydrophobic as well [28-31]. However, hydrophobic force in foam
films has been particularly questioned by strong-believers of the DLVO theory [32]. Despite of
this controversy, there are more evidences for the flaws of the obsolete theory than the
unconvincing evidences of hydrophobic force [33, 34].

In the experiments on foam films by Wang and Yoon [22-25], the authors modified the
DLVO theory by introducing the additional disjoining pressure induced by hydrophobic force
(ITy). The pressure term was assumed following the same power-law decay rule as the van der
Waals force, such that

My = -2 2% (1)
where K;3; is the hydrophobic force constant ,and H is the film thickness. It should be noted that
subscript 232 was devised for conveniently implying that the force exists in media 3 squeezed
between media 2s, i.€. in the liquid film held between two air bubbles. Due to lack of complete
theory, there is no direct measurement method of K3, value yet, but it can be found indirectly by
analyzing the foam film thinning kinetics data [22-25]. The assumption that Iy takes after the
disjoining pressure induced by Van der Waals force has several advantages [34]. First, it is easy
to compare hydrophobic force with the Van der Waals force, by simply assessing K3, and the
Hamaker constant. In addition, as simple it is and has fewer variables, the given form in Eq.(1)
may simplify the derivation of film rupture model. Therefore, Eq.(1) will be used in describing
hydrophobic force in the present film rupture model. Details of model derivation shall be
described in the next.

2. Modeling the rupture of thin films

It has been noted in the introduction that the film thinning velocity predicted by the
Reynolds equation, Vge, deviates from the practical observations in aqueous surfactant films [22-
25]. This finding may be represented by the following relationship [9, 10],

V = f3Vze (2)

where V is the actual film thinning velocity, and f > is the coefficient that represents the
difference between V and Vre.
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Substituting into Eq.(2) the Reynolds equation, one obtains the following.

2H3 2H3

R AP = f3 ﬁAP 3)
In Eq.(3), H is the film thickness, R is the film radius, u is viscosity, and AP is the pressure
difference. H and R with subscript Re indicate that they are the parameters pertaining to the ideal
cases of Reynolds equation assumption: flat film, no-slip at the interface. Therefore, the actual
film thickness observed at certain time can be expressed in terms of theoretical prediction after
manipulating Eq.(3).

)2/3

H = (Rs/Rs,,)”" fHge (4)

Based on this relationship, the actual critical rupture thickness Her may be estimated since all the
terms in the right hand side of Eq.(4) at the time of rupture can be evaluated theoretically. In
other words:

)2/3

Her = (Re/Rpp,)™ fHo )

where Hp is the rupture thickness predicted from the film thinning kinetics using the Reynolds
equation. In assessing Hy theoretically, major assumption is that the film interfaces are stable and
flat. However, it should be noted that, in the present work, thin liquid films are thought to be
unstable due to fluctuations growing at the interfaces, and therefore their interfaces are not flat at
least. Accordingly, a proper modification of the prediction theory for Hy is necessary. This is
described in the following section.

2.1 The rupture thickness predicted by the ideal theory

The major assumption in the present derivation of film rupture thickness is the film’s
fluctuating interfaces. The key idea was originally adopted from other researchers [5, 9, 12, 16],
but more practical and statistical accounts are added.

In Figure 1, an example of a thin liquid film of median thickness H,, is presented with its
corrugated surface profile superposed. For simplicity, the wave is assumed steady and to be
represented by the following 2D profile (y).

21X

y = nsin (%) (©)

where 77 1s the amplitude of the wave, A is the wavelength, and X is the propagating direction.
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Figure.1l. Waves on the film surface. Hy, is the mean thickness. 7 is the amplitude of the
wave which has the wavelength of 4.

In their approach of Vrij and Overbeek [16], the critical wavelength A, was defined as the
representative wavelength at which the film interfaces get critically unstable causing the waves’
sudden growth. Then A, was derived by equating the total Gibbs energy change (AG) to the extra
energy induced by the corrugated area and other interaction energy, such that

A = |—2m?y - )

in which y is surface tension, H is the gap between film interfaces and G is the total Gibbs
energy. Eq.(7) is the wavelength criterion above which the total Gibbs energy becomes negative
and fluctuation is more likely to grow [16, 20]. Vrij and Overbeek [16] took only the Van der
Waals force into this account and incorporated it with the Reynolds film thinning velocity
subject to capillary pressure and the extra, finally obtaining the characteristic time 7 as follows
where the fluctuation’s most rapid growth is expected [16].

T = 96m*uy Az, Hy, (8)

Here, Ass, is the Hamaker constant, again the subscript 232 meaning the same as in K3, (see
Eq.(1)). Eq.(8) characterizes the time the film stays unstable until it fails. It should be noted here
that 7 gets shorter as film gets thin, meaning that the film is so unstable when it is critically thin
that it can readily break.

Now one may view the total time of film thinning until the rupture as the sum of the stable
‘draining’ time t3 and n times the characteristic time of ‘unstable fluctuating’ 7 [16]. Then the
rate of change in Hy, at the time of rupture should be infinite, and equivalently the inverse should
be zero. From this, one obtains the following.

dtg _ drt
dHy, dHpy, ©)
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The inverse of the thinning rate on the left hand side can be substituted by the Reynolds equation
with film radius R and pressure difference as P, the capillary pressure. Manipulating Egs.(8)
and (9), the final expression for Hy, at the time of rupture can be derived as the following.

7 A%32R12r
iy = \/ n320m2yP, (10)

In Vrij and Overbeek’s work [16], the authors arbitrarily set N =6 based on empirical data.
However, it is interesting to note that its effective is in fact comparable to the case when one
takes the r.m.s. value of Hy, of n=1. Since V6 =~ 2, their empirically chosen value (n=6) agrees
interestingly well with the statistical account. This indicates that H,, without considering n (or
with n=1) is the upper limit of the predicted rupture thickness, and H,, with n=6 is the statistical
average at the particular state. In addition to this, several authors on the vibrations and waves in
liquid films discuss that there are two major modes of film thinning, namely the bending mode
and the squeezing mode [35-37]. The bending mode is when the wave profiles on the upper and
lower interfaces of film are symmetric each other, while the squeezing mode is anti-symmetric.
This may work as an additional aspect to be considered other than taking the root-squared-mean
only of H;,. Considering the two modes, one half of the r.m.s value of the upper-limit H,, is the
most probable value of mean film thickness, namely Hy. Therefore, one may substitute into Eq.(5)
the following expression.

1 7| A3R} (11)
2v/2 \ 32012y P,

Ho

2.2 The role of hydrophobic force

In the next, one needs to revisit Eq.(1) to find the yet-unknown factor f related to the
critical rupture thickness of aqueous surfactant films. It has been derived earlier by the same
authors [1] that the increase of flow velocity in a micro channel with hydrophobic walls can be
evaluated based on the relative dominance of hydrophobic force over the Van der Waals force
i.e., Kozp/Aozo. In the derivation, an assumption was made that hydrophobic force is responsible
for the slip at the air-water interface [38]. The drainage inside a foam film may have an analogy
with this, because the flow resembles the channel flow in 2 dimensional view if the mean film
thickness is considered as channel diameter. Therefore, f can be expressed as follows.

f=(1484Ksss/A75) (12)

It is assumed in the literature that film radius between two small air drops does not
change while thinning [6, 11, 22-25], and at least it is not of any concern for the case of high-
concentration surfactant films [7]. However, there may exist any difference between the initial
film radius and the resultant radius one really observes, especially when the instability is so
virulent. To account for this, the ratio between Rf and Rrr. was introduced in Eq.(3).
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As shown in Figure 1, suppose that the ratio (Rr/ Rrre) equals to the ratio of the wave arc length,
S, to the corresponding wavelength, 4/2, i.e.

Lo (13)

RfRe )L/Z

Then the curve length Sis given the expression:

s = fol/z 1+ n? (277:)2 cos? (2%) dx (14)

Substituting Eq.(14) into Eq.(13), one obtains the following.

Rr L [an2 21 1.
T n\/47r (n/A)?% + 1. E(m|x) (15.1)
__4m*(n/A)?
T an2(n/A)?+1 (15.2)
Here, E(¢| x) is the incomplete elliptic integral of the second kind defined as [39]
E(¢li) = [P V1 —«Zsin? 6 dO (16)

where the parameter x is in the range of 0 ~1. To determine x from Eq.(15.2), the following
relationship is required in the evaluation.

sz ) (17)

n
T_¢c
A 11‘1232

In Eq.(17), C, is a constant that varies with surfactant type or the system and C, is the reference
value of Koz/Axz. C; was found 40~50 from the typical experimental data, and this indicates the
consideration of film radius variation is particularly meaningful when the hydrophobic force is
40~50 times or more larger than the Van der Waals force. Assume high concentration of
surfactants such that the film interfaces behave like immobile flat surface, i.e., 7/4=0. Then the
value for R/ Rge= E(7| 0) /7 = 1. This is also interesting to note because it indicates the
assumption of invariable film radius for high surfactant concentration is valid as cited in many
other works [22-25].

2.3 Prediction of critical rupture thickness and coalescence time

From Egs. (4), (10), (11), and (14), one can derive an expression of critical rupture
thickness as follows.

2/3 1/3 7| 4%,,RZ
1 1
Hor = (SVAR2G/AZ +1-E(li)) (14 8o fAr) | 55 (ool (19)

32072y P,
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where the elliptic integral of the second kind E, and the parameter x was defined in Eqs.(16) and
(17), respectively. Eq. (18) reduces to Eq. (11) when Kz, becomes much smaller that Ay, or
negligibly small.

In addition to the thickness of film rupture, one can also find the film rupture time or
bubble coalescence time by integrating the Reynolds equation over the thickness variation. In
other words,

_ 3MRf He 1
t, = Vi e it (19)
where H; is the initial thickness of film. Conducting the integration for the case of high
electrolyte solutions, for example, the electrostatic disjoining pressure term is negligible and the
coalescence time may be predictable by the following.
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3. Model verification

In the following, various experimental works are compared with the critical rupture
thickness and coalescence time predicted by the model. The present model incorporated
hydrophobic force with the film rupture by introducing the hydrophobic force constant Kasp.
Wang and Yoon [22-25] were the first to implement this idea, and their work may be the only
reference where the values of Kas, for certain foam films can be found directly. However, the
value of Koz, can be assessed also from other references that have film thinning kinetics or
coalescence time data. For example, the predicted coalescence time shown in Figure 2 was
obtained using the Kz values inferred from the data presented by Li [40]. Li suggested an
analytical model to predict the coalescence time by studying the dynamics of film thinning in
recognition of Van der Waals force and electrostatic double layer force. Then the coalescence
time (tc) model can be simplified as the following [41],
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te = 0729 (— ) (20)

Az32

where Agz; is the Hamaker constant, and K is a constant determined by the system properties such
as viscosity, surface tension, and bubble diameter. The details for estimating constant K is given
in Li’s work where the information for all necessary parameters is available [40].

Even though it was concluded in Li’s work that there was a good agreement between the
theoretical calculation of t; by Eq.(20) and the experimental results, his conclusion seems
unconvincing in that the two show discrepancy in the range of 8 to 13 seconds. This range is
considerably larger than the coalescence time of bubbles measured in pure water at low
surfactant concentrations. Therefore, the data are necessary to be reevaluated by introducing the
hydrophobic force. Assuming the coalescence between two bubble drops of equal size, Eq.(20)
for this purpose can be rewritten as [41]

k

t. = 0.729 (W) (21)
where the hydrophobic force constant Kyz, is simply added to Agsy since surface forces are
additive. As a consequence, Kazp can be back-calculated from the difference in t; between theory
and experiment. First, the values of k are determined following the details presented by Li’s
model [40]. Then the k values are substituted into Eq.(21) to calculate K3, by fitting the values
of t; calculated by Eq.(21) to the experimental data. Kys, values obtained in this way are
presented in Table 1.

The values have been used in the calculation of t; by the present model (Eq.(19)), and the
results are shown in Figure 2. The present model is in much better agreement with data than Li’s
model is.

While the values of K;3; had to be back-calculated in the present model, values of Kjs;

Antifoam Ki3x ()

EA 146 (g/1) BSA 0.0 g/l BSA 0.2 g/l BSA 1.0 g/l
1.0 x107 6.0 x107% 5.0x107"¢ 5.5 %107
2.5 %107 22x10™% 5.0x107"¢ 4.0 x10™"%
8.0 X107 1.5 x107"% 6.5 107" 2.9 %107
1.0 x10™! 6.2 107" 5.0 107" 3.6 x107"
2.5x10" 53 %107 4.4 x10" 4.0 x107

Table 1. Ky3; values obtained from the data presented by Li (1994) for foam films
stabilized with Bovine Serum Albumin (BSA) solutions with commercial
antifoam EA 142 of the polypropylene glycol type.
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Figure. 2. Coalescence time (t;) of a foam film made of Bovine Serum Albumin (BSA)
solutions with commercial antifoam EA142 of the polypropylene glycol type.
Model calculations were conducted using the K3, values presented in Tablel.
Other input parameters were: Ci=1, C;=40, Ay, =1x10" J, H=200 nm. The
effects of electrostatic forces were ignored because the data were given in the
presence of high electrolyte concentration (0.1 M NaCl).

obtained using different methods are also available. Wang and Yoon have reported the values of
Ka3, and Ags, for several surfactant systems [23, 24]. Using their values, the critical rupture
thickness and coalescence time of the same system can be predicted by the model developed.
The comparisons between the model and the experiment by Wang and Yoon are made in figures
3 and 4. As one can see, the present model is in good agreement with experimental data, even

50 Frrr——— T ——— T —— 7
‘

+435

o+ Wangand Yoon (2005) ;

40 |- Model o 40

=425

H., (nm)

0

+4 20

rupture time (sec)

20

SDs (M)

Figure. 3. Critical rupture thickness (H.) and corresponding rupture time (t.) with
surfactant SDS concentration change, in the presence of 0.3M NaCl. Input
parameters were: C1=0.07, C,=40, H; =250 nm. Dashed line represents the model
prediction with 10% higher value of K3, reported by Wang and Yoon (2005),
and dotted line represents the one with 10% lower value.
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Figure. 4. Critical rupture thickness (H.;) and corresponding rupture time (t.) with surfactant
MIBC concentration change, in the presence of 0.1M NaCl. Input parameters
were: C1=0.125, C;=40, H; =250 nm. Dashed line represents the model prediction
with 10% higher value of K3, reported by Wang and Yoon (2006), and dotted
line represents the one with 10% lower value.

with changes of Kj3; value 10% higher and lower.

Another comparison between the model and experimental data by Manev et al. [42] is
presented in Figure 5. The authors studied the stability of emulsion and foam films. The critical
rupture thickness was obtained for several different systems, but the corresponding coalescence
time was not presented. Instead, they measured the drainage time for a constant range of

e Manev et al.(1984)

50 F Present Model i
- - - Vrij and Overbek

40

cr

H_(nm)

30

20 b

1 1
0.1 0.2 03 04 05
Film radius (mm)

Figure. 5. Critical rupture thickness (H,;) change according to the film radius change. Model
calculations were conducted for the same system as Figure 3. Input parameters
were same as Figure 3. : C;=0.07, and C,=40. The value of K3, was chosen 2x10°
27, by extrapolating Wang and Yoon (2005)’s Ky3, vs. SDS concentration data.
Dashed line represents the prediction by Vrij and Overbeek’s model.

85



thickness, and observed slower drainage at higher surfactant concentrations in which electrostatic
force was suppressed. Although their experimental conditions given by Manev et al.[42] are
insufficient for the purpose of the present model comparison, all the necessary properties such as
Kos2 and surface tension were referenced from the experimental work by Wang and Yoon [23] in
which experiments were conducted in the similar environment on SDS foam films. As shown in
Figure 5, the present model prediction agrees better with the experimental data than the model by
Vrij and Overbeek [16]. It also agrees with the general observation that small films are much
more stable than large films in a similar system [11].

4. Summary and conclusion

A model for predicting the critical rupture thickness of thin liquid film and corresponding
rupture time has been derived. In the literature, no other model incorporated the hydrophobic
force with the phenomena, but the present model has succeeded by applying the hydrophobic
force constant in film, K,3,. The basic assumption of the model was that thin liquid film has
interfaces fluctuating due to interfacial forces, as many other models in the literature have
assumed. Unlike others, the present model does not necessarily imply that the critical rupture
thickness is equal to twice the amplitude of the critical interfacial wave. This was possible
because the velocity increase factor and film radius change ratio were introduced to correct the
rupture thickness to real practice. The model was verified by experimental data reported in other
literature. Although not many presented the value of K;3, as a direct value, K3, could be inferred
from the given data. As a result, the model was in good agreement with experimental data
reported in various references.
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CHAPTER 6

DEVELOPING A FROTH-PHASE RECOVERY MODEL
FROM FIRST PRINCIPLES

ABSTRACT

In flotation, hydrophobic particles are selectively collected by air bubbles, and the bubble-
particle aggregates enter the froth phase. However, less hydrophobic particles drop off from the
froth phase, while more hydrophobic particles are recovered. The latter is referred to as true
flotation in a sense that the recovery is achieved via bubble-particle attachment. The froth
recovery model incorporating this mechanism has been developed by considering particle drop
rate and the carrying capacities of bubbles. On the other hand, non-hydrophobic particles are also
recovered, being carried by water entrained among bubbles. The particle recovery due to the
entrainment mechanism water has also been incorporated in the model by considering water
recovery as functions of bubble coarsening and the stability of bubble-particle aggregates during
lateral transport to overflow lip. In addition, the entrainment model incorporates empirical
parameters for particle size and density effects. The model predictions are in good agreement
with experiments.
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1. Introduction

Flotation is the most widely used separation process used in the mining industry. In this
process, air bubbles are used to selectively collect hydrophobic particles and rise to the surface of
a pulp, forming a froth phase. The bubbles laden with hydrophobic particles are removed from
the top of a flotation cell, while hydrophilic particle are removed at the bottom. It has been
shown recently that some of the bubble-particle aggregates break up upon encountering the pulp-
froth interface, causing the particles return to the pulp phase [1] Thus, the pulp-froth interface
behaves like a barrier. It has also been shown that much of the particles that have successfully
entered the froth phase drop back to the pulp phase, as bubbles coalesce while rising in the froth
phase and thereby cause a decrease in bubble surface area on which particle can be attached. A
particle tracking method based on positron emission spectroscopy [2] clearly showed that drop
back is an important sub-processes of flotation. It may appear, therefore, that both the pulp-froth
interface and froth phase hinder the recovery process. On the other hand, they serve as important
basis for achieving high degree of selectivity.

The stability of froth plays an important role in flotation, as it determines the final grade,
recovery and throughput. Despite its importance, there are no models that can comprehensively
account for all of the subprocesses occurring in the froth phase. It has been suggested that nearly
twenty different physical and chemical factors influencing the froth recovery process [3].
However, the fractional recovery in the froth may be modeled in a broader sense by the
following aspects. It was reported that hydrophobic force plays the most important role in
determining the flotation recovery [4]. Since air bubbles are hydrophobic as well as mineral
particles are [5], the froth recovery mechanisms can be grouped by two, largely. One is the
recovery due to attachment [6, 7]. This is called true froth recovery because only hydrophobic
particles are recovered along with the aggregates entering the froth. Through this mechanism, the
collection of minerals was shown to have strong correlations with the hydrophobicity of particles
and bubble surface area available for attachment. Some researchers modeled the recovery in
empirical ways only, because froth bubbles are in the complicated 3 phases (solid-gas-liquid) [3,
7]. On the other hand, non-hydrophobic particles are also recovered from froth, being carried
without attachment by the water in the froth [6, 7]. This is called the recovery due to entrainment
[8, 9]. It is not directly related to the chemistry but is well known to play significant roles in the
fine mineral particles recovery [10, 11]. Some empirical models for this recovery are also
available [8, 9, 12], and generally the models include water recovery and particle size as
parameters. The froth recovery models stated above have shortcomings in that their empirical
parameters have complex relationship with each other and no governing criterion was given. The
criterion may be found if a froth recovery model is developed in analytical way. This is possible
by investigating both the drainage and bubble coarsening, because liquids drain and bubbles
coalesce consistently in the froth.

The recovery mechanisms in relation to froth structure may be further simplified by
regarding froth as foam. Foam is the term used to distinguish the liquid-gas dispersions from the
liquid-gas-solid dispersions (froths) [13]. A foam is a two-phase system where gas cells are
enclosed by liquid, and accordingly the structure looks like a network of pipe-like channels
(called plateau border) and thin film walls (called lamellae) [14]. The drainage along this
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structure has been a prevalent research topic for a long time because foams are commonly
observed in many practical applications. Most of foam drainage models in the literature assume
that liquids in foams flow mainly through the channels, and set the mass balance as the basis for
the model [15-19]. The models in the literature were derived only for stable foams. In reality,
foam bubbles grow, break and coalesce into larger sizes. Those models do not include the
coalescence of bubbles. Relating coalescence with drainage model is challenging because the
factors destabilizing foams are all interplaying with each other. For all that, the modeling effort
to incorporate bubble size change has been tried recently [20].

The most convincing factor for coalescence in foam, so far, is the hydrophobic force [21].
Thin water films tend to rupture at different thicknesses for different surfactant concentrations or
certain chemical conditions. In many experiments on foam film drainage, it has been shown that
foam films thin faster than the prediction by the Reynolds lubrication equation and it was
ascribed to hydrophobic force [21, 22]. Despite the findings, a good theory to predict the
approximate time of rupture or corresponding rupture thickness is still missing. Many of the film
rupture models available in the literature were good enough to predict the rupture of stable foams
[23-25]. The models were derived by assuming that the rupture results from capillary waves due
to the forces at the water-air interface but hydrophobic force was not considered. Therefore, the
models were valid only for foam films of high surfactant concentrations at which hydrophobic
force is significantly diminished [22, 26]. On this ground, the models are inappropriate for
predicting the coalescence of practical foam films in such applications as mining industry, where
hydrophobic force is apparent [27].

There are two different types of flotation cells used in the mining industry, i.e.,
mechanically agitated flotation cells and flotation columns. Traditionally, flotation had been
conducted in the mechanically agitated cells until columns were first used in practice in Canada
in 1980 [28]. The characteristics of froths observed in the two may not be too much different
from each other in essence. Therefore, the froth recovery model to be developed in this report
should work for both. However, the model developed in the present work is more suitable for in
mechanically agitated cells. Operated in deeper froth than mechanical cells, columns have
advantages of improving product grade after introducing wash water into the froth. On the other
hand, the hydrodynamics in columns becomes more complex than the one in mechanically
agitated cells because the resultant froth instability from adding the wash water and deeper froth
induce convective flow inside [29], which is not considered in the present model. Efforts have
been made to develop the model from first principles.

2. Froth recovery model development
2.1 Overall froth recovery
The present froth recovery model accounts for two independent mechanisms, i.e., recovery
due to attachment and recovery due to entrainment. Thus, the overall froth recovery, Rp,

becomes,

Rp = Rp_q + Rp_, (1)
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where Rr, is the recovery due to attachment, and Rr_ is the recovery due to entrainment. Warren
[9] has shown experimentally that the two are independent, and found Ry, changes with mineral
type and particle size, while Rz, changes with water recovery and particle size.

2.1.1. Froth recovery due to attachment

Gorain et al. [7] proposed an empirical expression for overall froth recovery after analyzing
numerous experimental data. The authors found that froth recovery decreases with longer
residence time of air in a froth phase. Therefore, one can write the following relation,

Rp_g = Rp_imax€Xp (_atf) (2)

where #,1s the retention time of air in froth phase, and Rr.,q. represents the maximum fractional
recovery in the froth. In Gorain’s model, Rp.m.x Was taken to be unity, In the present model it is
considered to change with bubble size along the depth of a froth phase. As is well known, bubble
size is small at the base of a froth phase but increases as the bubbles rise along the height due to
coalescence. Therefore, the surface area rate of the bubbles, Sy, will decrease along the height
and so will the capacity of the froth to carry particles upward. The surface area rate can be given
as follows [30].

6V,

where 1, is the superficial gas velocity, and d; is bubble diameter. In the present work, Rp . is
considered to be the ratio of the surface area rate at the top of the froth to the one at the pulp-
froth interface [31], i.e.,

2ot S0 )

Sp-o  da-f

Rp_max =

where the subscripts -0 and —f indicates that the parameters are pertaining to the bottom and top
of the froth, respectively. Eq. (4) suggests that the froth recovery can be maximized by
minimizing bubbles coalesce, which can be achieved by increasing frother dosage. Forth
recovery can also be increased by employing shallow froth depth to minimize bubble
coalescence.

It has been shown that froth recovery increases as the froth residence time decreases [7];
therefore, o may be considered the rate constant for particles dropping back to the pulp phase
due to coarsening. Assuming that each bubble carried N particles initially, & may be given as,

«=- (;Vdi) (Sh—s — Sp—o) (5)
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where d; is particle diameter, d,. is the initial bubble diameter (at the bottom). The second term
in the parenthesis represents the change in surface area rate (S,) as bubble size grows from d>. at
the bottom to d>.rat the top. Substituting Eq.(3) into (5), one obtains:.

a= N2 (1) (] ©)

dz—o da—r/) \dz—o

Note here that N should vary depending on both physical (e.g., bubble size, particle size,
turbulence) and chemical (e.g.,hydrophobicity, surface tension) properties of the system.
Therefore, it may be treated as as an adjustable parameter.

As for the retention time, #; in Eq.(2), one may use the retention time of air, which can be
given as the froth height (/) divided by superficial gas velocity, i.e., & = hi/V,, in the same
manner as Gorain ef al.’s [7]. Eq.(2) can then be rewritten as,

_ _aq ) = damo g (L S (4 _ damo) (da )
Rp-a = RF_maxeXp< a Vg> B eXP( N dz—o <1 dz—f) (dz—o) ) @

According to Eq. (7), Rr, should be a function of the ration between the bubble sizes at
the base (d>.0) and at the top (d>¢) of a froth, where ds.0 < d>.+. In a froth (or foam), bubbles
coarsen due to drainage and rupture of intervening water films. The drainage occurs primarily in
plateau borders [15, 17, 18], although drainage through plateau border junctions and lamella
films may also be significant depending on bubble sizes involved. When the thickness of the
lamella film becomes smaller than the critical rupture thickness (H.), the film ruptures and
bubbles become coarser.

The number of plateau borders per unit cross-sectional area of foam should be
proportional to the number of bubbles. Therefore, one can derive the following relationship,

2
s _ s (60) ®
Npp-o  4S/mdy_o° da—f

where Npp is the number of plateau borders at a cross-section, S the cross-sectional area of a
foam column, and d, is the bubble diameter with the subscripts -0 and —f representing the same
as in Eq.(4).

It has been shown experimentally that the number of bubbles in a foam changes
exponentially with time [32]. Therefore, the number of plateau borders may be estimated as
follows,

Npp = noexp(_c\/ Acr/A) )
where Npg is the total number of plateau borders at a given cross-sectional area of a flotation cell,

no the initial number of plateau borders, C a fitting parameter representing bubble coalescence, 4
the plateau border cross-sectional area, and A is the critical value of 4 at which bubbles
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coalesce. It has been shown experimentally that foam bubbles coarsen at a critical liquid fraction
[33]. It would, therefore, be reasonable to assume that there is a critical value of 4, i.e., 4., at
which the lamella film between two bubbles rupture at a critical rupture thickness (H.) and
become one [22, 26, 34, 35] The use of A, may be convenient in modeling foam (or froth)
stability, as plateau boarders can be related to liquid fraction or measured optically. The
measurement of H,; on the other hand, requires sophisticated devices such as thin-film pressure
balance (TFPB) [36].

Substituting Eq.(9) into Eq.(8), and assuming that 4., is approximately the same as the
plateau border area (4y) at the top of a foam, one can write the following relation,

L Jexp(c|/A; 77 - ) (10)

dz_f

where Ay the plateau border areas at the bottom of the foam. The plateau boarder area can be
related to the average drainage velocity (U) in the plateau boarders [17, 18, 37],

U= (poA~F55) (an

where p is the liquid density, g the gravity, y surface tension, and x is dynamic viscosity of
liquid, and f'is a parameter related to plateau border shape. For well-structured, mono-dispersed
foams, /= 0.4. In the present work, where coarsening foams (or froth) are considered, it is
assumed that = 2.

At steady state, the downward liquid velocity (U) given by Eq. (11) should be equal to
the superficial gas velocity, -V,, which is upward. One can, therefore, derive the following
relation,

Y LI AVA+ 2y (12)
dx vy %

which can be solved to obtain,

JAr = |“2tan (tan—1( |29 by JporTy (13)
pg Vght 2y

with boundary conditions: 4 = 4¢at x = 0 (top of a froth), and 4 = 4 at x = i (bottom of a forth).
Eq. (13) can be used to obtain the value of m , which in turn can be substituted into Eq.(10)
to predict the coarsening of foam (or froth) bubbles. All of the parameters of Eq. (14) are known
except 4p. In the present work, it is considered that \/A_ ~ d,_y, which is an approximation

based on the observation that for stable foams the radius of curvature of plateau border (v/A ) is
proportional to the radius of the bubbles by a factor less than 2, depending on the wetness of a
foam under consideration [38].
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2.1.2. Froth recovery due to entrainment

Fine particles in a flotation cell flow with water due to their small masses. In principle,
therefore, the recovery (Rr.) due to entrainment for fine particles should be the same as water
recovery (R,). The latter should in turn be a function of the liquid fraction of the foam at the top,
which should decrease as bubbles coarsen along the height of a froth phase. Once a group of
bubbles reach the top, however, they will start flowing laterally toward the overflow lip, during
which time bubble coarsening continues and, hence, the liquid fraction decreases further. Thus,
R,, should be given as,

Ry = FyFg (14)

where Fy is the liquid fraction at the top of a foam as soon as bubbles arrive at the top, and Fj is
the fraction of bubbles that do not burst during their lateral flow.

In principle, F,, should be a function of the surface area rate of the bubbles (S;.y) at the top
of a froth phase. This relationship may be given as follows,

6V, 4[lhf
FW S SOSb—fth == 80 FipgSz (15)

where & 1s the liquid fraction at the bottom of a froth phase, f.is the time scale over which a
thick liquid film thins to a thickness 8 [39], and 4y is the froth height. Typically, & varies in the
range of 0.26-0.36, depending on the packing condition of bubbles at the bottom [40]. In the
present work, a value of 0.33 has been chosen for & [14, 41], while o has been approximated by
the following relation,

§=7(:%) domo (16)

1—50

which has been derived assuming that all of the bubbles at the pulp-froth interface have diameter
d>.pand film thickness O.

As for F in Eq. (15), one may use the following form,
h
Fg = exp (--1) (17)

where /is the froth height at a steady state, and L is a length scale representing transport of froth
across a flotation cell, which may be represented by,

L= pZ“Uf (18)

where u is the liquid viscosity, p» is air density, and U is the velocity of froth moving laterally
toward overflow lip. Egs. (17) and (18) suggest that as froth height increases the lateral velocity
of froth should decrease, which is consistent with industrial experience.
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Figure 1. Effect of superficial gas flow rate on froth recovery. Higher superficial gas flow
is beneficial to fine particles froth recovery.

As discussed above, Eq. (14) gives the water recovery (R,,), which should be equal to the
recovery of fine particles. However, coarse particles deviate from fluid flow due to inertia force;
therefore, Eq. (14) may be rewritten as follows,

Rp_. = FyyFgexp (—0.0325Ap — 0.063d,) (19)
where 4p is the specific gravity difference between mineral and medium (water), and d; is
particle diameter in um. The terms in the parenthesis are designed to make corrections for the

S.G. and size of particles, as determined empirically by Maachar and Dobby [10].

Substituting Egs. (7) and (19) into Eq. (1), one obtains an expression for the overall froth
recovery as follows:

Ry = 22 exp (~a3) + Rwexp (~0.032580 - 0.063dy) (20)
2— g

Most of the parameters of Eq.(20) are readily available from operating conditions.
3. Effect of Various Parameters on Froth Recovery

In the following, the effects of various parameters used in the model are presented. Figure 1
shows the effect of particle size on froth recovery at different superficial gas flow rates. As
shown, froth recovery increases with decreasing particle size mostly due to increased
entrainment of fine particles. As particle size (d;) becomes smaller, the recovery due to
entrainment (Rg.) increases as shown in Eq. (19). Eq. (15) shows that as the superficial gas
velocity (V) increases, water recovery (F\y,) increases, which in turn causes an increase in the
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Figure 2. Effect of froth height on froth recovery. Shallow froth height is helpful for froth
recovery of coarse particles.

overall froth recovery (Ry), as shown in Eq. (20). An increase in ¥V, should also increase the
recovery due to attachment (Rr,) as shown in Eq. (20). Its benefit is small, however, at larger
particle sizes, which can be attributed to the high detachment probabilities associated with coarse
particles.

Figure 2 shows the effect of changing froth heights. As shown in Eq. (17), a decrease in froth
height causes Fz increase, which in turn causes the entrainment recovery (Rr.) to improve as

085 — - - - - . .

04

S5.G.=4.2
Vg= 1.2 em/s

hf=11cm
N=1.1

(=)
Lo
T

——C=35
- --C=45
< - C=55

Fractional Recovery, R,
[an]
o

=)
T

00

0 50 100 150 200
d, (pm)

Figure 3. Effect of coarsening on froth recovery. Higher coarsening factor, meaning unstable
froth, shows lower froth recovery.
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Figure 4. Effect of mineralization on froth recovery. The degree of mineralization in fine
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shown in Eq. (19). The predictions shown in Figs. 1 and 2 agree with industrial experience that
increasing superficial gas velocity and decreasing froth height in flotation is beneficial to froth
recovery [30]. It should be noted here that the simulation results presented in Figures 1 and 2
have been obtained by assuming that the lateral velocity (U)) of froth on the top of a froth phase
is 1 cm/s. It has been reported that for a 50 m’® conventional flotation cell Ur1is in the range 2~12
cm/s [42].

The effects of coarsening and the degree of mineralization of bubbles are presented in
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Figure 5. Effect of bubble size entering the interface (d>9) on froth recovery. Small

entering bubbles are helpful for the froth recovery of particles as fine as 25um,
while large entering bubbles are for larger particles than 25 um.
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Figures 3 and 4, represented by the changes of parameters C in Eq.(9), the fitting parameter
representing coalescence, and N in Eq.(6), the fitting parameter representing the number of
particles returning to the pulp. Eq. (9) suggests that higher values of C represent less stable froth,
and hence the froth recovery should decrease with increasing C. This is shown to be the case in
Fig. 3.

On the other hand, as the drop-back rate (Eq.(6)) increases with increasing N. N
represents the number of particles dropping back to pulp-phase. Thus, froth recovery decreases
with increasing N, as shown in Fig. 4. However, the effect of changing N is minimal when
particles are very fine (<1um) or coarse (>1004m). This may be because at fine particle sizes
particle drop rate is low regardless of the degree of mineralization, and the drop-back rate is high
at coarse particle sizes. Parameters C and N work as independent parameters in the present
model, although the two may have certain relationship to each other. However, the present work
did not account for this relationship.

The effect of bubble size entering froth is shown in Figure 5. Egs.(4) and (7) suggests that
small bubbles entering the froth should yield low froth recovery. In figure 5, on the contrary,
smaller entering bubbles are shown to be beneficial for the recovery at d;<25 pm. Therefore, the
simulation results for particles for those sizes are attributed to the recovery due to entrainment
(Rf.), rather than due to attachment. As shown in Eq.(14)~(16), small entering bubbles induce
high water recovery, and hence high Rr.. This model prediction agrees well with Ata et al.’s
[43] experiment, in which fine silica particles showed significantly low recovery rate with large
bubbles entering the froth, while the recovery of hydrophobic particles did not change much in
the same environment.

The various parameters studied in the present work are interdependent with each other in
practical froths. Therefore, the predictions made in Figures 1~5 may not be valid for certain
cases, because the present model has been derived by assuming that all the parameters are
independent from each other. Experimental data for verifying the model for all of the parameters
are not available as yet. In the following section, some of the model predictions will be compared
with experimental data reported in the literature.

4. Comparison with experimental work

In this section, the model for overall froth recovery is compared with experimental data
reported in other literature. Seaman et al. [1] reported size-by-size froth recovery data. The
authors measured froth recovery using two different methods and found that the pulp-froth
interface is responsible for the recovery loss of recovery. Their device could effectively capture
particles subject to true flotation, and corresponding data showed that true froth phase recovery
varies with particle sizes. The data may be helpful for verifying the present model, but may not
be the best because entrainment should give rise to the total recovery. Therefore, the entrainment
part of the model is compared with other data reported by Zheng et al.[44, 45]. Both authors used
the Outokumpu 3m’ (OK3) cell. Typical operational values of OK3 cell such as specific air rate,
and specific area were used in the simulation to provide the same conditions with the report. Any
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physical conditions of OK3 may be found in the literature [46]. Any unspecified information but
necessary for the current model was selected from other references.

In model predictions, the bubble size entering the froth was assumed to be 1 mm. The
coalescence parameter C in Eq.(10) was chosen 3.55 for chalcopyrite flotation and 4 for galena
flotation. These values are close to the data obtained for beer foams, for which the equivalent
empirical parameter vary between 3 and 5 [47]. The model predictions for the froth recoveries of
chalcopyrite are shown in Figures 6-A and 6-B, and those for galena are shown in Figures 7-A
and 7-B. As shown, the model shows good agreement with experimental data represented by
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Fractional Recovery
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Figure 6-A. Comparison of the model, froth recovery due to attachment, with the
chalcopyrite froth recovery data reported by Seaman et al.
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Figure 6-B. Comparison of the model, froth recovery due to entrainment, with the
chalcopyrite froth recovery data reported by Zheng et al.
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symbols. As shown, the recovery due to entrainment is as significant as attachment recovery
when particles are small, but the significance diminishes as particles become as large as 50um.
This observation is consistent with what is reported in the literature [8, 48]. The predictions for
the recovery due to attachment are not as good as those for the recovery due to entrainment,
which may be attributed to the possibility that the adjustable parameter N from Eq.(7) may
actually be a variable.
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Figure 7-A. Comparison of the model, froth recovery due to attachment, with the
galena froth recovery data reported by Seaman et al.
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Figure 7-B. Comparison of the model, froth recovery due to entrainment, with the
galena froth recovery data reported by Zheng et al.
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5. Summary and conclusion

A froth recovery model for the conventional flotation cell has been developed and compared
with experimental data. The model includes two major mechanisms for froth recovery, i.e.,
bubble-particle attachment and particle entrainment. For the froth recovery by attachment, a
maximum recovery factor was considered from the idea that attachment is proportional to
available surface area. A new definition of the particle drop-back rate in the froth was derived to
account for the changes in bubble surface area and froth retention time for air bubbles. The
recovery due to entrainment has been modeled by deriving a relationship between water recovery
and fraction of water at the top of a froth phase and the fraction of bubble unburst during the
process of bubble-particle aggregates being transported to overflow lip. The model predictions
show that entrainment becomes significant with fine particles.

The model predictions show also that froth recovery decreases with increasing particle size
due to detachment of particles, which in turn can be related to the decrease in bubble surface area
as bubbles rise along the height of a froth phase due to bubble coalescence. Thus, coarse particle
recovery in the froth phase can be improved by decreasing froth height or letting large bubbles
enter the froth, as Eq.(7) indicates in case of high particle dropping rates.
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Chapter 7. Summary and Suggestions for Future Research

1. Original Contributions

Five different topics have been presented in each chapter of this dissertation. However,
all were in a consistent purpose: incorporating hydrophobic force into a flotation model.
Therefore, the dissertation comprised mostly mathematical models pertaining to the fundamental
theory of flotation. The original contributions by the present research are summarized as follows.

0 Modeling flotation

= A comprehensive turbulent flotation model has been developed for the first time.
= The model incorporates both surface forces and hydrodynamic forces.

= The model includes input parameters changing interdependently.

= Extended DLVO theory has been verified from induction time measurement

0 Modeling foam

= The drainage equation incorporates bubble coalescence and PB area change for
the first time.

= Foam film rupture is modeled by incorporating hydrophobic force with
fundamental theories.

LI Froth recovery model

= The model considers two distinctive mechanisms: particle attachment and
entrainment.

= Attachment mechanism is a function of bubble coarsening, which can be
predicted from A and he; models.

= Entrainment mechanism is a function of water recovery, which can be predicted
from a model.

[0 Dynamic simulator development
= Flotation model and froth recovery model are ready to be implemented to the
simulator.
= Models can be used for circuit simulation, plant optimization and control.
2. Suggestions for Future Research
Even though experimental evidences were given to verify the models developed in this
dissertation, they may be insufficient. In addition, the models are not complete since a lot of

assumptions and simplifications were made to render the model work. In this regard, several
suggestions are made for further research.
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In chapter 2, the probability of aggregates entering froth (Ps) was introduced for the first time. It
has been well known that the pulp-froth interface behaves like a barrier, and some particles
collected by bubbles in the pulp phase fail to be recovered and hence fall back. However, there
are no reports in the literature yet, that has systematically investigated the drop-back
phenomenon in a flotation cell. Therefore, it is suggested that the P model may be validated by
using an experimental technique similar to Heweitt et al.’s [1]. In a similar sense, the modified
model for P, may be validated as well if proper experimental method is present to account for all
ranges of d,/d,.

In the flotation model, the value of Kjz; was estimated by known contact angles using an
empirical relationship between the contact angle and hydrophobic force. However, this process
may be substituted by a first principle since we have the extended DLVO theory. If the potential
energy between bubble and mineral surfaces can be predicted by the theory, it may be
incorporated with the Frumkin-derjaguin equation [2] to calculate the contact angle, when
system properties are given. The reverse relationship may be found also because the original
relationship would be derived from first principles.

The velocity increase factor of the flow inside a channel of hydrophobic walls was derived in
chapter 4, but it was not validated by an independent experiment. However, it may be possible
by a simple experiment. For example, one can evaluate the increase by studying the flow rate of
water through a cylindrical plug made of a bunch of capillary glass tubes or sintered glass with
certain porosity. Because glass surface can be hydrophobized and corresponding interfacial
forces are relatively well known, flow through the hydrophobized media can be analyzed and
compared with the untreated media.

In the foam drainage model, the interchangeability between the critical plateau border area (Ac)
and the critical rupture thickness (he) was discussed. A was preferred in the model because the
other required more unknown parameters to be substituted in the drainage model. The number of
unknown parameters may be reduced if one can devise an equation to correlate them. It can be
done by analyzing the relationship between foam lifetime data and the critical rupture thickness
data obtained from independent experiments.
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